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Preface 

 

We live in the Information Age. This term often alludes to the global economy's shift in 
focus away from the Industrial Age. The relatively recent field of information technology 
concerns the use of computer-based information systems to convert, store, protect, process, 
transmit and retrieve information. Technological advances in this field have changed life-
styles all over the world.  
 

Some years ago a well-known book captured one of the essences of the ongoing changes. 
It discusses similarities and differences between products made of atoms and products 
made of bits. It was pointed out as it is becoming more and more cheaply and quickly  mak-
ing  - or better saying “modelling” -  a bits made copy of a product (for instance a letter)  
and ship it around the world at very low cost. The negative historical connotation of the 
word “simulation”, that referred to the meaning of let appear events different from reality, 
quickly faded out, giving way to the modern and among all accepted meaning of virtual re-
production of physical systems.  

 
Since 1960’s the idea of emulating reality in a computer environment rapidly spread 

among researchers, being accepted as one of the most powerful tool both for understanding 
phenomenological aspects of a chosen physics and for predicting functional or operative 
conditions of technological systems. The main concept standing on the basis of the simulat-
ing approach consists in numerically solving a mathematical model that governs a chosen 
physical system, whose the analytical solution is not known or difficult to reach for a spe-
cific application. In spite of many efforts spent in the past for formulating accurate and ro-
bust algorithms for solving mathematical models, the effectiveness of that approach 
strongly depends on computational resources. This explains why we are only since few 
years attending at the large scale diffusion of the simulating approach in solving both scien-
tific and industrial problems. 

 
The advances in computer hardware have led to new challenges and opportunities for re-

searchers aimed at investigating on complex systems. The actual computational speed and 
capability, very often related to the opportunity of exploiting parallel distributed memories 
and processors, allow to carry out simulation of real world problems, characterized by in-
terdependent effects of multiple, coupled and simultaneous physical phenomena, whether 
they be structural, fluid, acoustic, chemical, electromagnetic or thermal in nature.  
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VIII 

This book collects original and innovative research studies concerning modeling and 
simulation of physical systems in a very wide range of applications, encompassing micro-
electro-mechanical systems, measurement instrumentations, catalytic reactors, biomechani-
cal applications, biological and chemical sensors, magnetosensitive materials, silicon pho-
tonic devices, electronic devices, optical fibers, electro-microfluidic systems, composite ma-
terials, fuel cells, indoor air-conditioning systems, active magnetic levitation systems and 
more. Some of the most recent numerical techniques, as well as some of the software among 
the most accurate and sophisticated in treating complex systems, are applied in order to ex-
haustively contribute in knowledge advances.   

Heterogeneous just at first sight, all original contributions collected in this book are 
strictly jointed by a recursive leitmotiv: recognized as one of the keys for the present and fu-
ture developing in numerical simulation, the multi-physical based analysis can be credited 
as the most important modelling tool for the complex systems comprehension.  

Editors

Giuseppe Petrone and Giuliano Cammarata 
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Braking Process in Automobiles: Investigation 
of the Thermoelastic Instability Phenomenon  

M. Eltoukhy and S. Asfour  
Department of Industrial Engineering, College of Engineering, University of Miami 

USA 

1. Introduction 
During the braking action, the kinetic energy produced at the wheel is transformed into heat 
energy, which doesn’t dissipate fast enough into the air stream from the brake to the brake 
disk; as a result, the thermal conductivity plays a critical role in handling such heat 
generated.           
Thermal judder, which is a result of non-uniform contact cycles between the pad and the 
disk brake rotor, which is primarily an effect of the localized Thermo-Elastic Instabilities 
(TEI) at the disk brake rotor surface. Localized TEI act at the friction ring surface generating 
intermittent hot bands around the rubbing path which may in turn leads to the development 
of so-called hot spots. 
In this chapter a case study regarding a transient analysis of the thermoelastic contact 
problem for disk brakes with frictional heat generation, performed using the finite element 
analysis (FEA) method is described in details. The computational results are presented for 
the distribution of the temperature on the friction surface between the contacting bodies (the 
disk and the pad).  
Also, the influence of the material properties on the thermoelastic behavior, represented by 
the maximum temperature on the contact surface is compared among different types of 
brake disk materials found in the literature, such as grey cast iron (grey iron grade 250, 
high-carbon grade iron, titanium alloyed grey iron, and compact graphite iron (CGI)), 
Aluminum metal matrix composites (Al-MMC’s), namely Al2O3 Al-MMC and SiC Al-MMC 
(Ceramic brakes).  
This comparison was performed in order to improve the conceptual design of the disk 
brakes. The results obtained from the suggested model are compared with actual 
measurements obtained from experiments performed by Cueva et al.(2003). The FEA results 
were in excellent agreement with the actual measurements reported by Cueva et al. for all of 
the suggested brake disk materials.  
A comparison between two different brake disk rotor designs was performed as well in 
order to study the effect of the perforated brake disks on the maximum temperature, the 
temperature distribution, and the heat flux produced under the same braking conditions. 
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1.1 Braking process 
By pressing the brake pedal the car transmits the force from the driver’s foot to the brakes 
through a fluid then the brakes transmit the force to the tires by friction, as a result the tires 
transmit that force to the road using friction as well. Figure 1 depicts a simple braking 
system. One important conclusion can be drawn from the shown figure, that the force 
applied by the driver is multiplied by a certain factor (about 36) through two mechanisms, 
first is through the distance from the cylinder to the pivot, and second is the difference in 
the brake cylinder compared to the pedal cylinder. 

 
Figure 1. Simple braking system 

In this chapter, the main type of brakes that are investigated is the single-piston floating 
calliper disk brakes. Figure 2 shows the main components of that type of disk brakes, which 
are; the calliper, the rotor, and the pads.  

 
Figure 2. Disk brake components 

2. Vehicles Dynamics 
Load transfer refers to the shifting of weight around a vehicle during acceleration. This 
includes braking, and deceleration. It is important to differentiate between two terms that 
are used, in the literature, interchangeably although they are not synonymous; load transfer 
and weight transfer. The difference between the two terms is that, load transfer is an 
imaginary shift in the weight due to acceleration while the weight transfer involves the 
actual movement of the vehicle’s centre of gravity relative to the wheel axes. These two 
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3 

terms are used to describe the redistribution of the total vehicle load among the different 
tires. The traction at each wheel to accelerate the vehicle in such direction is affected by load 
transfer; if the load is equally distributed among the tires then more total traction will be 
available. 
The main forces that accelerate a vehicle occur at the tires' contact patches. Since these forces 
are not directed through the vehicle's CoG, one or more moments are generated whose 
forces are the tires’ grip forces, the other one, which is equal in magnitude but opposed in 
direction, is the mass inertia located at (CoG). These moments cause variation in the load 
distributed among the tires. 
According to Newton’s second law written for the x-direction (see Fig.3.), the braking forces 
can be written as: 

 
Figure 3. The major forces acting on the vehicle  

 Θ−−−−=−==∑ sin. WDFFD
g

WaMF arxfxxxx  (1) 

Where: 
Fx: Forces in the x-direction 
M: Mass 
ax: Acceleration in the x-direction  
W: Body weight 
g: Gravitational acceleration 

Dx: Linear deceleration 
Ffx: Front braking force 
Frx: Rear braking force 
Da: Aerodynamic drag 
Θ : Uphill grade 

 
A number of important terms related to the braking performance are described below; these 
terms are constant deceleration, rolling resistance, and aerodynamic drag. 
Constant deceleration 
Based on the assumption that the forces acting on the vehicle will remain constant during 
the braking application, and according equation (1), the following can be obtained: 
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Assume that the vehicle initial velocity is V1 and the final velocity is V2, and the time 
needed for the velocity to be changed from V1 to V2 is T. By integrating equation (2) the 
following will be obtained: 

 ∫∫ −=
T

tx
V

V
dt

M
FdV

0

2

1

 (3) 

 T
M
FVV tx=− 21  (4) 

In case of complete stop (V2=0), and according to the relationship between distance and 
velocity, the distance (Xs) and time (Ts) needed for the vehicle to reach complete stop can be 
determined as follows;  

 
x

s D
VX
2

2
1=  (5) 

 
x

s D
V

T 1=  (6) 

Rolling Resistance 
This resistance helps the brakes stopping the vehicles; a typical value to this type of 
resistance is 0.3 ft/sec2. 
Aerodynamic Drag 
Depends on the dynamic pressure, and its proportional to the speed squared. This type of 
drag is to be neglected at low speeds. 

3. Thermo-Elastic Instability (TEI) 
As shown before, the brake pads squeeze against the rotor, thus friction between the pads 
and the disc slows the vehicle down. The brakes then have to remove the kinetic energy 
from the vehicle, and in turn it converts it into heat. 
Frictional heat generated due to friction as well as the thermoelastic deformation alters the 
contact pressure distribution between the two contacting surfaces , as a result and above a 
certain speed (critical speed), hot spots are observed due to the localization of heat 
generated (Barber, 1969 and Kennedy & Ling, 1974). Hot spots can be a source of frictional 
vibrations known as hot judder (Zagrodzki, 1990).  
Once the brake pads come in contact with the sinusoidal surface during braking severe 
vibrations are induced. Thermal stresses due to high temperatures may induce a number of 
unfavorable conditions such as surface cracks and permanent distortions. Frictional heating, 
thermal deformation and elastic contact in sliding contact systems affect the contact pressure 
and temperature on the friction surfaces.  
Accordingly, TEI imposes design constraints on systems such as automotive brakes and 
clutches, thus it has been investigated by a number of researchers. The mechanism of TEI in 
sliding systems involving frictional heating was first explained by Barber (1967), who 
observed experimentally the resulting hot spots in railway brakes.  Kennedy and Ling (1974) 
were first to obtain numerical simulations of thermomechanical behaviours occurring in 
aircraft-type multidisk brakes.  
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Zagrodzki et al.(1990) implemented a transient finite element simulation for the 2-D 
thermoelastic contact problem of a stationary layer between two sliding layers with frictionally 
excited thermoelastic instability using the Petrov–Galerkin algorithm. Choi and Lee developed 
a finite element model for an axisymmeric coupled thermoelastic contact problem simulating a 
disk brake and investigated the TEI phenomena of disk brakes during the drag braking 
process.  

3.1 Thermo-Mechanical Distortion of Disk Rotors 
Due to the non equilibrium thermal expansion of the rotor, increase in the thermal 
deformation takes place which in turn results in further localization of the friction contact. 
Thermal deformation contributes to a number of geometrical distortions in the disk rotor, it 
may lead to warped friction ring (thermal buckling), and also it may results in disk coning 
(Sterne, 1989). The thermal judder phenomenon may also lead to radial cracking as a result 
of the high generated compressive hoop stresses and / or plastic flow of the rotor surface.  
The pattern of surface temperature variation in the radial direction of the friction ring being 
seen to be the same for both sides of the friction ring. Lateral / axial, Side-face RunOut of 
the disc brake rotor has also been shown to make some contribution to the phenomenon of 
hot spotting and thus to thermal judder (Inoue, 1986). As a result of the high thermal 
stresses involved, permanent deformations of the rotor geometry may also persist beyond 
the braking applications where judder phenomena are experienced. Also, the occurrence of 
hot spots places high thermal load on the rotor material and may lead to phase 
transformations within the cast iron.  
A number of approaches have been suggested to help solving the thermal judder problem, 
these approaches have in common that they try improving the distribution of the heat 
generated, some of the solutions suggested includes improving the thermal conductivity 
and specific heat capacity of the rotor material, and reducing the friction contact arc length. 

4. Case study 
4.1 Problem definition 
During the braking action, the kinetic energy produced at the wheel is transformed into heat 
energy, which doesn’t dissipate fast enough into the air stream from the brake to the brake 
disk, because of that, one of the disk brake material properties; the thermal conductivity plays 
a critical role in handling such friction heat generated. Thermal judder occurs as a result of 
non-uniform contact cycles between the pad and the disk brake rotor, which is primarily an 
effect of the localized Thermo-Elastic Instabilities at the disk brake rotor surface. 
Localized TEI act at the friction ring surface generating intermittent hot bands around the 
rubbing path which may in turn leads to the development of so-called hot spots (Eggleston, 
2000).The mechanism of the TEI phenomena taking place during the braking process has 
been of interest to many researchers (Lee, 2000; Jang & Khonsari, 2003; Lee & Brooks, 2003; 
Dufrenoy, 2004; Jacobsson, 2003).  
The suggested FEA model simulates the braking action by investigating both the thermal 
and elastic actions occur during the friction between the two sliding surfaces (the disk brake 
and the pad). The TEI phenomenon of disk brakes is investigated during repeated brake 
cycles. Also, the influence of the material properties on thermoelastic behaviours is 
investigated to facilitate the conceptual design of the disk brake system.  
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4.2 Methodology 
In this case study (Based on the work done by Eltoukhy et al., 2006) an assumption has been 
made that the thermomechanical phenomenon of each disk are in symmetry about the disk’s 
mid-plane. Also, the wear action taking place during the braking process, resulting from the 
friction between the disk brake and the pad, is assumed to be so small and thus to be 
neglected in the analysis.  
The simulation was divided into two parts: thermal and elastic. During the analysis, the 
braking parameters are set to certain values based on the values that have been stated in the 
literature. These parameters include the rotational speed of the disk brake and the cycle of 
the pressure applied. Figure 4 depicts the change in pressure during the braking process, 
and the time period of the different phases of, braking, dragging, and release. 
As shown in figure 4, it is assumed that the pressure will first increase linearly until it 
reaches the maximum value Pmax (point A to B) within a period of time depends on the 
vehicle’s dynamics, then the pressure remains constant (point B to C), then it drops to zero 
(point D).  
The governing equation for the transient heat transfer problem is: 

 TuCQTk
t
TC p ∇⋅−=∇−⋅∇+

∂
∂ ρρ )(  (8) 

Where: 
ρ  : Density 
C   : Heat capacity 
T   : Temperature  
u   : Velocity filed 

k  : Thermal conductivity 
Q : Heat source or heat sink 

pC : Specific heat capacity  

 
While the governing equation for the elastic problem is: 

 Kuc
t
u =∇⋅∇−

∂
∂

2

2

ρ  (9) 

Where, K is the force vector. 

 
Figure 4. The change in the applied Pressure during the braking process 
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Boundary Conditions 
Figure 5 shows the boundary conditions assumed during the simulation of the heat transfer 
problem. 

 

  
Figure 5. Heat transfer boundary conditions 

The boundary conditions stated for the elastic problem are shown in figure 6. 
 

 
Figure 6. Elastic problem boundary conditions 

The objective of this case study is to simulate the thermoelastic phenomenon taking place 
during the braking process. In addition, a comparison of the thermal behavior of the different 
brake disk materials found in the literature. Another comparison is performed between two 
different brake disk designs (perforated and the notched disks), in which the temperature 
distribution and the heat flux developed under the same operating condition was conducted. 
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The comparison performed between different types of brake disk rotor materials reported in 
the literature, was namely between grey cast iron (grey iron grade 250, high-carbon grade 
iron, titanium alloyed grey iron, and compact graphite iron (CGI)), Aluminum metal matrix 
composites (Al-MMC’s), namely Al2O3 Al-MMC and SiC Al-MMC (Ceramic brakes). The 
comparison was performed in order to improve the conceptual design of the disk brakes. 
The results obtained from the model were compared with actual measurements obtained 
from experiments performed by (Cueva et al., 2003). Also, a comparison of the different 
brake disk designs was performed in order to study the effect of the perforated brake disks 
on the maximum temperature, temperature distribution, and the heat flux produced as well, 
under the same braking conditions. 
The elastic problem was simulated in order to investigate the mechanical action taking place 
at the disk’s contact surface during the braking process, the deformation obtained from the 
elastic problem was relatively small (200 μm).  

4.3 Results  
The developed finite element analysis model contains a total of 278 elements and 597 
degrees of freedom, while the time step used during the numerical computation was 
0.01sec. The initial temperature used during the simulation was set as 20 ºC.  
Figure 7 depicts one of the typical temperature distributions developed using the suggested 
finite element analysis model. It’s shown how the temperature increases further from the 
centre of the disk rotor to the point of the maximum temperature within the contact area 
between the disk and the pad, and then it decreases.  
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Figure 7. Typical temperature distribution produced during the braking process 
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Figure 8. Comparison between the temperature distribution plot obtained by Choi et al. 
(2004) and the suggested model output  

A comparison between the produced temperature distribution using the proposed finite 
element analysis model and the distribution presented by Choi et al. (2004), under the same 
operating conditions, is shown in figure 8. A very close fit between the proposed model and 
the one developed by Choi et al. was obtained. 
Figure 9.a presents a 3D plot of the temperature distribution along the contact surface 
during and after the braking action (time steps 1 to 10 s). While figure 9.b shows the line plot 
of the temperature distribution at each time step during the same periods of time. As shown 
in the figure, the temperature produced increases till it reaches its maximum value at the 
time step 4s, then it decreases after the applied pressure is released. 
The temperature distributions during the braking process at 4 different time instants (1,3,4, 
and 5 seconds) are shown in figure 10 for one of the brake disk materials investigated, 
namely GI250. 
As shown in the figure, at time step 5sec. localization of the heat generated is noticed, which 
is represented by the dark area on the contact surface, resulted in the development of a hot 
spot. 
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Figure 9. a) 3D temperature distribution during a 10 seconds time period. b) Temperature 
distribution plot at the different time steps 
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Figure 10.  Change of the surface temperature across the disk brake, at time steps, 1, 3, 4, and 5s 
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A comparison between the temperature distributions produced during the braking process 
for the suggested different brake disk materials is shown in figure 11, as shown in the figure, 
the temperature distributions along the contact surface are plotted for the suggested disk 
materials, figure 11.a shows the temperature produced at an applied pressure of 4 MPa, 
while figure8.b shows the temperature distribution produced at a pressure of 2 MPa. 
From figures 11.a and b it can be concluded that both the Aluminum Metal Matrix 
composites and the ceramic brakes give better temperature distribution than the carbon-
carbon composites. In other words, the Al-MMC’s and the ceramic brakes provided evenly 
distributed temperature than the carbon-carbon composites, i.e. no localization of heat is 
expected compared to the carbon-carbon brakes. 
In order to validate the proposed model and testing how accurate the model is, the 
maximum temperature obtained from the proposed model were compared to the actual 
measurement performed. A comparison was performed between the maximum temperature 
produced during the braking process using the proposed finite element analysis model and 
the actual measurements performed by Cueva et al. (2003), which is shown in table 1.  
In their study, Cueva et al. measured the actual temperature produced during the braking 
process for 4 different types of iron, at different values of the applied pressure, as shown in 
the table a maximum difference of 10% between the calculated and the measured 
temperature was obtained. That percentage difference was considered as an accepted 
deviation between the simulated and the actual maximum temperature values produced. 

 

 
Actual 
temperature 
(ºC) at 4MPa 

Simulated 
temperature 
(ºC)  

Differ-
ence 
(%) 

Actual 
temperature 
(ºC) at 2MPa 

Simulated 
temperature 
(ºC)  

Differ-
ence 
(%) 

GI250 200 ±10 190 5 90 ±5 86 4.4 

GIHC 210 ±10 189 10 85 ±5 82 3.5 

GI250Ti 210 ±10 191 9 95 ±5 94 1 

CGI 240 ±10 219 8.75 115 ±5 107 7 

Table 1. comparison between the actual temperature measures by Cueva et al. and the 
simulated values obtained from the suggested finite element analysis model 

Also, another comparison between two brake disk designs was conducted, in which the 
perforated and the notched disks were compared from the point of view of the temperature 
distribution and the heat flux as well. Figure 12 shows the temperature distributions for the 
two mentioned designs. Figure 12.a shows both the temperature distribution and the heat 
flux produced in the perforated disk brakes at time steps 4 and 10 s.  
On the other hand, figure 12.b illustrates both the temperature distribution and the heat flux 
for the notched disk at the same time steps. As shown in Figure 12.a and b, both the 
perforated and the notched disks provided better results as far as the temperature 
distribution and the heat flux compared to the solid disk brakes, despite the fact that  the 
maximum temperature produced is the same. It can be also concluded that the perforated 
disks gives better temperature distribution and heat flux compared to the notched ones. 
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Figure 11. Comparison between the temperature distribution produced in Grey CI, 
CGI,GI250, Ceramic, and Al2O3 disk brakes at a pressure of a) 4MPa  b) 2MPa 
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temperature 
(ºC) at 4MPa 

Simulated 
temperature 
(ºC)  

Differ-
ence 
(%) 

Actual 
temperature 
(ºC) at 2MPa 

Simulated 
temperature 
(ºC)  

Differ-
ence 
(%) 

GI250 200 ±10 190 5 90 ±5 86 4.4 
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GI250Ti 210 ±10 191 9 95 ±5 94 1 

CGI 240 ±10 219 8.75 115 ±5 107 7 

Table 1. comparison between the actual temperature measures by Cueva et al. and the 
simulated values obtained from the suggested finite element analysis model 

Also, another comparison between two brake disk designs was conducted, in which the 
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distribution and the heat flux as well. Figure 12 shows the temperature distributions for the 
two mentioned designs. Figure 12.a shows both the temperature distribution and the heat 
flux produced in the perforated disk brakes at time steps 4 and 10 s.  
On the other hand, figure 12.b illustrates both the temperature distribution and the heat flux 
for the notched disk at the same time steps. As shown in Figure 12.a and b, both the 
perforated and the notched disks provided better results as far as the temperature 
distribution and the heat flux compared to the solid disk brakes, despite the fact that  the 
maximum temperature produced is the same. It can be also concluded that the perforated 
disks gives better temperature distribution and heat flux compared to the notched ones. 
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Figure 11. Comparison between the temperature distribution produced in Grey CI, 
CGI,GI250, Ceramic, and Al2O3 disk brakes at a pressure of a) 4MPa  b) 2MPa 
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4.4 Discussion 
A finite element analysis model was developed in order to investigate both the thermal and 
mechanical behaviours taking place between the disk brake and the pad, during the braking 
process. The developed model was compared with actual measurements performed by 
Cueva et al. (2003) in order to validate the proposed model, and it showed very close 
simulated results compared to the actual ones. One of the obtained temperature 
distributions obtained during the braking action using the proposed model was compared 
to the one obtained by Choi et al. (2004) and it showed an excellent agreement. 
The temperature distributions produced for five different disk’s materials (Grey CI, CGI, 
GI250, Ceramic, and Al2O3) were compared to each other. Among the investigated 
materials, the ceramic and Al2O3 disk showed a better thermal behaviour during the 
braking process, as far as the maximum temperature and the temperature distribution 
produced, thus eliminating the localization of the produced heat, which means minimizing 
the probability of having hot spots. 
Another comparison was performed between the perforated and the notched disks, in 
which the two designs were investigated under the same braking conditions. It was found 
that despite the fact that the maximum temperature produced in both was the same; the 
perforated disks produced better temperature distribution as well as heat flux as compared 
to notched disks. 
An interesting article by Kevin C. (2006), published at the New York Times, discussed the 
potential of the ceramics disk brakes and how that type of brakes represents the future of 
the disk brakes, he also mentioned a  number of advantages that it possess, yet taking in to 
consideration the high cost of such rotor material. One of the advantages that the ceramic 
disk brake possesses is the outstanding hardness, the ability to maintain its strength and 
shape at extremely high temperature conditions, and more importantly it’s considerably 
light in weight (almost half the weight of the conventional iron disk brakes).  
One of the good reasons to consider the ceramic brakes is that they are light weight which 
will help reduce the weight of the vehicle which in turn will allow car manufacturers to 
meet the corporate average fuel economy standard (CAFE), which is now mandatory upon 
automakers. The importance of reducing the weight of the disk brakes in particular is 
because that as a vehicle accelerates, its rotating parts require more energy to accelerate than 
non rotating parts like engine blocks. This is because they gain energy from both their 
accelerating forward motion and from their increasingly rapid rotation and this gives brake 
discs a special importance in fuel economy. 
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1.  Introduction 
Photoacoustic spectroscopy is based on the photoacoustic effect, that was discovered in 1880 
by A. G. Bell (Bell, 1880). One year later, W. C. Röntgen published a paper on the application 
of photoacoustic spectroscopy on gas (Röntgen, 1881). Sensors based on the photoacoustic 
effect are devices which allow the detection of molecules of very low concentration. It is 
even possible to discriminate different isotopes of one molecule. 
In a photoacoustic sensor (PAS) a gas sample contained in the measuring cell is subjected to 
a laser beam. The wavelength of the laser is tuned to a vibrational or rotational line of the 
searched molecules. The technique takes advantage of the fact, that absorbed 
electromagnetic radiation is due to non-radiant transitions partially transferred into thermal 
energy of the surrounding molecules. This leads to an increase of the pressure in the sample. A 
modulated emission generates a sound wave. The resulting acoustic wave is detected by a 
microphone and phase-sensitively measured. A typical set-up for photoacoustic investigation 
is shown in Figure 1. 
To detect low molecule concentrations one enhances the microphone signal by utilizing the 
acoustic resonances of the measuring chamber. The achievable amplification depends on the 
shape of the resonator and on the precise coupling of the laser profile and the acoustic 
modes. Experimental investigations of different PAS set-ups are very time consuming and 
expensive. Addressing the related questions numerically is much more efficient. 
The theoretical treatment of PAS has a long history. Analytical calculations have been 
performed for cylinder shaped resonators, which play an important role among the variety 
of measuring chambers. Resonator shapes of higher complexity, however, are not 
amenable to these methods. Numerical techniques like the finite element method (FEM) 
represent a suitable tool to investigate such systems. 
Generally, the investigation of the excited gas requires the solution of a system of coupled 
partial differential equations. The FEM allows the treatment of such coupled problems. 
However, this is rather computer time consuming and, considering the numerous design 
variants, should be avoided. In literature, methods are discussed, that allow to circumvent 
the coupled problem. We combine these methods with the FEM and are now able to 
calculate the photoacoustic signal for arbitrary resonator shapes. This offers the possibility 
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to compare different photoacoustic cells by numerical means. In this paper we review the 
applied methods and compare the achieved results with experimental data. 

 
Figure 1. Principle set-up of a photoacoustic sensor used for the investigation of gaseous 
samples 

2. Photoacoustic spectroscopy 
2.1 Absorption of the radiation field 
If a sample is irradiated with resonant light, a small fraction of the molecules is excited from 
the ground state E1 into an energetic higher level E2 by absorption of photons of the energy 

  (1) 

Here,  is the frequency of the radiation and h is Planck’s constant. The intensity Iabs 
absorbed in the sample can be derived from Lambert-Beer’s law  

  (2) 
where I0 is the input intensity and L the cell length. This applies for linear absorption, i. e. no 
saturation or multi-photon absorption (Haken & Wolf, 1993). 
The absorption coefficient  of the transition E1 to E2 is defined by 

  (3) 

N1 and N2 are the population densities of the ground state E1 and excited state E2, 
respectively, and  is the absorption cross-section of the transition. If the upper level E2 is 
not thermally populated, N1 is approximately the total population density N 

  (4) 

and the absorption coefficient  becomes 

  (5) 

The change of the population density N2 of the higher level E2 is derived from the number of 
molecules that are excited from E1 to E2, minus the number of those, that relax from E2 to E1. 
Collisional excitation is negligible, as long as h   kBT , with Boltzmann’s constant kB and 
the gas temperature T (Zharov & Letokhov, 1986). This condition is fulfilled at room 
temperature in the near and mid infrared spectrum (vibrational transition). Only the 
excitation  by absorption of h  as well as the relaxation through fluorescence and collision 
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have to be considered. With the excitation rate R and the time constant  of relaxation, the 
rate equation is as follows 

  
(6)

 
The relaxation rate −1 can be expressed as the sum over the reciprocal time constant n−1 
for non-radiant relaxation and the reciprocal time constant r−1for radiant relaxation 

  (7) 

For the infrared region it applies that r  n. Therefore, we can use the simplification 

  (8) 

The excitation rate R of the molecules in the ground state equals 

  (9) 
where the irradiated photon flux  is, for a harmonically modulated source, given by the 
real part of 

   (10) 
For the generation of a photoacoustic signal, only the time dependent term with the 
modulation frequency  is relevant. Using Equation (9) and (10) in Equation (6) leads to the 
solution of the rate equation 

   (11) 
For the phase shift  between the population density N2 of the higher level and the photon 
flux applies (Zharov & Letokhov, 1986)  

  (12) 

2.2 Production of heat 
The heat production by non-radiant relaxation is given by the number of molecules in the 
higher level multiplied with the rate of non-radiant relaxation n−1  and the average energy 
per molecule h  

  (13) 
Using Equation (11) in Equation (13) together with the simplification Equation (8) results in 

  (14) 

with the phase shift  from Equation (12) and the amplitude 

  (15) 

The amplitude I0 of the radiation intensity is described by 

 . (16) 
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For low modulation frequencies with   106 s−1 it follows that  1 and Equation (15) 
can be simplified to 

  (17) 

with the phase shift  being practically zero, according to Equation (12). With the time 
dependent and position dependent radiation intensity as well as Equation (5) and the 
simplification Equation (4), the heat production in the gas can be derived to 

  (18) 
Equation (18) applies as long as the modulation frequency is not higher than the kHz-range, 
i. e.  -1, and saturation effects are negligible, i. e. R  -1. It is assumed that the 
absorbed energy is completely transferred into heat via inelastic collisions. 

2.3 Cell geometry and resonance 
A specialty of the PAS, compared to other spectroscopic techniques, is taking advantage of 
acoustic resonances of the sample cell. Constructive interference of the sound waves leads to 
the formation of a standing wave in the sample cell, that allows for a signal boost and hence 
for an immense enhancement of the sensitivity. The prevalent geometry of sample cells is 
cylindrical, however, a large variety of other cell shapes has been investigated (Miklós et al., 
2001). In (Wolff et al., 2005) the so called T cell has been introduced (see Figure 2 and Table 
1). The advantage of the T cell compared to the cylinder cell is that this design allows 
independent optimization of the key parameters affecting sound generation and signal 
enhancement. 

 
Figure 2. T cell. For technical reasons there is a diminution at the connection of absorption 
and resonance cylinder 

Diameter DA = 26 mm Absorption Cylinder 
Length LA = 82 mm 
Diameter DR = 11 mm Resonance Cylinder 
Length LR = 10 - 140 mm 
Diameter DD = 8.9 mm

Diminution Length LD = 2 mm 

Table 1. Dimensions of the photoacoustic T cell. The length of the resonance cylinder is 
adjustable 
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3. Theoretical treatment of the sound field 
3.1 Balance equations 
For the calculation of the pressure distribution inside a cavity and at resonance, it is 
required to include loss. Therefore, the lossless wave equation is not an appropriate 
description of the fluid dynamics. Since it is well known, that loss in the PA resonator 
appears mainly at its walls, the inclusion of a loss term in the wave equation is also not a 
proper approach for the problem at hand. Balance equations, however, represent an 
adequate starting point. In this case, the continuity equation (mass balance) 

   
(19)

 

(D/Dt substantive derivative,  density,  velocity), the Navier-Stokes equation 
(momentum balance) 

  
(20)

 
(p pressure,  coefficient of viscosity,  expansion coefficient of viscosity) and the equation 
that expresses the energy balance (1. law of thermodynamics) are required. In the present 
context the 1. law is most useful in the form (Temkin, 1981) 

  
(21)

 
(cp specific heat at constant pressure, T absolute temperature,  coefficient of thermal 
expansion,  coefficient of heat conduction,  rate of strain tensor). 
These partial differential equations have to be supplemented by an equation of state 
(equilibrium conditions are assumed to be approximately appropriate except for very high 
frequencies), i. e. 

  (22) 

This results in six equations for the six field quantities , T,  and p. 
A first step towards the solution of these equations is linearization. All field quantities 
except  are split into a large static and a small varying (acoustic) part: 

  (23) 

  (24) 

  (25) 

 is assumed to be small. Insertion into the differential equations and dropping all terms, 
that are proportional to small quantities, leads to the linearized counterparts of the balance 
and state equations. When combined, the following two equations can be derived (Morse & 
Ingard, 1981): 

  (modified wave equation) (26) 
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with the phase shift  being practically zero, according to Equation (12). With the time 
dependent and position dependent radiation intensity as well as Equation (5) and the 
simplification Equation (4), the heat production in the gas can be derived to 

  (18) 
Equation (18) applies as long as the modulation frequency is not higher than the kHz-range, 
i. e.  -1, and saturation effects are negligible, i. e. R  -1. It is assumed that the 
absorbed energy is completely transferred into heat via inelastic collisions. 

2.3 Cell geometry and resonance 
A specialty of the PAS, compared to other spectroscopic techniques, is taking advantage of 
acoustic resonances of the sample cell. Constructive interference of the sound waves leads to 
the formation of a standing wave in the sample cell, that allows for a signal boost and hence 
for an immense enhancement of the sensitivity. The prevalent geometry of sample cells is 
cylindrical, however, a large variety of other cell shapes has been investigated (Miklós et al., 
2001). In (Wolff et al., 2005) the so called T cell has been introduced (see Figure 2 and Table 
1). The advantage of the T cell compared to the cylinder cell is that this design allows 
independent optimization of the key parameters affecting sound generation and signal 
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Figure 2. T cell. For technical reasons there is a diminution at the connection of absorption 
and resonance cylinder 

Diameter DA = 26 mm Absorption Cylinder 
Length LA = 82 mm 
Diameter DR = 11 mm Resonance Cylinder 
Length LR = 10 - 140 mm 
Diameter DD = 8.9 mm

Diminution Length LD = 2 mm 

Table 1. Dimensions of the photoacoustic T cell. The length of the resonance cylinder is 
adjustable 
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3. Theoretical treatment of the sound field 
3.1 Balance equations 
For the calculation of the pressure distribution inside a cavity and at resonance, it is 
required to include loss. Therefore, the lossless wave equation is not an appropriate 
description of the fluid dynamics. Since it is well known, that loss in the PA resonator 
appears mainly at its walls, the inclusion of a loss term in the wave equation is also not a 
proper approach for the problem at hand. Balance equations, however, represent an 
adequate starting point. In this case, the continuity equation (mass balance) 

   
(19)

 

(D/Dt substantive derivative,  density,  velocity), the Navier-Stokes equation 
(momentum balance) 

  
(20)

 
(p pressure,  coefficient of viscosity,  expansion coefficient of viscosity) and the equation 
that expresses the energy balance (1. law of thermodynamics) are required. In the present 
context the 1. law is most useful in the form (Temkin, 1981) 

  
(21)

 
(cp specific heat at constant pressure, T absolute temperature,  coefficient of thermal 
expansion,  coefficient of heat conduction,  rate of strain tensor). 
These partial differential equations have to be supplemented by an equation of state 
(equilibrium conditions are assumed to be approximately appropriate except for very high 
frequencies), i. e. 

  (22) 

This results in six equations for the six field quantities , T,  and p. 
A first step towards the solution of these equations is linearization. All field quantities 
except  are split into a large static and a small varying (acoustic) part: 

  (23) 

  (24) 

  (25) 

 is assumed to be small. Insertion into the differential equations and dropping all terms, 
that are proportional to small quantities, leads to the linearized counterparts of the balance 
and state equations. When combined, the following two equations can be derived (Morse & 
Ingard, 1981): 

  (modified wave equation) (26) 
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and 

    (modified heat equation). (27) 

 denotes, as usual, the ratio of the specific heat at constant pressure cP to the specific heat at 

constant volume cV and . c refers to the speed of sound. The characteristic 
lengths  and  are defined in Section 3.3. The quantity of greatest interest  decouples 
from all field quantities but from . 

3.2 Reduction to an uncoupled problem 
In order to avoid the coupled system (Equations (26) and (27)) different possibilities of 
simplification are possible: 
1. Disregard heat conduction (  =  = 0). In this case, temperature and acoustic pressure 

are proportional to each other  and  equals , 
which implies 

  
(28)

 
The problem decouples and the resulting wave equation includes a dissipative term. 

2. Maintaining heat conduction and assuming  leads to the following modified 
wave equation 

  
(29)

 
where l is the mean value of  and  (Hess, 1989). 
The mathematical structure of the two differential equations is identical. Performing a 
Fourier Transformation, we obtain 

  (30) 

where  in the first case and  in the second case.  is the Fourier 
transform of the acoustic pressure  and  is the wave number. In the case of 
photoacoustic cells, the sound waves are a result of the interaction of the laser beam and the 
molecules. Therefore, the differential equations above have to be supplemented by a source 
term which accounts for the sound generation. 
Instead of attempting to solve the differential Equation (30) we discuss a further solution 
procedure that has been widely used in the theoretical treatment of photoacoustic cells of 
cylinder shape (Kreuzer, 1977). Combined with the finite element method it can be applied 
to cells of arbitrary geometry. Starting point is the loss free Helmholtz equation which 
describes the generation and propagation of sound waves: 

  
(31)

 
 is the Fourier transform of the power density . Assuming that the absorbing 

transition of the molecules is not saturated and that the modulation frequency of the light 
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source is considerably smaller than the relaxation rate of the molecular transition, the 
relation  applies, where  is the Fourier transformed intensity of 
the electromagnetic field and  is the absorption coefficient (see Section 2.1 and 2.2). It is 
assumed that the walls of the photoacoustic cell are sound hard which is adequately 
described by the boundary condition 

  
(32)

 
i. e., the normal derivative of the pressure is zero at the boundary. 
It is well known that the solution of the inhomogeneous wave equation can be expressed as 
a superposition of the acoustical modes of the photoacoustic cell: 

  
(33)

 
The modes  and the according eigenfrequencies  are obtained by solving the 
homogeneous Helmholtz Equation 

  (34) 
under consideration of the boundary condition (32). Equation (33) requires the modes to be 
normalized according to 

  
(35)

 
where VC denotes the volume of the photoacoustic cell and  is the conjugate complex of pi. 
The amplitudes of the photoacoustic signal are determined from 

  
(36)

 
with the excitation amplitude 

  
(37)

 
The inhomogeneous Helmholtz Equation (31) does not contain terms that account for loss. 
Therefore, loss effects are included via the introduction of quality factors Qj in the amplitude 
Formula (36): 

  
(38)

 
There is a whole collection of loss mechanisms, each contributing to the quality factor. The 
combined effect of all loss mechanisms is calculated from 

  
(39)
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source is considerably smaller than the relaxation rate of the molecular transition, the 
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Figure 3. Sound waves are accompanied by temperature waves. Heat flows from regions of 
elevated temperature to regions of lower temperature (left). Due to the different fluid 
velocity of neighboring fluid layers, viscosity results in shear stress and, therefore, in loss 
(right) 

3.3 Volume and surface loss 
The wave equation for sound waves is derived under the assumption that the fluid behaves 
adiabatically, i. e. thermal conductivity of the fluid is negligible. Then, no heat is exchanged 
between neighboring pressure maxima and minima. If on the other hand this heat exchange 
cannot be neglected, the energy density fluctuations will die out and the sound wave 
dissipates (Figure 3, left). A second loss mechanism is due to viscosity. Neighboring layers 
of the fluid move at different velocities when the sound wave travels through the resonator 
(Figure 3, right). This generates shear stress and therefore, viscous friction. The characteristic 
lengths of these loss mechanisms can be estimated by 

   
and

   
(40)

 
These lengths are very small for many fluids of practical interest, which means that a 
substantial attenuation occurs only after the wave has traveled over large distances. Stokes-
Kirchhoff loss due to viscosity and thermal conduction in the gas volume is described by 

  
(41)

 
The dominant loss effects happen at the wall of the photoacoustic cell. They are due to heat 
conduction and viscosity as well. Typical cells are manufactured out of metal which has a high 
coefficient of thermal conductivity compared to the fluids. Therefore, temperature waves occur 
far away from the cell wall whereas the wall itself constitutes a region of isothermal behaviour. 
This results in a heat exchange as is indicated in Figure 4 (left). The transition from the 
adiabatic to the isothermal behaviour takes place in a boundary layer of thickness 

  
(42)

 
Thermal conductivity surface loss results in 

  
(43)
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If viscosity is taken into account, one has a ”no slip” condition at the wall, whereas the fluid 
moves due to the wave propagation in the interior of the container. Again, neighboring 
layers of the fluid have different velocities which results in viscous friction (Figure 4, right). 
The thickness of Prandtl’s boundary layer is 

  
(44)

 
and the corresponding quality factor 

  
(45)

 

 is the component of the pressure gradient tangential to the cell wall. There exist 
further loss mechanisms which are not discussed in this article (Kreuzer, 1977; Morse & 
Ingard, 1981). 

 
Figure 4. Boundary loss of temperature wave due to heat conduction (left) and velocity 
profile in the vicinity of Prandtl’s boundary layer (right) 

density  = 2.376 kg/m3 
sound velocity c = 211 m/s 
viscosity  = 7.6 · 10−6 Pa s 
coefficient of heat conduction  = 1.62 · 10−2 W/m K 
specific heat capacity at constant volume cV = 1.598 · 103 J/kgK 
specific heat capacity at constant pressure cP = 1.735 · 103 J/kgK 

Table 2. Gas parameters of n-butane under atmospheric conditions (T = 300 K, p = 1013 hPa) 
(VDI-Wärmeatlas, 2002) 

4. Results of numerical investigations 
4.1 Resonator modes 
In this chapter results of finite element calculations performed with the FE tool COMSOL 
Multiphysics (see www.comsol.org) are reviewed. In addition, these results are compared to 
corresponding experiments. The FE calculations are based on the quality factor approach 
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described in Section 3.2. Since in this approach the acoustic pressure field inside the 
measuring chamber of the PA sensor is expressed as a sum over eigenmodes, a first and 
important step consists in the determination of the modes. Cylinder cells represent a perfect 
testing ground for the numerical analysis, because in this case the eigenfrequencies can be 
calculated analytically. Excellent agreement of analytical and numerical results has been 
found (Baumann et al., 2006). This confirms the reliability of the FE model used for the 
calculation of the modes of the T cell, where no analytical results are available. The physical 
parameters of n-butane used for the experiments and the simulations described in this 
article can be found in Table 2. 
In the following, we present results for T cells with different lengths LR of the resonance 
cylinder (see Table 3 and Figures 5 and 6). 
LR = 320 mm: All three lowest eigenmodes (1-3) are basically eigenmodes of the resonance 

cylinder (one end open, one end closed), see Figure 5. This interpretation is 
confirmed by Table 3 and the observation that the acoustical pressure in the 
absorption cylinder is approximately zero (Figure 5, left). Only for the lowest 
eigenmode, a minor deviation from zero is observed. This and the deviation 
between finite element frequency and , the frequency of the half-open pipe, 
indicates, that the ground state (lowest eigenmode) is not a pure cylinder mode. 
The ground mode has been observed experimentally and the deviation between 
measured frequency and finite element result is small. 

LR = 160 mm: The two lowest eigenmodes (1-2) are longitudinal modes of the resonance 
cylinder whereas the third mode is associated with the first longitudinal mode of 
the absorption cylinder (two closed ends). Because this mode shows a node at the 
opening of the resonance cylinder, it does not excite an oscillation in the resonance 
cylinder. Again, this interpretation is supported by Table 3 and the agreement 
between numerical result and measurement is excellent. 

LR = 80 mm: The interpretation of the spectrum is essentially the same as in the case of the  
LR = 160 mm-T cell. Merely the order of the eigenmodes has changed: The first 
longitudinal mode of the absorption cylinder is now the second mode of the T cell. 
The agreement with the measured frequency is good. 

LR = 40 mm: The ground state represents the first longitudinal mode of the resonance 
cylinder. The second mode is the first longitudinal mode of the absorption cylinder 
(see Figure 6). The length of the resonance cylinder now almost equals the length of 
the absorption cylinder. Therefore, the third mode shows an interesting 
characteristic: The second longitudinal mode of the absorption cylinder is excited. 
This mode shows an antinode at the opening of the resonance cylinder. Therefore, a 

/2 –wave is excited in the resonance cylinder. That is, both the -wave of the 
absorption cylinder and the /2-wave in the half-open resonance cylinder are 
present. The latter would not be possible in the case of a single halfopen cylinder. 
The mode is depicted in Figure 7. Agreement with the measured frequency is good. 

LR = 20 mm: Now, the first longitudinal mode of the absorption cylinder constitutes the 
ground state of the T cell. This mode cannot be detected experimentally due to the 
node at the opening of the resonance cylinder. The experiment detected the 
remnants of the resonance cylinder’s first longitudinal mode. The length of the 
resonance cylinder has now become similar to the diameter of resonance and 
absorption cylinder. Therefore, the formula of the half-open cylinder is not 
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applicable anymore. Figure 7 shows that the third mode cannot be disentangled 
into two cylinder modes. 

LR = 10 mm: The ground state is again the first longitudinal mode of the absorption cylinder. 
The two higher modes cannot be brought into connection with cylinder modes. 
Both of these modes are detected experimentally. 

For large lengths of the resonance cylinder one observes essentially modes, which are 
compatible with the well known formulae for the vibration of gas columns whereas for short 
resonance cylinders, this is no longer true. These observations are consistent with 
expectations and, therefore, we have a coherent picture of the T cell’s spectrum. 
 

 FEM Resonance Cyl. Absorption Cyl. Experiment 

LR 

[mm] Mode f 
[Hz] 

f 
[Hz] 

Dev. 
[%] Type f 

[Hz] 
Dev. 
[%] Type f 

[Hz] 
Dev. 
[%] 

320 1 
2 
3 

197.9 
497.9 
813.7 

165.6 
496.9 
828.1 

-16.3 
-0.2 
1.8 

/4 
3 /4
5 /4

   203 2.6 

160 1 
2 
3 

354.0 
953.2 
1295.2

331.3 
993.8 
 

-6.4 
4.3 

/4 
3 /4
 

 
 
1292.7 

 
 
-0.2 

 
 

/2 

356 0.6 

80 
1 
2 
3 

636.5 
1295.2
1788.4

662.5 
 
1987.5

4.1 
 
11.1 

/4 
 
3 /4

 
1292.7 

 
-0.2 

 
/2 

629 -1.2 

40 1 
2 
3 

1114.6
1295.2
2583.2

1325.0
 
2650.0

18.9 
 
2.6 

/4 
 

/2 

 
1292.7
2585.4

 
-0.2 
 0.1 

 
/2 
 

1092 -2.0 

20 1 
2 
3 

1295.2
1824.2
2684.3

   1292.7 -0.2 /2  
1722 

 
-5.6 

10 1 
2 
3 

1295.2
2424.0
3124.0

   1292.7 -0.2 /2  
2392 
3003 

 
-1.3 
-3.9 

Table 3. Eigenfrequencies of the T cell for different lengths LR of resonance cylinder. The 
frequencies for resonance and absorption cylinder are calculated using the formula for 
gas columns. End corrections have not been included. The experimental frequencies are 
measured with an accuracy of about 1%. Due to the chosen frequency ranges not all of 
the numerically found eigenmodes have been measured 
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applicable anymore. Figure 7 shows that the third mode cannot be disentangled 
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Figure 5. Pressure distribution of the three lowest nontrivial eigenmodes (1, 2, 3) of the T cell 
along the symmetry axis of the absorption cylinder and the resonance cylinder for LR = 320 
mm , LR = 160 mm and LR = 80 mm. The actual length of the abscissa in the figures on the 
right-hand side is DA +LD +LR (see Table 1). The absolute values of the pressure is of no 
significance 
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Figure 6. Pressure distribution of the three lowest eigenmodes of the T cell for LR = 40 mm, 
LR = 20 mm and LR = 10 mm. For details consult the caption of Figure 5 
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along the symmetry axis of the absorption cylinder and the resonance cylinder for LR = 320 
mm , LR = 160 mm and LR = 80 mm. The actual length of the abscissa in the figures on the 
right-hand side is DA +LD +LR (see Table 1). The absolute values of the pressure is of no 
significance 
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Figure 6. Pressure distribution of the three lowest eigenmodes of the T cell for LR = 40 mm, 
LR = 20 mm and LR = 10 mm. For details consult the caption of Figure 5 
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Figure 7. Third mode of LR = 40 mm T cell (left) and of LR = 20 mm T cell (right). Depicted is 
|p|. For a proper interpretation consult Figure 6 

4.2 Quality factors and amplitudes 
To calculate quality factors for PA resonators requires the evaluation of the surface integrals 
(43) and (45). If one even wants to calculate PA signals, in addition the volume integral (37) 
has to be calculated. Fortunately, for pure modes of low order of cylinder cells the surface 
integrals can be calculated analytically. Therefore, cylinder cells again have been used as a 
test case. Very good agreement of numerical results and exact formula has been observed 
(Baumann et al., 2007). 
We performed the calculations of the quality factors for T cells of various lengths of the 
resonance cylinder filled with n-butane and compared the results to measurement. For the 
numerical modeling of sound waves the characteristic FE size is required to be smaller than 
h = 0.2c/f, where c is the speed of sound and f the frequency of the sound wave. In our case 
the largest frequency of relevance is 3500 Hz. When calculating amplitudes, not only the 
sound waves but also the heat generating laser beam has to be resolved in the finite element 
mesh. Here, element sizes of h = 0.05c/f result in a satisfactory numerical accuracy. Modes of 
order higher than eight have no considerable contribution to the simulation. Therefore, we 
truncated the sum (33) after the 8th term. 
We have extracted resonance frequencies, quality factors and amplitudes by fitting 
Lorentzian profiles 

  
(46)

 
to the experimental data. The quality factor is related to the half width (FWHM) of the 
resonance by . Two sets of data, together with the fit functions are exemplarily 
depicted in Figure 8. 
In Figure 9, values of the quality factors for resonance cylinders of length 1 cm to 14 cm are 
depicted. The obvious parallelism of the two curves demonstrates the suitability of the 
model for the description of sound propagation in photoacoustic measuring cells. For very 
short resonance cylinders only a deviation of the parallelism is observable. The fact, that 
experimental values are consistently smaller than FE values, is understandable because the 
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FE simulation does not include all effects that contribute to loss of the photoacoustic signal. 
For example, the microphone and its surrounding are not modeled in detail. The sharp 
edges and non-sound hard parts are not considered. Also, we did not model the gas inlet 
and gas outlet of the cell, which also add sharp edges. There might be impurities in the gas, 
that we do not have control of. Also, non negligible coupling of the sound wave with the gas 
container might occur. These and other origins of loss are not included in the FE model. 
Therefore, we expect higher loss, i. e. smaller quality factors, in the experiment than in the 
simulation. This is exactly what we observe. 
Furthermore, the amplitudes according to Equation (37) have been calculated. In order to 
evaluate the volume integral, we use the following description of the radiation intensity of 
the laser beam: 

  (47) 
We assume that the z-axis coincides with the symmetry axis of the absorption cylinder and 

 is the distance perpendicular to this axis (see Figure 10). w is the beam 
radius estimated to be 2 mm. The analytical calculation of the amplitudes according to 
Equation (37) with the Gaussian laser beam profile (47) is not even possible for the simple 
case of cylinder cells and numerical methods are necessary. 
Since we compare our FE results to the phase-sensitively amplified photoacoustic signals of 
T cells, absolute pressure values are not relevant. Therefore, the value of the product I0 can 
be used to rescale the numerical data. We performed a least square fit to adjust the 
parameter I0. Results are displayed in Figure 11. Numerical results and experimental 
results are in very good accordance. 
Once modes, quality factors and amplitudes are known, the PA signal can be calculated. 
Experimental and FE signals for a large variety of T cells are depicted in Figure 12. The good 
agreement is obvious. The experimental resonance amplitudes at low frequencies are 
smaller than the FE amplitudes. This could be attributed to the frequency characteristic of 
the microphone used for the measurements (Baumann et al., 2007). 

4.3 Laser beam location for a T cell 
The sensitivity of a photoacoustic sensor depends on a variety of influences. Possible system 
variables of a photoacoustic cell could be e. g. geometrical dimensions, shape parameters, 
the location of the laser beam, the location of the resonance cylinder and the number and 
locations of microphones. 
In the following investigations as a measure of the signal strength of the photoacoustic cell 
the absolute value of the pressure field p at the microphone position will be used, i. e. the 
signal , where  is the considered frequency range, can be calculated 
by a finite element analysis as described in Section 3. For the investigations described in this 
and in the following section the previously mentioned diminution has not been taken into 
account. 
Depending on how the laser beam is crossing the photoacoustic cell, different eigenmodes 
can be excited. The task is to find the beam position which leads to the strongest signal. 
The laser beam is assumed to be parallel to the z-axis (i. e. the axis of the absorption 
cylinder). For the investigation of the influence of the laser beam position the cross-sectional 
area has been covered by a regular grid (xi, yi) of evaluation points (see Figure 10 for the 



Recent Advances in Modelling and Simulation 

 

30 

 
Figure 7. Third mode of LR = 40 mm T cell (left) and of LR = 20 mm T cell (right). Depicted is 
|p|. For a proper interpretation consult Figure 6 

4.2 Quality factors and amplitudes 
To calculate quality factors for PA resonators requires the evaluation of the surface integrals 
(43) and (45). If one even wants to calculate PA signals, in addition the volume integral (37) 
has to be calculated. Fortunately, for pure modes of low order of cylinder cells the surface 
integrals can be calculated analytically. Therefore, cylinder cells again have been used as a 
test case. Very good agreement of numerical results and exact formula has been observed 
(Baumann et al., 2007). 
We performed the calculations of the quality factors for T cells of various lengths of the 
resonance cylinder filled with n-butane and compared the results to measurement. For the 
numerical modeling of sound waves the characteristic FE size is required to be smaller than 
h = 0.2c/f, where c is the speed of sound and f the frequency of the sound wave. In our case 
the largest frequency of relevance is 3500 Hz. When calculating amplitudes, not only the 
sound waves but also the heat generating laser beam has to be resolved in the finite element 
mesh. Here, element sizes of h = 0.05c/f result in a satisfactory numerical accuracy. Modes of 
order higher than eight have no considerable contribution to the simulation. Therefore, we 
truncated the sum (33) after the 8th term. 
We have extracted resonance frequencies, quality factors and amplitudes by fitting 
Lorentzian profiles 

  
(46)

 
to the experimental data. The quality factor is related to the half width (FWHM) of the 
resonance by . Two sets of data, together with the fit functions are exemplarily 
depicted in Figure 8. 
In Figure 9, values of the quality factors for resonance cylinders of length 1 cm to 14 cm are 
depicted. The obvious parallelism of the two curves demonstrates the suitability of the 
model for the description of sound propagation in photoacoustic measuring cells. For very 
short resonance cylinders only a deviation of the parallelism is observable. The fact, that 
experimental values are consistently smaller than FE values, is understandable because the 

Modeling and Numerical Investigation of Photoacoustic Resonators 

 

31 

FE simulation does not include all effects that contribute to loss of the photoacoustic signal. 
For example, the microphone and its surrounding are not modeled in detail. The sharp 
edges and non-sound hard parts are not considered. Also, we did not model the gas inlet 
and gas outlet of the cell, which also add sharp edges. There might be impurities in the gas, 
that we do not have control of. Also, non negligible coupling of the sound wave with the gas 
container might occur. These and other origins of loss are not included in the FE model. 
Therefore, we expect higher loss, i. e. smaller quality factors, in the experiment than in the 
simulation. This is exactly what we observe. 
Furthermore, the amplitudes according to Equation (37) have been calculated. In order to 
evaluate the volume integral, we use the following description of the radiation intensity of 
the laser beam: 

  (47) 
We assume that the z-axis coincides with the symmetry axis of the absorption cylinder and 

 is the distance perpendicular to this axis (see Figure 10). w is the beam 
radius estimated to be 2 mm. The analytical calculation of the amplitudes according to 
Equation (37) with the Gaussian laser beam profile (47) is not even possible for the simple 
case of cylinder cells and numerical methods are necessary. 
Since we compare our FE results to the phase-sensitively amplified photoacoustic signals of 
T cells, absolute pressure values are not relevant. Therefore, the value of the product I0 can 
be used to rescale the numerical data. We performed a least square fit to adjust the 
parameter I0. Results are displayed in Figure 11. Numerical results and experimental 
results are in very good accordance. 
Once modes, quality factors and amplitudes are known, the PA signal can be calculated. 
Experimental and FE signals for a large variety of T cells are depicted in Figure 12. The good 
agreement is obvious. The experimental resonance amplitudes at low frequencies are 
smaller than the FE amplitudes. This could be attributed to the frequency characteristic of 
the microphone used for the measurements (Baumann et al., 2007). 

4.3 Laser beam location for a T cell 
The sensitivity of a photoacoustic sensor depends on a variety of influences. Possible system 
variables of a photoacoustic cell could be e. g. geometrical dimensions, shape parameters, 
the location of the laser beam, the location of the resonance cylinder and the number and 
locations of microphones. 
In the following investigations as a measure of the signal strength of the photoacoustic cell 
the absolute value of the pressure field p at the microphone position will be used, i. e. the 
signal , where  is the considered frequency range, can be calculated 
by a finite element analysis as described in Section 3. For the investigations described in this 
and in the following section the previously mentioned diminution has not been taken into 
account. 
Depending on how the laser beam is crossing the photoacoustic cell, different eigenmodes 
can be excited. The task is to find the beam position which leads to the strongest signal. 
The laser beam is assumed to be parallel to the z-axis (i. e. the axis of the absorption 
cylinder). For the investigation of the influence of the laser beam position the cross-sectional 
area has been covered by a regular grid (xi, yi) of evaluation points (see Figure 10 for the 



Recent Advances in Modelling and Simulation 

 

32 

coordinate system of a T cell). The grid points have to fulfill the inequaltity 
 where  is a given limit for the radius. This constraint has 

been imposed to ensure a proper energy input into the system. 
 

 
 

 
Figure 8. Experimental response function (dashed line) and corresponding fit (solid line) for 
the LR = 4 cm (upper) and LR = 8 cm (lower) T cell 
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In Figure 13 the signal strength function F(x, y) is depicted for different lengths of the 
resonance cylinder. For LR = 1 cm and LR = 2 cm the signal function is not concave. In Figure 
14 the distribution of the dominant mode over the cross-sectional area of the absorption 
cylinder is shown. The open and filled circles represent different frequency values. It can be 
seen that the decrease of the signal strength function and its non-concavity is due to a 
frequency switch. 

 
Figure 9. Q-factors of T cell as a function of resonance cylinder length. The upper (solid) 
curve represents the numerical Q-factors, where the lower (dashed) curve shows the 
experimental values 

 
Figure 10. Coordinate system of T cell. In the following the use of ”top”, ”bottom”, 
”horizontal” etc. refers to this system 

The strongest influence of the laser beam position occurs for LR = 1 cm. For larger resonance 
cylinder lengths the function F tends to be uniform. In all cases the maximum value Fmax on 
the response surfaces can be located at the position (0, ymin) which suggests that a laser beam 
going through the lower part of the absorption cylinder results in the best signal. 
In Figure 15 the extremal values, Fmax and Fmin, of the response function and the value Fori 
for the coordinate system origin have been depicted for different resonance cylinder length. 



Recent Advances in Modelling and Simulation 

 

32 

coordinate system of a T cell). The grid points have to fulfill the inequaltity 
 where  is a given limit for the radius. This constraint has 

been imposed to ensure a proper energy input into the system. 
 

 
 

 
Figure 8. Experimental response function (dashed line) and corresponding fit (solid line) for 
the LR = 4 cm (upper) and LR = 8 cm (lower) T cell 

Modeling and Numerical Investigation of Photoacoustic Resonators 

 

33 

In Figure 13 the signal strength function F(x, y) is depicted for different lengths of the 
resonance cylinder. For LR = 1 cm and LR = 2 cm the signal function is not concave. In Figure 
14 the distribution of the dominant mode over the cross-sectional area of the absorption 
cylinder is shown. The open and filled circles represent different frequency values. It can be 
seen that the decrease of the signal strength function and its non-concavity is due to a 
frequency switch. 

 
Figure 9. Q-factors of T cell as a function of resonance cylinder length. The upper (solid) 
curve represents the numerical Q-factors, where the lower (dashed) curve shows the 
experimental values 

 
Figure 10. Coordinate system of T cell. In the following the use of ”top”, ”bottom”, 
”horizontal” etc. refers to this system 

The strongest influence of the laser beam position occurs for LR = 1 cm. For larger resonance 
cylinder lengths the function F tends to be uniform. In all cases the maximum value Fmax on 
the response surfaces can be located at the position (0, ymin) which suggests that a laser beam 
going through the lower part of the absorption cylinder results in the best signal. 
In Figure 15 the extremal values, Fmax and Fmin, of the response function and the value Fori 
for the coordinate system origin have been depicted for different resonance cylinder length. 



Recent Advances in Modelling and Simulation 

 

34 

The difference Fmax −Fmin can be interpreted as a measure for the influence of the laser 
position on the signal strength. Considering this difference the tendency of the function to 
become uniform with larger resonance cylinder lengths is clearly visible. For LR > 6 cm  
Fori Fmax and this indicates that a laser beam going through the central position (0, 0) could 
be sufficient to obtain approximately the maximal response value. 
The most important information of Figure 15 is the fact that a strong signal strength can be 
achieved with a small resonance cylinder length in the range of LR = 1 cm. The maximum for 
a resonance cylinder length of 1 cm is approximately the same as for LR = 16 cm (not shown 
in the figure). This offers the opportunity to build small and compact T cell sensors. But in 
this context it has to be taken into account that the sharp peak in the graph displays the 
sensitivity against length variations. 

 
Figure 11. Photoacoustic signal amplitudes of T cell as a function of resonance cylinder 
length. The solid curve represents the numerical amplitudes, where the dashed curve shows 
the experimental values. The numerical values have been fitted to the data by a one-
parameter least square fit for the scale factor 

4.4 Resonance cylinder location 
For the investigation in this section the laser beam has been held fixed, going in z-direction 
through the center of the absorption cylinder. 
Starting from a T cell configuration with a resonance cylinder on top of the absorption 
cylinder the resonance cylinder has been shifted step by step in the negative y-direction. The 
shift has been performed in such a way that the total length LR of the resonance cylinder has 
been split up in two parts located at the top and at the bottom of the absorption cylinder. A 
shift value of ys = LR/2 refers to the symmetrical situation, i. e., the so called X cell, and ys = 
LR is a T cell with resonance cylinder at the bottom of the absorption cylinder. The 
microphone is mounted on top of the upper part of the two resonance cylinders; in case of ys 
= LR that means on the surface of the absorption cylinder (it is worth mentioning, that this 
design is not equivalent to the original T cell design). The results of these investigations can 
be seen in Figure 16 (left). For all inspected parameter values LR  the T cell with resonance 
cylinder on top of the absorption cylinder (ys = 0) gives the strongest signal. 
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Figure 12. Experimental (upper) vs. finite element (lower) response function for various T 
cells. From right to left the peaks correspond to the LR = 1, 1, 2, 4, 6, 8, 10, 12, 14, 18, 20, 24, 32, 
44 cm T cell 

A closer examination of Figure 16 (left) leads to a suggestion with respect to the design of 
the photoacoustic sensor. If two microphones will be used, one located at the top of the 
upper, the second at the bottom of the lower resonance cylinder part, the two signals could 
be combined. A possible difference of phase could be compensated electronically so that the 
in-phase signals are considered only. Figure 16 (right) shows an estimation of this effect. The 
signal strength function values F(s) of Figure 16 (left), where s = ys /LR is the normalized 
shift, are processed according to F(s) + F(1 − s) to simulate the presence of two microphones. 
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The positions of the maxima in Figure 16 (right) show that the strongest signal can be 
achieved with asymmetrical cell types. 
 
 

 
 LR = 1 cm LR = 2 cm 

 

 
 LR = 4 cm LR = 8 cm 

Figure 13. Signal strength function of T cells with different resonance cylinder length LR for 
the laser beam position problem 

5. Conclusion 
We have performed the complete modeling of photoacoustic signal generation and 
detection using the finite element method. The model allows the calculation of 
photoacoustic response functions for any given cell geometry. Experimental and numerical 
results were found to be in good agreement. 
Furthermore the influence of certain design parameters on the signal has been investigated 
numerically. With respect to T cells the exploration shows that the laser position may have a 
strong effect depending on the length of the resonance cylinder. For short resonance 
cylinders strong signals can be achieved provided the laser beam is no longer centrally 
aligned. Additionally, it could be shown, that it might be useful to build asymmetrical 
photoacoustic cells with two microphones at the ends of the resonance cylinders. 
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 LR = 1 cm LR = 2 cm 

Figure 14. Distribution of dominating mode over the cross-sectional area of the absorption 
cylinder for the laser beam position problem for T cells with different resonance cylinder 
length LR. The open and filled circles represent different frequency values for each length LR 

 

 

 

 

 

 

 
Figure 15. Comparison of extreme values of the signal strength function for a T cell with 
different resonance cylinder length LR 
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Figure 16. Signal strength function values for unconventionell cell shapes between T cell and 
X cell (left). Simulated signal of two combined microphones (right). The abszissa is s = ys/LR .   
s = 0 refers to a T cell with a resonance cylinder on top, s = 1 to a cell with a single resonance 
cylinder at the bottom of the absorption cylinder 

6. References 
Baumann, B., Kost, B., Groninga, H. G. & Wolff, M. (2006) Eigenmode analysis of 

photoacoustic sensors via finite element method, Review of Scientific Instruments, 77, 
044901. 

Baumann, B., Wolff, M., Kost, B. & Groninga, H. G. (2007) Finite Element Calculation of 
Photoacoustic Signals, Applied Optics, Vol. 46, No. 7, 1120-1125. 

Bell, A. G. (1880) On the Production and Reproduction of Sound by Light, Am. J. Science 20, 
305-309. 

Haken, H. & Wolf, H. C. (1993) Molecular Physics and Quantum Chemistry, Springer- Verlag, 
Berlin. 

Hess, ed. (1989) Photoacoustic, Photothermal and Photochemical Processes in Gases, Springer-
Verlag, Berlin. 

Kreuzer, L. B. (1977) The Physics of Signal Generation and Detection, in: Pao, Y.-H., ed., 
Optoacoustic Spectroscopy and Detection, Academic Press, New York, 1-25. 

Miklós, A., Hess, P. & Bozóki, Z. (2001) Application of acoustic resonators in photoacoustic 
trace gas analysis and metrology, Rev. Sci. Instr., Vol. 2, No. 4, 1937-1955. 

Morse, P. M. & Ingard, K. U. (1968) Theoretical Acoustics, McGraw-Hill, New York. 
Röntgen, W. C. (1881) Versuche über die Absorption von Strahlen durch Gase; nach einer 

neuen Methode ausgeführt, XX. Bericht der Oberhessischen Gesellschaft für Natur- und 
Heilkunde, 52-58. 

Temkin, S. (1981) Elements of Acoustics, JohnWiley & Sons, New York. 
VDI-Wärmeatlas (2002) 9. Auflage, Springer Verlag, Berlin. 
Wolff, M., Groninga, H. G., Baumann, B., Kost, B. & Harde, H. (2005) Resonance 

Investigations using PAS and FEM, Acta Acustica, Vol. 91, Suppl. 1, 99. 
Zharov, V. P. & Letokhov, V. S. (1986) Laser Optoacoustic Spectroscopy, Springer Ser. Opt. Sci. 

37, Springer Verlag, Berlin. 

3 

Multi-Agent Systems for the Simulation of Land 
Use Change and Policy Interventions 

Pepijn Schreinemachers and Thomas Berger 
Universität Hohenheim 

Germany 

1. Introduction 
Multi-Agent Systems (MAS) are increasingly used as simulation tools to disentangle and 
explore the complex relationships between environmental change, human actions, and 
policy interventions. The strength of these models lies in their ability to combine spatial 
modelling techniques, such as cellular automata or geographical information systems (GIS), 
with biophysical and socioeconomic models at a fine resolution (Parker et al. 2003). MAS are 
flexible in their representation of human decisions concerning natural resources and 
therefore appeal to scholars from diverse backgrounds, such as sociology, geography, and 
economics. 
The behaviour of individual actors can be modelled one-to-one with computational agents 
which allows for direct observation and interpretation of simulation results. Large part of 
their fascination—especially to scholars who are otherwise sceptical of any attempt to 
quantify and model human behaviour—rests on this intuitive and potentially interactive 
feature. Scholars have combined MAS with role-playing games in which a group of resource 
users, typically farmers using some common-pool resource, specify the decision rules of 
computational agents and study how these rules affect people’s well-being and their natural 
resources (Bousquet et al. 2001; Becu et al. 2003; D'Aquino et al. 2003). 
In this chapter we reflect on the use of multi-agent models for the ex-ante assessment of 
policy interventions on land use dynamics with emphasis on developing country 
agriculture. Field experiments can be costly and time-consuming or might be infeasible 
when it involves social experimentation; for example, assessing the impact of new policies in 
the area of water privatization, a control group might have to be deprived of public services. 
Simulation models can be useful under such circumstances. For instance, plant breeders and 
agronomists can use simulation models to study the effect of water shortages on crop yields 
instead of measuring it in the field.  
Understanding the dynamics of coupled human-environmental systems is, however, more 
complicated than non-coupled systems due to nonlinearities and emergent behaviour. 
Scientific disciplines usually focus on isolated aspects of the system, such as hydrology, 
crops, or farm households but even if knowledge on all parts of the system were available, 
these pieces of knowledge could not simply be aggregated to predict the overall system 
behaviour. MAS can be one approach to combine various disciplinary models; by allowing 
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1. Introduction 
Multi-Agent Systems (MAS) are increasingly used as simulation tools to disentangle and 
explore the complex relationships between environmental change, human actions, and 
policy interventions. The strength of these models lies in their ability to combine spatial 
modelling techniques, such as cellular automata or geographical information systems (GIS), 
with biophysical and socioeconomic models at a fine resolution (Parker et al. 2003). MAS are 
flexible in their representation of human decisions concerning natural resources and 
therefore appeal to scholars from diverse backgrounds, such as sociology, geography, and 
economics. 
The behaviour of individual actors can be modelled one-to-one with computational agents 
which allows for direct observation and interpretation of simulation results. Large part of 
their fascination—especially to scholars who are otherwise sceptical of any attempt to 
quantify and model human behaviour—rests on this intuitive and potentially interactive 
feature. Scholars have combined MAS with role-playing games in which a group of resource 
users, typically farmers using some common-pool resource, specify the decision rules of 
computational agents and study how these rules affect people’s well-being and their natural 
resources (Bousquet et al. 2001; Becu et al. 2003; D'Aquino et al. 2003). 
In this chapter we reflect on the use of multi-agent models for the ex-ante assessment of 
policy interventions on land use dynamics with emphasis on developing country 
agriculture. Field experiments can be costly and time-consuming or might be infeasible 
when it involves social experimentation; for example, assessing the impact of new policies in 
the area of water privatization, a control group might have to be deprived of public services. 
Simulation models can be useful under such circumstances. For instance, plant breeders and 
agronomists can use simulation models to study the effect of water shortages on crop yields 
instead of measuring it in the field.  
Understanding the dynamics of coupled human-environmental systems is, however, more 
complicated than non-coupled systems due to nonlinearities and emergent behaviour. 
Scientific disciplines usually focus on isolated aspects of the system, such as hydrology, 
crops, or farm households but even if knowledge on all parts of the system were available, 
these pieces of knowledge could not simply be aggregated to predict the overall system 
behaviour. MAS can be one approach to combine various disciplinary models; by allowing 
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interactions between components as well as between elements within each component such 
model can reproduce nonlinear patterns and emergent behaviour. 
At Hohenheim University, we have developed a software package called MP-MAS for 
empirical applications to study sites in Thailand, Uganda, Chile and Ghana (Berger 2001; 
Berger et al. 2006; Berger et al. 2007b; Schreinemachers et al. 2007). MP-MAS distinguishes 
itself clearly from most other agent-based land use models in its use of a constrained 
optimisation routine, based on mathematical programming (MP), for simulating agent 
decision-making. Section 2 discusses options for representing human behaviour in MAS and 
explains the rationale for choosing MP as the core decision-making routine of agents. 
Section 3 describes the implementation of MP-MAS and its various features. Section 4 
outlines how we parameterise our software with empirical data and section 5 explains the 
procedures for model validation. Section 6 presents results from a case study in Uganda and 
section 7 concludes. 

2. Modelling human behaviour with computational agents 
Agent-based models of land use and land cover change couple a cellular component that 
represents a landscape with an agent-based component that represents human decision-
making (Parker et al. 2002). MAS have been applied in a wide range of settings, for 
overviews see Janssen (2002) and Parker et al. (2003), yet have in common that model agents 
are autonomous decision-makers who interact and communicate and make decisions that 
can alter the environment. Most MAS applications have been implemented with software 
packages such as Cormas, NetLogo, RePast, and Swarm (Railsback et al. 2006). The 
philosophy of agent-based modelling has always been to replicate the complexity of human 
behaviour with relatively simple rules of action and interaction. In the following we discuss 
options for implementing the decision making of agents in MAS applied to land use 
simulation. 

2.1 Agent behaviour based on heuristics 
Agent decision-making in most land-use MAS has been represented as behavioural 
heuristics, also called condition-action rules, stimulus-response rules, or if-then rules. One 
simple example would be a rule that agents must grow maize to meet their subsistence 
needs, but if subsistence needs are met then agents grow coffee on the remaining plots. The 
use of heuristics can be justified from the concept of bounded rationality, which refers to the 
limited cognitive capabilities of humans in making decisions. Herbert Simon described 
bounded rationality as a search process guided by rational principles, what he called 
satisficing—a word created by blending satisfying with sufficing (Gigerenzer and Goldstein 
1996). Satisficing is a decision-process that goes on until an aspiration level is reached 
(Selten 2001). This process not only holds for the decision to grow maize but also for the 
selection of maize varieties.  Before planting, the farmer does not endlessly shop around to 
find the optimum variety for his soils (with the optimum being some weighted calculation 
of all relevant criteria: yield, maturity, disease resistance, tolerance, fodder quality, etc.). 
Instead he is much more likely to go to the usual farm shop and buy the same seed as last 
year or, if perhaps not so satisfied with last year’s crop, to try a different variety 
recommended by a peer or the shopkeeper. 
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Behavioural heuristics have been implemented in most land-use MAS with fairly simple 
decision trees. For instance, Jager et al. (2000) in a theoretical application used six decision 
nodes, Becu et al. (2003) in an empirical application to Thailand used 13 nodes, and Castella et 
al. (2005) used 24 nodes with these last two applications also employing continuous feedback 
loops. The use of decision trees, and heuristics in general, is intuitive as agent behaviour is 
straightforward to follow from the tree’s structure. Because they are transparent, they are easy 
to validate by farmers or experts. Constructing a decision tree is, however, not 
straightforward. The researcher needs to identify not only the most important decisions, but 
also in the correct sequence and appropriate values at which the tree branches (e.g. saturation 
levels). Decision trees can be parameterised using sociological research methods (Huigen 
2004), data-mining techniques applied to survey data (Ekasingh et al. 2005), participatory 
modelling and role-playing games (Barreteau et al. 2001; Becu et al. 2003), laboratory 
experiments (Deadman 1999), group discussions (Castella et al. 2005), or expert opinion. 

2.2 Agent behaviour based on optimisation 
Several studies justified the use of heuristics on the grounds that the economic model of 
utility maximisation is unrealistic or that empirical evidence has shown that people use 
simple heuristics to make decisions (Parker et al. 2003). Optimising agents would be 
cognitive supermen able to process large amounts of information on all feasible alternatives 
and always select the best one. For this ability, optimising behaviour is frequently criticised 
(and occasionally ridiculed) as unrealistic and not describing the way real people think (e.g. 
Todd & Gigerenzer 2000).  
Agricultural economists will agree that farm households in developing countries do not 
perform complex algebra to make optimal decisions. Applied models of farm household 
decision-making in developing countries are also much different from textbook examples of 
pure profit maximisation and regularly include risk and uncertainty, limited information, 
and non-profit goals. Yet the assumption of optimal decision-making clears the way to focus 
on the hypothesised sources of inefficiency: lack of physical infrastructure, failing 
institutions, market imperfections, and limited information flows, all of which have clear 
policy relevance. This points us to a key difference between the heuristics and optimisation 
approach in that the latter seeks to identify inefficiencies not in the limited cognitive 
capacity of the human mind but in structural factors external to the decision-maker, which 
may be addressed through policy intervention. 
In land-use simulation, optimising agents have been implemented in MAS using a variety of 
optimisation techniques. For instance, Balmann (1997), Berger (2001), and Happe (2006) used 
mathematical programming while Manson (2005) used genetic programming to optimise 
agent land-use decisions. Neural networks could also be used to optimise land-use decisions 
but we are unaware of any such empirical application. Different form the heuristic approach, 
MP requires the explicit specification of an objective function. In applications to farm 
households in developing countries, objectives of agents usually include cash income, food, 
and leisure time, which can be either specified in monetary units or in terms of utility. It is 
noted that heuristic approaches commonly use the same objectives (Deadman et al. 2004).  

2.3 Synthesis 
As argued above, MAS have traditionally been multi-disciplinary approaches in which a 
large variety of theories and methods co-exist. This also holds for the representation of agent 
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needs, but if subsistence needs are met then agents grow coffee on the remaining plots. The 
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bounded rationality as a search process guided by rational principles, what he called 
satisficing—a word created by blending satisfying with sufficing (Gigerenzer and Goldstein 
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decision-making in these models. There is no superior decision-model as the choice of 
decision model depends as much on the research question as on the taste and scientific 
background of the researcher. Table 1 synthesises the main points of discussion.  

 Criterion Heuristic agents Optimising agents 
1 Focus Decision process as much as 

decision outcomes 
Decision outcomes 

2 Sources of 
inefficiency 

Internal: the limited cognitive 
capacity of the mind 

External: imperfect markets, 
physical infrastructure, etc. 

3 Strengths Simulating broad categories of 
land use (e.g. pasture, fallow, 
crops) 

Representing heterogeneity 
through detailed crop and input 
choices 
Can capture economic trade-offs 

  Inclusion of multiple 
stakeholders, each with their 
own heuristics 

Flexible as agents are object-
oriented (rather than decision-
oriented) 

  Validation through stakeholder 
interaction 

Providing quantitative policy 
support 

4 Data needs High for well-designed and 
detailed heuristics 

High for well-designed and 
detailed optimisation models 

5 Calibration Relatively quick and easy Time consuming, especially for 
detailed models 

6 Data source Laboratory experiments, role-
playing games, expert opinion 

Surveys, crop-yield experiments, 
expert opinion 

Table 1. Comparison of approaches 

The heuristic approach works especially well in abstract and experimental applications or in 
empirical applications where the objective is not to quantify change but, for instance, to 
support collective decision-making processes (e.g. D’Aquino et al. 2003). In group 
discussions it is much easier to present a decision tree than to explain an MP model. If the 
objective is to quantitatively support policy intervention and to get detailed knowledge 
about the agricultural land-use systems then an MP model including detailed production 
and consumption functions is perhaps the more suitable method.  
One advantage of MAS is the flexibility to combine and integrate different decision models. 
The use of one type of agent decision-making does certainly not exclude the use of other 
types as some heuristic models can easily be formulated in terms of an MP model and vice 
versa (Schreinemachers and Berger 2006). When using an optimisation approach, heuristics 
can additionally be used to capture many other aspects of household decision-making. 
These heuristics can either be directly included in the MP model or implemented in the 
source code. In Schreinemachers and Berger (2006) we defined four categories of heuristics: 
• Behavioural heuristics directly related to production and consumption decisions of farm 

households: For instance, crop rotation requirements or the observation that vegetables 
are only grown close to the farmstead. These rules should be included as constraints in 
the MP model as they constrain production decisions. 

• Behavioural heuristics indirectly related to production and consumption decisions: For 
instance, Berger (2001) in a MP-based application to Chile included a rule that if the 
income of an agent is below the opportunity cost of labour then the agent migrates out 
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of the region. Such rules should be implemented outside the MP in the MAS source 
code because they do not constrain production decisions but are an evaluation of 
decision outcomes. 

• Behavioural heuristics of agent interaction: For instance, the communication of information 
among agents. These rules should be implemented outside the MP as they go beyond 
the decisions of an individual agent. 

• Behavioural heuristics related to exceptional circumstances: For instance, how to re-allocate 
the land if an agent’s last household member deceases, and what to do if the household 
agent does not produce enough food and income to sustain itself? In the case where no 
household members are left, the rule should be implemented outside the MP as the 
agent seizes to exist. Yet, when the agent does not immediately seize to exist, as is the 
case when income is not enough for subsistence, the rule is best handled inside the MP. 

3. Description of MP-MAS 
3.1 Component-based architecture 
The modelling approach we developed for land use simulation is called MP-MAS, which 
stands for mathematical programming based MAS. It builds on previous work by Berger 
(2001); a freeware version and manual are available for download at http://www.uni-
hohenheim.de/mas/software. MP-MAS has a component-based architecture with its source 
code written in C++. Depending on the needs of a particular application, existing 
components can be included or excluded while new components can be developed and 
plugged into the model. Input data for each component are organized in separate Microsoft 
Excel workbooks, which are converted into plain text ASCII files at the start of the model 
run. The following sections are largely based on Schreinemachers et al. (2007) and describe 
the application of MP-MAS to a case study in Uganda, in which we simulated the 
introduction of new maize varieties and policy programs to address soil degradation and 
rural poverty. For an application of MP-MAS to water management we refer to Berger et al. 
(2007a). 
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Figure 1. Components of the MP-MAS as applied to Uganda  



Recent Advances in Modelling and Simulation 

 

42 

decision-making in these models. There is no superior decision-model as the choice of 
decision model depends as much on the research question as on the taste and scientific 
background of the researcher. Table 1 synthesises the main points of discussion.  

 Criterion Heuristic agents Optimising agents 
1 Focus Decision process as much as 

decision outcomes 
Decision outcomes 

2 Sources of 
inefficiency 

Internal: the limited cognitive 
capacity of the mind 

External: imperfect markets, 
physical infrastructure, etc. 

3 Strengths Simulating broad categories of 
land use (e.g. pasture, fallow, 
crops) 

Representing heterogeneity 
through detailed crop and input 
choices 
Can capture economic trade-offs 

  Inclusion of multiple 
stakeholders, each with their 
own heuristics 

Flexible as agents are object-
oriented (rather than decision-
oriented) 

  Validation through stakeholder 
interaction 

Providing quantitative policy 
support 

4 Data needs High for well-designed and 
detailed heuristics 

High for well-designed and 
detailed optimisation models 

5 Calibration Relatively quick and easy Time consuming, especially for 
detailed models 

6 Data source Laboratory experiments, role-
playing games, expert opinion 

Surveys, crop-yield experiments, 
expert opinion 

Table 1. Comparison of approaches 

The heuristic approach works especially well in abstract and experimental applications or in 
empirical applications where the objective is not to quantify change but, for instance, to 
support collective decision-making processes (e.g. D’Aquino et al. 2003). In group 
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source code. In Schreinemachers and Berger (2006) we defined four categories of heuristics: 
• Behavioural heuristics directly related to production and consumption decisions of farm 
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of the region. Such rules should be implemented outside the MP in the MAS source 
code because they do not constrain production decisions but are an evaluation of 
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Figure 1 shows the model design with each box representing a separate component. Three 
groups of components can be distinguished. At the nucleus of the model is the bio-economic 
component that simulates the decision-making process, crop yields, and soil fertility 
changes. A group of four components define the initial conditions for each agent, such as the 
location of plots, the fertility of the soil, the composition of the households, and parameter 
values that initiate the model. Another group of five components define the dynamics, 
including animal and tree growth, technology diffusion, demography, and price changes.  

3.2 The agent-based decision model 
The agent component consists of an economic model, which uses recursive MP models to 
simulate the decision-making of real-world farm households. It builds on a long tradition of 
whole farm programming models in agricultural economics (Hazell and Norton 1986; Dillon 
and Hardaker 1993). Any MP model has three parts. The first part is an explicit specification 
of all possible decisions related to agriculture (also called activities or decision variables); 
these include growing crops, raising livestock, and selling, consuming, and purchasing 
agricultural products. The second part is a utility function that specifies how much each 
activity contributes to the attainment of the decision-makers’ objectives; in the model here 
these objectives include household net cash income – i.e., the farm cash surplus plus other 
household receipts, household consumption of food produced on the farm, and the expected 
future farm cash surplus and home consumption from investments. The third part is a set of 
equations that link the decision variables and constrain them to only feasible solutions; for 
instance, they ensure that an agent does not cultivate more land than it actually has 
available.  
Agent decision-making is simulated by a computerised search for a combination of activities 
that yield the greatest objective value while not violating any constraints. The non-linear 
response of crop yields to different combinations of inputs was captured using a piecewise 
linear segmentation. The model includes 11 crops and 7 intercrop combinations; each crop 
was segmented into various activities by specifying different combinations of land quality, 
management, and fertilizers. The full matrix has 2350 activities and 556 constraints. For 
more details about the model equations and parameters the reader is referred to 
Schreinemachers (2006). 
Two novelties about the MP model are worth mentioning. First, the consumption part 
includes a detailed budgeting system that allocates the income from farm and non-farm 
activities to savings, non-food expenditures (using a modified Working-Leser model), and 
eight categories of food products (using a Linear Approximation of the Almost Ideal 
Demand System (LA/AIDS)). By converting the expenditures on each food category into 
energy units, it gives an estimate of (consumption) poverty. A second innovation is a three 
stage decision model that separates the decisions to invest, to produce, and to consume 
while capturing the interdependencies between each stage; this is described in 
Schreinemachers & Berger (2006). 
Figure 2 conceptualizes the annual sequence of farm household decision-making as three 
horizontally ordered rectangles (this sequence is repeated for all agents over the simulation 
horizon, here: 15 years). An MP model is solved for each agent at each stage. Investment and 
production decisions are based on expected yields and expected prices. The biophysical 
model, simulating crop yields, intersects the decision sequence after input decisions have 
been made in the production stage. Expected yields and expected prices are then replaced 
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by simulated actual yields and actual prices after which the obtained income is allocated to 
consumption and savings in the consumption stage. This figure also shows the 
interdisciplinary nature of the MAS model, as impact indicators (nutrient stocks and food 
consumption) are incorporated into the model’s kernel where they interact through the crop 
yield equation. 

1. Investment 
decisions

3. Soil 
dynamics

1. Initial soil 
properties

2. Yield 
estimation

2. Production 
decisions

3. Consumption 
decisions

Updating

Updating

 
Figure 2. Dynamics and interaction of soil processes and farm decision-making 

3.3 Soil fertility dynamics and crop yield 
Following the vertically ordered ovals in Figure 2, crop-soil processes are modelled as a 
continuous sequence of three stages: 
• The computation of yield limiting factors based on soil properties (at the start of the 

period) and applied levels of variable inputs (fertilizer and labour). 
• The computation of crop and residue yields. 
• The updating of soil properties based on the harvested amounts of crop yields and 

residues and natural processes such as erosion, deposition, leaching, and 
decomposition. 

These three phases were modelled using an extended version of the Tropical Soil 
Productivity Calculator TSPC (Aune and Lal 1995, 1997; Aune and Massawe 1998). The 
TSPC was specifically designed for tropical soils and includes nitrogen, phosphorus, 
potassium, soil organic carbon, and acidity (pH) as determinants of crop yield. Following 
Figure 2, initial soil properties together with farm management decisions determine crop 
yields. The TSPC simulates crop yields based on empirical crop yield functions that 
resemble a Mitscherlich-type of crop yield response as factors are assumed complementary 
and yields plateau if a factor is in limited supply. This non-linear crop yield equation 
computes the yield of crop i at plot k and at time t as: 

 iijiktpHiktSOCiktKAViktPAViktNAViktLABiikt g*h*F*F*F*F*F*F*pY =  (1) 
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Figure 1 shows the model design with each box representing a separate component. Three 
groups of components can be distinguished. At the nucleus of the model is the bio-economic 
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including animal and tree growth, technology diffusion, demography, and price changes.  
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model, simulating crop yields, intersects the decision sequence after input decisions have 
been made in the production stage. Expected yields and expected prices are then replaced 
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by simulated actual yields and actual prices after which the obtained income is allocated to 
consumption and savings in the consumption stage. This figure also shows the 
interdisciplinary nature of the MAS model, as impact indicators (nutrient stocks and food 
consumption) are incorporated into the model’s kernel where they interact through the crop 
yield equation. 
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Figure 2. Dynamics and interaction of soil processes and farm decision-making 

3.3 Soil fertility dynamics and crop yield 
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Figure 2, initial soil properties together with farm management decisions determine crop 
yields. The TSPC simulates crop yields based on empirical crop yield functions that 
resemble a Mitscherlich-type of crop yield response as factors are assumed complementary 
and yields plateau if a factor is in limited supply. This non-linear crop yield equation 
computes the yield of crop i at plot k and at time t as: 
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 with Yikt denoting yield (kg/ha/season) and pi the yield potential of crop i, the subsequent 
six variables are reduction factors for management (FLAB), available nitrogen in the soil 
(FNAV), available phosphorus (FPAV), available potassium (FKAV), soil organic carbon (FSOC), 
and acidity (FpH). The factor hij adjusts the yield of crop i if intercropped with a crop j. 
Finally, gj is an adjustment factor that fits the equation to an observed level of yield. All 
reduction factors were specified as logarithmic functions while soil organic carbon was 
taken as a quadratic function. Factors were scaled from 0 to 1; the closer to zero, the stronger 
it constrains yields and the lower the efficiency of all other factors. Factors with a value of 
one do not limit crop yield. The crop reduction factors can be obtained by analysing 
fertilizer experiments and corresponding soil data. 

3.4 Agent interactions 
Various types of agent interactions can be captured in MP-MAS, ranging from exchange of 
water and land rights on local markets, upstream and downstream use of irrigation water, 
to diffusion of innovations. In the present application, technology diffusion was 
implemented as a behavioural heuristic of agent interaction and based on individual 
network-thresholds as described in Berger (2001). An individual network threshold is the 
proportion of peers in a network who must have adopted before the individual will 
consider adoption. An agent with a low threshold value is risk-taking, while an agent with a 
threshold value closer to unity is risk-averse as it needs much information before it will 
consider adopting. The advantage of using this approach is that network-thresholds can be 
estimated from empirical data. 
The diffusion of innovations can then be simulated as a two stage procedure as shown in 
Figure 3. In the first stage, the agent compares the adoption level in the network with its 
own threshold; if the first exceeds the second then the innovation becomes accessible to the 
agent and enters the MP model, which by solving simulates the adoption decision. The 
innovation is adopted if it is selected among the decision variables, which increases the 
aggregate adoption level in the network, making the innovation accessible for agents with 
higher threshold values in the following periods of the simulation. 

 
Figure 3. Decision tree for technology adoption 
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4. Empirical parameterization 
When generating empirically based MAS, every computational agent must represent a 
single real-world farm household. Our method for this was previously described in Berger 
and Schreinemachers (2006) and this section is largely based on this.  
To increase the quality and detail of empirical data, random samples are typically preferred 
to population censuses or censuses of agriculture (Carletto 1999). In the Uganda study, data 
were collected for about 17 percent of the 520 farm households in the study area by means of 
a random sample survey. The challenge was to extrapolate the sample population to 
parameterise the remaining 83 percent of the agents that have no corresponding farm 
household in the survey. The most obvious strategy would be to multiply every farm 
households in the sample by a factor six. Average values in such agent population would 
exactly equal those of the sample survey. This copy-and-paste procedure, however, is 
unsatisfactory for the several reasons: 
First, it reduces the variability in the population. A sampling fraction of 17 percent gives six 
identical agents, or clones, in the agent population. This might affect the simulated system 
dynamics, as these agents are likely to behave analogously. It becomes difficult then to 
interpret, for instance, a structural break in simulation outcomes: is the structural break 
endogenous, caused by agents breaking with their path dependency, or is the break simply 
a computational artefact resulting from the fact that many agents are the same? This setback 
becomes the more serious the smaller the sampling fraction is, because a higher share of the 
agents is identical. 
Second, the random sample contains a sampling error of unknown magnitude, which is also 
multiplied in the procedure. When using the copy-and-paste procedure, only a single agent 
population can be created, while for sensitivity analyses a multitude of alternative agent 
populations is needed. For these reasons, the procedure for generating agent populations is 
automated using a Monte Carlo approach, to generate a whole collection of possible agent 
populations.  

4.1 Monte Carlo approach 
Monte Carlo studies are generally used to test the properties of estimates based on small 
samples. It is thus well suited to this study, where data about a relatively small sample of 
farm households is available but the interest goes into the properties of an entire population. 
The first stage in a Monte Carlo study is modelling the data generating process, and the 
second stage is the creation of artificial sets of data.  
The methodology applied here is based on empirical cumulative distribution functions. 
Figure 4 illustrates such a function for the distribution of goats over farm households. The 
figure shows that 35 percent of the farm households in the sample have no goats; the 
following 8 percent has one goat, etc. This function can be used to randomly distribute goats 
over agents, as well as all other resources in an agent population. For this, a random integer 
between 0 and 100 is drawn for each agent and the number of goats is then read from the y-
axis. Repeating this procedure many times recreates the depicted empirical distribution 
function. By varying the random seed number, the procedure yields a different agent 
population each time. 
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function. By varying the random seed number, the procedure yields a different agent 
population each time. 



Recent Advances in Modelling and Simulation 

 

48 

0

5

10

15

20

25

G
o
a
ts

 [
n
u
m

b
e
r]

0 20 40 60 80 100

Farm households [cum. %]

 
Figure 4. Empirical cumulative distribution of goats over all households in the sample 

This straightforward procedure can allocate all resources to the agents; but each resource 
will then be allocated independently, excluding the event of possible correlations between 
different resources. In reality resource endowments typically correlate; for example, larger 
households have more livestock and more land. To include these correlations in the agent 
populations, first the resource that most strongly correlates with all other resources is 
identified and used to divide the survey population into a number of clusters. Empirical 
cumulative distribution functions are then calculated for each cluster of sample 
observations. 
In the Uganda study, the sample was divided into clusters defined by household size 
because this was the variable most strongly correlated with all other variables. Cluster 
analysis can also be used for this purpose if several variables show strong correlations, but 
clusters produced this way are more difficult to interpret, especially when many variables 
are used. Nine clusters were chosen, as this number captures most of the different 
household sizes and allocates at least five observations to each cluster. Each agent was then 
allocated quantities of up to 80 different resources in the Monte Carlo procedure. These 
resources included 68 different categories of household members (34 age groups of two 
sexes), 4 livestock types (she-goats, billy goats, cows and young bulls), area under coffee 
plantation, female head of household, liquidity, ratio of equity and debt capital, plus 
innovativeness. Agents were generated sequentially, that is, agent No.1 first draws 80 
random numbers in 80 different cumulative distribution functions before agent No. 2 does 
the same.  
As most resources only come in discrete units, a piecewise linear segmentation was used to 
implement the distribution functions. Five segments were chosen as this captured most 
resource levels; more segments would be needed if the number of resource levels per cluster 
is larger than five or if many resources have continuous distribution functions. 
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4.2 Checks for statistical consistency 
In order to get both statistically consistent and realistic agents, the generated agent 
populations were submitted to three tests at various levels of aggregation:  
• Checks for inconsistencies at the population level: The average resource endowments of the 

agent population have to lie within the confidence intervals of each estimated sample 
mean. If not, the agent population generated from this seed value is rejected, and the 
agent random assignment is repeated with a new seed. 

• Checks for inconsistencies at the cluster level: The generated average resource endowments 
have to lie within the confidence interval of the estimated sample mean, and the 
correlation matrix of the agent population has to reflect the correlation matrix of the 
sample population. Otherwise the agent population is rejected. 

• Checks for inconsistencies at the agent-level: An agent with 20 household members is very 
unlikely to have only one plot of land. Yet, because of the randomness of the resource 
allocation, unrealistic settings can occur in the agent population. By defining a lower 
and/or upper bound for some critical combinations, this problem can be overcome. If a 
resource combination lies outside such bound the generated agent is rejected, and the 
random assignment of this particular resource combination is repeated. Two sets of 
bounds are included. The first set defines minimum land requirements for livestock and 
the second set defines demographic rules to ensure realistic family compositions.  

The Monte Carlo approach outlined here works well if correlations among agent 
characteristics are not too tight. If individual agents, clusters of agents or entire agent 
populations are continuously being rejected on one of the above three criteria, then the 
cluster-specific distribution functions have to be fine-tuned. By skewing the distribution 
functions towards otherwise under-represented combinations of agent characteristics—as 
was necessary in on-going research in Chile—the random assignment may then still yield 
statistically consistent agent populations. 

5. Model Validation 
McCarl & Apland (1986) separated model validation into ‘validation by construct’ and 
‘validation by results’. The first type of validation we have sought to tackle by building the 
MAS model on well-established theories in economics and agro-ecology and by including 
model components, such as production functions and expenditure models, which are little 
disputed. The validation of the results was accomplished in three steps. First, 
econometrically estimated functions were validated using standard statistical methods 
(signs of the parameters, significance, and predictive power of the model). Second, separate 
components (expenditure model, production functions, crop-soil model, agent populations) 
were validated by comparing observed values with predicted values. Third, the MP-MAS 
model – combining all the separate components – was validated by comparing observed 
values with predicted values from running the baseline scenario.  
This baseline scenario was defined as the simulation run that reflects the present situation 
and the present sources of change. The baseline assumes that current trends in demography, 
soil processes, and the diffusion of innovations will continue and that there are no new 
external interventions. This third step in the validation procedure was performed for the 
main indicators in the model: soil nutrient balances, crop production, and poverty levels. 
We here give an example for the validation of poverty levels while the reader is referred to 
Schreinemachers et al. (2007) for more details. 
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households have more livestock and more land. To include these correlations in the agent 
populations, first the resource that most strongly correlates with all other resources is 
identified and used to divide the survey population into a number of clusters. Empirical 
cumulative distribution functions are then calculated for each cluster of sample 
observations. 
In the Uganda study, the sample was divided into clusters defined by household size 
because this was the variable most strongly correlated with all other variables. Cluster 
analysis can also be used for this purpose if several variables show strong correlations, but 
clusters produced this way are more difficult to interpret, especially when many variables 
are used. Nine clusters were chosen, as this number captures most of the different 
household sizes and allocates at least five observations to each cluster. Each agent was then 
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innovativeness. Agents were generated sequentially, that is, agent No.1 first draws 80 
random numbers in 80 different cumulative distribution functions before agent No. 2 does 
the same.  
As most resources only come in discrete units, a piecewise linear segmentation was used to 
implement the distribution functions. Five segments were chosen as this captured most 
resource levels; more segments would be needed if the number of resource levels per cluster 
is larger than five or if many resources have continuous distribution functions. 
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mean. If not, the agent population generated from this seed value is rejected, and the 
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and/or upper bound for some critical combinations, this problem can be overcome. If a 
resource combination lies outside such bound the generated agent is rejected, and the 
random assignment of this particular resource combination is repeated. Two sets of 
bounds are included. The first set defines minimum land requirements for livestock and 
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functions towards otherwise under-represented combinations of agent characteristics—as 
was necessary in on-going research in Chile—the random assignment may then still yield 
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5. Model Validation 
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‘validation by results’. The first type of validation we have sought to tackle by building the 
MAS model on well-established theories in economics and agro-ecology and by including 
model components, such as production functions and expenditure models, which are little 
disputed. The validation of the results was accomplished in three steps. First, 
econometrically estimated functions were validated using standard statistical methods 
(signs of the parameters, significance, and predictive power of the model). Second, separate 
components (expenditure model, production functions, crop-soil model, agent populations) 
were validated by comparing observed values with predicted values. Third, the MP-MAS 
model – combining all the separate components – was validated by comparing observed 
values with predicted values from running the baseline scenario.  
This baseline scenario was defined as the simulation run that reflects the present situation 
and the present sources of change. The baseline assumes that current trends in demography, 
soil processes, and the diffusion of innovations will continue and that there are no new 
external interventions. This third step in the validation procedure was performed for the 
main indicators in the model: soil nutrient balances, crop production, and poverty levels. 
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Poverty levels were validated by comparing the distribution of food energy consumption 
between the survey population and the agent population, using a kernel density function as 
shown in Figure 5. The vertical line in the figure indicates the poverty line, which was 
defined as the minimum food energy intake of an average male adult (3.259 billion Joules 
per annum). The kernel estimates were not fully comparable because the survey estimate of 
food energy consumption was based on a much larger area of Uganda. Yet, the figure shows 
the similarity between both distribution functions; both have a positive skew as a small 
share of the households reaches high per capita food energy intakes. The share of 
households in poverty is somewhat greater in the MAS than in reality as indicated by a 
larger area under the curve left of the poverty line.  
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Notes: In male adult equivalents. Epanechnikov kernel used. The survey estimate is based on the farm 
households in southeast Uganda as recorded by the 1999-2000 UNHS.  
Figure 5. Validation per capita food energy consumption 

6. Simulating the impact of improved maize and mineral fertilizer 
In the following, we present results of simulation experiments from a case study in Uganda, 
previously published in Schreinemachers et al. (2007). The study is about soil fertility 
decline in Uganda, which is a problem in many countries of sub-Saharan Africa. High 
population pressure and rapid population growth put pressure on the capacity of the land 
to supply food in sufficient amounts. The Ugandan government has therefore prioritized the 
introduction of improved maize varieties and mineral fertilizers. The model was used to 
analyze the potential impact of improved access to short-term credit and technologies. The 
baseline scenario, which assumes the continuation of current dynamics, was compared with 
two alternative scenarios. In the first policy scenario, a new credit program for technology 
innovation was introduced. The credit could only be used for purchasing two types of 
innovations: seeds of two improved maize varieties and two types of mineral fertilizers. In 
the baseline scenario the access to these technologies is constrained by the network diffusion 
model. In the second scenario this constraint was relieved and agents were given full access 
to these technologies and short-term credit so as to analyze the maximum effect that this 
policy program could have. 
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Figure 6 shows the simulation results for these scenarios in terms of three indicators: 
poverty (measured in per capita food energy consumption), the total stock of nitrogen in the 
soil, and the amount of available nitrogen for plants. The results are shown as kernel density 
graphs, which are suitable to show the distributional effects of the three scenarios. For this, 
the values for each indicator were averaged per agent over all time periods.  
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Note: Simulation for 520 agents in three scenarios averaged over 15 years. Epanechnikov kernel used. 
Figure 6. Simulated effect of credit and technologies on poverty (A), available nitrogen (B), 
and the stock of soil organic nitrogen (C) 

Diagram (A) compares the average 15-year well-being of agents between the three scenarios. 
In the baseline scenario, 28.9 percent of the agents fell below the poverty line, which was 
defined as the level of consumption where food supply equals the physical food demand. 
Access to credit and innovations reduced poverty, as indicated by the shift of agents across 
the vertical poverty line. The incidence of poverty in this scenario was 24.4 percent, which 
corresponds to a 15.3 percent reduction in poverty. Results of the third scenario show that 
the incidence of poverty would be further reduced to 19.8 percent by improving the access 
to technologies in addition to credit, as 31.3 percent of the agents moved across the poverty 
line as compared to the baseline scenario. It is, however, noted that the present model does 
not expose the agents to the vagaries of pests, weather, and prices, which could reduce the 
simulated positive impact of mineral fertilizers, improved varieties, and short-term credit. 
In terms of the sustainability of the agro-ecosystem, the results are mixed. The increased use 
of mineral fertilizers adds much to the amount of available nitrogen to the crops (Diagram 
B), thereby increasing crop yields and the well-being of agents. Yet, it does not improve the 
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Poverty levels were validated by comparing the distribution of food energy consumption 
between the survey population and the agent population, using a kernel density function as 
shown in Figure 5. The vertical line in the figure indicates the poverty line, which was 
defined as the minimum food energy intake of an average male adult (3.259 billion Joules 
per annum). The kernel estimates were not fully comparable because the survey estimate of 
food energy consumption was based on a much larger area of Uganda. Yet, the figure shows 
the similarity between both distribution functions; both have a positive skew as a small 
share of the households reaches high per capita food energy intakes. The share of 
households in poverty is somewhat greater in the MAS than in reality as indicated by a 
larger area under the curve left of the poverty line.  
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Notes: In male adult equivalents. Epanechnikov kernel used. The survey estimate is based on the farm 
households in southeast Uganda as recorded by the 1999-2000 UNHS.  
Figure 5. Validation per capita food energy consumption 

6. Simulating the impact of improved maize and mineral fertilizer 
In the following, we present results of simulation experiments from a case study in Uganda, 
previously published in Schreinemachers et al. (2007). The study is about soil fertility 
decline in Uganda, which is a problem in many countries of sub-Saharan Africa. High 
population pressure and rapid population growth put pressure on the capacity of the land 
to supply food in sufficient amounts. The Ugandan government has therefore prioritized the 
introduction of improved maize varieties and mineral fertilizers. The model was used to 
analyze the potential impact of improved access to short-term credit and technologies. The 
baseline scenario, which assumes the continuation of current dynamics, was compared with 
two alternative scenarios. In the first policy scenario, a new credit program for technology 
innovation was introduced. The credit could only be used for purchasing two types of 
innovations: seeds of two improved maize varieties and two types of mineral fertilizers. In 
the baseline scenario the access to these technologies is constrained by the network diffusion 
model. In the second scenario this constraint was relieved and agents were given full access 
to these technologies and short-term credit so as to analyze the maximum effect that this 
policy program could have. 
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Figure 6 shows the simulation results for these scenarios in terms of three indicators: 
poverty (measured in per capita food energy consumption), the total stock of nitrogen in the 
soil, and the amount of available nitrogen for plants. The results are shown as kernel density 
graphs, which are suitable to show the distributional effects of the three scenarios. For this, 
the values for each indicator were averaged per agent over all time periods.  

p
o
v
e
rt

y
 l
in

e

0.00

0.05

0.10

0.15

0.20

K
e
rn

el
 d

e
n
si

ty

0 5 10 15 20 25

Poverty [billion joules/capita/year]

(A) Baseline

(B) A + credit

(C) B + technologies

0.00

0.02

0.04

0.06

0.08

0.10

K
e
rn

el
 d

e
n
si

ty

20 30 40 50 60 70 80 90

Available nitrogen [kg/ha]

(A) baseline

(B) A + credit

(C) B + technologies

 
 A. Poverty  B. Available nitrogen 

0.00

0.05

0.10

0.15

K
e
rn

el
 d

e
n
si

ty

15 20 25 30

Soil organic nitrogen stock [x 100 kg/ha]

(A) Baseline

(B) A + credit

(C) B + technologies

 
C. Soil organic nitrogen stock 

Note: Simulation for 520 agents in three scenarios averaged over 15 years. Epanechnikov kernel used. 
Figure 6. Simulated effect of credit and technologies on poverty (A), available nitrogen (B), 
and the stock of soil organic nitrogen (C) 

Diagram (A) compares the average 15-year well-being of agents between the three scenarios. 
In the baseline scenario, 28.9 percent of the agents fell below the poverty line, which was 
defined as the level of consumption where food supply equals the physical food demand. 
Access to credit and innovations reduced poverty, as indicated by the shift of agents across 
the vertical poverty line. The incidence of poverty in this scenario was 24.4 percent, which 
corresponds to a 15.3 percent reduction in poverty. Results of the third scenario show that 
the incidence of poverty would be further reduced to 19.8 percent by improving the access 
to technologies in addition to credit, as 31.3 percent of the agents moved across the poverty 
line as compared to the baseline scenario. It is, however, noted that the present model does 
not expose the agents to the vagaries of pests, weather, and prices, which could reduce the 
simulated positive impact of mineral fertilizers, improved varieties, and short-term credit. 
In terms of the sustainability of the agro-ecosystem, the results are mixed. The increased use 
of mineral fertilizers adds much to the amount of available nitrogen to the crops (Diagram 
B), thereby increasing crop yields and the well-being of agents. Yet, it does not improve the 
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stock of nitrogen in the soil (Diagram C) and hence does not guarantee long-term ecological 
sustainability.  

7. Conclusion 
This chapter showed how MAS models can capture the complexities of human-environment 
systems. Two alternative designs of agent decision-making algorithms were discussed: 
heuristics and optimisation. On the basis of an empirical study on soil fertility decline in 
Uganda, it showed that both the designs can be combined. The empirical application 
furthermore illustrated the calibration and validation of the agent-based simulation models 
and their use as tools to explore the impact of alternative policy interventions on land use 
and socio-economic dynamics.  
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1. Introduction 
Mobile subsurface colloids have received considerable attention because the migration of 
colloids and colloid-contaminant complexes through the solid matrix substantially increase 
the risk of groundwater pollution. Typically defined as suspended particulate matter with 
diameter less than 10μm, colloids include both organic and inorganic materials such as 
microorganisms, humic substances, clay minerals and metal oxides. Accurate prediction of 
the fate of colloids is important to predict colloid facilitated transport of pollutants, and the 
transport of biocolloids such as viruses and bacteria. 
In colloid transport studies colloid deposition, that is, the capture of colloids by grain 
surfaces, is considered as the primary mechanism controlling the transport of colloids in 
groundwater (Ryan & Elimelech; 1996). The role of electrostatic and hydrodynamic forces in 
controlling colloid deposition behavior of colloids has been afforded detailed investigation 
in the field of colloid science to gain more understanding about colloid-surface interaction 
processes. The study of deposition rates of colloids onto model collectors has provided 
substantial information on the electrostatic and hydrodynamic forces involved in the 
transport of colloids (Elimelech et al., 1995; Tien & Ramarao, 2007). Most of these studies 
have focused on colloid transport under saturated conditions (Yao et al., 1971; Rajagopalan 
& Tien, 1976; Ryan & Elimelech, 1996; Keller & Auset, 2007). However, there is not much 
information available on colloid behavior under unsaturated conditions due to the 
complexity of the conditions involved (DeNovio et al., 2004; Keller & Sirivithayapakorn, 
2004; Auset & Keller; 2004; Crist et al., 2005; Zevi et al., 2005; Keller & Auset, 2007).  
Most of the experimental and modeling studies on colloid transport under unsaturated 
conditions have focused primarily on colloid concentration in drainage water with very 
little emphasis on the precise mechanisms retaining the colloids in the pores (Corapcioglu & 
Choi, 1996; Lenhart & Saiers, 2002; DeNovio et al., 2004). 
Generally, the approaches used to simulate colloid transport can be classified into two types, 
Lagrangian or Eulerian. The Lagrangian approach focuses on the movement of distinct 
particles and tracks particle position in a moving fluid (Rajagopalan & Tien, 1976; Ryan and 
Elimelech, 1996). In contrast, the Eulerian approach considers the concentration distribution 
of particles in a porous media (Yao et al., 1971; Tufenkji & Elimelech, 2004). The Eulerian 
approach has advantages over the Lagrangian approach, in that it does not require high 
computational  performance, and it is easy to incorporate Brownian motion (Ryan and 
Elimelech, 1996; Nelson & Ginn, 2005).  
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particles and tracks particle position in a moving fluid (Rajagopalan & Tien, 1976; Ryan and 
Elimelech, 1996). In contrast, the Eulerian approach considers the concentration distribution 
of particles in a porous media (Yao et al., 1971; Tufenkji & Elimelech, 2004). The Eulerian 
approach has advantages over the Lagrangian approach, in that it does not require high 
computational  performance, and it is easy to incorporate Brownian motion (Ryan and 
Elimelech, 1996; Nelson & Ginn, 2005).  
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The deposition of colloids in porous media has been investigated by several researchers to 
improve existing methods by incorporating the forces such as hydrodynamic and attractive 
forces into the governing equations (Yao et al., 1971; Rajagopalan & Tien, 1976; Tufenkji & 
Elimelech, 2004). For instance, Yao et al. (1971) developed colloid filtration theory as a 
method for predicting colloid deposition in saturated porous media. A limitation of these 
studies is that the colloid transport and deposition simulations have been performed only 
for saturated media consisting of clean and spherical solid grains (collectors). These 
limitations led us to find a method to simulate colloid transport under unsaturated 
conditions where the air phase comes into play in addition to solid grains and moving 
water. This may be partly accomplished by modifying existing methods developed for 
saturated conditions. 
The main difficulty in more complex calculations is that the simulation methods are 
cumbersome, usually slow and cannot capture the complex pore geometries that exist in 
nature. That is why an effective, reliable, user-friendly and easy to be modified simulation 
software is very important and needed in the modeling and simulation studies. 
The objective for this chapter is to illustrate a test of the suitability of a finite element based 
computational modeling and simulation software package named COMSOL Multiphysics® 
v33.a (COMSOL, Inc., Burlington, MA, USA), for simulating colloid deposition on solid 
grains and air bubbles for conditions where Brownian motion dominates.  
In the first part of the chapter we compare the COMSOL finite element solution with the 
analytical solutions of Yao et al. (1971), Rajagopalan & Tien (1976), and Tufenkji & Elimelech 
(2004) of classical filtration theory for one grain of a porous media. The second part involves 
the simulation of colloid deposition onto an inert air bubble.  

2. Colloid Filtration Theory 
In colloid filtration theory, the deposition efficiency of a porous medium is represented by 
the deposition efficiency of a unit collector, i.e. an isolated solid grain (Yao et al., 1971; Ryan 
& Elimelech, 1996; Tufenkji & Elimelech, 2004). It is assumed that the porous medium is 
represented by an assemblage of perfect spherical solid grains (collectors). According to the 
theory, the transport of suspended colloids in the pore fluid to the vicinity of a stationary 
collector (i.e. a solid grain) is typically governed by three mechanisms: interception, 
gravitational settling, and Brownian diffusion. Interception takes place when the particles 
moving along the trajectories of flow streamlines come into contact with the collector due to 
the collector’s finite size. Gravitational settling occurs when colloid particles have densities 
greater than the fluid density. These particles can then collide with a collector. The 
Brownian motion mechanism leads to diffusive migration of particles within a fluid and 
becomes significant for particles smaller than 1 μm.  
The transport of colloids is usually simulated by solving the convection-diffusion equation 
using a velocity field for the pore space between grains simulated with the Navier-Stokes 
equation for creeping flow conditions. The deposition of colloids from the fluid occurs by 
transfer of the colloids from the moving pore fluid onto the grain surface by the three 
aforementioned mechanisms. It is assumed that colloids do not accumulate on the grain 
surface, but that colloids ‘disappear’ once they are intercepted by the grain. The rate of  
overall particle deposition is found by integrating the particle flux over the collector surface. 
Within filtration theory it is also common to assume no colloid-colloid interaction, and that 
colloids do not affect the fluid flow.  
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The deposition of colloids onto a single grain has been simulated by Yao et al. (1971), 
Rajagopalan & Tien (1976) and Tufenkji & Elimelech (2004). Yao et al. (1971) developed an 
equation to find the deposition efficiency of a unit collector by analytically solving the 
convection-diffusion equation based on the additivity assumption that allows the addition 
of the analytical solutions of each deposition mechanisms (interception, gravitational 
settling, and Brownian diffusion) independently (Nelson & Ginn, 2005). They assumed that 
the collector existed in an infinite fluid stream with no interaction from surrounding 
collectors. For the same problem, Rajagopalan and Tien (1976) used the Lagrangian 
approach, (i.e., particle trajectory analysis) with boundary conditions for the flow field 
similar to Happel (1958). These boundary conditions took into account the neighboring 
collectors as if the single (simulated) grain was located in a real porous media. Finally, 
Tufenkji and Elimelech (2004) developed a closed-form solution for calculating colloid 
deposition efficiency of a solid grain by combining the approaches of Yao et al. (1971) and 
Rajagopalan & Tien (1976).  

3. Simulation Methodology 
Since in addition to gravity effects, Brownian movement of colloids is of particular interest 
in the work presented here, the Eulerian colloid filtration theory originally developed by 
Yao et al. (1971) is chosen in our simulations. In this manuscript, the deposition of colloids 
on a single collector is simulated for the same boundary conditions as Rajagopalan and Tien 
(1976). To find the velocity field the Navier-Stokes equations are solved with the finite 
element method. The resulting velocity field is then used in the solution to the convection-
diffusion equation, with diffusion being due to Brownian motion of colloids and with 
gravitational settling included. In the next sections, the Navier-Stokes equation and the 
convection-diffusion equations are discussed both in general, and specifically how they are 
used in our simulations. 

3.1 Navier-Stokes Equation 
The Navier-Stokes equations are employed to represent steady state creeping 
incompressible flow conditions , i.e. 

 2 0 , ,i w i
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 0ν∇⋅ =  (2) 

where p is the pressure (Pa), μ is the dynamic viscosity of the water (Pa.s), νx, νy, νz are the 
vector components for the velocity ( x y zi j kν ν ν ν= + + ) of the water (m/s),  ρw is the 

density of the water (kg/m3), and gx, gy, gz are the vector components for the gravitational 
acceleration (9.81 m/s2).  Equation (1) is valid for Reynolds number much less than one. The  
Reynolds number is defined as    
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where d is the diameter of the collector (m). 
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where d is the diameter of the collector (m). 
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In a porous medium, fluid flow around a spherical collector is affected by the presence of 
other collectors around it. Therefore, a proper flow model for porous media is needed to 
reflect the disturbance of the flow field around the individual collectors. Among the various 
theoretical models Happel’s fluid shell model is the most commonly used model (Elimelech, 
1994; Tien & Ramarao, 2007). Though the effect of neighboring collectors on fluid flow 
around the isolated unit collector is neglected in the original colloid filtration theory (Yao et 
al., 1971), it is considered in this chapter by adopting Happel’s model.  
In Happel’s model, the porous medium is constructed of identical spherical collectors, each 
of which is in a fluid shell (Fig. 1).  In order to maintain the overall porosity of the porous 
medium for a single collector, the thickness of the shell, b, is defined as 

 b = d (1 - ε) -1/3 (4) 

where ε is the porosity of the porous medium. 

 
Figure 1. Schematic representation of a unit collector, and Happel’s fluid shell 

The boundary conditions used in our simulations in the solution of the Navier-Stokes 
equations can be summarized as follows. The surface of the fluid shell is specified as a 
symmetry boundary to take the effect of neighboring collectors on fluid flow into account. 
The symmetry boundary means that the velocity of the water normal to the boundary is 
zero at that boundary, and that the tangential component of the viscous force vanishes. A 
no-slip boundary condition is specified at the surface of the solid grain where the water 
velocity equals zero (Spielman, 1977; Tien & Ramarao, 2007). Later we will consider the 
simulations for flow around a single air bubble, and for that case the surface of the bubble is 
specified to be a slip boundary (Nguyen & Jameson, 2005; Shew & Pinton, 2006). 

3.2 Convection-Diffusion Equation 

Once the velocity field is determined, the distribution of colloids within the pore space of a 
porous medium can be found by solving the convection-diffusion equation for steady state 
conditions (Yao et al., 1971). The convection-diffusion equation is given by 
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where C is the concentration of the colloids (number of colloids/m3), D is the diffusion 
coefficient of the colloids calculated by Einstein’s equation (Equation 9) (m2/s), ρp is the 
density of an individual colloid (kg/m3), m is the mass of the colloids (kg), and dp is the 
diameter of the colloids (m). The terms in the equation represent (left to right) the colloid 
transport processes of convection, diffusion, and gravitational settling. 
When colloids make contact with a collector surface it is assumed that they disappear into 
the collector by specifying the collector surface as being a perfect sink. This means that all 
colloids arriving at the collector surface are irreversibly captured. The condition for a perfect 
sink can be achieved by setting the concentration in the vicinity of the collector surface to 
zero, i.e., 

 C = 0 at r = (d+dp)/2 (6) 

where r represents the radius of an imaginary spherical surface displaced slightly outward 
from the surface of the collector (m) (Fig. 3.1). 
At an infinite distance from the collector center the colloid concentration is assumed to be 
equal to the free stream concentration, C0 (Yao et al., 1971; Elimelech, 1994). 

 C = C0 at r = ∞ (7) 

In previous analyses that used Happel’s model for the flow velocity field, the above 
boundary condition is specified at the surface of the fluid shell, i.e., 

 C = C0 at r = b (8) 

The diffusion coefficient in the convection-diffusion equation is calculated by Einstein’s equation 

 D=kT/3πµdp (9) 

where k is the Boltzmann’s constant (1.3806503 10-23 J/K), and T is the absolute temperature 
(Kelvin). 

3.3 Deposition (Collision) Efficiency 
Solution of equations (1), (2) and (5) subject to the corresponding boundary conditions will 
yield the mass of particles entering the shell, the concentration of particles within the 
spherical shell, and the mass of particles leaving the shell. Also, the flux of particles passing 
into the ideal sink will also be determined from that solution. The solution can then be used 
to determine the particle deposition efficiency, η, which is calculated as 
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where I is the total particle deposition rate onto a collector, obtained by integrating the particle 
flux over the surface of the collector, υ0 is the free stream (initial) water velocity (m/s) (Yao et 
al., 1971; Tufenkji & Elimelech, 2004). This integration can be done readily with COMSOL.  
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where I is the total particle deposition rate onto a collector, obtained by integrating the particle 
flux over the surface of the collector, υ0 is the free stream (initial) water velocity (m/s) (Yao et 
al., 1971; Tufenkji & Elimelech, 2004). This integration can be done readily with COMSOL.  



Recent Advances in Modelling and Simulation 

 

60 

3.4 Numerical Solution 
A finite element based computational modeling and simulation software package, COMSOL 
Multiphysics® (COMSOL, Inc., Burlington, MA, USA), is chosen for simulating colloid 
deposition in this study due to its features that seemed to meet the above needs. This 
software is fast and reliable, allows creation of complex geometries, and the influences of 
boundary conditions can be assessed easily. 

 
Figure 2. The mesh system used in this study 

The simulations are performed, as in earlier studies (Yao et al., 1971; Rajagopalan & Tien, 
1976; Tufenkji & Elimelech, 2004), in an axisymmetric domain that provides three-
dimensional results from two-dimensional simulations (Nelson et al., 2007). 
Triangular elements are used in the mesh system (Fig. 2). The number of elements in the 
mesh system used in the simulations is determined by trial and error. The number of 
elements is increased until the results do not vary substantially. By default COMSOL 
generates mesh systems automatically. In our case with a sub-domain that has a high aspect 
ratio due to the boundary condition specified by Equation 6, better results were obtained 
when the mesh system was created in part by manual specification of mesh generation 
parameters. 
Once the mesh system was established the simulations were performed with colloid 
diameters varying from 0.05 to 2 μm, and a constant collector diameter of 0.6 mm as 
described in more detail in the next section.  

4. Simulations: Setup and Results 
4.1 Colloid Deposition on a Grain Collector 
In this section, the colloid deposition efficiency of a spherical solid grain (collector) is 
simulated numerically using COMSOL. The results are compared with three previous 
studies (Yao et al., 1971; Rajagopalan & Tien, 1976; Tufenkji & Elimelech, 2004).  
The boundary conditions for the solution of the Navier-Stokes equation are summarized in 
Table 1 and shown graphically in Fig. 3. Flow direction and gravity are both opposite to the 
direction of the y-axis. The convection-diffusion equation is solved with the same boundary 
conditions as in Yao et al. (1971) except that, the colloid concentration at the fluid shell 
surface is set to be equal to the initial concentration (Equation 8), while Yao et al.  (1971) 
assumed the concentration to be equal to the initial concentration at an infinite distance 
from the collector surface (Equation 7). 
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Boundary Condition 
Inlet v0 = 9 x 10-6 m/s 
Collector Surface No-slip (v = 0 m/s) 
Outlet Pressure (0 Pa) 
Sides, Fluid Shell Symmetry 

Table 1. The boundary conditions used to solve the Navier-Stokes equation for a solid grain 

 
Figure 3. The boundary conditions for the Navier-Stokes Equation (solid grain) 

In order to compare our results with the previous studies, the parameter values used in the 
simulations were adopted from the study of Tufenkji & Elimelech (2004) (Table 2). 
Simulations were performed for colloids with diameters of 0.05, 0.10, 0.50, 0.75, 1, 1.5, and 2 
μm and a grain diameter of 0.6 mm. The most time-consuming step in our simulations was 
the trial and error generation of the mesh. Once the optimum mesh system was found, each 
simulation took an average of 37 seconds. 

Variable Value 
d Collector diameter 0.6 mm 
v0 Initial water velocity 9 x 10-6 m/s 
T Temperature 288 K 
k Boltzmann constant 1.3806503 10-23 J/K 
ε Porosity 0.39 
ρw Density of water 1000 kg/m3 
ρp Density of colloids 1050 kg/m3 
µ Dynamic viscosity of water 0.001 Pa.s 

Table 2. Variables used in the simulations (Tufenkji & Elimelech, 2004). 

The simulation results are given in Fig. 4 together with the results of the three other studies 
(Yao et al., 1971; Rajagopalan & Tien, 1976; Tufenkji & Elimelech, 2004). Similar to the other 
studies, colloid deposition efficiency is the greatest for the 0.05 μm colloids than decreases 
with larger colloids diameter. When colloid diameters are on the order of 1 μm colloid 
deposition increases again (Fig. 4).  
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ε Porosity 0.39 
ρw Density of water 1000 kg/m3 
ρp Density of colloids 1050 kg/m3 
µ Dynamic viscosity of water 0.001 Pa.s 

Table 2. Variables used in the simulations (Tufenkji & Elimelech, 2004). 

The simulation results are given in Fig. 4 together with the results of the three other studies 
(Yao et al., 1971; Rajagopalan & Tien, 1976; Tufenkji & Elimelech, 2004). Similar to the other 
studies, colloid deposition efficiency is the greatest for the 0.05 μm colloids than decreases 
with larger colloids diameter. When colloid diameters are on the order of 1 μm colloid 
deposition increases again (Fig. 4).  



Recent Advances in Modelling and Simulation 

 

62 

The integration of the particle flux on the zero concentration boundary (Equation 6) reveals 
that the diffusion as well plays an important role in the increased collection efficiency 
because the ratio of the colloid efficiencies is not the same for the different colloid diameters. 
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Figure 4. Deposition efficiency of a single collector vs. colloid size (diameter) 
( ) Rajagopalan & Tien, 1976 (◊) Tufenkji & Elimelech, 2004 (■) Yao et al., 1971 (○) Result of 
the current analysis  

A comparison of our simulated deposition efficiency with those of the other three studies is 
presented in Fig. 4. It is observed that our results agree very well with the Rajagopalan & 
Tien (1976) results. The worst comparison is with the result of Yao et al. (1971), while an 
intermediate agreement is achieved with the results of Tufenkji & Elimelech (2004). One 
reason why our results are so different from the results of Yao et al. (1971) is that they did 
not incorporate the boundary effect of neighboring collectors into their solution. Another 
possible reason for the difference is that the efficiency calculations made by Yao et al. (1971) 
were based on the additivity assumption. While this assumption simplifies the solution, it 
could be problematic as noted by Nelson & Ginn (2005). We do not yet know why our 
solution results disagree with those of Tufenkji and Elimelech (2004). 

4.2 Colloid Deposition on an Air Bubble Collector 
In this simulation of colloid deposition efficiency, the only change made was replacing the 
grain with an air bubble of the same size. For the numerical simulation this means that the 
no slip boundary becomes a slip boundary condition at the collector surface while the 
remaining parameter values and grid remain the same (Table 3 and Fig. 5). The slip 
boundary has been used before for rising air bubbles in fluids by Nguyen & Jameson (2005) 
and Shew & Pinton (2006). 

Boundary Condition 
Inlet v0 = 9 x 10-6 m/s 
Collector Surface Slip (v ≠ 0 m/s) 
Outlet  Pressure (0 Pa)  
Sides, Fluid Shell Symmetry 

Table 3. The boundary conditions used to solve the Navier-Stokes equation for air bubble 
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Figure 5. The boundary conditions for the Navier-Stokes Equation (air bubble) 

The results of the simulation with the air bubble collector are compared to those for the solid 
particle in Fig. 6. It is observed that the deposition efficiency of the air bubble is 
approximately twice that of the solid grain. The effects of the no-slip and slip boundaries on 
the water flow velocities are illustrated in Fig. 7. The water velocity around the air bubble is 
greater than the water velocity around the solid grain because under laminar flow 
conditions, the water (and thus the colloid velocity) approaches zero near the grain surface.  
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Figure 6. Deposition efficiency of the collectors vs. colloid size (diameter) (■) Air Bubble (○) 
Solid Grain 

The differences between the two cases are due to the relative fraction of colloids that come 
into the vicinity of the diffusion boundary. Regions of high velocity will transport a larger 
fraction of colloids in contrast to regions of low velocity. For the case of the bubble, the slip 
boundary results in high water velocity near the diffusion boundary and therefore a 
relatively high fraction of colloids will be transported in the vicinity of that boundary, 
resulting in higher concentration gradients at the diffusion boundary. For the case of the 
solid particle, the no-slip boundary results in a lower velocity near the diffusion boundary  
and therefore a relatively lower fraction of colloids will be transported in the vicinity of the 
diffusion boundary, resulting in lower concentration gradients at that boundary. That the 
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The differences between the two cases are due to the relative fraction of colloids that come 
into the vicinity of the diffusion boundary. Regions of high velocity will transport a larger 
fraction of colloids in contrast to regions of low velocity. For the case of the bubble, the slip 
boundary results in high water velocity near the diffusion boundary and therefore a 
relatively high fraction of colloids will be transported in the vicinity of that boundary, 
resulting in higher concentration gradients at the diffusion boundary. For the case of the 
solid particle, the no-slip boundary results in a lower velocity near the diffusion boundary  
and therefore a relatively lower fraction of colloids will be transported in the vicinity of the 
diffusion boundary, resulting in lower concentration gradients at that boundary. That the 
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difference between the two cases decreases as the particle size increases can be explained by 
fact that as the colloid diffusion decreases (with increasing diameter) the differences in 
transport across the diffusion boundary will also decrease. As the diffusion becomes 
vanishingly small, the colloid concentrations at the diffusion boundary will be identical for 
the two cases, exactly equal to the initial concentration, C0. 
While various surface forces (capillary, DLVO, electrostratic, etc.) were not considered in our 
analysis, the differences in flow velocity near the collector surface between the solid collector 
and the air bubble are expected to have significant influence on the predicted efficiency of 
colloid deposition when such forces are incorporated into the governing transport equations 
(Wan & Tokunaga, 2002; Zevi et al., 2005; Elimelech et al., 1995; Tien & Ramarao, 2007). 

 
Figure 7. Velocity fields around the collectors 

5. Conclusions 
The re-examination of the colloid filtration theory revealed that it is crucial to consider the 
effect of surrounding solid grains on the flow field in order to gain more realistic results.  
The application of the colloid filtration theory on the air bubble showed that more colloids 
collided with the air bubble than with the solid grain due to high pore water velocity 
around its surface. The pore water velocity and the disturbances in the flow field have a 
substantial effect on the deposition and transport paths of the colloids. Nevertheless, in 
order to thoroughly examine the effect of pore water velocity on the dominant deposition 
mechanism, the simulations should be done with various initial water velocities. To better 
model an unsaturated porous medium, simulations with assemblages of collectors need to 
be performed. 

6. Future Work 
Our simulations of the colloid deposition in unsaturated porous media need to be extended 
to take domains composed of assemblages of collectors into account. We are interested to 
study the variables/parameters that will affect the colloid deposition.  
It is planned to construct a model porous medium consisting of solid grains and air bubbles 
in two dimensions and three dimensions. This is expected to provide more insight into the 
colloid deposition for unsaturated conditions. This is partially done and sample simulations 
are shown in Fig. 8. 
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Figure 8. Future simulations to be performed for 2-D and 3-D domains 

7. Nomenclature 
C: Concentration of the colloids (number of colloids / m3) 
C0: Initial (free stream) concentration of colloids (number of colloids / m3) 
b:  Thickness of Happel’s fluid shell (m) 
d:  Diameter of a unit collector (i.e. air bubble or solid grain) (m) 
dp:  Diameter of colloids (m) 
D:  Diffusion coefficient (m2/s) 
gi: Components of gravitational acceleration (gx, gy, gz) (9.81 m/s2) in the x, y and z 

coordinate directions 
I:  Total colloid deposition rate onto a collector 
k:  Boltzmann’s constant (J/K) 
m:  Mass of the colloids (kg) 
p:  Pressure (Pa) 
r:  The radius of an imaginary spherical surface displaced slightly outward from the 

surface of the collector (m) 
Re: Reynolds number 
T:  Absolute temperature (Kelvin) 

x y zv v i v j v k= + + : Resultant velocity (m/s), with vx, vy and vz being velocity components in 

the x, y and z coordinate directions, respectively 
v0:  Free stream (initial) water velocity (m/s) 
ε:  Porosity of porous medium 
μ:  Dynamic viscosity of water (Pa.s) 
ρw:  Density of water (kg/m3)  
ρp:  Density of an individual colloid (kg/m3) 
η:  The particle deposition efficiency 
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1. Introduction    
In this couple of decades, applications of piezoelectrics to resonators, sensors and actuators 
have been dramatically accelerated, in addition to the discovery of new materials and 
devices. Some of the highlights include electrostrictive materials for positioners, ferroelectric 
single crystals with very high electromechanical couplings for medical transducers, 
thin/thick films for Micro-Electro-Mechanical Systems starting from a sophisticated 
chemical technology, and multilayer type actuators fabricated by cofiring technique. All will 
provide a remarkable industrial impact in the 21st century. 
Piezoelectric materials exhibit electromechanical coupling, which is useful for the design of 
devices for oscillating, sensing and actuation. The coupling is exhibited in the fact that 
piezoelectric materials produce an electrical displacement when a mechanical stress is 
applied and can produce mechanical strain under the application of an electric field. Due to 
the fact that the mechanical-to-electrical coupling was discovered first, this property is 
termed the direct effect, while the electrical-to-mechanical coupling is termed the converse 
piezoelectric effect. 
The representative converse piezoelectric effect-applied example is a ceramic resonator. 
Frequency sources are a key component of much of today’s electronics. Frequency sources 
are used as sensor, clocks and filters, and the ability to control the accuracy and stability of 
these devices is vital to their performance characteristics and ability to bring forth 
advancements in technology.  Ceramic resonators stand between quartz crystals and LC/RC 
oscillators in regard to accuracy. They offer low cost and high reliability timing devices with 
improved start-up time to quartz crystals. The oscillation of ceramic resonators is dependent 
upon mechanical resonance associated with their piezoelectric crystal structure. The ceramic 
resonator oscillates in thickness-shear vibration mode for fundamental frequencies (typical 
less or equal than 8MHz) and thickness-longitudinal vibration mode for third-overtone 
mode (above 8MHz to 50MHz). Ceramic resonators have superior resonant impedance than 
quartz crystal, which offer much better start-up time. They have low cost because of high 
mass production rate, small size, no need for adjustment.  
Recently, narrow frequency tolerance characteristics of piezoelectric ceramic resonators have 
been required for fabricating highly accurate electronic devices. Because of this trend, a low 
electromechanical coupling coefficient and a high mechanical quality factor have been 



Recent Advances in Modelling and Simulation 

 

66 

DeNovio, N. M.; Saiers, J. E. & Ryan, J. N. (2004). Colloid movement in unsaturated porous 
media: Recent advances and future directions. Vadose Zone J, 3, 2, (May 2004) 338–351, 
ISSN: 1539-1663. 

Elimelech, M. (1994). Particle deposition on ideal collectors from dilute flowing suspensions: 
mathematical formulation, numerical solution, and simulations. Sep Technol, 4, 4, (Oct 
1994) 186-212, ISSN: 0956-9618. 

Elimelech, M.; Gregory, J.; Jia, X. & Williams, R. A. (1995). Particle deposition and aggregation: 
measurement, modelling, and simulation, Butterworth-Heinemann, ISBN:075067024X, 
Oxford, England. 

Happel, J. (1958). Viscous flow in multiparticle systems: slow motion of fluids relative to beds 
of spherical particles. AIChE J, 4, 2, 197–201, ISSN: 0001-1541. 

Keller, A. A. & Auset, M. (2007). A review of visualization techniques of biocolloid transport 
processes at the pore scale under saturated and unsaturated conditions. Advances in 
Water Resour, 30, 6-7, (Jun-Jul 2007) 1392-1407, ISSN: 0309-1708. 

Keller, A. A. & Sirivithayapakorn, S. (2004). Transport of colloids in unsaturated porous media: 
Explaining large-scale behavior based on pore scale mechanisms. Water Resour Res, 
40, 12, (Dec 2004) W12403, ISSN: 0043-1397. 

Lenhart, J. J. & Saiers, J. E. (2002). Transport of silica colloids through unsaturated porous 
media: Experimental results and model comparisons. Environ Sci Technol, 36, 4, (Feb 
2002) 769-777, ISSN: 0013-936X.  

Nelson, K. E.; Massoudieh, A. & Ginn, T. R. (2007). E. coli fate and transport in the Happel sphere-
in-cell model. Advances in Water Resour, 30, 6-7, (Jun-Jul 2007) 1492-1504, ISSN: 0309-1708.  

Nelson, K. E.; Massoudieh, A. & Ginn, T. R. (2007). E. coli fate and transport in the Happel 
sphere-in-cell model. Advances in Water Resour, 30, 6-71492-1504, ISSN: 0309-1708.  

Nguyen, A. V. & Jameson, G. J. (2005). Sliding of fine particles on the slip surface of rising gas 
bubbles: Resistance of liquid shear flows. International Journal of Multiphase Flow, 31, 4, 
(Apr 2005) 492-513, ISSN: 0301-9322. 

Rajagopalan, R. & Tien, C. (1976). Trajectory analysis of deep-bed filtration with the sphere-in-
cell porous media model. AIChE J, 22, 3, (May 1976) 523–533, ISSN: 0001-1541.  

Ryan, J. N. & Elimelech, M. (1996). Colloid mobilization and transport in groundwater. Colloid 
Surf A, 107, (Feb 1996) 1–56, ISSN: 0927-7757. 

Shew, W. L. & Pinton, J. F. (2006). Viscoelastic effects on the dynamics of a rising bubble. J Stat 
Mech, (Jan 2006) P01009, ISSN: 1742-5468. 

Spielman, L. A. (1977). Particle capture from low-speed laminar flows. Annual Review Of Fluid 
Mechanics, 9, 297-319, ISSN: 0066-4189. 

Tien, C. & Ramarao, B. V. (2007). Granular filtration of aerosols and hydrosols, Butterworth-
Heinemann, ISBN:9781856174589, Great Britain. 

Tufenkji, N. & Elimelech, M. (2004). Correlation equation for predicting single collector 
efficiency in physicochemical filtration in saturated porous media. Environ Sci Technol, 
38, 2, (Jan 2004) 529–536, ISSN: 0013-936X. 

Yao, K. M.; Habibian, M. T. & O’Melia, C. R. (1971). Water and waste water filtration: concepts 
and applications, Environ Sci Technol, 5, 11, (Nov 1971), 1105–1112, ISSN: 0013-936X. 

Zevi, Y.; Dathe, A., McCarthy, J. F.; Richards, B. K. & Steenhuis, T. S. (2005). Distribution of 
colloid particles onto interfaces in partially saturated sand. Environ Sci Technol, 39, 18, 
(Sep 2005) 7055– 7064, ISSN: 0013-936X. 

5 

Practical Application of Simulation Technique 
for the Resonators Using Piezoelectric 

Ceramics 
Jeong-Ho Cho, Yong-Hyun Lee, Myung-Pyo Chun and Byung-Ik Kim 

Korea Institute of Ceramic Engineering & Technology 
Korea 

1. Introduction    
In this couple of decades, applications of piezoelectrics to resonators, sensors and actuators 
have been dramatically accelerated, in addition to the discovery of new materials and 
devices. Some of the highlights include electrostrictive materials for positioners, ferroelectric 
single crystals with very high electromechanical couplings for medical transducers, 
thin/thick films for Micro-Electro-Mechanical Systems starting from a sophisticated 
chemical technology, and multilayer type actuators fabricated by cofiring technique. All will 
provide a remarkable industrial impact in the 21st century. 
Piezoelectric materials exhibit electromechanical coupling, which is useful for the design of 
devices for oscillating, sensing and actuation. The coupling is exhibited in the fact that 
piezoelectric materials produce an electrical displacement when a mechanical stress is 
applied and can produce mechanical strain under the application of an electric field. Due to 
the fact that the mechanical-to-electrical coupling was discovered first, this property is 
termed the direct effect, while the electrical-to-mechanical coupling is termed the converse 
piezoelectric effect. 
The representative converse piezoelectric effect-applied example is a ceramic resonator. 
Frequency sources are a key component of much of today’s electronics. Frequency sources 
are used as sensor, clocks and filters, and the ability to control the accuracy and stability of 
these devices is vital to their performance characteristics and ability to bring forth 
advancements in technology.  Ceramic resonators stand between quartz crystals and LC/RC 
oscillators in regard to accuracy. They offer low cost and high reliability timing devices with 
improved start-up time to quartz crystals. The oscillation of ceramic resonators is dependent 
upon mechanical resonance associated with their piezoelectric crystal structure. The ceramic 
resonator oscillates in thickness-shear vibration mode for fundamental frequencies (typical 
less or equal than 8MHz) and thickness-longitudinal vibration mode for third-overtone 
mode (above 8MHz to 50MHz). Ceramic resonators have superior resonant impedance than 
quartz crystal, which offer much better start-up time. They have low cost because of high 
mass production rate, small size, no need for adjustment.  
Recently, narrow frequency tolerance characteristics of piezoelectric ceramic resonators have 
been required for fabricating highly accurate electronic devices. Because of this trend, a low 
electromechanical coupling coefficient and a high mechanical quality factor have been 
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required in piezoelectric materials. Widely used piezoelectric materials such as lead 
zirconate titanate (PZT) type materials have electromechanical coupling coefficient of over 
30% for the fundamental thickness extensional and thickness shear vibration modes. The 
third harmonic thickness extensional vibration mode has also been used for resonator 
applications and their electromechanical coupling coefficients are low; however spurious 
vibration from the fundamental mode resonance is inevitable in this type of resonator.  
Spurious modes occurrence is one of the significant problems for various applications 
because those spurious vibrations worked as the cause of occurring the malfunction of 
devices. Therefore, it is an important issue to implement the configuration which spurious 
vibration doesn’t affect the fundamental vibration as designing the resonator.  

2. Basic Theory of Piezoelectricity 
To simulate the piezoelectric properties, it is important to evaluate the material constants of 
piezoelectric ceramics exactly. The piezoelectric effect can be seen as a transfer of electrical 
to mechanical energy and vice-versa. It is observed in many crystalline materials. The direct 
piezoelectric effect consists of an electric polarization in a fixed direction when the 
piezoelectric crystal is deformed. The polarization is proportional to the deformation and 
causes an electric potential difference over the crystal. The inverse piezoelectric effect, on the 
other hand, constitutes the opposite of the direct effect. This means that an applied electric 
field induces a deformation of the crystal. The piezoelectric effects are written as the set of 
linear equations. The expressions for the piezoelectric effect can be combined into one 
matrix expression by writing the relationship between strain (S, m/m) and electric 
displacement (D, C/m2) as a function of applied stress (T, N/m2) and applied field  
(E, V/m): 
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Where s is the mechanical compliance (m2/N), d is the piezoelectric strain coefficient (C/N), 
and ε is the dielectric permittivity (F/m). 
It can be inverted to write the expressions with stress and field as the dependent variables 
and strain electric displacement as the independent variables. 

 T
E

=
S
D

⎧
⎨
⎩

⎫
⎬
⎭ − −

− ⎤

⎦
⎥

⎡

⎣
⎢

⎧
⎨
⎩

⎫
⎬
⎭

1
2s d d

d
sε

ε  (2) 

It is possible to generalize this result to the case of an arbitrary volume of piezoelectric 
materials. Consider a cube of piezoelectric material, although there is no assumptions 
regarding the direction in which the electric field is applied or the directions in which the 
material is producing stress or strain. It is used as the common convention that the 3 
direction is aligned along the poling axis of the material (Figure 1). 
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Figure 1.  Piezoelectric cube indicating the coordinate axes of the 3D analysis 

For a linear elastic material, the electric field and the electric displacement are expressed in 
terms of the vectors: 
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Similarly, the stress and the strain can be expressed in terms of the vectors. The components 
of stress and strain that are normal to the surface of the cube are donated T11(T1), T22(T2), 
T33(T3) and S11(S1), S22(S2), S33(S3), respectively. There are six shear components, T12(T6), 
T13(T5), T23(T4), T21(T6), T32(T4), T31(T5) and S12(S6), S13(S5), S23(S4), S21(S6), S32(S4), S31(S5). The 
parentheses are the compact notation for piezoelectric constitutive equations. With the 
compact notation form, the full constitutive relationships are represented by equations (5) 
and (6). 
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required in piezoelectric materials. Widely used piezoelectric materials such as lead 
zirconate titanate (PZT) type materials have electromechanical coupling coefficient of over 
30% for the fundamental thickness extensional and thickness shear vibration modes. The 
third harmonic thickness extensional vibration mode has also been used for resonator 
applications and their electromechanical coupling coefficients are low; however spurious 
vibration from the fundamental mode resonance is inevitable in this type of resonator.  
Spurious modes occurrence is one of the significant problems for various applications 
because those spurious vibrations worked as the cause of occurring the malfunction of 
devices. Therefore, it is an important issue to implement the configuration which spurious 
vibration doesn’t affect the fundamental vibration as designing the resonator.  

2. Basic Theory of Piezoelectricity 
To simulate the piezoelectric properties, it is important to evaluate the material constants of 
piezoelectric ceramics exactly. The piezoelectric effect can be seen as a transfer of electrical 
to mechanical energy and vice-versa. It is observed in many crystalline materials. The direct 
piezoelectric effect consists of an electric polarization in a fixed direction when the 
piezoelectric crystal is deformed. The polarization is proportional to the deformation and 
causes an electric potential difference over the crystal. The inverse piezoelectric effect, on the 
other hand, constitutes the opposite of the direct effect. This means that an applied electric 
field induces a deformation of the crystal. The piezoelectric effects are written as the set of 
linear equations. The expressions for the piezoelectric effect can be combined into one 
matrix expression by writing the relationship between strain (S, m/m) and electric 
displacement (D, C/m2) as a function of applied stress (T, N/m2) and applied field  
(E, V/m): 
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Where s is the mechanical compliance (m2/N), d is the piezoelectric strain coefficient (C/N), 
and ε is the dielectric permittivity (F/m). 
It can be inverted to write the expressions with stress and field as the dependent variables 
and strain electric displacement as the independent variables. 
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It is possible to generalize this result to the case of an arbitrary volume of piezoelectric 
materials. Consider a cube of piezoelectric material, although there is no assumptions 
regarding the direction in which the electric field is applied or the directions in which the 
material is producing stress or strain. It is used as the common convention that the 3 
direction is aligned along the poling axis of the material (Figure 1). 
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Figure 1.  Piezoelectric cube indicating the coordinate axes of the 3D analysis 

For a linear elastic material, the electric field and the electric displacement are expressed in 
terms of the vectors: 
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Similarly, the stress and the strain can be expressed in terms of the vectors. The components 
of stress and strain that are normal to the surface of the cube are donated T11(T1), T22(T2), 
T33(T3) and S11(S1), S22(S2), S33(S3), respectively. There are six shear components, T12(T6), 
T13(T5), T23(T4), T21(T6), T32(T4), T31(T5) and S12(S6), S13(S5), S23(S4), S21(S6), S32(S4), S31(S5). The 
parentheses are the compact notation for piezoelectric constitutive equations. With the 
compact notation form, the full constitutive relationships are represented by equations (5) 
and (6). 
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As shown on equation (5) and (6), the elastic compliance matrix (s), the piezoelectric strain 
coefficient (d), and the dielectric permittivity (ε) have a different value depending on the 
crystal structure or symmetry of material. For example, in the equation (7), (8) and (9) it 
indicates respectively the elastic stiffness constant (c) to tetragonal, rhombohedral, and 
orthorhombic symmetry. The inverse matrix of the elastic compliance matrix (s) is the elastic 
stiffness constant (c).  
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Most materials that has good piezoelectric properties in room temperature like BaTiO3 and 
PbTiO3 have a tetragonal symmetry of space group P4mm, however, Pb(Zr,Ti)O3-based 
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material mainly used in commercial products  uses a morphotropic phase boundary 
composition where a tetragonal phase and a rhombohedral phase coexist. Another   
piezoelectric materials such as NaNbO3, KNbO3, PbZrO3, and etc. show orthorhombic  
symmetry at room temperature. Therefore, to make an accurate simulation for devices  
using piezoelectric material, exact information on the space group of the crystal structure 
and the elastic stiffness constant or the elastic compliance constant is necessary. 

3. Modelling 
The resonant frequency of the ceramic resonator is directly influenced by the vibration 
mode in accordance with the configuration of ceramic. According to the trend of the recent 
electronic parts, the utilized-oscillation frequency of resonator is getting to a high frequency. 
The ceramic resonator which is mainly used in the MHz band mostly uses thickness shear 
vibration or thickness trapped vibration. Thickness shear vibration is used in the frequency 
range of 2 MHz ~ 8 MHz and the above frequency range uses thickness trapped vibration. 
The 2nd or 3rd overtone vibration is mostly used in the case of thickness trapped vibration 
rather than the 1st fundamental vibration. In the Fig. 2, it shows configuration, vibration 
direction and dipole array direction of the thickness shear vibration and thickness trapped 
vibration. 

P
P

(a) (b)
P : poling direction

P
P

(a) (b)
P : poling direction

 
Figure 2. Configuration and vibration direction of thickness shear vibration and thickness 
trapped vibration   (a) thickness shear mode;  (b) thickness trapped mode 

Commercial ceramic resonators over 8MHz have used mainly (Pb,La)TiO3(PLT). However, 
manufacturers have been trying to apply layer structure compounds to resonator, these 
products are distributed to market recently.  
The lattice of PbTiO3 exhibits a strong tetragonal distortion at 20oC. The lattice constant of a-
axis (a) increases smoothly as a result of heating, while the lattice of c-axis (c) and c/a 
decrease. At 490-500oC the lattice constants c and a change sharply and the lattice becomes 
cubic.  
PLT has a perovskite structure which the part of Pb is substituted by La and it shows a 
similar behavior to PbTiO3. Layer-structure compounds such as SrBi2Nb2O9 are good 
alternatives to PLT. Its great anisotropy is one of the characteristics and over 60 kinds of 
compounds have been reported so far.  Newnham et al. reported that the spontaneous 
polarization of layer structure compound is almost parallel in the plane of a, b axis and 
located 2-dimensionally. Because these materials specifically have great anisotropy and their 
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coefficient (d), and the dielectric permittivity (ε) have a different value depending on the 
crystal structure or symmetry of material. For example, in the equation (7), (8) and (9) it 
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material mainly used in commercial products  uses a morphotropic phase boundary 
composition where a tetragonal phase and a rhombohedral phase coexist. Another   
piezoelectric materials such as NaNbO3, KNbO3, PbZrO3, and etc. show orthorhombic  
symmetry at room temperature. Therefore, to make an accurate simulation for devices  
using piezoelectric material, exact information on the space group of the crystal structure 
and the elastic stiffness constant or the elastic compliance constant is necessary. 

3. Modelling 
The resonant frequency of the ceramic resonator is directly influenced by the vibration 
mode in accordance with the configuration of ceramic. According to the trend of the recent 
electronic parts, the utilized-oscillation frequency of resonator is getting to a high frequency. 
The ceramic resonator which is mainly used in the MHz band mostly uses thickness shear 
vibration or thickness trapped vibration. Thickness shear vibration is used in the frequency 
range of 2 MHz ~ 8 MHz and the above frequency range uses thickness trapped vibration. 
The 2nd or 3rd overtone vibration is mostly used in the case of thickness trapped vibration 
rather than the 1st fundamental vibration. In the Fig. 2, it shows configuration, vibration 
direction and dipole array direction of the thickness shear vibration and thickness trapped 
vibration. 
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Figure 2. Configuration and vibration direction of thickness shear vibration and thickness 
trapped vibration   (a) thickness shear mode;  (b) thickness trapped mode 

Commercial ceramic resonators over 8MHz have used mainly (Pb,La)TiO3(PLT). However, 
manufacturers have been trying to apply layer structure compounds to resonator, these 
products are distributed to market recently.  
The lattice of PbTiO3 exhibits a strong tetragonal distortion at 20oC. The lattice constant of a-
axis (a) increases smoothly as a result of heating, while the lattice of c-axis (c) and c/a 
decrease. At 490-500oC the lattice constants c and a change sharply and the lattice becomes 
cubic.  
PLT has a perovskite structure which the part of Pb is substituted by La and it shows a 
similar behavior to PbTiO3. Layer-structure compounds such as SrBi2Nb2O9 are good 
alternatives to PLT. Its great anisotropy is one of the characteristics and over 60 kinds of 
compounds have been reported so far.  Newnham et al. reported that the spontaneous 
polarization of layer structure compound is almost parallel in the plane of a, b axis and 
located 2-dimensionally. Because these materials specifically have great anisotropy and their 
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poisson’s ratio is less than 0.25, they show different characteristics of frequency dependence 
from the material based on Pb(Zr,Ti)O3. As explained above, PLT has tetragonal structure 
with P4mm of space group at room temperature. The layer structure compounds have 
Fmm2 of orthorhombic symmetry at room temperature, although it has tetragonal 
symmetry of I4/mmm below a curie temperature. Therefore, the elastic stiffness constant 
matrix of equation 7 and 8 should be used respectively. However, because a very 
complicated process is needed to find all constants, layer structure compounds are also 
assumed as a tetragonal symmetry to simplify the simulation. In this case, the piezoelectric 
strain coefficient is formed like following equation.  
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The elastic compliance constants and the piezoelectric strain coefficients can be found 
referring IEEE standard or Japan’s EMAS. And in case of that EMAS was referred, they can 
be found by measuring electric properties with a material sample manufactured like shown 
in table 3. The configuration, dimension, and the representative constants of the standard 
material found here is shown in table 3.  
Although several kinds of software can be used in a simulation of ceramic resonator, we 
used COMSOL Multiphysics. COMSOL Multiphysics is a good interactive environment for 
modeling and solving scientific and engineering problems based on partial differential 
equations. Thanks to the  built-in physics modes it is possible to build models by defining 
the relevant physical quantities – such as material properties, loads, and constraints – rather 
than by defining the equations. 
Fig. 3 is the comparison of the simulation result of disk shape sample with the actually 
measured result, using COMSOL Multiphysics. In Fig. 3, (a) represents the dimension of 
disk sample and (b) represents measured frequency dependence of impedance. (c) 
represents the impedance waveform by simulation. It conformed to the measured result 
even though there was little shift of resonant frequency. 

4. Resonator and Vibration Mode 
4.1 Thickness shear vibration (TS mode vibration) 
The thickness shear vibration occurs when poling direction and voltage direction are 
perpendicular. This vibration mode is mostly used in 2 ~ 8 MHz band because it is less 
influenced by a spurious vibration when used as a resonator. Boundary condition is set to 
make displacement to be 0 on both sides of resonator. Poling is along the length direction, 
while voltage was supplied on both top and bottom sides setting poling direction and 
voltage direction perpendicular to make the thickness shear mode occur. The structure of 
resonator using thickness shear mode is shown in Fig. 4. It is 2 mm long and 0.15 mm thick.  
Fig. 5 and 6 show general deformed shape in thickness shear mode and displacement 
distribution within the material in the same condition. In case of thickness shear vibration, 
most displacements are concentrated in the part where the electrode is present, and the 
maximum displacement occurs at the end of the electrode. 
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Table 1.  Dimension of the sample recommended by EMAS and typical material properties 
of PLT 
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poisson’s ratio is less than 0.25, they show different characteristics of frequency dependence 
from the material based on Pb(Zr,Ti)O3. As explained above, PLT has tetragonal structure 
with P4mm of space group at room temperature. The layer structure compounds have 
Fmm2 of orthorhombic symmetry at room temperature, although it has tetragonal 
symmetry of I4/mmm below a curie temperature. Therefore, the elastic stiffness constant 
matrix of equation 7 and 8 should be used respectively. However, because a very 
complicated process is needed to find all constants, layer structure compounds are also 
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strain coefficient is formed like following equation.  

 
d d

d d d
=
⎡

⎣

⎢
⎢
⎢

⎤

⎦

⎥
⎥
⎥

0 0 0 0
0 0 0 0 0

0 0 0
15

13 13 33

d 015
 (10) 
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referring IEEE standard or Japan’s EMAS. And in case of that EMAS was referred, they can 
be found by measuring electric properties with a material sample manufactured like shown 
in table 3. The configuration, dimension, and the representative constants of the standard 
material found here is shown in table 3.  
Although several kinds of software can be used in a simulation of ceramic resonator, we 
used COMSOL Multiphysics. COMSOL Multiphysics is a good interactive environment for 
modeling and solving scientific and engineering problems based on partial differential 
equations. Thanks to the  built-in physics modes it is possible to build models by defining 
the relevant physical quantities – such as material properties, loads, and constraints – rather 
than by defining the equations. 
Fig. 3 is the comparison of the simulation result of disk shape sample with the actually 
measured result, using COMSOL Multiphysics. In Fig. 3, (a) represents the dimension of 
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while voltage was supplied on both top and bottom sides setting poling direction and 
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Fig. 5 and 6 show general deformed shape in thickness shear mode and displacement 
distribution within the material in the same condition. In case of thickness shear vibration, 
most displacements are concentrated in the part where the electrode is present, and the 
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Figure 3.  (a) Sample configuration;  (b) Measured-impedance response;  (c) Simulation 
result 
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Figure 5.  Vibration configuration of thickness shear mode 
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Figure 6.  Displacement distribution in the thickness shear mode 

The overlapped length (O/L) where top and bottom electrodes are overlapped has decisive 
effect on resonator property. Fig. 7 is showing frequency dependence of impedance 
according to the overlapping length (O/L). If O/L is small, the spurious vibration was is big 
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as the thickness shear vibration, and when O/L is not optimum, thickness shear vibration 
and other vibration is seen overlapped in the resonant frequency area.  

 
 (a)   (b) 

 
 (c)   (d) 
Figure 7.  Frequency dependence of impedance (a) O/L = 0.2 mm;  (b) O/L = 0.4 mm;  (c) 
O/L = 0.6 mm;  (d) O/L = 0.8 mm 

4.2.2  Thickness Extensional Vibration (TE2 mode vibration) 
Recently the use of the TE2-mode vibration has been studied to minimize the resonator and 
elevate its functional features, in addition it was reported that the TE2-mode could promote 
the temperature feature and give a higher Qm. 
Fig. 8 shows the basic model for the simulation of TE2 mode and it is 1.5 mm wide, 0.5 mm 
long. The height was set based on 0.2 mm. Two sheets of ceramic were layered in TE2  
resonator, the internal electrode is located between 2 sheets. Fixed point is set to make 
displacement 0 at the end of the resonator in length direction. Poling is in thickness 
direction. Round electrodes were attached to both top and bottom sides of resonator to 
supply the voltage here. Poling direction and voltage direction were set to be same in order 
to make the thickness extending mode occur. Generally, both sides of outside electrode are 
to be same pole, and the opposite pole is to be connected in the internal electrode to operate. 
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Fig. 8(c) shows poling direction and voltage direction. A vibration shape of TE2 mode 
occurring in this condition is shown in Fig. 9. 
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Figure 8.  Simulation model for resonator using TE2 mode vibration 
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Figure 9.  Vibration shape of TE2 mode vibration 

In case of a resonator using TE2 mode, the electrode diameter has the most effect on 
impedance. The simulation result of the frequency dependence of displacement in 
piezoelectric ceramics with the electrode diameter is shown in Fig. 10. When electrode 
diameter becomes smaller, the amplitude of spurious vibration becomes very high to 
influence on TE2 mode vibration. On the other hand, when electrode diameter becomes 
larger, the resonant frequencies of TE2 mode vibration and a spurious vibration become 
closer. In case of that the electrode is 0.6 mm, it is expected that two vibrations become very 
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close to lead an interaction. Therefore, to keep main vibration out of the influence of 
spurious vibration, the optimum dimension of electrode should be formed.  
 
 

 
 (a)   (b) 

 

  
 (c)   (d) 
 
Figure 10. Frequency displacement of resonator using TE2 mode (a) electrode diameter = 0.3 
mm; (b) electrode diameter = 0.4 mm;  (c) electrode diameter = 0.5 mm;  (d) electrode 
diameter = 0.6 mm 

Fig. 11 shows the displacement distribution of the resonator when a TE2 mode vibration 
occurs. The rectangular part in this figure represents the area of the electrode. We can see 
that most displacements occurred concentratedly in the electrode.  

4.3.3 Thickness Extensional Vibration (TE3 mode vibration) 
This is because ceramic resonators that exhibit the energy trapping phenomenon of the TE3 
mode vibration have better temperature characteristics and higher Qm than those of the 
fundamental thickness vibration. However, resonators that use the TE3 mode vibration 
exhibit spurious responses of the TE1 mode vibration, the 5th-harmonic thickness 
extensional vibration etc. 
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Figure 11.  Distribution of inside displacement of resonator using TE2 mode vibration 

There is the basic model of TE3 mode resonator in Fig. 12. It is 1.2 mm wide and 1.0 mm 
long. The height is set based on 0.068 mm. In case of the fixed point, boundary condition 
was set to have 0 displacement at the end of the resonator’s 4 exterior faces. Poling is in 
thickness direction. Round electrodes were attached to both top and bottom sides of 
resonator to supply the voltage here. Poling direction and voltage direction were set to be 
same in order to make the TE3 mode vibration occur. Fig. 13 and Fig. 14 show typical 
deformation and the displacement distribution of deformation. As shown in the figure, it is 
expected that other spurious vibration can affect more likely, because the displacement 
occurs at the whole resonator.  
 
 
 

 
 (a)  (b) 
Figure 12.  Simulation model for resonator using TE3 mode vibration 
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 (a)  (b) 
Figure 13.  Vibration shape of TE3 mode vibration 

  
Figure 14.  Distribution of inside displacement of resonator using TE3 mode vibration 

TE3 mode resonator requires more precise control in manufacturing because it is more likely 
affected by spurious vibration compared to resonators using thickness shear vibration or 
TE2 vibration. The most influential variable on impedance waveform in TE3 mode resonator 
is of course the ratio of a electrode diameter and a resonator thickness. The influence of the 
ratio can be found by observing the influence of electrode diameter maintaining constant 
thickness of resonator. It is found that when electrode diameter becomes larger, the resonant 
frequency of a fundamental vibration and a spurious vibration become closer, and the 
amplitude of spurious vibration becomes also bigger. When the diameter of electrode is 
larger than 0.25 mm, the resonant frequency of spurious vibration and the anti-resonant 
frequency becomes very close to lead a break in the waveform of anti-resonant impedance of 
the fundamental vibration. Then anti-resonant impedance of the spurious vibration became 
higher than that of the fundamental vibration. On the other hand, when the diameter of 
electrode becomes less than 0.15, it was found that although the influence of the spurious 
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vibration occurring on high frequency becomes insignificant, other vibrations have influence 
near the resonant frequency. This reflects the possibility of the assumption that the spurious 
vibration of high frequency range moved close to the resonant frequency as the electrode 
diameter decreases, or the possibility of influence from other vibration. However, the certain 
cause has not been found yet. The thickness of the resonator is fixed to certain dimension 
corresponding to the frequency when the desired frequency is determined. Therefore, the 
optimal configuration can be designed by carefully controlling the ratio of the electrode 
diameter and the resonator thickness.  
 

 
 (a)  (b) 

 
 (c)  (d) 
Figure 15.  Impedance by the frequency of resonator using TE3 mode. (a) electrode diameter 
= 0.15 mm; (b) electrode diameter = 0. 25 mm;  (c) electrode diameter = 0. 35 mm;  (d) 
electrode diameter = 0. 4 mm 

In TE3 mode resonator, spurious vibration is always accompanied on slightly higher 
frequency along with the 3rd overtone vibration. Therefore, through the simulation study, 
we can find out the cause of spurious vibration and which variable affect on spurious 
vibration. Fig. 16 shows the form of the 3rd thickness vibration and of the following spurious 
vibration. Various examples of the influence of the strength and location of the spurious 
vibration on the impedance of 3rd vibration are shown. These are waveforms of impedance 
which is found in actual commercial products. 



Recent Advances in Modelling and Simulation 

 

80 

  
 (a)  (b) 
Figure 13.  Vibration shape of TE3 mode vibration 
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Figure 16.  The effect of the interaction of TE3 mode vibration and spurious vibration on the 
impedance configuration  

Therefore, the most important factor in designing a TE3 mode resonator shape is to make 
the spurious vibration, shown in the Fig. 16, occur as farther as possible from the 3rd 
overtone vibration, or to design a shape that can minimize the amplitude. 
Fig. 17(a) and (b) show the resonant frequency of the 3rd overtone vibration and the spurious 
vibration with the resonator thickness and the electrode diameter respectively. In case of the 
3rd overtone vibration, the frequency constant was 1421, and the frequency constant of the 
spurious vibration was expected to be 1409. Also, we found out that while the resonant 
frequency of the 3rd vibration just slightly decreased as the diameter of electrode increased, 
the resonant frequency of the spurious vibration rapidly decreased. That is, we could expect 
that the 3rd vibration would be less influenced by the spurious vibration as the resonant 
frequency of the 3rd vibration and that of the spurious vibration become distant. 

 
 (a)  (b) 
Figure 17.  The effect of resonator thickness and electrode diameter on resonant frequency 
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5. Conclusion & Discussion 
The ceramic manufacturing process is so complicated and process-dependent, that 
achieving reproducibility is very hard in many cases. Especially, ceramic resonator is 
smaller than other piezoelectric ceramics applications and more precise process control is 
needed. Therefore, understanding configuration design and tendency through simulation is 
very useful to avoid unnecessary effort. In recent trend, as piezoelectric ceramics is used in 
the various actuators and sensors, the use of simulation in this field is also increasing. Some 
of  actuator, sensor or acoustic applications may have a complicated shape depending on the 
purposes, however, basic simulation process was regarded as same as resonator. Therefore, 
the accuracy of simulation depends on the accuracy of the knowledge on the material 
constants of piezoelectrics.  
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Figure 16.  The effect of the interaction of TE3 mode vibration and spurious vibration on the 
impedance configuration  

Therefore, the most important factor in designing a TE3 mode resonator shape is to make 
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frequency of the 3rd vibration and that of the spurious vibration become distant. 
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1. Introduction    
Impedance spectroscopy is an alternating current technique that can be used to probe 
materials or devices at length scales ranging from the atomic to macroscopic dimensions.   
Since its first application to solid state materials (Bauerle 1969), it has been used to 
characterize the electrical response of ionic electrolytes, ferroelectrics, intrinsic conducting 
polymers, ceramic and polymer matrix composites and biomaterials to name a few 
(Gerhardt 2005). The technique is based on probing the sample using an ac signal over a 
wide range of frequencies and studying the polarization phenomena associated with the 
electrical response. It is ideally suited for studying specimens where there is good electrical 
contrast at interfaces, either because of different constituent materials or because of space 
charge formation or dissipation. Impedance spectroscopy has recently been applied to 
nickel-base superalloys (Zou, Makram et al. 2002; Kelekanjeria and Gerhardt 2006). These 
metallic alloys contain heterogeneities ranging in size from nanometers to micrometers and 
the measured impedance response shows interesting dependencies. As a first 
approximation, for the computations presented in this chapter, the heterogeneous material 
medium is regarded as a continuum with a uniform conductivity on a macro scale. This 
treatment is justified because the size of the microstructural heterogeneities is extremely 
small in relation to the measurement contact area. The problem dealt with here pertains to 
the specific case wherein circular electrodes are placed on opposite sides of a cylindrical 
specimen. 
There are a few cases in the literature, where closed-form solutions in the frequency domain 
are available for problems similar to the current one.  For example, Ney (Costache and Ney 
1988; Ney 1991) derived a closed-form solution for the electric field distribution in a solid 
non-perfectly conducting flat ground plane as a result of electromagnetic interference. The 
derivation accounted for constriction effect as a result of confinement of current lines near 
the contact points and skin-effect due to finite conductivity of the ground plane. Bowler 
(Bowlera 2004) presented closed-form analytical expressions for the electric field distribution 
in a conducting half-space region due to alternating current injected at the surface. The 
analytical formulation was conducted in terms of a single, transverse magnetic potential in 
cylindrical coordinates and the solution was obtained by the use of the Hankel transform. In 
another publication, Bowler presented closed-form analytical expressions for the electric 
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field inside and outside a metal plate due to alternating current injected at the surface 
(Bowlerb 2004). Current was injected and extracted via two separate wires, which were 
oriented normal to the surface of the plate. The problem was treated in two separate 
cylindrical co-ordinate systems where each wire was considered as the symmetry axis for 
the respective system (Bowlerb 2004). 
The derivation presented here addresses the specific problem of obtaining the electric field 
distribution inside a cylindrical metallic specimen due to current injection and extraction via 
oppositely placed electrode contacts (Kelekanjeri and Gerhardt 2007). Therefore, the 
problem while similar to the literature references cited above, corresponds to a distinctly 
different situation. This chapter also contains a description of the analytical treatment 
needed for computing the complex impedance response under the same conditions. All 
formulations are supported by independent finite-element (FE) validation using FEMLAB 
3.1 (now COMSOL Multiphysics).    

2. Problem description 
A two-probe impedance measurement relies on the application of an ac signal across a 
specimen placed in between the source and the sink electrodes. The problem dealt with here 
considers the case where the electrodes are placed on the circular faces of the specimen and 
share the same axis of symmetry (see Fig. 1(a)). The measurement in essence can be treated 
as current injection into the specimen at the source electrode and current extraction at the 
sink electrode. In the actual measurement; however, the current is measured upon the 
application of a voltage.  
An analytical formulation of this problem is developed by using Maxwell’s equations for 
conductors (Hallen 1962; Cottingham and Greenwood 1991) and closed form analytical 
expressions for the resultant electric field distribution are derived in terms of Bessel series 
(www.mathworld.com; Gray and Mathews 1952; Abramowitz and Stegun 1964; Kreyszig 
1994; Weber and Arfken 2004). The electric field distributions are then converted to the 
relevant impedance parameters. Additionally, finite element solutions for the electric field 
distributions and the impedance parameters are also presented in order to validate the 
derived analytical solutions. The Electromagnetics Module of FEMLAB package (COMSOL 
ABa 2004) is used to layout the finite element model. The finite element problem is 
formulated as a time-harmonic quasistatic application in the Meridional Currents/Potentials 
mode in terms of magnetic and electric potentials. The electric fields are ultimately obtained 
in terms of derivatives of magnetic and electric potentials. The solution obtained for the 
fields is subsequently used in computing an impedance spectrum of the specimen for the 
prescribed measurement configuration.  
More specifically, the problem can be treated as the injection of an alternating current 

( )tωjIo −exp of angular frequency ω into a cylindrical metallic disk specimen, via a source 
electrode and extraction by means of a sink electrode (Kelekanjeri and Gerhardt 2007). The 
electrodes are modeled as perfect infinitesimally thick contacts of radius cr contacting the 
specimen of radius or ( co rr >> ) and thickness ot ( ot < or ) as shown in Fig. 1(a). The contact 
electrodes and the specimen are both axi-symmetric. The injected current at the source 
electrode, is assumed to be along the z direction. Due to a discrepancy between the size of 
the electrode contact and the specimen radius, there will be radial spreading of current flow 
lines within the specimen as shown in Fig. 1(b). This phenomenon, referred to as striction 
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effect or constriction (Costache and Ney 1988; Ney 1991), is where convergence or 
divergence of current flow lines occurs. A second effect is that of current flow confined to 
the surface of a conductor at high frequencies, an effect generally known as the skin-effect  
(Casimir and Ubbink 1967; Giacoletto 1996). As a consequence of the above two 
electrodynamic effects, there will be electric fields along both axial (z) and radial (r) 
directions ( zE and rE ) within the specimen, but, there will be no electric field in the 
tangential (ϕ) direction. The modeling measurement configuration (r-z plane), illustrating 
the skin and the constriction effects, is shown in Fig. 1(b). Since symmetry also exists about 
the z axis, the modeling space can further be condensed to one half of the r-z plane from 
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Figure 1. (a) Schematic illustrating the measurement geometry comprising of the specimen 
with coaxially placed electrodes (shown in gray shade) in a cylindrical co-ordinate system. 
The illustration in (b) shows the current flow contour incorporating both skin and 
constriction effects inside the specimen (r-z cross-section). The extent of radial spreading is 
enhanced with increasing frequency. 

3. Analytical approach 
3.1 Formulation and generic solution 
The analytical solution for the electric field distribution (of angular frequency ω) inside the 
specimen (of uniform conductivity-σ and magnetic permeability-μ) is obtained by solving 
the following second order partial differential equation (PDE) (Ney 1991; Giacoletto 1996): 
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Two independent partial differential equations in zE  and rE may be written upon 
expanding the vector Laplacian (www.mathworld.com) using cylindrical co-ordinates as 
follows: 
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The general solutions for ),( zrEr  and ),( zrEz for above PDE’s may be expressed as follows: 
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where lC′  (l = 5,6,7 and 8) are the modified coefficients resulting from grouping the radial 
and axial solutions together. 

3.2 Boundary conditions 
The electric field distribution within the specimen is determined completely upon 
knowledge of the constants in the electric field expressions in equations (4) and (5). 
Examining the boundary conditions governing the two-probe impedance measurement 
problem is necessary to obtain the constants (Kelekanjeri and Gerhardt 2007): 
a. Source and sink conditions: 
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b. Limiting normal current on curved boundary: 
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c. Conservation of current (Io) via Ampere’s law (Hallen 1962; Cottingham and 
Greenwood 1991): 
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where φH is the magnetic field in the azimuthal (ϕ) direction, expressed in terms of the 

electric field components ( rE and zE ) as follows: (Hallen 1962; Cottingham and Greenwood 
1991; Kelekanjeri and Gerhardt 2007): 
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3.3 Determination of unique solution for electric field distribution 
Applying the limiting current boundary condition imposed on )z,r(Er , listed in equation 

(8), we obtain 0)rλ(J
orr11 ==  for a non-trivial solution. This equation has infinite roots 
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i1 == , where β1i  is a root 

of J1(x). Therefore, using the principle of superposition )z,r(Er may be rewritten as: 
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Since, the right hand side (RHS) term in the above equation is a constant, )z,r(Ez must 
contain at least one term that is just a function of r and independent of z. Therefore, the 
expression for )z,r(Ez may be modified as: 
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3.3.1 Problem symmetry 
The pre-exponential coefficients - iC′ ’s that are left to be determined for a unique solution of 
the electric fields- )z,r(Er  and )z,r(Ez  may be reduced in number by exploiting the 
symmetry of the problem. As mentioned previously, the problem geometry is both 
rotationally symmetric and axi-symmetric (about z axis). In addition, there is symmetry 
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about ⎟
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⎜
⎝
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2
tz o  because the source and sink electrodes are placed on opposite circular faces 

of the specimen and centered about the z axis. A schematic illustrating the symmetric 
current flow contour incorporating constriction and skin effects is shown in Fig. 1(b). It is 

evident from the illustration that )z,r(Ez  is symmetric about ⎟
⎠
⎞

⎜
⎝
⎛=

2
tz o , whereas, )z,r(Er is 

anti-symmetric. Thus, we can write the following conditions: 
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 )zt,r(E)z,r(E ozz −=  (17) 

Using these conditions, the electric field expressions )z,r(Er  and )z,r(Ez  may be modified 
by eliminating the constants- m6C′  and m8C′  as follows:  
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3.3.2 Validation of 1-D skin-effect solution for f(r)  
Consider the case of alternating current ( )tωj(Io −exp ) flow through an infinitely long thin 
cylindrical wire along the z direction. In this case, the electric field distribution is governed 
only by skin-effect, which is given as (Giacoletto 1996): 
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Let us assume this solution for f(r) in the expression for )z,r(Ez in equation (19). This 
assumption will be justified in the following by testing for the total current condition listed 
in equation (13). By virtue of this assumption, the expression for )z,r(Ez now becomes: 
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Substituting this expression for )z,r(Ez  in equation (13) (see Appendix for derivative 
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The summation term vanishes as 0)β(J)rλ(J m11om11 == . The result is identical to the RHS 
of equation (13). Therefore, the starting assumption for f(r) is justified and the modified 
solution for )z,r(Ez  given in equation (21) stands correct. The first term in the expression 
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for )z,r(Ez  accounts for the skin-effect and the summation signifies the contribution from 
current constriction at the contacts. 
The pre-exponential coefficient m7C′  may be determined by evaluating the integral 
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expression for )z,r(Ez  in equation (21). The final answer is listed below: 
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The second coefficient m5C′  appearing in the expression for )z,r(Er  may be determined by 
making use of Faraday’s law (Cottingham and Greenwood 1991)  as follows: 
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r

H
r̂

z
H

σ zr
φφ +=⎟⎟
⎠

⎞
⎜⎜
⎝

⎛

∂

∂
+⎟⎟

⎠

⎞
⎜⎜
⎝

⎛

∂

∂
−⇒=∇ EHx  (24) 

By substituting for φH  from equation (10) and then comparing the r component on both 

sides of the equation, we have:  
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The coefficient m5C′  may be solved for by substituting the expressions for )z,r(Er  and 
)z,r(Ez  in the above equation. The final answer is given as follows: 
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This completes the determination of the electric field distribution (described by equations 
(18) and (21)) inside a cylindrical disk shaped conductor for a two-probe impedance 
measurement. 

3.3.3 Semi-infinite solution 
Consider the case when the cylinder is infinitely long in the thickness ( z ) direction. The 
electric field distribution in this case can be obtained as a corollary to the derivation 
presented thus far. All the boundary conditions listed earlier are equally valid here. 
Therefore, the approach for obtaining the final solution is similar to the one presented for 
the disk problem. However, the only major difference between the solutions is that, terms 
involving zξ ie+  are excluded from z-solutions for the present case. This essentially means 
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of equation (13). Therefore, the starting assumption for f(r) is justified and the modified 
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for )z,r(Ez  accounts for the skin-effect and the summation signifies the contribution from 
current constriction at the contacts. 
The pre-exponential coefficient m7C′  may be determined by evaluating the integral 

rdr)rλ(J
r

E
p11

0z

r

0

zo

=
∫ ⎟

⎠
⎞

⎜
⎝
⎛

∂
∂  using the source condition (equation (7)) and alternately using the 

expression for )z,r(Ez  in equation (21). The final answer is listed below: 

 
( )[ ]

( )[ ] ( )
⎪⎭

⎪
⎬
⎫

⎪⎩

⎪
⎨
⎧ +

⎪⎭

⎪
⎬
⎫

⎪⎩

⎪
⎨
⎧

−
−

−
⎪⎭

⎪
⎬
⎫

⎪⎩

⎪
⎨
⎧

=′
−

2
e1βJrλ

)rλ(J)rκ(Jλ)rλ(J)rκ(Jκ
λκ
rκα

σrπ
)rλ(JI

C
op1 tξ2

p12
2

op1

op12o1p1op11o22
p1

2
o

c

cp11o

m7  (23) 

The second coefficient m5C′  appearing in the expression for )z,r(Er  may be determined by 
making use of Faraday’s law (Cottingham and Greenwood 1991)  as follows: 
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The coefficient m5C′  may be solved for by substituting the expressions for )z,r(Er  and 
)z,r(Ez  in the above equation. The final answer is given as follows: 
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This completes the determination of the electric field distribution (described by equations 
(18) and (21)) inside a cylindrical disk shaped conductor for a two-probe impedance 
measurement. 

3.3.3 Semi-infinite solution 
Consider the case when the cylinder is infinitely long in the thickness ( z ) direction. The 
electric field distribution in this case can be obtained as a corollary to the derivation 
presented thus far. All the boundary conditions listed earlier are equally valid here. 
Therefore, the approach for obtaining the final solution is similar to the one presented for 
the disk problem. However, the only major difference between the solutions is that, terms 
involving zξ ie+  are excluded from z-solutions for the present case. This essentially means 
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that the probability of a wave rebounding from the opposite boundary is negligible, which 
is a good approximation for large values of ot . 
The expressions for the axial and radial electric fields can then be written as follows 
(Kelekanjeri and Gerhardt 2007): 

 ∑ ′= −
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The coefficients m8C′  and m9C′  may be solved for in a similar manner as shown for the disk 

solution. The above expressions are only valid from 0z =  to ⎟
⎠
⎞

⎜
⎝
⎛

2
to ; the solution for the other 

half of the cylinder is readily obtained by using the symmetry conditions listed in equations 
(16) and (17). Therefore, this problem will hereafter be referred to as the ‘semi-infinite’ case. 

4. Finite element approach 
The closed-form analytical expressions for the electric field distribution presented in the 
previous section were validated independently using a finite element solution obtained 
using the Electromagnetics Module of FEMLAB package (COMSOL ABa 2004). Modeling 
was conducted in the Meridional Currents/Potentials mode, which ensured rotational 
symmetry as well as symmetry about the z axis. The latter enforces that the radial current 
density and the gradient in the axial current density are both zero on the z axis, i.e.  

0J 0rr == and 0
r
J

0r

z =⎟
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⎜
⎝
⎛

∂
∂

=
 (COMSOL ABa 2004). The finite element model was formulated 

as a time-harmonic quasistatic problem in terms of magnetic ( A ) and electric (V) potentials. 
The modeling geometry consists of one-half of r-z cross-section of the specimen (boundary 1 
shows axial symmetry), which has been divided into sub-domains I and II as shown in Fig. 
2. Boundaries-2 and 3 correspond to the source and sink electrode contacts respectively, 
where a constant current density is specified. The electric and magnetic fields are forced to 
be continuous across the vertical boundary (boundary-4) at crr = . Electric and magnetic 
insulation is specified at boundaries-5, 6 and 7. A Direct UMFPACK linear stationary solver 
(COMSOL ABb 2004) was used for obtaining the solution of the dependent variables, viz. the 
vector magnetic potential ( A ) and the electric potential (V), for the following PDE 
(COMSOL ABa 2004): 

 ( ) ( ) ( ) 0JVεωεjσAσ
μμ
AAεεωωσj e

ro
ro

ro
2 =−∇++∇−⎟⎟
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⎞
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⎛ ∇∇+− xxvxx  (29)  

In the above equation, oε  and rε  refer to the absolute and relative permittivity and oμ  and 

rμ  refer to the absolute and relative magnetic permeability respectively. Subsequently, the 
electric and magnetic fields are obtained as: 
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Figure 2. Illustration of the problem geometry (r-z cross-section) detailing the various sub-
domains and boundaries as modeled in FEMLAB. Sub-domains I and II are parts of the 
complete specimen and are differentiated in order to indicate the electrode contacts on 
boundaries (z=0 and z=to) of sub-domain I. Sub-domain boundaries are numbered using 
Arabic numerals 

5. Simulation results and discussion 
In the first part of this section, a comparison between the electric field profiles ( zE and rE ) 
obtained via analytical and finite element simulations is presented. The two electrodynamic 
effects pertinent here, viz. the constriction and skin effects are discussed in detail based on 
the electric field profiles. Subsequently, the effects of varying one or more geometric 
parameters on the electric field profiles are studied systematically. Finally, the concept of a 
limiting thickness o,limt  is discussed, which is useful in ascertaining the applicability of the 
disk and semi-infinite analytical solutions for a given geometric configuration. 

5.1 Electric field profiles 
The following set of material properties and geometric parameters is used for computing the 
electric field profiles: σ =8.34 x 105 S/m, μr=1.004, ro=5mm, rc=0.5mm and to=2mm. An 
amplitude of oI =50mA is assumed for the alternating current. A total of 53288 elements and 
3126 boundary elements corresponding to a simulation space of 5x2sq.mm were used for 
finite element simulations. Figure 3 shows a comparison between the analytical and 
FEMLAB solutions as cross-section plots of the axial ( zE ) and radial ( rE ) electric field 

profiles at 
6
tz o=  and a frequency of 1 MHz (Kelekanjerib and Gerhardt 2006). It is clear 

from these plots that the analytical and FEMLAB solutions are in excellent agreement with 
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that the probability of a wave rebounding from the opposite boundary is negligible, which 
is a good approximation for large values of ot . 
The expressions for the axial and radial electric fields can then be written as follows 
(Kelekanjeri and Gerhardt 2007): 
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half of the cylinder is readily obtained by using the symmetry conditions listed in equations 
(16) and (17). Therefore, this problem will hereafter be referred to as the ‘semi-infinite’ case. 

4. Finite element approach 
The closed-form analytical expressions for the electric field distribution presented in the 
previous section were validated independently using a finite element solution obtained 
using the Electromagnetics Module of FEMLAB package (COMSOL ABa 2004). Modeling 
was conducted in the Meridional Currents/Potentials mode, which ensured rotational 
symmetry as well as symmetry about the z axis. The latter enforces that the radial current 
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 (COMSOL ABa 2004). The finite element model was formulated 

as a time-harmonic quasistatic problem in terms of magnetic ( A ) and electric (V) potentials. 
The modeling geometry consists of one-half of r-z cross-section of the specimen (boundary 1 
shows axial symmetry), which has been divided into sub-domains I and II as shown in Fig. 
2. Boundaries-2 and 3 correspond to the source and sink electrode contacts respectively, 
where a constant current density is specified. The electric and magnetic fields are forced to 
be continuous across the vertical boundary (boundary-4) at crr = . Electric and magnetic 
insulation is specified at boundaries-5, 6 and 7. A Direct UMFPACK linear stationary solver 
(COMSOL ABb 2004) was used for obtaining the solution of the dependent variables, viz. the 
vector magnetic potential ( A ) and the electric potential (V), for the following PDE 
(COMSOL ABa 2004): 
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In the above equation, oε  and rε  refer to the absolute and relative permittivity and oμ  and 

rμ  refer to the absolute and relative magnetic permeability respectively. Subsequently, the 
electric and magnetic fields are obtained as: 
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Figure 2. Illustration of the problem geometry (r-z cross-section) detailing the various sub-
domains and boundaries as modeled in FEMLAB. Sub-domains I and II are parts of the 
complete specimen and are differentiated in order to indicate the electrode contacts on 
boundaries (z=0 and z=to) of sub-domain I. Sub-domain boundaries are numbered using 
Arabic numerals 

5. Simulation results and discussion 
In the first part of this section, a comparison between the electric field profiles ( zE and rE ) 
obtained via analytical and finite element simulations is presented. The two electrodynamic 
effects pertinent here, viz. the constriction and skin effects are discussed in detail based on 
the electric field profiles. Subsequently, the effects of varying one or more geometric 
parameters on the electric field profiles are studied systematically. Finally, the concept of a 
limiting thickness o,limt  is discussed, which is useful in ascertaining the applicability of the 
disk and semi-infinite analytical solutions for a given geometric configuration. 

5.1 Electric field profiles 
The following set of material properties and geometric parameters is used for computing the 
electric field profiles: σ =8.34 x 105 S/m, μr=1.004, ro=5mm, rc=0.5mm and to=2mm. An 
amplitude of oI =50mA is assumed for the alternating current. A total of 53288 elements and 
3126 boundary elements corresponding to a simulation space of 5x2sq.mm were used for 
finite element simulations. Figure 3 shows a comparison between the analytical and 
FEMLAB solutions as cross-section plots of the axial ( zE ) and radial ( rE ) electric field 

profiles at 
6
tz o=  and a frequency of 1 MHz (Kelekanjerib and Gerhardt 2006). It is clear 

from these plots that the analytical and FEMLAB solutions are in excellent agreement with 
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each other. Figure 4 shows surface plots of the axial field ( zE ) at frequencies of 0.1 MHz ((a) 
& (c)) and 1 MHz, ((b) & (d)) obtained from the FEMLAB solution. The scale has been 
adjusted to emphasize the constriction behavior in 4(a) & 4(b) and the skin-effect behavior in 

4(c) & 4(d). The symmetry of the field distribution about 
2
tz o=  is clear from all the surface 

plots. It is seen from Figs. 4(a) and 4(b) that the field is concentrated near the electrode 
contacts, which is due to the constriction effect.  The constriction effect in essence signifies 
the extent of radial spreading of the current. That this is the case, may be seen from Fig. 3(b), 
where the radial field )z,r(Er  is a maximum at crr = , where the contacts terminate. Further 
away from the electrode contacts, the field decays rapidly along both z and r directions, as 
seen from the surface plots.  The decay in zE  along the radial direction from 0r =  to orr = , 
may also be seen in the cross-section plot in Fig. 3(a), as the initial drop-off. This is due to 
progressive attenuation of the signal as it propagates within the medium. Increasing the 
frequency has the effect of enhancing the rate of field decay in the constriction region, as 
seen from the surface plots 4(a) and 4(b). The surface plots in Figs. 4(c) and 4(d) emphasize 
the skin-effect behavior at large values of r by using an altered scale. The surface plot in Fig. 
4(d) clearly demonstrates that after the constriction drop-off, the field starts to rise near the 
end regions of the disk. This late rise in the field, as r approaches or , is also seen in the plot 
of zE  vs. r in Fig. 3(a). This behavior is due to the skin-effect, which forces the current to 
propagate closer to the surface, resulting in higher fields near the surface (Casimir and 
Ubbink 1967; Giacoletto 1996). The extent of rise is greater, the higher the frequency, as 
shown by the surface plots 4(c) and 4(d) at frequencies of 0.1 and 1MHz respectively. Thus 
at high frequencies, both the constriction and skin effects in combination determine the 
overall field distribution, whereas, constriction is the only dominant effect at low 
frequencies. 
 
 

 
Figure 3. Plots of 6/tzz

o
)z,r(E =  and 6/tzr

o
)z,r(E =  versus r at 1 MHz, showing the good 

match between the analytical and FEMLAB solutions. The profiles correspond to the 
following measurement geometry: ro=5mm, rc=0.5mm and to=2mm 
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Figure 4. Surface plots of axial electric field in (V/m) emphasizing constriction behavior in 
(a) and (b) at frequencies of 0.1 MHz and 1 MHz respectively and skin-effect in (c) and (d) at 
the same two frequencies 

5.2 Geometric effects on electrodynamic phenomena 
Simulation studies on the effect of different geometrical parameters on the two important 
electrodynamic phenomena pertinent to this problem viz. the skin-effect and constriction 
are presented next. For these studies, the material parameters (σ,μ) and the total injected 
current (Io) are left unchanged from earlier values. 
Simulations for studying the skin-effect behavior (at large r) were conducted by a systematic 
variation of or  and ot  at three different values of the electrode contact radius cr . The field 

on the boundary, viz. 
)

2
t,r(z o

o

)z,r(E , was chosen as the representative parameter for 

studying the skin-effect behavior. This is because, the constriction effect is minimal at the 

center of the disk (
2
tz o= ), whereas, the skin-effect is a maximum on the boundary  ( orr = ). 

Therefore, the field parameter 
)

2
t,r(z o

o

)z,r(E  will hereafter be referred to as the skin-effect 

field. 
Figure 5 (a) shows the skin-effect field at 1MHz plotted versus ot  by systematically varying 

or  keeping cr  constant and vice-versa. It is evident from the plots that the skin-effect field is 
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the extent of radial spreading of the current. That this is the case, may be seen from Fig. 3(b), 
where the radial field )z,r(Er  is a maximum at crr = , where the contacts terminate. Further 
away from the electrode contacts, the field decays rapidly along both z and r directions, as 
seen from the surface plots.  The decay in zE  along the radial direction from 0r =  to orr = , 
may also be seen in the cross-section plot in Fig. 3(a), as the initial drop-off. This is due to 
progressive attenuation of the signal as it propagates within the medium. Increasing the 
frequency has the effect of enhancing the rate of field decay in the constriction region, as 
seen from the surface plots 4(a) and 4(b). The surface plots in Figs. 4(c) and 4(d) emphasize 
the skin-effect behavior at large values of r by using an altered scale. The surface plot in Fig. 
4(d) clearly demonstrates that after the constriction drop-off, the field starts to rise near the 
end regions of the disk. This late rise in the field, as r approaches or , is also seen in the plot 
of zE  vs. r in Fig. 3(a). This behavior is due to the skin-effect, which forces the current to 
propagate closer to the surface, resulting in higher fields near the surface (Casimir and 
Ubbink 1967; Giacoletto 1996). The extent of rise is greater, the higher the frequency, as 
shown by the surface plots 4(c) and 4(d) at frequencies of 0.1 and 1MHz respectively. Thus 
at high frequencies, both the constriction and skin effects in combination determine the 
overall field distribution, whereas, constriction is the only dominant effect at low 
frequencies. 
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5.2 Geometric effects on electrodynamic phenomena 
Simulation studies on the effect of different geometrical parameters on the two important 
electrodynamic phenomena pertinent to this problem viz. the skin-effect and constriction 
are presented next. For these studies, the material parameters (σ,μ) and the total injected 
current (Io) are left unchanged from earlier values. 
Simulations for studying the skin-effect behavior (at large r) were conducted by a systematic 
variation of or  and ot  at three different values of the electrode contact radius cr . The field 

on the boundary, viz. 
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studying the skin-effect behavior. This is because, the constriction effect is minimal at the 

center of the disk (
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tz o= ), whereas, the skin-effect is a maximum on the boundary  ( orr = ). 

Therefore, the field parameter 
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)z,r(E  will hereafter be referred to as the skin-effect 

field. 
Figure 5 (a) shows the skin-effect field at 1MHz plotted versus ot  by systematically varying 

or  keeping cr  constant and vice-versa. It is evident from the plots that the skin-effect field is 
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primarily influenced by or  (Kelekanjerib and Gerhardt 2006) and remains invariant with 
changes in the electrode contact radius cr . Next, the skin-effect field goes through a 
maximum (at cri,oo tt = ) before ultimately reaching a steady value. These inferences may be 

understood by examining the expression for the skin-effect field, which is given as: 
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Figure 5. Plots of the skin-effect field vs. the specimen thickness ot upon a systematic 
variation of (a) specimen radius or and electrode contact radius cr at a frequency of 1 MHz 
and (b) frequency of the current by fixing cr = 0.1mm and or =2mm 

In general, both terms in this expression are complex quantities. The first term actually 
describes the skin-effect, which for the most part is dependent on α . Therefore, the 
magnitude of this term scales inversely with or , which is evident from the expression for α  
given earlier (see section 3.3.2). The magnitude of the second term that arises due to the 
constriction effect is mostly influenced by ot . The contribution from the constriction term is 
significant only for small values of ot . Therefore, the magnitude of the skin effect field is 
governed by both terms at small values of ot . The maximum occurs when the phase 
difference between the two complex phasors is minimal. At large ot , the contribution from 
the summation term becomes increasingly less significant, which is the reason for the 
asymptotic behavior. Physically, this implies that as the specimen thickness increases 
progressively, the constriction effect decays progressively to a point where it is no longer 
significant and the situation becomes identical to 1D skin-effect (Kelekanjerib and Gerhardt 
2006). 
From the plot in Fig. 5(a), it is also noted that the value of cri,ot  (corresponding to the 
maximum field) remains almost invariant for all combinations of or  and cr  investigated. 
However, the position of the maximum ( cri,ot ) was found to shift to larger values of ot  
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upon decreasing the frequency, with a simultaneous drop in the skin-effect field as shown in 
Fig. 5(b) (Kelekanjerib and Gerhardt 2006). The scaling of the field with frequency is because 
the parameter α  is proportional to the square-root of the angular frequency. Additionally 
the contribution from the second term also scales with frequency and therefore the 
maximum is displaced further along the ot  axis upon lowering the frequency. A good 
analogy to this situation is that of 1D skin-effect, where the field spreads more into the 
conductor from the surface as the frequency decreases. In essence, frequency behaves like a 
kinetic parameter in controlling the dispersion of the electric field (Kelekanjerib and 
Gerhardt 2006). 
Next, the results from simulations on constriction behavior are discussed. The magnitude of 

the field parameter 
)

6
t,r(z o

c

)z,r(E  was chosen as the representative parameter for studying 

the constriction behavior (Kelekanjeri and Gerhardt 2007). The constriction effect from the 
previous discussion is clearly the largest at crr = , while the choice of the z co-ordinate was 
arbitrary. This field parameter will be referred to as the constriction field, hereon. It is 
intuitive that cr  should have a major impact on the constriction field, as it is in turn 
dependent on the impressed field, which is dictated by cr . Therefore, the effect of 
systematically varying or  and ot  on the constriction field was investigated at a fixed value 
of cr =0.1mm. Figure 6(a) shows the constriction field computed at 1MHz, plotted as a 
function of ot  for three different values of or . It is clear from the plot that for a given or , a 
monotonic decrease in the constriction field is noted before ultimately reaching an 
asymptote. Additionally, the asymptote is noted to occur at a higher value of ot  as or  
increased. This may be understood by looking at the following expression for the 

constriction field 
)

6
t,r(z o

c

)z,r(E : 

 ( ) ( )cm1o
m

6
tξ5

6
tξ

m7co
o

cz rλJeeC'rκJα)
6
t,r(E

om1om1

∑ ⎟
⎟

⎠

⎞

⎜
⎜

⎝

⎛
++= −−  (33)  

The contribution from the summation term decays exponentially with increasing ot . 
Therefore, at small values of ot , the magnitude of the constriction field is entirely 
determined by the summation term and is independent of or . For large values of ot , the 
summation term becomes negligible and therefore the constriction field is only dependent 
on or , which explains the eventual asymptotic behavior in terms of ot . In the intermediate 
regime, contributions from both terms are comparable and the extent of this regime is 
dependent on the parameter α , which scales inversely with or . Therefore, a specimen with 
a larger radius has an extended intermediate regime and also a smaller asymptotic 
constriction field, directly attributable to the contribution from the first term. The physical 
significance of this is that the constriction behavior equilibrates at a much smaller thickness 
in a specimen of smaller radius as compared to a larger one. The reason is because the field 
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primarily influenced by or  (Kelekanjerib and Gerhardt 2006) and remains invariant with 
changes in the electrode contact radius cr . Next, the skin-effect field goes through a 
maximum (at cri,oo tt = ) before ultimately reaching a steady value. These inferences may be 

understood by examining the expression for the skin-effect field, which is given as: 

 ∑ ′+= −

m
om1o2

tξ

m7oo
o

oz )rλ(JeC2)rκ(Jα)
2
t,r(E

om1

 (32) 

 
Figure 5. Plots of the skin-effect field vs. the specimen thickness ot upon a systematic 
variation of (a) specimen radius or and electrode contact radius cr at a frequency of 1 MHz 
and (b) frequency of the current by fixing cr = 0.1mm and or =2mm 

In general, both terms in this expression are complex quantities. The first term actually 
describes the skin-effect, which for the most part is dependent on α . Therefore, the 
magnitude of this term scales inversely with or , which is evident from the expression for α  
given earlier (see section 3.3.2). The magnitude of the second term that arises due to the 
constriction effect is mostly influenced by ot . The contribution from the constriction term is 
significant only for small values of ot . Therefore, the magnitude of the skin effect field is 
governed by both terms at small values of ot . The maximum occurs when the phase 
difference between the two complex phasors is minimal. At large ot , the contribution from 
the summation term becomes increasingly less significant, which is the reason for the 
asymptotic behavior. Physically, this implies that as the specimen thickness increases 
progressively, the constriction effect decays progressively to a point where it is no longer 
significant and the situation becomes identical to 1D skin-effect (Kelekanjerib and Gerhardt 
2006). 
From the plot in Fig. 5(a), it is also noted that the value of cri,ot  (corresponding to the 
maximum field) remains almost invariant for all combinations of or  and cr  investigated. 
However, the position of the maximum ( cri,ot ) was found to shift to larger values of ot  
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upon decreasing the frequency, with a simultaneous drop in the skin-effect field as shown in 
Fig. 5(b) (Kelekanjerib and Gerhardt 2006). The scaling of the field with frequency is because 
the parameter α  is proportional to the square-root of the angular frequency. Additionally 
the contribution from the second term also scales with frequency and therefore the 
maximum is displaced further along the ot  axis upon lowering the frequency. A good 
analogy to this situation is that of 1D skin-effect, where the field spreads more into the 
conductor from the surface as the frequency decreases. In essence, frequency behaves like a 
kinetic parameter in controlling the dispersion of the electric field (Kelekanjerib and 
Gerhardt 2006). 
Next, the results from simulations on constriction behavior are discussed. The magnitude of 
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the constriction behavior (Kelekanjeri and Gerhardt 2007). The constriction effect from the 
previous discussion is clearly the largest at crr = , while the choice of the z co-ordinate was 
arbitrary. This field parameter will be referred to as the constriction field, hereon. It is 
intuitive that cr  should have a major impact on the constriction field, as it is in turn 
dependent on the impressed field, which is dictated by cr . Therefore, the effect of 
systematically varying or  and ot  on the constriction field was investigated at a fixed value 
of cr =0.1mm. Figure 6(a) shows the constriction field computed at 1MHz, plotted as a 
function of ot  for three different values of or . It is clear from the plot that for a given or , a 
monotonic decrease in the constriction field is noted before ultimately reaching an 
asymptote. Additionally, the asymptote is noted to occur at a higher value of ot  as or  
increased. This may be understood by looking at the following expression for the 
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The contribution from the summation term decays exponentially with increasing ot . 
Therefore, at small values of ot , the magnitude of the constriction field is entirely 
determined by the summation term and is independent of or . For large values of ot , the 
summation term becomes negligible and therefore the constriction field is only dependent 
on or , which explains the eventual asymptotic behavior in terms of ot . In the intermediate 
regime, contributions from both terms are comparable and the extent of this regime is 
dependent on the parameter α , which scales inversely with or . Therefore, a specimen with 
a larger radius has an extended intermediate regime and also a smaller asymptotic 
constriction field, directly attributable to the contribution from the first term. The physical 
significance of this is that the constriction behavior equilibrates at a much smaller thickness 
in a specimen of smaller radius as compared to a larger one. The reason is because the field 
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spreads out over a larger distance in a specimen of larger radius and consequently 
equilibrates at a lower asymptote (Kelekanjeri and Gerhardt 2007). 
Figure 6(b) shows the constriction behavior upon varying the frequency at fixed values of 

or =5mm and cr =0.1mm. The general trend of 
)

6
t,r(z o

c

)z,r(E vs. ot  described in the previous 

paragraph is also valid at all the three different frequencies investigated here. The most 
important effect noted upon varying the frequency is that the saturation field decreased 
drastically with increasing frequency, as is evident from Fig. 6(b). Additionally, the onset of 
saturation occurred at progressively smaller values of ot  with increasing frequency. Both 
these effects pertinent to the constriction region again bear testimony to the fact that 
frequency behaves like a kinetic parameter in determining the equilibrium field distribution, 
similar to that seen in Fig. 5(b) for the skin-effect field. 
 

 

Figure 6. Plots showing the constriction field 
)

6
t,r(z o

c

)z,r(E  versus ot  with systematic 

variation in (a) specimen radius- or at a frequency of 1MHz and (b) frequency at or =5mm. 
The electrode contact radius cr is fixed at 0.1mm for these simulations 

5.3 Limiting Thickness Analysis 
The concept of a limiting thickness o,limt , is proposed so as to investigate the applicability of 
the disk and semi-infinite closed-form analytical solutions to a given geometric 
configuration. The limiting thickness is defined as the smallest disk thickness for which a 
limiting field profile 

2
t
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, is reached at the center of the disk (Kelekanjeri and 

Gerhardt 2007). This means that a disk with thickness larger than o,limt , (say o,lim1 tt > ) will 

yield the same profile 
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intuitive that both the limiting thickness and the limiting field profile should be frequency 
dependent, because the constriction effect varies with frequency as explained previously. 
An optimization routine was developed for determining o,limt  and 

2
t

zz,lim o,limE
=

, which is 

described in the following. The electric field at the center of the specimen 
)

2
t,0(z o

)z,r(E  (for 

any arbitrary ot ), hereafter referred to as the center field, was chosen as the optimization 

parameter. This is because the electric field at ⎟
⎠
⎞

⎜
⎝
⎛

2
t,0 o  was observed to be the last to 

equilibrate in the electric field profile at the center of the disk. The center field is given by 
the following expression (Kelekanjeri and Gerhardt 2007): 
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The routine begins by initializing upper and lower bounds for ot , such that 

lower,oo,upper tt >> . The center fields corresponding to thickness values of lower,ot , upper,ot  and 
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t upper,olower,o
middle,o  were then determined as lower,zE , upper,zE  and 

middle,zE respectively. Next, the correct thickness interval ( ][ middle,olower,o t,t  or 
][ upper,omiddle,o t,t ) for determination of o,limt  was identified by examining the relative 

differences between the corresponding center fields i.e. middle,zz,upper EE −  and 

z,lowerz,middle EE − . The interval corresponding to the smallest difference in the fields was the 

obvious choice. The upper and lower bounds were updated after choosing the new interval. 
This procedure was repeated until convergence was achieved simultaneously in both the 
center field and the thickness, which uniquely determined the limiting thickness o,limt  and 

the associated limiting field profile 
2

t
zz,lim o,limE

=
, for a given geometric configuration and a 

frequency. The results of computations of the limiting thickness o,limt  and the limiting 

center field 
)

2
t

,0(z,lim o,limE  are listed in Table 1 for multiple frequencies. These calculations 

were performed for the same set of material parameters and for values of cr  and or  of 
0.5mm and 5mm respectively. It is clear from the table that the limiting thickness as well as 
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intuitive that both the limiting thickness and the limiting field profile should be frequency 
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Figure 7 shows the limiting electric field profile (
2

t
zz,lim lim,oE

=
at 1 MHz) computed from the 

disk and the semi-infinite analytical solutions and also the FEMLAB solution for the 
following cases: o,limo tt << , o,limo tt ≅  and o,limo tt > . The cross-section at the center of the 

disk (
2
tz o= ) was chosen because, the discrepancies if present, were always a maximum 

here. In the case where o,limo tt << , a clear mismatch is noted between the profiles yielded by 
the disk and the semi-infinite analytical solutions. As ot increased, the mismatch decreased 
progressively and the solutions yielded a perfect match at o,limt  and the match remained 
intact for o,limo tt > . 

Frequency (Hz) lim,ot  (mm) )
2

t
,0(lim,z lim,oE  (V/m)

106 15.4 5.08 x 10-6 

5x105 16.9 4.36 x 10-5 

2x105 19.8 2.36 x 10-4 

105 22.8 4.70 x 10-4 

5x104 22.8 6.53 x 10-4 

2x104 22.8 7.44 x 10-4 

104 22.8 7.60 x 10-4 

103 22.8 7.65 x 10-4 

5x102 22.8 7.65 x 10-4 

Table 1. Limiting thicknesses and limiting center fields at several frequencies via 
optimization of the disk solution for chosen values of or =5mm and cr =0.5mm 

The total number of elements used in the FEMLAB models for the cases- o,limo tt << , 

o,limo tt ≅  and o,limo tt >  were 20824, 67880 and 72017 respectively. The maximum mesh size 
( maxΔ ) on the vertical boundaries of the geometry (spanning a length of ot ) was adjusted so 
as to improve the match with the analytical solution(s). A constant value of maxΔ  could not 
be used for all three cases because of memory handling constraints associated with the 
solver. A nearly identical profile to that of the analytical disk solution was obtained using 
the FEMLAB solution for o,limo tt < . In cases where o,limo tt ≥ , the FEMLAB solution 
deviated marginally from the two analytical solutions, which showed a perfect match. The 
match could be better provided the memory constraints of the solver upon lowering maxΔ  
could be met. However, for practical purposes, the analytical disk solution and the FEMLAB 
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solution are in agreement with each other for all values of ot , while, the semi-infinite 
analytical solution is clearly a rough approximation for o,limo tt << . 

 

 

 
Figure 7. Plots showing the axial field at 1MHz as a function of r to show the relative match 
between the semi-infinite, disk analytical solutions and the FEMLAB solution for the 
following cases – (a) o,limo tt << , (b) o,limo tt ≅  and (c) o,limo tt ≥  

6. Computation of Specimen Impedance 
In this section, a procedure for computing the complex impedance of the specimen in the 
shape of a cylindrical disk is described based on the expressions for the electric field 
distribution that were presented in section 3. As before, computation of impedance from the 
analytical model was validated using the FEMLAB model at a number of frequencies. The 
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following material properties and geometric parameters were used for computing the 
specimen impedance: σ =8.34 x 105 S/m, μr=1.004, ro=6.35mm, rc=0.5mm and to=2mm. 
The complex impedance (Z) of a specimen for an alternating current flow situation consists 
of real ( )'Z  and imaginary ( )"Z  components, viz. a resistance (R) and a reactance (X).  

 jXR"jZ'ZZ +=+=  (35) 

In the case of a metallic specimen, the reactance is primarily due to the contribution from the 
internal inductance (Li) of the specimen. While the resistance is related directly to energy 
loss due to ohmic heating, the inductance describes the ability of a conductor to store 
magnetic energy (Hallen 1962). The expression for the complex impedance by incorporating 
the inductance is written as follows: 

 iLωjRZ +=  (36) 

The computation of R and Li of a metallic cylindrical disk specimen using the analytical 
electric field expressions was conducted via energy methods (Kelekanjeri 2007). The 
resistance and the inductance are obtained by calculating the Joule heat-loss and the total 
internal magnetic energy respectively, the expressions for which, are listed as follows 
(Hallen 1962): 

 ∫=
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2 dVE.Eσ
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1R  and (37) 
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In the above expressions E  and H  are the total complex electric and magnetic fields 
respectively, while the subscript c denotes the complex conjugate. The total magnetization-
B  is related to the magnetic field H  by the magnetic permeability μ . The root mean square 

value of the current of amplitude oI  is given by 
2

II o
rms = . The total electric field E  and 

the magnetic field H  are given in terms of the electric field components rE  and zE  as 
follows: 

 ẑEr̂EE zr +=  and (39) 
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The analytical expressions for rE  and zE  are given in section 3. The reader is referred to the 
Appendix for further details on evaluation of the volume integrals. 
In the case of the FEMLAB model, the overall Joule heat loss and the magnetic energy are 
obtained by integration of the time average resistive heating per unit volume ( avQ ) and the 
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magnetic energy density ( mavW ) over the specimen volume respectively. The expressions 
for the time average quantities, viz. the Joule heat loss per unit volume and the magnetic 
energy density are given as follows (COMSOL ABa 2004): 

 ( )cav E.JRe
2
1Q =  and (41) 

 ( )cmav B.HRe
4
1W =  (42) 

The resistance R and the inductance Li are subsequently obtained by dividing out the time 
average quantities by I 2

rms . 
 

 
Figure 8. Plots of the frequency dependent resistance (a) and inductance (b) computed from 
both analytical (open symbols) and finite element models (solid line) 

Plots of R and Li as a function of the frequency are shown in Figs. 8(a) and 8(b) respectively. 
The perfect match between the quantities computed via the closed-form analytical solution 
and the finite element FEMLAB solution is evident from both plots. The resistance behavior 
as a function of frequency may be understood by examining the cross-section plots of 

( )z,rEz  and ( )z,rEr  in Fig. 3 and the surface plots of ( )z,rEz  in Fig. 4. It is clear from Fig. 
3(a) that the axial field ( )z,rEz  drops quickly to zero past the constriction region and 
reappears at larger values of r (near the surface). The rise in ( )z,rEz  near the surface (see 
Fig. 3(a)) is non-existent for frequencies below 10kHz. The radial field ( )z,rEr (see Fig. 3(b)) 
on the other hand remains finite beyond the constriction region and is extended to large 
values of r with increase in the frequency. The extent of rise in ( )z,rEz  near the surface and 
the radial spreading in terms of ( )z,rEr  past the constriction region are both enhanced with 
increase in frequency. The variation in the field profiles for frequencies below 10kHz is 
negligible. This redistribution in the axial and radial fields with frequency has the effect of 
decreasing the Joule loss contribution from ( )z,rEz  and increasing that from ( )z,rEr  
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(Kelekanjeri 2007). The overall Joule heat loss however, increases drastically with frequency 
(10kHz and above) as the predominant effect is that of ( )z,rEr . Consequently, the resistance 
R remains relatively constant for frequencies up to 10kHz and increases progressively upon 
further increase in the frequency. 
 
 

 
Figure 9. Plots of the magnetic field )z,r(Hφ vs. r with varying (a) z cross-section from the 

surface to the center of the specimen at a frequency of 1MHz and (b) frequency at
6
tz o= . 

The geometry was fixed at or =6.35mm, cr =0.5mm and ot =2mm 

The inductance behavior as a function of the frequency is dependent on the distribution of 
the magnetic field inside the specimen (Hallen 1962). Figure 9(a) shows plots of the 
magnetic field φH  versus r at different z cross-sections starting from the boundary at ( 0z = ) 

to the center of the disk (
2
tz o= ).  It is evident from the plots that φH  is a maximum at 

crr = , (where the constriction effect is maximum) and reaches a constant value on the 
curved boundary ( orr = ). Additionally, the weakening of the magnetic field φH  may be 

noted near the constriction region as z increases from 0 to 
2
to . This gradual weakening of 

the magnetic field is aggravated with increasing frequency, as may be seen from Fig. 9(b), 
which shows plots of 

6
t

zφ oH
=

 at frequencies ranging from 10 kHz to 5 MHz. The lesser 

penetration of the magnetic field results in a lower overall magnetic energy for the specimen 
and consequently a lower internal inductance with a rise in the frequency (Hallen 1962). The 
reactance X on the other hand is a product of the internal inductance and the angular 
frequency (see equation (36)) and therefore increases with increasing frequency (Hallen 
1962). 
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Figure 10. Plots of the complex impedance magnitude-(a) and the phase angle-(b) versus 
frequency showing a comparison between the analytical (open symbols) and finite element 
models (solid line) 

 
Figure 11. Plot of the complex impedance magnitude-(a) and phase angle-(b) vs. frequency 
from an actual two-probe impedance measurement of a superalloy specimen of dimensions- 

or =6.35mm, ot =2mm and conductivity σ =8.34 x 105 S/m. The electrode contact radius cr  
was 0.5mm 

The magnitude of the overall impedance ( 22 XRZ += ) and the phase angle 

(
R
Xtanψ 1−= ) are shown as a function of the frequency in Fig. 10(a) and 10(b), for the closed-

form analytical and the finite-element solutions respectively. The excellent match between 
the two solutions is again obvious. It is seen that the phase angle increases dramatically in 
the frequency range from 10kHz to 1MHz followed by a near saturation type behavior. The 
impedance only increases slightly from 10kHz to 100kHz, followed by a steep rise. It is 
interesting to note that both the resistance and reactance increase nearly at the same rate at 
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the highest frequencies, indicated by the saturation in ψ ~45°. The latter observation is 
analogous to 1-D skin-effect situation, where both components of the complex impedance 
increase as square root of the angular frequency at high frequencies (Gosselin, et al., 1982). It 
should be mentioned that the specimen impedance computed here is a function of the 
electrode contact radius ( cr ). This is because the electric and magnetic field distribution 
inside the specimen is governed by the constriction effect, which in turn is affected by 
variations in cr . There is however another important factor which affects the measured two-
probe impedance response viz., the contact resistance between the electrode and the 
specimen. The present model does not account for the contact resistance effect on the overall 
impedance and therefore, caters to an ideal situation only. 
The measured two-probe impedance and the corresponding phase angle response from a 
specimen with dimensions and electrical conductivity similar to that used for impedance 
calculations are shown in Fig. 11. It is clear that the measured impedance (Fig. 11(a)) is orders 
of magnitude off from the computed impedance (Fig. 10(a)); however the overall increasing 
trend in impedance with frequency is almost identical in shape. The measured phase angle 
(Fig. 11(b)) also shows a similar trend as the computed one; however, the actual magnitude of 
the frequency dependent phase angle is different from the computed response. The reasons for 
the discrepancies between the measured and computed responses are discussed below. As 
mentioned previously, the electrode-specimen contact resistance is one factor responsible for 
the rather high value of the measured impedance and is prevalent at all frequencies. Secondly, 
the flow of alternating current generates a time-varying magnetic field, as a consequence of 
Faraday’s law. This magnetic field is responsible for an induced voltage besides that from the 
specimen, if any loops are present in the circuitry (Kelekanjeri 2007). While the contact 
resistance offsets the specimen impedance (at all frequencies), the induced voltage from the 
magnetic field primarily affects the reactance at high frequencies (10 kHz and beyond). The 
reactance increases nearly exponentially for frequencies above 100 kHz, owing to induced 
voltage from the circuitry and consequently obscures the measurement of actual impedance 
associated with the specimen. This is also the reason for the relatively higher values of the 
measured phase angle at the highest frequencies. The fluctuations in impedance noted up to 
1MHz could be due to inadequate compensation of residual impedance arising from the 
circuitry. The problems mentioned heretofore for two-probe impedance measurements of a 
conducting specimen are not major concerns in the case of semiconducting or dielectric 
specimens due to the inherently large impedance of the specimen itself. 

7. Future Work 
The applicability of the present model of an ideal two-probe impedance measurement, treated 
as a current injection/extraction problem, is demonstrated for a fairly good conductor, in this 
case a nickel-base superalloy. However, the scope of this model may be extended to good 
semiconductors and polymer-conducting filler composites with fairly high conductivities, 
keeping in mind the assumptions made in the model. The validity will be ensured only when 
the conduction current density is still dominant over the displacement current density by 
orders of magnitude. As the next step, the model could be extended to address impedance 
measurements of more insulating materials by accounting for the displacement current term. 
In this case, the inherent dependence of conductivity and dielectric constant on the frequency 
will add more complexity into the model. This could also play a role in the case of the 

Computation of the Complex Impedance of a Cylindrical Conductor  
in an Ideal Two-Probe Configuration 

 

107 

conductor-filled polymer specimens, mentioned above. Another important problem in today’s 
nanoscale research is the quantitative determination of localized electrical properties of a 
microstructure using scanning probe microscopy (SPM) based electrical techniques. 
Nanoimpedance microscopy is an SPM-based AC technique in which, a local probe tip serves 
as a replacement to one of the bulk electrodes for measuring the local impedance of the region 
of interest (Kalinin and Gruverman 2007). In this case, however, the measured response is 
dominated by the region that is directly underneath the probe tip, the size of which, is 
determined directly by the tip-radius. In addition, the contact force applied by the tip, 
determined by the force constant of the tip, also affects the measured response. This type of 
localized measurement could also be treated as a current injection/extraction problem similar 
to the current one. However, the spatial variations in conductivity, the surrounding medium, 
the relative size of the feature vs. tip-radius, the nature of the contact between the tip and the 
sample are all important factors that should be included in the model.  

8. Summary 
Closed-form analytical expressions for the electric field distribution inside a cylindrical disk 
conductor are presented for the problem of a two-probe impedance measurement, treated as 
a current injection/extraction problem. The specimen was treated as a homogeneous 
material medium with uniform electrical and magnetic properties. A finite element solution 
obtained using a commercially available finite element package, FEMLAB 3.1, was used for 
independent validation of the closed-form expressions. Analytical expressions for the case of 
an infinitely long cylinder are also given as a corollary to the disk problem.  
The expressions for the axial and radial electric fields consist of terms that account for both the 
skin effect and the constriction effect. The skin effect term becomes important at high 
frequencies (104 Hz to 106 Hz) near the end regions of the disk (large r), while the constriction 
term is dominant in regions near the electrode contacts (small r) at all frequencies.  
The effects of varying the measurement geometry viz. the electrode contact radius cr , the 
disk radius or , and the disk thickness ot , were investigated systematically. The skin effect 
behavior at high frequencies was found to be dependent only on the specimen dimensions 
( or and ot ) and was independent of the electrode contact radius cr ( cr << or ). The skin effect 
field reached a maximum in ot , before eventually reaching an asymptote with increasing 

ot . The dominant effect on the constriction was that of cr . In addition, the specimen 
geometry also impacted the constriction behavior; the dependency on or was only ruled out 
for small values of ot . 
The concept of a limiting thickness and a limiting field profile was proposed in order to assess 
the range of applicability of the disk and semi-infinite analytical solutions for a given specimen 
geometry. Simulations indicated that the disk analytical solution and the FEMLAB solution 
matched with each other for all values of ot . The semi-infinite analytical solution also matched 
well with the other solutions when o,limo tt ≥ . However, when o,limo tt << , the semi-infinite 
solution was only a rough approximation to the actual solution yielded by the disk solution. 
The real and imaginary parts of the complex impedance for an ideal two-probe impedance 
measurement were computed using the closed-form analytical and finite-element solutions 
via energy-based methods. The frequency dependent specimen resistance was found to be a 
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reactance increases nearly exponentially for frequencies above 100 kHz, owing to induced 
voltage from the circuitry and consequently obscures the measurement of actual impedance 
associated with the specimen. This is also the reason for the relatively higher values of the 
measured phase angle at the highest frequencies. The fluctuations in impedance noted up to 
1MHz could be due to inadequate compensation of residual impedance arising from the 
circuitry. The problems mentioned heretofore for two-probe impedance measurements of a 
conducting specimen are not major concerns in the case of semiconducting or dielectric 
specimens due to the inherently large impedance of the specimen itself. 
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conductor-filled polymer specimens, mentioned above. Another important problem in today’s 
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Nanoimpedance microscopy is an SPM-based AC technique in which, a local probe tip serves 
as a replacement to one of the bulk electrodes for measuring the local impedance of the region 
of interest (Kalinin and Gruverman 2007). In this case, however, the measured response is 
dominated by the region that is directly underneath the probe tip, the size of which, is 
determined directly by the tip-radius. In addition, the contact force applied by the tip, 
determined by the force constant of the tip, also affects the measured response. This type of 
localized measurement could also be treated as a current injection/extraction problem similar 
to the current one. However, the spatial variations in conductivity, the surrounding medium, 
the relative size of the feature vs. tip-radius, the nature of the contact between the tip and the 
sample are all important factors that should be included in the model.  
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a current injection/extraction problem. The specimen was treated as a homogeneous 
material medium with uniform electrical and magnetic properties. A finite element solution 
obtained using a commercially available finite element package, FEMLAB 3.1, was used for 
independent validation of the closed-form expressions. Analytical expressions for the case of 
an infinitely long cylinder are also given as a corollary to the disk problem.  
The expressions for the axial and radial electric fields consist of terms that account for both the 
skin effect and the constriction effect. The skin effect term becomes important at high 
frequencies (104 Hz to 106 Hz) near the end regions of the disk (large r), while the constriction 
term is dominant in regions near the electrode contacts (small r) at all frequencies.  
The effects of varying the measurement geometry viz. the electrode contact radius cr , the 
disk radius or , and the disk thickness ot , were investigated systematically. The skin effect 
behavior at high frequencies was found to be dependent only on the specimen dimensions 
( or and ot ) and was independent of the electrode contact radius cr ( cr << or ). The skin effect 
field reached a maximum in ot , before eventually reaching an asymptote with increasing 

ot . The dominant effect on the constriction was that of cr . In addition, the specimen 
geometry also impacted the constriction behavior; the dependency on or was only ruled out 
for small values of ot . 
The concept of a limiting thickness and a limiting field profile was proposed in order to assess 
the range of applicability of the disk and semi-infinite analytical solutions for a given specimen 
geometry. Simulations indicated that the disk analytical solution and the FEMLAB solution 
matched with each other for all values of ot . The semi-infinite analytical solution also matched 
well with the other solutions when o,limo tt ≥ . However, when o,limo tt << , the semi-infinite 
solution was only a rough approximation to the actual solution yielded by the disk solution. 
The real and imaginary parts of the complex impedance for an ideal two-probe impedance 
measurement were computed using the closed-form analytical and finite-element solutions 
via energy-based methods. The frequency dependent specimen resistance was found to be a 
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constant up to ~100kHz and increased monotonically with further rise in the frequency. The 
internal inductance on the other hand showed a monotonic decrease after 100kHz. These 
effects were explained as due to the increase in the overall Joule heat-loss and a decrease in 
the magnetic energy storage with rise in the frequency. The measured impedance response 
differed by orders of magnitude from the computed impedance due to factors such as the 
specimen-electrode contact resistance and the induced voltage from the measurement 
circuitry. 
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V. Complex identities 
If u and v are any two complex numbers, then the following identities hold true for 
operations on their complex conjugates u  and v . 
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b.  (b) ( ) vuuv =  
c.  (c) ( ) ( )uJuJ μμ = , where ( )xJμ  is a Bessel function in x of order μ. 
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1. Introduction 
In this chapter, we introduce a scientific methodology called “evolutionary constructive 
approach”. This approach is suitable for studying dynamic features of complex systems. At 
first, we identify two types of simulation methodologies, realistic and constructive. The 
latter is especially needed to clarify complex systems, since the complex systems have 
distinct characteristics from objects of conventional scientific studies. We characterize such 
characteristics as “undecomposabilities”. We show three example simulation studies using 
the evolutionary constructive approach. They are about 1) dynamic change of social 
structures, 2) language change and displacement, and 3) dynamics of communication. 
These days, computer simulations have been getting popular in science and engineering. 
For example, the Earth Simulator developed in Japan has been producing interesting results 
for meteorology and environmental science (Sato, 2004). Multi-agent simulations, or agent-
based simulations, are an enterprise of new method in social science (Conte et al., 1997; 
Gilbert & Troitzsch, 2005).  
The simulation techniques are expected to contribute for understanding and prediction of 
the future of our world. But our world is not so easy to comprehend and to deal with. We 
have reached good understanding of some parts of the world, when simple sub-parts can be 
extracted as systems. Complex systems in which extracting simple sub-parts or breaking 
down into simple systems are very hard have been still remaining untractable for us.  If we 
try to use modeling and simulation for understanding such complex systems, we should 
establish the way of thinking, the methodologies and the approach to model the complex 
world. 
The purpose of this chapter is to discuss if constructive approach, especially, evolutionary 
constructive approach, can contribute to understand the complex world. The constructive 
approach is a scientific methodology in which an objective system is to be understood by 
constructing the system and operating it. In evolutionary constructive approach, 
evolutionary operations, not only genetic evolution but also lifetime development, 
individual learning and social learning, are incorporated to construct models. 
This chapter organizes as follows. In section 2, we describe some seminal constructive 
studies not limited to works using computer simulations. In section 3, we explain how 
complex systems are characterized as a preparation to discuss if the constructive approach is 
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suitable for studying complex systems. The important concept to view complex systems is 
“undecomposability“. In section 4, we explain evolutionary constructive approach in detail. 
Section 5 is devoted to show examples of simulation studies taking the evolutionary 
constructive approach. We summarize this chapter with discussion about the future 
direction of the evolutionary constructive studies in section 6. 

2. Two Types of Simulation Methodologies: Realistic and Constructive 
We can identify two types of methodologies in simulation studies, one is realistic 
simulations and the other is constructive simulations. The former tries to make operational 
copies of actual phenomena as possible as realistic in order to predict what occur in the 
target phenomena. The latter constructs rather simplified non-realistic models in order to 
extract essential features and to understand underlying mechanisms and logics of the 
objective phenomena.  
A typical example of the realistic simulation is “the Earth Simulator” (Sato, 2004). In the 
Earth Simulator, the Navier-Stokes equation, the fundamental equation for fluid dynamics, 
is calculated with approximation such as finite element method but as possible as accurate 
using parallel computers. In order to realize the high accuracy, the surface of the earth is 
divided into square areas as possible as small. Therefore, massive computational power is 
required. One of the main purposes of the Earth Simulator is to predict the state of the 
atmosphere of the Earth. An outcome of such effort is depicted in Figure 1(left). This is not a 
satellite image but the simulation result of a typhoon approached Japan in August, 2003. 

 
Figure 1. Simulation results from the earth simulator (left) and the Lorenz attractor (right). 
Both are derived from the same equation but with the completely different methodologies. 
The former is cited from the Home Page of Multiscale Simulation Research Group, The 
Earth Simulator Center (http://www.es.jamstec.go.jp/esc/research/Mssg/index.ja.html) 

On the other hand, the Navier-Stokes equation is often calculated using different 
approximation called modal decomposition. Lorenz was one of such meteologists. He 
extracted five modes of the equation and calculated using a computer in 1950‘s. After some 
period of calculation, he restarted the numerical simulation starting from the printed results. 
After a while, he found that the result was not the same as the first calculation. He could 
find neither any bug of the computer program nor any glitch in the computer. What he 
found was the sensitivity to initial conditions. The initial condition of the first and second 
calculations was slightly different, since the printed result was truncated at some digits. In 
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some nonlinear systems, such as fluid dynamics, very small difference can be grown into the 
system size. Lorenz (1963) called the phenomenon “deterministic nonperiodic flow“, which 
was named chaos later (Li & Yoak, 1975).  
Lorenz (1963) studied a more simplified system having the sensitivity to initial condition 
with three dimensional differential equations, now called Lorenz system. Figure 1(right) is a 
trajectory of the numerical simulation of the system. This geometrical structure is called the 
Lorenz attractor. He clarified such unstable and complex dynamics is induced by stretching 
and folding in the phase space. 
This study can be thought of as a constructive simulation. Lorenz constructed a more 
simplified and more non-realistic model than the Earth Simulator and extracted the essential 
features in the dynamics of atmosphere. Although, using the Lorenz model, we cannot 
forecast weather at all, the underlying mechanisms, stretching and folding, of complex 
dynamics of climate was understood and logics of the objective phenomena why weather 
forecast is fundamentally impossible was comprehended.  
The other classical examples of constructive studies are von Neumann’s self-reproducing 
automata (von Neumann, 1963) and Turing pattern (Turing, 1952).  
Taking notice of the self-reproduction as one of the essential features of life, von Neumann 
(1963) propounded the question, “whether a machine can reproduce itself”, and considered 
by what kind of logic the self-reproduction would be possible. By constructing an abstract 
machine, composed of three parts: a universal constructor, a blueprint and a copier of the 
blueprint, that actually carried out self-reproduction, he proved that self-reproduction is 
possible for machines. 
On the way of construction he found two important logics in self-reproduction. One is that 
the self-reproducing machine should have a static description of the machine, since the 
system has to observe itself in order to reproduce itself but the action of observation 
inevitably affects both the object and the subject of observation. This is a self-referential 
problem. This problem can be resolved by preparing a blueprint that is stable for 
observation. The second point is that the content of the blueprint is used twice in the 
different manners, interpreted and uninterpreted. When the blueprint is used at the first 
time, the universal constructor should appropriately interpret the information content that is 
the way to construct the machine. At the second time, the copier reads the blueprint literally 
and copies all the letters on the blueprint accurately. What is interesting is that these two 
points were proved to be realized in living organisms. Especially, the structure of the 
machine and the two distinct manners of information utilization are critical to make the 
machine evolvable. von Neumann did not perform simulation of the machine, since the 
computational power was not enough to calculate his self-reproducing machine at his time.  
Turing was also interested in life. Having spatial patterns, most of them are static and some 
dynamic, is one of the essential features of living organism. Turing (1952) proposed a simple 
reaction diffusion system for morphogenesis, partial differential equations with two 
variables. In this system, he supposed an interaction between two imaginary chemical 
substances, called morphogens. He proved that a particular character of the morphogens 
and particular manner of interaction realized various stable patterns from spatially uniform 
state. We can produce such various patterns as stripes and dots in numerical simulations by 
adjusting parameters of the system. This system is not a model abstracted from precise 
observation of real concrete phenomena, but Turing constructed the system from the 
bottom-up by introducing imaginary substances. While chemical substances precisely 
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corresponding to the morphogens have not been found, we can understand the logic and the 
sufficient conditions for the emergence of nonuniform spatial patterns from uniform initial 
conditions. 
A recent (nonclassical) development of the constructive simulation is Kaneko’s coupled 
chaotic maps (Kaneko, 1986, 1990). He tried to understand high dimensional chaos, but no 
handy model existed. There are many good models in low dimensional chaos such as the 
logistic map, Hénon map, Lorenz system, Rössler system (Alligood et al., 1996). Thus, his 
idea to make a high dimensional system was to connect many low dimensional chaotic 
maps. Basically, there are two types of coupled chaotic systems. One is a coupled map lattice 
which consists of chaotic maps with a local coupling (Kaneko, 1986),  

 xn+1(i) = (1- )f(xn(i))+( /2){f(xn(i-1))+ f(xn(i+1))} ,  (1) 

where n is the index for time and i for space, and x is the value of the state, that is, xn(i) 
represents the state of the ith map at the nth time step. Each element receives the influence 
of adjacent elements. The strength of the influence is controlled by a parameter . The 
function f(x) is a chaotic map, e.g. the logistic map f(x)=1-ax2, where a is a nonlinear 
parameter. The other type is called globally coupled maps, which is a system of chaotic 
maps with a mean field coupling (Kaneko, 1990), 

 xn+1(i) = (1- )f(xn(i))+( /N)∑j f(xn(j)) ,  (2) 

where N is the number of maps. The average of all elements affects each element. Thus the 
larger value of the coupling constant, , makes the system uniform, and the large value of 
nonlinearity, a, makes the system disordered. In computer simulations of the systems, we 
can find fruitful complex dynamic phenomena, such as spatio-temporal chaos, dynamic 
clustering, pattern dynamics and chaotic itinerancy, by adjusting the parameters.  
The chaotic itinerancy is a remarkably dynamic motion, in which a trajectory chaotically 
transits among varieties of low dimensional ordered states through high dimensional 
unordered states; or transits among low dimensional dynamical states including fixed 
points, periodic and chaotic motions through high dimensional chaotic motions (Kaneko & 
Tsuda, 2003). We depict an example of chaotic itinerancy observed in globally coupled maps 
in Figure 2. This graph shows dynamics of effective dimensionality, that is the degree of 
freedoms, of a system of globally coupled maps with 10 logistic maps. The system has 10 
dimensionalities at most, since it consists of 10 one-dimensional maps. The maps continue to 
synchronize with other maps and to desynchronize. When all elements synchronize, that is 
thought of as a state with complete order, the effective dimension is 1. When they 
desynchronize at all, that is an unordered state, the effective dimension is 10. A state with 
mid dimensionality is a partially ordered state. Figure 2 demonstrates that the effective 
dimensionality changes with time. The system moves between full ordered state, the 
effective dimension is 1, and full disordered state, the effective dimension is 10, with chaotic 
fluctuations. This change does not cease forever. 
The coupled map lattice and the globally coupled maps are not models in its rigorous sense, 
since they do not represent any concrete phenomena. They are realizations of pure abstract 
concept of high dimensional chaos. In other words, an object of study is created by the 
coupled chaotic system. While the coupled chaotic system is an abstract mathematical 
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object, it is utilized to study actual concrete phenomena of life, especially diversification of 
the cells (Kaneko, 2006). 

  
Figure 2. Example of chaotic itinerancy in a system of globally coupled chaotic maps. The 
effective dimensionality of the system fluctuates with time 

3. Characteristics of Complex Systems 
Above mentioned constructive studies are concerned with complex phenomena, such as 
chaos and life, in which dynamics and interactions play important roles. This fact is not by a 
mere chance. Constructive approach is suitable for studying complex dynamical systems. 
Before explaining the (evolutionary) constructive approach, we discuss the characteristics of 
complex systems.  
Complex systems are not the same as complicated systems. A system composed of mere 
vast amount of elements or having mere entangled relations may be identified as 
complicated but not as complex. We claim that complex systems are characterized by three 
undecomposabilities (Hashimoto, 2007). Conventional scientific methodology has made 
premise three types of decompositions. They are decompositions or separations between 
operators and operands, between parts and whole, and between observations and observed 
objects. Most objects of complex systems studies refuse some or all of such decompositions. 
Conventional descriptions are likely to divide an objective system into states and xed 
functions governing the behavior of the states, or into a black box having certain functions 
and inputs to/outputs from the black box. Suppose that there is an unidentified machine 
with several buttons and we are going to know how it works. We may try to give the 
machine some inputs, for example, pushing the buttons, and then wait responses to the 
inputs. Here, we presuppose that the machine has some states and some functions that are 
evoked by pushing the buttons. The functions are operators acting on the states and the 
state changes are brought by the operators. If we can describe good correspondences 
between the inputs and the outputs, we will feel that we are approaching understand of the 
objective machine.  The objective system is made to resolve into operators, what act on 
something, and operands, on what the operators act, and the operators are supposed not to 
change by the operation. 
This decomposition is not necessarily obvious for systems with self-referential and self-
modification features. In such systems, the movement of the system may act on the system 
(self-reference) and change the system itself (self-modification). Namely, the systems can 
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work both as an operator, acting on the system, and an operand, the object of the action, at 
the same time. This characteristic is called the undecomposability between operators and 
operands. This undecomposability brings the systems “rule dynamics”, i.e., rules describing 
the dynamics of the systems have dynamics. 
Biological evolution has this characteristic. Biological evolution is defined as changes of the 
gene frequencies in a group of organisms with respect to their environment for adapting to a 
fitness landscape. In classical view of neo-Darwinian evolution, the organisms unilaterally 
changes to fit to the environment. The environment selects organisms which can survive in 
the environment (natural selection). In this view, the environment is an operator and the 
organisms are operands. But actually, the organisms are not so passive but often modify 
their environment actively. The environmental change brought by the organisms persists for 
several generations, and thus the environmental change affect the natural selection. The 
process to modify the environment or to make a new environment to live is called niche 
construction (Odling-Smee et al., 2003). In the view of niche construction, biological 
organisms are both operators and operands. The evolutionary dynamics must be 
understood from such dynamic viewpoint. 
Complex dynamical systems such as language and social institutions are other examples 
with the undecomposability between operators and operands. Language can be thought of 
as a system for making and understanding utterances. Any language continues to change 
with our use of the language. A dead language which no one uses is not subject to change. 
Social institutions are habits in the ways of thought common to social members. The 
institutions seem to regulate behavior of the social members. But the institutions are seldom 
static. Once a social institution established, it is not continue forever. Most of people 
conform to the institution, the change of the institution occurs often from within the society. 
Namely, social institutions change with the behavior of the social members, that is regulated 
by the social institutions. This is a representative of the rule dynamics. 
In reductionism, temporal and spatial levels of an object of study are restricted, and it is 
often said that the whole is the sum of all parts. More macro level than the focusing level is 
often thought of as closely analogous to static. More micro level than the focusing one is 
likely to be approximated as random. However, if a small change arisen in one of parts of 
the objective system is expanded and spread to the whole system, the decomposition of 
levels and the reduction into partial systems become impossible. It is commonly conceded in 
many literatures that complex systems do not accept such decomposition. Chaotic systems 
have this undecomposability. The behavior of the system sharply depends on initial 
conditions. A small change in the initial conditions or in the state of a partial system may 
make the state of the system completely different, as described in the previous section. 
When a small fluctuation is expanded into the system level, another conventional 
decomposition between observation and an object of the observation is collapse. Since any 
observation inevitably perturbs the object, the influence of the observation may become 
apparent in such system. If a system composed of an observer and an observed object has 
the undecomposability between operator and operand, that is, the observer is the operator 
and the object is the operand, the undecomposability between observer and observed object 
is also induced. In social systems, it is recognized that observation and description, or 
investigation and its publication, may affect the behavior of the objective social systems. 
Thus, a methodological problem has been pursued in social science. Several methods 
different from natural science are devised in social science, such as participatory 
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observation, ethnomethodology, and action research. The difficulty comes from the fact that 
biological organisms have subjective agency. They may react differently to the same 
situation. Therefore, reproducible observations become difficult for biological and social 
systems. 

4. Evolutionary Constructive Approach 
A new scientific approach is required so as to progress understanding of dynamic complex 
system which have the undecomposabilities described above. Here we introduce 
“evolutionary constructive approach” (Kaneko & Tsuda, 1998; Kaneko & Ikegami, 2000; 
Hashimoto, 2002; Asada & Kuniyoshi, 2006). It is a methodology in which we try to 
understand an object through constructing and operating the object.  
We make a model, often mathematical or computational, of an object and implement the 
model using some media. This is construction. In making a model and constructing a 
system, individual concrete phenomenon of the object is not necessarily modeled 
realistically. As exemplified in section 2, the logic, not materialistic details, to realize the 
target phenomena is focused on. The systems constructed should consist of elements and 
factors which are considered to be essential to the objective system. As for the media of 
construction and operation, we use hardware, such as robots, software, such as computer 
programs, and wetware, such as biochemical molecules. 
In trying to construct a complex object, we may be perplexed by a paradox:  

In order to construct something, a blueprint is required. In order to draw the blueprint, 
the object must be analyzed and understood well. This is a deadlock situation. 
Therefore, constructive understanding is impossible for an object which is difficult for 
analysis and description. 

However, in evolutionary systems like life, cognitive system, language, economic and social 
systems, which have their own intrinsic dynamics, the final complex state is not needed to 
be designed for construction. Instead, as illustrated in Figure 3, we design a simpler state 
which has the possibility to attain the final state as a result of change, or which is thought of 
as the origin of the object; and incorporate mechanisms of change, such as genetic evolution, 
individual learning, social learning, development or diversification. We call this 
methodology “the evolutionary constructive approach”. This approach releases us from the 
paradox that what is too complex to understand cannot be constructed. This approach has 
another merit. We can observe the changing processes in which initial states arrive at the 
target state through the process of complexification and structuralization. The mechanisms 
of change are usually not easy to implement in hardware construction and are not easy to 
control in wetware construction. Therefore, software construction may be suitable for this 
approach at the present. 
We operate the system constructed. For software construction, computer simulations are 
performed extensively by testing the varieties of the settings, parameters, initial conditions 
and algorithms of change. We investigate which setups result in what kind of consequences 
and observe processes to complexify and structuralize. Through the operation and analysis, 
we try to clarify what occurs inevitably, in what kind of logic the objective phenomenon 
occurs, what the sufficient conditions for the objective phenomenon are. 
We may observe changing processes or final states that differ from those seen in the actual 
world, depending on the setups. In this case, knowledge about the “could-be” state of the 
target phenomenon is obtained. In order to establish the theory of evolution, it is necessary 
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gene frequencies in a group of organisms with respect to their environment for adapting to a 
fitness landscape. In classical view of neo-Darwinian evolution, the organisms unilaterally 
changes to fit to the environment. The environment selects organisms which can survive in 
the environment (natural selection). In this view, the environment is an operator and the 
organisms are operands. But actually, the organisms are not so passive but often modify 
their environment actively. The environmental change brought by the organisms persists for 
several generations, and thus the environmental change affect the natural selection. The 
process to modify the environment or to make a new environment to live is called niche 
construction (Odling-Smee et al., 2003). In the view of niche construction, biological 
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investigation and its publication, may affect the behavior of the objective social systems. 
Thus, a methodological problem has been pursued in social science. Several methods 
different from natural science are devised in social science, such as participatory 
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observation, ethnomethodology, and action research. The difficulty comes from the fact that 
biological organisms have subjective agency. They may react differently to the same 
situation. Therefore, reproducible observations become difficult for biological and social 
systems. 

4. Evolutionary Constructive Approach 
A new scientific approach is required so as to progress understanding of dynamic complex 
system which have the undecomposabilities described above. Here we introduce 
“evolutionary constructive approach” (Kaneko & Tsuda, 1998; Kaneko & Ikegami, 2000; 
Hashimoto, 2002; Asada & Kuniyoshi, 2006). It is a methodology in which we try to 
understand an object through constructing and operating the object.  
We make a model, often mathematical or computational, of an object and implement the 
model using some media. This is construction. In making a model and constructing a 
system, individual concrete phenomenon of the object is not necessarily modeled 
realistically. As exemplified in section 2, the logic, not materialistic details, to realize the 
target phenomena is focused on. The systems constructed should consist of elements and 
factors which are considered to be essential to the objective system. As for the media of 
construction and operation, we use hardware, such as robots, software, such as computer 
programs, and wetware, such as biochemical molecules. 
In trying to construct a complex object, we may be perplexed by a paradox:  
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the object must be analyzed and understood well. This is a deadlock situation. 
Therefore, constructive understanding is impossible for an object which is difficult for 
analysis and description. 

However, in evolutionary systems like life, cognitive system, language, economic and social 
systems, which have their own intrinsic dynamics, the final complex state is not needed to 
be designed for construction. Instead, as illustrated in Figure 3, we design a simpler state 
which has the possibility to attain the final state as a result of change, or which is thought of 
as the origin of the object; and incorporate mechanisms of change, such as genetic evolution, 
individual learning, social learning, development or diversification. We call this 
methodology “the evolutionary constructive approach”. This approach releases us from the 
paradox that what is too complex to understand cannot be constructed. This approach has 
another merit. We can observe the changing processes in which initial states arrive at the 
target state through the process of complexification and structuralization. The mechanisms 
of change are usually not easy to implement in hardware construction and are not easy to 
control in wetware construction. Therefore, software construction may be suitable for this 
approach at the present. 
We operate the system constructed. For software construction, computer simulations are 
performed extensively by testing the varieties of the settings, parameters, initial conditions 
and algorithms of change. We investigate which setups result in what kind of consequences 
and observe processes to complexify and structuralize. Through the operation and analysis, 
we try to clarify what occurs inevitably, in what kind of logic the objective phenomenon 
occurs, what the sufficient conditions for the objective phenomenon are. 
We may observe changing processes or final states that differ from those seen in the actual 
world, depending on the setups. In this case, knowledge about the “could-be” state of the 
target phenomenon is obtained. In order to establish the theory of evolution, it is necessary 
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to attain integrative comprehension including evolutionary paths which possibly might 
exist. Therefore, recognizing the “could-be” states is important. Experiments of the 
evolutionary paths in various setups can be repeatedly conducted usually. Besides, many 
variables of the system are measurable. Therefore, we can treat phenomena of which 
empirical observation is difficult and objects with historical dependency or a one-time-only 
nature. Accordingly, the evolutionary constructive approach is an effective method for the 
comprehension of origin and evolution. 

Origin

The complex object is 
not constructed directly

A system thought of 
as the origin of the 
object is designed.

Complexify
Structuralize

Object

Change

The process of change 
(evolution, learning) is 

incorporated  
Figure 3. Evolutionary constructive approach 

Another effective aspect of the constructive approach is the specification of the details of 
ideas. When we make a model which can be operated actually in simulations or in robotic 
systems, we must make every fine features clear and detailed. In the process of specification, 
we need to formalize the important concept, to determine the relationships among subparts 
of the model and the idea. We sometimes find a missing link in the logic to form the target 
phenomena which was overlooked before actual modeling. We may also find such a missing 
link during operating the model by observing unexpected results. In particular, in cases 
where multiple causalities and logics work simultaneously, which is usual in complex 
dynamical systems, we are not good at following such multiple flows of causalities and 
logics without mathematical or computational thinking tools. In some research areas, 
researchers often rely on verbal theorizing, even based on empirical evidence. When the 
objective system is so complex that the verbal theorizing may easily lead us astray, the 
constructive approach can be used to corroborate or to suspect the reasoning. 
The constructive approach concerns to engineering. We construct systems using some media 
with technologies, often high technologies. In contrast to engineering, the constructive 
approach may be considered as a scientific methodology, since the purpose of constructive 
studies is mainly to understand some objects. In engineering, something designed based on 
conceptualization – be it experiential or theoretical - is constructed and utilized for the 
world. Therefore, engineering has the directionality “from the concept to the world”, 
namely, we realize in the world what is conceptualized. On the other hand, science has the 
directionality “from the world to the concept”, namely, we conceptualize and understand 
the world. In constructive studies, the methodologies of these two directionalities, 
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engineering, “concept  world”, and science, “world  concept”, are connected as 
“concept  world  concept“.  
The constructive approach is basically a hypothetico-deductive method. At the first 
“concept” stage, we have a working hypothesis based on knowledge so far about the 
objectives. A system is constructed based on the idea that “certain phenomena and process 
should occur according to existing knowledge and a working hypothesis”. If the process 
and the phenomena currently assumed are actually realized as results of the operation of the 
system, it means that the hypothesis was verified in part. Here, the deductive stage is 
executed through the operation of system constructed. We modify the hypothesis and 
reconstruct the system, when the assumed consequence is not obtained. 
When assumed consequence is realized, we should analyze thoroughly which settings or 
which part of hypothesis bring the consequence. This analysis may give us a new insight 
about the core of the problem and the important part of the hypothesis. If we intend to 
understand further fundamental mechanism of the target phenomena or to study the origin 
of the objective system, we try to construct a new system in which the setting that brings the 
assumed consequence in the previous construction is not incorporated as a model. Such 
setting forms a new object and we search for a hypothesis that realizes the setting as a 
consequence of evolution in operating the new system. 
A nontrivial consequence which was not considered initially may be observed as the result 
of the operation. This is an emergence for a researcher. It is necessary to ask why such a 
consequence comes out and what kind of significance it has in the target phenomenon, and 
to clarify the mechanism in which the nontrivial consequence occurs. Accordingly, the 
emergence must not be left as it is. We have to advance our understanding so that the 
emergence is resolved as reasonable. By this activity, a new light is shed on the object, 
generation of a new hypothesis is brought about, and further comprehension progresses. 
Therefore, the constructive approach plays the role of hypothetical generation and is a tool 
of thought as well as hypothetical verification. 
The new object and new hypothesis leads us the second “concept“ stage, and  the process of 
construction and operation continues as “concept  world  concept  world  ⋯“. In 
evolutionary constructive approach, new features are added to a system constructed at the 
later constructions. The accumulative addition of new features is also considered as a kind 
of evolutionary process. 
We should notice that, in the constructive approach, while finding sufficient conditions may 
be possible, a necessary condition cannot be acquired. Even if the target state can be attained 
starting from a certain setting and condition, there may always be a possibility that the 
setting and the condition are not indispensable to attain the state, because other settings and 
conditions may bring about the target state. It will, however, be possible to narrow sufficient 
conditions by repeating experiments with various setups and elaborating models. Moreover, 
it is also impossible to answer the question concerning origins straightforwardly by this 
approach, i.e., “when” an event occurred in the actual world. The constructive approach can 
contribute to find essential logic, that is, the “how” question, while the “when” question 
must be clarified by empirical evidences. One possible course to approach the “when” 
question in constructive studies is to clarify strict conditions for the event to occur and to 
propose reasonable hypotheses, about the conditions for the event to come into being, which 
should be provable with empirical evidence. 
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5. Examples of Evolutionary Constructive Simulations 
In this section three example studies taking the evolutionary constructive approach are 
introduced. The examples are concerned with institutional change and language dynamics. 
As we saw in section 3, they are typical objects of complex systems study. Concretely, we 
describe the simulations about 1) Endogenous dynamics of macro social structure, 2) 
Meaning change and displacement in evolution of language, and 3) Dynamics of 
communication. 

5.1 Endogenous Dynamics of Macro Structure 
We apply the evolutionary constructive approach to dynamic social phenomena (Sato, 2005; 
Sato & Hashimoto, 2007). The target phenomenon of the study introduced in this sub-
section is the endogenous changes of social structures/institutions. We ask how the 
dynamics of macro structures in a society, such as institutions, occurs endogenously. Social 
structures and social institutions are often considered as equilibria, especially in neo-
classical economics. If a society is really in an equilibrium and is not given an exogenous 
shock, no change occurs in the society. In actual fact, however, we often experience changes 
in the social structures and institutions. We think that not all of the changes are induced by 
external sources.  
The key ideas for the endogenous social dynamics are the internal dynamics of individuals 
and the micro-macro loop. The internal dynamics is autonomous change of the individual’s 
internal states. We think social individuals have internal states and the states change 
dynamically, especially in humans, even without any change in the outside of the 
individuals. The internal dynamics can explain the diversity and the consistency of human 
behavior. Individuals can act differently under the same environmental state, if they have 
various internal states. If the states change dynamically, not random, the behavior may have 
some causal relationships. The micro-macro loop is a mutual relationship of dependences or 
influences between micro and macro levels in a society (Shiozawa, 1999). The micro-macro 
loop should be discriminated from micro-macro couplings. There are many macro variables 
in a society which are decided by actions of the social members, for example, the stock 
prices, GDP, the average income, and so on. Some of them are just the sum or the average of 
all members’ variables and affect the actions of social members. We regard such interactions 
between the micro and macro variables as the micro-macro coupling. On the other hand, the 
micro-macro loop is structural relationships between micro and macro structures. 

5.1.1 Modeling of Agent and Social Interaction 
The agent with internal dynamics is modeled by a kind of neural network with recursive 
connections. The architecture of the neural network, drawn in Figure 4, is equipped with 
two recurrent connections. One is between a hidden layer and a context layer, which is 
introduced by Simple Recurrent Network (Elman, 1990). The other is between output and 
input layers. The system‘s own past output affects its behavior through the latter 
connection. We call this architecture Simple Recurrent Network with Self-Inuential 
Connection (SRN-SIC). The hidden layer represents the internal state. In addition to the 
external stimuli, the network changes its output based on the internal state and its own past 
output, which forms the internal dynamics. This type of neural network can learn a time 
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series by adjusting the synaptic weights according to teacher signals. We use the back 
propagation algorithm for the learning. 
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Figure 4. Simple Recurrent Network with Self-Inuential Connection (SRN-SIC): Each circle 
is a neuron. A group of the neurons, a layer, is surrounded by a square. A neuron is added 
after the output in order to make the outputs from the network rounded to the choices of the 
minority game. The synaptic weights of the recursive connections are fixed at 1.0 

In this study, the social interactions among the agents is modeled by the minority game 
(Challet & Zhang, 1997) in which players selecting a minority choice from two alternative 
choices, say -1 and 1, win. This game is the model of a competitive situation for limited 
resources, which is common in a society, such as market, mating, competition for water and 
food source, and so on. 
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Figure 5. The micro-macro coupling in our system 

The micro-macro coupling is explained in Figure 5. The winner of game, that is, the minority 
side, is the macro variable of the system. This is decided from the choices of all players, 
which are the micro variables. This is the coupling from micro to macro. We prepare two 
couplings from macro to micro. One is that the last minority side is given to the agents as an 
external stimulus. The other is that a past time series of the minority side is given to all 
agents as a teacher’s signal to learn. We consider dynamical patterns in the time series of 
minority side as the macro structure and the neural network structure shaped through the 
learning as the micro structure, which represents the behavioral rule of each agent.  



Recent Advances in Modelling and Simulation 

 

120 

5. Examples of Evolutionary Constructive Simulations 
In this section three example studies taking the evolutionary constructive approach are 
introduced. The examples are concerned with institutional change and language dynamics. 
As we saw in section 3, they are typical objects of complex systems study. Concretely, we 
describe the simulations about 1) Endogenous dynamics of macro social structure, 2) 
Meaning change and displacement in evolution of language, and 3) Dynamics of 
communication. 

5.1 Endogenous Dynamics of Macro Structure 
We apply the evolutionary constructive approach to dynamic social phenomena (Sato, 2005; 
Sato & Hashimoto, 2007). The target phenomenon of the study introduced in this sub-
section is the endogenous changes of social structures/institutions. We ask how the 
dynamics of macro structures in a society, such as institutions, occurs endogenously. Social 
structures and social institutions are often considered as equilibria, especially in neo-
classical economics. If a society is really in an equilibrium and is not given an exogenous 
shock, no change occurs in the society. In actual fact, however, we often experience changes 
in the social structures and institutions. We think that not all of the changes are induced by 
external sources.  
The key ideas for the endogenous social dynamics are the internal dynamics of individuals 
and the micro-macro loop. The internal dynamics is autonomous change of the individual’s 
internal states. We think social individuals have internal states and the states change 
dynamically, especially in humans, even without any change in the outside of the 
individuals. The internal dynamics can explain the diversity and the consistency of human 
behavior. Individuals can act differently under the same environmental state, if they have 
various internal states. If the states change dynamically, not random, the behavior may have 
some causal relationships. The micro-macro loop is a mutual relationship of dependences or 
influences between micro and macro levels in a society (Shiozawa, 1999). The micro-macro 
loop should be discriminated from micro-macro couplings. There are many macro variables 
in a society which are decided by actions of the social members, for example, the stock 
prices, GDP, the average income, and so on. Some of them are just the sum or the average of 
all members’ variables and affect the actions of social members. We regard such interactions 
between the micro and macro variables as the micro-macro coupling. On the other hand, the 
micro-macro loop is structural relationships between micro and macro structures. 

5.1.1 Modeling of Agent and Social Interaction 
The agent with internal dynamics is modeled by a kind of neural network with recursive 
connections. The architecture of the neural network, drawn in Figure 4, is equipped with 
two recurrent connections. One is between a hidden layer and a context layer, which is 
introduced by Simple Recurrent Network (Elman, 1990). The other is between output and 
input layers. The system‘s own past output affects its behavior through the latter 
connection. We call this architecture Simple Recurrent Network with Self-Inuential 
Connection (SRN-SIC). The hidden layer represents the internal state. In addition to the 
external stimuli, the network changes its output based on the internal state and its own past 
output, which forms the internal dynamics. This type of neural network can learn a time 

Evolutionary Constructive Approach for Studying Dynamic Complex Systems 

 

121 

series by adjusting the synaptic weights according to teacher signals. We use the back 
propagation algorithm for the learning. 

LL L L L

L

Input
Layer

Context Layer

Hidden Layer

Output Layer

External
stimulus

Hidden neurons’ past
output values

Own past
output value

: Unlearnable

: Learnable (normal BP)
L : A nonlinear function (tanh)
C : A step function

-1 or 1

C

 
Figure 4. Simple Recurrent Network with Self-Inuential Connection (SRN-SIC): Each circle 
is a neuron. A group of the neurons, a layer, is surrounded by a square. A neuron is added 
after the output in order to make the outputs from the network rounded to the choices of the 
minority game. The synaptic weights of the recursive connections are fixed at 1.0 

In this study, the social interactions among the agents is modeled by the minority game 
(Challet & Zhang, 1997) in which players selecting a minority choice from two alternative 
choices, say -1 and 1, win. This game is the model of a competitive situation for limited 
resources, which is common in a society, such as market, mating, competition for water and 
food source, and so on. 
 

…… -1 1 1 1 …… -1 -1  1  

1

1

-1

1

1

1

1

1

-1

-1 -1

1 -1

-1

1
……1. External

stimulus

the past 100 steps

2. Teacher’s
signal

-1

 
Figure 5. The micro-macro coupling in our system 

The micro-macro coupling is explained in Figure 5. The winner of game, that is, the minority 
side, is the macro variable of the system. This is decided from the choices of all players, 
which are the micro variables. This is the coupling from micro to macro. We prepare two 
couplings from macro to micro. One is that the last minority side is given to the agents as an 
external stimulus. The other is that a past time series of the minority side is given to all 
agents as a teacher’s signal to learn. We consider dynamical patterns in the time series of 
minority side as the macro structure and the neural network structure shaped through the 
learning as the micro structure, which represents the behavioral rule of each agent.  



Recent Advances in Modelling and Simulation 

 

122 

5.1.2 Simulation Results 
The computer simulation of this system was done with the following parameter settings: 
• The number of agents: 101 
• Learning: every 10,000 games 
• Teacher’s signal: 100 past steps 
• Learning rate, momentum coefficient, nonlinearity of neurons: 0.01, 0.8, 0.8 
• Initial learnable synaptic weights: uniform random value between -0.5 and 0.5 
• Initial input to the input and context layer neurons: 0.0 
This system shows the variety of dynamic patterns at the macro level, both in the minority 
side and in the number of the winners (Figure 6). Among others, the most interesting 
pattern is Figure 6(d). In this pattern, both the minority side and the number of winners 
change aperiodically. 

(a) Fixed : Fixed (b) Fixed : Periodic (c) Fixed : Aperiodic

(d) Periodic : Periodic (e) Periodic : Aperiodic (d) Aperiodic : Aperiodic

 
Figure 6. The dynamic patterns at the macro level: The X axis is the steps, the Y axis is the 
minority side (-1 or 1) times the number of winners. The label above each graph means that 
the first one is the dynamical state of the minority side and the second that of the number of 
winners 

We closely analyzed this aperiodic pattern. The long term dynamics of the minority side is 
shown in Figure 7 which is the dynamics of the weighted moving average of the minority 
side in 20 steps. The ith past step is weighted by 2-i, namely, the older information is more 
lightly weighted. As we see, the state chaotically change among various ordered dynamical 
patterns, fixed at 1.0 or -1.0 and periodic cycles with different periods, through aperiodic 
motions. It is a similar dynamics to chaotic itinerancy (Kaneko & Tsuda, 2003), a 
spontaneous transition among attractors, which is introduced in section 2. Note that this 
dynamics occurs in between learning (within 10,000 steps). Therefore no change takes place 
in the structures of neural networks and no external disturbance exists. We have confirmed 
that this dynamics does not cease how long the calculation continues without learning. 
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Figure 7. Itinerant dynamics of the minority side: The Y axis is weighted moving average of 
the minority side 

We found that the agent had chaotic internal dynamics under the macro itinerant dynamics. 
An instance of the internal dynamics of an agent is exemplified in Figure 8 which shows the 
state change of two hidden and output neurons. This resembles a strange attractor. We 
measured the correlation dimension and the lyapunov exponent (Figure 9). This 
measurement proved that the agent structure has low dimensional chaos with weak 
nonlinearity (the correlation dimension is 0.92, the lyapunov exponent is around 0.02). We 
also found that when the macro dynamics shows the itinerant dynamics, the micro level is 
occupied by the agents with aperiodic, maybe chaotic, motions (Table 1).  

 
Figure 8. The internal dynamics of an agent when the macro level shows itinerant dynamics: 
The X and Z axes are the state of some hidden neurons. The Y axis is the state of the output 
neuron (before rounding) 

5.1.3 Discussion: Itinerant Dynamics and Rule Dynamics 
The itinerant dynamics (Figure 7), i.e., the continuous transitions among ordered patterns, at 
the macro level is interpreted as the perpetual changes of social structures, since the fact that 
the system with many individuals (very high dimension) is in a low dimensional dynamical 
state implies that the system has some sort of order, that is, structuralized. This dynamics is 
a kind of rule dynamics. The agents behave with certain order, namely, they seem to share a 
kind of rules to govern their behavior. These rules undergo changes by their behavior. An 
important point is that the agents’ internal structures do not undergo any change, for no 
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5.1.2 Simulation Results 
The computer simulation of this system was done with the following parameter settings: 
• The number of agents: 101 
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• Learning rate, momentum coefficient, nonlinearity of neurons: 0.01, 0.8, 0.8 
• Initial learnable synaptic weights: uniform random value between -0.5 and 0.5 
• Initial input to the input and context layer neurons: 0.0 
This system shows the variety of dynamic patterns at the macro level, both in the minority 
side and in the number of the winners (Figure 6). Among others, the most interesting 
pattern is Figure 6(d). In this pattern, both the minority side and the number of winners 
change aperiodically. 

(a) Fixed : Fixed (b) Fixed : Periodic (c) Fixed : Aperiodic

(d) Periodic : Periodic (e) Periodic : Aperiodic (d) Aperiodic : Aperiodic

 
Figure 6. The dynamic patterns at the macro level: The X axis is the steps, the Y axis is the 
minority side (-1 or 1) times the number of winners. The label above each graph means that 
the first one is the dynamical state of the minority side and the second that of the number of 
winners 

We closely analyzed this aperiodic pattern. The long term dynamics of the minority side is 
shown in Figure 7 which is the dynamics of the weighted moving average of the minority 
side in 20 steps. The ith past step is weighted by 2-i, namely, the older information is more 
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spontaneous transition among attractors, which is introduced in section 2. Note that this 
dynamics occurs in between learning (within 10,000 steps). Therefore no change takes place 
in the structures of neural networks and no external disturbance exists. We have confirmed 
that this dynamics does not cease how long the calculation continues without learning. 
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Figure 7. Itinerant dynamics of the minority side: The Y axis is weighted moving average of 
the minority side 
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learning takes place in that period. The agents acquire the internal structure that is able to 
induce the macro changes. This is confirmed by the fact that most agents have chaotic 
internal dynamics (Figure 9). Chaotic dynamics can expand small fluctuations into the 
whole system scale. As we discussed in section 3, this situation causes the 
undecomposability between parts and whole. Since there are many agents with chaotic 
internal dynamics in the case of itinerant macro dynamics (Table 1), a small fluctuation of 
one agent transmits to the other agents with expansion and finally the whole structure is 
modified. 
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Figure 9. The correlation dimension and the lyapunov exponent of the internal dynamics of 
an agent depicted in Figure 8 

Minority Side # of Winners Fixed Periodic Aperiodic
Fixed Fixed 101 0 0
Fixed Periodic 84 17 0
Fixed Aperiodic 50 46 5

Periodic Periodic 63 38 0
Periodic Aperiodic 20 77 4
Itinerant Itinerant 8 6 87

Macro Level Micro Level

 
Table 1. The number of agents having three types of internal dynamics, fixed, periodic and 
aperiodic in the various macro dynamical patterns 
The competitive interaction implemented in the minority game also plays important role for 
the rule dynamics. When there is a rule at the macro level, the agents try to play the 
winner’s move by following the rule. But more than half agents go to the “winner’s side”, 
the side is no more winner. Thus, the macro rule collapses. Since the macro rule is not a 
mere operator for the micro behavior, we can find the undecomposability between operator 
and operand. We have confirmed that the itinerant dynamics is not observed under the 
cooperative interaction, the majority game (Sato, 2005).   
The micro-macro loop is considered to be established in our system. The ordered dynamical 
pattern at the macro level, which implies the macro structure, is composed of the dynamical 
patterns in the internal structures of the agents, which are the micro structures. The agents 
acquire the micro structure through learning of the macro dynamics. We have also 

Evolutionary Constructive Approach for Studying Dynamic Complex Systems 

 

125 

confirmed that the removal of the micro-macro loop eliminated the itinerant dynamics (Sato, 
2005). 
We can conclude that endogenous dynamics of macro structure is likely to be induced by 
the chaotic internal dynamics, the competitive social interaction and the micro-macro loop. 

5.2 Cognitive Modeling for Language Evolution and Displacement 
The second topic is the dynamics of language. Humans have cognitive ability not only to 
acquire and use symbols but also to create them. One characteristic of the human symbol 
system is displacement. Displacement is to refer something detached from “now, here and 
I”. Namely, it is to be away, in space, in time and in subject, from the place where the body 
and the mind exist. It is said that the displacement is one of the critical natures that 
discriminate human communication system from other animals’ communication systems. 
Other important features of the human communication system, such as symolism and 
syntax,  are found in animals’ communication systems, for example, of verbet monkey 
(Cheney & Seyfarth, 1985) and birdsong (Okanoya, 2002). Messages of animal 
communication are practically about situations that a sender or a receiver confront, 
especially about biologically fundamental affairs such as survival, danger and reproduction. 
Considering about displacement is an important issue in the emergence and the evolution of  
human symbol system, and also of human language. Further, it is straightfowardly 
understandable that the displacement brings creativity. 
The emergence and evolution of the symbol system can be devided into four stages as 
described in Figure 10. The first stage is articulation, in which object to be referred is singled 
out as an entity. The second is the stage of labelling or symbolization, in which a sign is 
asigned to the entity.The sign becomes a symbol. Symbol grounding is concerned with this 
stage. Next stage is to manipulate the entity referred virtually through minipulating the 
symbol. Artificial intelligence had aimed at realizing this stage. The last stage is to release 
static connection between signs and entities, and to make signs represent or to create new 
entities and new meanings. This stage can be called as symbol expansion or meaning 
creation.  
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Figure 10. Four stages in the evolution of symbol system 
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confirmed that the removal of the micro-macro loop eliminated the itinerant dynamics (Sato, 
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The displacement is related to this forth stage. In this subsection, we study the symbol 
expansion and the meaning creation by considering a kind of language change processes 
called grammaticalization with the evolutionary constructive approach.  

5.2.1 Grammaticalization 
Grammaticalization is a type of meaning change in which content words obtain functional 
meanings (Heine, 2005). The content words  represent some contents like nouns, verbs and 
adjectives. The functional words play some grammatical roles like auxiliary verbs, 
prepositions and conjunctions. A representative example of grammaticalization is “be going 
to” in English, in which a content word “go” acquired a functional meaning of future tense. 
In the process of grammaticalization, meanings of a word often changes from concrete 
meaning related to a part of body or bodily experiences to an abstract concept such as space 
or time, and then further abstracted to represent grammatical function. This change is 
usually unidirectional from content to functional and from concrete to abstract. This 
unidirectionality is a remarkable feature of grammaticalization. The unidirectionality of 
grammaticalization progresses from representing concrete experiences to expanding symbol 
relations into abstract entities. This coincides with the fourth evolutionary stage of the 
symbol system illustrated in Figure 10. Another important feature of grammaticalization is 
universality. Similar changes are found in many different languages (Heine & Kuteva, 
2002a). The universality and the unidirectionality imply the universal tendency of human 
cognition. 
Grammaticalization is interesting from the viewpoint of language evolution (Heine & 
Kuteva, 2002b; Hurford, 2003; Newmeyer, 2006). Language evolution is a long term 
changing process of complexification and stracturalization of human languages from an 
initial language which is expected to be simpler than the present. The fact that 
grammaticalization is unidirectional and universal brings an insight that the initial language 
may be composed of only content words (nouns and verbs) and have comprexified through 
the processes of grammaticalization (Hurford, 2003). 
Further, considering what cognitive structure causes the unidirectional language changes 
from concrete to abstract will yield knowledge about the origin of language. The origin of 
language is a biological evolutionary process in which human cognitive abilities related to 
language emerged and evolved. In order to clarify such evolutionary process, the 
evolutionary constructive approach is effective, since the process must be complex and 
empirical evidences are rare. Constructing and operating models of language change and 
language evolution are to search for structures, settings and conditions for general 
properties of human language to be possible (Hashimoto & Nakatsuka, 2006). 

5.2.2 Cognitive Modeling of Grammaticalization 
We explain the modeling of grammaticalization. The description is limited to the important 
part because of the space limit. The details should be referred to (Nakatsuka, 2006; 
Hashimoto & Nakatsuka, 2007). 
We focus on reanalysis and analogy which Hopper & Traugott (2003) point out as the 
necessarily processes for grammaticalization. Reanalysis is internal structural change of 
sentences, which is not apparent at the level of forms. Analogy is to generalize grammatical 
rules and to apply a rule to forms in which the rule is not applied formerly. We think of 
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them as cognitive abilities of language users and equip agent with the following three 
abilities:  
• Reanalysis : ability to articulate sentences based on contextual information and existing 

knowledge 
• Cognitive analogy : ability to find similarities among situations and among forms 
• Linguistic analogy : ability to apply linguistic rules extensively in its own knowledge 
We adopt the iterated learning model (Kirby, 2002) as the interaction between agents, which 
is illustrated schematically in Figure 11. Suppose two agents, a speaker and a learner, look at 
various situations. The learner attempting to acquire language receives utterances which 
describe the situations from the speaker who already has linguistic knowledge. The 
linguistic knowledge is composed of rules to correspond situations or part of situations 
(meaning) to utterances or part of utterances (forms), category/<meaning>  form. The 
learner structuralizes its own linguistic knowledge in order to produce appropriate 
utterances for situations. After a while of learning, the learner becomes to a new speaker and 
a new learner is introduced. They compose the next generation. The new speaker gives the 
new learner language inputs based on its knowledge acquired at the learning process. It is a 
characteristic of the iterated learning model that linguistic knowledge is transmitted and 
structuralized through generations. 

1st Generation

S/<eat(snake, elephant)>

zihtkd…

2nd Generation nth Generation

S/<eat(mary, snake)>

tzibe…
S/<ride(mary, snake)>

ihkdm…

 
Figure 11. A schematic view of iterated learning model 

In this learning process, the learner performs three learning operations, called chunk, merge 
and replace, to generalize linguistic knowledge. These operations have the following 
correspondences to the abilities of the agent (Hashimoto & Nakatsuka, 2006): Reanalysis is 
realized mainly by chunk. Cognitive analogy is premised in all three operations. Linguistic 
analogy is realized mainly by replace. 
We further introduce two designs of meaning space: pragmatic extension and cooccurrence. 
The former is to make use of a form representing a meaning in order to describe another 
meaning. The latter is that a meaning often appears with another particular meaning.  

5.2.3 Simulation Results 
The simulations were done under the following setting: 
• Meanings: 5 verbs, 5 nouns, 3 tense meanings, <past>, <present> and <future> 
• Pragmatic extension: the speakers can make use of forms for <run> and <walk> to 

describe the meaning  <go> 
• Cooccurrence: two meanings <go> and <future> have high probability to appear in the 

same situations 
• The number of utterances in one generation: 50 
• Initial knowledge: both a speaker and a learner do not have any rules. 



Recent Advances in Modelling and Simulation 

 

126 

The displacement is related to this forth stage. In this subsection, we study the symbol 
expansion and the meaning creation by considering a kind of language change processes 
called grammaticalization with the evolutionary constructive approach.  

5.2.1 Grammaticalization 
Grammaticalization is a type of meaning change in which content words obtain functional 
meanings (Heine, 2005). The content words  represent some contents like nouns, verbs and 
adjectives. The functional words play some grammatical roles like auxiliary verbs, 
prepositions and conjunctions. A representative example of grammaticalization is “be going 
to” in English, in which a content word “go” acquired a functional meaning of future tense. 
In the process of grammaticalization, meanings of a word often changes from concrete 
meaning related to a part of body or bodily experiences to an abstract concept such as space 
or time, and then further abstracted to represent grammatical function. This change is 
usually unidirectional from content to functional and from concrete to abstract. This 
unidirectionality is a remarkable feature of grammaticalization. The unidirectionality of 
grammaticalization progresses from representing concrete experiences to expanding symbol 
relations into abstract entities. This coincides with the fourth evolutionary stage of the 
symbol system illustrated in Figure 10. Another important feature of grammaticalization is 
universality. Similar changes are found in many different languages (Heine & Kuteva, 
2002a). The universality and the unidirectionality imply the universal tendency of human 
cognition. 
Grammaticalization is interesting from the viewpoint of language evolution (Heine & 
Kuteva, 2002b; Hurford, 2003; Newmeyer, 2006). Language evolution is a long term 
changing process of complexification and stracturalization of human languages from an 
initial language which is expected to be simpler than the present. The fact that 
grammaticalization is unidirectional and universal brings an insight that the initial language 
may be composed of only content words (nouns and verbs) and have comprexified through 
the processes of grammaticalization (Hurford, 2003). 
Further, considering what cognitive structure causes the unidirectional language changes 
from concrete to abstract will yield knowledge about the origin of language. The origin of 
language is a biological evolutionary process in which human cognitive abilities related to 
language emerged and evolved. In order to clarify such evolutionary process, the 
evolutionary constructive approach is effective, since the process must be complex and 
empirical evidences are rare. Constructing and operating models of language change and 
language evolution are to search for structures, settings and conditions for general 
properties of human language to be possible (Hashimoto & Nakatsuka, 2006). 

5.2.2 Cognitive Modeling of Grammaticalization 
We explain the modeling of grammaticalization. The description is limited to the important 
part because of the space limit. The details should be referred to (Nakatsuka, 2006; 
Hashimoto & Nakatsuka, 2007). 
We focus on reanalysis and analogy which Hopper & Traugott (2003) point out as the 
necessarily processes for grammaticalization. Reanalysis is internal structural change of 
sentences, which is not apparent at the level of forms. Analogy is to generalize grammatical 
rules and to apply a rule to forms in which the rule is not applied formerly. We think of 

Evolutionary Constructive Approach for Studying Dynamic Complex Systems 

 

127 

them as cognitive abilities of language users and equip agent with the following three 
abilities:  
• Reanalysis : ability to articulate sentences based on contextual information and existing 

knowledge 
• Cognitive analogy : ability to find similarities among situations and among forms 
• Linguistic analogy : ability to apply linguistic rules extensively in its own knowledge 
We adopt the iterated learning model (Kirby, 2002) as the interaction between agents, which 
is illustrated schematically in Figure 11. Suppose two agents, a speaker and a learner, look at 
various situations. The learner attempting to acquire language receives utterances which 
describe the situations from the speaker who already has linguistic knowledge. The 
linguistic knowledge is composed of rules to correspond situations or part of situations 
(meaning) to utterances or part of utterances (forms), category/<meaning>  form. The 
learner structuralizes its own linguistic knowledge in order to produce appropriate 
utterances for situations. After a while of learning, the learner becomes to a new speaker and 
a new learner is introduced. They compose the next generation. The new speaker gives the 
new learner language inputs based on its knowledge acquired at the learning process. It is a 
characteristic of the iterated learning model that linguistic knowledge is transmitted and 
structuralized through generations. 

1st Generation

S/<eat(snake, elephant)>

zihtkd…

2nd Generation nth Generation

S/<eat(mary, snake)>

tzibe…
S/<ride(mary, snake)>

ihkdm…

 
Figure 11. A schematic view of iterated learning model 

In this learning process, the learner performs three learning operations, called chunk, merge 
and replace, to generalize linguistic knowledge. These operations have the following 
correspondences to the abilities of the agent (Hashimoto & Nakatsuka, 2006): Reanalysis is 
realized mainly by chunk. Cognitive analogy is premised in all three operations. Linguistic 
analogy is realized mainly by replace. 
We further introduce two designs of meaning space: pragmatic extension and cooccurrence. 
The former is to make use of a form representing a meaning in order to describe another 
meaning. The latter is that a meaning often appears with another particular meaning.  

5.2.3 Simulation Results 
The simulations were done under the following setting: 
• Meanings: 5 verbs, 5 nouns, 3 tense meanings, <past>, <present> and <future> 
• Pragmatic extension: the speakers can make use of forms for <run> and <walk> to 

describe the meaning  <go> 
• Cooccurrence: two meanings <go> and <future> have high probability to appear in the 

same situations 
• The number of utterances in one generation: 50 
• Initial knowledge: both a speaker and a learner do not have any rules. 



Recent Advances in Modelling and Simulation 

 

128 

The frequencies of application of the three learning operations, chunk, merge and replace, 
change with generations as Figure 12 (left). The frequecny of replace operation is much 
larger than the other two. This operation works effectively for promoting the descriptive 
power of linguistic knowledge. We made an experiment in which the learners cannot use 
replace operation. In this case, the application frequency was not compensated by remaining 
two operations as seen in Figure 12 (right) and the total frequency decreases than the case 
with replace. The descriptive power does not grow so much. The important finding is that 
meaning change, that is, a form representing a meaning at some generation becomes to 
represent another meaning  at later generations, is rarely obseved. 
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Figure 12. The application frequency of three learning operations with replace (left) and 
without replace (right) 

There are four conditions about introducing the two designs of meaning space. We counted 
the frequency of meaning change for all four conditions. Figure 13 shows the total frequency of 
meaning changes. The results of significance testing are written above the bars. The solid and 
dashed lines mean the difference between two values is significant or not, respectively. It is 
found from this result that setting the pragmatic extension significantly heightens the meaning 
change. We then counted the frequency of meaning change concerning grammaticalization, 
that is, from <go> to functional meanings, <past>, <present> and <future> (Figure 14). In this 
case, introducing the cooccurrence makes the frequency from <go> to <future> twice than the 
other changes. From these results, we found that the pragmatic extension promotes the 
meaning change and the occurrence brings the unidirectionality. 

5.2.4 Discussion: Significance of Replace Operation 
We showed that the replace operation is indispensable for meaning change. In order to 
consider what is the significance of replace operation, we explain this operation. The replace 
is defined as follows: When a meaning and a form in a rule are included in another rule, the 
latter is replaced with a new rule having a variable where the former is substituted. For 
example, suppose an agent has two rules, 

N/<john>  ot,  

S/<read(john, book)>  swote,  

where N represents a category of the meaning <john> belonging to and S represents a 
sentence. Since both rules have <john> in the left hand side and “ot“ in the right hand side, 
the replace operation can be applied. The latter one is replaced by a new rule 
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S/<read(x,book)> sw N/x e , 

where x is a variable. 
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Figure 13. The total frequency of meaning change for four conditions about cooccurrence 
and pragmatic extension 
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Figure 14. The frequency of meaning change from <go> to functional meaning for four 
conditions about cooccurrence and pragmatic extension 

Note that any rule in the category N can be substituted in the variable. If the agent has other 
rules in the category N, say N/<elephant>  ir, the agent can produce an utterance 
corresponding to a situation <read(elephant, book)> using the rule set after the replace 
operation. The rule before the replace operation is acquired through an experience to watch 
a situation “John reads a book” and to hear an utterance “swote“. But extensive application 
of the new rule acquired by the replace operation makes new utterances about situations 
that were not in the agent’s experience. 
This feature to produce sentences about situations detached from direct experiences is thought 
of as corresponding to displacement. The replace operation realizes the linguistic analogy. It is 
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N/<john>  ot,  
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where N represents a category of the meaning <john> belonging to and S represents a 
sentence. Since both rules have <john> in the left hand side and “ot“ in the right hand side, 
the replace operation can be applied. The latter one is replaced by a new rule 
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S/<read(x,book)> sw N/x e , 

where x is a variable. 
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Note that any rule in the category N can be substituted in the variable. If the agent has other 
rules in the category N, say N/<elephant>  ir, the agent can produce an utterance 
corresponding to a situation <read(elephant, book)> using the rule set after the replace 
operation. The rule before the replace operation is acquired through an experience to watch 
a situation “John reads a book” and to hear an utterance “swote“. But extensive application 
of the new rule acquired by the replace operation makes new utterances about situations 
that were not in the agent’s experience. 
This feature to produce sentences about situations detached from direct experiences is thought 
of as corresponding to displacement. The replace operation realizes the linguistic analogy. It is 
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suggested that the linguistic analogy in which a linguistic rule acquired is applied extensively 
to other rules is important for meaning change. We can consider that the significance of the 
linguistic analogy is caused by learning operation bringing the displacement. 

5.3 Dynamics of Communication 
Communication is a dynamic process. A symbol used in communication is composed of three 
terms: form, reference and interpretation (Peirce, 1935). The interpretation is physically 
unknowable different from the other two terms. Further, people often have different ways of 
interpretation and the ways are unknowable by other people. Despite of the unknowablility, 
we communicate with each other. We are engaged in communication under a tacit supposition 
that the counterpart of the communication must have the same interpretation. Since the 
difference between interpretations actually remains, however, inconsistency and 
misunderstanding inevitably become unconcealed and the communication sometimes fails. 
We try to communicate again by modifying our interpretation under a supposition that this 
modification should be valid. Namely, communication has the dynamics of success and failure 
in mutual understandings. In this section, we try to model such dynamic feature of 
communication (Fujimoto & Hashimoto, 2008). 

5.3.1 Modeling Communication Dynamics Based on Language Game 
As we have mentioned, communication has the following features: 
• Inconsistency of interpretation occurs on the way of communication and we retry 

communication through modification of interpretation. 
• Even if a way of interpretation once leads to successful communication, the success 

with the same way of interpretation in following communication is not guaranteed. 
• Success and failure of mutual understanding continues forever. 
We hypothesize that ambiguity and context play important roles for maintaining the 
dynamics of success and failure in communication.  
Our modeling is based on Steels’ Language Game (Steels, 1996; Steels & Kaplan, 2002). The 
Language Game is a model of language evolution, in which an establishing process of the 
common vocabulary is represented. The basic procedure of the Language Game is the 
following: 
1. Some of objects, discriminated by IDs, are decided (randomly) as an object-set. 
2. A speaker selects one topical object from the object-set and utters a name of the topical 

object according to its own lexicon. 
3. A hearer answers an object according to its own lexicon. 
4. If the answer is collect, the communication is success. If not collect, the speaker teaches 

the hearer the selected object and the hearer updates its lexicon by recording the 
correspondence between the name and the object’s ID. 

A cycle from the stage 2 to 4 is called one step. 
Repeating this procedure, the agents who cannot communicate with each other at first come 
to be mutual understanding finally. That is a process from failure to success of 
communication. But after a while they succeed always, if there is no change in the objects or 
in the communicating members. Namely, the dynamics of communication fades away. 
We introduce two features concerning our assumption into the Language Game. One is a 
mechanism to maintain the ambiguity of symbols, the other is a disambiguation mechanism 
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of the polysemous symbols by utilizing contextual information. We construct two new 
games. In one game, called game A, hereafter, the following two settings are added: 
• Each object has multiple features in addition to ID. The speaker gives particular names 

to all features and ID. The hearer accepts all utterances as names of the objects’ IDs. This 
device is for ambiguity. 

• The hearer reconfigures its lexicon sometimes. In the reconfiguration process, the hearer 
finds a feature that is common to all objects having the same name and makes the name 
and the common feature correspond. This process represents a kind of induction to 
disambiguate polysemous names. 

The other one, game B, has the following setup: 
• All objects are discriminated only by IDs (no features). 
• The number of symbols is restricted. This promotes ambiguity. 
• Each object-set has particular objects that appear with high probability. This setting is 

called “situation”. The speaker names each object associated to the situations. Situation 
changes sometimes but the hearer cannot notice the change of situation. 

5.3.2 Simulation Results 
The computer simulation of the game A was done with the following parameter settings: 
• The number of objects: 50 
• Features: 3 features and 3 values for each feature; Form {circle, triangle, square}, Color 

{red, green, blue}, Size {large, middle, small} 
• The number of names: 60 
• Lexicon reconfiguration: Every 100 steps or 200 steps (different simulation runs) 
• Initial lexicon: Both the speaker and hearer do not have any name. 

     

Name ID Form Color Size
34 23 Square Blue Large
34 41 Square Green Small
34 11 Square Green Middle
15 50 Circle Blue Middle
33 50 Circle Blue Middle
1 32 Circle Green Small
1 2 Triangle Red Small
1 8 Triangle Red Small

Name ID or Feature
34 Square
1 Small
9 34
13 Circle
24 24
5 Red
39 14
32 1
17 7  

Table 2. Parts of the hearer’s lexicon before (left) and after (right) several times of the 
reconfigurations in the game A with 100 step interval of reconfiguration 

Table 2 (left) shows a part of hearer’s lexicon at the 199th steps in the game A with 100 step 
interval of reconfiguration. This timing is just before reconfiguration. There are some 
ambiguous symbols, shaded in the table. Namely, the names correspond to plural objects 
(IDs). The ambiguity was lost through reconfigurations. The right table depicts a part of the 
hearer’s lexicon at the 900th step. Each name makes one-to-one correspondence to an ID or a 
feature. The communication became full success, the same as Steels’s Language Game 
(Steels, 1996), with the lost of ambiguity as shown in Figure 15. The reconfiguration by 
induction is so strong in this small lexicon that all ambiguity resolved. No dynamics of 
communication was found in this game. 
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(Steels, 1996), with the lost of ambiguity as shown in Figure 15. The reconfiguration by 
induction is so strong in this small lexicon that all ambiguity resolved. No dynamics of 
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Next, we describe the simulation results of the game B. The setting of game B is as follows: 
• The number of objects: 30 
• The number of symbols (names): 10 
• Four of five objects are peculiar to a situation. 
• The number of situations: 5 
• The situation changes every 5 steps. New situation is randomly selected from 5 

situations. 
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Figure 15. The change of the success rate of communication in game A with 100 step 
intervals of reconfiguration (solid) and 200 step intervals (broken) 

Table 3 is parts of lexicons of the speaker and the hearer at the 200th step. All names in this 
table are ambiguous, i.e., one name corresponds to plural objects. The success rate of 
communication changes with steps as shown by the solid line in Figure 16. It grows roughly 
until around the 100th step (25th situation), but stays around 0.5 with fluctuations after the 
100th step. Even after acquiring all names, communication between the agents may fail since 
the hearer does not know when situation changes. This dynamics does not disappear how 
long the communication continues. 

    

Speaker
Name Obj. S it.
2 3 1

2 3
3 3

4 5 3
7 5

7 6 2
6 5
14 4

9 2 2
11 2

 

Hearer
Name Obj. S it.

2
3 1
2 3
18 4

4 5 3
7 5

5

1 2
4 3
23 1
27 3

9 2 2
11 2

 
Table 3. Parts of the lexicons of the speaker (left) and the hearer (right) at the 200th steps 

We compare the success/failure between at the beginning and the end of each situation 
(Figure 17). The bottom graph is apparently dense. This means that the hearer identifies the 
situation through communication and can decide the meanings of ambiguous names 
utilizing the information of situation. 
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The ambiguity sometimes brings “superficial” success of communication. The hearer 
succeeds communication at the beginning of new situation but fails at the next step in the 
same situation. Namely, the hearer does not understand the situation at that time. But 
thanks to the ambiguity of symbols, the agents happen to succeed the communication. 

 
Figure 16. The success rate of communication averaged per each situation (5 steps) (line) and 
the success/failure of communication at each step (bars). 1 and 0 mean success and failure, 
respectively 

 
Figure 17. The success and failure at the beginning (top) and the end (bottom) of each 
situation 

5.3.3 Discussion: Role of Ambiguity and Context 
We are engaged in communication with indefiniteness and mutual understanding. These 
two antithetical features make our communication dynamic. In our simulation, we 
introduce ambiguity and context into Language Game. The indefiniteness is realized by the 
ambiguity of symbols and the change of the context. But if inductive reasoning is too strong, 
the ambiguity is disambiguated completely and the indefiniteness may fade away. The 
mutual understanding is attained by utilizing the contextual information. We found that the 
ambiguity also works to yield “superficial” communicative success. 
We have realized the dynamics of communication by ambiguity and context in our model 
(game B). Thus, our hypothesis is verified to some extent. The critical point, however, to 
induce the dynamics of communication is the change of context. If the context does not 
change, the agents may attain the full success. The change of the context is implemented by 
hand in our present model. The context change should be endogenous in order truly to 
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realize the dynamics of communication. This means that rule dynamics should be 
introduced to our model. The context plays as a rule in communication. The progress of 
communication in a context leads to the change of the context in natural language 
conversation. This study can be thought of as revealing the crucial importance of the rule 
dynamics in communication.  

6. Conclusion: Towards Embedding Subjectivity in Objective System 
In this chapter, we have discussed the evolutionary constructive approach as a methodology 
to study dynamic complex systems. In the evolutionary constructive study, we construct an 
objective system including some mechanism of change, and we operate the system. The 
constructive studies introduced in the previous section are concerned with intrinsic 
dynamics in social and linguistic systems the endogenous changes of social structures; the 
displacement causing language change and creativity; and continuing the success and 
failure of communication. From the viewpoint of complex systems explained in section 3, 
these themes are associated with rule dynamics, in which the operation of a system induces 
the change of the system’s governing rules, and therefore associated with the 
undecomposability between operator and operand. The example studies represent that the 
evolutionary constructive approach has suitability for treating such dynamic complex 
systems. 
Since we often treat the biological, cognitive, linguistic and social issues in constructive 
studies, the models are usually agent-based and consist of cognitive individuals. The 
individuals are equipped with internal structure, internal dynamics and mechanisms to 
change their internal states and internal structures. The individuals change their internal 
structures according to interactions with the circumstances and other individuals. The 
individuals develop their own ways to behave in their world, which is a basis of subjectivity 
and autonomy. We study the whole system consisting of such individuals objectively. Using 
evolutionary constructive approach, we may be able to embed systems having subjectivity 
and autonomy or systems having the ability to develop subjectivity and autonomy in a 
system that is an object of scientific investigation. Conventional scientific methodology is 
not good at dealing with subjectivity, since scientific research becomes possible by finding 
an objective entity in which subjective feature is stripped off. But treating subjectivity 
scientifically is unavoidable, if we are going to deepen our insight about complex systems as 
we described in section 3. We should develop further the evolutionary constructive 
approach in order to make such embedding possible. 
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1. Introduction  
Fixed-bed tubular reactors have important commercial applications in the chemical and 
allied process industries. A typical reactor consists of a cylindrical tube filled with solid 
catalyst particles and is mounted in a vertical upright position. After the reacting fluid has 
entered the reactor, it moves along the packed bed and reacts on the catalyst particles to 
produce the desired products. While fixed-bed reactors, relatively to other types of catalytic 
reactors, are flexible, efficient, low-cost, and require low maintenance, their most serious 
disadvantage is poor heat transfer with attendant poor temperature control (e.g., see 
Bartholemew and Farrauto, 2006).  
When a highly exothermic reaction is carried out in a packed bed reactor some problems 
associated with the operation of the reactor may arise. In this case, if the reaction generates 
heat faster than it can escape the reactor, viz., through reactor walls, the temperature of the 
fixed bed increases. The reaction and heat generation rates then increase, which causes a 
further rise in the reactor temperature. This can result in thermal runaway, with the 
temperature increasing ever more rapidly until the reactants have been finally exhausted. 
Runaway, or parametric sensitivity, describes a situation in which a small change in an 
operating variable such as feed temperature, concentration, or flow rate induces a large 
change in the temperature profile of the reactor. Further, a number of runaways occur due 
to scale-up, inadequate procedures and training, raw material quality control, maintenance, 
etc (Etchells, 1997; Barton and Rogers, 1997). Runaway can promote undesired side 
reactions, catalyst deactivation, productivity loss, and deterioration of product selectivity. 
Because of the risk associated with thermal runaway, many industrial reactors are operated 
under overly suboptimal conditions. It should be noted that near-runaway operation is 
potentially advantageous to catalytic processes as it may result in optimum reactor 
operation, especially if energy savings can be attained. For these reasons, understanding 
thermal runaway is of significant industrial importance.  
The concept of thermal runaway was first introduced to chemical reactor analysis in late 
1950s (Bilous and Amundson, 1956). There have been many studies in the literature on the 
derivation of runaway criteria, e.g., in tubular and fixed-bed reactors with a single reaction 
(van Welsenaere and Froment 1970; McGreavy and Adderley, 1973; Morbidelli and Varma 
1982, 1988; Bashir et al. 1992), in reactors with multiple reactions (Hosten and Froment, 1986; 
Henning and Perez, 1986; Morbidelli and Varma, 1989; van Woezik and Westerterp, 2000, 
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2002), with the effect of coolant temperature (Henning and Perez, 1986; Hosten and 
Froment, 1986; Hagan et al. 1988; Bauman et al., 1990).  All of this research has focused on 
developing steady-state criteria for thermal runaway. Specifically, these studies have 
identified regions in which small changes in the reactor operating conditions lead to large 
steady-state changes in the reactor temperature. Because this research has been performed 
on steady-state systems, the results indicate only process conditions under which the system 
is prone to thermal runaway. Once the system parameters reach values indicating runaway, 
however, the parametric sensitivity results provide no indication of when thermal runaway 
occurs. Recently only, correlations for time to runaway for a continuous stirred tank reactor 
have been developed (Slaback and Riggs, 2004). In order to derive the correlations 
analytically, a first-order, exothermic reaction has been considered and the reactant has been 
assumed to be in excess to eliminate the material balance equation.  
The focus of this chapter is on the investigation of the thermal behavior of a two-
dimensional fixed-bed tubular reactor, and the development of a dynamic criterion 
indicating the onset of thermal runaway. The ability to predict the tendency towards 
thermal runaway over time is of valuable importance, and can help in correcting operating 
conditions in order to suppress runaway before it has occurred. This chapter is organized as 
follows: a detailed description of the reactor model is given in section 2. In section 3, the 
model is solved using brute force and simulation results for two inlet temperatures are 
discussed. In the fourth section, runaway conditions are qualitatively elucidated and the 
transient criterion is developed.  

2. Reactor Model 
A dynamic model is used in this study to develop a criterion pointing to the onset of 
runaway in a two-dimensional tubular (of radius Rt) catalytic reactor (see Figure 1). The 
catalyst particles have a diameter dp. The reaction system considered in this study consists 
of a single, irreversible, exothermic reaction. As an example, carbon monoxide conversion 
over copper chromite (CO + ½ O2 → CO2, ΔHr = -23.8 kJ/mol) is considered, the reaction 
rate of which is given by (Dekker et al., 1992; Mardanova et al., 1996; Koning and 
Westerterp, 1999). 

 
 
ℜ(Cs ,Ts) =

krbCO pCO

1+ bCO pCO + bO2
pO2

 (1) 

where pi (i = CO, O2) is the partial pressure of i, and  

 kr = kr
oe

−Ea /RgT
, bi = bi

oe
ΔHi

ads /RgT
  (2) 

The dimensionless reaction rate is defined by 

 R(C s,Ts ) =
ℜ(C s,Ts )

ℜ(Cs,Ts ) in
  (3) 

where the denominator term is the reaction rate at inlet conditions.   
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Figure 1. Schematics of the fixed bed 

The porosity profile, ψ(r), over a cross-section of the bed is given by (Vortmeyer and 
Schuster, 1983) 

 ψ (r) = ψ∞[1+C exp(−N[1− r])]  (4) 

where N = 2Rt/dp. The parameter C = 0.5, corresponding to a value of the porosity at the 
wall of 0.6 (Giese et al, 1998) and a value of the porosity at the core of the bed, ψ∞, of 0.4. The 
radial, superficial velocity distribution has been obtained by the same authors via the 
solution of a modified Birkman equation (Birkman, 1947) with the porosity profile given 
above (equation 4). The following equation has been proposed 

 u(r)
u 0

= K[1− (1− A[1− r])exp(B[1− r])]   (5) 

where expressions for K, A, and B are given elsewhere (see Vortmeyer and Schuster, 1983; 
Borkink and Westerterp, 1994).  The porosity and velocity distributions are shown in Figure 
2, where the wall effect can be clearly discerned.  
The transient material and energy balance equations are expressed using a pseudo-
heterogeneous formulation as follows.  
Material balance: 
Fluid phase:  

 ψ a
∂C f

∂t = 1
Pem,a

∂2C f

∂z2 + 1
Pem,r

1
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⎟ −
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Solid Phase: 
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Figure 2. Velocity (⎯) and porosity (−−−) profiles across the fixed-bed reactor 
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where Cf and Cs are the dimensionless concentrations of carbon monoxide in the fluid and 
solid phases, respectively, and Tf, and Ts are the dimensionless temperatures of the fluid and 
solid phases, respectively. The independent variables are the dimensionless time, t, and 
dimensionless radial, r, and axial, z, coordinates. The variables and parameters of the model 
are defined as 
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where the asterisk denotes variables with absolute values, and subscript in denotes inlet 
conditions. Parameter ΔT*ad is the adiabatic rise, i.e., the highest possible temperature rise in 
the reactor under adiabatic operation and full conversion of the reactant. In equation 10, ka,eff 
(kr,eff) is the effective axial (radial) thermal conductivity, Da,eff (Dr,eff) is the effective axial 
(radial) mass diffusivity, ρf (ρs) is the fluid (solid) density, cp,f (cp,s) is the fluid (solid) heat 
capacity, hp (hm) is the inter-phase heat (mass) transfer coefficient, hw is the wall heat 
transfer coefficient, and ap is the specific area of the solid. The dimensionless numbers 
appearing in the second and third rows of equation 10 are defined in the usual way.   
Equations 1-10 are solved subject to the following initial and boundary conditions: 
IC:   

 t = 0, Cf = Cs = 0, Tf = Ts = 0.  (11) 

BCs:   

z = 0, ∀ r, −
∂C f

∂z
= −Pem,a (C f −Cin ) , −

∂T f

∂z
= −Peh,a (T f −Tin )  

z = L/Rt, ∀ r, −
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= 0 , −

∂T f

∂r
= Bi (T f −Tw ) 

The material and energy balance equations 6-10, along with equations 1-5 and 
initial/boundary conditions 11, have been solved using a finite-element scheme under 
various process parameters and operating conditions. The latter and other process 
parameters are given in Table 1. 

L 1 m ρf 31.1 mol/m3 ads
coHΔ  30.60 kJ/mol 

Rt 0.02655 m cpf 29.45 J/mol/K o
ob 2  3.08 10-5 Pa-1 

  Cin
*  0.75 mol/m3 cps 149.32 J/mol/K ads

oH 2Δ  24.44 kJ/mol 

uo 0.1 m/s o
rk  39.7 kmol/kg/s o

cob  6.81 10-8 Pa-1 

Tin
*  335 K, 380 K rHΔ  -23.8 kJ/mol ads

coHΔ  30.60 kJ/mol 

Tw
*  335 K, 380 K aE  57.29 kJ/mol Bi  0.24 

ρs 10.6 kmol/m3 o
cob  6.81 10-8 Pa-1 Re 683 

Table 1. Process parameters and conditions used in the simulations 
Materials properties and effective transport parameters have been estimated using a number 
of widely known correlations (see Agnew and Potter, 1970; Bauer and Schlunder, 1978; 
Poling et al., 2000; Elsari and Hughes, 2002; Incropera and DeWitt, 2002; Klemme and van 
Miltenburg, 2002). 
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where the asterisk denotes variables with absolute values, and subscript in denotes inlet 
conditions. Parameter ΔT*ad is the adiabatic rise, i.e., the highest possible temperature rise in 
the reactor under adiabatic operation and full conversion of the reactant. In equation 10, ka,eff 
(kr,eff) is the effective axial (radial) thermal conductivity, Da,eff (Dr,eff) is the effective axial 
(radial) mass diffusivity, ρf (ρs) is the fluid (solid) density, cp,f (cp,s) is the fluid (solid) heat 
capacity, hp (hm) is the inter-phase heat (mass) transfer coefficient, hw is the wall heat 
transfer coefficient, and ap is the specific area of the solid. The dimensionless numbers 
appearing in the second and third rows of equation 10 are defined in the usual way.   
Equations 1-10 are solved subject to the following initial and boundary conditions: 
IC:   

 t = 0, Cf = Cs = 0, Tf = Ts = 0.  (11) 
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The material and energy balance equations 6-10, along with equations 1-5 and 
initial/boundary conditions 11, have been solved using a finite-element scheme under 
various process parameters and operating conditions. The latter and other process 
parameters are given in Table 1. 

L 1 m ρf 31.1 mol/m3 ads
coHΔ  30.60 kJ/mol 

Rt 0.02655 m cpf 29.45 J/mol/K o
ob 2  3.08 10-5 Pa-1 

  Cin
*  0.75 mol/m3 cps 149.32 J/mol/K ads

oH 2Δ  24.44 kJ/mol 

uo 0.1 m/s o
rk  39.7 kmol/kg/s o

cob  6.81 10-8 Pa-1 

Tin
*  335 K, 380 K rHΔ  -23.8 kJ/mol ads

coHΔ  30.60 kJ/mol 

Tw
*  335 K, 380 K aE  57.29 kJ/mol Bi  0.24 

ρs 10.6 kmol/m3 o
cob  6.81 10-8 Pa-1 Re 683 

Table 1. Process parameters and conditions used in the simulations 
Materials properties and effective transport parameters have been estimated using a number 
of widely known correlations (see Agnew and Potter, 1970; Bauer and Schlunder, 1978; 
Poling et al., 2000; Elsari and Hughes, 2002; Incropera and DeWitt, 2002; Klemme and van 
Miltenburg, 2002). 
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3. Simulation 

 
Figure 3: Inter-phase temperature (⎯) and concentration (−−−) differences along the bed 
centerline and at t = 1 
Typical process conditions and parameters along with phase properties and kinetic data are 
listed in Table 1. For all simulation runs, the value of the temperature of the reactor wall, Tw

* , 
coincides with the value of the initial reactor temperature as well as the value of the reactor 
inlet temperature, Tin

* . The Reynolds number corresponds to the value of the velocity at the 
reactor core, i.e., u(r) = u0. The simulation results have been obtained at two values of 
Tin

* = Tw
* , starting from 380 K at fixed inlet concentration,  Cin

* , and velocity profile. The other 
value of the temperature has been identified so as to have the reactor under runaway 
conditions by keeping all other parameters constant. 

 

 
 (a) (b)  
Figure 4. Time derivative of fluid temperature versus time along the bed centerline (a), and 
versus time and axial direction (b) 
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3.1 Inlet temperature = 380 K  
Figure 3 depicts the difference in temperature and concentration between the solid and fluid 
phases. As it can be noticed from the figure, the model is clearly two dimensional with the 
largest inter-phase temperature and concentration differences just downstream the fixed-
bed inlet. In this region of the bed, the temperature reaches a maximum value (referred to as 
a hot spot) as shown in Figure 4, where the inter-phase temperature difference reaches ~40 
K in absolute value. The time dependence of the derivative of the fluid temperature, 
dT f dz , throughout the reactor and along the bed centerline (r = 0) is illustrated in Figure 4 
(a). In this figure, each vertical line represents the entire axial direction envelope. The time 
derivative of the fluid temperature increases to reach a maximum value then decreases over 
time. Figure 4 (b) is a surface map of the derivative of the fluid temperature as a function of 
the axial position and time. As time goes by, the change in the fluid temperature increases to 
reach a maximum value corresponding to time t ≅ 0.2 (see Figure 4, b), followed with a 
monotonous decrease with time thereafter.  

3.2 Inlet temperature = 335 K  
In this case, the inlet temperature of the fluid has been decreased from 380 K until it has 
reached the value of 335 K at which runaway occurs (this is elucidated in the next section). 
The change in the fluid temperature as a function of time along the reactor centerline is 
shown in Figure 5 (a). The temperature derivative increases with time initially then it 
relatively levels off before it increases over time again. Over the entire time interval, this 
increase is monotonous though. The surface map of the time derivative as a function of time 
and along the bed centerline is depicted in Figure 5 (b). This figure illustrates the 
appreciable increase in the time derivative of the fluid temperature towards large values of 
time downstream the fixed-bed inlet.  

4. Runaway Criterion 
The runaway condition has been defined in various ways in the classical parametric 
sensitivity literature (Chambré, 1956; Barkelew, 1959). In both studies the use of isoclines in 
the determination of the runaway criterion was introduced. This approach provides a 
graphical method for determining runaway conditions in a reactor. Several other studies 
have used modifications of this approach, defining the runaway condition by locating 
maxima in some parameter of the reaction system. All of this work, however, was 
performed using a steady-state analysis of the system. Of special relevance to the present 
work is the criterion whereby thermal runaway occurs in steady-state tubular reactors when 
the second derivative of the temperature is larger than zero, i.e., runaway is identified by the 
presence of an inflection point in the temperature profile ahead of the hot spot locus 
(developed by Bashir et al., 1992).  
In the present work, a particular characteristic of the dimensionless temperature profile is 
advanced to define runaway for the transient system under investigation. Using the 
inflection point criterion above, we have noticed that the latter coincides with a special trend 
in the variation of the time derivative of the fixed-bed temperature. For both cases of the 
previous section, Figure 6 depicts the fluid temperature and the corresponding space second 
derivative, dT f

2 dz2 , along the centerline of the fixed-bed reactor. From Figure 6 (a), 
corresponding to Tin

* = Tw
* = 380 K, there is no indication of reactor runaway as the second 
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derivative approaches the zero line from the negative side but does not cross it before the 
hot spot locus. At Tin

* = Tw
* = 355 K on Figure 6 (b), however, the second derivative breaks 

through the zero line before the hot spot locus and takes on positive values: runaway occurs. 
This result has been compared to a few variations of the temperature of the bed, and found 
to coincide with a trend whereby the first time derivative of the temperature increases 
monotonously over time throughout the reactor (see Figure 5). In other terms, for runaway 
to occur dT f

2 dt2 must be positive over the entire time interval. This finding holds for other 
runaway conditions as we have changed the value of the inlet concentration for Tin

* = Tw
* = 

355 K. 
 

 
 (a)  (b) 
Figure 5. Time derivative of fluid temperature versus time along the bed centerline (a), and 
versus time and axial direction (b) 
 
 

 
 (a)  (b)  
Figure 6. Fluid temperature (−−−) and its space second derivative (⎯) versus axial direction 
along the centerline at t = 1 for Tin

* = Tw
* = 380 K (a) and 335 K (b) 

Transient Runaway in a Fixed-Bed Catalytic Reactor 

 

145 

5. Conclusions 
In this chapter we have discussed the thermal behavior of a fixed-bed tubular reactor with 
an exothermic chemical reaction. The work performed in the present study has focused on 
developing a transient criterion for thermal runaway. A criterion for the onset of thermal 
runaway has been advanced whereby the second time derivative of the bed temperature 
must be positive over the entire time interval. The proposed criterion, although qualitative 
in nature, is simple and can potentially be used to preclude the occurrence of runaway in 
fixed-bed tubular reactors. For practical purposes, a quantitative expression of the transient 
criterion needs to be developed in the future.  
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1. Introduction     
Cardiovascular atherosclerotic disease is the leading cause of death and severe disability 
worldwide (Rosamond et al., 2007; WHO and CDC, 2004; Yusuf et al., 2001). Carotid 
atherosclerotic plaques are a major cause of cerebrovascular thromboembolic events 
including transitory ischemic attacks and strokes (Virmani et al., 2006; Redgrave et al., 2006; 
Nighoghossian et al., 2005; Carr et al., 1996).  

1.1 Current Carotid Risk Assessment 
In current clinical practice, selection for surgical removal of the carotid plaque (carotid 
endarterectomy) is determined by the degree of luminal narrowing known as the degree of 
stenosis (Rothwell et al., 2003a). The operation has been determined beneficial in patients 
with symptomatic, severe stenosis in two large, randomized trials; the North American 
Symptomatic Carotis Endarterectomy Trial (NASCET, 1991) and the European Carotid 
Surgery Trial (ECST, 1998). To determine the degree of stenosis, NASCET and ECST used 
measurements based on x-ray digital subtraction angiographies. Today, Doppler ultrasound 
is used in clinical practice for determination of the degree of stenosis (Nederkoorn et al., 
2003; Titi et al., 2007). This technique does not rely on direct measurements of the degree of 
stenosis but uses determination of maximum peak systolic and end diastolic blood flow 
velocities as well as the spectral composition of these velocities to assess the degree of 
stenosis. The ultrasound Doppler techniques, though in universal clinical use, are 
problematic due to problems with the insonation angle affecting the Doppler equation (Tola 
and Yurdakul, 2006; Claudon et al., 2001), inter- and intra-observer variations (Mead et al., 
2000; Lui et al., 2005), and interpretation in the presence of complex geometries (Clevert et 
al., 2006; Clevert et al., 2007). 
Preventive treatment of patients with carotid plaques but no symptoms (asymptomatic 
patients) would be preferable but is controversial, since trials have shown only marginal 
effect of treatment from current risk stratification, and total mortality after five years is 
unchanged in treated vs. untreated groups (Halliday et al., 2004; Redgrave et al., 2006). To 
prevent a single stroke, the number needed to treat for symptomatic patients is seven 
(Rothwell et al., 2003a) rising to forty for asymptomatic patients (Halliday et al., 2004).  
Using the current risk assessment algorithm, the majority of patients operated are thus 
needlessly exposed to peri-operative risks. Further, atherosclerotic plaques tend to grow 
outwards initially, which may result in normal luminal size belying substantial plaque 
volumes, a process known as arterial remodeling (Glagov et al., 1987; Glagov et al., 1988; 
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Pasterkamp and Smits, 2002) making risk assessment based on the degree of stenosis 
problematic. In addition, most ruptured plaques are less than 50% stenosed, the current 
limit at which carotid endarterectomy is offered (Casscells et al., 2003; Falk et al., 1995). 
Thus, the decision of whether or not to operate is based on scientifically problematic 
methodologies. A great need therefore exists for improved methods of selecting patients 
with carotid atherosclerosis who may benefit from operation. 

1.2 Vulnerable Plaque Features 
Histological examinations have determined the hallmarks of plaques at risk of rupture 
(vulnerable plaques) to be large lipid-rich, necrotic cores covered with thin fibrous caps 
(Virmani et al., 2006; Gronholdt et al., 1998; Falk, 2006; Naghavi et al., 2003; Casscells et al., 
2003; Virmani et al., 2000; Stary et al., 1995). Many studies have shown that inflammation 
and the subsequent immune response contribute to atherosclerosis. Further, blood pressure 
is known to influence the incidence of strokes (Kario et al., 2003; Staessen et al., 1997; Dart 
and Kingwell, 2001; Rothwell et al., 2003b). 

1.3 Plaque Imaging 
Through the advent of high-resolution in-vivo imaging techniques such as intravascular 
ultrasound (Sipahi et al., 2007; Imoto et al., 2005), optical coherence tomography (Huang et 
al., 1991; Yabushita et al., 2002), and magnetic resonance imaging (MRI) (Yuan and Kerwin, 
2004), detailed morphologic and structural characterization of atherosclerotic plaques has 
been enabled. In particular, MRI has proven a valuable modality for imaging carotid 
plaques with the capability of non-invasively imaging necrotic cores (Yuan et al., 1997; Yuan 
et al., 2001), fibrous caps (Hatsukami et al., 2000; Yuan et al., 2002; Mitsumori et al., 2003), 
and presence of intraplaque hemorrhage (Chu et al., 2004). Indeed, the characterization of 
atherosclerotic lesions using MRI approaches histological definitions (Cai et al., 2002). 
Recently, semi-automated tissue segmentation has been enabled (Liu et al., 2006). 
Furthermore, MRI has the ability to measure blood velocities through phase-contrast 
imaging (Firmin et al., 1990; McDonnell, III et al., 1994) and deformations using cine MR 
imaging (Draney et al., 2002; Metafratzi et al., 2002). 

1.4 Computational Simulations of Plaque Stresses 
Since plaque rupture by definition represents a structural failure of the protective fibrous 
cap, it seems reasonable to assume that plaque morphology as well as biomechanical 
properties of the atherosclerotic lesion may influence the plaque vulnerability. To estimate 
stress levels in the fibrous cap, fluid structure interaction analysis has emerged as a tool 
combining blood flow simulation through computational fluid dynamics combined with 
finite element analysis of the corresponding stress levels in the surrounding tissues. Thus, a 
number of studies have been performed investigating intraplaque stresses as a potential risk 
marker of vulnerable plaques (Li et al., 2006a; Imoto et al., 2005; Kaazempur-Mofrad et al., 
2004; Chau et al., 2004; Steinman, 2002; Huang et al., 2001; Li et al., 2006b; Tang et al., 2004; 
Zhao et al., 2002). Indeed, in vitro studies of coronary arteries have shown markedly 
elevated fibrous cap stresses in ruptured coronary lesions compared to stable lesions (Cheng 
et al., 1993) and a recent publication found carotid fibrous cap stress levels in symptomatic 
patients to be nearly twice those of asymptomatic patients (Li et al., 2007). 
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In principle, 3D simulations of fibrous cap stresses would be preferable since they inherently 
provide more information than 2D sections. However, the computational demands for 
performing 3D fluid structure interaction simulations are great requiring substantial 
solution times. Thus, simulations in 2D cross-sections corresponding to either histological 
data (Cheng et al., 1993) or MRI scans (Li et al., 2006a) have been suggested. Though the use 
of cross-sectional data matches the orientation of the available morphologic data, this 
approach precludes fluid structure interaction analysis and necessitate assumptions 
regarding the longitudinal blood pressure distribution used to load the blood/vessel wall 
interface. We have recently developed a novel semi-automated method of creating 
longitudinal 2D models from transverse MRI scans allowing simulations of longitudinal 
stress distributions including the effects of fluid structure interactions and determination of 
correct blood pressure distribution enabling predictions of plaque rupture risk and 
examinations of correlations between local stress variation and morphology. 
To investigate the clinical usefulness of the method, we performed fluid-structure 
interaction simulations of an idealized carotid artery based on the geometry of a 
symptomatic patient. We investigated the impact of different known markers of plaque 
vulnerability, i.e. propensity for rupture, namely degrees of luminal stenosis, fibrous cap 
thicknesses, lipid core sizes, and lipid core positions to determine their effect on plaque 
stress levels and risk of plaque rupture. 

2. Morphology Generation 
A variety of imaging modalities have been employed for generating morphology suitable 
for computational fluid dynamics simulations including magnetic resonance imaging (Li et 
al., 2006a; Tang et al., 2004), intravascular ultrasound (Wentzel et al., 2003; Ramaswamy et 
al., 2006), computed tomography (Jin et al., 2004), and optical coherence tomography (Chau 
et al., 2004). In particular, magnetic resonance imaging has gained widespread usage as the 
method-of-choice for producing computational fluid dynamic models given the modality’s 
excellent soft tissue contrast and inherent capability of obtaining velocity images alongside 
the morphological imagery. In addition, dynamic deformational images may be obtained 
allowing for evaluations of the computational simulations with regards to induced 
deformations. In the present work, magnetic resonance imaging was used to scan a a male 
patient (age 69) with a 70% stenosed carotid artery, awaiting surgery for carotid 
atherosclerosis who gave informed written consent before participation. The protocol was 
approved by the local ethics committee. 

2.1 Plaque Morphology 
The critical plaque components to be identified include lipid-rich necrotic cores, fibrous 
caps, and intraplaque hemorrhages. Histological studies have demonstrated that plaque 
tissue components often exist in a mixture state, especially in advanced lesions. Thus lipid-
rich necrotic cores largely consist of cholesterol esters, free cholesterols, and triglycerides, 
which all contribute differently to the MRI signal based on their physical states (Yuan et al., 
2001; Small and Shipley, 1974). In addition, signal features of intraplaque hemorrhage may 
change depending on the evolution stage (Chu et al., 2004). A single contrast weighting is 
thus insufficient for characterizing plaque tissues. Therefore, noninvasive visualizations of 
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carotid plaque morphology mainly rely on multispectral (or multicontrast) weighted MRI 
techniques to characterize atherosclerotic lesions. 
A well-validated MRI multicontrast protocol has been developed for the noninvasive 
detection and characterization of atherosclerotic plaques in carotid arteries employing T1-
weighted (T1W), T2-Weighted (T2W), Proton Density Weighted (PDW), and Time Of Flight 
(TOF) scans (fig. 1) (Yarnykh and Yuan, 2003; Yuan and Kerwin, 2004; Cai et al., 2002). 

   
 A B 
Figure 1. Custom Matlab toolbox for measuring time-resolved deformation. A: Cross-
sectional B-TFE MRI scan with contour of CCA outlined in red. B: Top left: Deformation as a 
function of time and radial angle. Top right: mean deformation as a function of radial angle. 
Bottom left: Mean radial deformation overlaid the MRI scan. Bottom right: Mean (solid line), 
maximal (dashed line), and minimal (dotted line) deformation 

Though current state of the art MRI protocols for carotid plaque imaging have an accuracy 
proven to approach histological AHA classifications of plaque morphology (Cai et al., 2002), 
current spatial resolution of the employed sequences is only 0.6x0.6x2 mm. The critical 
fibrous cap thickness is typically thought to be below 0.25 mm in the carotid artery, and 
below 0.1 mm in the coronaries (Bassiouny et al., 1997; Li et al., 2006b; Imoto et al., 2005). 
Increasing spatial resolution of MRI scans to enable visualization of very thin fibrous caps of 
0.25 mm or below in thickness could thus prove of importance. Moving towards scanners 
with higher field strengths (Yarnykh et al., 2006) or switching from 2D to 3D acquisitions 
(Koktzoglou and Li, 2007) may facilitate this.  
Presently, complete morphological imaging of the carotids requires scans with a total 
duration of approximately 45 minutes. Though shortened scan times would be desirable in 
terms of clinical feasibility, signal-to-noise ratios will thereby be negatively impacted. The 
conflicting demands of time requirements and signal-to-noise ratio must be considered, and 
compromises reached. The increased signal-to-noise ratio of scanners with higher field 
strengths and 3D acquisitions may also be used for shorter scan durations instead of 
increased resolution. 
The carotid arteries are superficial structures whose length is greater than their distance 
from the surface, a configuration well suited for the use of phased-array coils consisting of 
several adjacent small surface coils from which data are collected simultaneously (Hayes et 
al., 1996; Botnar et al., 2001; Roemer et al., 1990). Such coils have been reported to increase 
signal-to-noise ratio by 37% and would be preferable for carotid imaging (Yuan and Kerwin, 
2004). 
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2.2 Velocity Measurements 
Phase-contrast MRI scans may be used to measure time-resolved blood velocities in the 
internal (ICA), external (ECA), and common (CCA) carotid arteries over a cardiac cycle. The 
accuracy of phase-contrast MRI is generally considered high, even in unsteady flows as 
present in patients with severe degrees of stenosis (Frayne et al., 1995). 
The measured velocities were applied at the ICA and ECA as parabolic flow profiles. 
Previous studies have shown non-parabolic velocity profiles in the carotid arteries affecting 
the WSS distributions (Perktold and Rappitsch, 1995). However, since stress levels are 
mainly the result of pressure distributions rather than effects of blood flow adjacent to the 
vessel walls, these are thought to be less affected thereby. 

2.3 Vessel Deformation 
Vessel deformation can be monitored using a cine MRI Balanced True Field Echo sequence 
(B-TFE). A custom Matlab toolbox (fig. 1) was constructed allowing semi-automatically 
measurements of deformations as a function of time and radial position. An initial circle 
surrounding the carotid vessel was drawn, the center of mass found, and a polar image 
constructed of the carotid vessel. Using thresholding, the vessel outline was detected and 
transformed back to a Cartesian space. Snakes were used to generate smooth outlines 
surrounding the vessel (Yuan et al., 1999). 
The measured deformations can be used for tuning material parameters of the tissue 
surrounding the carotids to ensure deformations in the computational simulations matches 
the in-vivo measurements. 

2.4 Segmentation 
As previously stated, atherosclerotic tissues may exhibit heterogeneous signal levels 
necessitating the use of multicontrast protocols. Table displays the appearance of typical 
plaque features on the different contrast weightings. Given this heterogeneity, 
reproducibility of the segmentations might have been expected to be low. However, the 
opposite holds true, studies have shown excellent reproducibility of MRI-based 
segmentations of carotid plaque morphological features.(Yuan et al., 1998; Shinnar et al., 
1999) Further, all the scans presented in I, II, and III were validated by an experienced 
reviewer at the Vascular Imaging Lab at the University of Washington, USA. Recently, an 
approach utilizing computational morphology enhanced probability maps was described 
allowing for fully automated segmentation of carotid plaque morphology.(Liu et al., 2006) 

MR Contrast Weighting 
Plaque Component 

TOF T1W PDW T2W 

Recent intraplaque hemorrhage + +/0 -/0 -/0 

lipid-rich necrotic cores 0 + -/0 -/0 

Intimal calcifications - - - - 

Table 1. Magnetic resonance imaging criteria used to identify plaque tissue components 
(Yuan et al., 2001). The intensities listed are relative to the adjacent sternocleidomastoid 
muscle 
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2.2 Velocity Measurements 
Phase-contrast MRI scans may be used to measure time-resolved blood velocities in the 
internal (ICA), external (ECA), and common (CCA) carotid arteries over a cardiac cycle. The 
accuracy of phase-contrast MRI is generally considered high, even in unsteady flows as 
present in patients with severe degrees of stenosis (Frayne et al., 1995). 
The measured velocities were applied at the ICA and ECA as parabolic flow profiles. 
Previous studies have shown non-parabolic velocity profiles in the carotid arteries affecting 
the WSS distributions (Perktold and Rappitsch, 1995). However, since stress levels are 
mainly the result of pressure distributions rather than effects of blood flow adjacent to the 
vessel walls, these are thought to be less affected thereby. 

2.3 Vessel Deformation 
Vessel deformation can be monitored using a cine MRI Balanced True Field Echo sequence 
(B-TFE). A custom Matlab toolbox (fig. 1) was constructed allowing semi-automatically 
measurements of deformations as a function of time and radial position. An initial circle 
surrounding the carotid vessel was drawn, the center of mass found, and a polar image 
constructed of the carotid vessel. Using thresholding, the vessel outline was detected and 
transformed back to a Cartesian space. Snakes were used to generate smooth outlines 
surrounding the vessel (Yuan et al., 1999). 
The measured deformations can be used for tuning material parameters of the tissue 
surrounding the carotids to ensure deformations in the computational simulations matches 
the in-vivo measurements. 

2.4 Segmentation 
As previously stated, atherosclerotic tissues may exhibit heterogeneous signal levels 
necessitating the use of multicontrast protocols. Table displays the appearance of typical 
plaque features on the different contrast weightings. Given this heterogeneity, 
reproducibility of the segmentations might have been expected to be low. However, the 
opposite holds true, studies have shown excellent reproducibility of MRI-based 
segmentations of carotid plaque morphological features.(Yuan et al., 1998; Shinnar et al., 
1999) Further, all the scans presented in I, II, and III were validated by an experienced 
reviewer at the Vascular Imaging Lab at the University of Washington, USA. Recently, an 
approach utilizing computational morphology enhanced probability maps was described 
allowing for fully automated segmentation of carotid plaque morphology.(Liu et al., 2006) 

MR Contrast Weighting 
Plaque Component 

TOF T1W PDW T2W 

Recent intraplaque hemorrhage + +/0 -/0 -/0 

lipid-rich necrotic cores 0 + -/0 -/0 

Intimal calcifications - - - - 

Table 1. Magnetic resonance imaging criteria used to identify plaque tissue components 
(Yuan et al., 2001). The intensities listed are relative to the adjacent sternocleidomastoid 
muscle 
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2.5 Computational Model Generation 
The segmented data describing the spatial distribution of plaque components in each MRI 
slice were exported as a collection of spline curves. These were imported into Matlab® 
R2006b (The MathWorks Inc., Natick, MA, USA) and converted to 2D grayscale images (fig. 
2). From the 2D images, a region-of-interest was selected and collected into a single 3D 
matrix describing the spatial distribution of segmented tissue within the scanned volume. 
The dataset was resampled using linear interpolation to obtain an isotropic voxel size of 
0.3125x0.3125x0.3125 mm3 followed by Gaussian smoothing.  

 
Figure 2. (A) Four MRI weightings were performed in order to enable segmentation into 
blood, vessel wall, and lipid-rich necrotic core. PDW=Proton Density Weighted image, 
T2W=T2 Weighted image, T1W=T1 Weighted image, TOF=Time Of Flight scan. (B) Grey-
scale images were constructed from the segmented MRI images and used for constructing 
logical images oft he plaque morphological distribution. Visible features include blood 
stream (red), vessel wall (purple), and lipid-rich necrotic cores (yellow) 

From the isotropic dataset, isosurfaces surrounding each component were created (fig. 3A). 
To create a longitudinal 2D model, the 3D isosurface model was sectioned along 
skeletonization points by a Non-Uniform Rational B-Spline (NURBS) (Piegl and Tiller, 1997) 
surface (fig. 3A), yielding a final 2D model to be analyzed (fig. 3B). To minimize boundary 
effects the model was extended linearly 5 cm up- and downstream, corresponding to 
approximately five times the CCA diameter. 
The close proximity of blood lumen and lipid-rich necrotic cores, with fibrous cap 
thicknesses of 0.25 mm or below may cause problems with overlapping isosurfaces in some 
patients, necessitating manual adjustment of interpolation and smoothing parameters. 
Further, due to the slice thicknesses of 2 mm employed in the MRI scans, the flow divider 
was seldom depicted and the resulting longitudinal model had a distinct flattened profile at 
this location. Thus manual adjustment of the area surrounding the flow divider from 
longitudinal MRI scans was needed. 
Initially, the patient was scanned using the aforementioned magnetic resonance protocol 
which was used to generate an initial model using the described methodology. In order to 
suppress local effects of uneven vessel wall borders, a simplified longitudinal model was 
created using the previously generated curves as guidelines. A cosine function was used to 
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generate the walls surrounding the plaque, initially calculated horizontally before being 
rotated using the plaque angle (-65.5°). 

  
(1)

 
where f = horizontal plaque height, S = degree of stenosis in percent, MS = amplitude at 
100% degree of stenosis, mS = amplitude at 0% degree of stenosis (negative), and l = length 
of stenosis. User-selected amplitudes (S) were applied to simulate models with 95%, 90%, 
80%, and 70% degrees of stenosis, measured using the NASCET standard (Rothwell et al., 
2003a). Lipid pools were generated as ellipsoids with varying sizes (6x3 mm, 4x2 mm, and 
2x1 mm) inside the plaque area at specified locations to generate models with 
proximal/distal lipid core position and decreasing fibrous cap thicknesses (0.5, 0.2, 0.1, and 
0.05 mm). 

 
Figure 3. (A) A 3D skeletonization was performed on the blood-stream and a NURBS 
surface constructed intersecting the center of the blood stream throughout the model. (B) 
Intersections between NURBS surface and the iso-surfaces delineating the plaque tissues 
were used to derive a longitudinal 2D model which was embedded in a slab of surrounding 
tissue. External boundary conditions are also presented, rollers at top and bottom with fixed 
boundaries at either side. ICA = Internal Carotid Artery, ECA = External Carotid Artery, 
CCA = Common Carotid Artery, VICA = Velocity at ICA, VECA = Velocity at ECA, PCCA = 
Pressure at CCA 

2.6 Boundary Specifications 
Blood flow was simulated as Navier-Stokes flow and treated as an incompressible, 
homogeneous, Newtonian, viscous fluid with a density of 1050 kg/m3 and dynamic 
viscosity of 0.0035 Pa·s. The two outflows were specified as parabolic velocity outlets using 
the phase-contrast MRI measured mean blood flow velocities of the patient at the internal 
and external carotids (fig. 3B). A no-slip boundary condition was applied along the blood-
stream/vessel wall interface, and an Arbitrary Lagrangian-Eulerian (ALE) formulation was 
used to couple the fluid forces to the structural deformation and vice versa along the vessel 
wall/blood-stream interface. Reynold’s number in the normal healthy carotid is insufficient 
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to warrant turbulence modeling, however flow fields in carotid phantoms with large 
degrees of stenosis are more accurately depicted using κ-ω models than both laminar flow 
and κ-ε turbulence models (Banks and Bressloff, 2007). If blood flow is modeled as being 
turbulent, recent research suggests that the κ-ω model is superior with regard to flow field 
depiction (Banks and Bressloff, 2007), thus this model was chosen.  
A carotid pulse pressure profile was measured noninvasively using the applanation 
tonometry technique (Chen et al., 1996; Zhao et al., 2002) with a high-fidelity external 
pressure transducer (SPT-301, Millar Instruments Inc., Texas, USA) applied to the skin 
above the common carotid artery. The pulse pressure profile was scaled using the systolic 
and diastolic blood pressures of the patient and applied as the inlet boundary condition at 
the common carotid inlet.  
The model was embedded in a rectangle of surrounding tissue the width of which was 
determined from cross-sectional MRI scans. Left and right boundaries were fully 
constrained and top and bottom boundaries (excluding the fluid boundaries) constrained in 
the Z-direction. The boundary between the top surrounding tissue block and vessel wall 
was also fully constrained (fig. 3B).  
Using MRI phase contrast scans, fluid velocities were measured at both outlets in the patient 
with 70% degree of stenosis. To account for the change in velocities caused by the varying 
degree of stenosis, the internal carotid artery was modeled as a Venturi tube: 

  

(2)

 
where Q = volumetric flow rate, C = coefficient of discharge (0.77), D1 = diameter of normal 
internal carotid artery (after the stenosis), D2 = diameter of internal carotid artery at 
maximal point of constriction, Δp = pressure difference, and ρ = mass density of blood (1050 
kg/m3). 
Initial conditions were specified using the diameters and flow measured in the patient to 
estimate the pressure difference. Subsequently, the D2 diameter was changed to that of the 
individual degrees of stenosis, and the resulting flows (Q) were used to calculate the 
velocities in the internal carotid artery in each of the models. To preserve common carotid 
flow rate, the loss in internal carotid flow was assigned to the external carotid. Laminar, 
parabolic velocity profiles were assigned at both outlets using the calculated velocities. The 
systolic blood pressure of the patient was prescribed at the inlet (160 mmHg ≈ 21.300 Pa). 
The blood was initialized using the inlet blood pressure and mean external outlet velocity. 
Although a simplification, blood was simulated as a Newtonian fluid with a constant 
viscosity. Due to the content of formed elements within the bloodstream shear thinning 
occurs in vivo and the viscosity is not constant. However, recent research (Lee and 
Steinman, 2007) suggests that the use of Newtonian models for simulations of blood flow 
are reasonable in the carotid artery. 

2.7 Material Properties 
Tissues were simulated as isotropic homogenous entities. To account for the non-linear 
stress/strain dependency of human tissues, a computationally efficient Neo-Hookean 
hyper-elastic model was used to specify the material properties of the tissues using the 
following strain energy function (W): 

Carotid Plaque Stresses 

 

155 

  
(3)

 
where µ designate the initial shear modulus and  is the first deviatoric strain invariant, J is 
the ratio of the deformed elastic volume over the undeformed volume, and K is the bulk 
modulus calculated as follows: 

  
(4)

 
where C1 and C2 are the material constants in the Mooney-Rivlin hyper-elastic model (the 
Neo-Hookean model can be considered a subset of the Mooney-Rivlin model with C1 = 0 
and C2 = µ / 2), ν represents Poisson’s ratio, assigned to be 0.495 to mimic the almost 
incompressible human tissues. The initial bulk modulus K was thus set to 100 times that of 
the initial shear modulus. The initial shear modulus µ was set to 6 MPa for the vessel wall 
(COMSOL AB, 2005). Lipid was treated as an isotropic material with Young’s modulus set 
to 1/100th that of the equivalent Young’s modulus of the vessel wall (Young’s modulus = 
1E5 Pa, Poisson’s ratio = 0.45) (Tang et al., 2004). The initial shear modulus of the 
surrounding tissue was adjusted until the deformation near the common carotid inlet 
matched that measured by MRI B-TFE scans as measured by the change in vessel diameter 
between diastole and systole. 
The Neo-Hookean model is considered to be valid for the moderate deformations present in 
atherosclerotic plaques and was validated with  a geometry similar to a previously 
described model (Li et al., 2006b). Other researchers have used linear orthotropic models 
(Imoto et al., 2005), modified Mooney-Rivlin models (Chau et al., 2004; Tang et al., 2004), 
and Ogden hyperelastic models (Li et al., 2007; Versluis et al., 2006; Antheunis et al., 2006). 
Since different hyperelastic models and material specifications may substantially affect 
resulting stress levels, comparison of stress levels between different models should be 
interpreted with caution.  
To simplify the present finite element analysis, the materials were assumed to be isotropic, 
incompressible, and uniform solids. By assuming that plaques, lipids, and normal arterial 
walls could each be characterized by a single set of structural variables, spatial and 
interspecimen variations within a particular component were not considered (Holzapfel et 
al., 2004). However, these assumptions have been widely accepted as allowable for the 
assessment of biomechanical properties of atherosclerotic lesions (Loree et al., 1992; Cheng 
et al., 1993; Imoto et al., 2005). 

2.8 Solving the FSI model 
The coupled fluid–structure interaction simulations were performed using COMSOL, a 
commercially available finite element solver (COMSOL 3.4, COMSOL Inc, Stockholm, 
Sweden). Streamline diffusion was applied to artificially stabilize the solution. 

3. Results 
Two examples of velocity fields, first principal stress distributions, and velocity streamlines 
are presented in fig. 4. A 90% degree of stenosis model with a proximal 6x3 mm lipid core 
and minimal fibrous cap thickness of 0.2 mm yielded maximal principal stresses of 674.4 kPa 
occurring at the area of minimal fibrous cap thickness (fig. 4A, red arrowhead). Immediately 
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adjacent to the area with maximal first principal stresses equal to tensile stresses, was a 
pressure zone with negative first principal stresses of -101.4 kPa (fig. 4A, white arrowhead).  
A second model with 80% degree of stenosis, a distal 4x2 mm lipid core, and minimal 
fibrous cap thickness of 0.2 mm is presented in fig. 4B. The velocities in the internal carotid 
artery were higher in this model due to the Venturi calculations, generating a large zone of 
recirculating blood above the plaque (fig. 4B, yellow asterisk). Again, maximal (fig. 4B, red 
arrowhead) and minimal (fig. 4B, white arrowhead) first principal stresses were found to be 
adjacent and located at the area of minimal fibrous cap width, with a magnitude of 429.1/-
89.5 kPa, respectively. 
 

 
Figure 4. Examples of the results generated from the simulations. Arrowheads mark the 
location of maximal/minimal first principal stresses, red/white respectively. Insets depicts 
areas of maximal/minimal stress levels. (A) Carotid with 90% stenosis, proximal 6x3 mm 
lipid pool, and minimal fibrous cap width of 0.2 mm. (B) Carotid with 80% stenosis, distal 
4x2 mm lipid pool, and minimal fibrous cap width of 0.2 mm. A large zone of recirculating 
blood was present above the plaque (yellow asterisk) 

The combined effects of degrees of stenosis, fibrous cap thicknesses, lipid core size, and lipid 
core location on peak principal stress levels are depicted in fig. 5. Stresses are seen to 
increase with decreasing fibrous cap thickness, and increasing degrees of stenosis. However, 
the degree of stenosis mainly affects peak principal stresses in models with fibrous caps 
below 0.2 mm in width. This is evident by the observation that the variation in peak 
principal stresses increases as the fibrous cap width decreases. Lipid core sizes have a 
marked influence on peak principal stress levels. Peak principal stress in a model with 95% 
degree of stenosis, a proximal lipid core, and fibrous cap thickness of 0.1 mm varied from 
1861.2 kPa with a 6x3 mm lipid core to 445.6 kPa with a 2x1 mm lipid core. 
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Figure 5. Effects of fibrous cap thickness, degree of stenosis, lipid core size, and lipid core 
position on peak principal stress levels 

The longitudinal position of the lipid core did not affect peak principal stress levels in this 
model, as shown in fig. 5. Also evident in fig. 5 are the effects of decreasing lipid core sizes 
producing substantial reductions in median peak principal stress levels.  

I  

Figure 6. Principal stress levels and deformations as a function of lipid core position in a 
model with 90% degree of stenosis, 0.5 mm fibrous cap thickness, and 6x3 mm lipid core 
size 
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n another model with a 90% degree of stenosis employing the original flow values measured 
in the patient with a 70% degree of stenosis instead of using the Venturi calculations, lipid 
core position was seen to influence peak principal stress levels substantially, as presented in 
fig. 6. Using this model, peak principal stresses were 323.4 kPa, 335.0 kPa, and 64.6 kPa in 
the proximal, central, and distal lipid core simulation, respectively. 

4. Discussion 
Currently, carotid risk assessment is based on measuring the degree of stenosis to determine 
if carotid endarterectomy should be offered symptomatic patients (NASCET, 1991; ECST, 
1991; Rothwell et al., 2003a). However, there is growing evidence that morphological 
composition rather than degree of luminal stenosis may be the deciding factor in 
determining plaque vulnerability (Virmani et al., 2006; Gronholdt et al., 1998; Falk, 1992). In 
particular, large lipid cores with thin fibrous caps have been determined to be the hallmark 
of unstable plaques at high risk of rupture. Through the advent of high-resolution MR 
imaging combined with computational analysis, in-vivo estimations of mechanical stresses 
in the fibrous cap have been enabled (Li et al., 2007; Tang et al., 2004; Zhao et al., 2002). 
In a recent study by Li et al. (Li et al., 2006b), the effect of stenosis severity and fibrous cap 
thickness on resulting mechanical stress levels was investigated. This study showed that 
plaques with a degree of stenosis at 70% or above all gave rise to high fibrous cap stress 
levels regardless of fibrous cap width. Plaques with lower degrees of stenosis also reached 
high stress levels depending on the thickness of the fibrous cap. However, to simplify the 
computational analysis a straight tube without bifurcation was used and the plaque was 
modeled as a large homogeneous lipid core covered by a fibrous cap of varying thickness.  
In our study, we used an idealized bifurcation model based on geometry obtained from a 
patient awaiting carotid endarterectomy. Ellipsoidally shaped lipid cores were used to 
create heterogeneous plaques with varying position of the lipid cores allowing for 
examinations of the effects of lipid core size and position in addition to the effects of the 
degree of stenosis and fibrous cap width. To account for the effect of increasing degrees of 
stenosis on fluid flows, the internal carotid artery was modeled as a Venturi tube, and the 
velocities adjusted accordingly. 
The findings of Li et al. (Li et al., 2006b) were confirmed; increasing degrees of stenosis and 
decreasing fibrous cap thicknesses were found to affect peak principal stress levels severely 
(fig. 5). Though decreases in fibrous cap width was by far the most influential parameter on 
fibrous cap stress levels it cannot stand alone. Lipid core sizes also impacted mechanical 
stress levels significantly (fig. 5) and a comprehensive approach towards fibrous cap 
mechanical stress estimations is deemed important.  
In an angiographic study of plaque ulceration, Lovett (Lovett and Rothwell, 2003) 
determined ulcerations to be asymmetrically distributed longitudinally with the majority 
occurring upstream to the plaque rather than downstream. To investigate if this 
phenomenon could be attributed to mechanical stress levels, symmetrical simulations were 
performed with lipid cores placed proximally and distally inside the plaque. However, no 
significant differences were found between models with proximal cores vs. distal cores, 
indeed the stress levels were virtually identical except for very small lipid cores (fig. 5). This 
effect may be due to the modeling of the internal carotid artery as a Venturi tube keeping 
the pressure difference across the stenosis constant. Thus a second round of simulations was 
performed using the original flow values measured in the patient with a 70% degree of 
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stenosis instead of adjusting these using the Venturi calculations. These revealed vast 
increases in stress levels if the fibrous cap was thinnest on the proximal side of the plaque, 
compared with the distal side. These results thus agree with the findings of Lovett (Lovett 
and Rothwell, 2003), and principal stress levels may be the cause of the asymmetrical 
longitudinal distribution of plaque rupture with the majority occurring proximally to the 
plaque. 
Previous studies have used principal stress levels in excess of 300 kPa to be predictive of 
plaques at high risk of rupture (Cheng et al., 1993; Li et al., 2006b; Li et al., 2007). However, 
the choice of material model and parameters may substantially affect simulated stress levels 
(Li et al., 2006a). Care should thus be taken comparing absolute stress levels across different 
simulations employing different material models, and the choice of an absolute level at 
which the plaques are considered to be at risk of rupture may be problematic.  
Currently, state-of-the-art MRI scans employ typical in plane spatial resolutions of 0.5 – 0.6 
mm (Yuan and Kerwin, 2004; Crowe et al., 2005). Stress levels increased dramatically with 
decreasing fibrous cap widths, particularly below 0.2 mm. Increasing spatial resolution to 
enable visualization of very thin fibrous caps could thus prove of vital importance. Moving 
towards scanners with higher field strengths (Yarnykh et al., 2006) or switching from 2D to 
3D acquisitions (Koktzoglou and Li, 2007) may facilitate this.  

5. Conclusion 
The new technique of obtaining longitudinal 2D computational models of the carotid artery 
was systematically investigated using idealized carotid bifurcation geometry with variables 
thought to be linked to risk of carotid plaque rupture; degree of stenosis, fibrous cap 
thickness, and lipid core size, all of which affected stress levels severely. Numerous 
histopathological studies have indicated lipid pool size and fibrous cap thickness to be key 
determinants of plaque vulnerability. Principal stresses may be of additional merit, since 
this parameter combines effects of fibrous cap thickness, lipid pool size, degree of stenosis, 
and blood pressure into a single comprehensive risk assessment marker. With the advent of 
fast computational techniques for obtaining in-vivo stress levels, assessing risk of plaque 
rupture using peak principal stress levels is enabled which may lead to improved reliability 
of carotid risk assessment in the future. 
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4. Discussion 
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create heterogeneous plaques with varying position of the lipid cores allowing for 
examinations of the effects of lipid core size and position in addition to the effects of the 
degree of stenosis and fibrous cap width. To account for the effect of increasing degrees of 
stenosis on fluid flows, the internal carotid artery was modeled as a Venturi tube, and the 
velocities adjusted accordingly. 
The findings of Li et al. (Li et al., 2006b) were confirmed; increasing degrees of stenosis and 
decreasing fibrous cap thicknesses were found to affect peak principal stress levels severely 
(fig. 5). Though decreases in fibrous cap width was by far the most influential parameter on 
fibrous cap stress levels it cannot stand alone. Lipid core sizes also impacted mechanical 
stress levels significantly (fig. 5) and a comprehensive approach towards fibrous cap 
mechanical stress estimations is deemed important.  
In an angiographic study of plaque ulceration, Lovett (Lovett and Rothwell, 2003) 
determined ulcerations to be asymmetrically distributed longitudinally with the majority 
occurring upstream to the plaque rather than downstream. To investigate if this 
phenomenon could be attributed to mechanical stress levels, symmetrical simulations were 
performed with lipid cores placed proximally and distally inside the plaque. However, no 
significant differences were found between models with proximal cores vs. distal cores, 
indeed the stress levels were virtually identical except for very small lipid cores (fig. 5). This 
effect may be due to the modeling of the internal carotid artery as a Venturi tube keeping 
the pressure difference across the stenosis constant. Thus a second round of simulations was 
performed using the original flow values measured in the patient with a 70% degree of 
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stenosis instead of adjusting these using the Venturi calculations. These revealed vast 
increases in stress levels if the fibrous cap was thinnest on the proximal side of the plaque, 
compared with the distal side. These results thus agree with the findings of Lovett (Lovett 
and Rothwell, 2003), and principal stress levels may be the cause of the asymmetrical 
longitudinal distribution of plaque rupture with the majority occurring proximally to the 
plaque. 
Previous studies have used principal stress levels in excess of 300 kPa to be predictive of 
plaques at high risk of rupture (Cheng et al., 1993; Li et al., 2006b; Li et al., 2007). However, 
the choice of material model and parameters may substantially affect simulated stress levels 
(Li et al., 2006a). Care should thus be taken comparing absolute stress levels across different 
simulations employing different material models, and the choice of an absolute level at 
which the plaques are considered to be at risk of rupture may be problematic.  
Currently, state-of-the-art MRI scans employ typical in plane spatial resolutions of 0.5 – 0.6 
mm (Yuan and Kerwin, 2004; Crowe et al., 2005). Stress levels increased dramatically with 
decreasing fibrous cap widths, particularly below 0.2 mm. Increasing spatial resolution to 
enable visualization of very thin fibrous caps could thus prove of vital importance. Moving 
towards scanners with higher field strengths (Yarnykh et al., 2006) or switching from 2D to 
3D acquisitions (Koktzoglou and Li, 2007) may facilitate this.  

5. Conclusion 
The new technique of obtaining longitudinal 2D computational models of the carotid artery 
was systematically investigated using idealized carotid bifurcation geometry with variables 
thought to be linked to risk of carotid plaque rupture; degree of stenosis, fibrous cap 
thickness, and lipid core size, all of which affected stress levels severely. Numerous 
histopathological studies have indicated lipid pool size and fibrous cap thickness to be key 
determinants of plaque vulnerability. Principal stresses may be of additional merit, since 
this parameter combines effects of fibrous cap thickness, lipid pool size, degree of stenosis, 
and blood pressure into a single comprehensive risk assessment marker. With the advent of 
fast computational techniques for obtaining in-vivo stress levels, assessing risk of plaque 
rupture using peak principal stress levels is enabled which may lead to improved reliability 
of carotid risk assessment in the future. 
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1. Introduction 
Numerical simulations have become an integral part of new sensor design and they are 
essential to understand the physical principles of completely new sensors. In this chapter we 
want to demonstrate that, when using modern software tools, relevant results are in reach 
even for small development departments. 
The electromagnetic flow meter, that measures the volume flow rate of conducting liquids 
passing through pipes, is a very practical example for a sensor that is used in real 
applications, but that has still potential for improvement and optimisation by numerical 
simulations. The goal of this chapter is to show, in three concrete cases, different levels of 
modelling. 
The chapter will introduce the concepts of electromagnetic flow metering and the physical 
phenomena needed for numerical modelling. The main goal is to show that physical 
principles can be studied with detail and that, nevertheless, calculations are relevant to 
practical applications. 
We demonstrate the ideas in three detailed cases. 
1. Until now, commercially available devices require a minimum conductivity of water, 

i.e., a minimum concentration of ions. Using numerical methods one can study the low 
concentration limit of the electromagnetic flow meter. The central idea is to apply a 
drift-diffusion model to the system of electric charges present in the fluid. 

2. For standard devices several physical phenomena are encountered: fluid dynamics, 
magnetostatics, and electrostatics. We demonstrate the efficient use of multiphysics 
solvers for the geometric optimisation of a sensor. The geometric shape is optimised 
much easier numerically than it can be done in experiments. 

3. A completely new sensor principle can be verified using numerical simulation for 
turbulent flows. By studying the amplitude of fluctuations we find a new way of 
measuring the mean flow, which is in accordance with experiments. 

The numerical scheme for these calculations is based on finite methods: in many cases the 
very flexible finite element method can be employed. It can solve a wide range of physical 
problems and a large class of geometries. Standard software packages are available for all 
equations needed for flow sensor design. On the other hand the finite difference method re-
quires regular grids but can, due to its inherent speed, solve large problems like the turbu-
lent direct numerical simulation, where space and time must be resolved in a fine 
discretisation. 



Recent Advances in Modelling and Simulation 

 

164 

Yuan, C. Beach, K.W. et al., 1998. Measurement of atherosclerotic carotid plaque size in vivo 
using high resolution magnetic resonance imaging. Circulation 98, 2666-2671. 

Yuan, C. Kerwin, W.S., 2004. MRI of atherosclerosis. Journal of Magnetic Resonance Imaging 
19, 710-719. 

Yuan, C. Lin, E. et al., 1999. Closed contour edge detection of blood vessel lumen and outer 
wall boundaries in black-blood MR images. Magn Reson.Imaging 17, 257-266. 

Yuan, C. Mitsumori, L.M. et al., 2001. In vivo accuracy of multispectral magnetic resonance 
imaging for identifying lipid-rich necrotic cores and intraplaque hemorrhage in 
advanced human carotid plaques. Circulation 104, 2051-2056. 

Yuan, C. Petty, C. et al., 1997. In vitro and in situ magnetic resonance imaging signal 
features of atherosclerotic plaque-associated lipids. Arterioscler.Thromb.Vasc.Biol. 17, 
1496-1503. 

Yuan, C. Zhang, S.X. et al., 2002. Identification of fibrous cap rupture with magnetic 
resonance imaging is highly associated with recent transient ischemic attack or 
stroke. Circulation 105, 181-185. 

Yusuf, S. Reddy, S. et al., 2001. Global Burden of Cardiovascular Diseases: Part I: General 
Considerations, the Epidemiologic Transition, Risk Factors, and Impact of 
Urbanization. Circulation 104, 2746-2753. 

Zhao, S.Z. Ariff, B. et al., 2002. Inter-individual variations in wall shear stress and 
mechanical stress distributions at the carotid artery bifurcation of healthy humans. 
Journal of Biomechanics 35, 1367-1377. 

 
 

10 

Electromagnetic Flow Metering 
Jens Krause 

FuE Zentrum FH Kiel GmbH, Kiel 
Germany 

1. Introduction 
Numerical simulations have become an integral part of new sensor design and they are 
essential to understand the physical principles of completely new sensors. In this chapter we 
want to demonstrate that, when using modern software tools, relevant results are in reach 
even for small development departments. 
The electromagnetic flow meter, that measures the volume flow rate of conducting liquids 
passing through pipes, is a very practical example for a sensor that is used in real 
applications, but that has still potential for improvement and optimisation by numerical 
simulations. The goal of this chapter is to show, in three concrete cases, different levels of 
modelling. 
The chapter will introduce the concepts of electromagnetic flow metering and the physical 
phenomena needed for numerical modelling. The main goal is to show that physical 
principles can be studied with detail and that, nevertheless, calculations are relevant to 
practical applications. 
We demonstrate the ideas in three detailed cases. 
1. Until now, commercially available devices require a minimum conductivity of water, 

i.e., a minimum concentration of ions. Using numerical methods one can study the low 
concentration limit of the electromagnetic flow meter. The central idea is to apply a 
drift-diffusion model to the system of electric charges present in the fluid. 

2. For standard devices several physical phenomena are encountered: fluid dynamics, 
magnetostatics, and electrostatics. We demonstrate the efficient use of multiphysics 
solvers for the geometric optimisation of a sensor. The geometric shape is optimised 
much easier numerically than it can be done in experiments. 

3. A completely new sensor principle can be verified using numerical simulation for 
turbulent flows. By studying the amplitude of fluctuations we find a new way of 
measuring the mean flow, which is in accordance with experiments. 

The numerical scheme for these calculations is based on finite methods: in many cases the 
very flexible finite element method can be employed. It can solve a wide range of physical 
problems and a large class of geometries. Standard software packages are available for all 
equations needed for flow sensor design. On the other hand the finite difference method re-
quires regular grids but can, due to its inherent speed, solve large problems like the turbu-
lent direct numerical simulation, where space and time must be resolved in a fine 
discretisation. 



Recent Advances in Modelling and Simulation 

 

166 

2. Magnetic-inductive flow meter 

 
Figure 1. Principle of the electromagnetic flow meter. Ions are displaced by an outer 
magnetic field and a electric voltage can be measured at galvanic contacts (black circles) 

The basic idea of the electromagnetic (or magnetic-inductive, MI) flow meter for measuring 
fluid flow in pipes shall be explained with the help of fig. 1. An external magnetic field 
perpendicularly penetrates the tube carrying fluid flow. If the fluid contains mobile electric 
charges these are displaced (with respect to the fluid) due to the Lorentz-force. The 
accumulated charges form a space charge density and an electric field is induced which 
prevents further charge separation. The electric potential can be sensed using galvanic or 
capacitive coupling. In ideal cases the measured voltage is proportional to the flow rate in 
the tube. 
The idea of this method is old, if one considers Michael Faraday's famous experiment at the 
river Thames as a starting point. Later, in 1930, Williams reported the first experimental 
proof (Williams 1930) and today the MI-flow meter has become a commercial product used 
in many applications in industry: process, food, waste water, etc. The theory is mature and 
text books have been published that are entirely (Schommartz 1974) or in parts (Fiedler 
1992) devoted to the subject. 
The sensors are mainly employed for water as liquid, although the use for other electrically 
conducting fluids is feasible. Standard devices avoid permanent magnets because of 
spurious electrochemical voltages at the sensing contacts. Even with electrodes made of 
noble metals, chemical reactions are present in water at galvanic contacts and lead to time-
varying electric potentials, that are larger than the actual MI-signal. By using alternating or 
pulsed magnetic fields these variations can be filtered. Capacitive coupling suffers from the 
difficulty to measure small charges when the inner resistance of the pick-up circuit is finite. 
But the price for time varying magnetic fields is high energy consumption. Up to 99% of the 
total energy is spent on the generation of the magnetic field, which is prohibitive for battery 
driven devices. Using modern electronic devices with ultra-high-ohmic amplifiers, static 
measurements have become feasible and a recent patent (Stange 2002) describes a method to 
bypass spurious voltages. Therefore some aspects in the field of electromagnetic flow 
metering have to be rethought and can be studied using numerical simulations. 
The Finite-Element method has become a versatile tool in solving partial differential 
equations (PDEs) in many scientific and engineering disciplines. Many text books describe 
the method in different aspects and we only want to cite one of the most influential by 

Electromagnetic Flow Metering 

 

167 

Zienkiewicz (Zienkiewicz & Taylor 1989) first published on structural mechanics. Since then 
the method has been applied to other engineering fields and due to the increased computer 
power became available to developers for daily use. 
For MI-sensors the literature using FE-simulation is sparse but many applications in 
industry are on optimising the coils generating the magnetic field. Here we focus on the 
study of fundamental physical understanding and geometric optimisation. Many 
publications on electromagnetic flow meters use the concept of a weight function to analyse 
the design. This concept will be mentioned briefly because it is widely used but it is 
restricted to the high concentration limit (that we want to study in detail) and to galvanic 
contacts concentrated in points. 

3. Mathematical models 
The different physical effects and their equations are discussed in the following with their 
relevance to the electromagnetic flow meter. 

3.1 Fluid dynamics (Navier-Stokes equations) 
The equations for fluid flow are derived from the basic physical principles of conservation 
of mass, of momentum, and of energy applied to continuum mechanics. Many text books on 
this subject, e.g., Spurk & Aksel (2006), are available and only basic properties are stated 
here without proofs. 
Fluid flow is usually described by the Eulerian view, that represents the velocity of the fluid 
as vector field u at a fixed point in space. Two additional scalar fields are needed in general: 
the pressure p and the mass density ρ. In an incompressible fluid the system reduces to u 
and p and the incompressibility condition replaces the conservation of mass: 

 0=u⋅∇ . (1) 

The conservation of momentum leads to 

 ( ) uuuu μΔ+=ρ+ρ p−∇∇⋅ . (2) 

The left hand side represents the change of momentum in time at a fixed point in space. The 
right hand side denotes that the contributing forces are the pressure gradient as the driving 
force of the flow and the dissipative friction term. In the viscous model friction is caused by 
a velocity gradient and the proportionality constant μ is called viscosity. These equations are 
known as the incompressible Navier-Stokes (NS) equations. The boundary condition at 
physical walls is that the flow velocity is zero. Other mathematical boundary conditions are 
applied to inlets, outlets, and symmetry planes. The system of equation (1) and (2) is closed: 
it comprises four equations for four unknowns. 

3.2 Magnetic inductive effect 
The basic principle is that electric charges (like ions from dissolved salts) in the fluid are 
displaced due the Lorentz-force in response to an external magnetic field that is orthogonal 
to the fluid flow. The charge separation leads to an electric field E perpendicular both to the 
flow and the magnetic field. The electric potential φ can be sensed with galvanic contacts or 
with capacitive sensors. 
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In a conducting medium the electric current density j in presence of an electromagnetic 
fields is 

 ( )BuEj ×+σ=  (3) 

where σ is the specific conductivity. In an equilibrium state the current density is divergence 
free because of charge conservation and it follows that 

 ( )Bu ×⋅∇=Δϕ . (4) 

This equation has been cited in the literature (Shommartz 1974; Fiedler 1992) and is called 
here the high concentration limit and we discuss the validity of this model later. Here and in 
later models it is assumed that B is the external magnetic field only. The flowing medium 
itself drives electric currents which induce magnetic fields that are in the case of electrolytes 
too weak to have an influence. Two types of currents can be distinguished: The first one is 
generated by the charge density that is convected by the fluid, whereas the second one is the 
current as expressed in eq. (3). 
The weight function approach applies Green's theorem to equation (4) and is often used to 
examine MI-flow meters. The Green's function that corresponds to the Laplace operator 
reads 

 ( ) | |x'x4
1x'x,G
−π

=  (5) 

and can be employed to express solutions of (4) as an integral. If two galvanic contacts are 
concentrated in points the voltage 

 ( ) ( )

( ) ( )[ ] ( ) xdxb,Gxa,G=

ba=V

3
xx

ab

Bu ×⋅∇−∇−

−

∫

ϕϕ  (6) 

is measured. The expression in square brackets is called the weight function W(a,b,x) 
(Shercliff 1954; Fiedler 1992). The integral can be transformed to 

 ( ) xdV 3
ab BWu ×⋅∫= . (7) 

In this form the integral formulation is helpful to design the magnetic field, e.g., to 
guarantee the property that the voltage is independent of flow profile. This approach is, 
however, limited to a simple governing equation and to pointlike galvanic contacts. Since 
more general problems must be solved we adopt the more flexible Finite-Element-Method. 

3.3 Electrostatics and Magnetostatics 
Maxwell's equations are only applied to the static field case only. In the macroscopic form, 
i.e., using material properties like permittivity, permeability, and magnetisation, the 
following equations are valid for the electric field: 

 ( )
ϕ∇−

⋅∇
=
=r0

E
E ρεε  (8) 
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where E is the electric field, φ the potential, ε0 the permittivity of the vacuum and εr the 
relative permittivity of the material in question. 
The relations for the fields H (magnetic field), B (magnetic induction), and M 
(magnetisation) are 

 

( )⎩
⎨
⎧

×∇
⋅∇

MH
HB

H
B

+μ
μμ

0

r0=
0=
0=  (9) 

The first material relationship is used for the usual linear response to a magnetic field, 
whilst the second is used as an approximation for permanent magnets with a given fixed 
magnetisation. 
As mentioned above the magnetic fields produced by the currents in the medium are weak 
and these currents are altogether neglected as sources of the magnetic field. Since the curl of 
the magnetic field is zero under these circumstances a scalar magnetic potential with 

 Θ= −∇H  (10) 

is introduced and used later for solving magnetostatic equations. 

3.4 Drift-Diffusion 
The evolution of the concentration c of an ion species in a medium is often described in 
electrochemistry (Hamann & Vielstich 2004) using the drift-diffusion approach. The 
effective current is generated in two ways: first, a driving force F on the individual particle 
and second the thermal diffusion. Applying Einstein's law we can write for each species 

 ( )cTkc B ∇−Fj μ=  (11) 

where μ is the mobility, kB Boltzmann's constant and T the absolute temperature. We want to 
apply this model to diluted salts in water. For higher concentrations the linear mobility 
model is not valid, but here study only low concentration effects (Atkins 1988). The force F is 
due to an electrostatic field and to a magnetic induction 

 ( ).q BuEF ×+=  (12) 

We only consider the Lorentz-force caused by the medium flow u, the additional velocity 
induced by the movement of ions with respect to the water is small and neglected in our 
model. The conservation of particle number is written as 

 G,c =+ j⋅∇  (13) 

where the dot signifies the derivative with respect to time and G the particle generation rate. 
The boundary conditions are generally of the homogeneous Neumann-type for wall 
boundaries that the particles cannot penetrate. Often the total number of particles is fixed 
and an integral constraint in the form 

 Nxd c 3 =∫  (14) 
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is added to the equations. When multiple species are present the equations (11,12,13) have to 
be formulated for each type separately. 

4. Finite-Element-Method 
The finite element method is an established technique in academia and industry to 
approximately solve partial differential equations and applies to boundary value problems. 
Many authors (Zienkiewicz & Taylor 1989; Ciarlet 1978) have discussed the method in detail 
and for many applications. 
One way of formulating boundary value problem, which is useful for many physical 
applications, is based on generalised sources and fluxes. For a degree of freedom u, the flux 
J and the source term S depend on u and its derivatives. The boundary value problem sets 
conditions on the inner of a domain Ω and on the boundary such that 

 

./ing

infu

inS
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D

ΓΩ=Γ=

ΩΓ=

Ω=

∂⋅

∂⊆

⋅∇

Jn

J  (15) 

These equations imply the conservation of a quantity in the domain, Dirichlet condition 
(prescribed value f) on one part of the boundary, and Neumann condition (prescribed 
normal flux g) on the remaining boundary. In the case of a vectorial physical property or a 
multiphysics problem, several unknowns ui have to be taken into account. For each 
unknown there is one set of equations in the form (15). If the generalised fluxes and sources 
depend mutually on each other the system is coupled. 
The Finite-Element (FE) method approximates the solution by polynomial functions defined 
on elements (e.g. triangles or tetrahedrons), i.e., a continuous problem is projected on a 
discrete problem that can be solved on computers. A finite number of elements forms a 
conformal mesh of the domain thus leading to a finite number of degrees of freedom. Using 
the method of weighted residuals (Zienkiewicz & Taylor 1989) a discrete system with the 
same number of equations can be deduced from eq. (15). This system of equations is in 
general nonlinear and Newton's method is employed to find solutions. The resulting linear 
equations are sparse so that memory efficient methods for solving are available. 

 
Figure 2. Sketch of evaluation model: a semicircle with radius R 
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The FE-technique has evolved in many engineering disciplines into software optimised for 
the needs of particular problems. Recently multiphysics simulations have come into focus 
that couples different models into one solution process. The results shown in this chapter 
were achieved with Comsol Multiphysics (Comsol 2005), a program that easily allows to 
integrate different physical phenomena and also to add further equations to the model in a 
mathematical form. 

5. Minimum concentration 
For an MI-device to work the fluid must contain mobile electric charges. Here we want to 
discuss the minimum requirements for water with dissolved salts. Since a certain 
concentration of ions also means that water conducts electrically, usually a minimum 
conductivity is required by the manufacturer and values are of the order of 5 μS/cm. 
Actually AC measurements depend on conductivity for a second reason because during 
measurement a current flows in the medium. When using a high impedance measurement 
in a static field one can assume that no current flows in the medium and only the built-up of 
a space charge is the limiting factor for a minimum concentration. Three sources of charge 
have to be considered in water: 
• ions from dissolved salts, 
• H+ and OH- ions generated by the autoprotonation reaction of water, and 
• water molecules themselves, which constitute electric dipoles and can be oriented in a 

field to form a net polarisation charge. 
It is informative to study these effects separately. 

5.1 The model 
The influence of the mentioned charge sources is studied on a very simple example of an 
infinite long circular tube with laminar flow in a homogeneous magnetic field. With 
radius R and maximum flow velocity u0 the profile has the form 

 ( ) z
222

2
0 yxR

R
u eu −−= , (16) 

where the axis of the tube is oriented along the z-axis. If we assume further that the 
magnetic induction of strength B0 is along the y-axis, the high concentration limit (eq. (4)) 
can be solved analytically and reads 

 ( )22220
0 yx3RxR

4
uB −−=ϕ . (17) 

The voltage measured in an experiment corresponds to the potential difference between two 
points. It reaches its maximum for two points diametrically opposed in x-direction. Its value 
is simply 

 RuBV 00high = , (18) 

which we call the high concentration value further on. Taking the values B0=0.1 T, 
u0=0.1 m/s, and R=1 mm we get Vhigh=50 μV. 
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Figure 3. Equipotential lines in the high concentration limit. The grounded reference is in the 
centre. Values given in μV 

Since the problem is constant along z a 2-D problem results. Furthermore it is symmetric 
and a semicircle contains all information. Figure 2 shows the relevant coordinate settings. 
For the high concentration solution (eq.(17)) we show the potential over the cross section as 
contour lines in Fig. 3. 

5.2 Ions 
First, we study salts that are completely dissolved, so that the generation rate in 
equation (13) vanishes. For each species labelled i with charge qi equations (11,12,13) are 
valid separately. The model equations are in the static case: 
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The magnetic induction and temperature are assumed to be homogeneous. For n different 
types of ions the system is represented by n+1 degrees of freedom and as many equations. 
The first equations state essentially conservation of the particle numbers. Note that in the 
static case the particle mobilities do not appear in the equations. The assumption here is that 
the system relaxes to the equilibrium fast enough. 
Since ions species with the same charge lead to identical equations we treat the 
concentration variables ci in equation (19) as the accumulation of all ions having the same 
charge. Our model example is simplified in another respect, because only anions and cations 
with elementary charge are included and hence only two concentration variables c+ and c- 
remain (where q0 denote the elementary charge): 
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The model can be extended to ions with higher order charge ions with no difficulties. 
The solution for this system of equations is depicted in fig. 4 (solid line) as a plot of the 
voltage across the diameter in dependence on the salt concentration. We state that above a 
concentration of 1014  1/m3 the high concentration limit is attained. This is as we will see 
later five orders of magnitude above the concentration of the H+ and OH- ions in pure water. 

5.3 Dipoles 
The water molecule features an electric dipole moment and for this reason is oriented in an 
electric field. In a nonhomogeneous electric field this leads to a net polarisation. The 
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susceptibility of a material 0(r-1) measures its ability to create such a polarisation charge. It 
can be shown from thermodynamics (Feynman et al. 1966) that 

 ( ) .1r0pol E−⋅−∇ εε=ρ  (21) 

Usually this polarisation charge does not show up explicitly in the equations because it is 
automatically included in the macroscopic Maxwell equations in the form of the relative 
permittivity. When a magnetic induction is present and the medium moves, equation (21) 
has to be extended to 

 ( )( ),1r0pol BuE ×−⋅−∇ +εε=ρ  (22) 

which is discussed by Simonyi (1979) in more detail and derived by Engl (1960) for the 
electromagnetic flow meter. This gives rise to an augmented form of Poisson's equation: 

 ( )( ).1r0macr0 BuE ×−⋅∇−∇⋅∇− +εερ=εε ϕ  (23) 

At first let us note that in the case when the liquid contains no other mobile charges, 
equation (23) is equivalent to equation (4) with the potential being reduced by a factor of (r-
1)/0. In water, which has a relative permittivity of 80, this means that the MI-voltage 
reaches 79/80≈99% of the high concentration value, even when there are no dissolved ions 
at all. 
For demonstration purposes we repeat the calculations from subsection 5.2 for a liquid with 
polarisation effects that has r=3, which is easier to discriminate in fig. 4 (where it is shown 
as dashed line) than water. The transition to the high concentration limit is at the same 
concentration value but at lower concentrations the MI-effect is never zero. 

 
Figure 4. Transition for a solution with monovalent ions in a hypothetical liquid with no 
polarisation (r=1) and with polarisation effects (r=3) 
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5.4 Autoprotonation 
Even pure water contains ions which are H+ and OH- and originate from the 
autoprotonation reaction of water 

 .OHH0H -+
2 +↔  (24) 

In this context we do not want to discuss the nature of these ions and in which embodiment 
they are dissolved in water, but we treat all quantities (concentration, mobility, ...) as 
effective quantities for a positive and a negative charge respectively. In fact these effective 
properties are measured in experiments; for the effective mobility Atkins (1988) reports the 
values 
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-OH

212
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Two aspects have to be taken into account. First, the generation rates (see eq.(13)) are equal 
for the two ion species because they are created or destroyed in pairs. Second, in a chemical 
equilibrium the mass action law states that the product of the two concentrations is constant 

 2
-OH+H

Kcc =  (26) 

with K = 10-7 mol/l = 6.06 1019 1/m3. The value K is the concentration of the ions in pure 
water or at pH=7. As a consequence of mass action only one concentration variable is 
independent. A convenient parametrisation is the choice 
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The new degree of freedom Ψ is related to the pH-value in chemistry. When applying the 
drift-diffusion model (equations (11) and (13)) to the concentration variables for a 
nonpolarisable medium we get the system of equations 
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After elimination of the generation rate and using the Ψ variable, the following equations 
remain 

 ( )
( )ΨΨ

ΨΨ

ε

Ψ+μ+μ

−

−

−⋅∇

⎟⎟
⎠

⎞
⎜⎜
⎝

⎛
∇−×⋅∇

eeKq=

0=
q

Tkee

00

0

B
-OH+H

E

BuE  (29) 

Only the ratio of the mobilities exerts influence in this equation. We want to approximate 
these equations further. For small values of Ψ the exponential functions can be expanded in 
lowest order, giving 
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We see that this approximation results in the high concentration limit (first equation), which 
can be solved analytically for the model problem (see eq. (17)). The second equation can also 
be solved analytically: 

 x
m
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Hence for the sizes in question (centimetre range) the approximation is justified and, hence, 
the use of the high concentration limit. 

5.5 Consequences 
The main result of the study of water including the effects of dissolved salts, polarisation of 
the water molecule, and autoprotonation shows that dissolved salts are not needed for the 
built-up of a magnetic inductive potential. The electric and chemical properties of water 
alone produce sufficient charge density for the (previously known) high concentration limit. 
This can already be seen in the fact that the transition found in subsection 0 occurs at a 
concentration below 1014 1/m3 which is five orders of magnitude below the concentration of 
H+ and OH- in pure water. Adding up the different effects (salt ions, polarisation, 
autoprotonation) justifies the use of the high concentration limit for water in all cases. 
One important constraint has to be mentioned here concerning technical implementations. 
In currently available devices an AC magnetic field is used and during measurement an 
electric current is flowing in the medium, thus requiring a conductive medium. This must be 
considered an additional reason for the need for a minimum conductivity (and minimum 
salt concentration at the same time). In a static measurement with high-ohmic amplifiers no 
current flows in the medium and the minimum concentration is no longer needed. 
Another interesting consequence derives from the polarisation effect that is not only present 
in water but also in other liquids like oil or petrol. These liquids are not conducting under 
normal circumstances. Therefore the electromagnetic flow meter can be used in an even 
wider range of applications as previously known. 

 
Figure 5. Model for geometry optimisation 
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5.4 Autoprotonation 
Even pure water contains ions which are H+ and OH- and originate from the 
autoprotonation reaction of water 
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In this context we do not want to discuss the nature of these ions and in which embodiment 
they are dissolved in water, but we treat all quantities (concentration, mobility, ...) as 
effective quantities for a positive and a negative charge respectively. In fact these effective 
properties are measured in experiments; for the effective mobility Atkins (1988) reports the 
values 
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Two aspects have to be taken into account. First, the generation rates (see eq.(13)) are equal 
for the two ion species because they are created or destroyed in pairs. Second, in a chemical 
equilibrium the mass action law states that the product of the two concentrations is constant 
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with K = 10-7 mol/l = 6.06 1019 1/m3. The value K is the concentration of the ions in pure 
water or at pH=7. As a consequence of mass action only one concentration variable is 
independent. A convenient parametrisation is the choice 
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The new degree of freedom Ψ is related to the pH-value in chemistry. When applying the 
drift-diffusion model (equations (11) and (13)) to the concentration variables for a 
nonpolarisable medium we get the system of equations 
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After elimination of the generation rate and using the Ψ variable, the following equations 
remain 
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Only the ratio of the mobilities exerts influence in this equation. We want to approximate 
these equations further. For small values of Ψ the exponential functions can be expanded in 
lowest order, giving 
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6. Geometric shape optimisation 
The design of a complete electromagnetic flow meter requires the solution of a coupled 
system. The results of section 5 justify the application of the high concentration limit and the 
model comprises equations of magnetostatics (eq. (9)), fluid dynamics (eq.(1,2)), and the 
magnetic-inductive effect (eq. (4)). We apply this system of equations to an optimisation 
problem. The main idea is as follows: the sensor region usually has a circular cross section 
but can also have other shapes, for instance an ellipse. The geometry influences the flow and 
in consequence the electric output of the sensor. Also the magnetic system changes because 
the magnet poles can be placed closer to each other. Figure 5 shows the model as it was used 
in the calculations. In the sensitive region the cross section is quenched to an elliptic shape 
with a smooth transition to circular pipes that are attached to the sensor. The poles of the 
magnet are placed close to the pipe and a return yoke is included for efficient utilisation of 
the magnetic field. The electric connections are not shown in this figure but in the 
calculations capacitive coupling is used. These contacts must be large for an efficient electric 
coupling and span an angle of 150o. 
The shape of the cross section is parametrised such that the ellipse has the half axes (Rβ(1-
),R/(1-)), where the parameter  applies to the shape of the ellipse, β changes the size, and 
R is the equivalent radius of a circular tube. The parameter  is chosen such that at the value 
zero the circle is recovered as the cross section. The area of the cross section is πβR2. The 
goal of the optimisation is highest sensitivity and two constraints must be met: 
• The pressure drop shall be the same as for a straight tube. 
• The sensor is nonlinear but should not deviate from the ideal linear case too much. 

6.1 Model size 
Naturally the results of such an optimisation depend on the material parameters, geometric 
sizes and flow conditions. So numeric results should be taken as an example and the main 
objective of this section is the methodology. The application field in the numeric case is 
water at room temperature in tubes with 1 cm diameter in a flow range of 0-4 m/s medium 
flow velocity. A target velocity is fixed at 1 m/s, for which the pressure drop is adjusted, so 
that the flow meter is neutral in the pipe circuit. For other velocities the flow meter is 
operational but the pressure drop differs. The values mentioned must be considered as one 
example: the methodology can be employed to other cases in the same way. The relevant 
properties of water are 
• density: 1000 kg/m3 
• viscosity: 8.54 10−4 Pa s 
• relative dielectric constant: 80. 
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Figure 6. Sensitivity of quenched flow meter for different -values 

6.2 Pressure drop 
The first constraint is equivalent to the demand that the flow meter should have no disturbing 
effect on the flow circuit. In fact if the tube is quenched the flow resistance of the tube 
increases. Therefore enlarging the area (via parameter β) neutralises the effect. In order to find 
the compensation, NS equations are solved for various parameters. For each given parameter 
value  the corresponding β-value can be found such that the pressure drop equals that of a 
straight tube. It is instructive to convert this dependence into polynomial form 

 ( ) 642 1.6180.6980.9221 α+α+α+=αβ . (32) 

This compensation function depends on the velocity; in this case the target velocity is 1 m/s. 

6.3 Magnetostatics 
The calculation of the magnetic field follows the approach of a scalar magnetic potential as 
outlined ins subsection 3.3. For the permanent magnet we assume a constant magnetisation 
and the ferromagnetic material of the return yoke is simulated by a very large relative 
permeability. 

6.4 Simulations 
Using this pressure compensated system we perform the three simulation steps 
(magnetostatics, fluid dynamics, and electrostatics) needed to establish the magnetic-
inductive response. Figure 6 shows the sensitivity S=V/u0 for different deformation 
parameters. For values >0.5 we judge that the nonlinearity is unacceptably large. This 
depends in fact on the envisaged application. 
In the next step we compare the sensitivity for different values of the deformation parameter 
at the target velocity uM. We get the result displayed in fig. 7. The optimal configuration, if 
higher nonlinear behaviour can be tolerated, is at =0.55, but keeping the previously 
outlined limit the optimal shape is with =0.5. The improvement in the magnetic-inductive 
effect compared to the standard configuration is between 45% and 50%. 
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6.2 Pressure drop 
The first constraint is equivalent to the demand that the flow meter should have no disturbing 
effect on the flow circuit. In fact if the tube is quenched the flow resistance of the tube 
increases. Therefore enlarging the area (via parameter β) neutralises the effect. In order to find 
the compensation, NS equations are solved for various parameters. For each given parameter 
value  the corresponding β-value can be found such that the pressure drop equals that of a 
straight tube. It is instructive to convert this dependence into polynomial form 
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This compensation function depends on the velocity; in this case the target velocity is 1 m/s. 

6.3 Magnetostatics 
The calculation of the magnetic field follows the approach of a scalar magnetic potential as 
outlined ins subsection 3.3. For the permanent magnet we assume a constant magnetisation 
and the ferromagnetic material of the return yoke is simulated by a very large relative 
permeability. 

6.4 Simulations 
Using this pressure compensated system we perform the three simulation steps 
(magnetostatics, fluid dynamics, and electrostatics) needed to establish the magnetic-
inductive response. Figure 6 shows the sensitivity S=V/u0 for different deformation 
parameters. For values >0.5 we judge that the nonlinearity is unacceptably large. This 
depends in fact on the envisaged application. 
In the next step we compare the sensitivity for different values of the deformation parameter 
at the target velocity uM. We get the result displayed in fig. 7. The optimal configuration, if 
higher nonlinear behaviour can be tolerated, is at =0.55, but keeping the previously 
outlined limit the optimal shape is with =0.5. The improvement in the magnetic-inductive 
effect compared to the standard configuration is between 45% and 50%. 
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Figure 7. Sensitivity at 1 m/s with optimum at =0.55 

6.5 Methodology and efficient calculations 
Since for an optimisation problem many single computations of the model are needed an 
efficient methodology is important. The design of a flow sensor supported by FE-
simulations is done in the following steps. We start with a given standard configuration, like 
having a circular cross section, the operating range in terms of a velocity interval and the 
main operating velocity uM. 
1. A parametrised CAD-model of the flow sensor is created with a deformation 

parameter  such that for =0 the standard configuration is met. A second parameter β 
is used to scale the area. The inlet and outlet tubes with circular cross section and 
appropriate connection to pipes are included. The parametrised CAD model also 
adjusts the magnet's position to the deformed sensor device. 

2. In a first set of FE-simulation at the velocity uM the NS equations are solved for ranges 
of the parameters  and β. The goal is to find the function β() that adjusts the area of 
the cross section, so that the pressure drop at each value of  is that of the standard 
configuration. 

3. For each parameter value  the magnetic field is computed by solving the magnetostatic 
equation for the adjusted positions of the magnet. 

4. The NS equations are solved for the entire velocity range in the compensated model and 
the resulting magnetic inductive potential is computed. 

5. The results are first analysed for linearity. That means for each value  the magnetic-
inductive response (the voltage V at the capacitive contacts) is examined. Depending on 
the needs of the applications an upper bound for the allowed -values is established. 

6. Comparing the sensitivity S=V/u0 at uM for all  gives the optimal parameter value. 

6.6 Geometric symmetry 
The different physical models have their own symmetries and an efficient simulation 
employs these symmetries in the way that the domain is restricted and the solution is 
mirrored. This technique reduces the number of degrees of freedom and in consequence the 
time and memory requirement for a single simulation considerably. Figure 8 shows the 
minimal model with a tube that is oriented in z-axis. The flow field has a fourfold symmetry 
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and the NS equations are only solved in a quarter. The full solution result can be constructed 
by mirroring at the planes x=0 and y=0. Next, the magnetic subsystem also has a fourfold 
symmetry but along the x-axis and the solution is mirrored at z=0 and y=0. Because the right 
hand side of the MI-equation is determined form the flow field and magnetic field, the 
electrostatic model has a twofold symmetry with mirror plane y=0. 

 
Figure 8. Geometric model for simulation 

6.7 Conclusions 
A novel and simple improvement in the configuration of the magnetic inductive sensor 
allows an increase of the measured voltage, and therefore the sensitivity, of about 50%. In 
the new configuration the cross section of the measuring unit is not circular any more but, in 
the present example, elliptical. This increase in sensitivity can be explained by two effects: 
• The fluid flow has a different pattern, which induces a larger space charge density and 

in consequence a higher voltage. 
• Due to the deformation of the tube the magnet pole faces can be placed closer to each 

other and the magnetic field is exploited more efficiently. 
The potential use of the increase in the MI effect is that sensors can be built smaller or with 
higher sensitivity. The main drawback is that, compared with a straight tube, the MI 
response is not linear any longer. The design method, however, gives full control over the 
limits of the nonlinearity. Also the nonlinear behaviour is such that the response is even 
larger than one would expect with a linear sensor. That means that even stronger signals can 
be achieved if nonlinear behaviour can be tolerated. 

7. Turbulent fluctuations 
Turbulence is a phenomenon in fluid dynamics of great attention in research and 
application. It corresponds to solutions of the (nonlinear) NS-equation that are unsteady and 
exhibit chaotic behaviour. In contrast, laminar flow is represented by stable solutions of the 
stationary NS equations. Stability in this respect means that small perturbations to the flow 
are damped and disappear with time. The flow can be characterised by the dimensionless 
Reynolds number 
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where u0 and L are characteristic velocity and length scale values, respectively. 
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where u0 and L are characteristic velocity and length scale values, respectively. 
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The NS equations can be transformed into a nondimensional form and the Reynolds-
number remains as the only parameter (Spurk & Aksel 2006): 

 ( ) uuuu Δ+=+
Re
1p−∇∇⋅ . (34) 

This form of the NS equations has the advantage to demonstrate that different fluids obey 
the same laws parametrised by the Reynolds-number. The necessary transformations are: 
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Laminar flow is characterised by Reynolds-numbers smaller than 2000-3000. At higher 
Reynolds-numbers the inertia term exceeds friction in influence and small perturbations are 
amplified. In a fully developed flow the field quantities fluctuate in a chaotic form. In many 
practical applications only mean values are of interest, which is reflected in CFD by models 
for the mean flow velocity (Reynolds-average Navier Stokes, RANS). One popular model for 
high Reynolds-numbers is the ke-model which adds two auxiliary properties (turbulent 
kinetic energy and dissipation rate) to the equation system. The literature on this subject is 
rich, e.g., see Eggels (1994), Launder et al. (1975). 
The consequence of turbulence for the magnetic-inductive flow meter is that the fluctuations 
of the flow lead to fluctuations in the potential and in the measured voltage. When the 
average voltage is evaluated, the ke-model replaces the NS equations in the modelling and 
the electric potential and field are understood as average quantities. In the following we 
want to examine the fluctuations themselves and aim to find the amplitude of these voltage 
fluctuations and for this reason the ke-model cannot be applied. The goal is to examine the 
strength of these amplitudes and to establish the dependence of the amplitude from the 
volume flow in the tube. These results turn out to be convincing that the amplitude of the 
voltage fluctuations can be used as a measure for the volume flow. 

 
Figure 9. Model for LE-simulations: a tube with square cross section and a homogeneous 
magnetic field. Blue line indicates a possible turbulent flow line 
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Figure 10. Voltage fluctuation of MI flow meter in large eddy simulations at Re=14000. The 
amplitude is about 5% of the mean value and therefore large enough to be measured 

For realistic simulation of turbulent phenomena including fluctuations small time and space 
scales have to be resolved. Here the FE-method demands too many computer resources and 
the Finite-Difference (FD) method is preferred. Since the FD method calls for a regular grid 
only simple geometries can be treated. 
Whereas the so called direct numerical simulation use the plain NS equations, the large-eddy 
simulations only treat large scale turbulences and suppress small eddies, so the resource 
requirements are less severe. 
To test the influence of turbulence on the electromagnetic flow meter we describe FD 
simulations that calculate the amplitude of a MI signal in a straight tube with square cross 
section (fig. 9). The model has a homogeneous magnetic field (green arrows) and pointlike 
galvanic electrodes (black lines). The blue line shows the stream line of one fluid particle. 

7.1 Large-eddy (LE) simulation 
We employ the large-eddy model in the way it is described in the reference by Eggels (1994). 
The governing equations follow from the NS equations by applying a spatial filter operator. 
This filter averages the fluctuating velocity components in a small environment around a 
point and has the effect to suppress small eddies (called sub-grid scale) and preserve larger 
ones (grid scale). 
The governing equations for the LE-model are essentially the the NS-equation for the 
filtered unknowns u and p. In dimensionless form they read: 
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An additional quantity, the LE-stress tensor τ, must be introduced to model the subgrid 
eddies. All detailed information about these eddies is lost in the averaging process but 
heuristic models can be formulated to account for their influence on the main flow and this 
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Figure 10. Voltage fluctuation of MI flow meter in large eddy simulations at Re=14000. The 
amplitude is about 5% of the mean value and therefore large enough to be measured 
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only simple geometries can be treated. 
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requirements are less severe. 
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filtered unknowns u and p. In dimensionless form they read: 

 ( )
0.=

Re
1Pp=

u

uuuu

⋅∇

∇−∇−∇−∇⋅ τΔ++  (36) 

An additional quantity, the LE-stress tensor τ, must be introduced to model the subgrid 
eddies. All detailed information about these eddies is lost in the averaging process but 
heuristic models can be formulated to account for their influence on the main flow and this 
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influence is expressed in the stress tensor τ. Here the pressure gradient is split in two parts: 
on one side the gradient of P, which is constant in space for a straight tube and drives the 
flow through the tube. On the other side the unknown part p ensures incompressibility. 
In the Smagorinsky model the LE-strain is found from the strain tensor (Denev et al. 2003) 

 ( ) ( )tS uu ⊗∇⊗∇ +=  (37) 

assuming that the stress has the form 

 ( )SS2tracel 22
mix−=τ  (38) 

i.e., the LE-stress has the anisotropy of the strain and the effective LE-viscosity is 
proportional to the magnitude of the strain. The mixing length lmix is related to the average 
grid size 

 222
grid zyxl δ+δ+δ=  (39) 

by lmix=cs lgrid, where cs is Smagorinsky's constant. Its value is open to debate but values in 
the range 0.1...0.2 are usually chosen. In this work cs=0.16. 
As boundary conditions homogeneous Dirichlet no-slip conditions are applied on the walls 
of the tube for all velocity components and Neumann conditions for the pressure p. In axial 
direction the model in principle requires an infinitely long tube. Considering the fact that in 
streamline direction the fluctuations at two points are not correlated any more if the 
distance is large enough, one can apply periodic boundary conditions to a tube of finite 
length. This can be regarded as a feedback loop of the outlet to the inlet. If the length of the 
tube is larger than the correlation length no artefacts are introduced by this procedure. 
Eggels (1994) reported that a length of at least five times the diameter of the tube is 
sufficient. In the present results the length is eight time the edge length of the cross section. 
Usually LE simulations are performed at constant pressure gradient, which implies a 
fluctuating mean flow because the resistance of the tube depends on the turbulent activity, 
which is fluctuating by nature. We force a constant mean flow (which is important for flow-
metering) by allowing the pressure gradient to vary in time and evaluate the integral 
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at every time step. The integral follows from eq. (36) by integrating the stream-wise 
component over the tube volume Ω and applying boundary conditions. The other 
components of the pressure gradient are zero. In reference Denev et al. (2003) the flow 
velocity is corrected after each time step to ensure constant global mass flow rate. 
The magnetic inductive potential is solved at each time step using equation (4) in a post-
processing step. Similar LE-simulation were reported by Boersma & Nieuwstadt (1999) but 
only for one Reynolds-number. Since the dependence on flow rate is our main interest we 
repeated calculations on a 265 x 65 x 65 grid for a pipe of length 8 over a unit square cross 
section with sufficient accuracy. 
As a typical example we show the magnetic inductive voltage fluctuation of a simulation at 
Re=14000 in fig. 10. The amplitude of the fluctuation is about 15% of the mean value. This, in 
our belief, is high enough to be measured reliably in experiments. 
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Figure 11. Amplitude of voltage fluctuations of an electromagnetic flow meter in 
dependence on Reynolds-number in the simulation. The analysis as root-mean-square 
shows linear behaviour, where the amplitude of the differentiated signal has quadratic 
dependence 

 
Figure 12. Experimental set-up for the measurement of the turbulent flow meter 

Further analysis of the experimental data has been undertaken in two ways: 
• as statistical root-mean-square of the voltage and 
• as the average of the modulus of the time-differentiated signal. 
The averaging is done for packages of sampling points together with the calculation of error 
intervals. The results are shown in fig. 11 with a maximum Reynolds-number of 40,000, 
which corresponds to a mean flow velocity of 3.8 m/s for water at room temperature and a 
tube with 1 cm edge length. We observe that the root-mean-square linearly depends on the 
Reynolds-number while the amplitude of time-differentiated is a quadratic function of the 
Reynolds-number and hence of the mean flow velocity. The consequence of the monotonous 
dependence of the noise on the flow rate suggests that the amplitude can be employed to 
measure the mean flow. Since the error of the time-differentiated signal is small, the type of 
evaluation is preferred. 
At low flow rates when the flow is laminar this type of flow sensor cannot be used. In the 
present parametrisation where u0 is the mean flow velocity and L the edge length of the 
cross section the flow is laminar below a Reynolds number of 3000. 
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7.2 Experimental verification 

 
Figure 13. Amplitude of voltage fluctuations of an electromagnetic flow meter in dependence 
on the pump voltage (proportional to the mean flow velocity) in the experiment. Simulation 
and experiments agree in the functional dependence of the amplitudes 

Briefly we want to show that the LE-simulation that we have presented can be verified in 
experiments. The measurements were performed with the simple set-up shown in fig. 12 
using tap water at room temperature. The water circuit is constructed with plastic tubes 
with inner radius of 13 mm and a voltage driven pump. In the actual sensitive region the 
cross section is narrower (75 mm2) and the magnetic induction from permanent magnets is 
at maximum 0.5 T. Using this small set-up the results in fig. 13 are measured. The analysis is 
done in the same two techniques as for the simulations. The dependence on the mean flow 
rate is the same that was found in the calculations. 
Measuring the amplitude of these fluctuations is hampered by other noise sources coming 
from the electric circuit, electrochemical double layers, and radiation. Some of these noise 
sources are flow independent and explain the noise amplitude at zero flow. Of the flow 
dependent noise the agreement between simulation and experiment suggests that indeed 
the turbulence explains a major part of the noise. 

7.3 Optimal placing of contacts 
The optimal placement of the two contacts in a conventional MI-flow meter is such that the 
contacts are arranged perpendicularly to the magnetic filed. The voltage reaches its 
maximum in this configuration. For a flow meter working on the turbulent paradigm the 
optimal position differs as can be deduced from fig. 14. It shows in a colour scale (blue to 
red) the amplitude of the fluctuations (in the root-mean-square measure). The reference 
contact is fixed at one the standard positions, i.e., at the centre of the blue spot. All points of 
the surface are sampled to measure in the simulation the noise amplitude relative to the 
reference point and the result plotted in the figure. It turns out that the fluctuation is 
strongest if the second contact is placed in the axis of the magnetic field, i.e., at an angle of 
90o degrees with the reference. In this respect the LE-simulation foresees future experiments 
and helps to optimise a new flow meter principle. 

7.4 Conclusion 
A new measurement principle relying on the turbulent nature of liquid flow in a pipe is 
verified with numerical simulations. In fact, fluctuations in the flow lead to fluctuations in 
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the pick-up voltage and the amplitude of the these fluctuations depends monotonously on 
the mean flow and can therefore be used as measure for the mean flow. The functional 
dependence of the signal is the same for experiments and simulations. The simulation also 
shows that the strength of the signal is high enough to be measured. This fact strongly 
supports the view point that the flow dependent fluctuations in the experiment are 
explained by the turbulent activity. 

 
Figure 14. Turbulent flowmeter: distribution of amplitude of fluctuations on the surface. The 
reference point is in the centre of the blue spot, the optimal position of the second contact in 
the area 

8. Summary 
Numerical simulations are used in sensor design in an advance fashion. We have shown for 
the electromagnetic flow meter that basic physical and electrochemical phenomena can be 
modelled such that engineers can make forecasts about new generation devices. 
The first concrete result, that we demonstrated, concerns the minimum concentration of 
dissolved salt ions needed for a magnetic inductive flow meter to work. Until now 
industrial applications required a minimum conductivity. Using basic models for all 
possible mobile charges (ions from dissolved salts, autoprotonation of water, and 
polarisation effects) we can show that even in pure water and other polarisable liquids the 
MI-effect is strong enough to be measured. The possible impact on technology is enormous: 
the application range of electromagnetic flow meters is wider than it was believed before. 
The trade-off is that high-ohmic electronic circuits must be implemented because no electric 
current can flow in the medium. But modern electronic devices offer this possibility. 
Second, we can use the Finite-Element technique for geometric shape optimisation. 
Naturally, optimisation using actual prototypes can be tedious and computations allow 
shorter design cycles. On the other side the simulation of the MI flow meter demands 
software that easily and effectively handles multiphysics problems like for instance Comsol 
Multiphysics does. In the detailed example we improve the sensitivity of an electromagnetic 
by 50% solely by changing the cross section of the measuring tube. 
The third and final result treats turbulent flows and requires direct numerical simulations or 
large-eddy simulations. These techniques used to be reserved to supercomputers but with 
small server becoming faster smaller departments can investigate turbulences on small time 
and length scales. This leads to the following new principle for flow metering. Turbulent flow 
is intrinsically unsteady and flow quantities fluctuate. These fluctuations lead to fluctuations in 
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the voltage measured by an MI device. We investigate the amplitude of the fluctuations as a 
function of the Reynolds-number, i.e., the flow rate. We find a monotonous dependence, that is 
sufficiently confirmed in experiments, and propose to use this amplitude to measure the flow 
rate. The simulations are also used to optimise the placement of the pick-up electrodes with 
the astonishing outcome that the electrodes are best placed at an angle of 90o. 
We note that these results can be obtained using advanced software tools and moderate 
computer resources. There simulations based on fundamental physical properties are in 
reach of every engineering department. 
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1. Introduction 
During the last twenty years, the spectacular advances in micro-mechanical systems, and 
more generally in micro-electro-mechanical systems (MEMS), have enabled the emergence 
of an innovative family of biological and chemical sensors. The functionality of such sensors 
involved the transduction of a mechanical energy, which comes from the deformations of 
the micro-machined components. Among the different geometrical shapes of these 
components, clamped-free beams also called cantilevers represent the simplest MEMS. 
Although cantilevers play a rule of basic building block for complex MEMS devices, they are 
nowadays widely used as force sensor probes in atomic force microscopy (AFM).  
The recent developments of AFM have enabled the mass-fabrication of micrometer-sized 
cantilevers with various geometrical shapes and different materials (silicon, silicon 
nitride…) (). Indeed, beam cantilevers but also V-shaped cantilevers are commercially 
available with different dimensions. Recently, this variety of AFM cantilevers is become the 
base of a novel class of highly sensitive sensors operating essentially for chemical and 
biological detections (Raiteri et al., 2001 ; Sepaniak et al., 2002 ; Moulin et al., 2003 ; Lavrik et 
al., 2004). These micro-cantilevers, which can be extremely versatile sensors, present many 
advantages such as a relatively low cost of production and a reduced size of the active area 
(typically 10-6 cm²). The detection principle of such sensors is based on the measurement of 
the cantilever deflection change or of the resonance frequency change of the cantilever 
(figure 1). These changes are induced by the adsorption of chemical species on the 
functionalized surface of a micro-cantilever (Chen et al., 1995 ; Betts et al., 2000).  
Such adsorption may come from the interactions between specific molecules present in 
analyte and the sensitive coating of the cantilever. The measurement of the resonance 
frequency shift offers the interesting advantage to be relatively insensitive to interference 
from external factors such as thermal drift. Therefore, this method seems particularly well-
suited for use in various environments such as gaseous or vacuum ones, and to measure the 
cantilever response upon exposure to optical radiation and to chemical vapours. Several 
applications of these AFM micro-cantilevers as sensors were developed during the ten last 
years (Lange et al., 2002 ; Baselt et al., 2003). According to the realized coating, the 
chemically modified surfaces of cantilevers can be used to produce transducers that are 
activated for specific analytes. For instance, cantilevers coated with a thin gold film become 
ideal sensors to achieve ultrasensitive detection of mercury vapour (Thundat et al., 1995a). A 
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biological detections (Raiteri et al., 2001 ; Sepaniak et al., 2002 ; Moulin et al., 2003 ; Lavrik et 
al., 2004). These micro-cantilevers, which can be extremely versatile sensors, present many 
advantages such as a relatively low cost of production and a reduced size of the active area 
(typically 10-6 cm²). The detection principle of such sensors is based on the measurement of 
the cantilever deflection change or of the resonance frequency change of the cantilever 
(figure 1). These changes are induced by the adsorption of chemical species on the 
functionalized surface of a micro-cantilever (Chen et al., 1995 ; Betts et al., 2000).  
Such adsorption may come from the interactions between specific molecules present in 
analyte and the sensitive coating of the cantilever. The measurement of the resonance 
frequency shift offers the interesting advantage to be relatively insensitive to interference 
from external factors such as thermal drift. Therefore, this method seems particularly well-
suited for use in various environments such as gaseous or vacuum ones, and to measure the 
cantilever response upon exposure to optical radiation and to chemical vapours. Several 
applications of these AFM micro-cantilevers as sensors were developed during the ten last 
years (Lange et al., 2002 ; Baselt et al., 2003). According to the realized coating, the 
chemically modified surfaces of cantilevers can be used to produce transducers that are 
activated for specific analytes. For instance, cantilevers coated with a thin gold film become 
ideal sensors to achieve ultrasensitive detection of mercury vapour (Thundat et al., 1995a). A 
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metallic coating allows the calorimetric detection of chemical reactions with picojoule 
sensitivity (Gimzewski et al., 1994), while a gelatine coating is sensitive to the changes in 
relative humidity (Wachter & Thundat et al., 1995). Others detection can also be achieved 
such as pH-variation (Ji et al., 2001 ; Bashir et al., 2002) or optical radiation by coating the 
cantilevers with ultraviolet cross-linking polymers (Thundat, 1995b). 
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Figure 1. Cantilever deflection change induced by the adsorption of chemical species on the 
functionalized surface 

In order to predict the sensitivity of these versatile sensors, it is crucial to precisely calculate 
the resonance frequencies of these micro-cantilevers (Dufour et al., 2003 ; Lochan et al., 
2005). The resonance frequencies can be only calculated analytically for cantilevers with 
simple geometries like straight beams. In the other cases, for multilayer structures or more 
complex shapes, where the cross-section is not constant along the cantilever length (case of 
“V-shaped” micro-cantilevers), the resonance frequencies can not be analytically calculated. 
Among the different approaches allowing to calculate them, the finite element modelling 
(FEM) seems to be a particularly interesting approach. In this chapter, FEM is applied to “V-
shaped” silicon micro-cantilevers for predicting their resonance frequencies and the 
sensitivity of these cantilevers employed as chemical sensors. 
First, in order to validate the accuracy of the FEM approach, we carried out a comparison 
between analytical, experimental and FEM-computed values of the resonance frequencies 
for homogenous rectangular shaped micro-cantilevers. Then, we performed a modelling of 
silicon beams coated with a thin metallic layer. To precisely calculate the resonance 
frequencies of these multilayer-cantilevers, the influence of the mesh parameters on the 
calculated frequencies was strongly investigated. 
Second, the sensitivity of different “V-shaped” silicon cantilevers was estimated, as a 
function of their geometrical dimensions and of their mechanical parameters (Young 
modulus, density). The resonance frequencies of uncoated cantilevers were calculated and 
compared with the values experimentally determined. Then, a similar approach could be 
employed to predict the sensitivities of such cantilevers recovered with a sensitive layer.  
This chapter clearly shows that the use of finite element modelling allows the computation 
of the resonance frequencies of micro-sized cantilevers having a complex shape. Moreover, 
in the case of applications as sensors based on the resonance frequency measurement, this 
approach offers the ability to predict the sensitivity of multilayer-cantilevers. In this way, by 
simple calculation, the shape and the geometrical dimensions of these cantilevers can be 
optimized for obtaining the best sensitivities and detection limits. 

2. Natural frequencies and normal modes of vibration 
When a linear mechanical system undergoes free vibrations, i.e. without being subjected to 
any external periodic load, its behaviour is characterized by its so-called “eigen modes”.  An 
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eigen mode is a global synchronous type of motion where the various degrees of freedom 
exhibit all the same time behaviour (with different amplitudes), viz. harmonic motion at a 
frequency which is characteristic of the mode.  An n degrees of freedom system has n eigen 
modes, hence n characteristic eigen frequencies, also called “natural” frequencies. 
When the system undergoes forced harmonic vibration, its behaviour is characterized by the 
frequency response relating the amplitude (and phase) of the steady-state harmonic 
response to that of the excitation. The main feature of this response is a series of peaks 
appearing at forcing frequencies close to the natural frequencies.  These large response 
amplitudes (theoretically infinite if no damping is present) relate to the so-called “resonant” 
behaviour of the system – generally to be avoided in practice in most engineering 
application. 
When the system is undamped, the (infinite) resonance peaks appear at forcing frequencies, 
which are identical to the natural frequencies of the system.  From a physical point of view, 
since the system is excited at a frequency at which it would tend to freely oscillate, its 
vibration amplitude increases steadily, tending towards infinity. 
In the case of a damped system, there are various definitions of the related “resonance” 
frequencies.  One of these is the forcing frequency (close to a natural frequency) at which the 
maximum of a peak is reached.  However, at a forcing frequency equal to a natural frequency, 
the phase shift between the response and the excitation is always an odd multiple of 90°, and 
this is generally chosen as the most reliable and accurate definition of resonance. 
We see therefore that “natural” and “resonance” frequencies are two names for the same 
notion, albeit related to two different situations (“free” and “forced” vibrations).  In the 
following, we shall use the term “natural” frequencies when analyzing free vibrations, and 
“resonance” frequencies when dealing with forced vibrations. 

3. Experimental procedure 
Nowadays, the atomic force microscopy (AFM) is widely used to characterize the surface of 
all kinds of materials, conductive as well as insulating samples. Although the most 
innovative advent of the AFM is its ability to measure locally different physical properties, 
the AFM offers real tri-dimensional images of the sample surface (Cuenot, et al., 2003). 
The sample is fixed onto a piezoelectric ceramic, which has the property to expand or to 
contract when a voltage is applied. By scanning across the surface with an AFM tip, 
topographical information can be easily obtained from atomic-scale imaging to micron-sized 
images. In contact mode, topographic images can be achieved by two ways. First, by 
measuring directly the vertical deflection of the cantilever, which indicates the local sample 
height, when the AFM tip scans the sample. To measure this vertical deflection, a laser beam 
focused on the gold coating of the cantilever backside is reflected onto a photo-detector 
consisting of two side-by-side photodiodes. The difference between the signals coming from 
the up-and-down photodiodes reflects the vertical deflection of the cantilever (figure 2). 
Second, topographic images can also be obtained by recording the vertical displacement of 
the piezoelectric ceramic when a constant force is applied by the tip on the sample surface. 
Indeed, the feedback loop existing between the ceramic and the photodiodes allows to keep 
the same cantilever deflection (i.e. a constant value of tension read from the photodiodes) by 
varying the voltage applied to the ceramic and hence adjusts the height of the sample. 
In this chapter, the resonance frequencies of different cantilevers were measured. To 
measure them, a piezoelectric bimorph (located under the cantilever) is used to induce the 
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metallic coating allows the calorimetric detection of chemical reactions with picojoule 
sensitivity (Gimzewski et al., 1994), while a gelatine coating is sensitive to the changes in 
relative humidity (Wachter & Thundat et al., 1995). Others detection can also be achieved 
such as pH-variation (Ji et al., 2001 ; Bashir et al., 2002) or optical radiation by coating the 
cantilevers with ultraviolet cross-linking polymers (Thundat, 1995b). 
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Figure 1. Cantilever deflection change induced by the adsorption of chemical species on the 
functionalized surface 
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complex shapes, where the cross-section is not constant along the cantilever length (case of 
“V-shaped” micro-cantilevers), the resonance frequencies can not be analytically calculated. 
Among the different approaches allowing to calculate them, the finite element modelling 
(FEM) seems to be a particularly interesting approach. In this chapter, FEM is applied to “V-
shaped” silicon micro-cantilevers for predicting their resonance frequencies and the 
sensitivity of these cantilevers employed as chemical sensors. 
First, in order to validate the accuracy of the FEM approach, we carried out a comparison 
between analytical, experimental and FEM-computed values of the resonance frequencies 
for homogenous rectangular shaped micro-cantilevers. Then, we performed a modelling of 
silicon beams coated with a thin metallic layer. To precisely calculate the resonance 
frequencies of these multilayer-cantilevers, the influence of the mesh parameters on the 
calculated frequencies was strongly investigated. 
Second, the sensitivity of different “V-shaped” silicon cantilevers was estimated, as a 
function of their geometrical dimensions and of their mechanical parameters (Young 
modulus, density). The resonance frequencies of uncoated cantilevers were calculated and 
compared with the values experimentally determined. Then, a similar approach could be 
employed to predict the sensitivities of such cantilevers recovered with a sensitive layer.  
This chapter clearly shows that the use of finite element modelling allows the computation 
of the resonance frequencies of micro-sized cantilevers having a complex shape. Moreover, 
in the case of applications as sensors based on the resonance frequency measurement, this 
approach offers the ability to predict the sensitivity of multilayer-cantilevers. In this way, by 
simple calculation, the shape and the geometrical dimensions of these cantilevers can be 
optimized for obtaining the best sensitivities and detection limits. 

2. Natural frequencies and normal modes of vibration 
When a linear mechanical system undergoes free vibrations, i.e. without being subjected to 
any external periodic load, its behaviour is characterized by its so-called “eigen modes”.  An 
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eigen mode is a global synchronous type of motion where the various degrees of freedom 
exhibit all the same time behaviour (with different amplitudes), viz. harmonic motion at a 
frequency which is characteristic of the mode.  An n degrees of freedom system has n eigen 
modes, hence n characteristic eigen frequencies, also called “natural” frequencies. 
When the system undergoes forced harmonic vibration, its behaviour is characterized by the 
frequency response relating the amplitude (and phase) of the steady-state harmonic 
response to that of the excitation. The main feature of this response is a series of peaks 
appearing at forcing frequencies close to the natural frequencies.  These large response 
amplitudes (theoretically infinite if no damping is present) relate to the so-called “resonant” 
behaviour of the system – generally to be avoided in practice in most engineering 
application. 
When the system is undamped, the (infinite) resonance peaks appear at forcing frequencies, 
which are identical to the natural frequencies of the system.  From a physical point of view, 
since the system is excited at a frequency at which it would tend to freely oscillate, its 
vibration amplitude increases steadily, tending towards infinity. 
In the case of a damped system, there are various definitions of the related “resonance” 
frequencies.  One of these is the forcing frequency (close to a natural frequency) at which the 
maximum of a peak is reached.  However, at a forcing frequency equal to a natural frequency, 
the phase shift between the response and the excitation is always an odd multiple of 90°, and 
this is generally chosen as the most reliable and accurate definition of resonance. 
We see therefore that “natural” and “resonance” frequencies are two names for the same 
notion, albeit related to two different situations (“free” and “forced” vibrations).  In the 
following, we shall use the term “natural” frequencies when analyzing free vibrations, and 
“resonance” frequencies when dealing with forced vibrations. 

3. Experimental procedure 
Nowadays, the atomic force microscopy (AFM) is widely used to characterize the surface of 
all kinds of materials, conductive as well as insulating samples. Although the most 
innovative advent of the AFM is its ability to measure locally different physical properties, 
the AFM offers real tri-dimensional images of the sample surface (Cuenot, et al., 2003). 
The sample is fixed onto a piezoelectric ceramic, which has the property to expand or to 
contract when a voltage is applied. By scanning across the surface with an AFM tip, 
topographical information can be easily obtained from atomic-scale imaging to micron-sized 
images. In contact mode, topographic images can be achieved by two ways. First, by 
measuring directly the vertical deflection of the cantilever, which indicates the local sample 
height, when the AFM tip scans the sample. To measure this vertical deflection, a laser beam 
focused on the gold coating of the cantilever backside is reflected onto a photo-detector 
consisting of two side-by-side photodiodes. The difference between the signals coming from 
the up-and-down photodiodes reflects the vertical deflection of the cantilever (figure 2). 
Second, topographic images can also be obtained by recording the vertical displacement of 
the piezoelectric ceramic when a constant force is applied by the tip on the sample surface. 
Indeed, the feedback loop existing between the ceramic and the photodiodes allows to keep 
the same cantilever deflection (i.e. a constant value of tension read from the photodiodes) by 
varying the voltage applied to the ceramic and hence adjusts the height of the sample. 
In this chapter, the resonance frequencies of different cantilevers were measured. To 
measure them, a piezoelectric bimorph (located under the cantilever) is used to induce the 



Recent Advances in Modelling and Simulation 

 

190 

cantilever oscillations. By monitoring the cantilever deflection signal as a function of the 
frequency sweep of the bimorph, it is possible to completely characterize the resonance 
spectrum of cantilever. 
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Figure 2. Principle of detection of the AFM 

4. Natural frequencies of free rectangular cantilevers 
The fundamental vibration mode of a cantilever, i.e. the one with the lowest resonance 
frequency, always corresponds to a flexural vibration mode. The natural frequencies related 
to this vibration mode will be computed in the following sections. 

4.1 Analytical calculation 
For many practical applications, the natural frequencies of uniform beam can be determined 
with sufficient accuracy by an analytical approach (Stokey, 1988). The classical approach is 
based on the use of the relation which relates the curvature of the beam to the bending 
moment at each section of the beam :  

 χ ∂
= =

∂

2

2

yM EI EI
x

 (1) 

This equation is based upon the assumptions that the material is homogeneous, isotropic 
and obeys Hooke’s law.  The beam must be straight with a uniform cross section. In order to 
neglect the shear deflection, the lateral displacement in direction of the y axis,  y(x,t), has to 
be small and the beam has to be long compared to cross sectional dimensions.  
E is the modulus of elasticity in tension and compression (Young’s modulus), and I is the 
area moment of inertia. 
The equation of motion for lateral vibration is found by considering the force action on the 
element which is formed by passing two parallel planes A and B through the beam normal 
to the longitudinal axis (figure 3). The vertical elastic shear force acting on section A and B 
are V and = + ∂ ∂' ( / )V V V x dx  respectively (figure 3). The sum of the vertical forces acting 
on the element must equal the product of the mass of the element and the acceleration 

∂ ∂2 2( / )y t  in the lateral direction:  
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Figure 3. clamped-free beam executing lateral vibration, (B) element of beam showing shear 
force and bending moments 

In this element, the equilibrium of the moment drives to = ∂ ∂/V M x . Other differentials of 
higher order can be neglected. Then, from eq. 1 and 2, the basic equation for the lateral 
vibration of beams is given :  

 ρ⎛ ⎞∂ ∂∂ + =⎜ ⎟∂ ∂ ∂⎝ ⎠

2 22

2 2 2 0y yEI S
x x t

 (3) 

The solution of this equation if EI is constant, is of the form ( ) ( )ω ϕ= × +⎡ ⎤⎣ ⎦cos ny A x t  in 

which A is a function of x only. Substituting β ρ ω=4 2 /S EI and dividing eq (3) by 
ω ϕ+cos( )nt : 

 ( ) ( )β=
4

4
4

d A x A x
dx

  (4) 

The following function represents the solution of the eq. (4). The constants A, B, C, D are 
found from the boundary conditions. 

 β β β β= + + +( ) ch sh cos sinA x A x B x C x D x  (5) 

In applying the end conditions in the case of a rectangular beam, clamped at one extremity 
and free at the other, we have to solve the following equation:  

 β β+ =1 ch cos 0  (6) 

With  the lenth of the beam. The solutions of that transcendental equation can be estimated 
from a numerical approach. As an example, with the Newton’method implemented with 
Matlab2007, we are able to found λ β=n n  : 

 ( ) πλ λ λ λ λ= = = = ≈ − → ∀ >1 2 3 4 n1.8751 ;   4.6941  ;   7.8547  ;   10.9955 ;   2n 1  n 4
2

 

The corresponding undamped natural frequency-angular are found by substituting the 
length of the beam to find each β and then : 
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Figure 2. Principle of detection of the AFM 

4. Natural frequencies of free rectangular cantilevers 
The fundamental vibration mode of a cantilever, i.e. the one with the lowest resonance 
frequency, always corresponds to a flexural vibration mode. The natural frequencies related 
to this vibration mode will be computed in the following sections. 
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moment at each section of the beam :  
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E is the modulus of elasticity in tension and compression (Young’s modulus), and I is the 
area moment of inertia. 
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Figure 3. clamped-free beam executing lateral vibration, (B) element of beam showing shear 
force and bending moments 

In this element, the equilibrium of the moment drives to = ∂ ∂/V M x . Other differentials of 
higher order can be neglected. Then, from eq. 1 and 2, the basic equation for the lateral 
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The following function represents the solution of the eq. (4). The constants A, B, C, D are 
found from the boundary conditions. 
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In the case of rectangular cantilever (one end clamped and the other one free), formula (8) 
gives the natural frequencies corresponding to the normal flexural modes of vibration of the 
beam (figure 4).  

 2n n
e Ef α

ρ
=    (8) 

with α λ
π

= 21
4 3n n  and e the thickness of the beam. 
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Figure 4. Description of the main geometrical parameters used in the computation 

4.2 Simulation with finite element method 
The purpose of this analysis is to find the transient response from an harmonic load with an 
excitation frequency in the range 10-1000 KHz. These frequency values are typically in the 
range of the resonance frequencies obtained by the analytical and experimental approaches. 
Finite element modelling (FEM) is particularly well-suited to numerically solve the 
mechanical equations.  
Adaptive meshing and re-meshing is used to tackle the problem of differing length scales. 
The 3D model makes use of an extruded triangular mesh. High-resolution solutions with 
minimum computation requirements are tracked. The mesh results in around 250 elements 
and 6000 degrees of freedom. The numerical model was defined, solved and analyzed in 
MATLAB using the script functions of COMSOL multiphysics (v3.4 with MEMS module) in 
conjunction with other in-house functions. 
The FEM method was applied to two models. The first one was the three dimensional 
geometry (FEM 3D). The second one is a 2D Plate model where the thickness of the planar 
structure is less than one tenth of its width. The forces are applied in the direction normal to 
the plate; the main deformation takes place in the out-of-plane direction. In thin plate 
theory, the transverse shear deformation is neglected. 

The default element type is quadratic Lagrange elements. They use second-order 
polynomials, which is often a good trade off between memory usage and accuracy. 
In table 1, we have reported the natural frequencies obtained on a rectangular micro-
cantilever. We have compared the results calculated with the formula (8), and those 
simulated by FEM (for the 2D Plate model and for the 3D model). As expected, a very good 
agreement is obtained between the three different approaches. 
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n Mode 
 

Analytic
(KHz) 

Plate 
model 

FEM 
3D 

1 

2 

3 

4 

5 

6 

7 

Longx 1 

Longx 2 

Longx 3 

Longy 1 

Torsional vib. 

Longx 4 

Longx 5 

16.4 

103,0 

288.5 

--- 

--- 

565.3 

934.5 

16.5 

103.5 

289.9 

--- 

531.9 

568.6 

940.9 

 16.5 

103.6 

290.1 

298.5 

531.2 

568.8 

941.2 

Table 1. Assignment of the first seven natural modes for a rectangular cantilever (  = 170 
µm, b = 10 µm, thickness e = 0,550 µm, Young’s modulus: 143 GPa) 
Figure 5 shows the deflection of the beam for the modes 2 and 3. 
 

  
ν2 = 103.6 KHz ν3 = 290.1 KHz 

Figure 5. Deformation shapes and corresponding frequencies for two natural vibration 
modes: n=2 and 3 (3D model). The boundaries display the total displacement; the black 
edges indicate the non-deformed beam geometry; and the white edges delineate the 
deformed geometry 

4.3 Experimental and modelling results on a rectangular beam 
By using the classical detection system of an atomic force microscope, we have measured the 
natural frequencies of a micro-cantilever, which is generally used in intermittent contact 
mode. A typical spectrum is presented in figure 6. We have also reported on the graph the 
simulated results (blue line). For the simulation, the thickness of the beam is constituted of 
430 nm of silicon and a thin film of gold (70 nm). In order to precisely mesh the structure, 
we have twice extruded the 2D geometry. 
A good agreement is observed between experimental and calculated frequencies. However, 
it is interesting to note that only one parameter was adjusted in this simulation: the 
thickness of the thin film of gold. Indeed, an accurate knowledge of this parameter is very 
difficult to obtain experimentally.  
This first part concerning the rectangular cantilevers is very important because it shows the 
ability of the COMSOL software to precisely calculate the frequencies of very thin films. 
Moreover, this fact is confirmed by comparing the classical analytical solutions with 
experimental measurements on bi-layers beams. 
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In the case of rectangular cantilever (one end clamped and the other one free), formula (8) 
gives the natural frequencies corresponding to the normal flexural modes of vibration of the 
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n Mode 
 

Analytic
(KHz) 

Plate 
model 

FEM 
3D 

1 

2 

3 

4 

5 

6 

7 

Longx 1 

Longx 2 

Longx 3 

Longy 1 

Torsional vib. 

Longx 4 

Longx 5 

16.4 

103,0 

288.5 

--- 

--- 

565.3 

934.5 

16.5 

103.5 

289.9 

--- 

531.9 

568.6 

940.9 

 16.5 

103.6 

290.1 

298.5 

531.2 

568.8 

941.2 

Table 1. Assignment of the first seven natural modes for a rectangular cantilever (  = 170 
µm, b = 10 µm, thickness e = 0,550 µm, Young’s modulus: 143 GPa) 
Figure 5 shows the deflection of the beam for the modes 2 and 3. 
 

  
ν2 = 103.6 KHz ν3 = 290.1 KHz 

Figure 5. Deformation shapes and corresponding frequencies for two natural vibration 
modes: n=2 and 3 (3D model). The boundaries display the total displacement; the black 
edges indicate the non-deformed beam geometry; and the white edges delineate the 
deformed geometry 

4.3 Experimental and modelling results on a rectangular beam 
By using the classical detection system of an atomic force microscope, we have measured the 
natural frequencies of a micro-cantilever, which is generally used in intermittent contact 
mode. A typical spectrum is presented in figure 6. We have also reported on the graph the 
simulated results (blue line). For the simulation, the thickness of the beam is constituted of 
430 nm of silicon and a thin film of gold (70 nm). In order to precisely mesh the structure, 
we have twice extruded the 2D geometry. 
A good agreement is observed between experimental and calculated frequencies. However, 
it is interesting to note that only one parameter was adjusted in this simulation: the 
thickness of the thin film of gold. Indeed, an accurate knowledge of this parameter is very 
difficult to obtain experimentally.  
This first part concerning the rectangular cantilevers is very important because it shows the 
ability of the COMSOL software to precisely calculate the frequencies of very thin films. 
Moreover, this fact is confirmed by comparing the classical analytical solutions with 
experimental measurements on bi-layers beams. 



Recent Advances in Modelling and Simulation 

 

194 

0 200 400 600 800 1000

0.0

0.5

1.0

1.5

2.0

2.5

3.0

1 2 3 4 5 6 7

93,3
265,2

526,2

860,9

 

 

A
m

pl
it

ud
e 

(V
)

Frequency (kHz)

 experimental data
 FEM simulation

 
Figure 6. Experimental spectrum measured on a rectangular beam with the AFM set-up 
(Veeco Inst.). Underneath, we reported the FEM 3D simulated frequencies (blue line) 
(thickness 520 nm, E = 143 GPa, density = 4,800 kg/m3, mesh: de 1,024 extruded square 
elements) 

5. Natural frequencies of “V-shaped” micro-cantilevers 
In the case of “V” shaped cantilevers, no exact solution (analytic resolution) is known. As an 
alternative approach, FEM method is particularly useful to calculate the fundamental 
natural frequencies. In figure 7, we present two SEM images of two commercial AFM 
cantilevers. The left image correspond to the STS E type and the right to the STS F type.  
 

             
Figure 7. Examples of commercial AFM-cantilevers and definition of the main geometrical 
parameters used in FEM simulation. 
The main geometrical parameters have been measured using SEM microscope. These 
parameters are defined in figure 7 and numerical values are reported in table 2. In the same 
way, experimental and calculated frequencies are reported in table 2. 
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Figure 8. The 3D mesh produced by extruding a 2D triangular mesh, of very thin “V” 
shaped cantilever (STS F type) 
A particular attention has been devoted to mesh the geometry of our cantilevers. Indeed, it 
is well-known that very thin structures are very difficult to simulate by FEM. Thank to the 
mesh module of COMSOL Multiphysics, it is possible to extrude the meshes with a very 
thin thickness (figure 8). 
As an example, the computed deformations of the first six fundamental modes of the STS F 
type cantilever is presented in figure 9. 
 

  
Mode 1 : 28.7 KHz Mode 2 : 137.8 KHz Mode 3 : 152.9 KHz 

   

   
Mode 4 : 392.4 KHz Mode 5 : 393.6 KHz Mode 6 : 522.4 KHz 

Figure 9. Deformed shapes corresponding to the first six vibration modes of the “V-shaped” 
cantilever. (STS F type cantilever). Underneath, FEM calculated frequencies are reported 
A comparison between the natural frequencies measurements and the simulated frequencies 
is showed in figure 10. We have to point out that the amplitude of the first vibration mode is 
often very low with our experimental set-up. This amplitude is proportional to the slope of 
the free end of the beam but almost independent of the lateral deflection. In the simulations, 
the thickness of the micro-cantilever was the only adjusted parameter. 
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alternative approach, FEM method is particularly useful to calculate the fundamental 
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cantilevers. The left image correspond to the STS E type and the right to the STS F type.  
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parameters used in FEM simulation. 
The main geometrical parameters have been measured using SEM microscope. These 
parameters are defined in figure 7 and numerical values are reported in table 2. In the same 
way, experimental and calculated frequencies are reported in table 2. 
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Figure 10. Experimental spectrum measured on a “V-shaped” micro-cantilever (STS C type). 
Underneath, the first five FEM calculated frequencies are reported 
 

Cantilever 
type 

L 
(µm) 

l 
(µm)

w 
(µm)

B 
(µm)

Thickness
(nm) 

Mode 
n 

Experimental 
frequency 

(KHz) 

Simulated 
frequency 

(KHz) 

Relative 
error 
(%) 

STS C 
 323 235 21 227 680 

1 
2 
3 
4 
5 

- 
39.1 

107.5 
204.6 
334.0 

6.41 
38.8 
105.6 
203.6 
333.3 

- % 
0.7 % 
1.7 % 
0.4 % 
0.2 % 

STS D 225 133 21 158 700 2 
3 

88.7 
233.2 

87.7 
234.4 

1.1 % 
0.5 % 

STS E 128 78 18 140 560 2 
3 

193.4 
505.5 

194.7 
503.0 

0.8 % 
0.5 % 

Table 2. Measured and simulated resonance frequencies of different “V-shaped” cantilevers 
(Young modulus: 143 GPa, density = 4800 kg/m3) 

6. Natural frequencies of “V-shaped” coated cantilevers 
These cantilevers can be easily coated with organic or inorganic layers, which offer 
interesting anchoring points for further functionalizations. For example, thin films of N,N’-
diphenyl-1,4-phenylenediamine (B3) (purchased from Aldrich) were deposited on the 
backside of the cantilever by vacuum thermal evaporation (De Santana et al., 2006). Figure 
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11 presents the experimental frequency shifts of a cantilever coated with different 
thicknesses of B3, and the same cantilever in its uncoated state. 
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Figure 11. Resonance spectra of uncoated and organic layer - coated cantilever 
By using an home-made arrangement of plasma reactors, the surface of “V-shaped” 
cantilevers was coated with a thin layer of platinium. Prior to the metallization, these 
reactors were employed to remove dust particles. Then, by plasma sputtering without 
breaking the vacuum, a thin layer of platinium (between 5 and 20 nm) was deposited 
(Chaigneau et al., 2007). 
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Figure 12. Resonance spectra of uncoated and platinum-coated micro-cantilever 
A thin solid film of 10 nm of platinum was deposited onto a STS C type micro-cantilever. In 
figure 12, a significant frequency shift is observed for the coated cantilever (498.8 KHz) with 
respect to the frequency of the uncoated cantilever (518.0 KHz). 
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Figure 10. Experimental spectrum measured on a “V-shaped” micro-cantilever (STS C type). 
Underneath, the first five FEM calculated frequencies are reported 
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6. Natural frequencies of “V-shaped” coated cantilevers 
These cantilevers can be easily coated with organic or inorganic layers, which offer 
interesting anchoring points for further functionalizations. For example, thin films of N,N’-
diphenyl-1,4-phenylenediamine (B3) (purchased from Aldrich) were deposited on the 
backside of the cantilever by vacuum thermal evaporation (De Santana et al., 2006). Figure 
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thicknesses of B3, and the same cantilever in its uncoated state. 
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By using an home-made arrangement of plasma reactors, the surface of “V-shaped” 
cantilevers was coated with a thin layer of platinium. Prior to the metallization, these 
reactors were employed to remove dust particles. Then, by plasma sputtering without 
breaking the vacuum, a thin layer of platinium (between 5 and 20 nm) was deposited 
(Chaigneau et al., 2007). 
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Figure 12. Resonance spectra of uncoated and platinum-coated micro-cantilever 
A thin solid film of 10 nm of platinum was deposited onto a STS C type micro-cantilever. In 
figure 12, a significant frequency shift is observed for the coated cantilever (498.8 KHz) with 
respect to the frequency of the uncoated cantilever (518.0 KHz). 
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By taking into account the mass density and the deposited volume, a crude calculation 
indicates a mass change varying between 1.3 pg (platinum thickness of 5 nm) to 5.5 pg (20 
nm thick). 
Then, the finite element modelling can be used to evaluate the sensitivity of the used 
cantilever depending on the deposited thickness. 
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Figure 13. Relative variation of the resonance frequency as a function of the layer thickness 
of deposited platinium 
As an example, figure 13 shows the simulated values of the frequency shift as a function of 
the deposited layer thickness (which can be easily converted into added mass). The slope of 
this curve gives us the sensitivity of the modified cantilever. In future, such simulations 
could be used to predict the sensitivity for different cantilevers with various geometrical 
dimensions, as well as for different deposited layer thicknesses. 

7. Conclusion and prospects 
The AFM cantilevers offer interesting prospects as biological and chemical sensors with very 
high sensitivity. To allow the adsorption of chemical species on the functionalized surface of 
cantilevers, these cantilevers are previously coated with a thin film of gold or silver. The 
sensitivity of such sensors could be predicted from the modelling of these cantilevers. As the 
principle of detection is generally based on the measurement of the resonance frequency 
shift, it seems crucial to calculate the resonance frequencies of cantilevers. For complicate 
shapes of cantilevers, like V-shaped cantilevers, these resonance frequencies can only be 
obtained by using a finite element modelling. 
In this way, this chapter presents some results concerning the use of FEM to estimate the 
resonance frequencies of rectangular and V-shaped cantilevers. First of all, this approach 
was applied to rectangular micro-cantilevers to compare the analytical, experimental and 
FEM-computed values of the resonance frequencies. As expected, the frequencies 
determined by FEM approach were very close to those obtained experimentally or 
analytically. Then, the FEM method was employed to evaluate the frequencies of V-shaped 
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cantilevers, which can not be analytically calculated. By adapting the mesh parameters, a 
good agreement was obtained between the FEM-values and the experimental frequencies. 
In prospects, the same approach could be employed to predict the sensitivities of such 
cantilevers recovered with a sensitive layer. Moreover, an interesting use of finite element 
modelling would be to optimize the shape and the geometrical dimensions of these 
cantilevers for obtaining the best sensitivities and detection limits. 
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Figure 13. Relative variation of the resonance frequency as a function of the layer thickness 
of deposited platinium 
As an example, figure 13 shows the simulated values of the frequency shift as a function of 
the deposited layer thickness (which can be easily converted into added mass). The slope of 
this curve gives us the sensitivity of the modified cantilever. In future, such simulations 
could be used to predict the sensitivity for different cantilevers with various geometrical 
dimensions, as well as for different deposited layer thicknesses. 
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cantilevers, which can not be analytically calculated. By adapting the mesh parameters, a 
good agreement was obtained between the FEM-values and the experimental frequencies. 
In prospects, the same approach could be employed to predict the sensitivities of such 
cantilevers recovered with a sensitive layer. Moreover, an interesting use of finite element 
modelling would be to optimize the shape and the geometrical dimensions of these 
cantilevers for obtaining the best sensitivities and detection limits. 
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1. Introduction 
The design, modelling and simulation of solid-liquid separation processes remain a 
challenging area due to difficulties in quantifying distribution of the phases in the filter 
cake, and in acquiring reliable experimental data for model development. Usually, overall 
mechanical dewatering parameters, such as filtrate volume, average volume fraction of 
solids, or cake thicknesses are measured. A more fundamental approach is to determine the 
internal structure of filter cakes, i.e., the profile of the solid volume fraction, in order to 
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assisted mechanical dewatering process (TAMD) (Fernandez et al., 2005). ERT is a non 
intrusive and non-destructive technique, which does not influence cake. Moreover, electrical 
resistance tomography (ERT) belongs to real-time, low-cost, easy to implement and fast 
techniques which exploit differences in the electrical properties of solids and liquids. 
Electrical resistance tomography basically consists in reconstruction of the conductivity 
distribution from electrical data which characterize the electrical response of a medium. The 
electrical current flow in a saturated packed bed submitted to an electrical field is depending 
on the solid and liquid phases, namely the dispersed and the continuous phases, which have 
different properties. Several theories have been proposed for the transport of electrical 
current in mixtures (Helfferich, 1962). However, most of the theories are based on the 
assumptions of either a regular lattice-type arrangement or a completely random 
distribution of the components that are not well adapted for filtration cakes. Electrical 
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which solid particles are in contact (Helfferich, 1962). For very low specific conductivity of 
the liquid phase, the specific conductivity of the packed bed is enhanced by the presence of 
solid particles. In contrast, when liquid phase conductivity is high, their contribution to 
electrical transport becomes more significant. This is especially useful in ERT applications 
where concentration of electrolyte plays a significant role. Nevertheless, the electrical 
features of solid particles have been little investigated, in spite of the appreciable ohmic 
drops measured in packed beds. 
The present chapter concerns the investigation of the electrical behaviour of a packed-bed, 
with particular emphasis on bed conductivity determination. For this, different packed-beds 
have been constituted using potassium chloride solutions, as liquid phase, and model 
materials, with different particle size distribution, as solid phase. The electrical 
conductivities of the packed-beds were determined, using a model for the conductivity of 
two-phase media, by measurement of the bed impedance in a lab cell with two facing Pt 
sheets. Then the primary potential distribution and current density (field analysis) in a 
TAMD dedicated cell were carried out in a two-dimensional domain using Femlab ™ 
software. Current density field deduced from the potential field led to second estimation of 
the electrical bed conductivity. The measured bed conductivities were compared to the 
numerical predictions and the consistency of these techniques is discussed. After this 
introductive section, section 2 gives a brief overview of the electrical tomography technique. 
Section 3 devotes to the introduction of different strategies for data collection and section 4 
concerns with the primary sensors (electrodes) of a typical ERT system. Section 5 discusses 
mathematics for describing electrical fields in ERT, and numerical methods used to 
approximate the solution. After that, a study of the theoretical relationship between packed-
bed conductivity and solid content is carried out in section 6, and the proposed plug flow 
model is described. The experimental procedures and some experimental results are 
presented and discussed in sections 7 and 8. Section 9 describes the numerical approach to 
tomography-forward problem with an emphasis on modelling and computation used to 
predict current density fields using Femlab Multiphysics®. Finally, conclusions are given in 
section 10. 

2. A historical overview 
Tomography methods are mainly employed for obtaining estimated images of a cross 
section of an object. X-ray tomography was the first to be developed (in 1960s) and its use is 
now routine not only in medicine but in some industrial applications as well (internal 
inspection of mechanical components and flaw detection in materials, for example). Since 
then a number of new tomography methods aimed at industrial processes have emerged, 
collectively known as process tomography (Williams & Beck 1995). 
The main goal of process tomography methods, which started to develop in the mid 1980s, 
is to produce an image of the phase or component distribution in an industrial process using 
only external sensors and without causing any perturbation to it. In other words, process 
tomography provides a way of 'looking' inside the process, from the outside and with no 
need for physical intrusion or alteration, in a radically new global approach to gathering 
structural information on the process, unlike the traditional methods based on local 
sampling. Examples of suitable processes are those occurring in mixing or stirring vessels, 
fluidized bed reactors, separator tanks, or a pipeline carrying multiphase flow. There is a 
whole range of principles and techniques that can be exploited in process tomography, 
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including electrical methods based on impedance measurement, ultrasound, magnetic 
resonance, optical methods and those based on ionizing radiation (X- and gammarays). 
Generally speaking, ionizing radiation methods produce images with the highest definition, 
but are relatively slow to achieve. On the other hand, electrical methods yield lower solution 
images but are much faster, robust and relatively inexpensive. In particular with regard to 
electrical impedance tomography, or electrical tomography for short, there has been a very 
noticeable progress in the last few years. This type of tomography has three main 
modalities: electrical capacitance tomography (ECT), electromagnetic tomography (EMT) 
and electrical resistance tomography (ERT), as shown in Table 1. Each of these techniques 
has its advantages, disadvantages and limitations. The choice of a particular technique is 
usually dictated by many, very often contradictory, factors. These include: physical 
properties of the constituents of multiphase flow, the desired spatial and temporal 
resolution of imaging, cost of the equipment, its physical dimensions, human resources 
needed to operate it, and potential hazards to the personnel involved (e.g. radiation). 

 
Table 1. Comparison of electrical tomography techniques: principles and applications 

In electrical capacitance tomography or ECT (Beck et al., 1997; Gamio, 1997; Plaskowski et 
al., 1995), normally used with mixtures where the continuous phase is non-conducting, the 
sensor employed is made of a circular array of electrodes distributed around the cross-
section to be examined, and the capacitance between all the different electrode-pair 
combinations is measured. With the help of a computer and a suitable image reconstruction 
algorithm, this information is used to create a map showing the variation of the dielectric 
constant (or relative permittivity ( )) inside the sensor area, thus providing an indication of 
the physical distribution of the various components of the mixture. In this particular case, 
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which solid particles are in contact (Helfferich, 1962). For very low specific conductivity of 
the liquid phase, the specific conductivity of the packed bed is enhanced by the presence of 
solid particles. In contrast, when liquid phase conductivity is high, their contribution to 
electrical transport becomes more significant. This is especially useful in ERT applications 
where concentration of electrolyte plays a significant role. Nevertheless, the electrical 
features of solid particles have been little investigated, in spite of the appreciable ohmic 
drops measured in packed beds. 
The present chapter concerns the investigation of the electrical behaviour of a packed-bed, 
with particular emphasis on bed conductivity determination. For this, different packed-beds 
have been constituted using potassium chloride solutions, as liquid phase, and model 
materials, with different particle size distribution, as solid phase. The electrical 
conductivities of the packed-beds were determined, using a model for the conductivity of 
two-phase media, by measurement of the bed impedance in a lab cell with two facing Pt 
sheets. Then the primary potential distribution and current density (field analysis) in a 
TAMD dedicated cell were carried out in a two-dimensional domain using Femlab ™ 
software. Current density field deduced from the potential field led to second estimation of 
the electrical bed conductivity. The measured bed conductivities were compared to the 
numerical predictions and the consistency of these techniques is discussed. After this 
introductive section, section 2 gives a brief overview of the electrical tomography technique. 
Section 3 devotes to the introduction of different strategies for data collection and section 4 
concerns with the primary sensors (electrodes) of a typical ERT system. Section 5 discusses 
mathematics for describing electrical fields in ERT, and numerical methods used to 
approximate the solution. After that, a study of the theoretical relationship between packed-
bed conductivity and solid content is carried out in section 6, and the proposed plug flow 
model is described. The experimental procedures and some experimental results are 
presented and discussed in sections 7 and 8. Section 9 describes the numerical approach to 
tomography-forward problem with an emphasis on modelling and computation used to 
predict current density fields using Femlab Multiphysics®. Finally, conclusions are given in 
section 10. 

2. A historical overview 
Tomography methods are mainly employed for obtaining estimated images of a cross 
section of an object. X-ray tomography was the first to be developed (in 1960s) and its use is 
now routine not only in medicine but in some industrial applications as well (internal 
inspection of mechanical components and flaw detection in materials, for example). Since 
then a number of new tomography methods aimed at industrial processes have emerged, 
collectively known as process tomography (Williams & Beck 1995). 
The main goal of process tomography methods, which started to develop in the mid 1980s, 
is to produce an image of the phase or component distribution in an industrial process using 
only external sensors and without causing any perturbation to it. In other words, process 
tomography provides a way of 'looking' inside the process, from the outside and with no 
need for physical intrusion or alteration, in a radically new global approach to gathering 
structural information on the process, unlike the traditional methods based on local 
sampling. Examples of suitable processes are those occurring in mixing or stirring vessels, 
fluidized bed reactors, separator tanks, or a pipeline carrying multiphase flow. There is a 
whole range of principles and techniques that can be exploited in process tomography, 
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including electrical methods based on impedance measurement, ultrasound, magnetic 
resonance, optical methods and those based on ionizing radiation (X- and gammarays). 
Generally speaking, ionizing radiation methods produce images with the highest definition, 
but are relatively slow to achieve. On the other hand, electrical methods yield lower solution 
images but are much faster, robust and relatively inexpensive. In particular with regard to 
electrical impedance tomography, or electrical tomography for short, there has been a very 
noticeable progress in the last few years. This type of tomography has three main 
modalities: electrical capacitance tomography (ECT), electromagnetic tomography (EMT) 
and electrical resistance tomography (ERT), as shown in Table 1. Each of these techniques 
has its advantages, disadvantages and limitations. The choice of a particular technique is 
usually dictated by many, very often contradictory, factors. These include: physical 
properties of the constituents of multiphase flow, the desired spatial and temporal 
resolution of imaging, cost of the equipment, its physical dimensions, human resources 
needed to operate it, and potential hazards to the personnel involved (e.g. radiation). 

 
Table 1. Comparison of electrical tomography techniques: principles and applications 

In electrical capacitance tomography or ECT (Beck et al., 1997; Gamio, 1997; Plaskowski et 
al., 1995), normally used with mixtures where the continuous phase is non-conducting, the 
sensor employed is made of a circular array of electrodes distributed around the cross-
section to be examined, and the capacitance between all the different electrode-pair 
combinations is measured. With the help of a computer and a suitable image reconstruction 
algorithm, this information is used to create a map showing the variation of the dielectric 
constant (or relative permittivity ( )) inside the sensor area, thus providing an indication of 
the physical distribution of the various components of the mixture. In this particular case, 
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the electrodes can be located on the outside of a non-conducting pipe, in order to simplify 
sensor construction and avoid direct contact with the process fluids. A second external 
grounded metallic pipe serves as an electric screen and to provide mechanical resistance. In 
principle, ECT has important applications in multiphase flow measurement, particularly 
gas-oil two-phase flow, which often occurs in many oil wells. Additionally, ECT has 
potential applications to imaging, monitoring and controlling numerous industrial 
multiphase processes. However, so far the main limiting factor to the practical application of 
ECT has been the lack of fidelity or accuracy of the images obtained using the available 
image reconstruction methods (Yang & Peng, 2003). 
On the other hand, more sophisticated methods, based on iterative local optimization 
techniques, generally require one or more regularization parameters whose optimal value 
depends precisely on the (unknown) image to be reconstructed. The regularization 
employed has the effect of smoothing the image contours, making it more diffuse. Thus, 
better and more accurate image reconstruction methods are still being developed in the 
context of this application. 
Electromagnetic tomography (EMT), based on the measurement of complex mutual 
inductance, is relatively new and is so far unexploited for process tomography applications. 
This form of EMT could more accurately be termed ‘mutual inductance tomography' and can 
extract data on permeability ( ) and conductivity (  ) distributions. EMT can be selected for 
processes involving mixtures of ferromagnetic and/or conductive materials. It may applied 
in following or concentration measurements of ferrite labelled particles in transport and 
separation processes, foreign-body detection and location for inspection equipment such as 
used in the food processing, textile and pharmaceutical industries, crack or fault detection, 
and possibly imaging water concentration where the water phase is significantly ionized to 
ensure a high conductivity (Al-Zeibak & Saunders, 1993). 
In electrical resistance tomography (ERT), the basic aim is to reconstruct the distribution of 
electrical conductivity ( ) within an object from measurements of voltage around the 
periphery of a vessel. Potential applications for ERT technique are where the continuous 
phase is electrically conducting while the dispersed phase could be conducting or 
insulating. Such conditions are typically found in minerals processing applications, medical 
field, petrochemical field, pressure filtration, mixing, transport and separation processes 
(Slater et al., 2002; William & beck, 1995; Brown, 2000; Wang et al., 1999; Bond et al., 1999). 
Of the three techniques mentioned above, ERT is, in certain cases, the easiest to implement 
and the most attractive method for real-time imaging due to the availability of multi-plane 
measurement systems and the scalability of ERT sensors. They are also small, which makes 
the equipment more mobile. The low spatial resolution is well counter-balanced by high 
temporal resolution. 
In this work, it was decided to investigate the use of electrical resistance tomography (ERT) 
as a means of measuring the volume fraction of solids in a thermally assisted mechanical 
dewatering process (TAMD). Thermally assisted mechanical dewatering (TAMD) is a new 
process for energy-efficient liquid/solid separation which enhances conventional-device 
efficiency. The main idea of this process is to supply a flow of heat in mechanical 
dewatering processes to favour the reduction of the liquid content. An electrical 
tomography system will be used to image the electrical conductivity of the filtration cake. 
Since the conductivity of the cake depends on the product nature and composition, but also 
on the temperature and specific conductivity of the solid fraction, a digital treatment of the 
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electric signals will allow a calculation of the volume fraction of solids profile inside the 
filtration cake. This non-intrusive measurement method will contribute largely to the 
understanding of the physical mechanisms involved in thermal dewatering. 

3. Electrical measurement strategies 
In electrical tomography technique, electrodes are distributed on the internal wall of the cell, 
a current is injected between a source/sink electrode pair and the corresponding differences 
of potential are recorded between the other pairs. The procedure is repeated for other 
source/sink pairs to reconstruct the spatial distribution of the conductivity of the internal 
medium. There are four mean strategies of data collection: adjacent, opposite, diagonal and 
conducting boundary (Dickin & Wang, 1996). For brevity, in the following the most 
common methods to configure electrodes in ERT were described. 

3.1 Adjacent strategy 
Brown & Segar (1987) suggested a method whereby the current is applied through two 
neighbouring electrodes and the voltage is measured successively from all other adjacent 
electrode pairs. Current is then applied through the next pair of electrodes and the voltage 
measurements repeated. The procedure is repeated until all the independent measurements 
have been made. Figure la illustrates the application of this method for a cylindrical volume 
conductor with N equally spaced electrodes. The adjacent measurement yields N2 

measurements. However, of these, only (N(N-1)/2) are independent. Furthermore, to avoid 
electrode/electrolyte contact resistance problems, the voltage is not measured at a current-
injecting electrode and therefore the total number of independent measurements is reduce 
to (N(N-3)/2).The adjacent strategy has a non-uniform current distribution since most of the 
current density travels near the peripheral electrodes. Therefore, the current density at the 
centre of the vessel is relatively low which makes the strategy very sensitive to 
measurement error and noise (Hua et al., 1993). 

3.2 Opposite strategy 
The opposite strategy, as the name suggests and as shown in Figure Ib, applies current 
through diametrically opposed electrodes. The electrode adjacent to the current-injecting 
electrode is used as the voltage reference. Thus, for a particular pair of current-injecting 
electrodes, the voltages are measured with respect to the reference at all the electrodes 
except the current-injecting ones. The next set data is obtained by switching the current to 
the next pair of opposite electrodes in the clockwise direction and the voltage reference 
electrode is changed accordingly. The whole procedure is repeated until all independent 
measurements have been made. Compared with adjacent strategy, the opposite strategy is 
less sensitive to conductivity changes at the boundary since most of the current flows 
through the central part of the region. Hua et al. (1993) noted that the opposite strategy 
yields a relatively good distinguishability due to the even distribution of currents. The 
number of independent measurements is given by N(3N -l)/8 (Breckon & Podcock, 1988). 
Consequently, the image resolution will be decreased down to 23% compared to the 
adjacent strategy for the same number of electrodes (Breckon & Podcock, 1985). Although 
the adjacent strategy results in slightly more independent measurements, the opposite 
strategy results in better quality measurements. This is due to the fact that the current is 
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the electrodes can be located on the outside of a non-conducting pipe, in order to simplify 
sensor construction and avoid direct contact with the process fluids. A second external 
grounded metallic pipe serves as an electric screen and to provide mechanical resistance. In 
principle, ECT has important applications in multiphase flow measurement, particularly 
gas-oil two-phase flow, which often occurs in many oil wells. Additionally, ECT has 
potential applications to imaging, monitoring and controlling numerous industrial 
multiphase processes. However, so far the main limiting factor to the practical application of 
ECT has been the lack of fidelity or accuracy of the images obtained using the available 
image reconstruction methods (Yang & Peng, 2003). 
On the other hand, more sophisticated methods, based on iterative local optimization 
techniques, generally require one or more regularization parameters whose optimal value 
depends precisely on the (unknown) image to be reconstructed. The regularization 
employed has the effect of smoothing the image contours, making it more diffuse. Thus, 
better and more accurate image reconstruction methods are still being developed in the 
context of this application. 
Electromagnetic tomography (EMT), based on the measurement of complex mutual 
inductance, is relatively new and is so far unexploited for process tomography applications. 
This form of EMT could more accurately be termed ‘mutual inductance tomography' and can 
extract data on permeability ( ) and conductivity (  ) distributions. EMT can be selected for 
processes involving mixtures of ferromagnetic and/or conductive materials. It may applied 
in following or concentration measurements of ferrite labelled particles in transport and 
separation processes, foreign-body detection and location for inspection equipment such as 
used in the food processing, textile and pharmaceutical industries, crack or fault detection, 
and possibly imaging water concentration where the water phase is significantly ionized to 
ensure a high conductivity (Al-Zeibak & Saunders, 1993). 
In electrical resistance tomography (ERT), the basic aim is to reconstruct the distribution of 
electrical conductivity ( ) within an object from measurements of voltage around the 
periphery of a vessel. Potential applications for ERT technique are where the continuous 
phase is electrically conducting while the dispersed phase could be conducting or 
insulating. Such conditions are typically found in minerals processing applications, medical 
field, petrochemical field, pressure filtration, mixing, transport and separation processes 
(Slater et al., 2002; William & beck, 1995; Brown, 2000; Wang et al., 1999; Bond et al., 1999). 
Of the three techniques mentioned above, ERT is, in certain cases, the easiest to implement 
and the most attractive method for real-time imaging due to the availability of multi-plane 
measurement systems and the scalability of ERT sensors. They are also small, which makes 
the equipment more mobile. The low spatial resolution is well counter-balanced by high 
temporal resolution. 
In this work, it was decided to investigate the use of electrical resistance tomography (ERT) 
as a means of measuring the volume fraction of solids in a thermally assisted mechanical 
dewatering process (TAMD). Thermally assisted mechanical dewatering (TAMD) is a new 
process for energy-efficient liquid/solid separation which enhances conventional-device 
efficiency. The main idea of this process is to supply a flow of heat in mechanical 
dewatering processes to favour the reduction of the liquid content. An electrical 
tomography system will be used to image the electrical conductivity of the filtration cake. 
Since the conductivity of the cake depends on the product nature and composition, but also 
on the temperature and specific conductivity of the solid fraction, a digital treatment of the 
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electric signals will allow a calculation of the volume fraction of solids profile inside the 
filtration cake. This non-intrusive measurement method will contribute largely to the 
understanding of the physical mechanisms involved in thermal dewatering. 

3. Electrical measurement strategies 
In electrical tomography technique, electrodes are distributed on the internal wall of the cell, 
a current is injected between a source/sink electrode pair and the corresponding differences 
of potential are recorded between the other pairs. The procedure is repeated for other 
source/sink pairs to reconstruct the spatial distribution of the conductivity of the internal 
medium. There are four mean strategies of data collection: adjacent, opposite, diagonal and 
conducting boundary (Dickin & Wang, 1996). For brevity, in the following the most 
common methods to configure electrodes in ERT were described. 

3.1 Adjacent strategy 
Brown & Segar (1987) suggested a method whereby the current is applied through two 
neighbouring electrodes and the voltage is measured successively from all other adjacent 
electrode pairs. Current is then applied through the next pair of electrodes and the voltage 
measurements repeated. The procedure is repeated until all the independent measurements 
have been made. Figure la illustrates the application of this method for a cylindrical volume 
conductor with N equally spaced electrodes. The adjacent measurement yields N2 

measurements. However, of these, only (N(N-1)/2) are independent. Furthermore, to avoid 
electrode/electrolyte contact resistance problems, the voltage is not measured at a current-
injecting electrode and therefore the total number of independent measurements is reduce 
to (N(N-3)/2).The adjacent strategy has a non-uniform current distribution since most of the 
current density travels near the peripheral electrodes. Therefore, the current density at the 
centre of the vessel is relatively low which makes the strategy very sensitive to 
measurement error and noise (Hua et al., 1993). 

3.2 Opposite strategy 
The opposite strategy, as the name suggests and as shown in Figure Ib, applies current 
through diametrically opposed electrodes. The electrode adjacent to the current-injecting 
electrode is used as the voltage reference. Thus, for a particular pair of current-injecting 
electrodes, the voltages are measured with respect to the reference at all the electrodes 
except the current-injecting ones. The next set data is obtained by switching the current to 
the next pair of opposite electrodes in the clockwise direction and the voltage reference 
electrode is changed accordingly. The whole procedure is repeated until all independent 
measurements have been made. Compared with adjacent strategy, the opposite strategy is 
less sensitive to conductivity changes at the boundary since most of the current flows 
through the central part of the region. Hua et al. (1993) noted that the opposite strategy 
yields a relatively good distinguishability due to the even distribution of currents. The 
number of independent measurements is given by N(3N -l)/8 (Breckon & Podcock, 1988). 
Consequently, the image resolution will be decreased down to 23% compared to the 
adjacent strategy for the same number of electrodes (Breckon & Podcock, 1985). Although 
the adjacent strategy results in slightly more independent measurements, the opposite 
strategy results in better quality measurements. This is due to the fact that the current is 
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more uniformly distributed in the opposite strategy and, therefore, less sensitive to noise 
(Dickin & Wang, 1996). 

 
Figure 1. (a) The adjacent measurement strategy illustrated for a cylindrical volume 
conductor and N equally spaced electrodes, (b) The opposite measurement strategy 

4. Sensors of ERT 
Several recommendations for the design of ERT sensors are available in the literature 
pyakowski et al., 1999; Dickin & Wang, 1996; Wang et al., 1995; Hua et al., 1993). A number 
of important factors must be considered. The electrodes must be in direct contact with the 
process fluid to be analyzed. While being invasive, electrodes should be as non-intrusive as 
possible. The electrodes must be more conductive than the process fluid in order to obtain 
reliable measurements. For the majority of process application, the electrodes are metallic, 
e.g. stainless steel, silver, gold, platinum, silver palladium or any suitable material 
exhibiting similar properties. The material of construction should be selected by considering 
the following factors (Dickin & Wang, 1996): cost, ease of fabrication and installation, good 
electrical conductivity, and resistance to abrasion and corrosion. Other factors can be added 
such as compatibility with the vessel construction material, thermal expansion properties, 
safety, reliability and robustness. Positioning of the electrodes is important, because the 
reconstruction algorithm employed in data analysis uses assumptions regarding the relative 
location of the electrodes. Electrodes are commonly located at equidistant positions around 
the periphery of the vessel to map electrical conductivity variations across a plane or planes 
of interest. The size of the electrodes is also an important factor. Ideally, current-injecting 
electrodes should have a large surface area to ensure that an even current density is 
generated, while the voltage measuring electrodes should have a small surface area, ideally 
a needle point, in order to avoid averaging across several equipotentials (Dickin & Wang, 
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1996). The optimal electrode size is dependent on a number of parameters, including the 
background conductivity. Despite these alternative recommendations, primarily for reasons 
of simplicity, identically sized electrodes are generally used for both current injection and 
voltage measurement. When choosing the number of electrodes N, it must be noted that the 
time taken to acquire data and reconstruct the image is a function of N, whereas the spatial 
resolution is proportional to , where L is the number of independent measurements. 
Finally, a primary consideration when building the sensors into vessel is the length of the 
signal-carrying cable between the electrode and the current injection/voltage measurement 
circuitry. Therefore, the electrodes are connected to the data-acquisition system by short 
lengths of co-axial cable to reduce the effect of the extraneous environmental noise and 
interference. 

5. Governing equations 
The main idea of the ERT is rather simple. With a known conductivity distribution, b , and 
injection current pattern, I0 , as shown in Figure 2, the resultant voltage distribution, V , at 
the boundary of the system as well as at its interior can be determined uniquely by the 
Laplace equation: 

  (1) 

where  is the domain of the interest and  its boundary. The boundary conditions are as 
follows: 

  (2) 
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on the assumption that there is no current source inside the system. Here n is the unit 
normal vector. 
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more uniformly distributed in the opposite strategy and, therefore, less sensitive to noise 
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Hence, the basic idea of the ERT technique is to determine (or 'reconstruct') the unknown 
conductivity distribution in the system with voltage data measured only at the boundary of 
the system using a proper image reconstruction algorithm. 
Resolution of the Laplace Equation (1) to obtain the voltage distribution under the known 
conductivity distribution is usually called 'Forward Problem'. The problem to determine the 
unknown conductivity distribution-the major task of the ERT-is known as a very hard 
'Inverse Problem' due to its nonlinearity and ill-conditioning phenomena (Cho et al., 1999). 
Therefore, it is almost essential (i) to develop an accurate ERT measuring technique for the 
practical implementation of the ERT and (ii) to develop a fast and reliable ERT inverse 
problem solver. Along with the hardware improvements, several algorithms have been 
proposed to reconstruct the unknown conductivity by processing the measured data. 

6. Flow parameter calculation using ERT 
With conductivity data from ERT, the local volume fraction of solids, , can be determined 
by applying the Maxwell equation (Maxwell, 1981; Lucas et al., 1999; George et al., 2000): 
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where  is the conductivity of the continuous phase, b is the local bed conductivity,  is 
the volume fraction of the dispersed phase of conductivity  , and  is given by 
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Electrical conductivity of saturated packed beds is complex because of the presence of two 
conducting phases, namely the dispersed,  , and the continuous phases,  . According to 
Maxwell, the validity of Equation (4) is limited to small volume fractions. However, various 
researches found that Equation (4) produced good agreement with experimental data over a 
wide range of void fractions (Neal & Nader, 1973; Turner, 1976). If the dispersed phase is 
assumed to be a non-conductive material, the Equation 4 can be simplified as follows: 

  (6) 

where K is the relative conductivity ( ). The conductivity of the continuous phase,  , 
can be found easily with a widely available commercial conductivity meter, while the local 
bed conductivity is determined from the pixel conductivity of ERT image. If Maxwell's 
equation is expanded as a Taylor series, the solids assumed to be non-conductive and only 
two terms are considered, the following equation results: 

  (7) 

where the value of the exponent x is 1.5, as originally determined by Bruggeman (1935). 
Rayleigh (1892) attempted to calculate the conductivity of regular arrays of spheres under 
conditions when their interactions could not be neglected.  The result of Rayleigh's 
treatment, after correcting a numerical error in the original paper, is 
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  (8) 

which applies in strictness only when the spheres are arranged in cubic order, and, further, 
when e s is moderate. 
Other theoretical solutions to take into account the effect of the presence of solids on the 
electrical flux field exist, such as the obtained by Merdith & Tobias (1960) for oil-in-water 
emulsions: 

  (9) 

For non-conducting solids, the Equation (9) can be simplified as following: 

  (10) 

Concerning Merdith's works, they have little advantage over the use of Equation (7) with an 
empirically determined value for the exponent x. 
The relative conductivity with respect to volume fraction of solids has been plotted in Figure 
3, for non-conducting solids, together with theoretical solutions by Maxwell, Rayleigh, 
Bruggeman and Merdith, respectively. 

 
Figure 3. Relative conductivity versus volume fraction of solid 
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In contrast to the case of a saturated packed beds of solid inert particles (as in the present 
study), the geometrical, electrical and chemical properties of particles are sensitive to the 
chemical composition of the liquid, continuous phase, as adsorption equilibrium prevails. 
First attempts in modelling often involved regular lattice arrangements, as that suggested by 
Baron (Helfferich, 1962) who considered a statistical cage model. However, most approaches 
were not valid for solid particles in contact with one another. A more realistic model was 
developed decades ago (Wyllie et al., 1955; Mahmoud et al., 2006). It relies upon the 'porous-
plug' model described below. The electrical current is considered to pass through three 
different paths within the bed: (i) through alternating layers of particles and interstitial 
solution, (ii) through particles in contact with each another, and in the channel of the liquid 
phase (iii). In most cases, process (i) predominates, however contribution of (ii) is significant 
for low-conducting liquids. If the conductivity of the liquid is considerably higher than that 
of the particles, the third mechanism becomes the most important. The principle can be 
depicted in terms of electrical resistances in parallel, as shown in Figure 4, each of them 
corresponding to one conduction process. 

 
Figure 4. The 'porous-plug' model. A: schematic representation of the three paths for the 
current. B, simplified model consisting in three conductance elements in parallel. C, 
extension of the model 

From the electrical circuit, the bed conductivity, b, may be written as is the sum of 
contributions 1, 2, and 3, of the three conductance elements: 

  (11) 

where the parameters a, b and c are the fractional cross-section equivalents of the three 
elements: 

 a + b + c = 1 (12) 
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The (d  + e ) term in Equation (11) expresses the contribution of the liquid, with weight d, 
and of the solid, weight e in the first conduction process. Parameters d and e obey the 
relation: 

 d +e = 1 (13) 

For a porous medium, the parameters of the model must be estimated to predict the 
electrochemical properties of the dispersed phase. 

7. Experimental set-up and ERT system 
7.1 Experimental set-up 
At laboratory scale, the TAMD device, schematically represented in Figure 5, consists of a 
filtration/compression cell inserted in a CARVER® hydraulic press (not represented in Fig. 
5), which has a maximum pressing capacity of 148 bars. The compressive piston (external 
diameter  150 mm) is made of copper and is heated by three thermal resistances, which 
can supply up to 350 W each. A Teflon™ cylindrical vessel, ensuring both electric and 
thermal insulation, with a stainless steel external jacket, which ensures the mechanical 
resistance of the unit, is intended to receive the product to be treated. A microfibers glass 
filter (Whatman®) deposited on a Teflon™ grid is used as filter media. The 
filtration/compression cell is specifically instrumented: 
• Three thermocouples inserted into the copper piston. The heat flux transferred from the 

piston to the product can be estimated by solving the inverse conduction problem in the 
piston wall, knowing the copper temperature at various positions from the front side of 
the piston. 

• Thermocouples arranged at various heights on the cell wall measure the product 
temperatures at the cake periphery; 

• A movement sensor gives the thickness of the cake as a function of time; 
• Scale measure the mass of solvent separated. 

7.2 ERT system 
The TAMD device is connected to a typical electrical resistance tomography ERT system. It 
is composed of several elements linked together: 
• Sensing electrode array: cylindrical electrodes were designed with a size of 20 x 2 mm 

and were regularly distributed on the periphery of the cell, following literature 
recommendation (see Section 4). Copper was selected as the material of construction of 
the electrodes. Given the complexity of the electrode construction, only 5 planes of 
sensors were implemented. Each plane consisted of 4 copper electrodes located 
equidistantly around the cell, as shown in Figure 5; 

• Current/voltage generator: for an ERT current/voltage generator, the amplitude 
stability and high output resistance are the most important aspect of the design (Blad et 
al., 1994). In this study an EX354D generator was used. It injects current at a range of 0-4 
A and measures voltage in the range of 0-35 V; 

• Multiplexer: in order to acquire data, it is necessary to connect elements from the 
electrode array to the measuring instrument in a specified sequence. Multiplexing 
strategies are generally a compromise between hardware complexity and flexibility in 
the measuring sequences. The multiplexers used in an ERT system must exhibit a 
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number of properties: such us low on-resistance, fast switching speed, low inter-switch 
cross talk, low cost, high reliability and low power consumption. However, because 
acquisition time is the critical factor in TAMD-process, the relatively low switching 
speeds of the reeds (typically tens of milliseconds) combined with their cost and 
reliability preclude their use. Consequently, Agilent 34970A 16-channel multiplexers 
were selected. They have the following properties: 50 Q on-resistance, 600 ms on-off 
transition time and 30 mA continuous switched current,  

• Data acquisition system (DAS), a variety of injection strategies can be used to carry out 
electrical conductivity measurement and export data to a reconstruction algorithm. The 
enhanced data acquisition system working in an opposite measurement strategy (see 
Section 3.2). As the name implies, courant, I, is injected through diametrically opposing 
electrodes. The resulting potential differences, V, are measured on adjacent electrodes 
that are not used for current injection. Other specifications of the DAS are: current range 
0-25 mA; frequency 9600 Hz; voltage range 0-5 V; frame speed could be increased up to 
1000 ms. The measurement time is governed by the number of electrodes, the 
measurement strategy, current injection pattern, frequency of applied current, target 
accuracy for concentration measurements. This measurement time must be chosen 
according to whether steady or transient states are to be observed. Usually, when the 
time of measurement is required to be small, the time between two measurements must 
also be small; hence, the quantity of data to be reconstructed increases. 

Here the switching time of the relays is 100 ms, 450 ms for permutations in a plane and 1000 
ms for passage from one plane to another. Therefore, the total time needed to acquire five 
planes frame data is 5200 ms. 
 
 

 
Figure 5. Schematic diagram of the measurement principle of ERT system 
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7.3 Materials used 
Five models of synthetic mineral and organic aqueous suspensions with particle sizes 
ranging from 11 to 60 μm were used for this study: (talc, kaolin, cellulose105, cellulose101, 
and microcrystalline cellulose (MMC)). The particle size distribution of these materials was 
determined using laser diffraction spectrometry (Malvern Master Sizer MS20). Then 
saturated synthetic suspensions of each material type were made up with a conducting 
continuous phase, such as diluted potassium chloride solutions. 

8. Measurement of the electrical conductivity in laboratory cell 

8.1 Experimental set-up 
Conductivity measurements were carried out in a cubic lab cell 2 cm in dimensions. Flat 
platinum electrodes were fixed at two opposite inner walls of the cell. The electrodes were 
connected to an Autolab PGSTAT 20 potentiostat with a sine function generator. The cell 
was first filled with the liquid phase using a polyethylene syringe and the electrochemical 
impedance was measured at zero cell voltage. The voltage amplitude was 5 mV and the 
frequency of the signal varied from 30 kHz to 30 Hz, with ten points per decade. The 
amount of liquid introduced was determined accurately, taking into account the meniscus of 
the G/L interface, corresponding to an excess of liquid. The error involved in filling the cell 
was estimated at approx. 2% in the 8 cm3 cell volume. After measurement of the liquid 
conductivity, the solid was introduced in the cell, and the bed was compacted by vibrating 
the cell; the excess liquid was removed using a syringe. Compact beds were obtained after 
the top shiny surface of the liquid over the packed bed disappeared and was replaced by the 
granular, irregular surface of the packed bed, uncovered by the liquid. Impedance spectra 
were then recorded. The formerly used solution was thereafter diluted with pure water by 
20-30% and the solids were rinsed in the obtained liquid. The experimental procedure of 
successive measurements with the liquid, then with particles bed, was repeated. Solutions 
were progressively diluted until their conductivity was of the order of 10-4 S cm-1. 
The intercept of the impedance spectrum recorded at rest potential with the real axis led to 
the ohmic resistance, R, and the conductivity of the medium, K, was deduced using the 
relation: 

 1 l
R S

κ =  (14) 

where l is the electrode gap (2 cm), and S the electrode area (2x2 cm2). Nevertheless after 
calibration, the l/S ratio was taken at 0.52 cm-1. 
Besides, former experiments conducted with packed beds of inert materials with conducting 
solutions allowed estimation of parameter c (se Section 6). Numerous measurements 
conducted with the softest model materials led to c=0.33. This value agrees well with the 
value obtained by Martin et al. from modelling of heat transfer in packed beds (Raghavan & 
Martin, 1995), with a liquid void fraction of 40%. Then, for these model materials, only two 
independent parameters had to be determined amongst the series a - e. 

8.2 Experimental results 
Figure 6 shows the conductivity of the different packed beds versus the conductivity of the 
interstitial solution. The variation depends on the concentration of electrolyte solution and 
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the material grade, as expected. At zero liquid phase conductivity, the current takes its way 
exclusively through particles which are in contact with on another (the second conductance 
element (ii)). Even when particle contribution to bed conductivity is very small (because of 
the small contact area of the particles), the bed conductivity at these conditions can not be 
equal to zero. The bed conductivity in dilute solutions increases rapidly and is far below 
than that of the liquid: ions are mainly transferred by the liquid phase. The difference 
between b and  decreases for higher concentrations of electrolyte, as shown in Figure 6, 
and the contribution of the liquid phase in the ion transport becomes more significant. At 
the 'equicanductance' point ( b =  = ), the bed conductivity is equal to the solution 
conductivity. This point represents also the conductivity of the corresponding model 
material. 

 
Figure 6. Variation of the bed conductivity with the solution conductivity. Dotted lines are 
for theoretical results 

8.3 Modelling of conductivities by the porous-plug model 
Fitting of the experimental curves to the model gave access to the values of the parameters 
involved in the 'porous-plug' model. Agreement between experimental data and theoretical 
variations was generally good, as shown in Figure 6. The 'equiconductance' point, as 
explained in the previously paragraphs, represents the conductivity of the corresponding 
model material bed and the values obtained are given in Table 2. This Table shows good 
agreement between the theoretical predictions of  and the experimental values. Figure 7 
schematically illustrates the ion flux within the backed beds, both horizontally and 
vertically, following the electrical circuit shown in Figure 4. In Figure 7, the current flows in 
the vertical direction. Gray-filled blocks represent the solid phase contribution whereas 
white blocks correspond to the solution phase. From the left, they illustrate transport 
through both the solution in contact to the solid phase, the solid phase, and the solution 
phase, respectively. For all model materials, the current is mainly transported through the 
alternating layers of particles and solution. Therefore, the model materials used in this study 
are less conductive than the solution to be treated, as expected. Although the 'porous-plug' 
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model illustrates the pattern of the ionic flux, the conductivity of the backed bed is an 
important operating variable for the sake of maximum ion flux. 
The conductivity parameters were used to predict the conductivity of model material beds 
impregnated with a 1 M potassium chloride solutions. Conductivity of the solution was 
0.112 S cm-1. 

Material Diameter 
(μm) 

Theoretical 
electrical 
conductivity 
105 (S/cm) 

Experimental 
electrical 
conductivity 
105 (S/cm) 

Cellulose 105 20 0.72 0.77 

Cellulose 101 60 5.65 6.05 

Microcrystalline cellulose (MMC) 40 0.62 0.68 

Kaolin 6 2.10 2.17 

Talc 11 0.47 0.45 

Table 2. Experimental and theoretical conductivities of the solid particles 

 
 Cellulose 105  Cellulose 101 MMC Kaolin Talc 
Figure 7. Representation of the ratio between the solid and solution phases; grey blocks are 
solid phases and white blocks are solution phases. Current flows vertically in the 
representation 

9. Estimation of the bed conductivity from TAMD cell 
As indicated before, bed conductivity will be a function of product nature, liquid 
composition, temperature and specific conductivity of the solid fraction in the cell. Ideally, 
the full three-dimensional problem would be solved; even when, this problem is complex. 
Due to the experimental limitations and computational facilities, in this work, only the 
calculation from the primary distribution of potential and current density was made with 
the following assumptions: 
• 2-D analysis has been carried out; 
• liquid void fraction was fixed at 40%; 
• initial stage was first considered (at t = 0); 
• at room temperature; 
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• uniform composition of the conductivity; 
• absence of concentration gradients. 
Fortunately, the conductivity of the suspension varies slowly in the axial direction, which 
allows significant simplifications to the forward problem. 
At low frequency electrical current, the material in the imaging area follows Ohm's law 
Equation (1). Boundary conditions are modelled as follows: 

 anode cellV V= , 0cathodeV =  (15) 

 . 0b
V
n

κ ∂ =
∂

  on the inert walls (16) 

where V is the electrical potential, n is the unit normal vector and Vcell is the electrical 
potential considered for the primary distribution. This problem can be solved analytically 
only for a few configurations. 
The geometry of our system requires a numerical method. Different numerical methods can 
be used in complex geometries such as the finite difference method (FDM), boundary 
element method (BEM), and finite element method (FEM). 

9.1 Iterative calculation of the bed conductivity 
In the present study, the Conductive Media DC application mode from Femlab ™ software 
was used to determine the electrical potential field in TAMD cell (see Figure 8). The forward 
problem is computed on a FEM grid consisting of 12512 triangular elements as shown in 
Figure 8a. 

 
 (a) (b) 
Figure 8. (a) Finite element grid used for the forward problem. The grid consists of 12512 
triangular elements, (b) Talc's distribution of the potential and current lines. (Vcell = 1.7 V, I = 
0.0017 A) 

For an applied current, I, injected through opposing electrodes (H and L) and an electrical 
potential, Vcell, the current density field is deduced from the electrical potential field using a 
postulated value for the bed conductivity, b

est. Integration of the current along the cathode 
(V = 0) yields close estimates for the cell current value, Iest. A new estimation for the bed 
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conductivity can then be obtained from the estimated and applied currents, Iest and I 
respectively: 

 new est
b b

est

I
I

κ κ=  (17) 

Satisfactory convergence is usually obtained after a few iterations, yielding the bed 
conductivity for the current-voltage couple considered. 

9.2 Porous-plug model application for bed conductivity 
The bed conductivity was calculated using Equation (11), and taking into account both the 
actual conductivity of the solid and the local variations of , as explained below. Beds are 
assumed to be of uniform composition. With respect to the liquid phase, the packed bed was 
modelled as a porous-plug flow reactor, with negligible dispersion. The porous-plug flow 
was approximated by cascade of n beds of uniform composition, with height ∆x, so that lb = 
n∆x high of bed. The overall bed was modelled as a circuit of n electrical resistances in 
parallel, because of the cross-flow configuration of the system. Therefore: 

 ( ) ( )
, 0

1 1 bl

b b
b x x b b

w x wx x x
R R d d

κ κ
Δ

Δ= = ≈ ∂∑ ∑ ∫  (18) 

where db is the width of the bed and w is the depth of the cell. 
The average bed conductivity,  was defined from overall bed resistances, Rb 

 
,
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b av b
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Leading to: 
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l
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It can be observed that the axial variation of the bed conductivity was not accounted for the 
calculations of primary distributions, which allow the average conductivity to be estimated. 

9.3 Comparison of the two approaches 
The bed conductivity values determined by both methods are reported in Table 3. Data 
calculated from the value of the electrical potential and subsequent treatment through 
calculations of the primary distribution of potential/current density, are in good agreement 
with the experimental value estimated using porous-plug model.  
As a matter of fact, electrochemical cells in which the electrolyte is of uniform composition 
can be characterized by secondary or primary current distribution, depending on whether 
or not electrode kinetic effects are significant, respectively. Therefore, the present work 
concerned with the primary current does not take into account the electrode polarization. 
More rigorous calculation to overcome this inherent problem could have been made by 
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conductivity can then be obtained from the estimated and applied currents, Iest and I 
respectively: 
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assumed to be of uniform composition. With respect to the liquid phase, the packed bed was 
modelled as a porous-plug flow reactor, with negligible dispersion. The porous-plug flow 
was approximated by cascade of n beds of uniform composition, with height ∆x, so that lb = 
n∆x high of bed. The overall bed was modelled as a circuit of n electrical resistances in 
parallel, because of the cross-flow configuration of the system. Therefore: 
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It can be observed that the axial variation of the bed conductivity was not accounted for the 
calculations of primary distributions, which allow the average conductivity to be estimated. 

9.3 Comparison of the two approaches 
The bed conductivity values determined by both methods are reported in Table 3. Data 
calculated from the value of the electrical potential and subsequent treatment through 
calculations of the primary distribution of potential/current density, are in good agreement 
with the experimental value estimated using porous-plug model.  
As a matter of fact, electrochemical cells in which the electrolyte is of uniform composition 
can be characterized by secondary or primary current distribution, depending on whether 
or not electrode kinetic effects are significant, respectively. Therefore, the present work 
concerned with the primary current does not take into account the electrode polarization. 
More rigorous calculation to overcome this inherent problem could have been made by 
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• Considering the secondary potential distribution in the cell. When slow electrode 
kinetics are taken into account, the electrolytic solution near the electrodes is no longer 
an equipotential surface, and the result of the calculations is the so-called secondary 
current distribution. This point requires more thorough investigation; 

• Modelling was carried out with a volume fraction of the solid,  , fixed at 60%. For a 
more complete analysis, a sensitivity study of the bed conductivity to the volume 
fraction of solids must be performed. Then modelling may be done using Equation (4) 
for a volume fraction of solid varying from 54 to 66%, which corresponds to ± 10% of 
parameter variations, as usually used. As an example, the influence of these variations 
on the bed conductivity is shown in Figure 9 for talc suspensions. The computed bed 
conductivity decreases to 0.029 S cm-1 for a differential of + 10% from the face value, 
and increases to 0.041 S cm-1 for a - 10% variation. The response of the model is linear 
for a variation of ± 10% of this parameter around the face value. The sensitivity 
coefficient of the bed conductivity b to the parameter  will be written as follows: 

 
( )b s

b
s

S
κ ε

κ
ε

∂
=

∂
 (21) 

The reduced sensitivity coefficient of the bed conductivity  to a parameter  is 
computed by finite difference as: 

 
( ) ( )'

2
b s s b s s

b s
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κ ε δε κ ε δε

κ ε
δε

+ − −
=  (22) 

The use of reduced coefficients, which have the dimension of bed conductivity, allows a 
direct comparison of the parameters influences. A negative (respectively a positive) value of 

  means that an increase of the volume fraction of solid results in a decrease (respectively 
an increase) of the bed conductivity. 

Material 

Numerical 
electrical 
conductivity of bed 
(S/cm) 

Experimental 
electrical 
conductivity of bed 
(S/cm) 

Cellulose 105 0.056 0.061 

Cellulose 101 0.088 0.097 

Microcrystalline cellulose (MMC) 0.061 0.067 

Kaolin 0.052 0.059 

Talc 0.035 0.039 

Table 3. Experimental and numerical of the bed conductivity obtained with a liquid void 
fraction of 40%. (Vcell = 1.7 V, I = 0.0017 A) 
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Figure 9. Variation of bed conductivity with the volume fraction of solid variations for talc 
suspensions and for a face value fixed at 60% 

10. Conclusion 
Electrical resistance tomography is a technique able to identify solid/liquid distribution in 
packed beds by identification of the bed conductivity and its subsequent modelling as a 
function of electrical properties of each phase. It can be performed via an array of 
equispaced electrodes inserted into the periphery of a process cell to map non-intrusively 
the spatial distribution of electrical current within. The methods of analyzing measured data 
of ERT system were presented and applied to estimate volume fraction of solids. 
The ohmic drop in conducting beds was determined using two techniques. Electrical 
conductivity of model material in electrolyte solutions was shown to obey the two-phase 
plug flow model developed decades ago by Wyllie et al. (1954). In particular, for ERT, the 
solution and the solid-liquid interaction terms prevail, leading to bed conductivity smaller 
than the electrolyte solution conductivity. Parameters of the model were determined for 
model material beds, allowing first estimation of the electrical conductivity of the packed 
beds. Using the voltage of the cell, primary distribution of potential led to a second 
estimation of the bed conductivity, which was plotted versus the liquid conductivity. 
Agreement with application of Wyllie's model was good. Future work will focus on the 
application of the porous-plug flow model to three-dimensional geometry since the link by 
Wyllie model promise for extending the analysis to more complicated geometries. 
Furthermore, variations in electrical conductivity need to be link to variations in 
temperature since it is well known that an increase in temperature leads to a decrease in 
electrical conductivity. 
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1. Introduction     
The main issue for fulfilling a correct and reliable simulation of a plastic deformation 
process is the identification of strain, strain rate and stress fields. The definition of these 
aspects can also permit to state the heat developed by the plastic deformation, which is a 
ruling factor for the micro-structural evolution of the formed materials. On the other hand, 
in a lot of plastic deformation technologies, the only physical condition certainly known is 
the velocity assumed by the material on some boundaries (i.e. inlet and outlet velocity of the 
material during rolling, extrusion, wiredrawing etc.).          
The use of Navier-Stokes’ equations can appear unusual in the study of the mechanical 
behaviour of solid materials, but this is due to the fact that the plastic deformation phenomena 
are usually treated starting from the dynamic point of view and rarely starting from a 
kinematic point of view. On the other hand, the plastic deformation is related to the slip on 
some activated lattice systems, where the resolved shear stress becomes greater than the 
critical one needed for permitting the slip to take place; the slip velocities are related to the 
deformation and to its rate (through a time integration). The activation of some systems by the 
application of a stress field causes the transmission of the forces to the adjacent systems, which 
can assume a particular movement velocity. The transmission of the motion among the sliding 
systems is ruled by the viscosity of the transmitting mean (i.e. the bulk plastically deformed 
material). Actually, on the basis of its physical definition, the viscosity points out the relation 
between an applied shear stress and the gradient of the velocities transmitted among the layers 
parallel to the direction of the applied shear stress. So, when a velocity is imposed on a mass of 
plastically deformed metal, it can be transmitted to the adjacent regions as a function of the 
particular viscosity of the worked material, in a way mainly dependent on the temperature. 
Thus the velocity field, which characterizes the plastic deformation of the metal, can be 
calculated starting from the imposition of the correct kinematic boundary conditions. When 
the velocities are imposed on the boundary, the viscosity of the metal rules their transmission 
to the inner volumes of the metals. It is impressive and worth noting the analogy between the 
well known velocity profile of a liquid flowing on a plane and the morphology of the plastic 
flow deformation line observed in the immediately sub-surface layers of a metal which 
underwent a wear process featured by the plastic deformation. The difference in the 
movement entities between the liquid and the solid case is due to the different order of 
magnitude of the viscosity interesting the liquid phase and the solid one.  
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The transmission of the boundary velocities within the material volume can be fully 
described through the imposition of the correct viscosity and by solving the Navier-Stokes’ 
equations. In this approach, the flow stress becomes important in the determination of the 
correct viscosity, because it depends on the temperature, which is influenced on its turn  by 
the enthalpy developed by the plastic deformation. This enthalpy is a function of the flow 
stress of the material during the evolution of the plastic deformation, as will be shown later. 
The Navier-Stokes’ equations have to be coupled with a ricrystallization model, which 
allows the computation of the flow stress which is needed for the determination of a reliable 
viscosity, fundamental for the followed approach. In the implemented simulation model, an 
iterative strategy is adopted for coupling the flow analysis of plastic deformation with the 
thermal analysis. Strain and temperature distribution of the materials mutually affect each 
other, because the flow stress is temperature-dependent and the plastic work produces the 
heat which is dissipated by some of he applied deformation works. The stress field is 
computed by the constitutive equation which relates stresses, temperatures, strains and 
strain rates. The approach described in this work was first applied to the description of 
rolling and extrusion and was carefully validated through the comparison with 
experimental results.  

2. Theoretical background 
A flow model based on the Navier-Stokes’ equations is applied to simulate the plastic 
deformation. Provided a function describing the viscosity of the extruded materials, the 
applied approach permits to obtain the material velocity field during the hot extrusion on 
the basis of easily measurable boundary conditions: the die geometry, the piston velocity 
and the velocity of the extruded material at the die exit. The stress field is computed by the 
constitutive equation which relates stresses, temperature, strain and strain rate (Tseng & 
Wang, 1995) (Prasad & Sashidara, 1997). In this study a hyperbolic sinusoidal function was 
adopted and its parameters were defined by systematic experimental tests. A model based 
on the Fourier equation in stationary conditions was used for describing the thermal 
evolution featuring the extruded material. The hot material was assimilated to a material 
featured by a specific viscosity and in the case of this study the viscosity was set to 
5*104Pa·s; this value was provided by the experimental evidences related to the observation 
of the plastic flow-stream lines by means of macrographic techniques (Chenot & Wagoner, 
1997) (Dixit et al., 1995) (Chin & Steif, 1995). On the basis of these assumptions, the material 
behaviour was studied by the Navier-Stokes’ equations. The use of this method permitted to 
calculate the velocity field in the material, starting from a little number of experimental data, 
easily taken from industrial production. In the case of hot extrusion the study can be 
developed on the basis of the knowledge about the three dimensional geometry of the die, 
the initial billet temperature (when it enters the press), the initial and final velocities of the 
material when it enters and goes out the die. Thus the experimental data needed to perform 
the simulation were constituted by a group of few elements which can be easily determined. 
The temperature at the entry into the press can be measured by several optical pyrometers. 
Provided the advancing velocity of the press, the velocity at the exit of the die can be 
approximated on the basis of the mass conservation rule. The realized model, set the 
viscosity of the extruded material and starting from the formerly measured data, calculates 
the velocity field without the need of difficult hypothesis about the friction, because a no-
slip condition was imposed on the boundary; the effect of the velocity gradient caused by 
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friction was included in the study through the viscosity. Then, the velocity field has three 
components: u in x-direction, v in y-direction and w in z-direction. As previously described , 
the material must respect three fundamental principles: 
1. the mass conservation; 
2. the momentum conservation; 
3. the energy conservation. 
The flow in the die was regarded as steady, three-dimensional and laminar and it was 
supposed that the density of the metal remained the same during the whole process, 
whereas the viscosity was considered temperature-dependent and followed an exponential 
law that was obtained by experimental measurements performed on the materials under 
analysis. The energy problem was solved separately because the density was supposed 
temperature-independent, so the final fundamental system of equations results: 
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The velocities on the boundary were imposed on the basis of experimental data. On the first 
section w was set to be equal to the advancing velocity of the press while on the last section 
the speed assumed the value measured at the exit of the die. On the boundary side of each 
section u, v and w values were set to zero, imposing a no-slip condition. An iterative 
procedure was applied until the convergence was reached. 
The determination of the velocity field allowed the strain rate ijε  evaluation (Patankar, 

1980). 
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(where xi and xj are two directions in the space and vi and vj are two components of the 
velocity) from which the effective strain rate ε  was calculated: 
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The components of the effective stress σ  (necessary for a correct thermal analysis) have 
been identified through: 
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but in another approach they can be estimated using a hyperbolic sine constitutive equation 
suitable for high temperatures: 

 ( )[ ] ( )RT/QexpsinhA n −ασ=ε  (6) 

where A depends on ε  in a polynomial way. For each studied material, the values of 
parameters α , Q and n and the expression of A were determined by averaging the results 
of different tensile tests. 
The material during the process is subjected to three different heat transfer mechanisms: 
conduction, convection and radiation but conduction is the main heat transfer process in the 
die. The Fourier equation was expressed taking into account velocities and a source term 
linked to the plastic deformation of the material (Patankar, 1980)(Mapelli & Venturini, 
2004)(Li et al., 2002): 

 
ijkijkq ε⋅σ⋅β=

2
1  (7) 

The parameter β  represents the fraction of plastic deformation power dissipated as heat 
and has been set to 0.9. The strain rate distribution and the heat power generated by 
deformation are those obtained by the module previously described. The correct 
computation of this term was fundamental for the correct comprehension of the 
microstructural phenomena occurring in the extruded alloy. On the other hand, the thermal 
situation of the material within the die is related to the balance between the heat 
development and the heat transmission through the die during the motion of the plate 
against the billet. Thus, a correct approach needs the performing of a time-variant 
simulation including the geometry variations in the extrusion system and the related 
movement of the die, which produces the deformation and the related heat development.  

3. Significant Application Trials 
3.1 Hot Extrusion of Metal Alloys  
A three dimensional space was studied considering three Cartesian coordinates: z-axis was 
in the extrusion direction; x-axis was the horizontal direction perpendicular to z-axis while 
y-axis was the vertical direction perpendicular to z-axis. Actually the studied geometry 
(Figure 1, Figure 2) dis not permit the simplification through the 2D-axisymmetric 
simulation, because this could be reliable only in the presence of one central hole of 
extrusion. 

Simulation of Plastic Deformation Processes Through a Navier-Stokes Approach 

 

227 

 
Figure 1. The studied geometry typical of an inverse extrusion 

 
Figure 2. The studied geometry typical of an inverse extrusion and the applied reference 
system 

The simulations were performed setting two different initial thermal conditions (650°C and 
750°C) of the brass CW617N. The die movement against the billet (0.15 m/s) was imposed 
using a module which modifies the geometry of the mesh following the time-variant 
displacement of the die. Even in this transient condition the model remained very stable, but 
this was probably due to the fact that working in presence of the high viscosity, typical of 
the solid material, prevents any turbolent phenomena. The condition of p=0 was imposed on 
the two exit sections, for leading the material towards the correct position of the die play. 
The velocity field within the die appears to be extremely plausible (Figure 3, Figure 4, Figure 
5). 
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Figure 3. The vertical component of the velocity field developed during the inverse 
extrusion of the brass billet ,visualized along a plane including the extrusion die 

 
Figure 4. The values assumed by the vertical component of the velocity field developed 
within the extrusion die during the deformation of the brass billet 

 
Figure 5. Trend of the vertical component of the velocity field just under the extrusion die 
holes 

The associated stress field is reliable and its computation allowed to perform a correct 
identification of the thermal source and of the thermal state realized within the extruded 
brass (Figure 6, Figure 7, Figure 8, Figure 9). 
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Figure 6. Stress field developed in one hole of the extrusion die 

 
Figure 7. Heat power developed in one hole of the extrusion die 

 
Figure 8. Qualitative image of the thermal state developed in one hole of the extrusion die 
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Figure 9. Profile of the temperature developed  in the holes of the extrusion die 

The validation was performed through the comparison between the hardness experimental 
data and the computed temperature value (Figure 10). The higher is the imposed thermal 
state, the lower is the measured final hardness and this is completely consistent with the 
well known effect of the induced thermal state on the softening phenomena effecting the 
extruded material.  
The effect of temperature trend revealed along the section of the extruded material was also 
pointed out. 

 
Figure 10. Comparison between the measured hardness profile in the extruded products 
and the temperature developed in the extrusion die 

3.2 Steel Rolling 
The rolling of metal alloys represents another example of the application of a Navier-Stokes 
approach for a reliable description of the plastic deformation process on the basis of 
boundary conditions which can be defined with a good certainty level. 
In this case the boundary conditions to be defined are: 
• the inlet velocity of the metal alloy between the strand rollers; 
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• the outlet velocity; 
• the working rollers peripheric velocity. 
Once the inlet velocity of the forwarding material is known, the outlet velocity can be easily 
stated through the mass conservation. For instance, in the case of a rectangular section: 

 
out

inin
out h

hvv =  (8) 

while the velocity of the surface in contact with the working rollers can be stated equal to 
the roller one. This statement is not precisely correct, because it is well known that the 
peripheral velocity of the rollers is equal to the one of the rolled products only at the neutral 
point or in the so called neutral area. This inconsistency can be rapidly overlapped drawing 
a thin layer of metal over the rolled products and imposing on this side the velocity of the 
rollers, so on the basis of the imposed viscosity and of the inlet and outlet velocities the 
system computes the correct velocity profile on the surface of the rolled material. 
The computed field of stress, strain and strain rate is completely consistent with the one 
turned out through other approaches (Figure 11). 
Moreover, the advantage of the shown approach consists in the fact that this allows a rapid 
and reliable simulation of some innovative rolling techniques, like the asymmetric 
simulation, in which the velocity of the upper and lower rollers are different. In this case the 
approach based on the Navier-Stokes formulation is suitable without any problem avoiding 
the imposition of strange and unusual condition on the friction interesting the contact 
among the rollers and the material going to be thinned. The comparison between the shear 
stress profile in a traditional rolling operation and the asymmetric one along the middle line  
between the entry and the exit sections can be clearly pointed out through a very simple 
change of the peripheral imposed velocity (Figure 12). Thus, also in this innovative and 
unusual situation, the developed approach seems to show its good performance. 

 
Figure 11. Example of deformation patterns computed for a rolling operation 
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Figure 12. Comparison of the shear stresses revealed at the middle of the thickness of rolled 
steel in a-symmetric and symmetric rolling conditions 

4. Conclusions 
The use of the Incompressible Navier-Stokes equations for defining the velocity and the 
stress fields and the heat power source within the die appears to be an efficient method, also 
because the high viscosity of the solid material to be deformed avoids the treatment of the 
turbulent behaviour. The other advantage is represented by the few and easily measurable 
variables that must be taken into account in order to perform the simulations.  
The future development can be focused on the application of the shown approach to more 
complex geometrical situation. 
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1. Introduction  
This study is motivated by the need of optimising generic floating wave energy converters 
based on the oscillating water column (OWC), principle in the framework of a new FP7 
project (CORES) involving DISTART. Similarly IMAGE, that deals since long with floating 
breakwaters, is planning to further investigate this kind of device. The key aspect of our 
interest is the OWC dynamic, which affects the efficiency of the energy conversion.   
The dynamic response of a floating body is a typical two-way interaction problem: the body 
dynamics is determined by the wave pressure and the body movements essentially 
influence the wave and velocity field.   
The OWC under exam is moored with piles, so that some of the degrees of freedom of the 
system are restrained by the anchoring device: only heave and, to some extent, roll, is 
possible. This simplification of the problem, that in origin has 6 degrees of freedom, allows 
for the set up of an easier model, which is also appropriate for didactic purposes. 
This problem has been solved for instance in connection to floating breakwaters (see 
McCartney, 1985 for a description of this kind of structure) in a simplified form. Usually 
waves are assumed to propagate in an inviscid irrotational flow and behave as if having an 
infinitesimal height, whereas the floating body is assumed as rigid.  After being extensively 
studied in the decade 75-85, mainly in connection with floating breakwater performance, the 
floating body simulation is now the subject of several new papers (according to the Sirius 
database, starting in 1965, 50% of journal papers regarding floating breakwater dynamics 
are written after 2001).   
The Authors compared experiments (Ruol and Martinelli, 2007) to simulations based on 
such simple hypotheses and found significant differences, almost 10%, which are too high 
for the purpose of optimising OWC devices.  It seemed that wave non-linearities were the 
main cause of such dissimilarities and the need for a further investigation was established.   
Aim of this note is to evaluate the floating body dynamics under non-linear waves in 2DV (2 
Dimensions, Vertical) conditions.  A novel and simple model is set up that considers the 
exchange of forces between the (rigid) body and a fluid, actually sea water, described by 
equations able to account for all (wave) non-linearities.   
The Navier Stokes (NS) equations are solved in a moving grid through a finite element 
discretisation by means of the Comsol Multiphysics engine.  The modeled equations are 
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described in detail and are given directly in weak form.  Turbulence is not accounted for, 
since, as we will see, it is an inessential complication for the problems under analysis.  
The model is described assuming that the reader is familiar with the basics of the finite 
element method (Hughes, 1987), fluid mechanics (see for instance Kudu and Cohen, 2002), 
and the related numerical methods (Fletcher, 1988).   

2. State of the art 
Gravity waves are due to the periodic transformation between kinetic and potential energy  
and therefore they can only propagate in a domain with a free surface.  
The treatment of free surface flows is complicated by the feature that the domain of interest 
has an unknown boundary.   
In case of an ideal fluid, the flow is most likely irrotational and the problem is extremely 
simplified.   
Rotational flows are rather complicated to simulate.  Difficulties are, on the one hand, 
common to computations of flows without a free surface as, for instance, the presence of 
large Reynolds numbers. On the other hand, additional problems exist such as those 
associated to the presence of beakers, of a free surface that is not univocally related to the 
horizontal co-ordinate (overturning waves), existence of singularities at the intersection 
between body and free surface (water tend to penetrate into the body), presence of waves 
that may overtop the structure, free-surface turbulence, wet and dry conditions. 
Unfortunately, simulations of the floating body dynamics can potentially arise all these 
difficulties simultaneously.  

2.1 Irrotational flow conditions 
The easiest possible way to simulate the free surface flow is to follow the Airy theory and 
apply the linearised dynamic and kinetic boundary conditions on the undeformed 
configuration, in absence of viscous dissipation (Dean & Dalrymple, 1991).  The flow field is 
evaluated by the radiation diffraction theory in which the velocity potentials are expressed 
as linear summation of incident, radiated and diffracted waves.  Fugazza and Natale (1988) 
presented a comparison between experiments and a linear model based on this method 
accounting for energy losses. 
In other cases, the boundary conditions are described on the deformed configuration, 
preserving all non-linearities.  Note that the fluid may still be assumed irrotational and 
incompressible, so that the domain equation is linear, since the presence of 2 coupled non-
linear dynamic and kinematic boundary conditions on the free surface introduce the main 
sources of non-linearities.   
The governing equations can be found in Mei (1989).   
The solution of the linearised equations is only valid in case of regular waves.  The response 
to random waves is still sometime assessed, ignoring the significant non-linear interactions 
between frequency components, by combining the structure response to a number of single 
frequencies. 
It is not clear if non-linear interactions can result in a major effect, but it appears that a 
correct approach for the simulation of the floating body dynamics under random wave 
conditions should account for non-linearities.   
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Numerical solutions are based on finite difference, finite element or boundary element 
methods. The first two methods tackle the field equation directly. The third is based on an 
integral equation formulation. 
Finite difference schemes are not particularly suited in principle, since the free surface 
boundary does not easily intersect the mesh at grid points that are regularly spaced.  In 
theory several approaches can overcome this inconvenience, like the use of refined grids at 
the surface, markers (Chan & Hirt, 1974), finite volume method or transformation of 
variables.  
In practice the finite element method can cope much more easily with arbitrary boundary 
geometry, such as that of a free surface that is described by a moving grid.   
The boundary element method appears less intuitive compared to the previous ones.  
Nevertheless, it has the advantage that the space dimension of the problem is reduced by 
one.  Green functions typically satisfy either the linearised free surface and radiation 
condition or merely the infinite fluid source condition.  The solution to the fully nonlinear 
potential flow is obtained by applying iteratively the more accurate Green function (the 
former of the two cited ones) starting from initial state and then tracking the free surface 
boundary in time. 
Analytical solutions of the linearised inviscid flow problem around floating bodies are also 
available for simple geometries (Drimer et al, 1992), obtained by a partition of the domain in 
homogeneous sub-regions, where the velocity potential can be expressed in simple forms, 
and by matching the solutions found for each sub-region.  

2.2 Rotational flow conditions 
In the previous paragraph,  we have seen that methods that solve the inviscid flow problem 
by spatially discretizing the whole domain appear quite inefficient, since they handle a lot of 
useless data in the interior of the domain, compared to the methods based on the Green 
function: this depends from the fact that the domain equation is linear. 
The rotational case must be handled by the Navier Stokes equations, which, due to the 
convective terms, are nonlinear. Therefore in this case a volume discretization is required.  
In the context of free-surface flows, the numerical methods can be classified into fixed grid, 
moving grid approaches, meshfree and particle methods.   
The famous Marker and Cell or the Volume of Fluid methods are examples of the fixed grid 
method.   
The moving grid approach appears more suited since it can fit the free surface, thus 
reaching greater accuracy for a given mesh size.  One efficient way to move the grid is to 
prescribe the velocity of the vertices to be exactly the unknown fluid velocity. Alternatively, 
one may transform the vertical coordinate into a different one, that is the algebraic sum of 
water depth and  wave elevation and re-write the conservation laws in terms of this new co-
ordinate.  Or even combine both approaches (Zhou and Stansby, 1998).  
Meshfree and particle methods appear also promising (Monaghan, 1994) in case of very 
large deformations, although still computationally too expensive. 
Note that even if several possible approaches to handle the NS equations in presence of a 
free surface exist, it is a challenging task to actually solve a real problem.  
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Unfortunately, simulations of the floating body dynamics can potentially arise all these 
difficulties simultaneously.  

2.1 Irrotational flow conditions 
The easiest possible way to simulate the free surface flow is to follow the Airy theory and 
apply the linearised dynamic and kinetic boundary conditions on the undeformed 
configuration, in absence of viscous dissipation (Dean & Dalrymple, 1991).  The flow field is 
evaluated by the radiation diffraction theory in which the velocity potentials are expressed 
as linear summation of incident, radiated and diffracted waves.  Fugazza and Natale (1988) 
presented a comparison between experiments and a linear model based on this method 
accounting for energy losses. 
In other cases, the boundary conditions are described on the deformed configuration, 
preserving all non-linearities.  Note that the fluid may still be assumed irrotational and 
incompressible, so that the domain equation is linear, since the presence of 2 coupled non-
linear dynamic and kinematic boundary conditions on the free surface introduce the main 
sources of non-linearities.   
The governing equations can be found in Mei (1989).   
The solution of the linearised equations is only valid in case of regular waves.  The response 
to random waves is still sometime assessed, ignoring the significant non-linear interactions 
between frequency components, by combining the structure response to a number of single 
frequencies. 
It is not clear if non-linear interactions can result in a major effect, but it appears that a 
correct approach for the simulation of the floating body dynamics under random wave 
conditions should account for non-linearities.   
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Numerical solutions are based on finite difference, finite element or boundary element 
methods. The first two methods tackle the field equation directly. The third is based on an 
integral equation formulation. 
Finite difference schemes are not particularly suited in principle, since the free surface 
boundary does not easily intersect the mesh at grid points that are regularly spaced.  In 
theory several approaches can overcome this inconvenience, like the use of refined grids at 
the surface, markers (Chan & Hirt, 1974), finite volume method or transformation of 
variables.  
In practice the finite element method can cope much more easily with arbitrary boundary 
geometry, such as that of a free surface that is described by a moving grid.   
The boundary element method appears less intuitive compared to the previous ones.  
Nevertheless, it has the advantage that the space dimension of the problem is reduced by 
one.  Green functions typically satisfy either the linearised free surface and radiation 
condition or merely the infinite fluid source condition.  The solution to the fully nonlinear 
potential flow is obtained by applying iteratively the more accurate Green function (the 
former of the two cited ones) starting from initial state and then tracking the free surface 
boundary in time. 
Analytical solutions of the linearised inviscid flow problem around floating bodies are also 
available for simple geometries (Drimer et al, 1992), obtained by a partition of the domain in 
homogeneous sub-regions, where the velocity potential can be expressed in simple forms, 
and by matching the solutions found for each sub-region.  

2.2 Rotational flow conditions 
In the previous paragraph,  we have seen that methods that solve the inviscid flow problem 
by spatially discretizing the whole domain appear quite inefficient, since they handle a lot of 
useless data in the interior of the domain, compared to the methods based on the Green 
function: this depends from the fact that the domain equation is linear. 
The rotational case must be handled by the Navier Stokes equations, which, due to the 
convective terms, are nonlinear. Therefore in this case a volume discretization is required.  
In the context of free-surface flows, the numerical methods can be classified into fixed grid, 
moving grid approaches, meshfree and particle methods.   
The famous Marker and Cell or the Volume of Fluid methods are examples of the fixed grid 
method.   
The moving grid approach appears more suited since it can fit the free surface, thus 
reaching greater accuracy for a given mesh size.  One efficient way to move the grid is to 
prescribe the velocity of the vertices to be exactly the unknown fluid velocity. Alternatively, 
one may transform the vertical coordinate into a different one, that is the algebraic sum of 
water depth and  wave elevation and re-write the conservation laws in terms of this new co-
ordinate.  Or even combine both approaches (Zhou and Stansby, 1998).  
Meshfree and particle methods appear also promising (Monaghan, 1994) in case of very 
large deformations, although still computationally too expensive. 
Note that even if several possible approaches to handle the NS equations in presence of a 
free surface exist, it is a challenging task to actually solve a real problem.  
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3. The adopted model 
The vertical body movement is described by a mass-spring equation.  The vertical force is 
derived by integration of the hydrodynamic stress applied to the floating body at each time 
step. The forces applied by the fluid are modelled by means of the NS equations in a 
standard Arbitrary Lagrangian Eulerian (ALE) reference system.   
The ALE method is a numerical scheme according to which the vertices of the grid may be 
considered in motion with the fluid (Lagrangian, free of the nasty convective terms), fixed 
(Eulerian), or move with any arbitrarily assigned law. In practice there is a relation between 
the domain at time t' and a reference domain and the conservation laws are written for a 
reference system moving at the grid speed.      
The biggest problem arising from the combination of the a rotational domain equation and 
the ALE method is that the element tend to become too distort, or even to invert the area 
(one vertex of the triangle crosses the line connecting the other two) with loss of physical 
meaning.  When waves are propagating, it is a clever idea to limit the grid movements along 
the vertical direction only, so that the grid can not rotate.  For a general situation with a 
floating body that moves horizontally and rotates, the grid must be allowed to move 
horizontally at least in proximity of the body itself. This possibility is not contemplated by 
our example, but we worked with this specific problem: in order to avoid that the grid 
follows the vortexes and becomes too distorted, it was found quite effective to use elements 
of lower order for the spatial interpolation of the Laplace equation necessary to describe the 
grid movements than elements describing velocities.  This method worked at least for small 
movements.   

3.1 The body geometry 
In order to compare the results with experiments, the dimensions of the floating body under 
exam is in the same scale of the laboratory model.  The structure cross section is rectangular: 
0.4 m wide, 0.3 m high, 0.16 m of draught. Mass is 64 kg/m.  The buoyancy force can be 
associated to a vertical spring Kv=ρg 0.4m = 4 kN/m2.  Natural period is 1.15 s according to 
the irrotational flow model (added mass of 61 kg/m).  
The body floats in the center of a flume as wide as the structure, 12 m long, with depth held 
constant and equal to 0.5 m.  Actually, the numerical wave flume is quite shorter than in 
laboratory (33 m), in order to reduce the computational effort.    

3.2 The domain equations 
The reference system has co-ordinates X and Y, whereas the grid points have co-ordinates x 
and y, which are function of the independent variables X, Y, and t. Fig. 1 shows an example 
of grid movements. 
In the volume V, which is the water in the wave flume, the following equations must hold: 
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where the second integral refer to the boundary conditions and is null in presence of zero 
flux and the tilde refer to the trial functions used to interpolate the variables.  
The fluid is described in the x-y coordinate system by the NS-equations with density ρ=1000 
kg/m3 and kinematic viscosity ν= 10-6 m2/s.  The domain equation for the grid movement is 
the Laplacian operator. 

 
Figure 1. Position of the mesh at t=9.7 s, i.e. when the wave is maximum in front of the 
floating body.  Displacement along the vertical position is emphasized by the color scale 

The NS equations are given below in weak form, where only the integrand of the volume 
integral is given, for simplicity of notation: 
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where u and v are horizontal and vertical velocity, p is pressure, Sx and Sy are stability terms, 
discussed in the following, which do not exist in the NS-equations. 

3.3 The wave generation problem and the adopted numerical scheme 
A regular wave is generated with period 1.1 s and 1.3 s. The wave is generated by a 
sinusoidal source of mass (this technique is often used in VOF methods) placed 2.5 m away 
form the floating body.  Generation area is 0.1 m by 0.3 m, and distant 0.1 m from the 
bottom and from the initial still free surface. This method is very efficient since waves 
reflected by the floating body can pass the generation area without interfering with it.   
The reason for generating a regular wave is that comparison with tests and linear model is 
easier. 
The area that generates waves has non-zero divergence. Fig. 2 shows the divergence of the 
velocity during a randomly chosen instant. It can be noticed that the divergence is almost 
null in the domain and far from zero in the generation area. In the generation area, eq. 3 is 
indeed substituted by: 
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The body floats in the center of a flume as wide as the structure, 12 m long, with depth held 
constant and equal to 0.5 m.  Actually, the numerical wave flume is quite shorter than in 
laboratory (33 m), in order to reduce the computational effort.    

3.2 The domain equations 
The reference system has co-ordinates X and Y, whereas the grid points have co-ordinates x 
and y, which are function of the independent variables X, Y, and t. Fig. 1 shows an example 
of grid movements. 
In the volume V, which is the water in the wave flume, the following equations must hold: 
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where the second integral refer to the boundary conditions and is null in presence of zero 
flux and the tilde refer to the trial functions used to interpolate the variables.  
The fluid is described in the x-y coordinate system by the NS-equations with density ρ=1000 
kg/m3 and kinematic viscosity ν= 10-6 m2/s.  The domain equation for the grid movement is 
the Laplacian operator. 

 
Figure 1. Position of the mesh at t=9.7 s, i.e. when the wave is maximum in front of the 
floating body.  Displacement along the vertical position is emphasized by the color scale 
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where u and v are horizontal and vertical velocity, p is pressure, Sx and Sy are stability terms, 
discussed in the following, which do not exist in the NS-equations. 

3.3 The wave generation problem and the adopted numerical scheme 
A regular wave is generated with period 1.1 s and 1.3 s. The wave is generated by a 
sinusoidal source of mass (this technique is often used in VOF methods) placed 2.5 m away 
form the floating body.  Generation area is 0.1 m by 0.3 m, and distant 0.1 m from the 
bottom and from the initial still free surface. This method is very efficient since waves 
reflected by the floating body can pass the generation area without interfering with it.   
The reason for generating a regular wave is that comparison with tests and linear model is 
easier. 
The area that generates waves has non-zero divergence. Fig. 2 shows the divergence of the 
velocity during a randomly chosen instant. It can be noticed that the divergence is almost 
null in the domain and far from zero in the generation area. In the generation area, eq. 3 is 
indeed substituted by: 
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where F(t) is the source function with, that assures a wave of height H (in our case 0.04 m): 
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where T and L  are the wave period (1.1 s and 1.3 s) and length (≈1.7 and 2.3 m as found by 
the dispersion relation with depth of 0.5 m); D is the height of the generation area (0.3 m); K 
is a calibrating constant that assures that the generated wave is actually the desired one, a(t) 
is a regular ramp function that is zero at the beginning of the simulation and 1 after the 
instant tr (tr is taken numerically equal to T) and defined as: 
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Figure 2. Divergence of the velocity in gray scale. t=9.25 

3.4 Stabilisation  
It is known that if a convective diffusion equation, like Eqs. (4) or (5), is directly discretised, 
the cell Reynolds number must be lower than 2 in order to avoid instabilities.  This 
constraint  would require a mesh size which is not feasible for an engineering approach and 
numerical schemes must be adopted.   
Unfortunately, the most efficient numerical schemes assume implicitly that the field is 
divergence-free.  Both the least square Gelerkin and the Petrov-Galerkin pressure 
stabilisation techniques, would require some significant modifications in order to match 
with Eq. 6.  
For simplicity the isotropic diffusion equation was used, with tuning parameter 0.5, since 
this technique only affects the diffusive terms in the momentum balance Eqs. (4) and (5). In 
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short, it adds an artificial diffusion equal to the absolute value of the momentum flux 
multiplied by 0.5 h, where h is the size of the mesh element: 
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Figure 3. Cell Reynolds number, i.e. hu/ν.  In order to appreciate its horizontal spatial 
variation, the logarithm in the range between 2 and 4 is plotted in color scale.  At the 
bottom, velocities are small and the cell Reynolds number is of order 1, and it is not plotted.  
In the sponge layer i.e. for X<-4 and X>4, low cell Reynolds numbers are found due to the 
increase of viscosity 

 
Figure 4. Vorticity in color scale (whose unit measure is in s-1) and velocity field through 
arrows (horizontal and vertical components u and v in scale with X and Y axis, i.e. a vertical 
arrow 0.1 m long denotes a vertical velocity of 0.1 m/s) 

Of course we accept a significant loss of accuracy due to the introduction of a great artificial 
viscosity where needed.  We have two reasons for doing it: a) we already have the inviscid 
result and b) by refining the mesh, the artificial viscosity is proportionally reduced and we 
can appreciate its effects.  The effects of mesh refinement will be discussed in Section 5. 
The simulated cell Reynolds number is presented in Fig. 3.  It shows that quite some 
artificial viscosity was added.  Effect of the artificial viscosity is anyway small, as we can see 
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where F(t) is the source function with, that assures a wave of height H (in our case 0.04 m): 
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3.4 Stabilisation  
It is known that if a convective diffusion equation, like Eqs. (4) or (5), is directly discretised, 
the cell Reynolds number must be lower than 2 in order to avoid instabilities.  This 
constraint  would require a mesh size which is not feasible for an engineering approach and 
numerical schemes must be adopted.   
Unfortunately, the most efficient numerical schemes assume implicitly that the field is 
divergence-free.  Both the least square Gelerkin and the Petrov-Galerkin pressure 
stabilisation techniques, would require some significant modifications in order to match 
with Eq. 6.  
For simplicity the isotropic diffusion equation was used, with tuning parameter 0.5, since 
this technique only affects the diffusive terms in the momentum balance Eqs. (4) and (5). In 
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short, it adds an artificial diffusion equal to the absolute value of the momentum flux 
multiplied by 0.5 h, where h is the size of the mesh element: 
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Of course we accept a significant loss of accuracy due to the introduction of a great artificial 
viscosity where needed.  We have two reasons for doing it: a) we already have the inviscid 
result and b) by refining the mesh, the artificial viscosity is proportionally reduced and we 
can appreciate its effects.  The effects of mesh refinement will be discussed in Section 5. 
The simulated cell Reynolds number is presented in Fig. 3.  It shows that quite some 
artificial viscosity was added.  Effect of the artificial viscosity is anyway small, as we can see 
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from the spatial distribution of the vorticity, given in Fig. 4, that is small except at the 
bottom and at the body corners. 
A requirement for stability is also that that higher-order basis functions must be used for the 
velocities than for the pressure. This condition is know as the Babuska-Brezzi condition. We 
then used Lagrange quadratic for velocities, Lagrange linear for pressure and grid 
displacements.  

3.5 The sponge layers 
At the 2 ends of the basin, two sponge layers, 2 m long, are described by means of a 
gradually increasing viscosity νS: 

 2
oS )X-(X 250'000ννν +=  (11) 

where Xo is the co-ordinate denoting the beginning of the sponge layer. 

3.6 The rigid body 
The vertical oscillations are described by a dynamic equation for the vertical body 
movements ξ: 

 0M-Mg-Fv =ξ  (12) 

with trivial initial conditions on position and null velocity. Here Fv is the integral of the 
vertical force applied at the bottom of the floating body. At each time step, Fv  is evaluated, 
and Eq. (12) is advanced in time to find the new vertical elevation of the floating body. 

4. Boundary Conditions 
Boundary conditions must be supplied to both set of domain equations: a) the moving mesh 
(ALE), where typically the vertical and/or the horizontal grid velocity may be constrained, 
and b) the NS-Equation, where the constraint may interest the horizontal or vertical fluid 
velocity or the pressure. 
A delicate issue is the definition of the boundary condition between water and a wall, when 
it is not known a priori whether the wall is in dry or in wet conditions.  Let us suppose for 
simplicity that the wall is the vertical side of the container and that it extends from the 
bottom to a level which is much higher than the free surface (no overtopping is possible).  
We will also neglect the effect of friction at the wall and consider slip conditions.  In this 
case, we suggest to: 
a. mesh the wall of the container. The wall is now a rectangle, whose width is taken 

conveniently large.  Of the two vertical faces of the wall, one is in contact with water, 
say the front face, the other is not in contact with water, and is the rear face;   

b. at the rear, top and bottom faces of the wall apply null horizontal and vertical grid 
velocity; 

c. at the part of the front face that is initially wet, apply null horizontal grid velocity and a 
vertical grid velocity equal to the velocity of the fluid; 

d. at the part of the front face that is initially dry, constrain only the horizontal grid 
velocity to be zero. 
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Should the wall be oblique, the procedure would remain the same but the horizontal direction 
becomes the direction normal to the wall, and the vertical direction the parallel one. 
Where the boundary is certainly wet, like at the bottom, there is no need to model the 
container and the boundary conditions are those of point (c) above. 
At the free surface, grid vertical velocity is constrained to be that of the fluid, with no 
constraint on the horizontal component.  For the fluid, the natural condition is applied (zero 
flux). 
Contact between fluid and floating body.  Again, the body is meshed and it is schematised 
as if it were a little higher than in reality, to avoid possible overtopping and to allow for a 
greater mobility of the mesh.  The parts which can be either wet or dry are constrained 
exactly as described above, regardless of the body velocity; the parts of the body that are 
always dry (top) are constrained by setting a vertical grid velocity equal to the value found 
from Eq. 12, and horizontal grid velocity equal to zero;  the parts of the body that are always 
wet (the bottom) are only are constrained by setting a vertical grid velocity equal to the 
value found from Eq. 12. 

5. Results 
The target applied wave height is 0.04 m.  Fig. 5 and 6 show the surface elevation in 
presence and in absence of the floating body.  The former figure gives therefore the incident 
wave, which is decreasing along the flume in an unrealistic way, due to the great artificial 
viscosity. The actual generated wave becomes the target one in X=0, i.e. where the floating 
body is placed. The latter figure gives the wave field perturbated by the presence of the 
body.  It can be easily observed that there is a strong reflection in front of the structure, and 
that the transmission is low. 

 
Figure 5. Surface elevation in absence of floating body along the flume. Each line gives the 
elevation at different instants, spanning a wave cycle (1.3 s) with interval (0.05 s) 

In order to verify the validity of the result, the first operation to be done is to refine the mesh. 
Therefore triangles with horizontal and vertical dimension 3 times smaller were generated and 
tested. Fig. 7 shows the cell Reynolds number in this case, which is still very high.  Anyway, 
the result of interest is the amplitude of the oscillations of the floating body, ξmax.   
Fig. 8 gives the computed vertical oscillation ξ(t) for the two meshes. It is seen that the 
differences due to an increase of the degrees of freedom of 9 times are small. They both 
point out a maximum height of the oscillation of 0.045 m. 
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from the spatial distribution of the vorticity, given in Fig. 4, that is small except at the 
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oS )X-(X 250'000ννν +=  (11) 

where Xo is the co-ordinate denoting the beginning of the sponge layer. 
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In the literature, the ratio between ξmax and H is termed Response Amplitude Operator 
(RAO). The RAO for out case is of 0.045 m / 0.04 m = 1.1, and is relative to a wave period of 
1.3 s, for a structure with natural period of 1.15.  The computation with a period of 1.1 s, not 
shown here, gives a RAO of approximately 1.3. 
In general, when the wave period is similar to the natural period of oscillation, the body 
oscillations are much overestimated by the inviscid model. What is the behaviour of our 
non-linear model?    
Tests were carried out by Ruol and Martinelli (2007) with a floating body of geometry 
similar to the one analysed here, subject to regular and irregular waves, under different kind 
of mooring system.  Results in terms of RAO are presented in non-dimensional form. One of 
the tests is indeed suitable for a comparison.  In that case, the RAO for T/Tn=1.15, where Tn 
is the natural period of the vertical oscillations, was just above 1.0. 
Fig. 9 compares the result of a classical linear inviscid model, the results presented here and 
the experimental result.  It can be seen that the non-linear simulation appears much closer to 
the experiments. 
 

 
Figure 6. Surface elevation along the flume. Each line gives the elevation at different 
instants, spanning a wave cycle (1.3 s) with interval (0.05 s). The floating body is placed in 
X=0, where the surface elevation is absent 

 

 
Figure 7. Cell Reynolds number for the refined mesh, and vertical displacements (arrows) 
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Figure 8. Vertical movements of the floating body along the flume. Left: usual mesh. Right: 
mesh refined 3 times horizontally and vertically 
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Figure 9. Computed RAOs with the non-linear model presented here and comparisons 

6. Conclusions 
A model describing the dynamics of a floating body by solving the NS-equations in a 
moving grid framework with free surface is presented. 
The model has several interesting features, like the peculiar way of describing: a) the grid 
movements; b) the slip boundary conditions in presence of a wet and dry interface; c) the 
generation of waves and, to some extents, the sponge layers.   
The investigated feature is the ratio between the oscillation of the floating body and the 
wave oscillation, which is usually quite overestimated by viscousless models when the load 
frequency is close to the floating body eigenfrequency.  A simulation of this condition with 
the non-linear model reproduced much more closely the experimental results described in 
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Ruol and Martinelli (2007) than the corresponding simulation carried out with a classical 
model based on linear waves and irrotational flow.  
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1. Introduction    
Magnetorheological elastomers (MREs), also referred to as magnetosensitive (MS) 
elastomers, are smart materials composed of micron-sized ferrous particles dispersed in a 
polymer matrix. Commonly, magnetic fields are applied to the polymer composite during 
cross-linking so that chainlike columnar particle structures can be formed and fixed in the 
matrix after curing. The unique characteristic of MRE is that its shear modulus can be 
continuously controlled by the external magnetic field (Gong et al., 2005). Shearing of the 
cured composite in the presence of the magnetic field causes particle displacement from 
their low energy state, thereby requiring additional work. This work rises monotonically 
with applied magnetic field, thus resulting in a field dependent shear modulus. It has been 
reported (Jolly and all., 1996) that the maximum increase in the shear modulus due to the 
MR effect is about 50–60% of the zero-field modulus, depending on the matrix elastomer. 
For hard elastomers like natural rubber the relative increase has typically been 30–40%. The 
field-induced modulus increase is substantial even at kilohertz mechanical frequencies 
(Ginder et al., 2002). Such properties make MREs promising in many applications in 
automotive industry as variable stiffness suspension systems and active damping 
components (Carlson & Jolly, 2000, Lerner & Cunefare, 2007, Kalio et al., 2007, Deng & 
Gong, 2007).  
To provide basic guidelines for designing and optimization of MR devices it is necessary to 
simulate the static and dynamic behaviour of magnetosensitive materials submitted 
simultaneously to the action of the mechanical loading and magnetic field. Modern design 
practices in the rubber industry are largely based on finite element simulations and the 
accuracy of these analyses relies on the ability of the used constitutive model to predict the 
mechanical response of the MS material. 
Nowadays the so–called magnetoelastic coupling is widely used for simulations of the 
reciprocal effect between the magnetic and the elastic field. In particular, the linear elastic 
behaviour is usually considered along with the linear or non linear magnetic properties. 
Most of the simulations are based on very simple linear magnetoelastic models defined by 
using the magnetic forces as loads. In these weak-coupling models the magnetic equations 
and the mechanical equations are solved separately. More accurate linear elastic models, 
based on the strong coupling, solve simultaneously the governing equations of the problem 
(Belahcen, 2004, Hasebe et al., 2007, Zhou & Wang, 2006a,b).  
However, elastomers exhibit strongly nonlinear elastic behaviour and undergo large 
deformations. The truthful magnetoelastic models of MS elastomers should incorporate the 
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Ruol and Martinelli (2007) than the corresponding simulation carried out with a classical 
model based on linear waves and irrotational flow.  
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nonlinear response at finite strains in order to enable the simulation of basic features and 
important aspects of the experimentally observed behaviour. The mathematical theory of 
nonlinear elasticity, the application of this theory to the solution of boundary-value 
problems and the analysis of the mechanical properties of solid materials capable of large 
elastic deformations are available in the books by Ogden (1984) and Holzapfel (2000).  
A rigorous phenomenological theory of magnetoelastic interaction in elastic solids based on 
finite strain theory and the classical theory of ferromagnetism was developed by Brown (1966). 
His concepts of magnetic force and stress were used by Pao and Yeh (1973) who deduced the 
nonlinear field equations, boundary conditions and constitutive equations for soft 
ferromagnetic elastic materials and applied them to the magnetoelastic buckling of a plate. The 
comprehensive review of the basic principles, theories and equations in mechanics and 
electromagnetism can be found in the paper of Pao (1978) where the corresponding 
constitutive equations for solids and boundary conditions are discussed as well. Modern 
consistent electromagnetic theory is presented in the recent book by Kovetz (2000) where the 
complete set of laws of electromagnetism, mechanics and thermodynamics is treated.  
While the theory of magnetoelasticity is well-known and advanced, the theoretical basis of 
most current research in the field of MS elastomers is very recent. The full system of 
equations suitable for deformable MS solids in an electro-magnetic field was first considered 
by Brigadnov and Dorfmann (2003, 2004) who suggested a simple energy function for 
isotropic MS elastomers and derived the basic system of constitutive relations. The strain 
tensor and the magnetic induction vector are chosen as the basic variables. They presented 
also a numerical simulation of the simple shear of an incompressible MS elastomer between 
two infinite parallel plates subjected to a magnetic field perpendicular to shear direction.  
In the recent series of papers of Dorfmann and Ogden (2003-2005) a theory of nonlinear 
magnetoelasticity for MS elastomers was developed and applied to a number of simple 
boundary-value problems. Other recent related theoretical works are those by Steigmann 
(2004, 2007) and Kankanala and Triantafyllidis (2004, 2007). Important guidelines for the 
experimentalists and for people involved in numerical simulations of MS elastomer 
response can be found in further papers of Dorfmann et al. (2005) and Bustamante et al. 
(2006). In the recent paper of Ottenio et al. (2008) the linearized equations governing 
incremental effects in a magnetoelastic solid subject to finite deformation in the presence of 
a magnetic field are derived and the tensors of magnetoelastic moduli are defined. These 
equations are then used to examine the problem of surface stability of a homogeneously pre-
strained half-space.  
Mentioned papers also contain solutions to representative boundary-value problems for 
which exact solutions can be found. For the most part such solutions are idealized in the 
sense that they apply only to bodies of infinite extent in one or more directions so that edge 
effects are not present. The first numerical simulation of a boundary-value problem 
involving finite geometry is reported by Bustamante et al. (2007). In their paper the problem 
of a circular cylindrical tube of finite length that is deformed and then subjected to an axial 
magnetic field is examined. The magnetic field vector is chosen as the independent magnetic 
variable in the constitutive law and the resulting boundary-value problem is solved using a 
finite-difference method. 
The purpose of the present paper is to outline a possibility of the magnetoelastic problem 
implementation in the finite element code Comsol Multiphysics which is suitable for the 
simulation of coupled-field problems. 
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We adopt the formulation of Dorfmann and Ogden (2004) as the starting point. The relevant 
magnetic and mechanical balance equations and boundary conditions are summarized in 
Sect. 2.  
Then, in Sect. 3, the general constitutive equations for magnetoelastic interactions are 
summarized following Dorfmann and Ogden (2005) for both compressible and 
incompressible magnetoelastic materials and then specialized for specific application to 
incompressible, isotropic magnetoelastic materials.  
In Sect. 4, we present the simulation of the simple shear of a rectangular block of finite size 
subjected to a magnetic field, which, in the far field, is uniform and perpendicular to the 
shear direction. The constitutive equations are based on a modified free-energy function that 
depends, in addition to the deformation gradient, on the magnetic flux density vector as the 
independent magnetic variable.  

2. Governing equations 
In this section the equations for nonlinear magnetoelastic deformations, as developed by 
Dorfmann and Ogden (2003-2005), are summarized. We suppose that a body made of MS 
elastomer deforms under the common action of mechanical loading and magnetic field. The 
deformation is characterized by the deformation gradient tensor F and the strain tensors C 
or b. We describe the magnetic field by the magnetic flux density vector B, the magnetic 
field vector H and the magnetization vector M.  

2.1 Basic kinematics of finite deformations 
We consider a continuum body with fixed reference configuration B0  and reference time 

t=0. Then an assumed motion χ  maps the reference configuration B0 to the current 

configuration B  at time t. Hence a point X 0B∈  transforms to a point x B∈ , where X  and 
x (with material and spatial coordinates X1, X2, X3 and x1, x2, x3) characterize positions of a 
particle in the reference and current configurations.  The deformation gradient tensor F and 
its determinant J are 

 J
∂

= = >
∂

χ= i
ia

a

x
Grad , , det 0,

X
F F F  (1) 

where Grad is the gradient operation with respect to X and the Jacobian of the deformation 
gradient J is the volume ratio. If we consider a geometric setting relative to the reference 
configuration (Lagrangian description) it is appropriate to introduce a strain measure in 
terms of material coordinates which is the symmetric and positive definite right Cauchy-
Green tensor C=FTF. The strain measure in terms of spatial coordinates (Eulerian 
description) is the symmetric and positive definite left Cauchy-Green tensor b=FFT. 

2.2 Basic equations of magnetostatics 
When a magnetizable elastic solid is placed in the magnetic field, magnetic moments are 
induced in the body. The magnetic moment per unit volume of the deformed body is called 
the magnetization and it is denoted by M with units [A/m]. Inside the deformed body, the 
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We adopt the formulation of Dorfmann and Ogden (2004) as the starting point. The relevant 
magnetic and mechanical balance equations and boundary conditions are summarized in 
Sect. 2.  
Then, in Sect. 3, the general constitutive equations for magnetoelastic interactions are 
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incompressible magnetoelastic materials and then specialized for specific application to 
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depends, in addition to the deformation gradient, on the magnetic flux density vector as the 
independent magnetic variable.  

2. Governing equations 
In this section the equations for nonlinear magnetoelastic deformations, as developed by 
Dorfmann and Ogden (2003-2005), are summarized. We suppose that a body made of MS 
elastomer deforms under the common action of mechanical loading and magnetic field. The 
deformation is characterized by the deformation gradient tensor F and the strain tensors C 
or b. We describe the magnetic field by the magnetic flux density vector B, the magnetic 
field vector H and the magnetization vector M.  

2.1 Basic kinematics of finite deformations 
We consider a continuum body with fixed reference configuration B0  and reference time 

t=0. Then an assumed motion χ  maps the reference configuration B0 to the current 

configuration B  at time t. Hence a point X 0B∈  transforms to a point x B∈ , where X  and 
x (with material and spatial coordinates X1, X2, X3 and x1, x2, x3) characterize positions of a 
particle in the reference and current configurations.  The deformation gradient tensor F and 
its determinant J are 

 J
∂

= = >
∂

χ= i
ia

a

x
Grad , , det 0,

X
F F F  (1) 

where Grad is the gradient operation with respect to X and the Jacobian of the deformation 
gradient J is the volume ratio. If we consider a geometric setting relative to the reference 
configuration (Lagrangian description) it is appropriate to introduce a strain measure in 
terms of material coordinates which is the symmetric and positive definite right Cauchy-
Green tensor C=FTF. The strain measure in terms of spatial coordinates (Eulerian 
description) is the symmetric and positive definite left Cauchy-Green tensor b=FFT. 

2.2 Basic equations of magnetostatics 
When a magnetizable elastic solid is placed in the magnetic field, magnetic moments are 
induced in the body. The magnetic moment per unit volume of the deformed body is called 
the magnetization and it is denoted by M with units [A/m]. Inside the deformed body, the 
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magnetic induction vector is B with units [T] or [Wb/m2]. The induced magnetization is 
related to B by the relation 

 = μ +0( ),B H M  (2) 

where H is the magnetic intensity vector and μ0=4π·10-7 [H/m] is the permeability of 
vacuum. In a vacuum M=0 and B=μ0H. In a ponderable body, two of these three quantities 
are related by a constitutive law which depends on the properties of the solid under 
investigation. For example, once M is given in terms of B by an appropriate constitutive law 
Eq. (2) determines H.  
The B field satisfies Gauss’ law for magnetism and is solenoidal. The field H is governed by 
Ampère’s law. If we suppose the quasistatic deformation, the stationary magnetic field and 
non-conducting MS elastomeric material, we may omit the induced current effects and the 
statical magnetic field equations thus can be written in the global form 

  (3) 

After application of the divergence theorem to Eq. (3)1 and Stokes’ theorem to (3)2 we can 
deduce the local form  

 = =div 0, curl ,B H 0  (4) 

where div and curl relate to the spatial coordinates. Across a boundary surface of deformed 
body B∂ the boundary conditions for B and H are 

 + −⎡ ⎤ ⎡ ⎤⋅ − = × − =⎣ ⎦ ⎣ ⎦0, ,+ -n B B n H H 0  (5) 

where the square brackets indicate a discontinuity across the surface and n is the unit 
normal to the surface, which, at the material boundary, is taken as the outward pointing 
normal, thus the (−) subscript indicates interior of the body while (+) subscript is used to 
indicate the surrounding space.  
The fields B and H may be pulled back from B  to B0 to their Lagrangian forms, denoted Bl 
and Hl respectively. By using Nanson formula (Ogden, 1984) and relation dx=FdX in (3) we 
receive the pull-back of the field variables 

 Bl = JF−1B,    Hl = FTH. (6) 

In terms of these quantities the analogues of (4) in Lagrangian coordinates become  

 Div 0, urlB C H 0.= =l l  (7) 

Since H and M occur as a sum in (2), it is appropriate to define, similarly to (6)2, a 
Lagrangian form of M, denoted Ml, by Ml = FTM. The Lagrangian counterpart of (2) reads 

 J−1CBl = μ0 (Hl +Ml), (8) 

where C is the right Cauchy-Green deformation tensor. The boundary conditions (5) can 
also be expressed in Lagrangian form, namely 

 1 TJ 0, ,+ -N B F B N H F H 0− + −⎡ ⎤ ⎡ ⎤⋅ − = × − =⎣ ⎦ ⎣ ⎦l l  (9) 
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where N is the outward unit normal to the surface 0B∂ in the reference configuration. Under 
certain circumstances it can be helpful to formulate the problem in term of the magnetic 
vector potential A that is given by the equality B=curlA (Perez-Apparicio, 2004) or in term 
of a scalar magnetic potential function = − ϕgradH  (Bustamante, 2007) with appropriate 
boundary conditions. Such option ensures that the expression (41) or (42) will be fulfilled 
identically. 

2.2 Basic equations of mechanics 
From the mass balance we have the following relation between the mass density ρ0 in the 

material configuration B0 and the mass density ρ in the spatial configuration B 

 ρ = ρ-1
0J .  (10) 

Cauchy’s equations of motion of elastostatics resulting from the basic balance principles of 
mechanics such as the momentum balance principle and the angular momentum balance 
principle and Cauchy’s stress theorem (Holzapfel, 2000) are 

 Tdiv ρ ρ , , ,σ f v  σ = σ t σ n+ = = ⋅  (11) 

where σ is the symetric Cauchy’s stress tensor, f is the body force per unit mass and t 
represents the Cauchy’s traction vector (force per unit surface area).  
For the case of continuum magnetoelasticity there are several different ways of defining 
stresses, tractions and body forces. The influence of the magnetic field on the deforming 
continuum may be incorporated either through magnetic force per unit volume fm  

 mdiv ρ + ,σ f f 0+ =  (12) 

or through the total Cauchy stress measure τ which is symetric and includes both 
mechanical and electromagnetic contributions (Kovetz, 2000) 

 div ρτ f 0.+ =  (13) 

The expressions for the magnetic force and for the total stress tensor depend on the type of 
the particular constitutive model. Summary of possible forms of constitutive equations, 
body forces and traction conditions can be found in Kankanala & Triantafyllidis (2004) and 
in Dorfmann et al. (2005). 
At the external boundary of the body the boundary condition for the total stress tensor is  

  ,τ n t⋅ =  (14) 

where the traction vector t includes applied mechanical tractions and the contribution of  
Maxwell stress  in the surrounding. The Maxwell stress in the absence of material is 

 ( )1
0

1- ,
2

τ B B B B I− ⎡ ⎤= μ ⊗ ⋅⎢ ⎥⎣ ⎦
 (15) 

where I is the unit second order tensor and ⊗ signifies the tensor product. 
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where N is the outward unit normal to the surface 0B∂ in the reference configuration. Under 
certain circumstances it can be helpful to formulate the problem in term of the magnetic 
vector potential A that is given by the equality B=curlA (Perez-Apparicio, 2004) or in term 
of a scalar magnetic potential function = − ϕgradH  (Bustamante, 2007) with appropriate 
boundary conditions. Such option ensures that the expression (41) or (42) will be fulfilled 
identically. 

2.2 Basic equations of mechanics 
From the mass balance we have the following relation between the mass density ρ0 in the 

material configuration B0 and the mass density ρ in the spatial configuration B 

 ρ = ρ-1
0J .  (10) 

Cauchy’s equations of motion of elastostatics resulting from the basic balance principles of 
mechanics such as the momentum balance principle and the angular momentum balance 
principle and Cauchy’s stress theorem (Holzapfel, 2000) are 

 Tdiv ρ ρ , , ,σ f v  σ = σ t σ n+ = = ⋅  (11) 

where σ is the symetric Cauchy’s stress tensor, f is the body force per unit mass and t 
represents the Cauchy’s traction vector (force per unit surface area).  
For the case of continuum magnetoelasticity there are several different ways of defining 
stresses, tractions and body forces. The influence of the magnetic field on the deforming 
continuum may be incorporated either through magnetic force per unit volume fm  

 mdiv ρ + ,σ f f 0+ =  (12) 

or through the total Cauchy stress measure τ which is symetric and includes both 
mechanical and electromagnetic contributions (Kovetz, 2000) 

 div ρτ f 0.+ =  (13) 

The expressions for the magnetic force and for the total stress tensor depend on the type of 
the particular constitutive model. Summary of possible forms of constitutive equations, 
body forces and traction conditions can be found in Kankanala & Triantafyllidis (2004) and 
in Dorfmann et al. (2005). 
At the external boundary of the body the boundary condition for the total stress tensor is  

  ,τ n t⋅ =  (14) 

where the traction vector t includes applied mechanical tractions and the contribution of  
Maxwell stress  in the surrounding. The Maxwell stress in the absence of material is 

 ( )1
0
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2

τ B B B B I− ⎡ ⎤= μ ⊗ ⋅⎢ ⎥⎣ ⎦
 (15) 

where I is the unit second order tensor and ⊗ signifies the tensor product. 
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3. Constitutive equations 
Constitutive models for nondissipative MS elastic materials are based on modified free-
energy function Ω per unit volume (Dorfmann & Ogden, 2004, Bustamante et al., 2006) 
which depends on a deformation measure in addition to a magnetic field variable. This 
modified free-energy function incorporates the magnetic energy contribution.  
If the deformation gradient tensor F and the magnetic induction Bl are selected as the basic 
variables, the free-energy function reads Ω= Ω(F,Bl). The total nominal stress tensor T and 
the magnetic field vector Hl in the Lagrangian configuration, the total stress tensor τ and the 
magnetic field H in the current configuration are by sequel 

 1 T, , J , .T H τ F H F
F B F B

− −∂Ω ∂Ω ∂Ω ∂Ω= = = =
∂ ∂ ∂ ∂l

l l

 (16) 

Note that nominal stress tensor T corresponds to the transpose of first Piola-Kirchhoff stress 
tensor. Analogical relations in which the independent variable is the magnetic field Hl or the 
magnetization Ml are presented by Bustamante et al. (2006).  
For a volume preserving (isochoric) deformation we have J=0. It is the internal constraint for 
so called incompressible material which is a common idealization for rubberlike materials. 
The constitutive relations for stress in such materials include the Lagrange multiplier p as in 

 1p , p .−∂Ω ∂Ω= − = −
∂ ∂

T F τ F I
F F

 (17) 

In order to be objective, the free-energy function is the scalar function of the invariants of an 
objective strain measure such is the right (or left) Cauchy-Green strain tensor C (or b) and its  
first three invariants. The magnetic field induces a preferred direction in the initially 
isotropic MS material. The constitutive expressions are similar to those of a transversely 
isotropic material and depend on the additional invariants involving the vector Bl 
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The explicit forms of the total stress tensor τ and the magnetic field vector H obtained from 
Eqs (6, 15-17) are 
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 (19) 

The constitutive theory developed by Dorfmann, Ogden and coworkers captures the basic 
features of the MS elastomer magnetoelasticity and constitutes comprehensive guidelines 
for experimentalists in the design of tests and loading conditions necessary for practical 
evaluations of the material response. The relatively simple formulation of the constitutive 
equations is suitable for the implementation into the finite element code.  
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4. Modelling of magnetoelastic coupling in COMSOL Multiphysics 
COMSOL Multiphysics is the interactive software for modelling and solving scientific and 
engineering problems based on partial differential equations (PDEs). This environment runs 
finite element analysis together with adaptive meshing and error control using a variety of 
numerical solvers. COMSOL Multiphysics converts all application mode and PDE mode 
equation formulations and systems to the weak form before solving them with the finite 
element method. 
The software includes many built-in application modes which can be combined into a single 
multiphysics model capable of simultaneous solving of the coupled physical problem. The 
application modes consist of predefined templates and user interfaces already set up with 
equations and variables for specific areas of physics.  
The application mode interfaces consist of dialog boxes for the physics in subdomains and 
on boundaries, edges, and points along with PDEs. The equation system view provides the 
possibility to modify the underlying PDEs in the case where a predefined application mode 
does not exactly match the application. The predefined constitutive relations can be easily 
modified or replaced as well. 
We focused our FE simulation on the simple structure and loading as the highly nonlinear 
character of the coupled problem impedes so far the modelling of complicated boundary 
value problems. We present the FE solution of a simple quasistatic boundary value problem 
representing a feasible experimental set-up as well. We chose a block of MS elastomer  in 
plain strain subjected to the simple shear and to the action of the magnetic field which, due 
to the chosen magnetic far-field boundary conditions, is homogeneous and  perpendicular 
to the shear direction. We simplify the problem to two-dimensional due to the calculation 
time requirement however the extend to three dimensions is straightforward. 

4.1 Implementation 
We use the Structural Mechanics Module in combination with Magnetostatics Application 
Mode which allow the magnetic field and strain coupling in both directions. With regard to 
large displacements we adopt Moving Mesh Application Mode for the calculation of 
magnetic field.  
We utilize the free-energy function Ω= Ω(F,Bl) which is the combination of Mooney-Rivlin 
free-energy function for hyperelastic materials implemented in Comsol and two additional 
terms involving the invariant I4 and I5 mentioned in (18) 

 ( ) ( ) ( ) ( ) ( )2 1
10 1 01 2 0 4 5

1, J - 1 + C I 3 C I 3 I I ,
2

−Ω = κ − + − + μ α + βF Bl  (20) 

where 1 2I and I are the modified invariants (18) and the coefficients α and β are 
dimensionless material parameters characterizing the magnetoelastic coupling. Similar 
function was proposed by Ottenio et al. (2008). From the Eqs (19) we see that the constant α 
contained in Ω4 does not affect the stress but provides the coupling between the magnetic 
properties of material and the deformation. On the other hand the stress is influenced by 
means of the parameter β contained in Ω5. The positive value of β produces the stiffening of 
material in the direction of magnetic field i.e. a larger stress is required to achieve the given 
deformation. The parameter β simultaneously furnish the linear term in the constitutive 
relation (192) of the magnetic field H. 
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The explicit forms of the total stress tensor τ and the magnetic field vector H obtained from 
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features of the MS elastomer magnetoelasticity and constitutes comprehensive guidelines 
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Instead of the common approach, using the conjugate pairs second Piola-Kirchhoff stress 
and Green-Lagrange strain, Comsol uses the first Piola-Kirchhoff stress P and its conjugate 
strain measure the displacement gradient, Gradu. The first Piola-Kirchhoff stress P is then 
calculated as  

 
Grad

∂Ω=
∂

P
u

 (21) 

and the variation of the corresponding part of the internal energy is 

 int : Grad dV.
e

W P uδ = δ∫
0B

 (22) 

The Magnetostatics Application Mode uses the magnetic vector potential A defined by the 
relation B=curlA together with the Coulomb gauge transformation defined by divA=0. The 
variation of the magnetic part of the internal energy is  

 int curl dv.δ = ⋅ δ∫mg
W H A

B

 (23) 

As we use the moving mesh for the magnetostatics and the magnetic variables are in the 
spatial configuration, the coupled part of the stress 52Ω ⊗B B must be pulled-back into 
material coordinates as well as the Maxwell stress (14) used for determination of the traction 
vector at boundaries where the displacements are not prescribed. 

4.2 Example-Simple shear  
In two recent papers (Brigadnov & Dorfmann, 2003; Dorfmann & Brigadnov, 2004) the 
closed-form solution of the problem of unidirectional shear of an incompressible MS 
elastomer between two infinite parallel plates subjected to a magnetic field perpendicular to 
shear direction was presented. We reconsider here this problem but for a finite geometry 
where the magnetic field is no longer homogeneous. The problem is considered as two-
dimensional restricted to x-z plane as illustrated in Fig.1. 
 

 

 
Figure 1. Block of MS elastomer in simple shear and its surrounding in Comsol geometry 
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The model consists of two parts – of a MS block in plain strain and of the surrounding 
representing the free space.  
The lower face of the MS block is fixed and the upper face is subjected to the prescribed 
displacement in the x-direction. The lateral faces of the MS elastomeric block are free to 
move.  
The magnetic field in the surrounding depends on the vector potential A prescribed to be 
the linear function of x-coordinate at the external boundaries. The direction of the resulting 
magnetic field in the surrounding space is then parallel with the y-axis. At the internal 
boundaries the conditions (5) for B and H are prescribed.  
The moving mesh is used for the calculation of the magnetic field values. The mesh 
movement inside the internal subdomain and at its boundaries is determined by the 
displacements of the deformed block. The deformation of the mesh is smoothed in the 
surrounding domain toward the external boundaries where the mesh is fixed. 
The loading proceeds in three stages: 
• the upper face of the block is displaced gradually up to the final x-distance w=h/8, in 

this stage the magnetic field is inactive  
• the block displacement w is constant and the magnetic field start to act gradually from 0 

to its final value 
• the magnetic field is constant and the upper face of the block returns gradually to its 

starting position 
The numerical values of the parameters used in the free energy function are C10=0.2 MPa, 
C01=0.2 MPa, κ=104 MPa, α=0.5, β=0.5. 

4.3 Results of the simulation 
The shear stress increases with the magnetic field intensity and rearranges simultaneously 
namely at free boundaries in consequence of the applied traction vector due to Maxwell 
stress at the  surrounding as shown at Fig. 2 and 3. 
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Grad

∂Ω=
∂

P
u

 (21) 

and the variation of the corresponding part of the internal energy is 

 int : Grad dV.
e

W P uδ = δ∫
0B

 (22) 

The Magnetostatics Application Mode uses the magnetic vector potential A defined by the 
relation B=curlA together with the Coulomb gauge transformation defined by divA=0. The 
variation of the magnetic part of the internal energy is  

 int curl dv.δ = ⋅ δ∫mg
W H A

B

 (23) 
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Figure 3. Shear stress σxy in the deformed block with the magnetic field action 

 
Figure 4. Variation of the shear stress σxy  (solid line) and of normal stress σx (dashed) in the 
center of the block - constant deformation of the block, growing intensity of the   magnetic 
field 
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Figure 5. Rise of the normal stress σy in the center of the block - constant deformation of the 
block, growing intensity of the magnetic field 
 

 
Figure 6. Variation of the stresses in the center of the block - constant intensity of the   
magnetic field, decreasing deformation of the block 
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Figure 6. Variation of the stresses in the center of the block - constant intensity of the   
magnetic field, decreasing deformation of the block 
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Figure 7. Norm of density of magnetic flux B – deformed block 

 
Figure 8. Norm of density of magnetic flux B – undeformed block 
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Figure 9.  Magnetic flux density  component Bx near the upper boundary level of the block 

 
Figure 10. Magnetic flux density  component Bx near the lower boundary level of the block 
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Figure 10. Magnetic flux density  component Bx near the lower boundary level of the block 
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At the second stage of the loading, when the displacement of the upper boundary of the 
block is held constant and the magnetic field is switched on, the stress components start to 
grow cf. Fig. 4. Not only the shear stress increase with the increasing stiffness caused by the 
magnetic field, the component of stress σy spring up and grows also due to the 
magnetostriction, see Fig. 5. During the third stage of loading, when the magnetic field 
holds its maximum value and the block returns to its initial position, the component σy 

remains almost constant and even grows slightly in the final phase when the block becomes 
straight as can be seen at Fig. 6. The change of the norm of the magnetic flux density is 
obvious from the Figs 7. and 8. and from the graphs at Figs 9. and 10. where the component 
By near the block boundaries is displayed.  We can conclude that the results of the 
simulation are in the qualitative accordance with the reality. 

5. Conclusion 
We present an illustrative simulation of a simple nonlinear boundary value problem of 
magnetoelastic interaction at finite strains. The finite element software used proved a 
flexibility and ability of an easy implementation of fairly complicated coupled problem. Our 
FE simulation involved not only the edge effects due to the finite geometry of the body but 
also the influence of the large displacement of the boundaries. The free energy function that 
we have used is of a very simple form and represents only a first approach towards a 
valuable constitutive model. Appropriate experiments which are in preparation will allow 
the elaboration of the constitutive relations. The constitutive model should involve also the 
anisotropy of MS elastomers cured in the presence of the magnetic field and the complex 
dissipative behaviour of the material. 
In the thirties the renowned imaginative Czech artist Josef Sima painted a series of 
enigmatic pictures entitled “Mlno” (Czech archaic term for electromagnetism). Possibly, 
only artists can contemplate deep mysteries of this abstract science. 
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Simulation of Net Structures Hydrodynamic 
Fields 
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1. Introduction 
Important problems in industrial fishery are catchability and selectivity of fishing gears. 
These characteristics depend on various parameters of gears that usually have a highly 
hydroelastic net structure without a predefined shape. The shape forms in motion or under 
flow action. Curved net structures are usually highly three-dimensional. The study of the 
net structure volume deformation is complex, requiring treatment of structural properties 
like flexibility, discontinuity, anisotropy and uneven surface shapes. Hydrodynamics of 
fishing net structures, in particular, a fishing trawl and its rear part – cod-end, attracts an 
attention of scientists for a long time. Fig. 1 shows a trawl system scheme.  

 
Figure 1. Scheme of a fishing trawl system 

The dynamic interaction between a net structure, a fishing vessel, rigging, warps and other 
trawl elements connected together are complex. An importance of flow velocities and 
pressures estimation both around and in trawl consists in an exclusive dependence of the 
forces acting on each part of the trawl system. The knowledge of these forces allows to 
define the shape, drag and behavior of the structure during a trawling process, tension and 
loads in its twines and ropes. As well, flow velocities and pressures in the cod-end, have a 
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very significant influence on the fish motion process. The quantity and quality of the catch 
collected in the cod-end depends on fish behavior. Besides influencing of the cod-end design 
on flow velocities/pressures it causes a net “meshing” with fish that in its turn influences 
hydrodynamics of  the cod-end and consequently on its catchability and selectivity. From 
the point of view of modern fishing engineering (Paschen et al., 2001) the key to understand 
these characteristics is to complete consideration of fish, fishing gear and fluid as a whole.  
Therefore velocity and pressure distribution ahead of and in the fishing gear have to be 
predicted on a basis of experimental investigations and numerical simulations. 

2. A brief review of previous studies 
This article does not pursue the objective to give a general review of such works. 
Nevertheless, it is possible to mention some of them.  The earliest publications described 
experimental methods of testing net cylinders, cones, models of trawls and real trawls.  
Results have been presented usually as graphic dependences of flow velocities or pressures 
on net structures characteristics and empirical expressions describing these dependences. 
Cones as a main part of a trawl design were studied more often. Such investigations have 
been carried out using special experimental plants. For example, a flume tank was used 
(Higo, 1964) for velocities measurements around net cones with a thermister current meter 
and experimental data and empirical dependences of flow velocities on cones characteristics 
were presented. A research of different trawl models (Stengel & Fischer, 1964) conducted in 
a wind tunnel allowed to evaluate pressures distribution in front of and into the models. A 
Pitot tube used for these experiments. A wind tunnel also was used as the experimental 
plant for tests (Rehme & Scheel, 1988) of a big size net cone made of different size netting. 
Nondimensional velocities as a function of cross coordinates were resulted. A net cone made 
of metal wire was studied (Scharping, 1974) in a wind tunnel in order to measure pressures 
at the different longitudinal sections both in and outside the model. Cones towed by a vessel 
in order to investigate velocities influence at the net “mouth” on velocities inside the net and 
to get the correspondent dependence (Higo et al, 1974). Experiments (Imai, 1974) carried out 
in a circular tank permitted to study velocities distribution inside trawl models made of thin 
and thick net webbing.  
The big contribution to the problem studying has been brought by Z. Ziembo (Ziembo, 1974; 
1987 a, b; 1988; 1989; 1993). The author carried out many experimental researches and 
suggested mathematical models to describe a process “water flows in trawls”. These articles 
describe methods of investigations, results and comparison between theoretical and 
experimental approaches. In particular, trawl models having different mesh sizes have been 
towed by a catamaran equipped with special facility for direct observations and 
measurements. Velocity and pressure distributions around the models have been compared 
both to a simplified mathematical model based on considering of ideal, incompressible non-
viscous liquid and to mathematical model for real water. Another experiment devoted to 
study of kinetics of water flow through trawl models and real trawl. Solving this problem 
has a great importance since it gives possibility to design trawls with best shape parameters 
adapted to fish reactions on the net structure. Calculations of water flow velocity through 
the cod-end under the assumption that the flow is uniform and equal on its entire surface 
were made (Moderhak, 1993) for different ratios of codend length to its diameter, mesh bar 
length to mesh bar diameter, and for various mesh opening coefficients. The results 
obtained were analyzed with regard to the impact of flow velocity on hydrodynamic forces 
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opening the cod-end. A simplified mathematical model was used for flow velocities normal 
to a cod-end calculation. An idea of a new set-up of meshes in the codend, changing the 
effect of operation of longitudinal forces (hydromechanical drag forces) was presented. 
Hydromechanics of towed trawl models was investigated (Gabriuk & Chernetsov, 1985) by 
special designed catamaran.  Some of researchers (Kroeger, 1984; Ziembo, 1989) investigated 
towed full-scale trawls in order to evaluate dependences of longitudinal flow velocities 
along the different design trawls using propeller type flow meters. Others (Miziurkin & 
Kostiukov, 1982; Kostiukov & Shevchenko, 1983) studied fish behavior and hydrodynamic 
fields by means of special detectors put inside real trawls. Data registration made from an 
underwater manned vehicle.  
Serial experimental researches on net cones and cylinders, trawl models, cod-end models 
with imitation of a catch have been carried out in one of the world largest flume tanks, 
which is located in Kaliningrad, Russia. Fig. 2 shows its scheme. Many publications 
followed these experiments. A trawl cod-end model was tested (Baev & Belov, 1987) for 
the velocity field determination. As a result of trawl cod-ends investigations (Korotkov & 
Meyler, 2000; 2001), an improved design of the cod-end was proposed and realized for 
industrial trawlers. 
 
 

 
Figure 2. View of the flume tank (a) and the working part (b) 

Flow velocities have been measured in experiments (Belov, 1987, 2002) both inside and 
outside of net construction. An example of longitudinal flow velocities experimental data is 
shown in Fig. 3. Special attention is paid to the theoretical and experimental methods for the 
design of fishing gears and investigations on cod-end selectivity in the framework of the 
international workshops “Methods for the Development and Evaluation of Maritime 
Technologies - DEMaT”. Measurements of the flow by using the Scanmar speed sensor were 
carried out (Thiele, 1997) inside and outside of a selectivity cod-end. The results show that 
the velocity of the flow inside the cod-end is strongly influenced by the mesh size and the 
cover. Systematic model experiments on net cones were carried out (Paschen & Winkel, 
1999) in order to obtain the necessary quantitative relation between the known design of the 
net shape and the corresponding flow and pressure distributions in the environment as well 
as inside the net structure.   
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Figure 3. Flow speed distribution in/around a trawl model 

The suggested methodology is suitable to carry out basic analysis of net-fluid interactions. 
Among the received experimental results, the geometrical angle of attack of the net cone is 
of crucial importance for the velocity and pressure distributions already in front and within 
the reticulate structure. In addition, the paper gives an approach to approximate calculation 
of pressure increase in a towed conical net using assumption that meshes themselves and 
the caught fish cause a blockage effect and drag.  This influence is of primary importance for 
static pressure and velocity inside the cone. Authors notice that the structure fluid 
interactions with trawls and  their elements are very complex due to the high flexibility of 
net constructions and mathematical modeling of this interactions become more and more 
important in connection with the efforts to increase the selectivity of trawls. Considering 
methods and limits for wind tunnel tests (Winkel & Paschen, 2001) an importance of the 
analysis of temporally variable flows inside or around fishing nets was emphasized. It gives 
a better understanding of fish behaviour and net selectivity. Flow velocities was measured 
(Enerhaug, 2005) in conical shaped models with high net solidity. Experiments have been 
carried out in a flume tank in order to verify theoretical approaches for modeling, predicting 
and interpreting the flow in fine-meshed pelagic trawls. An experimental approach for the 
analysis of the flow distribution in a brailer-codend (Fuwa et al., 2007) was studied in a 
flume tank. Flow speed inside the codend was measured using the current meter. 
According to a three-dimensional numerical model of the fluid flow (Fredheim & Faltinsen, 
2001), that takes into consideration the influence of the structure on the flow, the net is 
divided into a set of cylindrical and spherical elements to represent the twines and knots 
respectively. Each of these different elements is modeled as a set of source distribution and 
single point sources. This model allows to describe the disturbance of the fluid flow due to 
the presence of the net and to determine the influence from the net on the flow.  
The study (Benoit & Marichal, 1996) took place in a global improvement project of trawl 
selectivity, which means its capacity to let young fish escape through the meshes. The 
authors used Navier-Stokes equations for calculation of velocities in the cod-end. They 
undertake necessity to know water velocity in the trawl to be able to calculate mesh 
geometry. Indeed, mesh geometry depends on hydrodynamic forces due to flow. The cod-
end is supposed to be homogeneous and permeable surface, because equations mentioned 
above cannot describe flow around each twine of cod-end. Specific equations were used to 
compute tangential and normal components at the net’s surface. 
In spite of the significant experimental and theoretical material on the problem which has 
been collected since sixties of the last century, recent publications devoted to increasing of 
reliability of flow parameters in net structures and simulation methods development 
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testifies that the problem remains actual at present time. Interesting researches (O’Neill, 
2003, Priour & Herrmann, 2005) are devoted to factors influencing the cod-end shape under 
a flow and with caught fish. 
As it was said in the above mentioned study (Paschen et al., 2001), the predictability of the 
flow field inside and outside a net structure is necessary in order to simulate the connection 
between net structure, fluid and fish. Authors underline that even if highly efficient 
Computational Fluid Dynamics (CFD) methods are applied, the problem seems to be rather 
complex. A study (Enerhaug at al., 2003) gives experimental tests description of the flow 
velocity field around a solid cone and a reticulate one in the flume tank. Then experimental 
data were compared with numerical calculations.  The flow depends on the cone solidity 
value. Authors used FEMLAB CFD software for the two-dimensional simulation where the 
reticulate cones were idealized by a number of slender parallel cylinders, authors made a 
conclusion that such approach only meant to illustrate the overall physical principles. 
However, such simulations give the basis for further research because the real net structure 
has a dynamic moving, equipped with rigging elements, etc. Anyway, if results of 
experiments and calculations will have a rather good convergence, this method can be used 
for hydrodynamic field characteristics prediction. Due to the fact that netting can be 
approximated by very large number of small cylinders connected in knots, an approach 
(Patursson at al., 2007) to simulate the net as a thin volume of porous media was presented. 
Fig. 4 shows a scheme of the suggested method. 

 
Figure 4. The net conversion to a thin volume of porous media 

Predicted drag- and lift coefficient of the net panel and the velocity reduction behind the net 
panel was calculated by the model available in FLUENT CFD software. These data were 
compared against values measured during experiments in a flume tank. The modeled 
results have a good agreement with measured values. 

3. CFD software description 
As it was mentioned above, more and more researches have now numerical character when 
the various software products based on the equations of mathematical physics decision are 
used. Methods of computer modelling give unique technologies of physical fields studies. It 
is possible to use ready programs and to model various combinations of the interconnected 
physical fields. Thus the engineer, the designer or the researcher does not have necessity to 
create programs for the decision of the problems. One of the applications is hydrodynamics 
of various bodies. For example, it can be a combination of velocity or pressure fields inside 
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and around net structures. Certainly, at such statement it is important to be sure that the 
software is based on a mathematical model adequate to the real physical process. Thus, 
reliability of numerical calculation has to be supported by comparison with experimental 
data that will allow to  evaluate the so-called «scale effect». Development of mathematical 
models and the software are based on CFD methods. CFD is a modern component of market 
CAE (Computer Aided Engineering).  CFD is based on FEM (the Finite Element Method) or 
FEA (the Finite Element Analysis). This article has no purpose of making a thorough survey 
of similar software products, but some of them will be mentioned as an opportunity for the 
concrete applied problem decision - a numerical estimation of a net structures 
hydrodynamic field.  
The ANSYS software (http://www.ansys.com) is the program of the finite-element analysis. 
ANSYS gives a possibility to apply computing methods of hydrodynamics for parameters of 
a liquid or gas flow definition. The solved problems can be stationary or non-stationary and 
the flow can include up to six components disconnected among themselves. The 
hydrodynamic analysis is used for definition of such parameters of the liquid as a pressure 
difference, a velocities distribution, a flow direction, lift and drag forces, influence of heating 
and cooling. Velocity components, values of pressure and temperature are defined on the 
basis of  laws of mass preservation, quantity of motion and energy. For turbulent motion 
modelling there is an opportunity to use the description of the phenomenon by means of the 
continuity and impulse equations. 
Another CFD package FLOW-3D (TThttp://www.flow3d.comTT) is capable to model the big 
variety of problems of liquid flows. They can be flows with a free surface, and the limited 
and internal flows. It is expressed in the simplified approach to generation of a finite-
element grid that affects an accuracy increase, reduction of a memory size, simplification of 
a numerical approximation. This is the program of visualization, which is simple to use 
when displaying of results of modelling, creating animation and pictures for presentations 
and reports. 
The software package FLUENT (http://www.fluent.com) is also the CFD program for a 
wide range of flows modelling: incompressible (low subsonic), compressed (transonic) and 
even super compressed (super-hypersonic). The program gives a set of the physical models 
allowing to predict parameters of laminar and turbulent liquid or gas flows with the big 
accuracy.  
However modelling in these software packages is extremely labour-intensive process and 
takes a lot of time, which is necessary for definition of finite-element grid geometry and 
parameters according to the set model.  
The program FEMLAB (TThttp://www.comsol.comTT) is a package for solving of the equations 
modelling investigated system eliminates these problems. The FEMLAB software is the 
powerful interactive package for the modelling, enabling to solve all kinds of the scientific 
and technical problems based on Partial Differential Equations (PDE). The interface basing 
on the Java language has many advantages. Users can create model without programs 
writing. A library built in the program includes more than 200 completely solved and 
documentary firmware models, often meeting for solving waves distribution problems, for 
an analysis of internal combustion engines work, electromechanical systems, etc. After an 
automatic call of the built in model, users can change names of variables, to set factors and 
even to change a kind of the equations. The last feature is extremely difficult to realize in 
other packages. When the model chooses, for example, heating transfer, acoustics, 
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hydrodynamics, diffusion, electromagnetism, the theory of elasticity or others, the program 
automatically sets the corresponding equations. As well, it is possible to enter the necessary 
equations independently. Moreover, users can combine and mutually connect any kinds of 
the phenomena, creating a multiphysical model.  
The program FEMLAB is developed so that modelling of physical fields and connections 
between them can be carried out simply. There is an opportunity to solve the given system 
of PDE or to use specialized physical applied modes. These physical modes consist of the 
predetermined patterns and the interfaces of the user already installed with the equations 
and variables for specific areas of physics. Further, it is possible to create multiphysical 
model combining any number of these applied modes in the uniform applied description. It 
is possible in the FEMLAB system to expand easily usual models for one type of the physical 
phenomena in multiphysical models that solve the connected phenomena of physics, and 
make it simultaneously. Access to this opportunity does not demand a profound knowledge 
of mathematics or the numerical analysis that is very important for the engineer or the 
designer solving applied problems. Considering the described advantages of FEMLAB 
software and its latest version named as COMSOL Multiphysics the estimation of a net 
structure hydrodynamic field has been made. 

4. Experiments on schematized net structures 

 
 a) cross section of a net cylinder b) cross section of SNS 
Figure 5. Transformation from net structure to SNS 

Researchers encountered problems in experiments to measure velocities everywhere inside 
a net structure because of a difficulty to penetrate with a log through meshes due to their 
small size especially in cod-end. Therefore, a method of flow velocities studies on 
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schematized net structures (SNS) was proposed (Meyler, 1995).  Taking into account that 
such constructions as the trawl cod-end has an axisymmetric shape, distributions of flow 
parameters (velocities and pressures) inside and around the structure have the axisymmetric 
character as well. Assuming these circumstances, flow velocities were studied by means of 
the Laser Doppler Anemometer (LDA) on a construction consistsing of two vertical net 
plates attached to two horizontal solid plates the upper of which is made of a transparent 
material. A view of “transformation” from a real net structure cross section to SNS cross 
section is shown in Fig. 5. Fig. 6 shows a scheme of a SNS test in the flume tank. It was 
assumed also that velocities distributions into limits of a very thin measured layer at the 
diametric section of a net cone or a net cylinder and into such layer at the central symmetric 
section of the SNS are identical. Net plates of the SNS was made of the same netting and the 
distance B between two plates was equal to the diameter D of the net cylinder or cone. 
Results of experiments on different SNS simulating net cylinders, cones and their 
combinations have shown (Meyler, 2000, 2005) a good convergence with measurements on 
real net structures.  
 

 
Figure 6. Scheme of the flume tank SNS “a cone” test 

5. Preliminary estimation of FEMLAB (COMSOL Multiphysics) applicability  
Naturally, considering the above described advantages of the given software package a 
question arises: whether it is possible to use it for counting a net structure hydrodynamic 
field? Preliminary evaluation of this method for a numerical estimation of a net structures 
hydrodynamic field was made (Meyler, 2006, 2007) on net cones and cylinders because they 
are the main elements of various real fishing gears. Taking into consideration assumptions 
accepted for SNS, cross sections of twines located at the thin layer were replaced with 
composition of circular cross sections. This composition simulates a longitudinal section of 
specified net structures: a cone, a cylinder and their combination. The flow around these 
sections is assumed to be equivalent to the flow around twines. Thus, the two-dimensional 
parallel-plane flow of an incompressible liquid around a system of the circular cylinder 

Simulation of Net Structures Hydrodynamic Fields 

 

269 

cross sections located perpendicularly to the flow direction was considered. It is known, that 
the incompressible liquid flow is described by Navier-Stokes equations consisting of the 
momentum (balance) equation at performance of the mass preservation law and an 
incompressibility condition: 

 

( ) ( )( )

;ii;iiu

u

Fuuuuu

yx
    vu

0 div

 gradηdivp gradρ
t

ρ

yxyx ∂
∂

+
∂
∂

=∇⋅+⋅=

⎪⎩

⎪
⎨
⎧

=

++⊗∇⋅+−=∇⋅−
∂
∂

 (1) 

where: ρ  - liquid density (ML PP

-3
PP); u - vectorial velocities field (LTPP

-1
PP); yx i,i  - axes unit 

vectors; p – pressure (MLPP

-1
PPT PP

-2
PP); η - dynamic viscosity (MLPP

-1
PPT PP

-1
PP); F – field of vectorial force 

(MLPP

-2
PPT PP

-2
PP); ∇ - vectorial differential operator. 

The COMSOL Multiphysics software uses these equations for the decision of flow dynamics 
problems. The schemes of each “net” constructions model are shown in Fig. 7. These 
schemes appear in the Graphic User Interface (GUI) of the COMSOL Multiphysics. The 
models had the same characteristics as those in experiments. Cross sections of the netting 
twine were presented in GUI as so called “solid” round bodies placed in that order to get 
longitudinal sections of a “net” cylinder, a “net” cone, and their combinations.  It is possible 
to change a model “permeability” varying with the distance between “solid” bodies.  
Characteristics of models were the following: 
• Diameter of a circular cross section was equal to a diameter of a real twine d = 2.5⋅10PP

-3 
PPm; 

• Distances between these sections were equal to a mesh size of  a real netting a = 25⋅10PP

-2 
PPm; 

• Length of models L=1.4m; 
• Inflow model diameter D = 0.3m. 
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To calculate a hydrodynamic field in/around these objects basing on Navier-Stokes’s 
equations the field of the flow velocity, i.e. the “N-S” subdomain was created in GUI. Fig. 7 
shows this subdomain as a dotted rectangular. The left margin of the subdomain is 
considered as the flow inlet and the right margin as the flow outlet. Values of the water 
density ρ and the water dynamic viscosity η as well initial inlet longitudinal uBB0 BBand BB 

BBtransversal vBB0BB flow velocities and initial hydrostatic pressure pBB0 are BBpre-assigned for this 
subdomain. 
The subdomain boundary settings i.e. boundary conditions at the “N-S” subdomain were  
the following: 
• an inlet margin – initial velocities of a water flow, expressed as “inflow/outflow”, for 

the model were equal to real inlet velocities u=uBB0 BB=1.0 m/s, vBB0 BB=0;  
• an outlet margin – an outgoing flow expressed as "outflow/pressure"; 
• at top/down margins – a free flow expressed as "neutral"; 
• at each “solid” body - a non-leaking body contour expressed as “no slip”. 
As the analysis has shown, these borders are necessary to place on significant distances from 
the model, so that "flow" borders do not influence a field of velocities around the model. As it 
was mentioned, a big advantage of the software is the automatic mode of a finite-element 
grids generation under the set boundary conditions of the flow. Fig. 8 shows the fragment of a 
grid near to a "twine". It is possible to see that boundary conditions "no slip" form the tighter 
grid. 

 

 
Figure 8. Fragment of a finite-element grid 

Fig. 9 shows the calculated velocities distribution for the model – “a close net cylinder”, i.e. 
there is a “net wall” at the outlet. Fig. 10 demonstrates comparison between calculated 
dependences of the relative longitudinal velocity (solid lines) and experimental data 
(symbols of the same color), received in research of SNS from the relative longitudinal x/L 
and transversal                coordinates. Comparison of calculated and experimental data 
testifies to their insignificant divergence.    
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Figure 9. Velocity distributions around a “close net cylinder” 
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Figure 10.   Calculated and measured data comparison for a “close cylinder” 
Experimental and calculated data have satisfactory convergence for other variants of 
models. Velocity distributions for some of them are shown on Fig. 11. These figures give a 
possibility to estimate both values of flow velocities and features of the flow. It is possible to 
assume that calculating and summarizing parameters of hydrodynamic fields for similar 
"net" elements allow estimating such field for a trawl in total. Results of the calculated and 
experimental data comparison allow to make a conclusion about an opportunity to use the 
COMSOL Multiphysics software for estimation of net structures hydrodynamic fields. 
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a) “an open net cone” α=10° 

 
b) “a net cone + a close net cylinder” 

Figure 11. Flow velocities distribution for “net” models  

Fig. 12 illustrates the flow into rear net cylindrical part of the cod-end with “a catch” 
simulation. The fish simulation was created with “solid” bodies given as cylindrical cross 
sections. It is seen that “the catch” gives a backwater flow and, so called, “locking” effect. It 
permits to have a possibility for a fish escape from the trawl or make “meshing” of the cod-
end that is to block meshes of the net.  
 
 

 
Figure 12. Speed distribution with a “catch” imitation in a cod-end 
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6. A permeable surface concept 
However, such kind of simulations faces some difficulties. First, it is complex big sizes “net” 
models drawing in GUI because of many “solid” bodies, especially when permeability of 
netting is necessary to change. Secondly, too long time of calculations. Sometimes a PC 
operative memory had not enough capacity. Therefore, this approach can be sufficient for 
simple models simulating. In this connection works conducted for description of an ideal or 
viscous liquid flows around of permeable or perforated bodies, surfaces, envelopes and 
parachute’s canopies are of interest. Use of these theoretical researches results for fishing net 
structures depends on effects which are on a permeable surface, in particular on 
permeability coefficient values which are obvious more for netting, than for a parachute 
canopies fabric. In addition, the account of viscosity and formation of a vortical structure 
behind a permeable surface is obviously important. These theoretical researches are based 
on the known physical laws described by the known mathematical equations and 
correlations that give the possibility to use them for fishing gears application. The problem 
of a flow through a permeable surface has been solved as an application to the theory of a 
parachute (Rakhmatullin, 1950). It was accepted an assumption about a uniform distribution 
of velocities and pressures at a small area of the permeable surface and that a normal 
component of a flow velocity and a pressure difference are connected with square-law 
function. A tangential component of a flow velocity can have a break. It means that on the 
uniform permeable surface velocities and pressures can have breaks. Because the uniform 
permeable surface is not a liquid surface, a liquid particle receives some impact flowing 
through this surface.  Fig. 13 shows the scheme of the flow through a permeable surface. 

 

 
Figure 13. Scheme of a flow through the permeable surface 

A flow through a permeable surface is defined with laws: 
Mass conservation: 

 n22n11 uρuρ ⋅=⋅  (2) 
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Impulse conservation: 
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where: ρBB1BB, ρBB2 BB – water densities; uBB1nBB, uBB2nBB – velocity projections on  the normal;  uBB1BB, uBB2BB - velocity 
modules; pBB1 BB, pBB2BB - pressures; RBBnBB, RBBτBB - normal and tangential components of a flow force acting 
on a permeable surface unit; R - the resulting vector of RBBnBB, RBBτBB. 
Areas “1” and “2” in Fig. 13 and indexes in equations (2 – 4) define flow parameters in front 
of the permeable surface and behind it. This model needs in evaluation of the permeable 
surface different details (twines and knots of the net) impact on the water flow. It presents 
difficulties because of the multiple diffraction and interference of a flow disturbance around 
twines. Interaction between an incident flow and the permeable surface depends on meshes 
distribution, their number and inclination to the velocity vector. It is possible to take 
assumption that the flow around a net surface has some features: 
• a shape conservation, i.e. the net structure has factually unchangeable shape under the 

flow impact;   
• a net structure shape creation, i.e. the structure «chooses» itself such shape under the 

flow that a pressure difference on its surface has a constant value;  
• a net structure has a definite permeability that is a main factor of a flow stability around 

the net structure. 
Boundary conditions are defined taking into consideration real features of the water flow 
through the net surface: 
for the fixed permeable surface  (for example, a set long line or a seine): 

on the surface   ;u
n i=

∂
ϕ∂ in infinity .0

zy
   ,u

x 0 =
∂
ϕ∂=

∂
ϕ∂=

∂
ϕ∂   

for a moving permeable surface (for example, a trawl or a cod-end): 

on the surface ( )   ;unucosu
x i0 +⋅−=

∂
ϕ∂ ∧  in infinity .0

zyx
=

∂
ϕ∂=

∂
ϕ∂=

∂
ϕ∂  

where: ϕ – a velocities potential.  

7. Use COMSOL Multiphysics for hydrodynamic fields around permeable net 
structure models calculation  
In order to have a possibility to vary easier netting permeability for calculations of 
hydrodynamic fields of various “net” structures the COMSOL Multiphysics software 
functions give an opportunity to combine solving of different physical fields. In particular, 
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parameters of flows through permeable surfaces or bodies can be defined on the basis of 
Brinkman’s equations. These equations describe flow in porous (permeable) media where 
momentum transport by shear stresses in the fluid is of importance and can be applied 
when modeling combinations of porous media and free flow. The flow field is determined 
by the solution of the momentum balance equations in combination with the continuity 
equation: 
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where: k – permeability of the porous structure (LPP

2
PP), other denotations are the same as in (1). 

The Brinkman equations account for momentum transport through viscous effects and 
through pressure gradients in porous media. It was suggested that the porous media is a 
permeable surface of netting for a fishing gear. Therefore, it is necessary to define a value of 
the permeability for simulated net structure model using this approach. Naturally, as the 
first stage of this approach using the model of the “close net cylinder” having the same 
dimensions as for the corresponding SNS was studied.  
Fig. 14a shows this “net” structure model drawn in GUI with real dimensions. The thickness 
of the contour is equal to the SNS twine diameter. The “N-S” subdomain has a grey color 
and the “Br” subdomain is in red one. Thus, in this case, two subdomains are necessary to 
be used for flow velocities and pressures calculation. The “N-S” subdomain describes a flow 
field in/around the model basing on Navier-Stokes’s equations. The contour is the “Br” 
subdomain that describes flow through the permeable netting contour basing on Brinkman’s 
equations. For these subdomains values of water density ρ (kg/mPP

3)
PP and water dynamic 

viscosity η (kg/m⋅s) are given. The contour permeability kBBmodBB has to be given for the “Br” 
subdomain. The real value of net structure permeability:  

 twrealreal F - F  k = , (6) 

where FBBreal BB - the net structure common lateral area; FBBtwBB - the common twine shaded area. 
The ratio realtw FF  is assumed to be the same both for the real net structure and for the 
model. Taking into account that the common model contour area tLFmod ⋅= , the value of 
the model contour permeability: 

 )FF1(tLk realtwmod −⋅⋅= , (7) 

where L - the common model contour length; t - the model contour thickness. 
To calculate flow velocities in/around the “net” model nsu , nsv , boundary conditions at the 
“N-S” subdomain are the following: 
• an inlet margin – “inflow/outflow”,  
• an outlet margin – “inflow/outflow”,  
• top/down margins – “neutral”; 
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parameters of flows through permeable surfaces or bodies can be defined on the basis of 
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The ratio realtw FF  is assumed to be the same both for the real net structure and for the 
model. Taking into account that the common model contour area tLFmod ⋅= , the value of 
the model contour permeability: 

 )FF1(tLk realtwmod −⋅⋅= , (7) 

where L - the common model contour length; t - the model contour thickness. 
To calculate flow velocities in/around the “net” model nsu , nsv , boundary conditions at the 
“N-S” subdomain are the following: 
• an inlet margin – “inflow/outflow”,  
• an outlet margin – “inflow/outflow”,  
• top/down margins – “neutral”; 
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Initial flow velocities at the “N-S” subdomain inlet margin: 00 vv;uu == . Flow velocities at 
the “Br” subdomain inlet/outlet margins, i.e. at the contour’s inside/outside borders, are 

nsuu = BB BBand bruu =  accordingly.  

 
Figure 14. Net permeable model “a close cylinder” in GUI 
Fig. 15 illustrates the flow distribution in/around this model. A comparison with the flow 
distribution in Fig. 9 shows rather similar views. Some difference is observed in the velocity 
dependence character. 

 
Figure 15. Flow velocities distribution for “a close cylinder” model 
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Obviously, the correct definition of the permeability value corresponding to real netting 
conditions can give a possibility to reduce so called “scale effect” and to simulate net 
structures. It is important that this approach allow changing values of permeability along 
the model if it is created in GUI as a multicomponent assembly.  Fig. 16 shows the velocities 
field for the model “open net cone α=10°”.  It is possible to compare it to Fig. 11a.   

 
 

 
Figure 16.  Flow velocities distribution for “an open net cone α=10°” model 

To calculate a pressure field in/around the “net” model, which are nsp values boundary 
conditions at the “N-S” subdomain are the following: 
• inlet margin – “normal flow/pressure”,  
• outlet margin – “outflow/pressure”,  
• top/down margins – “neutral”; 
An initial pressure at the “N-S” subdomain inlet margin: p=p0. The value of pBB0 BB is equal to 
the atmospheric and hydrostatic pressures sum for the real net structure. Pressures at the 
“Br” subdomain inlet/outlet margins, i.e. at the contour’s inside/outside borders, are p=pns BB 

and p=pbr BB BB accordingly.  
As an example of real net structure model the contour of a cod-end model tested in the 
flume tank is shown in Fig. 17. When the model was tested its inlet margin, so called 
“mouth”, was equipped with a rigid ring in order to keep a shape under flow. 
Using all mentioned parameters of “N-S” and “Br” subdomains and calculating a value of 
permeability for the cod-end model the flow velocities distribution was defined and 
presented in Fig. 18. It is possible to see that colours change from red to deep blue, i.e. value 
of velocities decreases to the rear part of the model. Fig. 19. shows effect filling the cod-end 
with a “catch”. The “catch” simulates by the “solid body” placed into the contour and 
having a shape similar to real catch. The distribution of the velocities is changed. The 
velocity decrease is stronger in the rear part of the model and just in front of the “catch” 
velocities are equal to zero. 
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Figure 17. Net permeable model “a cod-end” in GUI 
 
 

 
Figure 18. Flow velocities distribution for “a cod-end” model 
As it was mentioned in the survey, in reality the cod-end with caught fish has another shape 
due to its mechanical characteristics. An approximate shape and velocities distribution is 
shown in Fig. 20. Here it was an artificial drawing of the cod-end shape, but it is necessary 
to find a solution to predict fishing gears shape under the flow and with a catch taking into 
account mechanical features of netting. 
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Figure 19. Flow velocities distribution for “a cod-end with “catch” model 

 
Figure 20. Flow velocities distribution for “a cod-end with “catch” model 

8. Conclusion  

The presented work considers two approaches to use a CFD method for modelling the 
hydrodynamic field of fishing gear net structures. These approaches are based on the 
COMSOL Multiphysics software use allowing to model physical fields of various bodies flow 
of a flow. For an estimation of applicability of the software results of experimental researches 
on schematized net structures (SNS) carried out in the flume tank have been used.  
The SNS contour is represented as combinations of circular cross-sections in the first 
modelling approach. Such contour is used as the calculated object simulating twines cross-
sections.  Calculation of flow velocities around "solid" bodies located so that to present a net 
structure section made basing on Navier-Stokes equations. Comparison of a calculated 
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dependence of longitudinal flow velocities to the measured velocities values has shown 
rather satisfactory convergence of data. However, the application of the given approach 
faces long time for solving when the contour consists of a significant number of the 
simulating bodies. 
The second approach uses a multiphysical statement of a problem in the software. A "net" 
contour represents a "permeable surface" simulation of the net structure model. A flow 
through the permeable surface is described by the Brinkman equations. Two subdomains 
are set for calculation of the structure of multiphysical hydrodynamic field:  
1. The Navier-Stokes's subdomain,  
2. The Brinkman’s subdomain. 
It is necessary to set a liquid density, its dynamic viscosity and an initial pressure for the 
first subdomain. For the second one it is necessary to set the permeability of the contour 
surface as well. Solution time using the second approach is much less than in the first one. 
For example, "a closed cylinder" model calculation took about 1 hour in the first case and 
several minutes in the second case. It is possible to see in Figs 9 and 15  the velocities field 
picture differs for these two approaches. A reason can be connected with correct given value 
of net structure permeability that depends on the flow influence on the net structure. 
It is necessary to notice, that the second approach enables changes of a net contour 
permeability if it consists of several elements. This circumstance can be used, for example, in 
case of imitation of net surfaces blocking up with a catch or for calculation net structures 
consisting of net panels having  various mesh sizes, for example for a fishing trawl.  
The systematized comparison of calculated and experimental data for more reliable 
estimation of applicability of both methods is necessary.  
In addition, researches of applicability of the method are necessary to carry out with the 
purpose of revealing of influence of a hydrodynamic field on the net structure shape.  
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Abstract 
Modeling and simulation are very powerful tools and have become an integral part in the 
design and development of engineering systems. In the microscale domain, modeling and 
simulation have been applied in the development of microfluidic devices. Microdevices 
developed for sample mixing, sample dispersion, drug discovery, biochemical analysis and 
micropower systems have become possible only due to the impetus and insight gained from 
the simulation studies of fundamental microfluidic problems. Microfluidic device modeling 
comprises of dealing with interplay of multiphysics phenomena such as fluid flow, 
structure, surface and interfaces, etc. As the surface area to volume ratio increases with the 
decrease of the system feature size of microdevices, some physical phenomena which are 
insignificant in the macro domain become prominent in the micro domain. Some of the tried 
and tested macroscale theory and experimental results no longer show similar trends in the 
microscale. Hence dealing with simultaneously widely differing physics becomes too 
complicated in the microscale which include microfluidics, microtransport, microthermal, 
micromechanics, microlectronics and optics with biochemical thermodynamics and reaction 
kinetics. In this article, the use of numerical modeling and simulation techniques for flow in 
microchannels applied to microfluidic devices are presented encompassing all the relevant 
physics at the microscale by the state of the art multiphysics simulation tools such as CFD-
ACE+, COMSOL, Fluent to name a few. Numerical simulation of electroosmotic effect on 
pressure-driven flows in the serpentine channel of a microfuel cell with variable zeta 
potential on the side walls is investigated and reported. The Poisson-Boltzmann and Navier-
Stokes equations are solved numerically to investigate the electroosmotic driven flow 
phenomena. It is observed that vortices are developed at the straight portion of the 
microchannel due to the electroosmosis. Flow control in the serpentine microchannel by 
regulating the zeta potential at the bend has also been demonstrated. Capillary driven flow 
in a microchannel with alternate hydrophilic-hydrophobic patterns on the bottom wall is 
investigated for bioreactor applications. The transient flow is modeled by coupling the 
incompressible Navier-Stokes equation with the interface evolution equation using volume 
of fluid (VOF) methodology. Higher order surface reconstruction method is adopted for 
interface tracking. Flow instability increases as the fluid traverses alternately between the 
hydrophilic and hydrophobic regions. Such flow phenomena in the microchannel indicate 
that flow control is possible by patterning the channel walls for applications related to 

                                                                 
1 Corresponding Author; Email: skmitra@iitb.ac.in 



Recent Advances in Modelling and Simulation 

 

282 

Priour, D. & Herrmann, B. (2005). Catch shape in cod-end, Proceedings of the 7-th international 
workshop “Methods for the development and evaluation of maritime technologies (DEMaT 
'05)”, pp. 41–57, Busan, November, 2005; 

Rakhmatullin, X. (1950). Flow around a permeable body. Bulletin of the Moscow State 
University. Series of physic-mathematical and natural sciences, Moscow, № 3, 1950, pp. 
41 – 55 (in Russian); 

Rehme & Scheel, (1988). Experimental  investigations to flow through trawl net cones. 
Seewirtschaft,  Berlin, Vol. 20, № 1, 1988, pp. 39-42 (in German); 

Scharping, K.-D. Contribution for flow investigations in a fishing net, Fischerei-Forschung, № 
12, 1974, pp. 57-63 (in German); 

Stengel, H. & Fischer H.-J. (1964). Results of trawl model flow studies in a wind tunnel. 
Fischerei-Forschung, № 2, 1964, pp. 57-100 (in German); 

Thiele, W. (1997). Flow measurements in a trawl, Proceedings of the 3-rd international workshop 
“Methods for the development and evaluation of maritime technologies (DEMaT '97)”, pp. 
19–31, Rostock, November, 1997; 

Patursson, Ø., Swift, M. R., Tsukrov, I., Baldwin, K. & Simonsen, K. (2007). Modeling Flow 
Through and Around a Net Panel Using Computational Fluid Dynamics, 
OCEANS’06 MTS/IEEE - Boston, Boston, Massachusetts, USA, September 2006; 

Vincent, B. & Marichal, D. (1996).  Computation of the flow field in the cod-end, ICES FTFB 
Working Group Meeting, 1518, April, Woods Hole; 

Winkel, H.-J. & Paschen, M. (2001). Wind tunnel tests for fishing gear development – 
methods and limits, Proceedings of the 5-th international workshop “Methods for the 
development and evaluation of maritime technologies (DEMaT '01)”, pp. 29–41, Rostock, 
November, 2001; 

Ziembo, Z. (1974). Distribution of speed of water flowing through a trawl, Prace Morskiego 
Institutu Rybackego, Vol. 17, Ser. B, 1974, pp. 7-17; 

Ziembo, Z. (1987, a). Correlations among velocities of water flow through the trawl, Biuletyn 
Morskiego Institutu Rybackego,  Vol. 18,  № 5-6, 1987, pp. 14-20; 

Ziembo, Z. (1987, b). Flow of water in trawls, Scottish Fisheries Research, SFRT, 66, 1987, 
Aberdeen; 

Ziembo, Z. (1988). Mean velocity of bound vortex flowing around mesh bars of trawl nets, 
Biuletyn Morskiego Institutu Rybackego, Vol. 19, № 1-2, 1988, pp. 62-71; 

Ziembo, Z. (1989). Factors affecting longitudinal velocity of water flow inside the trawl, 
Biuletyn Morskiego Institutu Rybackego, Vol. 20, № 3-4, 1989, pp.  55-59; 

Ziembo, Z. (1993). Turbulent mixing of water flow within trawl walls and method of 
calculating   component force of reaction, parallel to direction of motion, Biuletyn 
Morskiego Institutu Rybackego, № 130, 1993, pp. 61-73 

 

17 

Modeling and Simulation of Microscale Flows 
Auro Ashish Saha and Sushanta K. Mitra1 

Department of Mechanical Engineering, Indian Institute of Technology Bombay, Mumbai 
 India 

Abstract 
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pressure-driven flows in the serpentine channel of a microfuel cell with variable zeta 
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phenomena. It is observed that vortices are developed at the straight portion of the 
microchannel due to the electroosmosis. Flow control in the serpentine microchannel by 
regulating the zeta potential at the bend has also been demonstrated. Capillary driven flow 
in a microchannel with alternate hydrophilic-hydrophobic patterns on the bottom wall is 
investigated for bioreactor applications. The transient flow is modeled by coupling the 
incompressible Navier-Stokes equation with the interface evolution equation using volume 
of fluid (VOF) methodology. Higher order surface reconstruction method is adopted for 
interface tracking. Flow instability increases as the fluid traverses alternately between the 
hydrophilic and hydrophobic regions. Such flow phenomena in the microchannel indicate 
that flow control is possible by patterning the channel walls for applications related to 
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microfluidic devices. The simulation of dynamic interaction between an elastic membrane 
structure and fluid in a two-dimensional microchannel is also reported here. The viscous 
and pressure forces imposed by the fluid flow cause the deformation of elastic membrane 
which significantly affects the flow field. This involves formulating a coupled fluid structure 
interaction (FSI) model for the demonstrated case. The solution schemes used for this 
analysis are based on Lagrangian formulations for the structural parts and Arbitrary 
Lagrangian Eulerian (ALE) formulations for the fluid regions. 
Keywords: Modeling, microchannel, transport, simulation, electroosmotic flow, free surface 
flow, fluid structure interaction 

Nomenclature 
Bo Bond number 
Ca Capillary number 
C0 Ionic concentration in bulk solution 
Dh Hydraulic diameter of channel cross section 
d Diameter of circular top 
E Electric field intensity, elasticity of structure 
F Faraday's constant, liquid volume fraction 
Fs Volumetric force representing the surface tension 
Hc Channel depth 
h Local cell dimension 
L Half length of section of straight segment of channel, channel length 
l Height of structure 
n Normal vector 
n̂  Unit vector normal to the surface 
ˆwn  Unit vector normal to the wall 

P Pressure 
p Pressure 
Re Reynolds number 
Rc Radius of curvature of channel axis at U-bend 
Ru Universal gas constant 
t Time 

ŵt  Unit vector tangent to the wall 
U Characteristic velocity 
u Velocity component in x-direction 
uin Inlet velocity 
V Velocity vector 
Vinlet Velocity of fluid at inlet 
v Velocity component in y-direction, interface velocity 
W Channel height 
Wc Channel width 
w Velocity component in z-direction, width of base structure 

ez  Valance number of univalent fluid 

−+/z  Valance number of the positive/negative ions in the fluid 
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Greek symbols 
ε  Permittivity of fluid 
λ  Debye length 
μ  Viscosity of fluid 
φ  Applied potential 
ψ Potential due to electrical double layer 

wζ  Zeta potential or wall potential 
ρ  Density of fluid 

Eρ  Charge density 
σ  Surface tension of fluid 
θ  Contact angle 
η  Viscosity of fluid 
κ  Curvature of the surface 
Subscripts 
c Channel 
in Inlet 
s Surface tension 
w Wall 

1. Introduction 
Microfluidics refers to devices and methods for controlling and manipulating fluid flows 
with length scales less than a millimeter. Microfluidic flows are readily manipulated using 
many kinds of external fields (pressure, electric, magnetic, capillary, etc.). Microfluidic 
systems have revolutionized by automation of chemistry and biology, by enabling 
possibility of numerous experiments performed rapidly and in parallel, while consuming 
little reagent. A large surface-to-volume ratio is a common characteristic for microfluidics 
architecture so that, relative importance of surface to volume forces increases. A large 
surface-to-volume ratio results in the dominance of the viscous effect over the momentum 
effect. Microfluidic flow is usually a low Reynolds number flow. Fluid/surface interactions 
become more significant as the dimensions shrinks resulting in a very large surface-tension-
driven pressure difference. Flow control is essential in many of the microfluidic systems 
targeted for use in biochemistry analysis, drug delivery, and sequencing or synthesis of 
nucleic acids, among others. Such systems use microchannels to promote efficient mixing 
without the use of any external means. These devices typically rely upon the balance of 
surface tension and fluid pressure forces to perform their function. 
The use of numerical simulation and computational techniques applied to the design and 
development of microfluidic devices is reviewed here. The transport of pressure-driven, 
electroosmotic, capillary-driven and flows with fluid structure interaction in microchannels 
are presented. As microfluidic devices become increasingly complex, it is difficult to 
perform reliable experiments and hence one needs to rely on numerical tools for optimal 
fluidic and transport designs. There are a variety of commercially available numerical 
softwares that have been successfully used in modeling microfluidic devices (eg., COMSOL, 
CFD-ACE+, Fluent and Coventor). These tools offer multiphysics capabilities which 



Recent Advances in Modelling and Simulation 

 

284 

microfluidic devices. The simulation of dynamic interaction between an elastic membrane 
structure and fluid in a two-dimensional microchannel is also reported here. The viscous 
and pressure forces imposed by the fluid flow cause the deformation of elastic membrane 
which significantly affects the flow field. This involves formulating a coupled fluid structure 
interaction (FSI) model for the demonstrated case. The solution schemes used for this 
analysis are based on Lagrangian formulations for the structural parts and Arbitrary 
Lagrangian Eulerian (ALE) formulations for the fluid regions. 
Keywords: Modeling, microchannel, transport, simulation, electroosmotic flow, free surface 
flow, fluid structure interaction 

Nomenclature 
Bo Bond number 
Ca Capillary number 
C0 Ionic concentration in bulk solution 
Dh Hydraulic diameter of channel cross section 
d Diameter of circular top 
E Electric field intensity, elasticity of structure 
F Faraday's constant, liquid volume fraction 
Fs Volumetric force representing the surface tension 
Hc Channel depth 
h Local cell dimension 
L Half length of section of straight segment of channel, channel length 
l Height of structure 
n Normal vector 
n̂  Unit vector normal to the surface 
ˆwn  Unit vector normal to the wall 

P Pressure 
p Pressure 
Re Reynolds number 
Rc Radius of curvature of channel axis at U-bend 
Ru Universal gas constant 
t Time 
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are presented. As microfluidic devices become increasingly complex, it is difficult to 
perform reliable experiments and hence one needs to rely on numerical tools for optimal 
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CFD-ACE+, Fluent and Coventor). These tools offer multiphysics capabilities which 



Recent Advances in Modelling and Simulation 

 

286 

facilitate the coupling and simultaneous solution of different fundamental equations 
governing the physics of a given problem. 

2. Electrokinetic Flows in Microchannels 
Electroosmosis is the motion of fluid caused by externally applied electric potential. In 
practice, most surfaces contain a residual negative charge. When such charged surface 
comes in contact with ionizing fluid, the ions having polarity opposite to the surface charge 
are attracted towards the surface. These ions accumulate near the surface, forming an electric 
double layer (EDL). In this layer ion concentration changes from a maximum value (zeta 
potential, wζ ) near the wall to a neutral state in the fluid core. The thickness of this layer is 
characterized by Debye length, λ , which is defined as the distance from the solid surface to 
which the charge drops to e-1 (37%) of its maximum value. The typical range of zeta 
potential and Debye length is 20 — 150 mV and 10-9 — 10-6 m, respectively (Brant et al., 2005; 
Liechty et al., 2005). When electric potential is applied across a capillary, the ions in the EDL 
move under the influence of the electric field. This ion movement causes bulk fluid motion 
due to the momentum transfer from EDL to the fluid core. 
The convective transport in micro domain is of great importance as it applies to various 
application such as Micro Electro Mechanical Systems (MEMS) devices, micro-heat 
exchangers, micro-fuel cells, etc. (Rawool et al., 2006). In fuel cells, the typical fuel such as 
hydrogen for Proton Exchange Membrane (PEM) or methanol for Direct Methanol Fuel Cell 
(DMFC), flows through the serpentine flow field present in the bi-polar plates of the cell. 
Due to the electric potential generated in the micro-fuel cell, a potential gradient is 
developed in the bi-polar plate, the direction of which is perpendicular to the flow direction. 
The presence of an aqueous solution in the flow field such as methanol in case of DMFC, 
results in electroosmosis driven flow, which is of interest for micro-fuel cell applications. 
There have been a few studies reported in the field of electroosmosis driven flow in micro 
DMFC. Karimi and Li (2005) have modeled the electroosmotic flow in the fuel cell 
membrane including the electrokinetic effect. They have modeled the membrane pore to 
determine the electroosmotic flow through the membrane for different geometrical and 
operating conditions. They have reported a nonlinear increase in electroosmotic flow with 
increase in pore size and found that the electroosmotic drag coefficient increases linearly 
with pore size. 
Several researchers have investigated the effect of varying zeta potential on electroosmotic 
flow (EOF) in microchannels (Fu et al., 2003; Herr et al., 2000; Chen et al., 2006; Lee et al., 
2005; Zhang et al., 2006). Such EOF are in the direction of the pressure driven flow. The 
characteristics of EOF in a microchannel depend upon the nature of the zeta potential, i.e., 
whether it is uniform or nonuniform. Fu et al. (2003) used Nernst-Planck equation along 
with a Navier-Stokes solution to model the EOF that occurs when a step change in zeta 
potential is applied. The results indicate that a step change in zeta potential causes a 
significant variation in the velocity profile and also in the pressure distribution. 
Microscale debris and manufacturing irregularities during fabrication of microchannels, and 
adsorption of organics during analysis of microchannels produce nonuniform zeta potential 
distributions along the channel walls. Herr et al. (2000) have shown the influence of zeta 
potential on the velocity profile and sample dispersion rate for electroosmotic flow in 
cylindrical capillaries with nonuniform zeta potential distribution. Similarly, Chen et al. 
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(2006) investigated numerically the effects of step change in zeta potential in a cylindrical 
microchannel on electroosmotic flow. It is observed that the variable zeta potential along the 
flow direction generated regions of positive and negative pressure gradients in the flow 
field. Lee et al. (2005) studied electroosmotic flow in a cylindrical microchannel with non-
uniform zeta potential distribution. They showed formation of distorted electroosmotic 
velocity profiles and flow circulation resulting from the axial variation of the zeta potential. 
However, these studies are related to straight microchannels only. 
Zhang et al. (2006) studied the two dimensional flow pattern in microchannels with large 
aspect ratios with heterogeneous zeta potentials, and discuss the formation of secondary 
EOF's generated by wavelike zeta potential. Their results show that the heterogeneous zeta 
potentials could generate complex flow patterns and enhance mixing. However, their study 
may not be representative for microchannels with nearly square cross section. 
Souders et al. (2003) have studied combined electroosmotic and pressure driven flows in a 
three dimensional microchannel with walls covered by charged bands. Under the influence 
of electroosmotic flow only, it is found that there is a significant amount of fluid folding and 
stretching. By adding pressure gradient against electroosmotic flow, they showed an 
increase in the fluid particle residence time. The helical flow structure is also observed for 
this combined electroosmotic and pressure driven flow. 
Fuel feed into the micro fuel cell is an important process affecting its power density and 
often there is a need to minimize power loss accounting from fuel delivery. Buie et al. (2006) 
presented a novel design and performance of a planar silicon electroosmotic pump (EO) for 
methanol fuel delivery in DMFC. Though the EO pump could not deliver enough pressure 
head for fuel delivery, nevertheless it was interesting to note that the micro DMFC has 
shown to have improved polarization and power density characteristics with the EO pump. 
The study in particular emphasizes the performance enhancement due the combined 
mechanism of electroosmotic phenomena and diffusion for fuel delivery. 
Rawool and Mitra (2006) studied the transport of methanol in micro-fuel cell under the 
applied potential which is perpendicular to the direction of the flow with the side walls of 
the channels subjected to a constant zeta potential. As observed in the existing literature 
(Herr et al., 2000; Chen et al., 2006) the zeta potential tend to change along the flow field as 
the fuel gets consumed in the chemical reaction occurring at the catalyst layer, adjoining the 
flow channels. The heterogeneous zeta potentials in microchannels can also be achieved 
through chemical modifications, coupled capillaries and integrated systems (Zhang et al., 
2006). Hence, Saha et al. (2007) performed numerical studies to understand the flow 
behavior in the microchannel of the fuel cell under variable zeta potential conditions. 

2.1 Governing Equations 
The force acting on ions is accommodated as a body force in Navier-Stokes equation, which 
reads as 

 2( . ) EV V P V Eρ μ ρ∇ = −∇ + ∇ +  (1) 

where Eρ  is the charge density and E is the electric field. For steady flow with constant 
properties, the continuity equation can be written as 

 . 0V∇ =  (2) 
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The electric field E in Eqn. (l) has two contributions. One is the field due to applied potential 
(φ ) for which governing equation is 

 2 0φ∇ =  (3) 

The second contribution is the field due to EDL which is governed by the equation 

 2 Eρψ∇ = −
ε

 (4) 

The charge density is given by 

 ( / ) ( / )
0 0
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which, for a symmetric electrolyte of valance number ze becomes 
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where ψ  is the potential due to electrical double layer, F is Faraday's constant, Ru is 
universal gas constant. The Poisson-Boltzmann and Navier-Stokes equations are solved 
numerically to investigate the electroosmotic driven flow phenomena for prescribed 
operating conditions. 

2.2  Numerical Simulation 
Physical Problem 

 
Figure 1. Geometry of serpentine channel 
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In Fig. 1 schematic of the serpentine microchannel model is shown. The channel considered 
here is a three dimensional serpentine channel. The cross sectional area of the channel  is  
100 mμ  x 100 mμ . The model consists of a single 'S' shaped segment of the serpentine 
channel. It has three straight lengths connected by two semicircular arcs. In Fig. 1 length L = 
300 mμ  and the radius of curvature at bend is Rc = 200 mμ . 
Boundary Conditions 
For fluid flow, a constant velocity corresponding to a given Reynolds number is specified at 
the channel inlet. At outlet, a constant pressure (atmospheric) is specified. No slip boundary 
condition is imposed on all the remaining walls. Following is the mathematical 
representation of the above conditions: 
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For electric field, a fixed potential is specified at top and bottom walls of the channel, as 
shown in Fig. 1, which can be expressed as, 
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A zeta potential and Debye length are specified on the side walls of the channel as shown in 
Fig. 1. The Debye length is kept constant at 1 x 10-7 m. The zeta potential is varied linearly on 
both walls, to investigate the effect of zeta potential profile on the electroosmotic flow. The 
variable zeta potential condition can be expressed mathematically in the following manner: 
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Numerical Technique 
The channel geometry is created and meshed using CFD-GEOM modeler. Structured grid is 
used for simulations. A grid independence study is carried out by successively refining the 
grid, increasing the number of elements in the domain. The grid is made extra fine in the 
near wall region where maximum gradients occur. For a grid having 260431 elements, the 
solution is found to be grid independent. Hence this mesh size was used in all the cases. 
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The electric field E in Eqn. (l) has two contributions. One is the field due to applied potential 
(φ ) for which governing equation is 
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The second contribution is the field due to EDL which is governed by the equation 
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where ψ  is the potential due to electrical double layer, F is Faraday's constant, Ru is 
universal gas constant. The Poisson-Boltzmann and Navier-Stokes equations are solved 
numerically to investigate the electroosmotic driven flow phenomena for prescribed 
operating conditions. 

2.2  Numerical Simulation 
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In Fig. 1 schematic of the serpentine microchannel model is shown. The channel considered 
here is a three dimensional serpentine channel. The cross sectional area of the channel  is  
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CFD software CFD-ACE+ is used for the simulations. Upwind scheme is used in the 
CGS+Pre solver (ESI CFD Inc., 2006) for velocity and electric field while AMG solver is used 
for pressure correction. Parametric solver is used to solve for values of inlet velocity 
corresponding to a range of Reynolds number. A Reynolds number of 0.001 is used in the 
simulations. Here, Reynolds number is defined as 

inlet hV DRe ρ
μ

=  

where Dh is the hydraulic diameter of the channel, defined as 
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Here Wc is the width of the channel and Hc is the depth of the channel as shown in Fig. 1. The 
effect of zeta potential profile on the velocity profile in the channel is studied. The physical and 
dielectric properties of methanol at 25° C used for simulations are provided in Table 1. 

Physical property Value Dielectric property Value 
Density (kg/m3) 
Viscosity (Pa. s) 

785  
5.6 x10-4 

Electric conductivity (1/ohm-m) 
Relative permittivity 

4.4 x 10-4 

33.62 

Table 1. Properties of methanol 

 
Figure 2. Flow pattern in the channel cross section at 150 mμ  from channel inlet (section AA 
in Fig. 1) 
Results and Discussion 
The velocity vectors in the straight portion of the microchannel, at a distance of 150 mμ  
from the channel inlet, is shown in Fig. 2. The color indicates the velocity magnitude 

2 2 2u v w+ +  while the vectors indicate direction of in-plane component 2 2u w+ . It can be 
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seen that due to electroosmotic driving force, a secondary vortex pair has been generated in 
the flow cross section such that the fluid near the side walls moves towards the bottom 
plate. The fluid again rises in the central portion of the channel to maintain the continuity. 
Thus two distinct vortices are formed due to electroosmosis. These kind of vortices are 
absent in case of flow without electroosmosis. This modified flow profile gives rise to 
additional pressure drop in case of flow with electroosmosis (Rawool & Mitra, 2006). The 
centers of both the secondary vortices are shifted towards the top wall due to gradual 
change in the electroosmotic driven force on the fluid as the zeta potential is linearly varied 
for each wall. This results in shifting of the secondary vortex by a smaller distance. The 
streamline plot is shown in Fig. 3 which depicts the formation of vortices and the effect of 
variable zeta potential is clearly seen. 

 
Figure 3. Streamline plot in the channel cross section at 150 mμ  from channel inlet (section 
AA in Fig. 1) 

The flow behavior at the semi-circular bend for section BB in Fig. 1 has also been studied for 
four different cases. Figure 4 shows the streamline plots at the bend for pressure driven flow 
and the applied zeta potential of -0.1 mV, -1 mV and -50 mV, respectively. Fig. 4a shows the 
formation of vortices purely due to the pressure-driven flow with no contribution from the 
electroosmotic effect. As the applied zeta potential is increased at the semi-circular bend 
(section BB in Fig. 1), the electroosmotic forces cause the vortices to shift in a clockwise 
direction as shown in Fig. 4d. The observed shift of secondary vortices in a clockwise 
direction with an increase in the applied zeta potential presents an excellent opportunity for 
obtaining flow control in the serpentine microchannel by regulating the zeta potential at the 
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bend. Formation of additional vortices at the top left and bottom right corners has also been 
observed when the applied zeta potential is -0.1 mV, as shown in Fig. 4b. 
Figure 5 shows the z component of velocity along the channel width at z = 50 mμ  for the 
cross section BB. It is observed here that for a pressure-driven flow only, the z component 
velocity is zero as the secondary vortices appear at the center line and results in a zero 
velocity at the central core. It is found that the z component reaches a maximum at a small 
distance from the wall when zeta potential of -0.1 mV, -1 mV and -50 mV is applied on the 
side walls. The maximum velocity is reached for the -50 mV of applied zeta potential and 
decreases in magnitude as the applied zeta potential is reduced. The velocity component 
then drops to zero and again reaches a maximum value in opposite direction at the center of 
the channel. Hence, it can be concluded that the z component velocity influences the 
formation of vortices in the semi-circular bend at the cross section BB and results in the 
shifting of the vortices in the clockwise direction. 

 
 (a) Pressure driven flow (b) 0.1 mV 

 
 (c) 1 mV (d) 50 mV 
Figure 4. Streamline plots in the channel cross section at the bend (section BB in Fig. 1) for 
different zeta potential values 
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Figure 5. Variation of z component of velocity at z = 50 mμ  along the channel width at 
section BB 

3. Free Surface Flows in Microchannels 
An interface between a gas and liquid is often referred to as a free surface. There are large 
differences in the densities of the gas and liquid at the interface. The only influence of the 
gas is the pressure it exerts on the liquid surface and hence the gas-liquid surface is not 
constrained, but free. 
There are three essential features needed to properly model free surfaces: (1) A scheme is 
needed to describe the shape and location of a surface, (2) An algorithm is required to 
evolve the shape and location with time, and (3) Free-surface boundary conditions must be 
applied at the surface. The free surface problem has been formulated by using Lagrangian 
and Eulerian representation of continuum motion. In Lagrangian algorithms the nodes 
move with continuum, in Eulerian algorithms the nodes stay in place while the continuum 
moves through the stationary mesh or through Eulerian coordinate system. Non-Lagrangian 
algorithms deal with convection (advection) effect. The Lagrangian Grid Methods follow the 
Lagrangian formulation. The principal limitation of Lagrangian methods is that they cannot 
track surfaces that break apart or intersect. Arbitrary-Lagrangian-Eulerian (ALE) method 
exploit the merits of both Lagrangian and Eulerian formulation. Where as, Surface Height 
Method, Marker-and-Cell (MAC) Method, Surface Marker Method, Volume-of-Fluid (VOF) 
Method are purely based on Eulerian formulations. In Lagrangian or ALE-approaches, the 
free-surface always falls on the boundary of the computational domain. Hence, such 
methods do not pose any additional difficulty in applying complex boundary conditions. 
However these methods suffer the deficiency of requiring frequent remeshing. The choice of 
Lagrangian/ALE-method as opposed to VOF-variants, is based mainly on the type of 
problem and degree of precision to which the resulting free-surface is to be determined 
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(Sujatha et al., 2006). VOF technique tracks the fraction of each phase in every computational 
cell to extract the interface shape. The most successful of the various free surface methods is 
the VOF technique because of its simplicity and robustness. 
Manipulating gas and liquid flows within networks of microchannels is crucial in the design 
and fabrication of microfiuidic devices. As the surface area to volume ratio increases, 
fluid/surface interactions become more significant with smaller fiuidic channels (Madou, 
2002). Research on patterned surfaces revealed interesting phenomena that can be exploited 
to control liquid motions in microfiuidic devices. Hydrophobic and hydrophilic regions 
inside microchannels can be patterned through surface modification. However, fabrication 
of such patterned surfaces with selective surface characteristics is highly challenging task 
(Deval et al., 2004). 
There have been a few studies reported for flow in patterned microchannels. Zhao et al. 
(2001) used surface directed liquid flow to create pressure sensitive switches inside channel 
networks. Self assembled monolayer chemistry is used in combination with multi-stream 
laminar flow and photolithography to pattern surface inside the microchannel networks. 
Kim et al. (2002) carried out experimental and numerical investigation for microchannel 
transient filling process with surface tension. A linear relationship between the 
dimensionless pressure and capillary number is observed. Their experimental observations 
indicate that flow blockage in the narrowest width channel is enabled by the surface tension 
and not by viscous effect. 
Yang et al. (2004) discuss the method to characterize the surface energy inside a 
microchannel by monitoring the marching velocity of capillary meniscus. They formulated 
one-dimensional mathematical model and performed experimental validation of liquid 
filling in a capillary. Parylene and silicon nitride microchannels, which are fabricated using 
surface micromachining technology, are used for experimentation. The study indicates the 
influence of surface tension driven flow for fluid delivery in microfluidic systems. 
Salamon et al. (2005) used finite element based numerical method to study a three-
dimensional flow of Newtonian fluid in a 80 mμ  high microchannel with superhydrophobic 
lower and upper walls. They have shown a 40% flow enhancement over the smooth non-
patterned surface and a apparent slip length of 5.4 mμ . Byun et al. (2005) performed 
numerical visualization to investigate the effect of surface wettability in microchannel on the 
flow characteristics. The importance of hydrophobic and hydrophilic characteristics on a 
surface for the handling and control of liquid in the micro-systems are emphasised. The 
study shows the occurrence of flow instability in the flow path when the meniscus crosses 
hydrophilic/hydrophobic interface. Dalton et al. (2006) discuss issues in implementing 
superhydrophobic surfaces by nanostructured posts in a microchannel. The understanding 
and elimination of contact line movement effects on drag reduction is illustrated. Yang and 
Przekwas (1998) developed the computational methodology to model surface tension effects 
of multi fluid flow in ACE+MEMS CAD software. They present systematic validations 
against analytical solution for typical flows in MEMS devices. The unsteady motion of the 
free surface governed by the Hamilton-Jacobi evolution equation is solved on Eulerian grid 
using the Volume of Fluid (VOF) technique. Hirt and Nichols (1981) describe the concept of 
VOF method for treating complicated free boundary configurations. For simulation related 
to free surface flows, the water/air interface is characterized by surface tension and sharp 
changes in viscosity and density (Kothe et al., 1996). Among several general multiphase 
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models currently in use, the VOF model is the only multiphase model that enables 
identification of the interface clearly (Yian & Lawal, 2006). 
Huang et al. (2006) have studied theoretically and numerically the capillary filling flows 
inside patterned surface microchannels. Two different patterned microchannel 
configurations - inner walls patterned with unequal contact angles; each inner wall divided 
into two equal segments having different contact angles have been considered for carrying 
out two-dimensional and three-dimensional simulations. Equivalent contact angle model 
based on surface energy method has been proposed for estimating capillary flows inside the 
patterned surface microchannels and they validated the model with traditional capillary rise 
theories. 
A new method has been developed to modify the hydrophobic and hydrophilic nature of 
silicon surfaces by the use of 5-(4-Hydroxyphenyl)-10, 15, 20-tetra (p-tolyl) porphyrin self 
assembled monolayer (SAM) (Nayak et al., 2007; Mitra & Saha, 2008). The bare SiO2 
substrate exhibited a contact angle of 33 ±2° showing hydrophilic nature of the surface. In 
the case of Hydroxy-phenyl porphyrin SAM,  the contact angle is found to increase up to 75 
± 3°, indicating a hydrophobic nature of the surface due to the formation of SAM on the SiO2 
surface. 
Saha and Mitra (2007, 2008) presented numerical study on the surface dominated flow 
behavior in a channel with unsymmetrical distribution of surface characteristics with respect 
to channel axis. A three-dimensional (3D) numerical simulation of flow in patterned 
microchannels with alternate hydrophilic and hydrophobic surfaces at the bottom wall is 
considered. Hydrophilic surface induces the acute static contact angle while hydrophobic 
surface results in the obtuse static contact angle. Passive capillary driven flow phenomena in 
the microchannel is considered in their study. Capillary driven flows are purely governed 
by the forces associated with surface tension (Probstein, 1994) and offer positive flow 
enhancement effect. 

3.1 Governing Equations  
VOF Model 
The simulations of the capillary flows in the patterned-surface microchannels are performed 
using a VOF method. In this method, a volume fraction transport equation is employed in 
addition to the continuity and momentum equations. Two phases (gas-liquid) are treated as 
a homogeneous gas-liquid mixture. The flow is considered to be laminar, non-gravity, 
incompressible, Newtonian and isothermal with velocity field V and governed by the 
Navier-Stokes and continuity equations, as provided here: 
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where V is the velocity of the mixture, P the pressure, t the time, Fs the volumetric force at 
the interface resulting from surface tension, and ,ρ μ  are the density and viscosity, 
respectively. In this equation the accumulation and convective momentum terms in every 
control volume (cell) balance the pressure force, shear force, and additional surface tension 
force Fs. Surface tension arises as a result of attractive forces between molecules in a fluid 
and it is represented as force acting only at the surface, which is required to maintain 
equilibrium in such instances. 



Recent Advances in Modelling and Simulation 

 

294 

(Sujatha et al., 2006). VOF technique tracks the fraction of each phase in every computational 
cell to extract the interface shape. The most successful of the various free surface methods is 
the VOF technique because of its simplicity and robustness. 
Manipulating gas and liquid flows within networks of microchannels is crucial in the design 
and fabrication of microfiuidic devices. As the surface area to volume ratio increases, 
fluid/surface interactions become more significant with smaller fiuidic channels (Madou, 
2002). Research on patterned surfaces revealed interesting phenomena that can be exploited 
to control liquid motions in microfiuidic devices. Hydrophobic and hydrophilic regions 
inside microchannels can be patterned through surface modification. However, fabrication 
of such patterned surfaces with selective surface characteristics is highly challenging task 
(Deval et al., 2004). 
There have been a few studies reported for flow in patterned microchannels. Zhao et al. 
(2001) used surface directed liquid flow to create pressure sensitive switches inside channel 
networks. Self assembled monolayer chemistry is used in combination with multi-stream 
laminar flow and photolithography to pattern surface inside the microchannel networks. 
Kim et al. (2002) carried out experimental and numerical investigation for microchannel 
transient filling process with surface tension. A linear relationship between the 
dimensionless pressure and capillary number is observed. Their experimental observations 
indicate that flow blockage in the narrowest width channel is enabled by the surface tension 
and not by viscous effect. 
Yang et al. (2004) discuss the method to characterize the surface energy inside a 
microchannel by monitoring the marching velocity of capillary meniscus. They formulated 
one-dimensional mathematical model and performed experimental validation of liquid 
filling in a capillary. Parylene and silicon nitride microchannels, which are fabricated using 
surface micromachining technology, are used for experimentation. The study indicates the 
influence of surface tension driven flow for fluid delivery in microfluidic systems. 
Salamon et al. (2005) used finite element based numerical method to study a three-
dimensional flow of Newtonian fluid in a 80 mμ  high microchannel with superhydrophobic 
lower and upper walls. They have shown a 40% flow enhancement over the smooth non-
patterned surface and a apparent slip length of 5.4 mμ . Byun et al. (2005) performed 
numerical visualization to investigate the effect of surface wettability in microchannel on the 
flow characteristics. The importance of hydrophobic and hydrophilic characteristics on a 
surface for the handling and control of liquid in the micro-systems are emphasised. The 
study shows the occurrence of flow instability in the flow path when the meniscus crosses 
hydrophilic/hydrophobic interface. Dalton et al. (2006) discuss issues in implementing 
superhydrophobic surfaces by nanostructured posts in a microchannel. The understanding 
and elimination of contact line movement effects on drag reduction is illustrated. Yang and 
Przekwas (1998) developed the computational methodology to model surface tension effects 
of multi fluid flow in ACE+MEMS CAD software. They present systematic validations 
against analytical solution for typical flows in MEMS devices. The unsteady motion of the 
free surface governed by the Hamilton-Jacobi evolution equation is solved on Eulerian grid 
using the Volume of Fluid (VOF) technique. Hirt and Nichols (1981) describe the concept of 
VOF method for treating complicated free boundary configurations. For simulation related 
to free surface flows, the water/air interface is characterized by surface tension and sharp 
changes in viscosity and density (Kothe et al., 1996). Among several general multiphase 

Modeling and Simulation of Microscale Flows 

 

295 

models currently in use, the VOF model is the only multiphase model that enables 
identification of the interface clearly (Yian & Lawal, 2006). 
Huang et al. (2006) have studied theoretically and numerically the capillary filling flows 
inside patterned surface microchannels. Two different patterned microchannel 
configurations - inner walls patterned with unequal contact angles; each inner wall divided 
into two equal segments having different contact angles have been considered for carrying 
out two-dimensional and three-dimensional simulations. Equivalent contact angle model 
based on surface energy method has been proposed for estimating capillary flows inside the 
patterned surface microchannels and they validated the model with traditional capillary rise 
theories. 
A new method has been developed to modify the hydrophobic and hydrophilic nature of 
silicon surfaces by the use of 5-(4-Hydroxyphenyl)-10, 15, 20-tetra (p-tolyl) porphyrin self 
assembled monolayer (SAM) (Nayak et al., 2007; Mitra & Saha, 2008). The bare SiO2 
substrate exhibited a contact angle of 33 ±2° showing hydrophilic nature of the surface. In 
the case of Hydroxy-phenyl porphyrin SAM,  the contact angle is found to increase up to 75 
± 3°, indicating a hydrophobic nature of the surface due to the formation of SAM on the SiO2 
surface. 
Saha and Mitra (2007, 2008) presented numerical study on the surface dominated flow 
behavior in a channel with unsymmetrical distribution of surface characteristics with respect 
to channel axis. A three-dimensional (3D) numerical simulation of flow in patterned 
microchannels with alternate hydrophilic and hydrophobic surfaces at the bottom wall is 
considered. Hydrophilic surface induces the acute static contact angle while hydrophobic 
surface results in the obtuse static contact angle. Passive capillary driven flow phenomena in 
the microchannel is considered in their study. Capillary driven flows are purely governed 
by the forces associated with surface tension (Probstein, 1994) and offer positive flow 
enhancement effect. 

3.1 Governing Equations  
VOF Model 
The simulations of the capillary flows in the patterned-surface microchannels are performed 
using a VOF method. In this method, a volume fraction transport equation is employed in 
addition to the continuity and momentum equations. Two phases (gas-liquid) are treated as 
a homogeneous gas-liquid mixture. The flow is considered to be laminar, non-gravity, 
incompressible, Newtonian and isothermal with velocity field V and governed by the 
Navier-Stokes and continuity equations, as provided here: 

(7) . 0

.( ) .( ( ))T
s

V
V VV P V V F
t

ρ ρ μ

∇ =
∂ + ∇ = −∇ + ∇ ∇ + ∇ +
∂

 
(8) 

where V is the velocity of the mixture, P the pressure, t the time, Fs the volumetric force at 
the interface resulting from surface tension, and ,ρ μ  are the density and viscosity, 
respectively. In this equation the accumulation and convective momentum terms in every 
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force Fs. Surface tension arises as a result of attractive forces between molecules in a fluid 
and it is represented as force acting only at the surface, which is required to maintain 
equilibrium in such instances. 
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The numerical simulation of free surface flows composed of two immiscible fluids involves 
two coupled tasks namely resolving the flow field and updating the position of the interface. 
This involves the application of SIMPLE algorithm (Patankar, 1980) and extending it to 
include the VOF methodology (Hirt & Nichols, 1981; Kothe et al., 1996). VOF method allows 
for the simulation of a mixture of two incompressible and immiscible fluids including 
surface tension effects. The VOF model includes the effects of surface tension along the 
interface between each pair of phases. The model can be augmented by the additional 
specification of the contact angles between the phases and the walls. The fluids under 
consideration are DI water as liquid and air as gas. The tracking of the interfaces between 
the phases is accomplished by the solution of a continuity equation for the volume fraction 
of any of the phases. The fields for all variables and properties are shared by the phases and 
represent volume-averaged values, as long as the volume fraction of each of the phases is 
known at each location. Thus the variables and properties in any given cell either represent 
one or a mixture of the phases, depending upon the volume fraction values. The distribution 
of the liquid phase is described by using a single scalar field variable, F, which defines the 
fraction of the liquid volume. Here, F = 1 represents liquid, F = 0 represents gas and 0 < F < 
1 represents the liquid/gas interface. The volume fraction distribution can be determined by 
solving the passive transport equation, given as: 

 . 0F V F
t

∂ + ∇ =
∂

 (9) 

where, 

 cell volume occupied by liquid
total volume of the control cell

F =  (10) 

The mixture's physical properties are derived from that of the two phases through the 
volume fraction function. In particular, the average value of any volume-specific quantity, 
ρ  in a computational cell can be computed from the value of F in accordance with: 

 2 1(1 )F Fρ ρ ρ= + −  (11) 

where the subscripts 1 and 2 represent the gas phase and the liquid phase, respectively. For 
an intensive quantity, μ , the effect of density can be included as given below: 

 2 2 1 1 1 2( (1 ) ) / ( ) / 2F Fμ ρ μ ρ μ ρ ρ= + − +  (12) 

The surface tension model follows the continuum surface force (CSF) model proposed by 
Brackbill et al. (1992). The surface tension is specified as a source term Fs in Eq. 8 according 
to the CSF model: 
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The surface tension is taken to be constant along the surface and only the forces normal to 
the interface are considered. According to the CSF model, the surface curvature κ  is 
computed from local gradients in the surface normal to the interface, which is given as: 
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where .n F= ∇  is the normal vector. Wall adhesion is included in the model through the 
contact angle: 

 ˆˆ ˆ cos sinw wn n tθ θ= +  (15) 

where n is the unit vector normal to the surface, ˆ nn
n

= , ˆwn and ŵt  represents the unit vector 

normal and tangent to the wall, respectively. The interface needs to be constructed based on 
the computed value of the volume fraction with the application of interpolation schemes for 
the identification of the interface. An upwind scheme with the piecewise linear interface 
construction (PLIC) method, is adopted for surface reconstruction (Kothe et al., 1996). In the 
PLIC scheme, the liquid-gas interface is assumed to be linear and can take any orientation 
within the cell. The reconstructed interface is represented by line segments in a two-
dimensional flow and by an arbitrary polygonal face for three-dimensional flows. The 
reconstruction is required at every time step to include the necessary back-coupling of 
surface forces to the momentum equations as well as flux calculations. Equations (7) — (15) 
are solved iteratively to obtain the liquid volume fraction and the velocity field solution 
under appropriate initial and boundary conditions. 
For the channel height of 100 mμ  selected in this study, the Bond number (Bo), σρ /2gH , 
and Capillary number (Ca), σμU/ , are much less than unity. Hence, the effects of gravity 
and dynamic contact-angle are not taken into account in the present study. 
The solution of the passive transport equation in conjunction with the standard conservation 
equations in CFD-ACE+ requires three related actions: (1) Compute mixture properties, (2) 
Reconstruct the fluid-fluid interface in each cell, and (3) Determine the contribution of the 
secondary fluid flux to the equations for conservation of mass, momentum, energy and 
volume fraction. The classification of the VOF method as a volume-tracking method follows 
directly from the use of the single scalar variable F to describe the liquid distribution and to 
solve for the liquid volume evolution. One consequence of the purely-volumetric 
representation of the phase distributions is that there is no unique definition of the interface 
between the two phases. As such, if the location of the interface is required for any 
modeling, computational, or visualization purpose, then it must be dynamically 
reconstructed from the F distribution. In CFD-ACE+, surface reconstruction is a prerequisite 
for determining the flux of fluid two from one cell to the next and for determining surface 
curvatures when the surface tension model is activated. In the PLIC scheme (Fig. 6), the 
liquid-gas interface is assumed to be planar and allowed to take any orientation within the 
cell, and will therefore generally have the shape of an arbitrary polygonal face. The facet in a 
cell is fully defined by specifying: (i) the spatial orientation of the infinite plane that contains 
the facet; and, (ii) the location of a point within the cell through which the infinite plane 
passes. The orientation is specified by specifying the outward-pointing unit normal of the 
infinite plane, and the sense of the normal is here arbitrarily chosen so that it points out of 
the liquid phase and into the gas phase. The unit normal of the plane is determined by 
assuming that it is parallel to the gradient vector of F. The gradient of F is determined from 
the local distribution of F in a set of cells which includes the target cell and all its immediate 
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The surface tension model follows the continuum surface force (CSF) model proposed by 
Brackbill et al. (1992). The surface tension is specified as a source term Fs in Eq. 8 according 
to the CSF model: 
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The surface tension is taken to be constant along the surface and only the forces normal to 
the interface are considered. According to the CSF model, the surface curvature κ  is 
computed from local gradients in the surface normal to the interface, which is given as: 
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where .n F= ∇  is the normal vector. Wall adhesion is included in the model through the 
contact angle: 
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= , ˆwn and ŵt  represents the unit vector 

normal and tangent to the wall, respectively. The interface needs to be constructed based on 
the computed value of the volume fraction with the application of interpolation schemes for 
the identification of the interface. An upwind scheme with the piecewise linear interface 
construction (PLIC) method, is adopted for surface reconstruction (Kothe et al., 1996). In the 
PLIC scheme, the liquid-gas interface is assumed to be linear and can take any orientation 
within the cell. The reconstructed interface is represented by line segments in a two-
dimensional flow and by an arbitrary polygonal face for three-dimensional flows. The 
reconstruction is required at every time step to include the necessary back-coupling of 
surface forces to the momentum equations as well as flux calculations. Equations (7) — (15) 
are solved iteratively to obtain the liquid volume fraction and the velocity field solution 
under appropriate initial and boundary conditions. 
For the channel height of 100 mμ  selected in this study, the Bond number (Bo), σρ /2gH , 
and Capillary number (Ca), σμU/ , are much less than unity. Hence, the effects of gravity 
and dynamic contact-angle are not taken into account in the present study. 
The solution of the passive transport equation in conjunction with the standard conservation 
equations in CFD-ACE+ requires three related actions: (1) Compute mixture properties, (2) 
Reconstruct the fluid-fluid interface in each cell, and (3) Determine the contribution of the 
secondary fluid flux to the equations for conservation of mass, momentum, energy and 
volume fraction. The classification of the VOF method as a volume-tracking method follows 
directly from the use of the single scalar variable F to describe the liquid distribution and to 
solve for the liquid volume evolution. One consequence of the purely-volumetric 
representation of the phase distributions is that there is no unique definition of the interface 
between the two phases. As such, if the location of the interface is required for any 
modeling, computational, or visualization purpose, then it must be dynamically 
reconstructed from the F distribution. In CFD-ACE+, surface reconstruction is a prerequisite 
for determining the flux of fluid two from one cell to the next and for determining surface 
curvatures when the surface tension model is activated. In the PLIC scheme (Fig. 6), the 
liquid-gas interface is assumed to be planar and allowed to take any orientation within the 
cell, and will therefore generally have the shape of an arbitrary polygonal face. The facet in a 
cell is fully defined by specifying: (i) the spatial orientation of the infinite plane that contains 
the facet; and, (ii) the location of a point within the cell through which the infinite plane 
passes. The orientation is specified by specifying the outward-pointing unit normal of the 
infinite plane, and the sense of the normal is here arbitrarily chosen so that it points out of 
the liquid phase and into the gas phase. The unit normal of the plane is determined by 
assuming that it is parallel to the gradient vector of F. The gradient of F is determined from 
the local distribution of F in a set of cells which includes the target cell and all its immediate 
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neighbors. The location of the anchor point is determined by finding the infinite cutting 
plane perpendicular to the unit normal of the infinite plane that truncates the correct liquid 
volume from the cell, in that it satisfies the condition: 

  .cut cV F V=  (16) 

where Vcut is the volume of the cell truncated by the cutting plane, Vc is the volume of the 
whole cell, and F is as defined above. In the PLIC scheme, each cell has a unique surface 
normal that can be used to compute the surface curvature from cell to cell. This calculates 
and adds surface tension forces for the free surfaces. 
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Figure 6. PLIC reconstruction scheme 
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Figure 7. Contact angle 
Lucas-Washburn Model 
Analytical solution for the propagation of a liquid in a channel is derived in the following 
sections. The analytical solution is based on the Navier-Stokes equation for incompressible, 
quasi-steady, laminar, Newtonian 2D horizontal flow, 
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where P is the pressure in the fluid at x, μ , is the viscosity of the fluid, u is the velocity of 
the fluid. For a fully developed capillary driven flow, the analysis on the balance of viscous 
force, surface tension force, and gravitational force yields the classical Lucas-Washburn 
equation on the penetration length, L, evolution with time, t (Washburn, 1921). 
For static wetting of a liquid between two surfaces, the minimization of surface area of a 
liquid may result in a curved interface. The general Young's-Laplace equation describes the 
relation for the pressure difference across the interface as (Fig. 7): 
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where ∆P is the pressure difference, σ  is the liquid surface tension, and R1 and R2 are the 
radius of curvature of the interface in directions perpendicular and parallel to the liquid 
stream. For a two-dimensional channel R2 = ∞. 
Therefore, 
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Figure 8. Meniscus in channel 
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neighbors. The location of the anchor point is determined by finding the infinite cutting 
plane perpendicular to the unit normal of the infinite plane that truncates the correct liquid 
volume from the cell, in that it satisfies the condition: 

  .cut cV F V=  (16) 

where Vcut is the volume of the cell truncated by the cutting plane, Vc is the volume of the 
whole cell, and F is as defined above. In the PLIC scheme, each cell has a unique surface 
normal that can be used to compute the surface curvature from cell to cell. This calculates 
and adds surface tension forces for the free surfaces. 
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where ∆P is the pressure difference, σ  is the liquid surface tension, and R1 and R2 are the 
radius of curvature of the interface in directions perpendicular and parallel to the liquid 
stream. For a two-dimensional channel R2 = ∞. 
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Also, 
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It shows that the flow time is inversely proportional to the surface tension, separation 
distance, and the cosine of the wetting angle, and directly proportional to the viscosity and 
the square of the flow distance. 
Reduced Order Model 
Consider a microchannel, height of which is h, initially is filled with liquid (density ρ , 
dynamic viscous coefficient μ ) length of L0. The contact property between the liquid and 
channel wall is defined by surface tension coefficient σ  and contact angleθ . An overhead 
pressure is ∆P. For a passive capillary filling process, ∆P=0. The surface tension force and 
the pressure overhead drive the liquid free surface in the microchannel. 
At time t, the liquid length is denoted L, and average velocity is denoted u. The velocity 
profile is assumed two-dimensional Poiseuille. The momentum of the liquid column may be 
written as ρ hLu. The momentum conversation may be expressed as momentum change is 
balanced by the sum of the surface tension force, pressure overhead and wall viscous force. 

 12( ) 2 cosd LhLu Ph u
dt h

μρ σ θ= + Δ −  (24) 

The term denoting the momentum change is often omitted, with quasi-steady state 
assumption (Zeng, 2007). Considering in microfluidics that (1) the Reynolds number is 
always very small; and (2) the surface tension force is always dominant; this quasi-steady 
state assumption is valid except for the initial starting stage that is highly transient. In the 
reduced order model a transient solution is derived accounting for all terms in the equation 
above. Noting u = dL/dt, the equation above can be re-written as 
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Considering initially the liquid holds column length of L0 and with zero velocity, the 
transient solution of the capillary filling problem is given below: 
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where t is the time of the filling process, L is the position of free surface front, u is the 
average filling speed. 

3.2    Numerical Simulation 
Physical Problem 
In Fig. 9 geometry of the microchannel model is shown. The channel considered here is a 
three-dimensional straight channel. The cross sectional area of the channel is 100 mμ x 100 

mμ . The model consists of a single straight segment of 1000 mμ  in length. Alternate 
patterns of hydrophilic and hydrophobic surface arrangement is shown on the bottom wall 
of the channel geometry, to account for the surface tension effect on the flow. 

 
Figure 9. Geometry of microchannel 
Initial and Boundary Conditions 
Initially, at time t = 0, the liquid meniscus position in the channel is set as 1 mμ . No slip 
boundary condition is imposed on all the walls and the boundary conditions for the surface 
affinity is described by the contact angle. The contact angle θ 1 = 30°, θ 2 = 120° is specified 
on the bottom walls of the channel as shown in Fig. 9. A contact angle of 0° is specified on all 
the other walls as it is considered to be fully wet. Passive capillary filling process is 
considered by specifying a constant pressure (atmospheric) at channel inlet and outlet. A 
liquid volume fraction (LiqVOF) value of unity and zero is specified at channel inlet and 
outlet for all the cases. 
Numerical Technique 
The channel geometry is created and meshed using CFD-GEOM modeler (ESI CFD Inc., 
2007). Structured grid is used for simulations. Structured grid having having 100000 
(20x20x250) cells is used for the three-dimensional simulations. CFD software CFD-ACE+ 
based on finite volume method is used for the time dependent simulations. Flow and free 
surface (VOF) modules of CFD-ACE+ are used for analysis. Second-order PLIC surface 
reconstruction method with surface tension effect is specified for VOF with explicit time 
integration scheme. Explicit option is selected as it exhibits greater stability and better 
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where t is the time of the filling process, L is the position of free surface front, u is the 
average filling speed. 

3.2    Numerical Simulation 
Physical Problem 
In Fig. 9 geometry of the microchannel model is shown. The channel considered here is a 
three-dimensional straight channel. The cross sectional area of the channel is 100 mμ x 100 
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of the channel geometry, to account for the surface tension effect on the flow. 
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Initial and Boundary Conditions 
Initially, at time t = 0, the liquid meniscus position in the channel is set as 1 mμ . No slip 
boundary condition is imposed on all the walls and the boundary conditions for the surface 
affinity is described by the contact angle. The contact angle θ 1 = 30°, θ 2 = 120° is specified 
on the bottom walls of the channel as shown in Fig. 9. A contact angle of 0° is specified on all 
the other walls as it is considered to be fully wet. Passive capillary filling process is 
considered by specifying a constant pressure (atmospheric) at channel inlet and outlet. A 
liquid volume fraction (LiqVOF) value of unity and zero is specified at channel inlet and 
outlet for all the cases. 
Numerical Technique 
The channel geometry is created and meshed using CFD-GEOM modeler (ESI CFD Inc., 
2007). Structured grid is used for simulations. Structured grid having having 100000 
(20x20x250) cells is used for the three-dimensional simulations. CFD software CFD-ACE+ 
based on finite volume method is used for the time dependent simulations. Flow and free 
surface (VOF) modules of CFD-ACE+ are used for analysis. Second-order PLIC surface 
reconstruction method with surface tension effect is specified for VOF with explicit time 
integration scheme. Explicit option is selected as it exhibits greater stability and better 
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convergence, but slightly lower accuracy as compared to the implicit scheme. However, for 
an accurate resolution of the interface and prediction of the interface shape and its location, 
this is the preferred option. Euler (1st order) scheme is applied for time accuracy. A target 
Courant-Friedrich's-Lewy (CFL = ) number of 0.1 is applied for numerical stability 
of the simulation. This would allow the interface to cross 10 % of the width of a grid cell 
during each time step in a VOF computation. Upwind scheme is used for spatial 
differencing. Semi-implicit method for pressure-linked equations consistent (SIMPLEC) 
algorithm is adopted for pressure-velocity coupling and pressure correction. The conjugate 
gradient squared plus preconditioning (CGS+Pre) solver (ESI CFD Inc., 2007) for velocity 
while algebraic multigrid (AMG) solver is used for pressure correction. Initial time step of 
l.0E-07 s is selected and the VOF module is allowed to automatically adjust the time step 
size based on the CFL number and interface velocity. An automatic time step option 
automatically ensures stability in the CFD-ACE+ solver. Each case is given 100 iterations per 
time step with a convergence criteria of 0.0001 to control the iterative solution process. The 
solver quits the iterative procedure when the maximum relative difference between the 
computed values of variables in two successive iterations is smaller than the specified 
convergence criteria. The physical properties used for simulations are provided in Table 2. 

Physical property Water Air 

Density (kg/m3}  
Viscosity (Pa.s)  
Surface Tension (N/m) 

1000 
1.0 x 10-3 
75 x 10-3 

1.1614 
1.846 x10-5 

- 

Table 2. Properties used in simulation 
Results and Discussion 
The snapshot image of the meniscus front is shown in Figs. 10. It shows clearly the meniscus 
profile obtained on all the walls due to the surface tension effect. It is also observed that the 
meniscus is symmetric about the y-z coordinate plane and unsymmetrical about x-z 
coordinate plane passing through the channel axis. 

 
Figure 10. The three-dimensional snapshot image of meniscus front (θ 1 = 30°, θ 2 = 120°) 
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 (a) Bottom View (b) Front View 

 
(c) Top View 

Figure 11. The snapshot image of the time evolution of meniscus front (θ 1 = 30°, θ 2 = 120°) 

The snapshot image of the time evolution of meniscus front on all the walls in the 
microchannel is shown in Fig. 11. The pink background indicates the liquid volume fraction 
(LiqVOF=l) as the fluid advances in the microchannel while blue background indicates air 
(LiqVOF=0). As the meniscus is symmetric about the y-z coordinate plane passing through 
the channel axis, the front view of the meniscus is only shown in the figure. It is observed 
that due to the alternate θ 1  = 30°, θ 2 = 120° contact angle specified on the bottom wall the 
meniscus shape is not symmetric about the x-z coordinate plane passing through the 
channel axis. The unsymmetrical distribution of surface characteristics with respect to 
channel axis results in the stretching of the meniscus. This is due to pronounced retarding 
flow effect on the bottom wall and stretching of the meniscus on the top wall. As the fluid at 
the bottom wall traverses alternately from hydrophilic region to hydrophobic region, the 
curvature of the meniscus changes very sharply and large velocity gradients are observed at 
the wall. This gives rise to high flow instability in the microchannel. It is therefore possible 
to manipulate fluid flow by controlling, the size of the patterned surface (Saha & Mitra, 
2008). Such phenomena will find applications for performing biological reactions in 
microfluidic devices using the capillary flow. All biological reactions need sufficient 
incubation time to complete the reaction. It is believed that sufficient incubation time 
necessary for reaction to proceed will be inherently available in the patterned microchannel. 
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Physical property Water Air 
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- 

Table 2. Properties used in simulation 
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Figure 10. The three-dimensional snapshot image of meniscus front (θ 1 = 30°, θ 2 = 120°) 
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 (a) Bottom View (b) Front View 

 
(c) Top View 

Figure 11. The snapshot image of the time evolution of meniscus front (θ 1 = 30°, θ 2 = 120°) 
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The biological fluid will come in contact with surface, which will alternately assist and 
retard its flow. The region where the flow is retarded can be used for the reaction zone. 
Grid Dependency and Validation 
Validation of the numerical results with analytical solution has been carried out for non-
patterned two-dimensional microchannel 100 mμ  height and 2000 mμ  length with contact 
angle θ  = 0° for DI water and ethanol. The time evolution of meniscus displacement is 
considered as the parameter for validating the numerical results. Figure 12 shows the 
comparison of meniscus displacement obtained numerically with the analytical solution based 
on a reduced-order model (Zeng, 2007) for DI water and ethanol. Good agreement between 
numerical and analytical results is observed for DI water and the results deviate by about 5% 
for ethanol. It is to be noted that, in general, the meniscus displacement in a capillary follows 
the Lucas-Washburn equation which predicts that the distance travelled by the meniscus to be 
proportional to . The Lucas-Washburn equation is an asymptotic model for large times and 
is derived based on the balance of capillary and friction forces when the influence of other 
forces during the initial transients become insignificant (Stange et al., 2003). This quasi-steady 
state assumption is valid except for the initial starting stage which is highly transient. The 
validation studies reported in literature (Yang et al., 2004; Yang & Przekwas, 1998; Huang et 
al., 2006) are observed for very large time scale  (t ~ sec). However, the time scale considered 
for the present study are in the range of milli seconds (t ~ ms). Therefore, the plots in Fig. 12 do 
not necessarily obey the Lucas-Washburn equation, but a reduced-order model (Zeng, 2007) 
which accounts for the inertia is found to be a better choice for the representation of the 
meniscus displacement under the given conditions. Hence, deviation between the predicted 
numerical results and the Lucas-Washburn model can be justified and it is also observed that 
the inertia effects are more prominent for DI water than compared to ethanol. 
When performing the VOF free surface simulations, the generation and the choice of grid 
are generally of great importance. It takes an enormous amount of time to perform any VOF 
simulation and the simulation time increases with the grid refinement. The simulation time 
for 10 x 200 grid is typically around 45 minutes on a 2.4 GHz AMD 64 Opteron processor 
running Linux with an access to 4 GB RAM. It is to be noted that with the increase in the 
grid resolution in every direction by a factor of 2, the calculation time in a two-dimensional 
grid increases by a factor of 8. Also, the time step under such condition needs to be 
decreased by a factor of 2 in order to fulfill the CFL stability criteria. 

 
 (a) DI water (b) Ethanol 
Figure 12. Validation of numerical model with analytical solution (Zeng, 2007) 
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Figure 13 shows the comparison of coarse and fine grid CFD-ACE+ results for three-
dimensional microchannel. It is observed that by increasing the grid resolution, a sharp 
interface profile of the meniscus is obtained, where as this also has a corresponding 
influence in under predicting the meniscus displacement. As the VOF method is based on 
geometric back projection (ESI CFD Inc., 2007) to calculate fluxes, so the solution depends 
on the grid size. This is contrary to what one would expect, the accuracy obtained from the 
present VOF code deteriorates with the increase in the grid resolution (Raessi et al., 2007). 
With the inclusion of surface tension in the VOF model, a balance has to be made between 
the fine grid and the local accuracy, as finer grid size results in higher spurious velocities. 
However, it may be noted that, grid refinement affects the dynamics of capillary flows only 
slightly, allowing coarse grids to be a good basis for qualitative and quick simulations 
(Trutschel & Schellenberger, 1998). 
To compare result of the present VOF algorithm with other available commercial codes, we 
have run similar test cases with Fluent 6.3.21 which also has a VOF module. However, 
limited comparison of various VOF codes are available in open literature, which is mainly 
due to simulation dependence on quality of code and undocumented features of algorithms 
(Bourago, 2002). Figure 14 shows the comparison of CFD-ACE+ and Fluent results for 
different grid sizes for two-dimensional microchannel. It is again observed that, both the 
codes under predict the meniscus displacement with decrease in mesh size. 
Figure 15 shows the comparison of CFD-ACE+ and Fluent results with analytical solution 
for a two-dimensional microchannel (40 mμ  x 7000 mμ ) with black ink as working fluid 
with contact angle θ  = 36°. The results obtained with both CFD-ACE+ and Fluent show 
excellent agreement and provide confidence on the current model formulation. It is 
observed that CFD-ACE+ predicts higher meniscus displacement than compared to Fluent 
with increasing time. The minor differences observed in the results are primarily due to 
different solver settings used during the simulation. The cpu time for coarser grids in CFD-
ACE+ is lower compared to Fluent, whereas when the grid size is refined, the CFD-ACE+ 
simulations get extremely slower compared with Fluent simulations. To reduce the cpu 
time, both the commercial codes offer alternative time step selection, viz., automatic time 
step (CFD-ACE+) and non-iterative time advancement (Fluent). Considerable amount of 
time saving is obtained when such features are employed in simulation. 
It is also observed that when large number of grid cells are used near the wall, in particular 
the small ones, compared to the rest of the domain, it results in an unstable solution. This is 
due to the fact that, grids with high aspect ratios affect the accuracy of the surface-
reconstruction algorithm. Moreover, it should be noted that, it is difficult to accurately 
approximate the long time evolution of moving interfaces with VOF algorithm (Li et al., 
2007; Erickson, 2005). This tends to limit the ability of these methods to track capillary 
driven flows over long distances. To ascertain the accuracy of the method, VOF simulations 
for a microchannel with very high length to width ratio is also conducted. Figure 16 shows 
the comparison of meniscus displacement predicted by VOF method for a  microchannel  
100 mμ  x 10000 mμ  with DI water as working fluid (contact angle θ  = 0°) with analytical 
solution. The meniscus displacement results indicate a 10 % deviation with analytical 
solution when time is increased asymptotically by both CFD-ACE+ and Fluent. However, as 
the solution domain considered in the present study are for short time scales, the predicted 
results are fairly accurate and acceptable. 
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Figure 13.  Comparison of coarse and fine grid CFD-ACE+ results (3D) 

 

 

 
Figure 14.  Comparison of coarse and fine grid CFD-ACE+ and Fluent results (2D) 

Modeling and Simulation of Microscale Flows 

 

307 

 
Figure 15. Comparison of CFD-ACE+ and Fluent results with analytical solution (2D) 

 
Figure 16. Comparison of CFD-ACE+ and Fluent results with analytical solution for very 
long microchannel (2D) 
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Figure 15. Comparison of CFD-ACE+ and Fluent results with analytical solution (2D) 

 
Figure 16. Comparison of CFD-ACE+ and Fluent results with analytical solution for very 
long microchannel (2D) 
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4. Fluid Structure Interaction 
The dynamic interaction between an elastic structure and a fluid has been the subject of 
intensive investigations in recent years (Dargush & Banerjee, 1990; Fan & Tijsseling, 1992; 
Fujita, 1990; Lui & Lou, 1990). Since analytical solutions are available only for very simple 
problems, numerical approaches, which can be formulated in time or frequency domain, 
have to be employed. Vonestorff and Antes (1991) investigated the coupled fluid-structure 
systems subjected to dynamic loads using the finite element and boundary element 
methods. Similar method is used by Olson and Bathe (1985) to analyze fluid-structure 
interaction. Many researchers have attempted to derive variational principles for different 
classes of the fluid-structure interaction problems. Pinsky and Abboud (1989) proposed two 
mixed variational principles for transient and harmonic analyses of non-conservative 
coupled exterior fluid-structure interaction systems. Kock and Olson (1991) presented a 
finite element formulation directly derived from a variational indicator based on Hamiltons 
principle. Zeng and MacCamy (1992) developed an energy-based symmetric coupled finite 
element and boundary integral method which is valid for all frequencies. Seybert et al. 
(1993) employed Ritz vectors and eigenvectors along with a combination of finite element 
and boundary element methods to reduce the problem size. Several finite element studies 
have considered the gravity and free surface effects along with the fluid structure 
interaction. Wilson and Khalvati (1983) incorporated the gravity and the free surface effects 
in a displacement-based method with rotational constraints. They demonstrated results for 
both static and dynamic floating body problem. Their method necessitates the use of a 
reduced integration scheme to prevent element locking. 
Moondra et al. (2006) numerically studied the flow through a microchannel with an elastic 
membrane and discuss the effects of various parameters - such as elasticity of the 
membrane, viscosity of the liquid, and the geometry of the elastic membrane on the 
displacement of the tip of the membrane and its maximum shear stress. 

4.1 Governing Equations 
Commercial software, COMSOL, is used to analyze the fluid-structure interaction as it 
provides a strong coupling between the dynamics of fluids and the dynamics of structures. 
At each computational step, the fluid flow field and the structure evolve as a coupled 
system. The interaction forces are immediately accounted for and their resultant motions 
enforced in each step. 
Here, the flow field is solved in a continuously deforming geometry using the arbitrary 
Lagrangian-Eulerian (ALE) technique. The fluid flows in the channel from left to right. An 
obstacle, however, forces it into the narrower path in the upper portion of the channel, and a 
force resulting from the viscous drag and fluid pressure is imposed at the walls. Because the 
structure is made of deformable material, it bends under the applied load. Consequently, 
the fluid flow also follows a new path, and solving the flow in the original geometry can 
generate incorrect results. The ALE method handles the dynamics of the deforming 
geometry and the moving boundaries with a virtual moving grid. It computes new mesh 
coordinates on the channel area based on the movement of the boundaries of the structure. 
It reformulates the Navier-Stokes equations that solve the flow. The structural-mechanics 
portion of the model does not require the use of ALE, and it solves in a fixed coordinate 
system as usual. However, the strains computed are to be used for the computation of the 
deformed coordinates with ALE. 
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Following are the governing equations, which are solved using ALE technique: 

 .(( ) ( ( ) )) (( ). )T
m
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ρ η ρ∂ − ∇ − + ∇ + ∇ + − ∇ =
∂

 (29) 

 . 0V∇ =  (30) 

where  is the fluid's density, V = (u, v) is the velocity field of the flow, Vm = (um, vm) is the 
coordinate  system  velocity,   p is  the  fluid  pressure,   I is the  unit diagonal  matrix,  and  
F = (fx, fy) is the volume force affecting the fluid. 

4.2 Numerical Simulation 
Physical Problem 
A two-dimensional microchannel is considered here with different geometries, as shown in 
Figs. 17 and 18. The width of the channel is 100 mμ  and length is 300 mμ . A vertical 
structure is located 100 mμ  away from the channel inlet. The fluid in the channel has the 
property of water with a density of 1000 kg/m3 and dynamic viscosity of 0.001 Pa.s (unless 
otherwise stated). The vertical structure is a flexible material with a density of 7850 kg/m3 
and Youngs modulus of 20 kPa (unless otherwise stated). 

 
Figure 17. Schematic diagram of the microchannel with elastic structure of height 1 and 
width w (Case 1) 

 
Figure 18. Schematic diagram of the microchannel with elastic structure of height 1 and a 
semicircular top of diameter d (Case 2) 
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Initial and Boundary Conditions 
At the entrance the flow is fully developed with a parabolic velocity profile, but the flow 
amplitude changes with time. At first it increases rapidly, reaching its peak value at 0.215 s; 
thereafter the flow gradually decreases to its steady-state value of 5 cm/s. The centerline 
velocity uin in the x-direction with the steady-state amplitude U is given as, 

 
2

2 2 2(0.04 ) (0.1 )
in

Utu
t t

=
− +

 (31) 

It is assumed, there is no effect of gravitation or other volume forces affecting  the  fluid,  so 
F = 0. Pressure is specified at the channel outlet, the condition is p = 0. For all other 
boundaries, no-slip condition is imposed. However, on boundaries where the fluid forces 
the structure to deform, the no-slip condition means that the fluid moves with the velocity 
of the adjacent fluid-structure boundary. 
Numerical Technique 
The structural-mechanics part of the model is solved with reference to the fixed coordinates 
using a plane stress analysis. The deformation of the structure resulting from the fluid can 
be large. Therefore, to improve the accuracy of the computation of deformations, strain 
values are given by Green strains. The bottom of the structure is fixed with the channel and 
hence its movement is restricted in all directions. All other boundaries can move freely, and 
there is an applied load on these boundaries. The applied load consists of the viscous drag 
and the pressure of the surrounding fluid. 
Results and Discussion 
Figures 19 and 20 show the streamline plot for the two cases considered here. It is observed 
that the structure with a round tip is deformed further and it results in vortex formation at 
the tip. 
 
 
 

 
Figure 19.  Streamlines for 1/w = 14.   Color indicates velocity magnitude. (Case 1) 
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Figure 20.  Streamlines for 1/d = 7.   Color indicates velocity magnitude. (Case 2) 

The variation in the tip deformation is shown in Fig. 21 for different 1/w ratios and in Fig. 
22 for different 1/d ratios. It is observed that for all cases the tip deformation increases 
rapidly for a few initial seconds and then it becomes constant for all subsequent times. The 
displacement maxima is observed to be slightly higher for the round tip structure. 

 

 

 
Figure 21. Transient response of tip displacement for various 1/w ratios (Case 1) 
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and the pressure of the surrounding fluid. 
Results and Discussion 
Figures 19 and 20 show the streamline plot for the two cases considered here. It is observed 
that the structure with a round tip is deformed further and it results in vortex formation at 
the tip. 
 
 
 

 
Figure 19.  Streamlines for 1/w = 14.   Color indicates velocity magnitude. (Case 1) 
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Figure 20.  Streamlines for 1/d = 7.   Color indicates velocity magnitude. (Case 2) 

The variation in the tip deformation is shown in Fig. 21 for different 1/w ratios and in Fig. 
22 for different 1/d ratios. It is observed that for all cases the tip deformation increases 
rapidly for a few initial seconds and then it becomes constant for all subsequent times. The 
displacement maxima is observed to be slightly higher for the round tip structure. 

 

 

 
Figure 21. Transient response of tip displacement for various 1/w ratios (Case 1) 
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Figure 22. Transient response of tip displacement for various 1/d ratios (Case 2) 

It is also observed that, the maximum shear stress increases non-linearly with 1/w and 1/d 
ratio for Cases 1 and 2. However, for the round tip structure the magnitude of maximum 
shear stress is higher than the flat tip. This has direct impact in the design of the structural 
membrane embedded in the microchannel. 

5. Summary 
Microfluidic simulation of flows in microchannels was presented in this chapter. 
Electroosmotic driven flows in three-dimensional serpentine microchannel was investigated 
with non-uniform zeta potential. Free surface flows in patterned microchannel having 
alternate hydrophilic/hydrophobic on the bottom wall was discussed for a three-
dimensional microchannel. Flow through a two-dimensional microchannel with an 
embedded elastic structure was studied 
• It is observed that vortices are developed at the straight portion of the microchannel 

due to electroosmosis for the channel side walls subjected to variable zeta potential. The 
core of the vortices shifts when variable zeta potentials are applied at both the side 
walls of the channel. Flow control in the serpentine microchannel by regulating the zeta 
potential at the bend has also been demonstrated. Formation of additional vortices at 
the top left and bottom right corners of the serpentine microchannel has been observed 
at the semi-circular bend for very low values of applied zeta potential. 

• The unsymmetrical distribution of surface characteristics with respect to channel axis 
results in the stretching of the meniscus in patterned microchannel with alternate layers 
of hydrophilic and hydrophobic surfaces at the bottom wall. Non-symmetric meniscus 
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profiles are obtained by changing the contact angles of the hydrophilic and 
hydrophobic surfaces. Flow instability is found to be increased in the microchannel as 
the fluid at the bottom wall traversed alternately from hydrophilic region to 
hydrophobic region. The capillary flow phenomena in the microchannel indicate that 
flow control is possible by surface patterning the channel walls for applications in 
microfluidic devices. 

• A parametric study for different geometries is conducted to study the effect of elasticity 
of the structure and viscosity of the fluid on the maximum shear stress developed in the 
structure and the maximum displacement of the tip of the structure. It is observed that 
stress is more for taller structures. The maximum shear stress in the structure are not 
affected to a large extent by the change in elasticity of the structure but increase with 
increasing viscosity of the medium. 
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profiles are obtained by changing the contact angles of the hydrophilic and 
hydrophobic surfaces. Flow instability is found to be increased in the microchannel as 
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hydrophobic region. The capillary flow phenomena in the microchannel indicate that 
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microfluidic devices. 
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1. Introduction 
As more and more complex and sophisticated hardware and software tools are available, 
complex problems described by consistent mathematical models are successfully 
approached by numerical simulation: modelling and simulation are present at almost each 
level in education, research, and production. Numerical “experiments” have predictive 
value, and complement physical experiments. They are unique in providing valuable 
insights in Gedankenexperiment-class (thought experiment) investigations. 
This chapter presents numerical simulation results related to a structural optimization 
problem that arises in systems with gradients and fluxes. Although the discussion concerns 
the optimal electrical design of photovoltaic systems, it may be extended to a larger class of 
applications in electrical and mechanical engineering: diffusion and conduction problems. 
The first concern in simulation is the proper formulation of the physical model of the system 
under investigation that should lead to consistent mathematical models, or well-posed 
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tools are equally useful as long as they are available and provide for accurate solutions. 
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(SPVC), known for their capability of capturing light three-dimensionally not only from 
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This chapter reports the structural optimization of several types of spherical photovoltaic 
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assembly that relies on the minimization of the maximum voltage drop subject to volume 
(material) constraints is presented. In this completely deterministic approach the SPVC 
ensembles shapes and structures are the outcome of the optimization of a volume to point 
access problem imposed as a design request. 
Specific to the constructal theory, the optimal shape (geometry) and structure of both 
natural and engineered systems are morphed out of their functionality and resources, and of 
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(SPVC), known for their capability of capturing light three-dimensionally not only from 
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series resistance. A numerically assisted step-by-step construction of optimal, minimum 
series resistance SPVC ensembles, from the smallest cell (called elemental) to the largest 
assembly that relies on the minimization of the maximum voltage drop subject to volume 
(material) constraints is presented. In this completely deterministic approach the SPVC 
ensembles shapes and structures are the outcome of the optimization of a volume to point 
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Specific to the constructal theory, the optimal shape (geometry) and structure of both 
natural and engineered systems are morphed out of their functionality and resources, and of 
the constraints to which they are subject. 
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2. Shape and structure out of a multiphysics principle 
The development of the constructal principle (Bejan, 2000) relies on the analysis of natural 
dynamic systems with fluxes and gradients (e.g., temperature, pressure, electric potential, 
chemical potential, etc.) that, internally, are outside thermodynamic equilibrium. A second 
important aspect is that the variety of geometrical natural forms, which we may recognize 
and which are found in both animate and inanimate worlds, is not that vast: natural systems 
may have the same geometric shape without being identical. For instance, two bronchial trees are 
never identical. Basically, when these systems are presented by a single image out of the 
endless diversity of natural flow forms we have the ability to recognize and classify them as 
tree, round and slice. If one single principle explains all these forms then it may act 
everywhere, and it becomes a law that ties different areas such as physics and biology or, 
better said, two different modes of reasoning, two different points of view. 
The constructal principle is used in this work to produce architectures (shapes, structures) 
based on the optimization of the systems under investigation – purpose, function – rather 
than by conjectural assumptions. 

2.1 Functional objective and constraints 
Spatial and temporal structures observed in Nature are the results of global optimization 
subject to local and global constraints: a finite-size heterogeneous system undergoes changes 
in shape and structure such as to provide for an as easy as possible access, or low 
impedance paths, of its internal fluxes. Optimization principles such as minimum travel 
time, minimum flow resistance, minimum power consumption are invoked and used, and it 
is remarkable that these deterministic principles are independent, and do not follow up, do 
not result, from other, known laws.  
Engineering design starts by a clear understanding of the objective: the system mission, its 
purpose, function and performance. The design’s objective implies also optimization, because 
the engineered system is expected to perform the best possible. Possible means that there are 
local and global constraints (limitations) that the system may have. 
Examples of some very common global constraints are the system mass and volume; the heat 
generated within the occupied volume, e.g., by an electronic ensemble, is another global 
constraint when the electronic components have to fit within an imposed volume.  
The local constraints are more subtle, but equally important. For instance, in a system with 
internal heat generation (e.g., a cable that carries electric current, electronic devices, etc.) the 
maximum temperature is not to exceed a certain safe limit. From this perspective, the 
number and localization of the hot spots is not important. The local constraints may then be 
gathered in an objective function defined at the system level. The geometry is the unknown. 
The external shape and the internal structure emerge then by recurrent, iterative design.  
In the constructal theory, the deterministic evolution occurs in time, from principle 
(engineering) to Nature. The history of science and technology abounds in examples where 
the sense is the opposite i.e., from Nature to engineering – this method is recognized today 
as Biomimetics, and it continues to be a valuable instrument in engineering design. 
Compared to Biomimetics, constructal theory acts in the opposite sense: the engineering 
generates a purely theoretic point of view, from which Nature may be better understood, i.e. 
more simply. And this is consistent with Poinacré’s conclusion: “C'est là la simplicité cachée, 
celle qu'il faut découvrir” (Poincare, 1902). 
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2.2 Fermat’s principle; constructal principle 
Fermat’s principle, used only in optics (Lemmons, 1997), postulates that light, which 
propagates between two points (A,B) located in different optical media, must choose the 
path that minimizes the travel time. It follows then that the angle of refraction, 

    sinβi sinβr = νi ,r , is an optimization result, where νi,r is the refraction index relative to the 
two media. Fermat’s principle covers the much older principle of the shortest path 
postulated by Heron of Alexandria: light propagates following a straight path and the incident 
angle at a mirroring interface is equal to the reflection angle. 
By contrast to the point-to-point “flow” law of Fermat and Heron, the constructal law refers 
to finite size systems with internal flow generation, from the volume (an infinite number of 
points) to a sink (M) located on the boundary. 
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Figure1. Fermat’s (a), and constructal (b) optimal access principles 

In Figure 1 the volume is represented by a rectangle of area A0 = H0L0, called elemental 
system. The size of A0 is fixed, but the aspect ratio H0/L0 may vary. The system is made of 
two media, where motion may occur at two speeds, V0 << V1. The amount of high-speed 
material (V1) is small and fixed – much smaller than the rest of volume occupied by the low-
speed material, (V0), with internal generation (e.g., heat, current, etc.).  
The objective of the elemental cell finite-size system optimization consists of maximizing the 
volume-to-point access between all points of A0 and M. The geometric shape and the 
internal structure of A0 (i.e., the distribution of high speed material throughout the low-
speed material) are then natural results. The global constraints are the fixed size of the 
system and the amount of high permeability material to be distributed within the system. 
On the other hand, some of the internal points will always have easier access to M than 
other points. The longest trip to M is associated to the most distant point in A0 (point P in 
Fig. 1), which is then the most solicitated point – it is the analogous to the point of highest 
mechanical stress in a mechanical structure or the hottest spot in a thermal structure. The 
design may be improved by changing the external aspect ratio, to produce more uniform 
access to the volume from M.  
The constructal optimization works similarly to Fermat’s principle that anticipates the 
geometric shape of the light beam. Unlike Fermat’s principle where the trajectory is broken 
at the interface between the two semi-infinite media, in the volume-to-point access problem 
the bent (e.g., R) is found on the central axis of A0, and this is the result of an optimization 
principle. The volume-to-point construct is then a bundle of an infinite number of flow 
paths that verifies Fermat’s principle.  
At this point we may introduce the fundamental constructal problem: “Given a finite size 
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volume with internal heat generation and of low conductivity, which is cooled by a small-size sink 
placed on the boundary, distribute a fixed amount of high conductivity material within the volume 
such that the hotspot temperature is minimum” (Bejan, 2000). In other words, find the shape and 
structure that minimize the system’s thermal resistance.  
For instance, electronic structures (packages) are subject to thermal objectives and 
constraints. The global constraint is the finite volume where the system must fit. The 
thermal design objective consists of installing as many components as possible, hence an as 
high as possible heat generation rate, q (electrical structures generate heat). The maximum 
temperature in the systems may not exceed a specified limit, Tmax – this is the local 
constraint. The optimal design is then superior if q is large, i.e. the global thermal 
conductance q/(Tmax–T0) is high – T0 is the initial temperature of the environment that 
absorbs the heat. 

3. Photovoltaic cells optimization – a design problem 
The interest on PhotoVoltaic Cells (PVC) has increased recently due to the energy crisis and 
the advance of the alternative energies. Solar cell power generation systems installed in 2000 
has reached 711 MW worldwide, and in the future it is expected to grow (Kyosemi, 2006). 
As over 90% of the nowadays PVCs use polysilicon as a raw material, the recent shortages of 
high-grade silicon will significantly impact on the growth of the PV industry. 
PVCs are semiconductor devices, made of two sandwiched layers of intrinsic 
semiconductors of p and n–type that convert light directly into electricity. The photons 
absorbed by the PVC wafer generate electric charges (electrons and holes) that are drained 
across the p-n junction in opposite directions by the action of an electric field produced by 
the photovoltaic effect. This segregation generates a voltage across the junction that may 
conduct a current in an external load (CPE-UNSW, 2004), (EMSOLAR, 2004).  
Partial reflection of the incident light, the incomplete absorption and utilization of the 
photons energy, the partial recombination of electrical charge carriers and the leakage across 
the junction (Burgers & Eikelboom, 1997), (Green, 1986), (Horzel & De Clerq, 1995), (Verbeek 
& Metz, 1996), (STARFIRE, 2002) are main factors that reduce the PVC efficiency. The power 
loss occurs in the bulk of the base material, Rp (Fig. 2a), in the narrow top-surface layer, at 
the interface between the cell and the electrical terminals of the PVC. 
The cell series resistance, RS (Fig. 2a), met by the lateral current in the cell’s top layer is 
responsible for the flattening of the current-voltage characteristic (Fig. 2b) and for the 
corresponding PVC output power loss. It may be reduced by using a highly conductive 
material for the top layer (or window), by increasing its thickness, by good galvanic contacts 
and by optimized geometry for the contact electrode grid (STARFIRE, 2004), (EMSOLAR, 
2004). 
The front collector – a finger-like metallic contact connected to a busbar system – is to 
reduce RS. Unfortunately, this structure prevents the incident radiation to reach the cell: 
large electrical contacts may minimize RS, but they would cover the cell and block too much 
of the light. An optimal design is then a compromise between an as low as possible RS 
(closely spaced, highly conductive grid with good adhesion and low RS) and an as high as 
possible light transmission (fine, widely spaced fingers). Currently, the acceptable loss from 
the contact shading is 10% in commercial cells (EMSOLAR, 2004), (STARFIRE, 2002, 2004).  
The series resistance optimisation consists of minimising the sum of the collector shadow 
and resistance (Joule) losses and, despite the many physical processes within the PVC 
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(Altermatt et al., 1977) it may be conducted separately (Radike et al., 2002). Instead of the 
double diode description of the PVC, we used the maximum power point (MPP) (Fig. 2,c) 
approach (Burgers & Eikelboom, 1997), which allows for the PVC to be optimised for either 
a specific or a mix of irradiation levels, such as it occurs under normal working conditions. 
In addition, the optimal design of the collector has to comply with criteria such the aesthetic 
appearance, and several collector patterns derived from the flat-surface H-type PVC were 
proposed (Radike et al., 2002). 

 
Figure 2. An equivalent circuit for a hetero-junction PVC: (a) Equivalent scheme; (b) The 
effect of Rp and RS; (c) Maximum power point, MPP [13] 

As seen in the previous subsection, constructal theory is based on the thought that 
architecture comes from a principle of maximization of flow access for both animate and 
inanimate flow systems. The theory provides a framework to design and analyze finite-size, 
constraint systems. We apply this strategy to connect an area with PV current generation to 
a terminal, with the objective of draining the generated current throughout a minimum 
resistance path.  
The basic volume-to-point access problem has an equivalent electrokinetic formulation 
(Morega & Bejan, 2005), (Morega et al., 2006a, 2006b): given a finite size volume in which 
electrical current is generated at every point, which is connected by a small patch (terminal) located 
on its boundary, and a finite amount of high (electrical) conductivity material, find the optimal 
distribution of high conductivity material in a given volume so that the peak voltage is minimized. 

3.1 The mathematical model in the PVC series resistance optimization 
We assume that the PVC operates under DC conditions hence the associated electric field is 
potential. For the n-layer of the PVC the current flow in the emitter and metallic collector is 
essentially 2D. By Ohm’s law, the total current density is 

    J = σ 0,p E + Ei( )= −σ 0,p ∇V +σ 0,p Ei = −σ 0,p ∇V + Ji . (1) 

Here, Ji is the photovoltaic current density (assumed uniform), σ0,p are the electrical 
conductivities of the collector and emitter, respectively (assumed linear, homogeneous and 
isotropic). The partial differential equations that give the electrical field are obtained by 
setting to zero the divergence of the total current density 
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Here,       ′ ′ ′ w = div Ji , and Ji  are known quantities.. Except for the output port through which 
the current exits the cell (set at ground potential, a Dirichlet condition), the boundary is 
assumed electrically insulated (a Neumann homogeneous condition).  
This electrokinetic problem is equivalent to the conduction heat transfer problem, with the 
correspondence   T ↔ V ,  ′ ′ ′ q ↔ ′ ′ ′ w ,   k0 ↔ σ 0 ,  kp ↔ σ p  (kp, k0 are the thermal conductivities of 
the collector and emitter, respectively). The electrically insulated boundary is equivalent to 
adiabatic boundaries (Bejan, 1997b), (Ordonez et al., 2003).  
Next, we present the constructal growth for the flat surface PVC, from the elemental cell to 
higher order ensembles. Numerical simulations are validated against analytic solutions, and 
then used in more realistic circumstances. 

3.2 Flat-surface PVC optimization – an analytic solution 
(a) The elemental system 
Figure 3 shows the PV smallest system, called elemental system. We consider a rectangular 
PV cell and its metallic collector (finger), situated on the long symmetry axis. Except for the 
port at the origin, the boundary is electrically insulated. 
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Figure 3. The elemental system with internal PV current generation, and its metallic collector 

The cell area     A0 = H0L0  and the area of the metallic grid, Ap, are kept constant throughout 
the optimization. However, H0 and L0 may vary and, as H0 << L0, it follows that the current 
in the emitter flows mainly in y direction, to be then collected by the  σ p  finger at     y = 0 and 
drained in x direction – this assumption is discarded in the numerical model.  
The closed form solution to the problem of the current flow in the PVC emitter – eq. (4), 
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Using these results, it may be inferred that the maximum voltage drop on the elemental cell, 
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This conclusion is consistent with the assumption that the elemental system is slender, 
suggesting that     σP σ 0 >> H0 D0 >> 1. 
Two additional properties of this geometric optimization are remarkable (Bejan, 1997b): 
1. The principle of equipartition: the voltage drop in the emitter equals the voltage drop 

along the finger, i.e.,    ΔV0,min  is divided in half by the bend (x = L0, y = 0). 

2. At the elemental level, the voltage drop,    ΔV0,min = ′ ′ ′ w H0
2 4σ 0( ), decreases as     H0

2. This 
motivates the effort to manufacture the smallest possible elemental system. 

(b) The first order ensemble 
Figure 4 shows the first order ensemble, where the D0 fingers are connected to the D1 
current path, called busbar. The boundary is insulated, except for the terminal of size D1 at 
the origin, where the collected current leaves the structure. The new optimization problem is 
to find how many elemental volumes to assemble, or the optimal shape H1 × L1, such that the 
maximum value of the voltage drop in the assembly from a point to the origin is minimal. 
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Figure 4. The first construct made of optimized elemental systems 

In a volume-average sense, the ensemble behaves as the σ0 region, except that its effective 
conductivity is     σ 1 = σP D0 H0 .  
A similar analysis may be conducted to calculate the voltage drop on the first order 
ensemble,     ΔV1. Its maximum has a minimum,       ΔV1,min = ′ ′ ′ w H0

2 4σ 0 , registered between the 

farthest corner     L1 , H1 2( ) and the exit port at the origin, (0,0). 
The resistance of the ensemble is then minimized by using the principle of equipartition, 
with the constraint   φ1 = Ap ,1 H1L1,opt( ), where 

  AP ,1 = D1L1,opt +n1,optD0L0,opt  is the area of 
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high conductivity material (φ1 is sometmes called porosity) (Morega & Bejan, 2005), yielding 

      
ΔVa1 ,min = 3 8( ) ′ ′ ′ w H0

2 σ 0
⎛ 
⎝ 
⎜ ⎞ 

⎠ 
⎟ . Apparently, the busbar has to be wider than the fingers, and 

    
D1 D0( )opt

= D0σP( ) H0σ 0[ ]1 2
>> 1. 

An important result of this analysis is the scalability of the construct: the voltage drop on the 
optimized ensemble is almost equal to the optimized voltage drop on the elemental system.  
A twice optimized, first order ensemble – with respect to the   H1 × L1  shape and to the 
allocation of high conductivity material – is then obtained for the optimal number of fingers 

    n1,opt = σP σ 0( )D0 H0( )[ ]1 2
>> 1 and for the busbar length 

  L1,opt = 1 2( )H0D0σp σ0( )1 2
.  

Remarkably, the optimal shape of this ensemble is a constant, 
  
H1 L1( )opt

= 2, independent 

of the type of conducting materials   σP σ 0( ) and of the proportion in which   φ1( ) they are 

built into the ensemble. Consequently, the optimal shape   H1 × L1  is such that a square of side L1 
forms on either side of the D1 busbar (x axis). By using   H1 = 2L0,opt , it yields 

  
L1 L0( )opt

= 1. 

(c) Second and higher order ensembles 
The best second order ensemble (Fig. 5a) is made of two optimized first order ensembles 
patched such that   H2 = H1 = 2L1,opt = 2L2 . The D1 wide strip is the D1 wide busbar in Fig. 4. 
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Figure 5. Second to fourth order ensembles: made of two optimized lower order constructs 
The best third order assembly (Fig. 5b) may be obtained by a double optimisation (geometric 
shape and busbar width) of a system made of optimised second order ensembles. Figure 5c 
shows the fourth order ensemble made of two third order ensembles 

Apparently, in the process of optimization the finger width doubles from one ensemble to 
the next, higher order one, outlining the following relations, where i is the ensemble order 
(Morega & Bejan, 2005) 
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Figure 6a shows the optimised fourth order ensemble with its constituent parts, including 
the elemental cells (the strips). The number of such striations is not a constant, and it 

depends on     2 σ 0H0 σPD0( )1 2
. Another important feature is that the width of the optimised 

busbar increases with the ensemble order. Figure 7 shows the high order end of the 
optimised construction sequence. 

 

 
a. Fourth order ensemble 

 

 
b. Eighth order ensemble – the fourth order 

ensemble is marked in grey 
Figure 7. Optimized networks of higher-order ensembles – designs based on analytic 
solutions 

3.3 H-type PVC optimization – numerical simulation solution 
The analytical work may be accompanied by numerical simulation. First, eqs. (2), (3) are 
non-dimensionalized 

   Δv +1 = 0 , emitter (10) 

   Δv = 0 , collector (11) 

by dividing the coordinates with the length scale,   H0L0 , the current source with 

      ′ ′ ′ w = div Ji , and the electrical conductivities of the emitter and collector with σ0. It follows 
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then that the voltage scale is   V0 = ′ ′ ′ w H0L0 σ0 . In the optimization process of the 2D flat-

surface PV ensembles the laplacian [eqs. (10), (11)] is defined as   Δv = ∂2v ∂x2 +∂2v ∂y 2 . 

 
a. Elemental system 

 
b. First order ensemble 

 
d. Third order ensemble  

 
c. Second order ensemble  

Figure 8. Optimized networks of higher-order ensembles – numerical simulations 

To check the first five steps of the procedure we used a finite element software (Comsol, 
2004-2008) that implements Galerkin-Lagrange technique. The meshes we used were 
unstructured, Delaunay-type. Figure 8 displays the typical steps that follow the constructal 
optimization sequence, conducted for an elemental cell with   d0 = 0.005, h0 = 0.1, l0 = 0.5 , and 

    σ p σ 0 = 1000. 

4. Spherical photovoltaic ensembles – structural optimization  
A variety of flat surface PVCs, materials and manufacturing methods have been developed 
(CPS-UNSW, 2006). However, the incident sunlight to a solar cell varies according to the 
position of the sun, weather conditions, the objects around that reflect sunlight, and flat light 
reception surface cells (Fig. 9,a) cannot sufficiently meet these diverse conditions. Recently, 
novel Spherical PhotoVoltaic Cell (SPVC) technologies were developed (Fig. 9b,c) that 
capture sunlight three-dimensionally, not only as direct sunlight but also as light diffused 
by clouds, and as light reflected from buildings (Kyosemi, 2006), (Fujipream & Clean 
Venture, 2006), (SSP, 2006). 
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b. Spherical PVC – honeycomb Spherical by Solar Power 
array (Morega, 2006,1) and by Fujipream (Fujipream & 

Clean Venture, 2006) 

a. Polysilicon PVC – 
standard flat-surface “H” 

design 

  
c. Spherical PVC – Kyoto Semiconductor Corporation 

(Kyosemi, 2006) 
Figure 9. Flat-surface and SPVC ensembes 

In contrast to flat-surface cells, Spherical Sunlight Reception Surfaces (SSRS) can receive 
light in all directions thus increasing their power generation capacity. They minimize the 
output fluctuations even under direct sunlight, and even when the angle of the reflected 
incident light changes. Practically non-directive, SSRS can increase their output power by 
improving the efficiency of light utilization, as there are fewer restrictions on their 
mounting. The SPVC consists of a single spherical p-n junction (Fig. 10). 
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Figure 10. A spherical solar cell captures light in all directions – after (Kyosemi, 2006) 

This technology uses less costly silicon, and gives more flexibility and ease of integration in 
different applications. The process starts with low cost silicon, which is the raw material 
used in the sphere fabrication process. The silicon is first purified and then formed into tiny 
spherical beads of proper size (Kyosemi, 2006). The diameter of a SPVC should be small in 
order to increase the proportion of the light reception surface area of the semiconductor 
crystal to its volume so as to raise the efficiency of the material (Morega et al., 2006a, 2006b). 
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used in the sphere fabrication process. The silicon is first purified and then formed into tiny 
spherical beads of proper size (Kyosemi, 2006). The diameter of a SPVC should be small in 
order to increase the proportion of the light reception surface area of the semiconductor 
crystal to its volume so as to raise the efficiency of the material (Morega et al., 2006a, 2006b). 
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Notably, the cells are spherical and thus excellent in mechanical strength. The mounting 
may be white resin reflection plate, with its surface covered with transparent resin. 
Although very small (0.2–2mm), the SPVC maximum open voltage is the same as that of a 
larger flat junction type cell. SPV modules are produced in a variety of power needs ranging 
from an extremely small to a large power source – e.g., through connection of cells in series 
and parallel with fine copper wire (Kyosemi, 2006).  

4.1 Structural optimization of SPV ensembles by numerical simulation 
The previous section reported the flat-surface PVC ensembles optimization. Unlike that 
case, here the design goal is to find either the particular pattern of the SPVCs distribution on 
a high conductivity material foil or a wireframe network that would connect the PV beads 
such that RS is minimized. In both cases we consider the DC regime of the electric field. 
The mathematical model (10), (11) with appropriate boundary conditions was solved 
numerically, by FEM technique (Comsol, 2004-2008), for the two different types of SPV 
modules: the honeycomb and the interconnected (wired) ensembles. First, the non-dimensional 
electrical field (v) is solved for. We used solvers that utilize the symmetry of the algebraic 
system generated by this linear problem. Then, two quantities are sought: the maximum 
voltage drop on the cell/ensemble (the maximum potential, vmax) and the series resistance, 
RS, defined here as the ratio of vmax through the total current produced by the cell/ensemble. 
The time-arrow of the design goes from the elemental system to higher order ensembles, following the 
constructal technique 

4.2 Honeycomb arrayed SPVC ensembles – a first model 
The honeycomb (SSP, 2006) ensembles fabrication process involves bonding the tiny silicon 
spheres between sheets of thin and flexible substrates (usually aluminium) – Fig. 9b. The 
front foil acts as the cathode and determines the spacing of the spheres (Fig. 11), while the 
back foil acts as the anode to the core of the spheres (Morega et al., 2006a). 

 
Figure 11. Honeycomb SPVC array 

The optimization problem of the honeycomb packaging differs from the fundamental flat-
surface PV problem in the sense that the (current) sources are spread throughout a very 
good conducting material, which embeds the PV beads and cannot be distributed in a 
spanning tree structure. Further more, the ensemble edges act as paths of high conductive 
material, draining part of the current generated by the SPV cells closer to the boundary. 
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Another difficulty related to this design – if modelled at the SPVC level – is the staggered 
arrangement itself. It appears more convenient – and within satisfactorily accuracy limits – 
to rely on average, equivalent 2D SPVC models. The first concern is then to define an 
equivalent elemental cell that consistently represents the actual SPVC (Fig. 5). 
(a) Simplified 2D models for the spherical solar cell 
First, a simplified 2D axial-symmetric model may be used to evaluate the current 
distribution through the n-layer of the SPV bead – Fig. 12b. The following boundary 
conditions may be used to close the Laplace problem for the electrical potential: 
• On the inner surface of the shell (the p-n interface) a non-homogeneous Neumann 

condition defines the photovoltaic current source. 
• The outer surface of the bead is electrically insulated. 
• The contact between the bead and the aluminum foil collector is set at V = 0, because the 

excellent electrical conductivity of aluminum suggests an almost equipotential contact. 

Ag electrode

Al electrode

n shell 

P 
core

Antireflection
shell

 

 
a. The spherical SPVC – after (Kyosemi, 2006) b. A simplified 2D axial-symmetric model 

Figure 12. The SPCV bead – an equivalent 2D axial model and the BCs in the DC problem 

This 2D axial model gives an estimate of the series resistance of the n-layer, which is part of 
the global series resistance of the SPVC. 

 
a. 2D Axial model b. 2D Cartesian model 

Figure 13. The 2D equivalent models of a spherical solar cell – electric field spectra 
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Another difficulty related to this design – if modelled at the SPVC level – is the staggered 
arrangement itself. It appears more convenient – and within satisfactorily accuracy limits – 
to rely on average, equivalent 2D SPVC models. The first concern is then to define an 
equivalent elemental cell that consistently represents the actual SPVC (Fig. 5). 
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First, a simplified 2D axial-symmetric model may be used to evaluate the current 
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Figure 13a shows the electrical field (voltage surface color map and equipotential contour 
lines), and the electric current flow (arrows and streamlines) within the shell, obtained by 
numerical simulation. 
The next step is to “flatten” the 2D axial model, i.e. to recast it into a 2D Cartesian model that 
comprises also the collector (aluminum) “territory” of the bead: the n shell is projected onto 
a circular crown that has the same series resistance as the actual spherical layer; the inner 
rim of the crown produces the same amount of current as the inner boundary of the 
spherical n-shell. The actual size of the aluminum patch that embeds the bead may make the 
object of another optimization problem. Figure 13b depicts the voltage (surface color map 
and contour lines) and the current flow (arrows and streamlines) when the external 
boundary is set to ground. Of course, symmetry may be used to simplify the problem, but 
the numerical effort to solve this linear problem for the entire domain is not significant. 
The 2D Cartesian model is further used to define the elemental cell of the structural 
optimization sequence. The elemental cell may contain a number of SP beads, and it is the 
smallest entity, the construct or “brick” that is optimized for minimum series resistance: its 
shape and structure are essential to the shape and structure of higher order constructs in the 
optimization sequence.  
(b) The elemental system 
The first elemental cell design we propose (Fig. 14a) is a simple system that, by constructal 
growth, may evolve into a staggered honeycomb SPVC ensemble (Fig. 11). It is assumed that 
the photovoltaic current leaves the cell through the vertices, and that the edges are 
electrically insulated. The only degree of freedom here is the relative position of the beads 
along the principal axes of the triangular surface, between vertices and the mass center. 
The ratio between the peak-voltage, wherever it occurs, and the total current produced by 
the SPV beads, defines the series resistance of the cell, Rs. Its inverse, the series conductance, 
is a quality factor (QF), a design quantity. As Rs depends on the relative position of the 
beads, we carried out numerical experiments to find the layout that leads to its minimum. 
Figure 14b shows the mesh produced by the adaptive algorithm used to solve the 
conduction problem. The circular interior boundaries are current source, and the vertices are 
patched with tiny metallic electrodes: they are the current ports to the structure. 

 
a. The elemental system b. The FEM mesh for elemental system – detail 

Figure 14. The computational domain in the honeycomb SPV ensemble optimization 

By symmetry grounds, the optimal elemental system should have the same type of symmetry. 
Figure 15 shows the voltage (surface map and contour lines), the current density (arrows), for 
three layouts, including the optimal design with highest QF (minimum, maximum voltage). 
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a. The wide spacing limit 

 
b. Optimal design 

 
a. The narrow spacing limit 

Figure 15. The electric field in the structural optimization of the elemental system 
(c) Higher order ensembles 
Next, the optimal elemental system is used to build higher order ensembles. The first 
construct is obtained by mirroring the elemental cell with respect to its edges (Fig. 16a).  

 
 

a. First order ensemble b. Second order ensemble 

  
c. Third order ensemble d. Fourth order ensemble 

Figure 16. The first four higher order SPVC ensembles – voltage and electric current 

As this simple replication does not guarantee an optimum first order construct, numerical 
experiments (Negoias & Morega, 2005) were needed to validate the optimality of this 
design: QF was evaluated for different positions of the SPV beads along the principal lines 
of the first construct. There are countless layouts that might be considered, however we 
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used the symmetry of this design to reduce the computational domain to 1/6 of its actual 
size, and the SPV beads were displaced such as to preserve symmetry. The analysis 
confirmed the layout obtained by mirroring the elemental cell, and the reason is that the 
aluminum foil has a very good electrical conductivity as compared to the cells. 
The mirroring technique may be pursued to generate ensembles of higher and higher order, 
thus propagating the triangular symmetry (Fig. 16b-d). Apparently, the inner regions are 
working at almost uniform voltage, and the vertices regions, acting as electrical terminals, 
are areas of higher voltage gradients.  
Remarkably, all constructs exhibit almost the same series resistance, which is a feature of 
constructal structures (Morega & Bejan, 2005), (Bejan, 2000). 

4.3 Honeycomb arrayed SPVC ensembles – a second model 
To exemplify the influence that the elemental system has in the shape of the higher order 
ensembles generated by the contructal growth technique, in this subsection we report a 
different approach to the honeycomb SPV ensembles optimal design.  
Here, we assume that by technological reasons (optimum spacing between spheres) there 
are no degrees of freedom in changing the size of the honeycomb (Fig. 11) – e.g., (SPP, 2006). 
We skip the optimization sequence for the elemental system that may make the object of a 
distinct investigation. In this sense, our approach is quasi-constructal. 

 
a. The elemental cell 

 
b. The FEM mesh 

 
c. The electric field – the voltage distribution 

Figure 17. The honeycomb SPVC elemental system 

Figure 17 shows the computational domain for the elemental system for the proposed 
packaging. The optimization was carried out by numerical simulation, and the mathematical 
model is made of eqs. (10) and (11) with appropriate boundary conditions. 
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The coloured disks in Fig. 17a represent the SVPCs, and the white background is the 
aluminium cathode. The port is seen at the boundary on the right. The white disks add to 
the high conductivity path to the exit port. Figure 17c shows the electric field by voltage 
surface map and contours. The hardest working point (of the highest voltage) is farthest 
from the exit port (the upper and lower vertices on the left edge of the elemental cell). 
Higher order ensembles are produced starting from the elemental system. Figure 18 shows 
the computational domains for the 1st, 2nd, 3rd, 4th order ensembles. Note that each new 
ensemble results by combining two, lower level optimized ensembles; in this process either 
one column or a row (depending on odd-even the order of the ensemble) is lost by partially 
overlapping the two constituent lower-level ensembles in order to preserve symmetry with 
an odd number of columns/rows. Also, the high conductivity path obtained by removing 
SPVCs preserves the same thickness in each ensemble. As seen from Fig. 18, depending on 
the ensemble order, the path that connects the high conductivity tree to the port on the 
boundary may be a either a straight or a saw-teeth-like strip. 

  
a. First order ensemble b. Second order ensemble 

  
c. Third order ensemble d. Fourth order ensemble 

Figure 18. Constructal ensembles – computational domains 

Figure 19 shows the voltage distribution on the first four higher order ensembles. As the 
order of the ensemble increases, the tree-like structure of the highly conductive material 
emerges: The tree is the flow architecture that provides the easiest (fastest, most direct) flow access 



Recent Advances in Modelling and Simulation 

 

332 

used the symmetry of this design to reduce the computational domain to 1/6 of its actual 
size, and the SPV beads were displaced such as to preserve symmetry. The analysis 
confirmed the layout obtained by mirroring the elemental cell, and the reason is that the 
aluminum foil has a very good electrical conductivity as compared to the cells. 
The mirroring technique may be pursued to generate ensembles of higher and higher order, 
thus propagating the triangular symmetry (Fig. 16b-d). Apparently, the inner regions are 
working at almost uniform voltage, and the vertices regions, acting as electrical terminals, 
are areas of higher voltage gradients.  
Remarkably, all constructs exhibit almost the same series resistance, which is a feature of 
constructal structures (Morega & Bejan, 2005), (Bejan, 2000). 

4.3 Honeycomb arrayed SPVC ensembles – a second model 
To exemplify the influence that the elemental system has in the shape of the higher order 
ensembles generated by the contructal growth technique, in this subsection we report a 
different approach to the honeycomb SPV ensembles optimal design.  
Here, we assume that by technological reasons (optimum spacing between spheres) there 
are no degrees of freedom in changing the size of the honeycomb (Fig. 11) – e.g., (SPP, 2006). 
We skip the optimization sequence for the elemental system that may make the object of a 
distinct investigation. In this sense, our approach is quasi-constructal. 

 
a. The elemental cell 

 
b. The FEM mesh 

 
c. The electric field – the voltage distribution 

Figure 17. The honeycomb SPVC elemental system 

Figure 17 shows the computational domain for the elemental system for the proposed 
packaging. The optimization was carried out by numerical simulation, and the mathematical 
model is made of eqs. (10) and (11) with appropriate boundary conditions. 

Multiphysics Modelling and Simulation in Engineering 

 

333 

The coloured disks in Fig. 17a represent the SVPCs, and the white background is the 
aluminium cathode. The port is seen at the boundary on the right. The white disks add to 
the high conductivity path to the exit port. Figure 17c shows the electric field by voltage 
surface map and contours. The hardest working point (of the highest voltage) is farthest 
from the exit port (the upper and lower vertices on the left edge of the elemental cell). 
Higher order ensembles are produced starting from the elemental system. Figure 18 shows 
the computational domains for the 1st, 2nd, 3rd, 4th order ensembles. Note that each new 
ensemble results by combining two, lower level optimized ensembles; in this process either 
one column or a row (depending on odd-even the order of the ensemble) is lost by partially 
overlapping the two constituent lower-level ensembles in order to preserve symmetry with 
an odd number of columns/rows. Also, the high conductivity path obtained by removing 
SPVCs preserves the same thickness in each ensemble. As seen from Fig. 18, depending on 
the ensemble order, the path that connects the high conductivity tree to the port on the 
boundary may be a either a straight or a saw-teeth-like strip. 

  
a. First order ensemble b. Second order ensemble 

  
c. Third order ensemble d. Fourth order ensemble 

Figure 18. Constructal ensembles – computational domains 

Figure 19 shows the voltage distribution on the first four higher order ensembles. As the 
order of the ensemble increases, the tree-like structure of the highly conductive material 
emerges: The tree is the flow architecture that provides the easiest (fastest, most direct) flow access 



Recent Advances in Modelling and Simulation 

 

334 

between one point (source, or sink) and infinity of points (curve, area, or volume). Among other 
practical applications of tree-shaped flow architectures note the cooling of electronics (Bejan, 
1997), (Ledezma et al., 1998), reconfigurable power networks (Morega & Ordonez, 2007), 
(Morega et al., 2006c, 2008) and the flows through porous media (Ordonez et al., 2003), 
(Azoumah, 2004). 

 

 

 

 

a. First order ensemble b. Second order ensemble 

 

 

 

 
c. Third order ensemble d. Fourth order ensemble 

Figure 19. Higher order constructal ensembles – electric field 

At this point it is instructive to investigate the surface grey map in Fig. 20: the current flow 
in the second order ensemble. It outlines clearly the cathode foil and the high conductive 
tree that conveys the current to the exit port on the boundary. 
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Figure 20. The cathode foil and the high conductive path evidenced by the current density 
spectrum in the second order ensemble 

The non-dimensional maximum voltage and the series resistance obtained by numerical 
simulation, for different conductivities ratio, σp/σ0 are given in Fig. 21a,b respectively. 

 
a. Maximum voltage drop 

 
b. Series resistance 

Figure 21. The maximum voltage and the series resistance for the first four ensembles for the 
honeycomb SPV modules (non-dimensional quantities) 

As expected, the higher conductivity ratio, the lower the voltage drop on the module, hence 
the lower the losses by series resistance. The optimized ensembles (continuous curves) have 
consistently lower series resistances than their unstructured counterparts (dashed curves). 
An important result exhibited by the optimized ensembles is that Rs does not vary with the 
ensemble order: this is an important feature of constructal structures and it evidences their 
scalability (Bejan, 2000). The fact that the proposed structural growth – from the elemental 
system to higher order ensembles – is scalable confirms – a posterirori – the constructal 
nature of the design that we adopted, imposed by the technological constrains that come 
with the assumed honeycomb pattern and the spherical packaging. 
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4.4 Wired spherical photovoltaic cells 
A different technology (Kyosemy, 2006) utilizes larger-size SPV cells that are provided with 
two, top and bottom electrical contacts, which allow connecting the cells in ensembles 
through thin wires – in parallel or series – to deliver higher current and voltage. As for the 
honeycomb module, the spacing between cells, or the “domain of existence” for a SPVC, is 
not a degree of freedom in the optimization process, and it is assumed imposed by 
technological grounds: the spheres should not shadow each other, nor should they be too 
loosely packed since the module has to be compact. 
The optimization process starts by assuming an elemental system made of a pair of 
interconnected SPVCs (Fig. 22a). As the SPVCs are embedded in an electrically insulating 
mass, the elemental system is reduced to a pair of the SPVCs and the interconnecting wires. 
All sides are insulated, except for the port where the current leaves the structure. Here too, 
the structural, quasi-constructal design and its optimization were carried out by numerical 
simulation. The mathematical model for the kinetic, DC electric field is made of eqs. (10), 
(11) and appropriate boundary conditions (Morega et al., 2006a). 

 
 
 

 
a. Computational domain 

 
 
 

 
b. Electric field – voltage 

Figure 22. The elemental system for the wired SPVC made of pair of cells 

Figure 22b shows the voltage distribution (surface color map and contour lines), and the 
current density path through streamlines for the elemental system. 
The constructal growth follows by first merging two mirroring elemental cells. Then, two 
first-order ensembles are joined into a second order ensemble, and so on. Figure 23 displays 
the electric field through the voltage and current density spectra for the first three higher 
order ensembles. 
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a. First order ensemble 

 
c. Third order ensemble 

 
b. Second order ensemble 

Figure 23. The electric field distribution for several higher order ensembles of wired SPVCs 

The simulation results are synthetically presented through the maximum voltage (Fig. 24).  

 
Figure 24. The maximum voltage drop for wired SPV ensmebles (non-dimensional 
quantities) 

Apparently, Vmax decreases as the conductivity of the high conductivity material increases. 
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Figure 25. The series resistance for wired SPV ensembles (non-dimensional quantities) 

Figure 25 shows the series resistance for the elementary cell (n = 0) and the first three higher 
order ensembles (n = 1, 2, 3) as functions of the conductivities ratio, σp/σ0. 
Clearly, the maximum voltage drops as the conductivity of the high conductivity material 
increases, which means that the overall voltage drop due to the series resistance is also a 
decaying function of σp/σ0. 
As for the honeycomb SPVC ensembles, these results suggest that for higher conductivities 
ratios all ensembles exhibit almost the same series resistance: a feature consistent with the 
constructal optimization process. 

5. Conclusions 
In the structural optimization conducted through analytic and numerical simulation the 
following conclusions were drawn: 
• The constructal principle is deterministic, based on the outlining physical laws in the 

system under investigation. The optimal series resistance, RS, of the PV ensembles are 
constructed starting from an elemental system, in a time arrow from small to large. This 
technique differs fundamentally from non-deterministic (i.e., postulated) designs, e.g., in 
a top-down sequence from higher order to lower order ensembles. 

• The structural optimization used to design each building block and ensemble provides 
for the minimization of the PV series resistance, or optimal electrical current access. The 
optimized ensemble exhibits the easiest access of its internal current. 

• The result of the PV RS optimization is a structure where the total current is driven to 
the exterior (terminal) by the smallest voltage drop. This results also in the smallest 
power loss by the series resistance of the PV system.  

• The starting point in the design is the optimization of the elemental system by utilizing 
the underlying physical laws (here, Maxwell). 

• Beginning with the second order flat-surface PV ensemble, one particular rule emerges: each 
new ensemble is made of two, lower order, optimized ensembles of the immediately lower level of detail. 

• Although not optimal in a strict mathematical sense, the PV ensembles of order higher 
than two are the best blocks that fit together. 
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• The optimization based on the analytic solution is valid when the conductivities ratio 

    σP σ 0 >> 1 , and when the porosity   φi << 1. 
• Constructal minimization of RS leads to a design that is not only optimal: it has also a 

naturally attractive appeal, where the collector fingers are seen to evolve naturally into 
busbars. Therefore, depending on the shape of the elemental system (rectangular 
geometry in our analysis), the optimized structures produced by this design may cope 
with aesthetic criteria requested by architectural and design goals with which PV 
ensembles have to comply. 

• Numerical simulation and the commonly available hardware resources have reached 
the level where they complement the design tools in engineering. 
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1. Introduction 
Developed countries have made great efforts to improve air quality through adopting clean 
air plans, which have included measures such as demanding emission and air quality 
regulations, continuous air quality monitoring in urban/industrial centres and use of 
cleaner fuels such as natural gas. Meanwhile, in developing countries there is a clear 
phenomenon of migration from the countryside to the city, which has brought with it 
greater emissions into the atmosphere, mainly produced by biofuels used in cooking and 
heating and increasing traffic (Scholorling, 2000; Laakso et al., 2006) with the additional 
difficulty that in these countries the tendency is to have a stock of old, badly maintained 
vehicles. These factors have produced far-reaching changes in air quality in urban contexts, 
especially in the 1990s, when the majority of clean air plans were tightened up (Baldasano et 
al., 2003).  
At the same time, markets for mobile devices have grown strongly in areas with high 
particle and pollutant concentrations (e.g., Asia, Africa and South America). Exposure to a 
high amount of fine particles, and the resulting contamination and corrosion, is a potential 
future reliability risk. To avoid this risk, one must understand the basic physics of particle 
drifting and, in addition, know the chemical and physical properties of the atmospheric 
aerosol particles. This includes the mapping and investigation of atmospheric 
measurements. 
Telecommunication equipment is exposed to various kinds of stresses in the course of its life 
(Roberge et al., 2002; Hannula 2001; Ojala & Väkeväinen 2001; Väkeväinen et al., 2001). The 
stresses can be divided into mechanical, chemical, thermal, electrical and radiation stresses. 
The transport of potentially harmful chemical substances, partly or totally bound to fine 
particles, takes place via molecular diffusion and advection by air flow. Both direct 
measurements and simulation of flow velocities in electronic devices are complicated tasks, 
because of the detailed and heterogeneous structure of these devices. In addition to complex 
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1. Introduction 
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future reliability risk. To avoid this risk, one must understand the basic physics of particle 
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aerosol particles. This includes the mapping and investigation of atmospheric 
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Telecommunication equipment is exposed to various kinds of stresses in the course of its life 
(Roberge et al., 2002; Hannula 2001; Ojala & Väkeväinen 2001; Väkeväinen et al., 2001). The 
stresses can be divided into mechanical, chemical, thermal, electrical and radiation stresses. 
The transport of potentially harmful chemical substances, partly or totally bound to fine 
particles, takes place via molecular diffusion and advection by air flow. Both direct 
measurements and simulation of flow velocities in electronic devices are complicated tasks, 
because of the detailed and heterogeneous structure of these devices. In addition to complex 
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structure, the effect of heat-producing components has to be taken into account since they 
may alter both the flow velocity and the structure of the device. 
The main objectives of the study were to understand the basic chemistry and physics of 
• fine particles, air pollution penetration and 
• drifting of coarse particles (dust/sand) 
into mobile device electronics (e.g., speakers, RF shields and metal display structures, which 
are the most sensitive to air pollution). Special attention was directed to so-called 
accumulation-range particles (80 to 1000 nm in diameter) because they are assumed to 
penetrate constructions such as mobile phones easily and their mass and reactive surface 
area is relatively large when compared to smaller particles. 
Based on this information, the key aims were: 
1. Understanding of particle drifts in miniature structures as phenomena. 
2. Estimated particle size and number/mass distributions in various use environments. 
3. A report concerning particle drifting and deposition in selected mobile devices, 

including estimation of good and possibly bad material and structural solutions. 
4. A verified estimation model for particle drifting in miniature structures capable of 

estimating dependency on structural differences and particle sizes. 
5. Establishment of the link between test conditions and real usage conditions, by using 

simulation methods. 
Our approach has included several steps (see Fig. 1): 
1. Development of a model for transport in air both inside and outside the equipment. 
2. Development of a model for contamination processes – most often small particles in our 

cases. 
3. Combining and simplification of this knowledge to create a contamination model able 

to predict phone contamination in a real user environment throughout the phone’s 
service life. 

Each step includes several smaller tasks (see Fig. 1). For example, study of air exchange was 
carried out in separate steps. First, gas flows in the mobile phone were investigated via the 
helium-based leakage method (its first application to electronic devices), and we observed 
that the results had no real meaning without extensive modelling. Next, these results were 
fitted by analytical models, incapable of any predictive calculations, to approximate 
diffusivity and permeability inside the phone. After that, a much more complicated 
numerical model was developed. A commercial tool, FEMLAB®, was applied to both apply 
realistic geometric structures and link several physical phenomena: transport of mass, heat 
and momentum. Finally, the numerical model was modified for cases where temperature 
differences (due to the heat-producing components) drive the gas transport. These four 
steps enabled calculation of air exchange coefficient values for a specific mobile phone 
model, for a typical use situation: phone on and vertically oriented. 
The deposition of harmful aerosol particles in a mobile phone was approached with a 
similar multi-step approach: Deposition of different-sized particles was estimated via a 
combination of analytical and numerical approaches. For this, a coupled particle 
convection/diffusion and flow velocity model was developed to estimate deposition 
coefficients. First, equations for the flow velocity calculations and aerosol particle transport 
were formed. Second, the equations were implemented in FEMLAB® with Chemical 
Engineering Module. Finally, the model was applied in calculating important parameter 
values needed in the simplified contamination model. 
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Data from these two steps, gas exchange and deposition, could then be combined with 
experimental field data, phone user characteristics and an indoor air model modified to be 
suitable for the conditions inside a phone. 

Helium test 1 Helium test 2
Physical dimensions 
of the mobile phone

Results from some other 
tests: internal surface 

area, porosity etc

Three simple box 
models -> estimate 
of G in horizontal 

(thickness) direction

Fitting of exponential 
curve and physical 

dimensions -> estimate of 
G in vertical direction

Femlab-model for helium 
transport in helium test 1. The 

porous media model was applied 
and horizontal and vertical G

values were fitted -> 
Femlab flow model

Physical behaviour (diffusion and settling) of 
aerosol particles as function of particle diameter

Femlab-models for particle transport into and out of 
the phone -> deposition rates and penetration 

coefficients; and understanding of particle transport 
as function of particle diameter and ventilation rate

Estimations of users’ profiles: 
how many and how long 

phone calls per day

Femlab-model for temperature 
difference driven air exchange in a 

system similar to helium test 1 
except temperature field, which was 
set to simulate realistic conditions of 

a mobile phone

Model 
application
gives an 

estimate of air 
exchange 

coefficient, l

Phone contamination model 
applications -> estimations 
of phone contaminations
in different environmental 
conditions and in different 

use

Measured or estimated fine particles number 
and mass distributions in certain different 

ambient air conditions in the world  
Figure 1. A schematic picture of the models and input parameters used in this study 

2. Aerosol particles as a contaminating substance 
Contamination of mobile devices may be caused by chemical compounds either in gas phase 
or bound to particles; water, either vapour or aqueous, is a very important contaminant and 
is discussed separately below. 

2.1 Effect of chemical composition 
Contamination caused by chemical compounds is one of the stresses detected in the 
structures of small electronic devices. The transport of chemical compounds is caused by 
molecular diffusion and advection by air flow. Chemical contamination is a very complex 
and unwanted phenomenon, which causes deposition formation on the surfaces of devices. 
Despite measurements, control and simulation of flow velocities in electronic devices, the 
problem of contamination still remains among the unsolved problems. Contamination leads 
to reduced functionality of the devices, increased power demand and a shortened life. 
Further, small devices have to be designed so that the effect of contamination is minimised, 
because the small structures of devices cannot be cleaned mechanically or chemically.  
The contamination rate, the chemical composition and the physical properties of material 
deposited on the device surfaces depend on, e.g., outside and indoor air, air flows inside the 
devices, ambient operation temperatures and the construction materials of the devices. The 
contamination by chemical compounds is based on the deposition formation by 
crystallisation and surface reactions. Surface reactions are very harmful, because in a very 
short time they can change the surface properties (structural and electrostatic) of devices. 
Therefore, it is important to know the chemical compounds causing the contamination and 
possible reactions inside the devices. After that, the attachment of depositions can be 
controlled by choosing the materials for construction such that the interactions between 
device surfaces and depositions are as weak as possible. 
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Data from these two steps, gas exchange and deposition, could then be combined with 
experimental field data, phone user characteristics and an indoor air model modified to be 
suitable for the conditions inside a phone. 

Helium test 1 Helium test 2
Physical dimensions 
of the mobile phone

Results from some other 
tests: internal surface 

area, porosity etc

Three simple box 
models -> estimate 
of G in horizontal 

(thickness) direction

Fitting of exponential 
curve and physical 

dimensions -> estimate of 
G in vertical direction

Femlab-model for helium 
transport in helium test 1. The 

porous media model was applied 
and horizontal and vertical G

values were fitted -> 
Femlab flow model

Physical behaviour (diffusion and settling) of 
aerosol particles as function of particle diameter

Femlab-models for particle transport into and out of 
the phone -> deposition rates and penetration 

coefficients; and understanding of particle transport 
as function of particle diameter and ventilation rate

Estimations of users’ profiles: 
how many and how long 

phone calls per day

Femlab-model for temperature 
difference driven air exchange in a 

system similar to helium test 1 
except temperature field, which was 
set to simulate realistic conditions of 

a mobile phone

Model 
application
gives an 

estimate of air 
exchange 

coefficient, l

Phone contamination model 
applications -> estimations 
of phone contaminations
in different environmental 
conditions and in different 

use

Measured or estimated fine particles number 
and mass distributions in certain different 

ambient air conditions in the world  
Figure 1. A schematic picture of the models and input parameters used in this study 

2. Aerosol particles as a contaminating substance 
Contamination of mobile devices may be caused by chemical compounds either in gas phase 
or bound to particles; water, either vapour or aqueous, is a very important contaminant and 
is discussed separately below. 

2.1 Effect of chemical composition 
Contamination caused by chemical compounds is one of the stresses detected in the 
structures of small electronic devices. The transport of chemical compounds is caused by 
molecular diffusion and advection by air flow. Chemical contamination is a very complex 
and unwanted phenomenon, which causes deposition formation on the surfaces of devices. 
Despite measurements, control and simulation of flow velocities in electronic devices, the 
problem of contamination still remains among the unsolved problems. Contamination leads 
to reduced functionality of the devices, increased power demand and a shortened life. 
Further, small devices have to be designed so that the effect of contamination is minimised, 
because the small structures of devices cannot be cleaned mechanically or chemically.  
The contamination rate, the chemical composition and the physical properties of material 
deposited on the device surfaces depend on, e.g., outside and indoor air, air flows inside the 
devices, ambient operation temperatures and the construction materials of the devices. The 
contamination by chemical compounds is based on the deposition formation by 
crystallisation and surface reactions. Surface reactions are very harmful, because in a very 
short time they can change the surface properties (structural and electrostatic) of devices. 
Therefore, it is important to know the chemical compounds causing the contamination and 
possible reactions inside the devices. After that, the attachment of depositions can be 
controlled by choosing the materials for construction such that the interactions between 
device surfaces and depositions are as weak as possible. 
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2.2 Fine particles and their deposition mechanisms inside an electronic device 
Particles of different sizes come from different sources (see Fig. 2) (Seinfeld & Pandis, 1998). 
Nucleation-mode particles result from gas-to-particle conversion of different chemical 
compounds, like sulphuric acid and ammonia. Some nucleation-mode particles are also 
emitted directly from gasoline engines (Harris & Maricq, 2001). Aitken-mode particles are 
directly emitted from traffic exhaust, mainly diesel engines. They also result from 
condensational growth of nucleation-mode particles. Accumulation-mode particles originate 
from industrial combustion and re-suspension from roadbeds. Some particles also originate 
from natural sources like sea spraying and cloud processing of particles and vapours. The 
more polluted the air is, the more accumulation particles there are. 
One-micron particles may come from natural sources, re-suspension and combustion, 
whereas particles of between 1 and 10 microns are mainly mechanically generated; dust, 
re-suspension, results of industrial processes and sea salt. In developing countries, the main 
sources are direct emissions from traffic, domestic coal- and biomass-burning and industry.  
When an electronic device is used, it is exposed to aerosol particle pollution. Pollution can 
be transported into the phone by four different mechanisms: 
• Convection. Several components heat up during operation. The temperature differences 

induce convection air flows that can transport aerosol particles into the phone. 
• Thermal expansion. Another, possibly important transport mechanism is the thermal 

expansion of the gas inside the device. If, e.g., the temperature of the gas changes from 
25 ºC to 85 ºC, the volume of the gas changes about 20%. When the air cools down, its 
volume decreases and new air is imported to the device.  

• Mechanically drifting powder material.  
• Coarse material (lint, sand and metal particles from keys and the like) is also 

transported from pocket or bag to the device. 
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Figure 2. Size scales of aerosol particles. Scale does mean a representative regional transport 
distance of different particle sizes. It is a combination of typical wind speed and loss 
mechanisms. For example, nucleation-mode particles coagulate with bigger particles, while 
coarse particles are deposited rapidly by gravitation. Typical sources and examples of 
particle types are also shown 
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Figure 3. Aerosol particle deposition mechanisms 

Once in the device, aerosol particles may be deposited on the internal surfaces of the device. 
Depending on the aerosol particle size, different mechanisms deposit them in devices. A key 
aerodynamic property in deposition is the aerodynamic size. For airborne particles, 
aerodynamic size depends on the particle’s shape and density. The aerodynamic size differs 
from the actual size and accounts for the aerodynamic behaviour of an aerosol. Of all sizes, 
the accumulation-mode range (0.1–1 µm) penetrates most efficiently through any filter or 
construction. This is because smaller particles are filtered due to Brownian diffusion, 
whereas bigger ones are affected by gravitational settling. 
The most important deposition mechanisms of airborne particles in electronic devices are 
sedimentation, impaction, Brownian diffusion, interception and thermophoresis and 
electrophoresis. These mechanisms are summarised in Fig. 3 and discussed below. 
• Sedimentation. Sedimentation represents deposition caused by gravity. The chance of 

particle deposition in the device by sedimentation increases as the particle size, particle 
density and amount of time (residence time) spent in the airway increase. Deposition by 
sedimentation is important for particles with an aerodynamic diameter greater than 0.5 
µm. 

• Impaction. When the aerodynamic diameter is larger than 1 µm, particles can be 
deposited on external device surfaces. The chance of impaction increases as the air 
velocity, particle size and particle density increase. 

• Brownian Diffusion. For particles with an aerodynamic diameter less than 1 µm, 
Brownian diffusion is a major means of deposition in airways where the bulk flow is 
very low or absent. Deposition by Brownian diffusion is especially important for 
particles with aerodynamic diameters less than 0.2 µm. Deposition by Brownian 
diffusion is unimportant for relatively large particles. 

• Interception. Particle deposition in the air tract can occur when the edge of the particle 
contacts the airway wall. For elongated particles (e.g., fibres), interception is an 
important respiratory-tract deposition mechanism. The chance of particle interception 
increases as the airway diameter becomes smaller. 

• Thermophoretic and electrophoretic forces. Aerosol particles are often electrically charged. 
When they are, they can exhibit greater regional deposition than would be expected 
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from their size, shape and density. The same applies also for strong temperature 
gradients, which drives particles from warm to cold places. 

According to current knowledge, there can be several possibly harmful (for mobile 
electronic devices) properties of aerosol particles: 
• Contamination. Contamination has adverse effects on conductivity. It also makes 

screens dirty and may damage connectors. 
• Contamination combined with chemical effects like corrosion. In this case also relative 

humidity (RH) and temperature (T) are important. In addition to aerosol particles, air 
flows transfer water vapour and other gases to the phone. Small aerosol particles are 
often acidic on account of, e.g., sulphuric compounds. Even if the relative humidity is 
low, some chemical compounds are hygroscopic and may attract water vapour. If air 
temperature decreases, vapours condense on the internal surfaces because the 
saturation vapour pressure is a strong function of temperature. If, for example, the 
temperature of the phone decreases from 30 ºC to 24 ºC at a relative humidity of 70%, 
condensation takes place. 

• The possible effect of aerosol particles on harmful gas compound (e.g., SO2) deposition. 
If the surface is covered with aerosol particles, its area can increase greatly, which 
increases the deposition of gaseous pollutants. 

2.3 Effect of water vapour  
Water is present in everyday life in many forms, and a cubic metre of typical indoor air 
contains 5–20 grams of it, depending on temperature and relative humidity. This air-bound 
humidity is easily transported wherever the air itself goes. If the temperature is dropping, 
the water stored in air may precipitate and attach to surface structures; in combination with 
chemical compounds (possibly in particle form), this water may be very corrosive or 
otherwise harmful. Our studies have focused mainly on particulate matter, but they are 
closely linked to water studies via estimation of air exchange between the device and its 
environment, and the polluting potential of particle-bound chemicals. 

3. Laboratory studies of particle exposure  
In an aim to understand the processes of contamination by particles, the following 
experimental studies were carried out: 
1. Three sets of copper samples were prepared and exposed to ammonium sulphate 

aerosol particles. The idea was to find a laboratory method to investigate aerosol 
particle penetration into the phone. 

2. The copper samples were investigated by measuring their electrical conductance and 
using two ion beam methods to determine the surface impurity concentrations. 

3.1 Exposure of samples by ammonium sulphate 
A polydisperse ammonium sulphate aerosol was generated from an aqueous solution with 
an atomiser. Droplets from a sprayer were mixed with dry air to solidify the particles. The 
diluted dry aerosol size distribution was measured using a DMPS where aerosol passed 
through a charger (bipolar Am-241 neutraliser) and the size distribution of the particles was 
measured with a differential mobility analyser (DMA) and a condensation particle counter 
(CPC). The size measurements were done by scanning the voltage of the DMA. The mean 
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particle size in the experiments was about 50 nm, and the total number concentration was 
on the order of 50,000 cm-3. 
The exposures of the copper samples were done in a container (10 cm in diameter and 4 cm 
high) through which the aerosol was led. The exposure times were 1 day and 4 days for the 
two pilot samples (case A). A second set of exposures (case B) was done for 4 days and 8 
days. For both periods, 2 copper and 2 carbon plates were exposed. Copper plates were 
investigated with the ERDA method and carbon plates with the RBS method (see section 
4.2). In the third experiment set (case C) the samples were prepared by evaporating a 
100 nm copper layer on top of a silicon wafer in order to obtain a clean and smooth surface 
for exposure to ammonium sulphate particles. 

3.2 Ion beam analysis 
Two different ion beam methods were used for the analysis of the atomic concentrations of 
different elements on the surfaces of the exposed samples. In both of these methods, the 
concentration values are based on the detection of the products from scattering reactions 
between accelerated primary ions and target atoms in the samples under study. The 
scattering reactions are caused by Coulomb interaction, which is well understood, thus 
enabling us to obtain accurate results without the use of standard samples. 
In the Rutherford backscattering spectrometry (RBS) measurements, 2-MeV He ions were 
used as incident ions. The RBS method gives accurate and reliable concentration values for 
impurity atoms, which have higher mass than the main constituents of the sample. This is 
why carbon backings were used in the RBS measurements. The results indicated clearly the 
existence of sulphur on the sample surfaces, but no distinct correlation was seen between 
the exposure time and the sulphur concentration. This may be connected to the observation 
of large amounts of other impurities in the samples. 
In elastic recoil detection (ERD) measurements, 20-MeV iodine ions were used as incident 
ions. A time-of-flight – energy detector was used to detect simultaneously the energy and 
the velocity of the recoiled target atoms at an angle of 40º relative to the incident beam 
direction. This made it possible to separate different masses of each recoil atom species, and 
thus to determine at the same time concentrations of all different elements in the samples, 
from hydrogen up to the heaviest existing atoms. Exposed copper plates and copper films 
on silicon wafers were analysed with the ERD method. 
The results from copper plates indicated the existence of sulphur, among many other 
impurities, on the sample surfaces, but no clear correlation was seen between the exposure 
time and the sulphur concentration. This was mainly because of the large amounts of other 
impurities on the samples; even on the reference samples, which were not exposed to 
ammonium sulphate particles. 
The results from evaporated copper films indicated clear correlation between the aerosol 
exposure time and impurity concentrations. A large difference between the two samples 
with longest exposition times can be explained by the position non-homogeneity in the 
exposition, which was optically visible on the sample surfaces. A surprising result was the 
relatively large amount of chlorine on the sample surfaces. The sources of chlorine 
impurities are currently unknown. 
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exposition, which was optically visible on the sample surfaces. A surprising result was the 
relatively large amount of chlorine on the sample surfaces. The sources of chlorine 
impurities are currently unknown. 



Recent Advances in Modelling and Simulation 

 

348 

4. Air-exchange experiments and modelling 
It is difficult to model directly and productively the air flow inside electronic devices 
without any experimental data. Therefore, we carried out some helium experiments before 
starting the model development work. The helium method is based simply on use of this 
inert, small-sized and rather easily analysed noble gas as a tracer in air flow measurements 
(see, e.g., Hartikainen et al., 1994). 

4.1 Helium experiments 
In the first part of the experimental study, the phone was placed inside a metal chamber. 
The helium injection capillary was connected to the right corner of the bottom of the phone, 
the nitrogen input was connected to the bottom left corner of the metal chamber and the 
helium exhauster in the upper right corner of the metal chamber (see Fig. 4). First, pure 
helium was injected inside the phone over 20 seconds, and then the injection capillary was 
closed. The mixed gas (N2 + He) flux was measured, and the time constant of total gas flow 
was calculated from the measured break-through curve (see Fig. 5). The calculated time 
constant of the total gas flow was 411 seconds. 
In the second part of the study, the phone was sealed with elastic gas-tight material (see Fig. 6). 
Only the selected measuring point was unsealed. The measurement protocol was as follows: 1. 
Helium was injected inside the phone from point 1 and the overproduction flowed out from 
point 2. After the phone was filled, both the entry (point 1) and the exit (point 2) channels were 
closed (see Fig. 6) for 60 seconds. Then the out-flowing gas for the chosen measuring point was 
measured by helium exhauster. The typical break-through curve is shown in Fig. 7. Local gas 
flow values were measured from 15 different points (see Table 1). 
Results are given as relative gas flow values for every measurement point and as the total 
time constant. The relative gas flow values were calculated by dividing the measured 
maximum values (average value of 1.6 to 1.8 minutes) by the maximum value at a reference 
point. 
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Figure 4. The experimental set-up for the total gas flow through the cover 
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Figure 5. The total gas flow break-through curve 

4.2 Analytical helium models 
In total, four models (three analytical models and one numerical model, He-fit – see Table 2) 
were developed to utilise the helium test data from the first experimental set-up. The second 
helium experiment was fitted by a simple exponential function. 
The measured total and void volumes, 70 and 28 ml, respectively, give a porosity value of 
0.4. With the macroscopically measured internal surface area, 38,000 ± 10,000 mm2, the ratio 
to void volume gives about 1.4 ± 0.4 mm for mean free distance between internal surfaces.  
The simple analytical models consist of two reservoirs, denoted reservoir 1 (free volume of 
the measurement chamber) and reservoir 2 coupled only to reservoir 1 (internal volume of 
the mobile phone), the volumes of which are 1V  and 2V , respectively (see Fig. 8). There was 
constant air flow into and out of reservoir 1. The mean velocity at the outlet was outv  and 
the surface area outS . Between the reservoirs the studied compound is assumed to have an 
exchange velocity of intv , which is assumed to flow by a surface area of intS . Initially the 
concentrations in reservoirs 1 and 2 were zero and 0c , respectively. 
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Figure 6. The experimental set-up for the local gas flow through the cover 
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In the second part of the study, the phone was sealed with elastic gas-tight material (see Fig. 6). 
Only the selected measuring point was unsealed. The measurement protocol was as follows: 1. 
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Figure 5. The total gas flow break-through curve 

4.2 Analytical helium models 
In total, four models (three analytical models and one numerical model, He-fit – see Table 2) 
were developed to utilise the helium test data from the first experimental set-up. The second 
helium experiment was fitted by a simple exponential function. 
The measured total and void volumes, 70 and 28 ml, respectively, give a porosity value of 
0.4. With the macroscopically measured internal surface area, 38,000 ± 10,000 mm2, the ratio 
to void volume gives about 1.4 ± 0.4 mm for mean free distance between internal surfaces.  
The simple analytical models consist of two reservoirs, denoted reservoir 1 (free volume of 
the measurement chamber) and reservoir 2 coupled only to reservoir 1 (internal volume of 
the mobile phone), the volumes of which are 1V  and 2V , respectively (see Fig. 8). There was 
constant air flow into and out of reservoir 1. The mean velocity at the outlet was outv  and 
the surface area outS . Between the reservoirs the studied compound is assumed to have an 
exchange velocity of intv , which is assumed to flow by a surface area of intS . Initially the 
concentrations in reservoirs 1 and 2 were zero and 0c , respectively. 
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Figure 6. The experimental set-up for the local gas flow through the cover 
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Measuring point Relative gas flow value
A 13,700 
B 1 
C 9,100 
D 5,100 
E 12,500 
F 8,400 
G 9,100 
H 7,500 
I 1 
J 8,900 
K 11,700 
L 8,600 
M 10,800 
N 10,100 
O 73,100 

Table 1. The relative gas flow value at point B was equivalent to that at reference point I 

 

 
Figure 7. Typical break-through curve for measuring spot H 

Name Description 
S1a Basic analytical model for test case 1 
S1b Well-mixed analytical model for test case 1 
S1c Model S1a without re-flow into mobile phone 
S2 Basic analytical model for test case 2 
Nfit Numerical model for test case 1 
Nflow Numerical model for mobile phone flow simulation

Table 2. List of models 
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Figure 8. A schematic picture of reservoir volumes used in analytical models 

The internal exchange velocity may follow from both molecular diffusion and gas flow, and 
we assume that the diffusion flux density is a product of diffusivity D0 (of helium in this 
case, 6.8·10-5 m2/s) and gradient of concentration, c. A further simplification is that the 
gradient is approximated by the ratio of mean concentration to characteristic length scale L. 
The internal structure of a mobile phone is quite complicated, causing lengthening of the 
diffusion path, which is taken account of by correcting the diffusivity via geometric factor G 
(van Brakel & Heertjes, 1974). According to these assumptions, the diffusion flux density 
(see, e.g., Hinds, 1999), J, may be written as 

 = − ≅ − 0
dc cJ D GD
dx L

 (1) 

where = 0D GD . If we approximate the mobile phone as a porous medium, the internal 
surface area, intS , is simply total external surface area S multiplied by the porosity, ϕ . 
Therefore, the diffusion flux, q, is given as 

 = ≅ −int int intq S J S v c  (2) 

where =int 0v GD L . 
The characteristic length may be approximated from the dimensions of the mobile phone to 
be about 20–50 mm. Geometric factor G is then a fitting parameter and describes the internal 
structure of the mobile phone. 
First, we developed a model (S1a) for helium test 1 by applying the internal exchange 
velocity. We can write the following system of linear differential equations for mass 
balances of the studied compound in both reservoirs: 

 
( )

( )

⎧ = − + −⎪⎪
⎨
⎪ = − −
⎪⎩

1
1 out out 1 int int 2 1

2
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dt
dcV v S c c
dt

  (3) 
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The solution with correct initial value is 
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Figure 9. Results of the fittings of the three different analytical models, along with the results 
of the fitting of the numerical model 

Two extreme cases are worth examination: well-mixed (S1b) and a system without return 
flux into the mobile phone (S1c). The solution for S1b is simply exponential, and S1c has 
solution 
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After fitting the models to one of the experimental data sets, we observed that the simple 
well-mixed gave the best fit for long times, and the model with internal flux not depending 

New Methods to Model and Simulate Both Air Exchange 
and Particle Contamination of Portable Devices 

 

353 

on the external concentration was best at the beginning. All of the model fittings described 
below are shown in Fig. 9. For internal exchange λint  we obtained the best fit with a value of 
0.0156 s-1. It is possible to estimate G from Eq. 10 (ϕ = 0.3), which gives G = 0.03. Finally, the 
helium diffusivity in this structure will be 2·10-6 m2/s. 
At the start of the second helium test measurement, there was a peak value (see Fig. 9), but 
after that the flux decreased clearly exponentially and the fitting gave the value 0.0029 s-1 for 
coefficient λint . 

4.3 Numerical helium models 
In addition to analytical models, a phenomena-based (diffusion, fluid flow and thermal 
conduction) model was developed both for prediction of air-exchange values for this work 
and to be extended and applied in other systems. The complexity of this model makes only 
numerical solutions available. FEMLAB® (Comsol AB, 2004a), a commercial interactive 
environment for modelling and solving problems on the basis of partial differential 
equations, was chosen as the numerical tool. For particular classes of problems, special 
modules providing a more comfortable working environment are available. In this work, the 
Chemical Engineering Module (Comsol AB, 2004b) was applied. 
A Navier-Stokes model and Brinkman equation were used to calculate two-dimensional 
velocity ( ,x yv v ) and pressure fields P outside and inside the mobile phone, respectively. 
The Brinkman equation is an extension of the well-known Darcy's law. It is possible to add a 
force field to Navier-Stokes equations, enabling, for example, modelling of free convection, 
when the temperature field is given. Conduction-convection was used to calculate 
temperature in two dimensions. 
To model in more detail the transport of helium out of the phone, we developed a numerical 
model as explained below. The model geometry is shown in Fig. 10. The mobile phone was 
assumed to be an anisotropic porous system with porosity ϕ  = 0.3. The transport was 
assumed to occur by diffusion and convection both in the external volume and inside the 
mobile phone. The air density, ρ , was assumed to be 1.2 kg/m3, and dynamic viscosity was 
equal to η  = 1.8·10-5 Pa s. The permeability, κB , needed in the Brinkman equation was fixed at 
1.2·10-5 m2, which is near the value calculated for flow between flat surfaces with a distance of 
1.4 mm. The total number of elements was varied from 3,000 to 8,000. Time-dependent 
simulations were extended from 0 to 1,000 seconds, with logarithmic output times. 
The best fit to the experimental data was obtained with G = 0.007 in the horizontal direction, 
and, as assumed, ten times higher in the vertical direction. The modelled out-flow curve is 
also shown in Fig. 9. The fitted G values were then applied in gas flow modelling 
calculations with the same geometry. The simulated state of the system 7, 52, 139 and 373 
seconds after the injection of helium was stopped is shown in Fig. 11. 
To estimate the ventilation coefficient (the ratio of the exchanged air volume per unit time to 
the volume of the system) inside the mobile phone, the same geometry as in diffusion 
transport calculations was applied. The Brinkman equation in the applied tool is isotropic, 
and therefore the G value was chosen to be the same for both directions. 
Finally, we modified the numerical model for cases where temperature differences (due to 
the heat-producing components) drive the gas transport. This last model was then applied 
to estimate ventilation coefficients, which may be used in models estimating the long-term 
contamination of electronic devices. The temperature of the in-flowing gas was set to 25 ºC, 
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The solution with correct initial value is 
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of the fitting of the numerical model 

Two extreme cases are worth examination: well-mixed (S1b) and a system without return 
flux into the mobile phone (S1c). The solution for S1b is simply exponential, and S1c has 
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After fitting the models to one of the experimental data sets, we observed that the simple 
well-mixed gave the best fit for long times, and the model with internal flux not depending 
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on the external concentration was best at the beginning. All of the model fittings described 
below are shown in Fig. 9. For internal exchange λint  we obtained the best fit with a value of 
0.0156 s-1. It is possible to estimate G from Eq. 10 (ϕ = 0.3), which gives G = 0.03. Finally, the 
helium diffusivity in this structure will be 2·10-6 m2/s. 
At the start of the second helium test measurement, there was a peak value (see Fig. 9), but 
after that the flux decreased clearly exponentially and the fitting gave the value 0.0029 s-1 for 
coefficient λint . 

4.3 Numerical helium models 
In addition to analytical models, a phenomena-based (diffusion, fluid flow and thermal 
conduction) model was developed both for prediction of air-exchange values for this work 
and to be extended and applied in other systems. The complexity of this model makes only 
numerical solutions available. FEMLAB® (Comsol AB, 2004a), a commercial interactive 
environment for modelling and solving problems on the basis of partial differential 
equations, was chosen as the numerical tool. For particular classes of problems, special 
modules providing a more comfortable working environment are available. In this work, the 
Chemical Engineering Module (Comsol AB, 2004b) was applied. 
A Navier-Stokes model and Brinkman equation were used to calculate two-dimensional 
velocity ( ,x yv v ) and pressure fields P outside and inside the mobile phone, respectively. 
The Brinkman equation is an extension of the well-known Darcy's law. It is possible to add a 
force field to Navier-Stokes equations, enabling, for example, modelling of free convection, 
when the temperature field is given. Conduction-convection was used to calculate 
temperature in two dimensions. 
To model in more detail the transport of helium out of the phone, we developed a numerical 
model as explained below. The model geometry is shown in Fig. 10. The mobile phone was 
assumed to be an anisotropic porous system with porosity ϕ  = 0.3. The transport was 
assumed to occur by diffusion and convection both in the external volume and inside the 
mobile phone. The air density, ρ , was assumed to be 1.2 kg/m3, and dynamic viscosity was 
equal to η  = 1.8·10-5 Pa s. The permeability, κB , needed in the Brinkman equation was fixed at 
1.2·10-5 m2, which is near the value calculated for flow between flat surfaces with a distance of 
1.4 mm. The total number of elements was varied from 3,000 to 8,000. Time-dependent 
simulations were extended from 0 to 1,000 seconds, with logarithmic output times. 
The best fit to the experimental data was obtained with G = 0.007 in the horizontal direction, 
and, as assumed, ten times higher in the vertical direction. The modelled out-flow curve is 
also shown in Fig. 9. The fitted G values were then applied in gas flow modelling 
calculations with the same geometry. The simulated state of the system 7, 52, 139 and 373 
seconds after the injection of helium was stopped is shown in Fig. 11. 
To estimate the ventilation coefficient (the ratio of the exchanged air volume per unit time to 
the volume of the system) inside the mobile phone, the same geometry as in diffusion 
transport calculations was applied. The Brinkman equation in the applied tool is isotropic, 
and therefore the G value was chosen to be the same for both directions. 
Finally, we modified the numerical model for cases where temperature differences (due to 
the heat-producing components) drive the gas transport. This last model was then applied 
to estimate ventilation coefficients, which may be used in models estimating the long-term 
contamination of electronic devices. The temperature of the in-flowing gas was set to 25 ºC, 
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the system walls were maintained at a temperature 10 degrees higher and the outer 
temperature of the battery was kept at 45 ºC. These temperature differences caused an 
inflow of 1 ml/s. Of the total flow into the measuring system, less than 10% was transported 
via the mobile phone. The simulated velocity fields inside and outside the mobile phone, 
and temperature both inside and outside, are shown in Fig. 12. From these calculations it 
can be deduced that a suitable estimate for ventilation coefficient varies from 3 to 10 h-1. 

 

 
Figure 10. The model geometry for helium and ventilation coefficient calculation is depicted 
in the figure. Some parts (display and battery) were excluded from the mobile phone – the 
exclusions were mainly based on results from the second helium experiment 

  

 
Figure 11. Simulated helium concentration 7, 52,139 and 373 seconds after the beginning of 
the test. The colour map shows the relative helium concentration inside the phone, and the 
arrows describe the total flux density of helium outside the phone 
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Figure 12. Simulation of flow velocity and temperature inside and outside the phone. The 
left pane’s arrows indicate the velocity inside the phone and the colour-map that outside. In 
the middle pane, arrows are applied for outside and colours for internal flow velocity. The 
colour-map (right) shows the temperature distribution both in- and outside the phone 

5. Particle penetration models 
In this study, we estimated the deposition of harmful aerosol particles in a mobile phone 
with a multi-step approach, which proceeded from a study of air flows inside a mobile 
phone (Olin et al., 2006). Next, we generalised an indoor air model to be applied as a 
contamination model for mobile phones. This model needed some parameter values for 
both air flow and particle deposition efficiency inside a mobile phone. To have, at least 
approximate, values of these parameters, we developed a numerical particle transport 
model, which is described here. The basics and actual application of our contamination 
model are reviewed only in brief here. 

5.1 Governing equations 
We developed a coupled particle convection, diffusion and flow velocity model to estimate 
deposition coefficients of particles of different sizes. 
First, we designed a model geometry (see Fig. 13) aimed at describing the inner volume of 
either end of the mobile phone. The scale of our model may be compared to the matchstick 
in the same figure. Second, we formed equations for the flow velocity calculations and 
aerosol particle transport. We applied the Navier-Stokes equations in 2D for flow velocities: 
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and 
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The transport of the particles was modelled via the following diffusion-convection equation: 

 ( ) ( ) ⎡ ⎤∂ ∂ ∂ ∂ ∂⎡ ⎤+ + − = +⎢ ⎥⎣ ⎦∂ ∂ ∂ ∂ ∂⎣ ⎦

2 2

TS p p 2 2x y
c c c c cv v v d L d
t x y x y

 (9) 

Diffusion coefficients, L, and terminal settling velocities, vTS, vary quite a lot as a function of 
particle size (see Table 3). It is important to note that very small particles have high 
diffusivity while big particles have high terminal velocity, and medium size particles neither 
diffuse nor drop down clearly in the time scales studied. 

5.2 Model implementation 
We implemented the governing equations of our particle transport model in the commercial 
numerical partial differential equation solver FEMLAB® 3.0 together with Chemical 
Engineering Module (Comsol, 2004a; Comsol, 2004b). The flow velocity (see Fig. 15) was 
caused by the pressure difference between narrow inlets and outlets (1.0 mm), mainly to 
create an upward velocity component to compete with the terminal settling velocity. 

 
Figure 13. The model geometry applied in our particle transport model and a matchstick 
(the unit on the axis is the metre) 

Diameter (nm) L (µm2/s) vTS (µm/s) <x(1 s)>
diff. (µm)

<x(100 s)>
diff. (µm) 100 s x vTS (µm) 

10 54,000 0.07 330 3,300 7 
30 5,800 0.2 110 1,100 20 
100 690 0.88 37 370 88 
300 130 4.4 16 160 440 

1,000 27 35 7.4 74 3,500 
3,000 7.8 270 4.0 40 27,000 

Table 3. Diffusion coefficients and terminal settling velocities for some particle diameters 
(Hinds, 1999). Particles are assumed to be spherical and their density 1,000 kg/m3. In 
addition, the mean distances from diffusion in 1 and 100 seconds is calculated; for 
comparison, distance travelled by terminal settling in 100 seconds is given also. Particles 
with a diameter of 100–300 nm are neither diffusing nor settling in this time 
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The mesh was made denser at all surfaces to enable the calculation of particle diffusion flux to 
them (see Fig. 14). Particles were assumed to have zero concentration at all solid surfaces, 
which creates sharp gradients. All told, 20,576 mesh elements, of which 2,000 were surface 
elements, were created for most calculations, giving about 200,000 degrees of freedom. In some 
cases (e.g., with large particles, when gravitational settling was dominating), more elements 
were needed, but with the applied computer (0.5 GB memory) this was not possible. 

 
Figure 14. The applied mesh 

5.3 Model applications 
We applied the model in calculation of important parameter values needed in the simplified 
contamination model. In total, seven different cases (from pure diffusion to maximum inlet 
flow velocity of 3.0 mm/s) were calculated for particle diameters 30, 100, 300, 1,000 and 
3,000 nanometres (particle density 1,000 kg/m3). The applied pressure differences, inlet 
velocities and corresponding ventilation coefficients in our simplified contamination model 
are shown in Table 4. 
All told, 34 test-case calculations were made to include all flow velocity cases and all studied 
particle diameters. In nine test cases, our model did not converge well. The test cases are 
named by particle diameter in nanometres and by the flow velocity code, and all test-case 
names start with ‘D’; for example, D100_AA represents the 100-nanometre particles in case 
AA. In figures 17 and 18, relative concentration inside the system studied is shown for 12 
selected test cases. 

Case ΔP (µPa) v (mm/s) l (h-1) 
0 0 0 *  

AAA 9,2 0.01 0.23 
AA 27,6 0.03 0.69 
A 92 0.1 2.3 
B 276 0.3 6.9 
C 920 1.0 23 
D 2 760 3.0 69 

* Diffusion only 

Table 4. Case numbers, pressure difference ΔP, inlet velocity v and ventilation coefficient l 
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The transport of the particles was modelled via the following diffusion-convection equation: 
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Diffusion coefficients, L, and terminal settling velocities, vTS, vary quite a lot as a function of 
particle size (see Table 3). It is important to note that very small particles have high 
diffusivity while big particles have high terminal velocity, and medium size particles neither 
diffuse nor drop down clearly in the time scales studied. 

5.2 Model implementation 
We implemented the governing equations of our particle transport model in the commercial 
numerical partial differential equation solver FEMLAB® 3.0 together with Chemical 
Engineering Module (Comsol, 2004a; Comsol, 2004b). The flow velocity (see Fig. 15) was 
caused by the pressure difference between narrow inlets and outlets (1.0 mm), mainly to 
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Figure 13. The model geometry applied in our particle transport model and a matchstick 
(the unit on the axis is the metre) 
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diff. (µm)
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1,000 27 35 7.4 74 3,500 
3,000 7.8 270 4.0 40 27,000 

Table 3. Diffusion coefficients and terminal settling velocities for some particle diameters 
(Hinds, 1999). Particles are assumed to be spherical and their density 1,000 kg/m3. In 
addition, the mean distances from diffusion in 1 and 100 seconds is calculated; for 
comparison, distance travelled by terminal settling in 100 seconds is given also. Particles 
with a diameter of 100–300 nm are neither diffusing nor settling in this time 
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The mesh was made denser at all surfaces to enable the calculation of particle diffusion flux to 
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cases (e.g., with large particles, when gravitational settling was dominating), more elements 
were needed, but with the applied computer (0.5 GB memory) this was not possible. 
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In the present work, we were mainly interested in the calculated values of deposition rates, 
a, which are tabulated in Table 5 and shown in Fig. 16. There was a clear minimum in a 
values for particle sizes at around 100 to 300 nm, which means that particles of that size are 
neither diffused on surfaces nor settled by gravitation on horizontal surfaces. These effects 
or the lack of them can be seen readily in relative concentration (figures 17 and 18). 
 
 

 
Figure 15. The calculated velocity field for case B. All other cases were similar, except, of 
course, that the velocity scale varied. The geometry was intentionally created such that both 
routes from inlet to outlet are in use 

 

 

 

dp (nm) 0 AAA AA A B C D 
10 645 628 583 474 299 368 412 
30 70 52 40 39 44 52 84 
100 15 4.7 5.3 5.9 9.0 19 39 
300 55 9.2 7.2 6.8 7.3 14 35 

1,000 nr nr nr 63 54 49 75 
3,000 nr Nr nr nr nr 363 409 

Table 5. Calculated deposition rate a (in h-1) for test cases as a function of particle diameter 
(nr = the model didn’t converge) 
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Figure 16. Deposition rate as a function of particle diameter in different cases. There is a 
clear minimum, which is lowest in the cases with lowest flow velocity 

5.4 Simplified contamination model for particle accumulation estimates 
In order to calculate long-term contamination of mobile electronic devices, we modified our 
indoor model (Raunemaa et al., 1989) to create a phone contamination model to suit these 
new conditions. Below, the contamination model is briefly reviewed.  
Deposition is characterised by a set of equations (see, e.g., Raunemaa et al., 1989): 
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A very important part of this modelling approach is the estimation of necessary parameters: 
air-exchange coefficient l, penetration coefficient s and deposition rate a. We were not able to 
deduce them from some earlier studies. Therefore, the main application of our particle 
transport model was to find values for these parameters, in mobile phone applications. 
Source term Q includes many different phenomena, which are beyond the scope of this 
presentation. 
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5.4 Simplified contamination model for particle accumulation estimates 
In order to calculate long-term contamination of mobile electronic devices, we modified our 
indoor model (Raunemaa et al., 1989) to create a phone contamination model to suit these 
new conditions. Below, the contamination model is briefly reviewed.  
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A very important part of this modelling approach is the estimation of necessary parameters: 
air-exchange coefficient l, penetration coefficient s and deposition rate a. We were not able to 
deduce them from some earlier studies. Therefore, the main application of our particle 
transport model was to find values for these parameters, in mobile phone applications. 
Source term Q includes many different phenomena, which are beyond the scope of this 
presentation. 
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Figure 17. Test cases D10_0, D10_AA, D10_A, D100_0, D100_AAA and D1000_A. In these 
cases either diffusion or gravitational settling limits the particles’ penetration into the 
system 
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Figure 18. Test cases D30_B, D30_D, D300_B, D300_D, D3000_C and D3000_D (from top to 
bottom). In these test cases, the particles may even go via the whole system. This is 
especially clear for particles of size class 300 nm 
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Figure 18. Test cases D30_B, D30_D, D300_B, D300_D, D3000_C and D3000_D (from top to 
bottom). In these test cases, the particles may even go via the whole system. This is 
especially clear for particles of size class 300 nm 
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Diffusion is given by Fick's first law: 
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If the following assumptions are made: 
( ) =p 0r d  No re-emission (i.e., particles stay on surface once deposited) 

( ) =p 0Q d  No sources inside the phone 

( ) =p, 0f t d  Annual average concentration is used 

( ) =p0, 0I d  Initial indoor concentration of zero 

( ) =p0, 0B d  Initial accumulated material of zero 

one gets for the indoor concentration 
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5.4 Application of simplified contamination model 
Based on helium and laboratory measurements, and FEMLAB® results, a rough model was 
created. It was used for two different environments, New Delhi and Helsinki (Laakso et al., 
2006). All calculations were done for two characteristic user types: a basic user and a heavy 
user. The results show for seven years of use that in New Delhi approximately 30% of the 
inner surfaces of the phone can be covered by aerosol particles in the case of a heavy user. 
For a basic user, the coverage was less than 5%. In Helsinki, the corresponding figures were 
about 4% and less than 1%. It was also found that the accumulation-mode particles were 
responsible for most of the coverage, on account of their large surface, relatively high 
concentrations and capability to penetrate the phone deeply. However, it should be kept in 
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mind that the coverage inside the phone is not uniform. It depends a great deal on the flow 
fields and apertures. When the different use situations were compared, it was found that 
most of the contamination came about in the case of a heavy user from the call, whereas in 
the case of the basic user the contamination was due to residual air remaining in the phone 
after the call. 

6. Conclusions and discussion 
Our first problem was how to study the air exchange of a small electronic device. The 
helium method was one option among others, and results from these studies are collected in 
this article. The helium experiments were completed successfully, even though the method 
was being applied for only the first time with electronic devices. When the experiments 
started, it was not very clear which strengths and weaknesses the method has. The first 
observation was that the results had no real meaning without extensive modelling, which 
enables conclusions to be drawn from experimental results. 
During the modelling work it was observed that it is important to include all three basic 
transport phenomena (mass, heat and momentum) and their couplings (via transport 
parameters) in the model calculations. A few degrees of temperature difference may cause 
observable gas velocities, which often transport gases more rapidly than diffusion. 
Therefore, the application of some computational tool enabling the estimation of these 
effects even in complicated geometrical structures is highly recommendable. 
On the basis of these steps, we were able to calculate air-exchange coefficient values for a 
specific mobile phone model – the mobile in use, in vertical orientation and in warm 
conditions. The uncertainties are high, and small variations in the conditions (heat source 
and temperature field) and assumed structure (the gas-permeability of the cover and 
internal parts) of the mobile phone increase the variation to 0.5–50 1/h. The uncertainties 
may be rendered smaller via application of a more detailed geometric model and knowledge 
of heat sources inside the mobile phone. Results from this study can be used in developing 
requirements, corresponding test cases and design guides for electronic devices. 
Our second problem was to calculate aerosol particle deposition rates for a portable 
electronic device. The result was that very small and big particles do not easily penetrate the 
structure deeply, because of diffusion on surfaces and gravitational settling, respectively. 
Medium-sized particles (of a diameter between 50 and 500 nm), by contrast, penetrate the 
inner structures and may even pass through the whole apparatus. In the figures, relative 
particle concentrations for 100- and 1,000-nm particle diameters in the same flow conditions 
are shown. 
In future, it will be desirable to control the contamination of electrical and electronic devices 
even better than is done today. Because direct experimental measurements in electronic 
devices are complicated as a result of the detailed and heterogeneous structure of the 
devices, the role of different modelling and simulation methods becomes more significant. 
Various molecular modelling techniques have been widely used to estimate chemical 
reactions among single atoms or small molecules, properties of solid materials and 
adsorption behaviour of small molecules on solid surfaces (Leach, 2001). We have applied 
molecular modelling techniques in contamination studies of heat-transfer surfaces (Puhakka 
et al., 2007). The main advance in molecular modelling was found in defining reaction 
pathways that may not be defined from process measurements and fouling resistance 
curves. 
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5.4 Application of simplified contamination model 
Based on helium and laboratory measurements, and FEMLAB® results, a rough model was 
created. It was used for two different environments, New Delhi and Helsinki (Laakso et al., 
2006). All calculations were done for two characteristic user types: a basic user and a heavy 
user. The results show for seven years of use that in New Delhi approximately 30% of the 
inner surfaces of the phone can be covered by aerosol particles in the case of a heavy user. 
For a basic user, the coverage was less than 5%. In Helsinki, the corresponding figures were 
about 4% and less than 1%. It was also found that the accumulation-mode particles were 
responsible for most of the coverage, on account of their large surface, relatively high 
concentrations and capability to penetrate the phone deeply. However, it should be kept in 
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pathways that may not be defined from process measurements and fouling resistance 
curves. 
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In particular, ab initio methods are very convenient, because no experimental parameters are 
needed. There are two main categories: the Hartree-Fock methods and density functional 
methods (Leach, 2001). The effectiveness of molecular techniques becomes more important 
when new construction materials like chemical and physical vapour deposition (CVD and 
PVD) coatings for microelectronics are designed and experimental measurements are not 
available. Solid techniques make it possible to perform estimations of coating properties in 
prevention of contamination by means of modelling techniques. 
Our main conclusion is that numerical calculations of the particle transport inside electronic 
devices yield very valuable information about the processes, and, simultaneously, they offer 
a way to approximate certain important parameters in more practical contamination models. 
We recommend further modelling with different and perhaps a three-dimensional 
geometry. The model is applicable to all kinds of small apparatus. Results from this study 
can be used in developing requirements, corresponding test cases and design guides for 
electronic devices. 

7. Nomenclature 
Definitions  
Nucleation mode particles having diameter between 0 and 30 nm  
Aitken mode particles having diameter between 30 and 80 nm 
Accumulation mode particles having diameter between 80 and 1,000 nm 
RBS  Rutherford backscattering spectrometry 
ERDA Elastic Recoil Detection Analysis 
Helium and phone 
c  concentration [kg m-3]  
D diffusivity [m2 s-1]  
d, dp  particle diameter [nm, µm, m]  
G geometric factor, which corrects the diffusivity to take account of the 

longer diffusion path and the form of pores  
J flux density [kg s-1 m-2]  
l air exchange coefficient [h-1]  
L characteristic length scale [m]  
q flux [kg s-1]  
S surface area [m2]  
v velocity [m s-1]  
V volume [m3]  
vTS gravitational settling velocity for particles [m s-1]  
κ ratio of volumes  
λ exchange coefficients [h-1 or s-1] 
φ porosity, fraction of void space in porous system 
Phone contamination 
A internal area of the phone [cm2]  
a(dp) deposition rate [h-1] 
Ar area of the chinks [cm2] 
B(dp) surface accumulation [cm-2] 
D(dp) diffusion in -transport 
dx diffusion distance [cm] 
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f(t,dp) outdoor concentration change [cm-3 h-1] 
I(dp) indoor concentration [cm-3] 
l air exchange rate [h-1] 
L(dp) particle diffusion coefficient [cm2 h-1] 
O(dp) outdoor concentration [cm-3] 
P pressure [Pa] 
Q(dp) the indoor source rate [cm-3 h-1] 
r(dp) re-emission rate [cm-1h-1] 
s(dp) penetration coefficient [] 
V void volume of the phone [cm3] 
µ dynamic viscosity [Pa s] 
ρ density [kg m-3] 
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Accumulation mode particles having diameter between 80 and 1,000 nm 
RBS  Rutherford backscattering spectrometry 
ERDA Elastic Recoil Detection Analysis 
Helium and phone 
c  concentration [kg m-3]  
D diffusivity [m2 s-1]  
d, dp  particle diameter [nm, µm, m]  
G geometric factor, which corrects the diffusivity to take account of the 

longer diffusion path and the form of pores  
J flux density [kg s-1 m-2]  
l air exchange coefficient [h-1]  
L characteristic length scale [m]  
q flux [kg s-1]  
S surface area [m2]  
v velocity [m s-1]  
V volume [m3]  
vTS gravitational settling velocity for particles [m s-1]  
κ ratio of volumes  
λ exchange coefficients [h-1 or s-1] 
φ porosity, fraction of void space in porous system 
Phone contamination 
A internal area of the phone [cm2]  
a(dp) deposition rate [h-1] 
Ar area of the chinks [cm2] 
B(dp) surface accumulation [cm-2] 
D(dp) diffusion in -transport 
dx diffusion distance [cm] 
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f(t,dp) outdoor concentration change [cm-3 h-1] 
I(dp) indoor concentration [cm-3] 
l air exchange rate [h-1] 
L(dp) particle diffusion coefficient [cm2 h-1] 
O(dp) outdoor concentration [cm-3] 
P pressure [Pa] 
Q(dp) the indoor source rate [cm-3 h-1] 
r(dp) re-emission rate [cm-1h-1] 
s(dp) penetration coefficient [] 
V void volume of the phone [cm3] 
µ dynamic viscosity [Pa s] 
ρ density [kg m-3] 
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1. Introduction     
Nowadays, the interest for a large number of topics in Photonics research field is very high 
and of increasing importance (Reed, 2004), (Reed & Knights, 2004). A very important Silicon 
technology Company as Intel Corp. is developing many research programs in Photonics, 
with the aim to use silicon as a fundamental technological platform for all the photonic 
functions in any telecommunications system link (including generation, modulation, 
filtering, wavelength conversion, switching, amplification and detection of light). In fact, 
silicon low cost, vast existing microelectronics infrastructure and its technology allowing 
large integration of electronic and photonic devices, make Silicon-on-Insulator (SOI) 
technological platform a very attractive prospective for Photonics. Silicon photonics most 
promising applications are in the fields of optical interconnects, low-cost 
telecommunications and optical sensors. Optical interconnects have been demonstrated as 
very important because they permit to achieve a significant bandwidth increase in a variety 
of application areas including rack-to-rack, board-to-board, chip-to-chip and intrachip 
applications. SOI optical interconnects may permit to overcome the bandwidth limitations 
due to frequency-dependent losses imposed by copper interconnects. 
Actually, employment of electronic and optical micro- and nano-sensors in a great number 
of application fields such as medicine, microbiology, particle physics, automotive, 
environmental safety and defence is receiving an increasing interest. Sensor and actuator 
monolithic integration in micro-electro-mechanical systems (MEMSs), nano-electro-
mechanical systems (NEMSs) and micro-opto-electro-mechanical systems (MOEMSs) has 
been achieved in a great number of sensing devices. Photonic sensors have attracted a great 
attention because of their immunity to electromagnetic interference, good compactness and 
robustness and high compatibility with fibre networks, but also because they usually exhibit 
shorter response time and higher sensitivities with respect to MEMS/MOEMS devices. 
Different integrated optical chemical and biochemical sensors have been proposed adopting 
prevalently CMOS-compatible technological platforms.  
Thus, the tasks of modelling and simulation of photonic devices and systems is becoming as 
more and more significant. However, a large number of modelling techniques for Photonics 
is not yet well standardized and many aspects of simulation tasks are still open. In general, 
different well known modelling techniques include beam propagation methods (BPM), 
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is not yet well standardized and many aspects of simulation tasks are still open. In general, 
different well known modelling techniques include beam propagation methods (BPM), 
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finite difference time domain (FDTD), as well as coupled mode theory (CMT), transfer 
matrix methods (TMM), Floquet-Bloch theory (FBT) for periodic structures (Passaro, 2000) 
and method of lines (MoL) (Scarmozzino et al., 2000). Powerful commercial CAD tools are 
often used in literature, as those produced by Silvaco Corp., Apollo Photonics Inc., 
Optiwave Systems Inc., RSoft Design Group. 
In this frame, the Photonics Research Group of Politecnico di Bari (URL: 
http://dee.poliba.it/photonicsgroup) is very active and internationally recognized for 
modelling and simulation of photonic devices and systems. Along many years, it has 
developed a number of home-made modelling techniques and numerical approaches to 
design and simulate various devices, including grating-assisted directional couplers, optical 
modulators, thermo-optic devices, photonic sensors, nonlinear devices and so on.  
In this chapter we review recently developed simulation methods for sub-micrometer 
innovative SOI guiding structures and photonic devices. Techniques based on full-vectorial 
finite element method (FV-FEM) for modal and sensitivity analysis of silicon slot 
waveguides will be described in detail, showing as these guiding structures can be made 
extremely sensitive to sensing medium refractive index shift. Some properties of an 
innovative novel photonic structure, the hollow waveguide, will be also given. Multiphysics 
modelling techniques enabling to contextually simulate many physical phenomena taking 
place within a device have been demonstrated as very useful in a wide spectrum of silicon 
photonic device modelling. We will also describe how, in a unique simulation environment, 
it is possible to simulate either optical and electronic phenomena that takes place in SOI 
photonic modulators or thermal and optical effects characterizing the performance of silicon 
thermo-optic devices. Finally, some aspects of modelling of nonlinear photonic devices in 
SOI will be also considered, with emphasis on generation of optical solitons. 

2. Numerical results 
2.1 Silicon waveguides  
Recently, SOI sub-micrometer wire waveguides (Yamada et al., 2006) have been 
demonstrated very attractive for integrated optical sensors, because they exhibit a sensitivity 
significantly larger than in other guiding structures based on silicon oxinitride (SiON), or 
polymeric materials or silica. 
When two Si-wires are very close to each other, it is possible to realize another important 
SOI nanometer guiding structure, usually known as SOI slot waveguide (Xu et al., 2004)]. A 
great variety of optical devices has been recently proposed or fabricated by using slot 
waveguides, including microring resonators, optical modulators, electrically pumped light 
emitting devices, directional couplers, all-optical logic gates and beam splitters. Moreover, a 
full-vectorial finite element method (FV-FEM) modal investigation devoted to study the 
influence of slot waveguide geometrical parameters on optical power fraction confined in 
the low-index gap region has been also carried out (Muellner & Heinberger, 2006), 
(Dell’Olio & Passaro, 2007). In this section, some results of SOI slot waveguides are briefly 
reviewed as obtained by a commercial CAD tool, FEM by COMSOL Multiphysics. 
Conventional SOI slot waveguide (whose structure is shown in Fig. 1(a)) has a typical modal 
behaviour, assuming as cover medium air, silicon oxide or an aqueous solution (cover 
medium refractive index nc equal to 1, 1.444 or 1.33 at wavelength 1550 nm, respectively). In 
FEM mesh generation for effective index and modal profile calculation, triangular vector-
elements have been used and maximum element size fixed as equal to 2.5 nm in the gap 
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region, 3 nm in the Si wires region, 10 nm in the portion of calculation domain outside both 
gap region and Si wires region and included in a large rectangle 1 μm wide and 0.45 μm 
high centred in the centre of the gap region, and 100 nm in the remaining domain portion 
having a total area of 8 μm2 (4μm × 2 μm). In total, about 100,000 mesh elements have been 
always used. Changing the boundary condition from a perfect electric conductor to a perfect 
magnetic conductor is demonstrated to have a negligible influence on the simulation results. 
Adopting these mesh parameters, the slot waveguide fabricated by (Xu et al., 2004) has been 
simulated. Calculated effective indices (1.757767 for quasi-TM mode and 1.611924 for quasi-
TE at the operating wavelength of 1545 nm) are very similar with those experimentally 
measured, the relative change being lower than 1 %. 
Slot guiding structure supports both a quasi-TE mode, highly confined in the gap region 
as in Fig. 1(b), and a quasi-TM mode too, as in Fig. 1(c). Moreover, slot waveguide 
fabrication implies silicon deep etching that, in principle, can produce non vertical side-
walls, as depicted in Fig. 1(d). Waveguide modal profiles, either for quasi-TE or quasi-TM 
modes, are significantly influenced by this kind of fabrication tolerance, as it can be seen 
in Fig. 1(d) and Fig. 1(e), respectively. Thus, non vertical sidewall effect on conventional 
SOI slot waveguide modal properties has been also investigated by FV-FEM. 
Assuming silicon wires with height h =250 nm, width w =180 nm and gap region width 
g=100 nm, the effective index change as induced by non vertical sidewalls with respect to 
vertical case, has been calculated. Tilting angle θ as sketched in Fig. 1 (d) with respect to 
vertical direction has been varied in the range from 3° to 9°, and quasi-TE and quasi-TM 
modes have been calculated (see Fig. 2). A linear dependence of effective index change on 
the tilting angle θ has been observed for both polarizations. Non vertical sidewalls 
influence on effective index is stronger for quasi-TE than for quasi-TM mode, because the 
relevant electric field squared module has its maxima along the vertical interfaces 
between silicon wires and gap region for quasi-TE mode, while the maxima are outside 
the gap region for quasi-TM mode. An increase of cover medium refractive index (from 
air to silicon oxide) will produce a decrease of θ influence on effective index, as it is 
shown in Fig.  2. 
Considering θ = 8°, g = 100 nm and h = 250 nm, the effective index change induced by non 
vertical sidewalls has been investigated as a function of w for quasi-TE and quasi-TM 
modes (Fig. 3). If the cover medium is silicon oxide or an aqueous solution, this change 
monotonically decreases with increasing the silicon wire width. When cover medium is 
air, the dependence of effective index shift on w exhibits a maximum for w = 180 nm 
(maximum values are 20.5 % and 6.15% for quasi-TE and quasi-TM mode, respectively). 
The confinement factors in the cover medium ГC and in the gap region ГG for quasi-TE and 
quasi-TM modes propagating in slot waveguide can be defined as: 
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where E(x,y) is the electric field vector and C and G indicate cover medium and gap region, 
respectively, being the gap region a part of cover medium region, as shown in Fig. 1 (a). 
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Figure 1. (a) Conventional SOI slot waveguide structure with vertical sidewalls (θ=0°). (b-c) 
Relevant electric field squared module for quasi-TE and quasi-TM optical modes. (d) SOI 
slot waveguide with non vertical sidewalls (θ = 8°). (e-f) Relevant electric field squared 
module for quasi-TE and quasi-TM optical modes. For these graphs, an aqueous solution (nc  

=1.33) is assumed as cover medium (h = 250 nm, w = 180 nm, g =100 nm) 

Dependence of confinement factors ГC and ГG on w can be investigated for g=100 nm and 
h=250 nm. Effect of non vertical sidewalls (θ=8°) on these factors has been also considered. 
The confinement factors are larger for quasi-TE than for quasi-TM mode. For quasi-TE 
mode, non vertical sidewalls produce a decrease in ГC and an increase in ГG. For quasi-TM 
mode, non vertical sidewalls produce a decrease of both confinement factors.  
For both polarizations, when the cover medium is an aqueous solution or silicon oxide, ГC 
monotonically decreases when w increases, while ГC exhibits a maximum when the cover 
medium is air. Confinement factor ГG has a maximum in quite all considered cases (only 
when we consider silicon oxide, non vertical sidewalls and quasi-TM mode, ГG dependence 
on w is monotone). These results are very important for design of optimal slot waveguides 
for sensing purposes. 
Another important CMOS-compatible technology involves the use of hollow optical 
waveguides (Harrington, 2000). Calculations of effective indices and field distributions are 
again carried out by FV-FEM with 10,000 mesh elements. In Fig. 4 the electric field x-
component of fundamental mode is sketched for a 4x4 μm2 squared core structure, having 
six periods of silicon/silicon nitride all around (effective index 1.438571 in figure). The plot 
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shows as the mode confinement occurs in the center low index region (silicon oxide in this 
case), if a grating at resonance wavelength is fabricated all around. The grating can have a 
variable number of periods, each one being formed in this case by one layer of silicon and 
one layer of silicon nitride. The thickness of each layer must be designed in order to meet 
the Bragg condition for that wavelength (i.e. λ = 1.55μm), thus silicon layers are ~110 nm 
thick, and silicon nitride layers are ~194 nm thick. Table 1 summarizes the effective indices 
for structures with different number of periods. We can note that, starting from at least three 
periods (three silicon layers), the field confinement is good and losses are expected to be as 
moderate.  

 
Figure 2. Percentage shift of quasi-TE and quasi-TM mode effective indices, with respect to 
vertical case, versus θ (h = 250 nm, w = 180 nm, g=100 nm), for various cover materials 

 

 
Figure 3. Percentage shift of quasi-TE and quasi-TM mode effective indices (with respect to 
vertical case) versus w, as induced by non vertical sidewalls in slot waveguides (h = 250 nm, 
g =100 nm, θ = 8°) 



Recent Advances in Modelling and Simulation 

 

370 

 
Figure 1. (a) Conventional SOI slot waveguide structure with vertical sidewalls (θ=0°). (b-c) 
Relevant electric field squared module for quasi-TE and quasi-TM optical modes. (d) SOI 
slot waveguide with non vertical sidewalls (θ = 8°). (e-f) Relevant electric field squared 
module for quasi-TE and quasi-TM optical modes. For these graphs, an aqueous solution (nc  

=1.33) is assumed as cover medium (h = 250 nm, w = 180 nm, g =100 nm) 

Dependence of confinement factors ГC and ГG on w can be investigated for g=100 nm and 
h=250 nm. Effect of non vertical sidewalls (θ=8°) on these factors has been also considered. 
The confinement factors are larger for quasi-TE than for quasi-TM mode. For quasi-TE 
mode, non vertical sidewalls produce a decrease in ГC and an increase in ГG. For quasi-TM 
mode, non vertical sidewalls produce a decrease of both confinement factors.  
For both polarizations, when the cover medium is an aqueous solution or silicon oxide, ГC 
monotonically decreases when w increases, while ГC exhibits a maximum when the cover 
medium is air. Confinement factor ГG has a maximum in quite all considered cases (only 
when we consider silicon oxide, non vertical sidewalls and quasi-TM mode, ГG dependence 
on w is monotone). These results are very important for design of optimal slot waveguides 
for sensing purposes. 
Another important CMOS-compatible technology involves the use of hollow optical 
waveguides (Harrington, 2000). Calculations of effective indices and field distributions are 
again carried out by FV-FEM with 10,000 mesh elements. In Fig. 4 the electric field x-
component of fundamental mode is sketched for a 4x4 μm2 squared core structure, having 
six periods of silicon/silicon nitride all around (effective index 1.438571 in figure). The plot 

Recent Advances in Modelling and Simulation of Silicon Photonic Devices 

 

371 

shows as the mode confinement occurs in the center low index region (silicon oxide in this 
case), if a grating at resonance wavelength is fabricated all around. The grating can have a 
variable number of periods, each one being formed in this case by one layer of silicon and 
one layer of silicon nitride. The thickness of each layer must be designed in order to meet 
the Bragg condition for that wavelength (i.e. λ = 1.55μm), thus silicon layers are ~110 nm 
thick, and silicon nitride layers are ~194 nm thick. Table 1 summarizes the effective indices 
for structures with different number of periods. We can note that, starting from at least three 
periods (three silicon layers), the field confinement is good and losses are expected to be as 
moderate.  

 
Figure 2. Percentage shift of quasi-TE and quasi-TM mode effective indices, with respect to 
vertical case, versus θ (h = 250 nm, w = 180 nm, g=100 nm), for various cover materials 

 

 
Figure 3. Percentage shift of quasi-TE and quasi-TM mode effective indices (with respect to 
vertical case) versus w, as induced by non vertical sidewalls in slot waveguides (h = 250 nm, 
g =100 nm, θ = 8°) 
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Figure 4. Electric field x-component plot for field confinement in hollow waveguide 

Structure Effective index neff   
x-component 

Effective index neff   
y-component 

6 periods 1.438571 1.438567 
5 periods 1.438581 1.438596 
4 periods 1.438636 1.438654 
3 periods 1.439916 1.438956 
2 periods 1.440526 1.440403 
1 period 1.437340 1.437340 

Table 1. Effective indices (squared core) versus number of periods for both polarizations 

2.2 Thermo-optic devices 
Recently, there has been also a great interest in the development of optical waveguide 
modulators, switches, ring resonators, filters, couplers using silicon-on-insulator (SOI) 
technology (Passaro, 2006). SOI-based optical devices are characterized by small optical 
losses over telecommunication wavelengths and have the potential for integration with SOI-
based CMOS electronics, reduced parasitics, absence of latch-up and enabling high-speed 
operation at low power.  
One significant technological issue is associated with the ability to perform optical 
modulation. An attractive way to modulate the refractive index in SOI rib waveguides is the 
thermo-optic effect, allowing low transmission loss, low cost, high stability, low power 
consumption and very large scale of integration. Apart from the well known optical 
characteristics, silicon also possesses good thermal features, with its high thermo-optical 
coefficient and thermal conductivity. Both static and dynamic thermo-optical analysis of 
small rib waveguides can be carried out by FV-FEM. In this section, we briefly review the 
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fully integrated thermo-optic simulation where both thermal and optical investigations, 
without approximations on the refractive index distribution and consequently on effective 
indices of structure modes, can be carried out. Typically, the two analysis are developed in 
literature in two different simulation environments, so requiring some methods to export 
the refractive index distribution and introducing approximations. 
Thermo-optic effect in SOI rib waveguides can be appropriately simulated by considering 
an aluminum heater laying on the top of the structure. The finite element method has been 
used to solve both thermal and wave propagation problems in rib optical waveguides, at the 
wavelength of 1.55μm. The thermal problem is solved and the obtained temperature 
distribution is used to evaluate the refractive index change in the heated regions, caused by 
the thermo-optic effect. This distribution of refractive index is then used to solve the optical 
problem. The analysis of waveguides is carried out in the x-y plane, perpendicular to the 
light propagation direction z. The mathematical equation for heat transfer by conduction is 
the heat equation:  

 ( )TC k T Q
t

ρ ∂ + ∇ ⋅ − ∇ =
∂

 (2) 

where T is the temperature (K), Q is a heat source or heat sink (W/m3), ρ is the density 
(kg/m3), C is the heat capacity (J/kg·K) and k is the thermal conductivity (W/m·K) of the 
medium. These three thermo-physical properties determine the thermal diffusivity α (m2/s), 
which gives information on how rapidly a temperature variation at the medium surface 
propagates through the medium itself. If the thermal conductivity is isotropic, equation (2) 
becomes: 

 2
p

TC k T Q
t

ρ ∂ − ∇ =
∂

 (3) 

In a stationary problem, the temperature does not change with time and the first term of the 
equation disappears. If there is not heat production or consumption in the medium, Q sets 
to zero. To solve a particular heat conduction problem and find the temperature distribution 
inside a medium, it is necessary to specify the medium geometry and thermo-physical 
properties, the distribution of possible sources and the initial and boundary conditions. 
These conditions are essentially of two types: Dirichlet, where temperature is imposed on 
the medium surface as 0T T= , or Neumann, where the heat flux q on a boundary is 
- ⋅ =n q 0q  and n stands for the surface normal. The heat flux is defined by the Fourier law 
as = -k T∇q , where the negative sign is justified by the opposite directions of heat flux and 
temperature gradient. Moreover, light propagation is described by the optical wave 
equation: 
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derived from Maxwell’s equations, where Et is the transverse electric field, λ is the 
wavelength, n(x,y) is the refractive index distribution and effn  is the effective index (wave 
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fully integrated thermo-optic simulation where both thermal and optical investigations, 
without approximations on the refractive index distribution and consequently on effective 
indices of structure modes, can be carried out. Typically, the two analysis are developed in 
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wavelength, n(x,y) is the refractive index distribution and effn  is the effective index (wave 
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equation eigenvalue). 
It is well known as SOI waveguides typically have a silicon core (refractive index n ∼3.5) 
surrounded by cladding layers of air or silica, with refractive indices between 1 and 2. 
Hence, the very high index contrast between waveguide core and cladding allows good 
confinement of optical modes and reduction of device dimensions. A typical SOI rib 
waveguide is sketched in Fig. 5, with an aluminum heater on the top, having a width W.  
The buried oxide (BOX) layer is required to achieve thermal isolation of the waveguide from 
the substrate, because the thermal conductivity in SiO2 is about 100 times smaller than in 
silicon. The distance H between the heater and the top of the rib must be thick enough to 
insulate the waveguide core from the metallic electrode. For all the analyzed structures we 
have set this distance to 0.1μm, being the buried oxide thickness of 1μm.  

 
Figure 5. General view of SOI rib waveguide with the heater on the top 

We have considered the absence of any thermal generation terms and a scalar conductivity 
for both static and dynamic analysis. Table 2 collects the thermo-physical values used in the 
simulations for the materials involved in the waveguide. As initial condition, a constant 
temperature T0 has been set at each point of the structure. The  boundary conditions are: 

0T = T  on the top and bottom boundary 

heaterT = T  on heater surfaces 

( ) 0k T⋅ ∇ =n  on lateral surfaces 

( )1 1 2 2 0k T k T⋅ ∇ − ∇ =n  on internal boundaries 
where Theater becomes a temperature step in the dynamic analysis, and a constant value in the 
static analysis. In both cases, the maximum heater temperature change is assumed as 70°C. 
The 2D temperature distribution obtained in the thermal investigation has been used to 
evaluate the new refractive indices of the waveguide, as a result of the thermo-optic effect in 
silicon ( -4=3.477+1.86×10Sin T′ Δ ) and in silica (

2

51.477 10SiOn T−′ = + Δ ), at the wavelength 

1.55μm. ΔT is the temperature change caused by heating and the bulk thermo-optic 
coefficients of silicon and silica are used. The refractive index distribution is taken to solve 
the eigenvalue optical problem and evaluate the field distributions and the effective indices 
of the structure modes. 
By means of the static analysis, performed at various temperatures of the heater, the 
dependence of the effective indices on temperature can be derived as an effective thermo-
optic coefficient, effn T∂ ∂ . This procedure is significantly different from that commonly 
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followed in literature, where only the bulk thermo-optic coefficient is usually considered. Of 
course, this effective thermo-optic coefficient depends on waveguide materials (refractive 
index, density, heat capacity, thermal conductivity), geometry, temperature gradient in each 
layer, heater material and width. 

Material k 
W/m·K 

Ρ  
kg/m3 

C  
J/kg·K 

silicon 163 2330 703 
silica 1.38 2203 703 
aluminum 160 2700 900 
Air 
(@ 30°C) 0.026 1.166 1005 

Table 2. Thermo-physical constants used in simulations 

If a guided-wave optical device employs the thermo-optic effect for switching, filtering or 
tuning functions, its characteristics and properties will depend on this effective thermo-optic 
coefficient, that can be seen as a property of the whole guided-wave structure. For example, 
in a Mach-Zehnder thermo-optic switch, the phase shift is written as: 

 
2 2 eff

eff h h

n
n L L T

T
π πϕ
λ λ

∂
Δ = Δ = Δ

∂
 (5) 

where Lh is the heater length. In the results, rib waveguides with sizes 1h R m+ = μ , 
0.6w m= μ , 0.6R m= μ , and 0.6W m= μ have been considered. Then, etch depth R and h 

(keeping the sum h+R as constant), waveguide width w and heater width W have been 
changed, and derived their influence on the effective index. Fig. 6 shows the linear 
dependence of effective index change over heater temperature for both polarizations (quasi-
TE and quasi-TM), for waveguides with different etch depth R. 

 
Figure 6. Effective index change versus heater temperature 
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followed in literature, where only the bulk thermo-optic coefficient is usually considered. Of 
course, this effective thermo-optic coefficient depends on waveguide materials (refractive 
index, density, heat capacity, thermal conductivity), geometry, temperature gradient in each 
layer, heater material and width. 
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TE and quasi-TM), for waveguides with different etch depth R. 
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By means of the dynamic analysis, the time dependence of effective index can be found, so 
estimating the thermo-optic response time of the analyzed structures. The time constant τ of 
the thermo-optic effect for each considered structure has been evaluated and fitted by an 
exponential law, as sketched in Fig. 7. The time constant gets better in structures where the 
effective thermo-optic coefficient is improved too. Furthermore, the time constant and the 
thermo-optic coefficient are always improved when considering quasi TM mode instead of 
quasi-TE, because in that case the field maximum is placed in a more heated region. Time 
constants ranging from 0.93 μs to 0.85 μs have been determined with changing the rib etch 
depth from 0.6 to 0.7 μm. 
Thus, by means of this fully integrated multiphysics analysis, we have avoided the 
approximation of constant thermo-optic coefficients in the waveguide layers, as usually 
assumed in literature. This is especially important in the core of the waveguide, where the 
field intensity is maximum. 
Furthermore, our rigorous approach is crucial, especially for operating with waveguides 
where the guiding layer is constituted of materials with low thermal diffusivity. The 
importance of the diffusivity can be highlighted in the study of a waveguide where silica is 
placed over the heater instead air. Both static and dynamic behaviors get better, because the 
diffusivity of silica is approximately two orders of magnitude lower than for air. Thus, the 
thermal power could be better confined in the guiding layer. 
 

 
Figure 7. Time response for quasi-TE and quasi-TM modes 

2.3 Silicon modulators 
One of the most important requirements of any integrated optical technology is the ability to 
perform optical modulation, which permits to encode a bit steam onto the optical carrier 
provided by the laser source. Light can be modulated using different physical effects, 
depending on the material used to fabricate modulators. For high-speed modulation, 
electro-optic effect is commonly employed. 
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Unfortunately, unstrained silicon does not exhibit this physical effect, thus the plasma 
dispersion effect is commonly used to solve the problem of optical modulation. It is based 
on inducing an electrically change of silicon refractive index by varying electron and hole 
distributions within the material. The free-carrier concentration in silicon electro-optic 
devices can be varied by charge carrier injection, accumulation or depletion. In literature p-i-
n, p-n (see Fig. 8a) and metal-oxide-semiconductor (MOS) (see Fig. 8b) structures have been 
adopted to this purpose. 

 
(a) 

 
(b) 

Figure 8. Typical structures for silicon modulators: (a) p-n; (b) MOS 

To study this kind of devices, two different models are usually developed. The first allows 
to investigate the modulator electrical behaviour, whereas the second simulates the device 
from an optical point of view, taking into account the electrically induced silicon refractive 
index change (Barrios & Lipson, 2004). Usually, these two models are developed in literature 
by all authors in two different simulation environments, the former purely electrical and the 
latter purely optical, giving some consequent problems and inaccuracies in using the 
electrical simulation results in the environment where optical simulation is performed. In 
this section, the fully integrated FEM-based optoelectronic model of a SOI optical modulator 
is briefly reviewed, assuming a typical MOS structure, as in Fig. 9. 
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Assuming to ground n-type silicon layer, a free carrier thin layer is accumulated on both 
sides of gate oxide, when a positive voltage Va, larger than the MOS flat band voltage, is 
applied to the device. According with plasma-optic effect, this voltage-induced free carrier 
accumulation locally changes the silicon refractive index. This operating principle allows 
high modulation speeds to be achieved, because no slow phenomena are involved in the 
accumulation process. The electrically induced localized change of silicon refractive index 
affects the effective index of optical mode propagating within modulator and, finally, the 
phase of optical signal passing through it.  The phase shift can be converted as an amplitude 
modulation using the typical Mach-Zehnder interferometer architecture. 

 
Figure 9. Simulated SOI modulator cross section (dopant concentrations in cm-3) 

In our modeling we have assumed device sizes and simulation parameters as summarized 
in Table 3. Electron and hole distribution dependence on applied voltage (Va) has been 
investigated using 2D static drift-diffusion model, solved by FEM.  

 

Parameter Symbol Value 

p-Si region width w 1600 nm 

modulator total height  H 1550 nm 

n-Si region thickness tn-Si 900 nm 

gate oxide thickness tox 10.5 nm 

operating wavelength λ 1550 nm 

Table 3. Modulator sizes and simulation parameters 
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This model consists of three coupled partial differential equations (PDEs) in the form: 

 ( ) ( )0 r e hq N N Cε ε Ψ∇ = − −  (6) 

 ( )p T h p h SRHv N N Rμ μ Ψ∇ • ∇ + ∇ =  (7) 

 ( )n T e n e SRHv N N Rμ μ Ψ∇ • ∇ − ∇ =  (8) 

where RSHR is the Shockley-Hall-Read recombination rate: 
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and ε0 is the vacuum permittivity, εr is the relative permittivity, q is the elementary charge, 
Ne is the electron distribution, Nh is the hole distribution, Ni is the silicon free-carrier 
intrinsic concentration, C is the doping profile, μn is the electron mobility, μp is the hole 
mobility, vT is the thermal voltage, ψ is the electro-static potential, τn is the electron lifetime 
in silicon and τp is the hole lifetime in silicon. 
For boundaries in contact with air, normal components of electric displacement and current 
density vectors are imposed to be equal to zero. At boundaries in contact with a metal, 
neutrality condition and action mass law have been applied. Then, hole and electron 
concentrations and electro-static potential have been imposed as: 
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where k is the Boltzmann constant and T = 300 K is the operating absolute temperature. By 
solving the coupled equations (10), (11) and (12) with given boundary conditions, both 
electro-static potential and free carrier distribution can be calculated in modulator cross 
section for any value of applied voltage, Va. In Fig. 10, electro-static potential ψ(x,y) for Va=2 
V is shown. Free electron distribution along the center of modulator cross section is shown 
in Fig. 11 for Va varying in the range from 0 to 3 V. From simulations, flat band voltage has 
been estimated as equal to 1.45 V. 
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n-Si region thickness tn-Si 900 nm 

gate oxide thickness tox 10.5 nm 

operating wavelength λ 1550 nm 

Table 3. Modulator sizes and simulation parameters 
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This model consists of three coupled partial differential equations (PDEs) in the form: 

 ( ) ( )0 r e hq N N Cε ε Ψ∇ = − −  (6) 

 ( )p T h p h SRHv N N Rμ μ Ψ∇ • ∇ + ∇ =  (7) 

 ( )n T e n e SRHv N N Rμ μ Ψ∇ • ∇ − ∇ =  (8) 

where RSHR is the Shockley-Hall-Read recombination rate: 

 
( ) ( )

2
e h i

SHR
p e i n h i

N N N
R

N N N Nτ τ
−

=
+ + +

 (9)  

and ε0 is the vacuum permittivity, εr is the relative permittivity, q is the elementary charge, 
Ne is the electron distribution, Nh is the hole distribution, Ni is the silicon free-carrier 
intrinsic concentration, C is the doping profile, μn is the electron mobility, μp is the hole 
mobility, vT is the thermal voltage, ψ is the electro-static potential, τn is the electron lifetime 
in silicon and τp is the hole lifetime in silicon. 
For boundaries in contact with air, normal components of electric displacement and current 
density vectors are imposed to be equal to zero. At boundaries in contact with a metal, 
neutrality condition and action mass law have been applied. Then, hole and electron 
concentrations and electro-static potential have been imposed as: 
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where k is the Boltzmann constant and T = 300 K is the operating absolute temperature. By 
solving the coupled equations (10), (11) and (12) with given boundary conditions, both 
electro-static potential and free carrier distribution can be calculated in modulator cross 
section for any value of applied voltage, Va. In Fig. 10, electro-static potential ψ(x,y) for Va=2 
V is shown. Free electron distribution along the center of modulator cross section is shown 
in Fig. 11 for Va varying in the range from 0 to 3 V. From simulations, flat band voltage has 
been estimated as equal to 1.45 V. 
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Starting from 2D free carrier distribution, silicon refractive index change ΔnSi as due to the 
applied voltage is calculated at each point of modulator cross section. Refractive index shift 
is related to free carrier distribution by well known Soref’s relation at wavelength of 1550 
nm (Soref & Bennett, 1987):  

 [ ]0.822 188.8 10 8.5 10Si e hn N N− −Δ = − × Δ − × Δ     (13) 

where ΔNe is the electron concentration change and ΔNh is the hole concentration  change 
(both in cm-3). Using this approach, refractive index distribution n(x,y) is found for any Va 
value.  In Fig. 12 refractive index distribution is sketched along the center of modulator cross 
section, for Va ranging from 0 to 3 V. 
 
 
 
 
 

 
Figure 10. Electro-static potential for Va = 2 V 

From knowledge of function n(x,y,Va), optical mode field distributions propagating within 
the device and their effective indices neff can be calculated as eigen-functions and 
eigenvalues of the optical wave equation (4). As an example, quasi-TE and quasi-TM mode 
electromagnetic field distributions have been calculated by FV-FEM and sketched in Fig. 13 
and 14, respectively, for Va = 2 V. Significant difference in quasi-TE and quasi-TM mode 
profiles are evident. Quasi-TE is more confined in the waveguide as compared to quasi-TM. 
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Figure 11. Electron distribution along the center of modulator cross section for Va ranging 
from 0 V to 3 V 

 

 
Figure 12. Refractive index distribution along the center of modulator cross section in n-
doped silicon, for Va ranging from 0 V to 3 V 
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This difference is due to the continuity condition of electric field x component, Ex, and 
discontinuity of electric field y component, Ey, across the interface between silicon and gate 
oxide. For quasi-TE mode, Ey is the minor electric field component, whereas for quasi-TM 
mode Ey is the major electric field component, then Ey discontinuity practically produces 
effects only on quasi-TM polarized light. Therefore, the MOS capacitor based phase-shifter 
performance is strongly dependent on the incoming light polarization. 

 
Figure 13. Quasi-TE mode electromagnetic field distribution for Va = 2 V  

Phase shift induced in the optical signal propagating within the modulator and its 
dependence on applied voltage Va have been investigated either for quasi-TE or quasi-TM 
mode, assuming a modulator length L = 8 mm (see Fig. 15). As expected, phase shift 
induced by an applied voltage change is significantly lower for quasi-TM polarized light 
(about 66% for L = 8 mm) than for quasi-TE. Through this calculation, a VπL product has 
been estimated as 3.4 Vcm for quasi-TE and 10.2 Vcm for quasi-TM polarized light. 

 
Figure 14. Quasi-TM mode electromagnetic field distribution for Va = 2 V 
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Figure 15. Phase shift induced in TE and TM-polarized light as a function of applied voltage 

2.4. Nonlinear silicon photonic devices 
Nowadays, there is a very strong interest in literature in investigating and developing 
silicon photonic devices for nonlinear applications. A number of significant devices have 
been presented and demonstrated, including Raman amplifiers and lasers (De Leonardis & 
Passaro, 2007). As a transmission medium, silicon has much higher nonlinear effects than 
the commonly used silicon dioxide, in particular the Raman effect. The crucial importance of 
both experimental and theoretical investigations on nonlinear effects in SOI waveguides has 
been recently demonstrated by a review paper (Lin et al., 2007). 
To investigate all nonlinear effects involved in the propagation of ultrafast pulses in SOI rib 
waveguides, a very generalized modelling is often required (Passaro & De Leonardis, 2006). 
In fact, a large number of effects is to be taken into account, including two photon 
absorption (TPA), Free Carrier Absorption (FCA) where the free carriers are generated by 
TPA of the propagating pulse, plasma dispersion, Self-Phase-Modulation (SPM) as induced 
by the Kerr nonlinearity, Group-Velocity Dispersion (GVD), third-order dispersion (TOD), 
self steeping, intra-pulse Raman scattering, mode polarization effects. In this section, some 
modelling aspects on the formation and propagation of optical solitons in sub-picosecond 
regime in SOI optical waveguides are investigated, showing the role of a FEM-based 
approach. 
When sub-picosecond optical pulses propagate inside a waveguide, both dispersive and 
nonlinear effects largely influence their shapes and spectra. Then, the equation system must 
also take into account a number of higher order nonlinear effects induced by the delayed 
Raman response. Thus, the nonlinear response function is influenced and, then, SPM effect. 
In addition, the introduction of this delayed response allows to extend the investigation for 
pulse time widths well below 1 ps, ranging from 10 to 1000 fs. The nonlinear response 
function R(t) can be written as: 

 ( ) (1 ) ( ) ( )R R RR t f t f h tδ= − +    (14) 
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where ( )tδ  indicates the Dirac delta function and Rf  represents the fractional 
contribution of the delayed Raman response to nonlinear polarization NLP . Thus, 

( )R t includes both electronic and vibrational (Raman) contributions. In addition,  the 
Raman response function ( )Rh t  is responsible for the Raman gain spectrum. Its functional 
form can be deduced from the Raman gain spectrum, ( )Rg Δω , known to exhibit a 
Lorentzian shape. Fraction Rf  is estimated from the numerical value of the Raman gain 

peak and normalization condition ( ) 1Rh t dt =∫ . Assuming a gain peak value of 20 cm/GW 

(typical for silicon at λ = 1550nm), it results Rf  = 0.043, well smaller than in silica fibers, 
i.e. 0.18. In the following analysis, we assume a typical SOI waveguide as sketched in Fig. 
4, having  rib total height  h+R, slab height h, rib width w and air cover (without heater). 
In a single-mode SOI waveguide, two propagating modes are typically confined, one 
quasi-TE (dominant horizontal x-component of electric field) and one quasi-TM 
(dominant vertical y-component). Under the assumption of translational invariance along 
the propagation direction (z), the electric field in the single-mode SOI waveguide can be 
given in the form of variable separation, ( ) ( ) 0( , , , ) , , j zE x y z t C F x y A z t e= ⋅ β , where 0β  is the 

propagation constant, ( ),F x y  is the optical mode distribution in the waveguide cross 
section x y−  (solutions of Helmoltz wave equation), and C  is a normalization constant, 

( )
1/ 2

2
,C F x y dxdy

−+∞

−∞

⎛ ⎞
= ⎜ ⎟⎜ ⎟
⎝ ⎠
∫ ∫ . Thus, the total electric field inside the SOI waveguide can be 

written without any leak of generality as:    

 ( ) ( )0ˆ, , , ( , ) ( , ) j z tx y z t CA z t F x y e β ω−⎡ ⎤= ⎣ ⎦E e   (15)  

with the following meaning for the unit vector: ˆ ˆ=e x  for quasi-TE, or ˆ ˆ=e y  for quasi-TM 
mode, respectively. In Eq. (15), ω  is the angular frequency of optical pulse injected into the 
SOI waveguide. Then, after some manipulations and assuming the nonlinear contributions 
to PNL as a small perturbation of refractive index, we obtain the following differential 
equation for the propagating pulse: 

 ( )

2 3

1 2 32 3
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z t t t
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+∞

−∞

∂ ∂ ∂ ∂+ + − =
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+
= − − +

⎡ ⎤∂+ Δ + + ⋅ −⎢ ⎥∂ ⎣ ⎦
∫

β β β

α α
β

π γ
λ ω

  (16)  

which describes the time-space evolution of both quasi-TE or quasi-TM pulses. The 
coefficients 1β , 2β , 3β indicate the group velocity, GVD and TOD coefficients, respectively. 
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Moreover, the term proportional to 2n f cγ ω=  coefficient represents the SPM effect (due 
to Kerr nonlinearity), being c  the light velocity and 2n  the nonlinear refractive index, while 
the term proportional to time derivative takes into account the self-steeping effect and the 
intrapulse Raman scattering. Moreover, 1

efff A− =  represents the effective area of the optical 
mode for pulse injected into the SOI waveguide (calculated by FEM). Through coefficient 

( )TPAβ , the model includes the  TPA effect as induced by the pulse propagation. Further, the 
total loss coefficient has been written as the summation of two contributions: ( )propα , the 
propagation loss coefficient in the rib waveguide, depending on the material absorption and 
fabrication process, and ( )FCAα  the contribution due to FCA, as induced by the change of the 
free carriers generated mainly by TPA of the pulse. Finally, the term nΔ  represents the 
change of effective index due to the plasma dispersion effect as induced by the free carriers, 
whose dynamics being governed by the following rate equation:    

 ( )
( ) 22( , )

2

TPA
c c

eff

dN N A z t f
dt

= − + β
τ ω

  (17)  

where effτ  is the relevant effective recombination lifetime for free carriers. The mathematical 
complexity of our model can be reduced without any leak of accuracy if we assume input 
pulse FWHM widths FWHMT 10 fs. In this case, the following approximated Taylor-series 
expansion holds: 
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2 2 ( , )
( , ') ( , ) 'i
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t
∂

− ≅ −
∂

 (18) 

The previous relationship leads to avoid the integral term in Eq. (16). Then, by substituting 
Eq. (18) in (16), it becomes:  
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 (19) 

where 
0

( )
R

R R
dhT f

d
Δ =

=
Δ

ω
ω

 governs the intrapulse Raman scattering. In the previous 

relationship, ( )Rh Δω  represents the Fourier transform of the Raman response ( )Rh t , which 
is directly related to the complex Raman gain through the Raman susceptibility.   
Assumption (18) allows to convert the equation system (16)-(17) in a partial differential 
equation system in the space-time domain (without using any integral term), solved by the 
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collocation method as a fast and accurate solution approach (Deb & Sharma, 1993). 
Hereinafter, normalized variables are used for numerical purposes, 0( , ) ( , )i iU z t A z t P=  
and 1 0( )t z T= −τ β , where 0P  is the Gaussian pulse peak power and 0T  is related to pulse 
FWHM width by 0 /1.665FWHMT T= . Moreover, we will use normalized parameters to 
simplify the physical discussion, i.e. dispersion 2

0 2DL T= β , and nonlinear lengths 

01NLL P= γ . To numerically solve the coupled equation system (17)-(19), the collocation 
method has been used by developing the unknown functions ( A , cN ) as a linear 
combination of M orthogonal functions ( )mφ τ  through M weight functions ( )mc z . The 
algebraic details are presented in our previous work (Passaro & De Leonardis, 2006). 
To test the mathematical model and the numerical method used to solve the equation 
system, we have compared our results with some numerical and experimental results 
presented in literature for propagation of sub-picosecond pulses in SOI. To the best of our 
knowledge, the first study involving ultrafast pulses in SOI waveguide has demonstrated 
the formation of solitons (Zhang et al., 2007). Thus, our general model has been applied to 
compare our results with that work. The SOI waveguide has rib total height R+h = 400 nm, 
rib width w = 860nm and slab height h = 100 nm. Since the optical soliton can be obtained 
only in the anomalous GVD region, it is crucial to design the SOI waveguide to realise 
negative values of GVD coefficient. In this sense, our first comparison has involved the 
evaluation of the GVD coefficient spectrum for that waveguide. Simulations have been 
performed using the FV-FEM approach with about 60,000 elements mesh, and material 
dispersion considered by means of Sellmeier relationships. The following Table 4 shows the 
very good agreement with results in literature (Zhang et al., 2007). 
Moreover, the model has been used to investigate the time-space evolution of ultrafast 
optical pulses. According with (Zhang et al., 2007), the quasi-TM ultrafast pulse is launched 
at λ = 1.484 μm with a Gaussian shape and FWHM width 116FWHMT = fs. The waveguide 
length is L = 5 mm, larger than both nonlinear and dispersion lengths. As a result, the 
interplay between SPM and GVD causes the pulses to evolve into a soliton. Fig. 16 shows 
the simulated shape of the output pulse by assuming ( ) 0.45TPA =β  cm/GW, 

5
2 6 10n −= × cm2/GW and ( )prop

iα = 5 dB/cm. In addition, the waveguide proposed has an 
anomalous GVD of -2.15 ps2/m for quasi-TM modes, as shown in Fig. 16. 

 

Wavelength  
β2 (ps2/m) 
literature 

β2 (ps2/m) 
this work 

λ = 1249 nm 0.81 0.83 

λ = 1350 nm -0.95 -0.92 

λ = 1484 nm -2.15 -2.10 

Table 4. GVD coefficients for quasi-TM mode 
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Figure 16. Normalized intensity versus normalized time for input and output pulses 

According with data in literature, the input peak power has been selected to realise the 
condition 1/ 2( ) 1.35D NLL L ≈ . In the plot, the curve with diamond markers designates the 
input Gaussian pulse, while the curve with asterisk markers indicates the output pulse 
calculated with M = 45 collocation points. Then, a very good agreement with experimental 
results is demonstrated. The accuracy improves by increasing M, but this improvement is 
not significant for M > 45. Thus, 35 45M≤ ≤  represents the best trade-off between 
accuracy and calculation time. Moreover, by comparing the main lobes of input and 
output pulses, we see as the output pulse can be fitted by a sech-like pulse, confirming 
that the interplay between the SPM and GVD effects has caused the formation of the 
fundamental soliton.  
In many applications, it is critical to find the design rules for any SOI rib waveguide to 
simultaneously meet single-mode and birefringence free conditions, or to achieve single-
mode and zero GVD dispersion. Although the high refractive index contrast between the 
waveguide cladding and core makes easier the light confinement in submicron-scale 
structures, it also makes the control of waveguide birefringence extremely challenging. 
The research in birefringence control is driven primarily by the requirement of 
polarization insensitivity in interferometer devices such as arrayed waveguide gratings, 
ring resonators and all-optical devices, such as ultrafast switches and all-optical gates. It is 
well known that the waveguide core geometry influences not only the modal 
birefringence, but also other critical parameters, as the effective carrier recombination 
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collocation method as a fast and accurate solution approach (Deb & Sharma, 1993). 
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5
2 6 10n −= × cm2/GW and ( )prop
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Wavelength  
β2 (ps2/m) 
literature 

β2 (ps2/m) 
this work 

λ = 1249 nm 0.81 0.83 

λ = 1350 nm -0.95 -0.92 

λ = 1484 nm -2.15 -2.10 

Table 4. GVD coefficients for quasi-TM mode 
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Figure 16. Normalized intensity versus normalized time for input and output pulses 
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lifetime effτ , GVD and TOD coefficients. Free carrier diffusion usually needs to be 
considered in addition to the recombination lifetime. In fact, if diffusion carriers move out 
of the modal area, this results in an effective lifetime shorter than the recombination 
lifetime in SOI structures. Usually a small cross section is necessary to obtain a low value 
for the carrier lifetime. However, it is known that the FCA induced by the TPA produces 
negligible effects for short pulses (< 1ps). Thus, the goal of waveguide design in sub-
picosecond regime usually consists of the best trade-off between GVD and TOD effects.  
A submicron structure with R+h = 500 nm and ( ) 0.2r h R h= + =  has been investigated for 
different values of rib width w and wavelength. A parametric plot of GVD coefficient 
spectrum for various w and both polarizations is sketched in Fig. 17 as achieved by FV-
FEM.  

 
Figure 17. Group-velocity dispersion spectrum for different rib widths and both 
polarizations 

Several features of this figure are noteworthy. In terms of values and shapes, quasi-TM 
modes show a smaller sensitivity than quasi-TE modes to rib width changes. In addition, 
for both polarizations it is possible to find the normal and anomalous dispersion regions. 
It is clear that 2β  spectrum shows a particular shape for quasi-TE polarization and w = 
400 nm. This behaviour is explained considering that quasi-TM polarization is here the 
fundamental mode (approaching zero birefringence condition with increasing 
wavelength), differently from the other cases where the fundamental mode is quasi-TE. 
The plot in Fig. 18 shows the TOD coefficient spectrum for different values of rib width 
and both polarizations.  
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The plots indicate that, in the wavelength range 1200-1800 nm, quasi-TM modes have a 
3β  larger than zero for each value of rib width. Same conclusions can be derived for 

quasi-TE modes except from the case w = 400 nm, where condition 3 0=β  is satisfied 
at =λ 1521.2 nm. 

 
Figure 18. Third-order dispersion spectrum for different rib widths and both polarizations 

3. Conclusion 
This chapter briefly summarizes some important examples of modelling of photonic devices 
based on silicon technology. The potential, properties and advantages of finite element 
method-based modelling approaches are clearly presented and emphatized. Significant 
investigated devices include novel kinds of silicon optical waveguides (slot, hollow), 
thermo-optic modulated devices, plasma dispersion modulated devices (MOS modulators), 
as well as non linear silicon devices for generating optical solitons in SOI rib waveguides. 
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1. Introduction  
During the last decades, reproducing physics of systems by computer simulation has 
aroused great interest both in academic community and industrial world. Disposing of a 
virtual model, able to simulate the real behaviour of a system, represents a really powerful 
tool both for understanding phenomenological aspects of a chosen physics and for 
predicting functional or operative conditions of a technological system. Because of this, 
large efforts are continuously spent in developing computational codes for specific 
applications and in building up simulating models in a very wide range of technological 
domains. Despite of its unquestionable advantages, experimental approach in studying 
systems often results expensive and hardly flexible. Instead, developing of reliable software, 
combined with increasing in hardware capability, are more and more encouraging 
researchers to adopt the simulating approach also in solving complex systems. This 
opportunity obviously promises wide gaps of optimisation in manufacturing also, with 
consequent growth in effectiveness and in economic benefit. 
Focalising attention on electronic equipments, it is commonly recognized that careful 
thermal design represents an unavoidable step in pre-production phase (Harvest et al., 
2007), in order to ensure reliability and performance of those components during their 
functioning (Hanreich et al., 2000). Electronic devices produce a very important rate of 
specific heat (related to their small dimensions) as a by-product of their normal operation. 
Exceeding in maximum safe operating temperature specified by the manufacturer means a 
strong reduction of semiconductors efficiency and functional life (Bailey et al., 2002). Among 
the high power components, Random Access Memory modules are one of the more 
sensitive thermal subsystem of an assembled computer (Petrone et al., 2007). Cooling of 
those devices is always performed by mechanical ventilation systems, that assure a forced 
convection mechanism in order to dissipate thermal energy. However, the forced air flow is 
often disturbed by many factors. Cables, drive bays and brackets can determinate bypass 
over the memory components, forcing the subsystem to operate in mixed or natural 
convection conditions (El Alami et al., 2005). Therefore, natural convection represents a 
critical heat transfer mechanism assuring cooling if designed operational conditions, for any 
reason, partially or totally fall down (Bhowmik & Tou, 2005). Otherwise, the passive 
character of cooling by natural convection makes it very attractive for possible application in 
electronic devices (da Silva et al., 2005). From a theoretical point of view, cooling of 
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character of cooling by natural convection makes it very attractive for possible application in 
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electronic packages has furthermore created emphasis on understanding the basic 
convective fluid flow over discrete heat sources (Bae & Hyun, 2004; Dogan et al., 2006), 
which have different characteristics from the traditionally studied convection from a heated 
whole wall. This chapter deals with a numerical analysis on natural and mixed convection 
heat transfer for Dual In-line Memory Modules, both horizontally and vertically disposed. 
The physical system is firstly introduced, then implementation and validation of the applied 
numerical model is discussed and finally the main obtained results are illustrated.  

2. The physical system 
The actually most used Random Access Memories in Personal Computers are the Dual-
Inline-Memory-Modules (DIMM). They are made of 4-16 chip of synchrony dynamical 
memory with random access (SDRAM), type DDR (Double Data Rate) or DDR2. Chips are 
characterized by very small dimensions and they are mounted on a Printed Circuit Board 
(PCB). The PCB disposes of a certain number of PIN both on its top and bottom face. An 
example of a DIMM is reported in Figure  1.  

 
 

 
Figure  1. Bottom and backside views of a Dual In-line Memory Module 

These components are object of the Joint Electron Device Engineering Council (JEDEC) 
standards. According to JEDEC specifications, the mean parameter indicating thermal 
performance of DIMM is the total thermal resistance θTOT between miniaturized integrated 
circuit and surrounding environment. This represents the sum of sequential thermal 
resistances, such as junction-package resistance, package-heat sink resistance (if a heat sink 
is present), heat sink-ambient resistance (Figure  2). By knowing θTOT value, it is possible, for 
a chosen ambient temperature TAMB and for a standard active power of 1 [W], analytically 
evaluating the junction temperature TJUNCTION of the chip. In order to guarantee the 
reliability of the memory modules, it is strictly necessary that chip does not overcome, 
during its functioning, the maximum temperature recommended in the technical  
documentations of constructors. These values are commonly comprised in the range 80-110 
[°C]. Considering a generic vertically disposed mainboard (tower configuration for a PC 
case), DIMM modules are arranged in horizontal disposition, as showed in the top portion 
of Figure  3. The PCB, where chips are arranged, is perpendicularly connected to the vertical 
mainboard by specific sockets with lateral guides. 
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Figure  2. Scheme of a cross section of a chip mounted on a circuit board: primary thermal 
resistances 

For predictive estimation of operative temperature of DIMM, leading constructors 
recommend computational modelling in spite of analytical determination of temperature by 
JEDEC indications. In fact analytical determination of TJUNCTION  could be not exhaustive 
because of the lack of consideration of several significant factors, first of all the proximity of 
other heat sources.  

 
Figure  3. Electronic components arranged on a mainboard of a tower configuration PC 

3. The numerical model 
3.1 Continuous governing equations 
The considered physical system is outlined by parallel boards (Printed Circuit Board) 
surrounded by air and arranging on multiple heat sources (Chip), see Figure  4.  
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Figure  4. Geometry of two overlapped 16-chip memory modules horizontally arranged 

In natural convection, fluid is propelled by the buoyancy force, generated by a non-uniform 
density distribution due to local temperature gradients. In our problem, heating of fluid is 
related to the presence of heat sources (chips in operative conditions) plunged in the air 
volume. The multi-physical problem is mathematically governed by conservation laws, the 
Navier-Stokes equations, characterizing flow of an incompressible fluid, and the energy 
equation, defining the equilibrium between heat fluxes (conductive one and convective one) 
and heat sources. The governing partial differential equations  are reported in following: 
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The energy equation is to be solved in fluid as well as in solid sub-domains of system, by 
considering appropriate values for thermal conductivity 

( − −= 1 1163 [ ]
C

k Wm K , − −= 1 10.3 [ ]
P

k Wm K ). Only in chip sub-domains the heat source term is 

different from zero and its value is = Ω( )
D C C

q Q n . Adopted properties and conditions for 
fluid in this study are reported in Table 1.  

Parameter Unit 
0.0288M =  1[ ]kg mol−  

R 8.134=  1 1[ ]J mole kg− −

101325ap =  [ ]Pa  

0 ( )p M RTρ ≡  3[ ]kg m−  
6 86,0 10 4,0 10 Tη − −≡ ⋅ + ⋅  [ ]Pa s  

exp( 3,723 0,865log )k T≡ − + 1 1[ ]W m K− −  

1100PC =  1 1[ ]J kg K− −  

Table 1. Dynamical and thermal properties of air 
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Because of the particular technological interest of this kind of study, it seemed favourable 
solving conservation equations in their original dimensional form. This item allows to focus 
attention on the specific electronic device considered and make results directly exploitable 
by operators in this sector. Otherwise, classical non dimensional groups are also used in 
post-processing of results. The Reynolds number, defined as  ρ η≡Re

h
UD , is evaluated 

basing on the hydraulic diameter of the inlet section for air flow (lateral or bottom face 
according to vertical or horizontal arrangement), while the characteristic linear dimension 

adopted for Rayleigh number evaluation ( ρ ηα≡ Δ3 ( )Ra gh  ) is the distance h  between the 
overlapped circuit boards.  

3.2 Solving procedure 
Continuous conservation equations (1) are discretized by Finite Element Method (FEM) on 
no-structured computational meshes, made of tetrahedral elements. The totality of  
simulations presented in this study have been carried-out by applying the software Comsol 
Multiphysics®. Discrete equations are solved with boundary conditions defined below: 
Fluid-dynamical conditions: 
• No-slip conditions on interfaces between fluid and solid elements; 
• Constant pressure values on horizontal boundaries of the fluid domain (inlet velocity 

for mixed convection models); 
• Symmetry conditions on lateral end-section of the fluid domain (simplified models 

only); 
Thermal conditions: 
• Adiabatic condition for external walls of circuit boards and socket; 
• Convective heat flux for top and lateral boundaries of the fluid domain; 
• Imposed temperature for the bottom boundary of the fluid domain; 
Time-integration of equations (1) has been only performed in order to compare numerical 
results with experiments (validation of the numerical model), to compare results of transient 
analysis with steady solution of conservation equations (validation of the steady approach 
in solving governing equations), to investigate on transient fluid-dynamics during heating 
of fluid at initial rest conditions. The temporal integration lies on a backward Euler method 
and the solver is an implicit time-stepping scheme solving a nonlinear system of equations 
at each time step (Brenan et al., 1989). In order to simplify the presentation of the adopted 

algorithm for steady solution of equations (1), let now indicate as  ≡ ( , )tS U T  a generic 
solution of Navier-Stokes and energy equations, and let consider the following assumptions 
for grouping transport, diffusion, buoyancy and pressure terms (Petrone et al., 2004): 
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Figure  4. Geometry of two overlapped 16-chip memory modules horizontally arranged 
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0 0 0

( , )tS U T is a steady solution of equations (1) then it verifies the following expression: 
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An iterative approximation of steady state 
0

S  by +( 1 )kS is performed by applying a modified 
Newton-Raphson method (Deuflhard, 1974), where a damping factor λ< ≤0 1  is 
introduced in computing of perturbation, as in following: 
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where the Jacobian operator 
+ + +( ) ( )U U

J
T D B P

, expressed in ( )kS  and applied to perturbation 

δ
+( 1 )k

S , consists in difference between perturbed and not perturbed conservation equations 

linearized close to the ( )kS  state.   

Once +( 1 )kS  evaluated, the relative error +( 1 )kE  is computed : 
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If  + >( 1 ) ( )k kE E  then the code reduces the damping factor λ  and computes +( 1 )kS  again. This 
algorithm repeats the damping-factor reduction until the relative error is less than in the 
previous iteration or until the damping factor underflows the imposed minimum value. 

When it has taken a successful step  +( 1 )kS , the algorithm proceeds with the next Newton 
iteration. A value of λ = 1  results in classical Newton’s method, which converges at second 
order if the initial guess is sufficiently close to the solution. The iterative procedure ends 
when: 
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where N is the number of degrees of freedom for the system and ε0, fixed at value 10-6 in this 
study, is an arbitrary small number. Algebraic systems coming from differential operators 
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discretisation are solved by using a direct unsymmetrical multi-frontal method, particularly 
indicated in order to solve sparse matrix by LU decomposition. Computations have been 
carried-out on a 64 bit workstation of 16 GB of RAM.  

3.3 Computational grid studying 
Influence of computational grid has been preliminary studied in order to assure mesh-
independent results. The numerical approach in solving continuous equations consists in 
fact in researching an approximate solution of the exact one. The effectiveness of this 
approximation primary depends by the degree of spatial discretisation for differential 
operators. In Table 2 we report a summary of the mesh studying obtained for the horizontal 
configuration of the DIMM. Relative gaps of maximum of temperature and velocity values 
over all the domains with respect to reference ones (evaluated for the finest tested grid) 
indicate that  a mesh made of 24611 nodes (139857 degrees of freedom, d. o. f.) can be 
adopted assuring very small sensitivity of results with spatial  discretisation. Saturation of 
error with increasing in mesh refinement is otherwise well testified by Figure  5, where 
maximum of velocity is reported as function of the number of elements of the computational 
grid. Further increasing in mesh refinement does not  correspond to substantial benefit in 
precision justifying much more higher computational time.   

Elements Increasing 
(%)

d. o. f. Tmax 
[°C]

Relative gap 
(%)

Umax 
[m/s]

Relative gap 
(%) 

7052 - 38791 85.61 2.60 0.159 13.14 
9871 40.0 55108 86.24 1.87 0.153 9.08 

14128 43.1 79140 87.13 0.86 0.147 4.85 
24611 74.2 139857 87.74 0.17 0.142 1.34 
39536 60.6 225600 87.89 - 0.140 - 

Table 2. Maximum values of temperature and velocity as function of the number of mesh 
elements and relative degrees of freedom. Relative gap with respect to reference values 
(values obtained for the finest grid) are also reported 
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Figure  5. Maximum velocity values reported as function of the elements number for the 
computational grid (left side) and example of computational grid (right side) 
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4. Validation of the numerical model 
One of the great problem related to the numerical approach in solving the governing 
equations of a physical system concerns reliability of the adopted simulating model and 
consequently reliability of the results carried-out by applying the chosen scheme 
(Towashiraporn, 2004). For that reason it is always advisable firstly testing its reliability. 
One suitable way to proceed consists in comparing results carried-out by applying the 
proposed scheme with data concerning similar systems proposed by other researchers and 
at disposal in scientific literature. Otherwise, sometime this way to proceed could be not 
possible because we do not dispose of all information needed for exactly replying physical 
systems studied by other researchers or we are approaching a new problem whose no 
results are present in literature. The second way to operate (probably better than the 
previous one) consists, when possible, in setting-up an experimental apparatus reproducing 
a test section of the physical system we are interested to investigate. By conducing test 
experiments on this set-up, some data become available to be compared with those obtained 
by using the numerical model to solve the same configuration of the system. This procedure 
assures the opportunity of disposing of all technical information needed to reproduce by a 
virtual model the real system we are studying. Once the numerical model validated by 
comparison with experimental data, it can be applied to investigate some other 
configurations (arrangement of components, geometrical dimensions, load conditions, 
boundary conditions, influence of specific parameters), exploiting all the facilities offered by 
disposing of a reliable virtual model simulating a real system.  

4.1 Comparison with literature results 
An example of the first above discussed procedure to validate the numerical model is 
discussed in this subparagraph. Results of simulation for vertical channels with multiple 
heat sources plunged in air, have been compared with those experimentally obtained in 
literature (Ortega, 2002). In Figure 6 we report geometry, thermal and fluid-dynamical fields 
obtained by numerical models built in conformity with respect to the system analysed in the 
reference. 

     
Figure 6. Geometry, thermal fields and velocity fields of the numerical model built for 
validation with experimental results previously published (Ortega, 2002) 
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In Figure  7 thermal transmittance K0i between the i-heat source surface (4 surfaces for the 
presented model) and inlet section for fluid, obtained both for 2D and 3D numerical models, 
are compared with experimental results of the reference. The compared thermal 
transmittance is defined as: 
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where Σ1 and Σ2  are the total and vertical surface of the heat sources respectively, qi  is the 
specific thermal flux and Tf,0 and Ts,i are the inlet temperature for fluid and the i-vertical 
surface mean temperature respectively.  

 
Figure  7. Comparison of thermal transmittance [W/(m2K)] for vertical channels  in natural 
convection conditions between present 2D (square) and 3D (triangle) numerical results and 
those reported in the reference (circle) 
From Figure  7 a good agreement between present results and those published in the 
reference is evident. Remarkable small gaps between  present results with respect to 
reference could be due to thin difference in geometrical dimension of systems. 

4.2 Comparison with experiments 
During this study an experimental set-up was also used in order to validate reliability of the 
adopted numerical procedure for solving thermal and fluid-dynamical fields of the studied 
system. The experimental technique chosen to produce comparing data for numerical 
results lies on a thermo-graphic investigation on surfaces thermal distribution of Dual In-
line Memory Modules during operative conditions. The experimental apparatus mainly 
consists in a test PC where two 16-chip memory modules (DDR - 512 MB - 266 MHz) were 
arranged on, an infrared camera (ThermaCAM  Flir SC 3000) for detection of surface 
thermal fields and a laptop PC used for acquisition (Figure  8). In order to reproduce the 
most critical heat transfer condition of functioning for the electronic devices, some black 
panels were employed in order to shield the memory modules by the forced air-flow 
produced by ventilators. The black box built around the investigated devices also resulted 
helpful for thermo-graphical acquisition. In fact other hot electronic components mounted 
on the mainboard were hindered by the black panels, allowing to set temperature range of 
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the acquisition system with thermal values characteristic of the memory modules we were 
interested to record. During experimental running specific applications were launched on 
the test PC in order to load memories by a known electrical power (0.3-0.4 [W]). 

 
Figure  8. Experimental set-up for thermo-graphic acquisition of thermal levels on DIMM 
surfaces during functioning under controlled load conditions 
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Figure 9. Time-evolution of air temperature experimentally detected at the bottom end of 
the DIMM (blue dots) and linear functions (red lines) used for implementing the bottom face 
boundary condition of the numerical model (grey surface). Adopted numeration of the 
Integrated Circuit for the studies devices (right side of the figure) 
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Figure  10. Time evolution of temperature values detected on experimental (pink line) and 
numerical (blue line) frontal surfaces of the chip (IC 1-8 according to numeration of Figure 9) 
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Figure  8. Experimental set-up for thermo-graphic acquisition of thermal levels on DIMM 
surfaces during functioning under controlled load conditions 
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Figure 9. Time-evolution of air temperature experimentally detected at the bottom end of 
the DIMM (blue dots) and linear functions (red lines) used for implementing the bottom face 
boundary condition of the numerical model (grey surface). Adopted numeration of the 
Integrated Circuit for the studies devices (right side of the figure) 
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Figure  11. Time evolution of temperature values detected on experimental (pink line) and 
numerical (blue line) frontal surfaces of the chip (IC 9-16 according to numeration of Figure 
9) 
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Figure  12. Comparison between numerical and experimental thermal distribution at time 
steps t=180 (A), t=300 (B), t=600 (C), t=1200 (D) 
The experimental acquisitions were recorded each 5 seconds, both for vertical and 
horizontal arrangement of the case, during a transient time of 3-4 hours. Exceeded this time 
a stationary thermal behaviour was reached by the dissipating components. Once the test 
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section built-up under the laboratory facility, numerical models were implemented exactly 
corresponding to geometrical dimensions and applied thermal load of the test section. Then 
numerical simulations were carried-out both in transient and in steady conditions for 
comparing results with the experimental ones. In running transient simulations, the 
imposed temperature value at the bottom boundary of the air volume surrounding the 
memory modules (TAMB) was assigned as a time-dependent function, approximating, by two 
linear functions, the temporal evolution of temperature, experimentally detected by a 
thermometer arranged at the bottom of the slots of the test set-up (Figure 9), in the time-
range 0-2400 [s]. Then it was considered constant. Numerical results were then compared 
with experimental data obtained by the infrared thermo-graphical investigation. In Figure  
10 and Figure  11 time evolution of the mean temperature values detected on 16 
experimental and numerical frontal surfaces of the chip arranged on one of the two memory 
modules are reported. From comparison a very good agreement in transient evolution is 
clearly observable. Special attention was paid to investigate on comparison between 
experimental and numerical thermal fields in the time range during which the wider 
difference was pointed-out. In  Figure  12 we report thermal fields obtained by experimental 
(on the right side) and numerical (on the left side) analysis at time steps t=180 (A), t=300 (B), 
t=600 (C), t=1200 (D). It is to notice that pictures presented in Figure  12 underline the most 
unfavourable detected conditions in comparing results coming from experimental and 
numerical investigation. The experimental thermal values are generally higher than the 
numerical ones during the initial portion of the transitory. This item could be explained by 
considering that during PC starting-up several other electronic components, very close 
arranged to memory modules, dissipate an high rate of thermal energy. This heating 
contribution is not considered in the numerical model, so that it underestimates thermal 
level of the memory modules during the first range of the transitory. Otherwise, Figure  13 
shows distribution of the mean temperature computed on each chip frontal surface once 
achieved a thermal steady state. 
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Figure  13. Comparison between steady mean temperature on each chip surface detected by 
experiments (green square) and computed by 2D (blue dots) and 3D (pink dots) models 
Comparison between experimental and numerical results highlights a very good agreement. 
The best correspondence is obtained for the vertical disposition of the case and, as attended, 
for the three-dimensional model of the physical system (maximum relative gap with respect 
to experimental results less than 3.5%).  
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5. Horizontally arranged DIMM 
In this section the main results obtained by the numerical modelling of the memory modules 
horizontally arranged are presented.   

5.1 Transient fluid-dynamics during DIMM heating  
Results obtained by approximating the physical system by its transversal section are 
presented in following. In Figure  14 (A-D)  we report thermal and fluid-dynamical fields for 
4 time steps of a transient analysis performed in a temporal range of 0.1 [s].  

 
Figure  14. Transient temperature fields, streamlines of flow and velocity vectors for t ∈ {0 
(A); 0.03 (B); 0.07 (C); 0.1 (D)} [s] and for achieved stationary conditions 
System is initialized with rest conditions for fluid,  TAMB=30 [°C] (t=0 [s]) and a power QD=1 
[W] globally supplied to the heat sources. The motion transient time for the system has been 
detected to be very short. Fluid, semi-confined by the overlapped solid layers, is quickly 
propelled by chips heating and forced to flow outside the semi-confined region (t=0.03 [s]). 
Velocity field assumes a pseudo-parabolic profile, reaching its maximum in correspondence 
of the middle region between overlapped boards (t=0.07 [s]). At the same time, a convective 
fluid structure begins to form close to the upper circuit board and backside socket. Then, 
this structure assumes a defined shape while a second dissipative re-circulating cell appears 
in the semi-confined region of fluid (t=0.1 [s]). At steady conditions (Figure  14E) this 
“internal” re-circulating cell increases, extending over a half about  of the semi-confined 
cavity. Its rotational motion induces arising of a further dissipative “half-roll”, standing 
close to the geometrical end of the solid boards and chips. Generation of counter-rotating 
convective cells is induced by the onset of thermo-convective instability, certainly amplified 
both by adherence conditions at boundaries and geometrical singularity in the cavity shape. 
Externally, the flow pattern is worthy influenced by flowing-up air, that sensibly modify the 
shape of the convective transient roll observed in the left top portion of the considered 
domain. On the other hand, in the left bottom volume of air, a dissipative flow structure is 
clearly observable. Temperature field is strongly dependent on fluid flow. The maximum 
detected value of velocity is about 0.095 [m/s]. Chips arranged on the top circuit board are 
obviously hotter than those placed on the bottom one. Maximum detected temperature is 
about 54 [°C] for the discussed simulation.  
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Figure  13. Comparison between steady mean temperature on each chip surface detected by 
experiments (green square) and computed by 2D (blue dots) and 3D (pink dots) models 
Comparison between experimental and numerical results highlights a very good agreement. 
The best correspondence is obtained for the vertical disposition of the case and, as attended, 
for the three-dimensional model of the physical system (maximum relative gap with respect 
to experimental results less than 3.5%).  
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5.2 Transient and steady approach in solving governing equations 
The most part of results presented in this study comes from solution of conservation 
equations in their steady formulation. The choice of solving system in steady condition 
arises from the idea of considering the technological devises in their thermal most 
unfavourable operative conditions, that consist in constant electrical load of alimentation 
equal to the maximum value indicated by technical documentation of their constructors. In 
order to validate the steady approach for solution, a comparison has been preliminary made 
between results obtained for 2D approximation both by transient and stationary analysis. 
Figure 15 shows thermal fields and streamlines of flow, on a transversal section of the 
memory modules,  evaluated by transient (left side) and steady (right side) solution of 
equations (1), respectively. 

 
Figure 15. Comparison between transient (left) and steady (right) thermal-dynamical fields 

Topology of flow is quite identical for both cases: a primary motion field made of fluid 
flowing from the bottom boundary of the domain to the upper section turning around the 
solid domains, and a secondary motion field characterized by the occurrence of a 
longitudinal convective roll developing in the semi-confined enclosure between the 
horizontal circuit boards. Drawn thermal levels also show good agreement each other, with 
a relative discrepancy for the maximum detected temperature of 0.84 %.  

5.3 Influence of spacing between thermal sources 
Three-dimensional simulations have been carried-out for different models approximating 
the considered DIMM. At first we studied portions of the electronic device, delimited by 
transversal surfaces considered as symmetry/slipping plans. Models containing 1 and 2 
chips arranged on each top surface of the overlapped PCB were firstly studied. The aim of 
this investigation consists in studying the influence of spacing between thermal sources. 
From results it appears that small increasing in chip’s spacing highly influences flow pattern 
of the convective roll detected in the semi-confined region between the overlapped boards. 
Figure  16 shows comparison between one portion of two overlapped memory modules 
solved imposing different lateral spacing between thermal sources. It is to notice as the 
thermo-convective roll does not stand confined in the backside of the semi-confined cavity 
when spacing is increased. Otherwise, it extends over lateral regions adjacent to the chip, 
improving convective transfer in dissipating thermal energy. 
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Figure  16. Streamlines of flow and thermal levels for one portion of overlapped memories 
arranging one chip on top surfaces: influence of chip spacing on convective heat transfer 

5.4 Analysis of thermal and fluid-dynamical behaviour during operative conditions 
From 3D simulations the motion field of fluid for complete overlapped DIMM appears more 
complex. As reported in Figure  17, where normalized velocity vectors are plotted in 
longitudinal and transversal sections, the mean flow exhibits a pronounced chimney effect 
in correspondence of the central upper chips. The internal flow maintains the longitudinal 
convective roll flow pattern highlighted by 2D analysis, but developing of thermo-
convective instability is seen more articulated. In fact the re-circulation structure is not 
limited to the backside of the semi-confined cavity, but it also extends around the lateral 
bounds of the air volume comprised by the overlapped circuit boards. Extension of 
convective eddy over the lateral portions of volume, close to the lateral guides on the left 
side, and in correspondence of the half-cross section on the right side, is illustrated in Figure  
18. The convective structure assumes a helicoidally developing: fluid particles rotating 
around the longitudinal roll axis straightly shift along the axis direction.  Transport 
direction mainly follows the way from the lateral guides to the transversal half-cross section 
of the geometry, where the convective eddy results more intensely developed. From a 
thermal point of view, the elucidated flow pattern involves the following comments: the 
maximum value of temperature is detected in correspondence of the third chip standing on 
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the upper circuit board, as illustrated in Figure  18 where thermal distribution on solid 
interfaces is plotted. 

    
Figure  17. Velocity vectors in longitudinal and transversal sections 

 
Figure  18. Temperature distribution and streamlines of flow for a double 16-chips model of 
DIMM obtained for TAMB=30 [°C] and QD=0.5 [W] (one PCB is suppressed in plotting) 
Convective thermal flux reaches its maximum value close to the right top portion of the 
fluid volume. As a matter of fact, thermal energy produced inside the semi-confined control 
volume is worthy dissipated by the discussed dynamical roll, that transports and “ejects” it 
upward, very close to the middle region of the fluid domain. The illustrated thermal fields 
well agree with the range of operative temperature indicated by leading DIMM 
constructors. In fact, in absence of forced airflow, and depending on the benchmark memory 
stress software applied, a temperature range of 75-95 °C  is experimentally measured. 
Parametric simulations as function of QD and TAMB have been carried out for the complete 
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double DIMM model. From the obtained results a sixth order polynomial fitting law is 
proposed in order to correlate the maximum detected temperature with the supplied power 
to the DIMM and the ambient temperature. The proposed correlation equation is reported 
below: 

= − ⋅ + ⋅ − ⋅ + ⋅ − ⋅ + ⋅ +6 5 4 3 2

max 19, 5 99, 3 204 216, 9 132 93, 78D D D D D D AMBT Q Q Q Q Q Q T  (5) 

Simulated maximum temperature values (Tsim) are compared with those obtained by 
applying the above fitting law (Tfit) in Table 3. 
Reported values for TAMB {30; 35; 40} [°C] are listed as function of QD  (0.1; 1.2 [0.1]) [W]. 
Relative gaps between simulated and analytically evaluated temperature are also reported 
in Table 3. As readable, the maximum gap for the studied QD range of variation is 0.61 %. 

QD

[W] Tsim [°C] Tfit [°C] gap % Tsim [°C] Tfit [°C] gap % Tsim [°C] Tfit [°C] gap %
0.1 48.45 48.25 0.40 43.43 43.25 0.40 38.41 38.25 0.41
0.2 54.94 54.91 0.06 49.89 49.91 0.03 44.84 44.91 0.15
0.3 60.77 60.67 0.16 55.69 55.67 0.03 50.60 50.67 0.15
0.4 66.19 65.96 0.35 61.07 60.96 0.18 55.94 55.96 0.04
0.5 71.33 71.01 0.45 66.17 66.01 0.24 61.00 61.01 0.01
0.6 76.24 75.89 0.46 71.04 70.89 0.21 65.84 65.89 0.09
0.7 80.98 80.65 0.41 75.75 75.65 0.13 70.50 70.65 0.21
0.8 85.58 85.27 0.36 80.31 80.27 0.05 75.02 75.27 0.33
0.9 90.05 89.74 0.35 84.74 84.74 0.01 79.42 79.74 0.40
1.0 94.42 94.05 0.39 89.07 89.05 0.02 83.71 84.05 0.40
1.1 98.70 98.22 0.48 93.31 93.22 0.09 87.91 88.22 0.35
1.2 102.89 102.26 0.61 97.46 97.26 0.21 92.04 92.26 0.24

TAMB = 40 [°C] TAMB = 35 [°C] TAMB = 30 [°C]

 
Table 3. Simulated and analytical maximum temperature values on DIMM and their relative 
gaps as function of ambient temperature and thermal load 

5.5 Simplifying hypotheses in model implementation  
As known, 3D numerical models involve in very expensive computations, both for 
hardware and time needed for obtaining reliable results. Therefore, the goal of this study 
also was spending attention in analyzing hypotheses able to simplify the numerical model, 
maintaining the same standard of result reliability with respect to accuracy assured by  
more detailed schemes. Simplification of physical system allows to drastically reduce 
degrees of freedom of the numerical model, so that memory space and computational time 
can be saved. The first tested hypothesis concerning simplification of the numerical model 
consists in outlining complete DIMM by one transversal half portion only. In Figure  19 
thermal distribution and streamlines of flow for a model are plotted. It represents a half of a 
twin DIMM of 8 top-arranged chips.  
Lateral guides supporting PCB are observable in the left part of the simulated geometry, as 
well as the socket in its backside. The right transversal section surface represents the 
considered symmetry/slipping section of the system. Thermal and dynamical fields 
presented in Figure  19 are obtained for a supplied power QD=1 [W] and for TAMB=30 [°C]. 
Results carried-out by exploiting symmetry conditions seem to be consistent: the range of 
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the simulated operative temperatures, and the maximum detected value (T ≈ 86 [°C]), well 
fit with those suggested by the leading constructors of this kind of devices. The second 
simplifying adopted strategy consists in retaining that the sub-domain simulating the 
sockets (in the backside of the system) could be suppressed without causing sensible 
variation in temperature distribution and velocity fields. Following this idea, a simplified 
model, see Figure  20,  giving, for the same level of mesh refinement, a lower number of 
d.o.f. has been tested in order to replace the above discussed one. In Table 4 a brief 
comparison between socket and no-socket model is proposed by reporting maximum values 
of velocity, temperature, Reynolds number and Rayleigh number obtained for both 
representations. From a global point of view, thermal behaviour of system seems to be not 
very affected by model simplification, while dynamics appears  more sensitive. Suppression 
in fluid domain of the small sized enclosure due by sockets representation does not modify 
internal thermo-convective flow pattern. In fact, the secondary flow, assuring heat 
evacuation in the semi-confined region of the system, does not show any relevant 
modification with respect to the complete model. 
 
 
 

 

 
 

 
Figure  19. Thermal distribution and streamlines of flow for  8-chip overlapped memories 
represented by one symmetrical half of their geometry 
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Figure  20. Geometrical model of twin overlapped 8-chip memories outlined with (left side ) 
and without (right side) socket in their backside 

Socket No-Socket Relative gap  (%) 
Umax 0.142 0.154 8.31
Tmax 87.7 87.9 0.18

Remax 423 455 7.41
Ramax 2205 2210 0.22

Table 4. Comparison between socket and no-socket models 

6. Vertically arranged DIMM 
Some results concerning memory modules vertically arranged have been yet discussed in 
the section related to the numerical models validation.  From Figure 21 it can be deduced as 
fluid-dynamical fields for vertical disposition result less complex than those highlighted for 
the horizontal configuration. Fluid is propelled by buoyancy force to flow up without 
encountering obstacles in its path. Heat is vertically transported and for that reason the 
integrated circuits arranged in the top portion of the modules manifest higher thermal 
levels. From results analysis it globally appears that vertical disposition is preferable from a 
thermal point of view with respect to the horizontal one. For a fixed value of imposed 
thermal load, the vertical configuration assures lower thermal levels on the package.  
However, the interest in studying this configuration was motivated to investigate on 
convective heat transfer not only in natural convection condition, but also in mixed 
convection condition. Models considering imposed air flow rate coming from the bottom 
surface of the outlined air volume have been built and convective heat transfer coefficient 
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have been computed for several values of fixed velocity for air. The non-dimensional 
parameter chosen in order to quantify the convective heat transfer rate is the local Nusselt 
number evaluated on chip top surfaces, defined as:  
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The range of fixed values for velocity  inlet flow (0.1÷0.2 [m/s]) has been limited to 
maximum velocity values characteristics of fluid-dynamical motion fields observed in 
natural convection condition. This procedure allows to reproduce physical systems where 
natural and forced convection effects in heat transfer could be considered comparable. In 
Table 5 natural and mixed convection configuration are compared from a thermal point of 
view. The relative gap, concerning the main temperature evaluated on each chip surface of 
one memory module (IC 1-16, see Fig.  9) and the computed local Nusselt number, between 
natural and mixed convection conditions are listed. Relative gaps are evaluated both for 
minimum (v=0.1 [m/s]) and maximum (v=0.2 [m/s]) velocity values chosen for the inlet 
forced flow. From analysis of results it appears that benefit of forced flow mainly concerns 
IC arranged at the bottom position and on external surfaces of the PCB. It is to notice as 
decreasing in thermal levels on IC surfaces is comprised in the thin range 1-6%, while 
increasing in heat transfer coefficient results very fluctuant and, depending on IC position, 
achieves values up to 300%. This item can be explained: the IC standing on the top positions 
are in natural convection subject to air flow at the higher velocity, while IC standing on the 
bottom position are plunged in fluid almost at rest conditions. In mixed convection 
configuration air flow is quantitatively distributed homogeneously, so that the best 
advantage in heat transfer coefficient is related to those IC arranged in the most 
unfavourable position when any forced flow is imposed. 

7. Conclusion 
This chapter highlights the opportunity to exploit a numerical approach in order to simulate 
thermal and fluid-dynamical behaviour of electronic devices. The goal mainly consists in 
disposing of a predictive and flexible tool for characterising those equipments during 
several functioning conditions avoiding expensive experimentations.  On the other hand, 
the chapter also underlines the unquestionable importance of a validation step for the 
numerical model, strictly needed in order to assure effectiveness and reliability of the results 
carried-out. As applications of the proposed approach, Dual Inline Memory Module 
dissipation is studied both for horizontal and vertical arrangement and for natural and 
mixed convection heat transfer mechanism. Detected temperature values are globally in 
accordance with data reported in technical sheets of the leading constructors of the studied 
technological devices. Numerical results are mainly carried-out as function of operational 
parameters, such as ambient temperature and power supplied to the memory modules. 
Several models are presented, that also resume the adopted strategy in order to optimise 
them, testing simplifying hypotheses as: opportunity of considering geometrical 
symmetries, possibility of suppressing in models structural elements not significantly 
modifying thermal and fluid-dynamical behaviour of the system, reliability of 2D results 
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with respect to 3D ones. The onset of a thermo-convective instability is highlighted in 
horizontal configuration. It manifests in arising of  complex three-dimensional flow 
patterns, principally consisting in a dissipative roll that helicoidally develops close to the 
lateral and backside boundaries of the considered fluid domain. That convective structure 
seems to significantly contribute in heat dissipation of system, transporting and ejecting 
thermal energy in correspondence of the frontal opened section of the semi-confined 
geometry. Concerning thermal efficiency, the vertical configuration is found to be preferable 
with respect to the horizontal one. Instead, from a theoretical point of view the horizontal 
disposition results much more interesting to be studied. Non-dimensional parameters, such 
as  Rayleigh, Reynolds and local Nusselt number, are computed in order to quantify the 
flow regime and the heat transfer coefficients. In order to produce exploitable results of 
applied interest, a polynomial fitting law, correlating the maximum detectable temperature 
for the system with the ambient temperature and the supplied thermal load, is  proposed.    
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2 1.68 3.34 13.52 35.54 

3 1.75 3.59 15.59 39.81 

4 1.83 3.89 20.48 48.80 

5 2.53 5.27 25.79 47.04 

6 3.20 5.81 26.76 47.38 

7 3.89 5.86 30.20 54.42 

8 4.02 5.30 50.81 85.19 

9 1.58 3.23 17.42 34.74 

10 1.67 3.38 26.84 53.77 

11 1.73 3.56 34.96 70.68 

12 1.81 3.86 45.88 115.72 

13 2.52 5.24 80.97 228.95 

14 3.24 5.93 101.31 291.41 

15 3.99 6.06 192.06 311.35 

16 4.11 5.46 197.02 327.19 

Table 5. Relative gaps in temperature and local Nusselt number between natural and mixed 
convection conditions 
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Figure 21. Thermal distribution at fluid-solid interfaces, streamlines of flow and temperature 
field on a longitudinal section (left side).  Velocity vectors in longitudinal and transversal 
sections of the air volume surrounding the electronic devices (right side) 

8. Nomenclature 

pC  isobaric specific heat [J/(kg K)] 

hD  hydraulic diameter [m] 
g  gravity acceleration [m/s2] 
H  height of air volume [m] 
h  distance between circuit boards [m] 
k  thermal conductivity [W/(m K)] 
L  length of air volume [m] 
M  molecular mass of air [kg/mole] 

Numerical Modelling for Thermal Design of Electronic Equipments 

 

415 

 
Nu  

Nusselt number, =
∂

−
⋅ ∂
∫ ∫

2 2

1 1

1
( )

z y

C AMB

z yC C

Nu
T

dydz T T L
H L x

  

n  number of integrated circuits  
p  pressure [Pa] 
Q  thermal flux [W] 
q  specific thermal flux [W/m3] 
R  Gas constant [J/(kg mole)] 
Ra  Rayleigh number, ρ ηαΔ3gh   

Re  Reynolds number, ρ ηhUD   
T  temperature [K] 
t  time [s] 

U  velocity vector, ( , , )tu v w   

U  norm of velocity, + + 1 22 2 2( )u v w   [m/s] 

W  width of air volume [m] 
Greek symbols 

α  thermal diffusivity [m2/s] 
η  dynamic viscosity [Pa s] 
ρ  density [kg/m3] 
Ω  volume   [m3] 

Subscripts 
AMB ambient  

C Chip  
D Dual Inline Memory Modules  
P Printed Circuit Board   
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and Sensors Based on Them  
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1. Introduction   
Optical fibres are a true representative of the remarkable advancements and speed of 
adoption and commercialisation of technology in recent decades. Propelled by the invention 
of the laser in 1960, these tiny waveguides quickly spread from the scientific laboratories 
into the everyday life: Internet, medical diagnostics, sensors in food, transport, oil and other 
industries, decoration. Application of fibres relies on possibility of controlling the 
propagation of light through them which has initiated invention of a range of accessories 
and fibre-based devices. This chapter is dedicated to a widely exploited group of fibre 
devices called long period gratings.  
In general, grating is a periodic change in the refractive index profile along the fibre. 
Depending on their periods gratings are divided into: fibre Bragg gratings (FBGs) with 
periods comparable to the wavelength of the guided light and long period gratings (LPGs) 
with periods ranging from several tens to several hundreds of microns. The former reflect 
narrow bandwidths and are therefore used as band rejection filters in transmission or retro 
reflectors. LPGs were first designed (Vengsarkar et al., 1996) to mend the problem of back 
reflection in FBGs that appears to be detrimental in some applications, e.g. gain equalizers, 
(Vengsarkar et al., 1996). Due to the dependence of their spectral bands on external 
parameters both types of gratings are now widely used in sensing technology. In addition to 
inherited advantages of fibre sensors such as simplicity of interrogation schemes, 
compactness, multiplexing capability and non-obtrusive interaction with living tissues, 
gratings exhibit very high sensitivity and localisation of the parameter change, which makes 
them suitable for biomedical diagnostics, remote sensing in oil, food and pharmaceutical 
industry and radioactive environments, as well as build-in sensors in transportation. 
Advanced laser processing techniques along with mechanical and chemical methods allow 
for fabrication of LPGs in practically any fibre regardless of its index profile and material 
composition, Fig. 1a)-c). Therefore, it is not surprising that the major novelty in fibre 
industry – the photonic crystal fibre (PCF) (Knight et al., 1996; Russell, 2003), was quickly 
embraced as a new medium for grating fabrication. Different guiding principle of PCFs 

                                                                 
1 Results reported in this chapter are part of the author’s PhD thesis produced at the Photonics Research 
Group at Aston University, UK 
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them suitable for biomedical diagnostics, remote sensing in oil, food and pharmaceutical 
industry and radioactive environments, as well as build-in sensors in transportation. 
Advanced laser processing techniques along with mechanical and chemical methods allow 
for fabrication of LPGs in practically any fibre regardless of its index profile and material 
composition, Fig. 1a)-c). Therefore, it is not surprising that the major novelty in fibre 
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embraced as a new medium for grating fabrication. Different guiding principle of PCFs 

                                                                 
1 Results reported in this chapter are part of the author’s PhD thesis produced at the Photonics Research 
Group at Aston University, UK 
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introduced new features to LPGs, which opened up new possibilities for sensing 
applications. For example, the LPG reported in (Dobb et al., 2004) can solve the problem of 
cross-sensitivity to temperature. Namely, in most grating sensors variations in temperature 
contribute to the signal in the same way as the changes in other parameters, hence various 
compensation schemes have to be employed which increases the complexity and cost of the 
sensor.  LPGs fabricated by Dobb et al. in endlessly single mode (ESM) PCF by an electric arc 
are not sensitive to temperature, while they are sensitive to strain, bending and refractive 
index and therefore represent a simple solution to this problem. It should be noted that the 
more complex sensors have been reported in which the sensitivity of an LPG to a few 
parameters has been used for their simultaneous sensing. LPGs in PCFs have also found 
applications in microfluidics devices. For more information on LPG sensors see (James & 
Tatam, 2003). 

 

 
d) 

Figure 1. Schematic examples of long period gratings: a) in the core, b) corrugated cladding, 
c) in PCF. d) Example of grating transmission spectrum (produced by T. Allsop) 

In order to fully understand and exploit the potential of LPGs in PCFs the theoretical study 
and practical models are needed. Naturally, the consideration is based on previous 
independent extensive studies of LPGs (Erdogan, 1997 a);  Kashyap, 1999; Othonos & Kalli, 
1999) and PCFs (Birks, 1997; Russel, 2003), to name just a few . The coupled-mode theory 
(CMT) of fibre gratings (Erdogan, 1997 a) has been the most widely applied model of LPGs, 
largely due to the relatively simple physical picture based on the phase matching condition. 
Due to the complex geometry of PCF, accurate simulations of the mode profiles of PCFs 
require numerical methods, while analytical methods imply calculation of the effective 
refractive index of the photonic crystal (Park et al., 2006). Various numerical methods have 
been successfully applied: plain wave expansion method (Ferrando et al., 1999), beam 
propagation method (Eggleton et al., 2000), full-vectorial finite difference method (Zhu et 
al., 2002), finite element method (Uranus & Hoekstra, 2004). In this chapter a method based 
on conjuncture of CMT and finite elements that allows for analysis of spectra and sensitivity 
of LPGs in PCFs of various geometries is presented.  
Section 2 introduces the physical model of LPG and its numerical implementation, and is 
followed by a detailed example of the application of the model to the temperature 

Face and Gesture Recognition forHuman-Robot Interaction 

 

419 

insensitive LPG in Section 3. The analysis of the grating spectrum and resonant modes is 
further used to calculate grating sensitivity to temperature and strain. The final subsection is 
dedicated to the application of the model to reverse engineering of the grating index profile. 
Applications and practical limitations of the model are discussed in Section 4. Finally, 
Section 5 summarises results and suggests directions for future work. 

2. Numerical Model 
2.1 The Physics of Long Period Gratings 
Periodic perturbation of the index profile of the fibre that defines fibre grating acts as a 
resonant scatterer on the incoming core mode. In consequence, the core mode periodically 
couples to other co- and counter-propagating fibre modes. The former is characteristic of the 
long period grating and the latter of the fibre Bragg grating, the difference stemming from a 
large difference in periods of these gratings. The vector sum of the propagation vector of the 
core mode and the reciprocal grating vector defines the propagation vector of the resonant 
mode. If the grating period is long enough its vector is shorter than the propagation vector 
of the core mode, and the coupled modes are copropagating. The opposite is the case for the 
short period grating (FBG). Both cases are shown in Fig. 2. These are the most commonly 
used scenarios; for the full description see (Erdogan, 1997 a). 

 
Figure 2. Phase matching in long period grating (left) and fibre Bragg grating (right) 

Cladding modes excited by an LPG are irradiated at the interface between cladding and 
surrounding medium, which causes the losses observed as attenuation bands in the 
spectrum, Fig. 1d). Resonant wavelengths are determined by the grating period and the 
order of the cladding mode. Coupling strength of the grating depends on overlap of the 
electric fields of the core and resonant cladding modes across the grating and the grating 
refractive index. It determines the magnitude of attenuation bands, the so called ‘grating 
strength’. 

2.2 Mathematical Model of the Long Period Grating 
Given that it consists of a small change in the index profile of the fibre, an LPGs can be 
successfully treated by the perturbation theory, the adaptation of which to resonant systems 
is known as the coupled mode theory (CMT). It assumes that each mode excited by the 
grating can be represented as a linear combination of the eigenmodes of the unperturbed 
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fibre.  The wavelength at which the coupling to a specific cladding mode occurs is given by 
the phase matching condition    

 Λ=Λ−= eff
B

eff
cl

eff
co nnn δλ )(  (1) 

where eff
con  and eff

cln are the effective mode indices of the core and cladding modes 
respectively, Λ is the beat length and λ is the resonant wavelength.  This condition allows 
for the representation of the excited mode by one eigenmode of the fibre, thereby reducing 
the problem to the system of two coupled mode equations 
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Here, the electric fields of the modes are normalised so that each mode carries 1W of power. 
Whereas the mode field profiles of the circularly symmetric fibres are well known, the 
modal analysis of PCFs is more demanding and requires numerical methods. System (2-3) is 
then readily solved to obtain the field amplitudes of the coupled modes along the fibre for a 
given wavelength (Snyder & Love, 2000; Erdogan, 1997 a). 
Grating resonances are best visualised by constructing the grating characteristics -- a family 
of curves Λ(λ) for different cladding modes over a range of wavelengths. Resonant 
wavelengths are then found in intersections of these curves and the line Λ=L representing 
the beat length equal to the grating period L. In general case, the grating is not perfectly 
sinusoidal, and the higher order terms in the Fourier transform of its refractive index must 
be taken into account. This results in the resonant condition Λ=L/N for the Nth order 
grating (Kashyap, 1999).  
For the gratings with weak index modulation and narrow attenuation bands two-mode 
description is usually sufficient. These conditions are fulfilled in the majority of practical 
applications. 

Face and Gesture Recognition forHuman-Robot Interaction 

 

421 

2.3 Numerical Model of the Photonic Crystal Fibre  
The starting point in the fibre grating analysis is the characterisation of the modes supported 
by the fibre. PCFs studied here have a hexagonal ‚holy’ photonic crystal as the inner 
cladding and a solid core produced by omitting the central hole. These fibres have been 
represented by the model based on the effective refractive indices of the core and the 
photonic crystal cladding (Russell, 2003). Due to the presence of air holes effective index of 
the cladding is lower than the index of the core, which keeps the light confined to the core. 
However, the analogy with the step-index fibres is not complete as there is no clear 
boundary between the core and the cladding. Due to the complex geometry of PCFs and the 
high refractive index contrast between the pure silica and air holes, modes of these fibres are 
most accurately calculated by solving Maxwell’s equations by a full-vectorial numerical 
solver.  A comparison of the different numerical methods used to study PCFs can be found 
in (Uranus & Hoekstra, 2004). A problem in hand imposes additional constraints on the 
choice of the method. In our case, the analysis of LPG in air and its sensitivity to the 
refractive index of the surrounding medium, precludes the use of methods that assume 
infinite photonic crystal, e.g. the super-lattice method. As opposed to the typical problems of 
nonlinear optics and transmission, which are mainly concerned with the propagation of the 
core mode, the intrinsic property of LPG to couple the core to the cladding modes requires 
accurate calculation of the propagation constants and field profiles of many modes in the 
whole fibre cross section. Here we choose the finite element method which meets both 
requirements and offers additional benefits of simulating fibres of different geometries and 
fibres with random variations in hole diameters. The calculations were performed by the 
commercial software Comsol 3.1 (COMSOL AB).  
Eigenmodes and their effective indices were found by simulating the cross section of the 
fibre with the jacket removed and surrounded by air. The necessary resolution of the mesh 
in the photonic crystal was achieved by exploiting the fibre symmetry. Criteria for the choice 
of mesh parameters were convergence and accuracy of the effective refractive index.  

2.4 Models of Grating Sensitivity 
Long period grating response to the change in external parameter is observed as a shift in 
the resonant wavelength or/and as a change in magnitude or shape of the attenuation 
bands. In most cases, changes in temperature, strain and the refractive index lower than the 
index of fibre cladding cause wavelength shift, while bending and changes in refractive 
index to the values higher than the index of the fibre cladding cause changes in shape and 
magnitude of attenuation bands. In the former case, the grating sensitivity to parameter X 
can be calculated by linearisation of the grating characteristic of the resonant mode around 
the resonant wavelength and is given by expression 
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Grating resonances are best visualised by constructing the grating characteristics -- a family 
of curves Λ(λ) for different cladding modes over a range of wavelengths. Resonant 
wavelengths are then found in intersections of these curves and the line Λ=L representing 
the beat length equal to the grating period L. In general case, the grating is not perfectly 
sinusoidal, and the higher order terms in the Fourier transform of its refractive index must 
be taken into account. This results in the resonant condition Λ=L/N for the Nth order 
grating (Kashyap, 1999).  
For the gratings with weak index modulation and narrow attenuation bands two-mode 
description is usually sufficient. These conditions are fulfilled in the majority of practical 
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The generalised sensing parameter γ is defined in (MacDougall et al., 1998; Shu et al., 2002) 
and accounts for the effects of the material and waveguide dispersion of the fibre, 

)).),((),(( XXnXnn effeff λλδδ = The rightmost term in (6) shows a direct relation between γ 
and the slope of the grating characteristic. As the derivatives in the above equations are 
obtained numerically, this method will be referred to as semi-analytical.   
Change in an external parameter can have two major effects on an LPG: change in the 
grating period and in the refractive index of the fibre. If the index change is incorporated in 
the model of the PCF and the resonant wavelength found using the new grating period, the 
approximation made in the linear model is eliminated. Graphic representation of this 
solution distinguishes contributions of each effect as will be shown in the next Section. This 
method will be referred to as numerical.     
The most important assumptions made in the model are that the index change in the grating 
is small and that the symmetry of the fibre is preserved. The profile of the grating and the 
fibre itself are not restricted in any other way. Moreover, constraints imposed by symmetry 
can be dropped at the expense of the mesh quality and the calculation time. Nonuniform 
grating can be treated by transfer matrix method that uses CMT to evaluate transmission 
matrix of each uniform part. Therefore, the suggested numerical model of the wavelength 
shift based sensitivity applies to a vast majority of LPGs in practical use today. 

2.5 Reverse Engineering of the LPG from its Spectrum 
In this section we consider an actual index profile of the grating in more detail. The general 
types of perturbation are: (i) change in the refractive index of the waveguide and (ii) 
changes in the geometry of the fibre such as the change in hole radii, tapering, corrugation, 
Fig. 1a)-c). Whereas gratings written in step-index fibres usually consist of the change in the 
refractive index of the photosensitive core, gratings written in PCFs are slightly more 
complicated. They comprise change in the refractive index across the fibre cross-section and 
the change in the geometry of the PCF, for example squeezing of holes induced by the 
strong electric-arc (Morishita & Miyake, 2004). As the waveguiding principle of PCF lifts the 
requirement for the photosensitive core, all parts of the fibre can be made of the same 
material (usually silica) which makes them equally sensitive to the writing technique. 
Moreover, light scattering on the holes impairs precise focusing into the core of the PCF. 
Structure of the gratings in PCFs has been a subject of several studies, e.g. (Humbert & 
Malki, 2002; Fotiadi et al., 2007). Here we describe method for nondestructive analysis of the 
grating profile based on spectral data taken during the grating fabrication.  The idea behind 
the analysis is to establish a connection between the parameters of the induced index profile 
and the grating property which can be measured in a way that generates enough data to 
extract these parameters but that does not affect grating performance.  The measurement of 
the dynamics of grating transmission spectrum during the fabrication is recognised as 
suitable since it is easily recorded and contains signatures of the values of coupling 
coefficients and detuning for a range of grating lengths. 
According to the CMT, grating transmission is a function of the coupling coefficients 
defined by (4). In its simplest form, which assumes that the detuning from the resonant 
wavelength is balanced by the dc coupling, the expression for the grating transmission is 
given by 

 )(cos)( 2 zzT κ=  (7) 
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Cross coupling coefficient κ depends on the grating index profile and field profiles of the 
resonant modes. By averaging the index change in the photonic crystal, integral in (4) can be 
replaced by the sum of contributions of the core (co), photonic crystal (pc) and the outer 
cladding (cl) of the fibre 
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where clco
jI − is the overlap integral of the normalised core and cladding modes and jnΔ is 

the overall refractive index change in the j part of the fibre. The domains of the fibre cross 
section are defined purely geometrically and not in the relation to the spatial extent of fibre 
modes. It is assumed that the grating profile consists of the change in hole radius hRΔ  and 
the refractive index of silica nΔ . As the change in the size of holes does not significantly 

affect core nor cladding, nnn clco Δ=Δ=Δ . On the other hand, pcnΔ is calculated by 

averaging the contributions of the air and silica to the dielectric constant of the photonic 
crystal. The best fit of the calculated minimal transmission to the maximum of the 
attenuation band for different grating lengths gives the parameters hRΔ and nΔ . This 

model reflects the guiding principle of the studied PCF. Nevertheless, it should be noted 
that the average index of the photonic crystal that features in our model is not equivalent to 
the effective index of the crystal used in the model of ESM PCF in (Birks et al., 1997), as the 
latter is based on the propagation constant of the fundamental space-filling mode of the 
photonic crystal.   

3. Example: LPG in PCF fabricated by Electric Arc 
3.1 Description of the device 
Long period grating in endlessly single mode ESM 1550-01 PCF reported in (Dobb et al., 
2004) is studied as an original example of the grating insensitive to temperature and 
simultaneously sensitive to other external parameters. The fibre was made from pure silica 
with four rings of hexagonally arranged air holes with the space between adjacent holes 
being 8μm. The central hole was omitted to form the core, Fig. 3a). The filling factor was 
0.46. A series of LPGs with different periods were inscribed by exposing the PCF to the 
electrical discharge provided by a commercial splicer (Fitel S175 v2000) (Dobb et al., 2006). A 
detailed inspection of the grating by the phase microscope did not reveal any change in the 
hole size. The LPG with period 500μm and length 25.5mm is studied in detail. Its 
transmission spectrum, shown in Fig. 3b), features two pronounced attenuation bands at 
1402nm and 1239nm. Increase in the grating period causes a blue shift in the wavelength 
spectrum, in contrast to LPG behaviour in conventional single mode fibre, but similar to 
other LPGs in PCFs (Morishita & Miyake, 2004). Since neither the grating spectrum nor the 
bending sensitivity indicated any birefringence, the original hexagonal symmetry of the 
fibre was considered unaffected by the electric arc. 
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The generalised sensing parameter γ is defined in (MacDougall et al., 1998; Shu et al., 2002) 
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According to the CMT, grating transmission is a function of the coupling coefficients 
defined by (4). In its simplest form, which assumes that the detuning from the resonant 
wavelength is balanced by the dc coupling, the expression for the grating transmission is 
given by 

 )(cos)( 2 zzT κ=  (7) 
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Cross coupling coefficient κ depends on the grating index profile and field profiles of the 
resonant modes. By averaging the index change in the photonic crystal, integral in (4) can be 
replaced by the sum of contributions of the core (co), photonic crystal (pc) and the outer 
cladding (cl) of the fibre 
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where clco
jI − is the overlap integral of the normalised core and cladding modes and jnΔ is 

the overall refractive index change in the j part of the fibre. The domains of the fibre cross 
section are defined purely geometrically and not in the relation to the spatial extent of fibre 
modes. It is assumed that the grating profile consists of the change in hole radius hRΔ  and 
the refractive index of silica nΔ . As the change in the size of holes does not significantly 

affect core nor cladding, nnn clco Δ=Δ=Δ . On the other hand, pcnΔ is calculated by 

averaging the contributions of the air and silica to the dielectric constant of the photonic 
crystal. The best fit of the calculated minimal transmission to the maximum of the 
attenuation band for different grating lengths gives the parameters hRΔ and nΔ . This 

model reflects the guiding principle of the studied PCF. Nevertheless, it should be noted 
that the average index of the photonic crystal that features in our model is not equivalent to 
the effective index of the crystal used in the model of ESM PCF in (Birks et al., 1997), as the 
latter is based on the propagation constant of the fundamental space-filling mode of the 
photonic crystal.   

3. Example: LPG in PCF fabricated by Electric Arc 
3.1 Description of the device 
Long period grating in endlessly single mode ESM 1550-01 PCF reported in (Dobb et al., 
2004) is studied as an original example of the grating insensitive to temperature and 
simultaneously sensitive to other external parameters. The fibre was made from pure silica 
with four rings of hexagonally arranged air holes with the space between adjacent holes 
being 8μm. The central hole was omitted to form the core, Fig. 3a). The filling factor was 
0.46. A series of LPGs with different periods were inscribed by exposing the PCF to the 
electrical discharge provided by a commercial splicer (Fitel S175 v2000) (Dobb et al., 2006). A 
detailed inspection of the grating by the phase microscope did not reveal any change in the 
hole size. The LPG with period 500μm and length 25.5mm is studied in detail. Its 
transmission spectrum, shown in Fig. 3b), features two pronounced attenuation bands at 
1402nm and 1239nm. Increase in the grating period causes a blue shift in the wavelength 
spectrum, in contrast to LPG behaviour in conventional single mode fibre, but similar to 
other LPGs in PCFs (Morishita & Miyake, 2004). Since neither the grating spectrum nor the 
bending sensitivity indicated any birefringence, the original hexagonal symmetry of the 
fibre was considered unaffected by the electric arc. 
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a) 

 
b) 

Figure 3. a) Cross section of ESM 1550-01 PCF. b) Transmission spectrum of an LPG 
fabricated in this fibre by electric arc (Dobb et al., 2004) 

3.2 Grating Spectrum and Resonant Modes 
Calculation of the modes of ESM-1550 PCF is facilitated by its hexagonal symmetry. It 
belongs to the so called C6ν  symmetry group, which means that  its modes can be divided 
into eight symmetry classes: non-degenerate classes 1, 2, 7, 8 with the irreducible zone angle 
of π/6 and degenerate classes 3, 4, 5, 6 with the irreducible zone angle of π/2. Four classes in 
each group are the result of permutations of the two boundary conditions: perfect magnetic 
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conductor - 0=× Hn  and perfect electric conductor - 0=× En , (McIsaac, 1975).  The 
effective index of the core mode was calculated with the accuracy better than 2⋅10-7 and the 
effective indices of cladding modes with the accuracy better than 10-6. Examples of fibre 
modes and irreducible zones are shown in Fig. 4. 
Modal map of the fibre is used to construct the grating characteristic shown in Fig. 5. It 
confirms the experimental observation that an increase in the grating period causes blue 
shift in the resonant wavelength. In the given wavelength range such behaviour is 
characteristic of PCFs and has been explained in (Morishita & Miyake, 2004). Resonant 
wavelengths of the first order grating are found at intersections of these curves with the line 
Λ=L, where L is the grating period. Fig. 4b) shows the intensity profile of the quasi LP mode 
that has been identified as resonant at 1402nm. 
 
 
 
 

 

a) b) c) 

 

d) e) f) 

Figure 4. Modes of ESM PCF. a), b), c) - examples of modes guided by different parts of the 
fibre. d), e), f) illustrate irreducible zones of the fibre. Core mode in d) belongs to a 
degenerate class while modes in e) and f) belong to non-degenerate classes 
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Figure 5. Characteristic of the LPG in ESM 1550-01 PCF. The resonances marked by the 
vertical lines correspond to the attenuation bands at 1239nm and 1402nm shown in Fig. 3b). 
Characteristic curves of the resonant modes are emphasized by thick lines 

3.3 Grating Sensitivity 

3.3.1 Sensitivity to Strain 
Expression for the sensitivity to strain was derived from (5) by substitution of X by the 
linear strain ΔL/LΛΔΛδεε ==≡  and is given by 
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The strain-optic coefficient εη accounts for the change in the refractive index of the fibre due 
to the applied strain. It was derived from the change in the optical indicatrix for the field 
polarized perpendicularly to the direction of the applied strain (Hocker, 1979), 

))((5.0 111212
3 pppn +−−= μηε  where 121.011 =p  and 27.012 =p  are elements of the 

strain-optic tensor (Guenther, 1990) and 17.0=μ  is the Poisson's coefficient for pure fused 
silica. The calculated sensitivity to strain was -1.57nm/mε.  
 The numerical solution was based on the change in the refractive index of silica caused by 
the maximal strain applied in the experiment εmax=2mε. The beat length of the strained fibre 
was calculated in the range of 8nm around the resonant wavelength. The new resonant 
wavelength was found by interpolation of the Λ curves at the points determined by the new 
grating period ε)L(1Λ += . From Fig. 6 it can be seen that both the contribution from the 
elongation of the grating and from the strain-optic effect lead to a blue wavelength shift, the 
former having the major effect. 
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Figure 6. Numerical solution for the shift in the resonant wavelength of the LPG in ESM PCF 
due to the applied strain. ∗ - unstrained fibre, • - fibre under strain of 2 mε. Arrow – overall 
wavelength shift. Inset: Measured sensitivity to strain (Dobb et al., 2004) 

The model was validated by comparison to the experimental results. The strain response of 
the LPG in ESM 1550-01 was linear with the sensitivity of -2.08±0.05 nm/mε, as shown in 
Fig. 6. The numerical result for the sensitivity of -1.85 nm/mε differs from the measured 
value by 11%, which is better than the error of the semi-analytical result of nearly 25%. 
Along with the experimental error of 2.4%, the discrepancy between the theoretical and 
experimental results can be attributed to several neglected effects: inhomogeneous 
distribution of strain in the PCF caused by the presence of air holes, change in the geometry 
of the fibre profile due to strain, dispersion of the strain-optic coefficients and the neglected 
average change in the refractive index of the grating, (Petrovic et al, 2007 a).  

3.3.2 Sensitivity to Temperature 
Similarly to strain, the expression for the LPG’s sensitivity to temperature is a specific case 
of the generic expression given by (5) 
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in which 7105TΛΛα −⋅=∂∂= °C-1 is the thermal expansion coefficient of silica and 
6

T 107.8Tnη −⋅=∂∂= °C-1 is the thermo-optic coefficient of silica (Hocker, 1979). For the 
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range of temperatures applied in the experiment (20°C-90°C) the maximal change in the 
refractive index is 5·10-4, hence under the assumption of linear grating response the 
derivatives already calculated in the previous section could be used. The semi-analytical 
model gave sensitivity to temperature of 3.8pm/°C. 
The numerical solution was obtained reusing the curves from Fig. 6 and following the steps 
outlined in the previous section. The calculated change in the grating period of -19.23nm, 
Fig. 7, corresponds to the sensitivity of 4.0pm/°C. 

  
Figure 7. Numerical solution for the sensitivity of the LPG in ESM PCF to temperature.  
Solid line – grating at the room temperature, dotted line - grating temperature decreased by 
77°C. Note the difference in the wavelength shift here and that in Fig. 6 

Waveguide dispersion of the resonant mode is such that the thermo-optic effect and the 
thermal expansion of the fibre cause wavelength shifts of the opposite signs. Although the 
thermo-optic effect dominates the effect of linear expansion of the fibre, it is itself small 
because both core and cladding modes are guided mostly through the silica so that their 
effective indices undergo almost the same change and lead to the small value of the 
derivative nδn eff ∂∂ . This explains the very low sensitivity of the LPG to temperature 
reported in (Dobb et al., 2004). 
The sign and the order of magnitude of the calculated wavelength shift agree with the 
experimental result, but the calculated sensitivity overestimates the experimental value 
2±1pm/°C. This disagreement is partly due to the large error in the linear regression caused 
by scattering of the experimental data and partly due to the neglect of the average index 
change in the model of LPG and linearisation over the large temperature span.  

3.4 Reverse Engineering of the Grating Index Profile 
The model explained in Section 2.4 was used to find the impact of the electric arc on the 
ESM PCF. Experimental result of H. Dobb (inset in Fig. 8) shows no wavelength shift during 
the grating growth. According to the theory in  (Erdogan, 1997 b) this  justifies application of 
Eq. (7) to the grating used in this example. Fit of the numerical results to these 
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measurements gave an estimate of relative decrease in the hole radius of 0.07% and of 
change in the refractive index of silica of -3⋅10-4. The former was confirmed by observation 
by the phase microscope. The latter can be explained as follows. Decrease in the index of 
core equals decrease in the index of silica, while the index of cladding decreases less due to 
the contribution of the air holes to it. Consequently, index difference between the core and 
the photonic crystal decreases and the confinement of modes weakens causing the increase 
in overlap of the core and inner cladding modes. This enables coupling between the core 
and cladding modes necessary for the operation of LPG.  

 
Figure 8. The best fit of the calculated minimal grating transmission (red line) to the 
experimental result (blue line) vs. grating length. Inset: growth of the LPG spectrum 
recorded during the grating fabrication by the electric arc 

4. Discussion 
Without or with minor modifications the described model can be applied to practically any 
LPG in ESM PCF. Here we access the generality of the basic model of the grating as well as 
its further applications in sensing and index profiling.  
The calculation of fibre modes and their propagation constants represents the main 
challenge. Finite element method enables calculation of eigenmodes of fibres with different 
photonic crystals, fibres with random fluctuations in the hole size that may be introduced 
during the fabrication process and of asymmetric fibres. Furthermore, the grating 
characteristic, resonant wavelengths and sensitivity can be reasonably well estimated 
without knowing the exact grating index profile. The knowledge of the exact grating profile 
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could be inserted to the model to improve accuracy of these calculations. On the other hand, 
for the inverse engineering of the grating correct assumption on the induced index change is 
crucial. If the information on the grating profile is not available, estimate of the index change 
obtained by averaging explained in Sec. 2.5 can be used in the model of the PCF as a new 
input condition. As stated above, the geometry of the simulated fibre can be altered easily, 
hence calculation can be reiterated and the model of grating refined until the match with 
experiment becomes satisfactory. Incorporation of the problem related physical effects, 
which are usually neglected at the first instance, can also improve the accuracy of the model. 
A good example is the sensitivity to strain, the results for which can be refined by taking 
into consideration the inhomogeneous distribution of strain in the cross section of PCF 
caused by the presence of the air holes and the dispersion of the strain-optic coefficients.  
Implementation of the proposed model is application driven, e.g. for the calculation of the 
sensitivity based on the wavelength shift the knowledge of the real part of the mode 
propagation constant is sufficient whereas the calculation of the light power irradiated from 
the fibre due to the LPG requires knowledge of the complex propagation constant.  
Generality of the model is not always desirable as it can lead to ambiguity. Without 
experimental input, it can be wrongly concluded that all the gratings inscribed in the same 
fibre with the same period have the same resonant wavelengths. LPGs in PCFs are 
particularly sensitive to such claims, mainly due to the possible change in the fibre geometry 
as well as the refractive index which both shift the propagation constants of the fibre.  Direct 
writing, e.g. by femtosecond laser, can easily induce asymmetry in the fibre. If this is 
ignored, the results will fail to give any information on grating birefringence. Therefore, 
results obtained from the model should be considered only in conjunction with the 
information on grating fabrication, measured spectrum and index profile.  

5. Conclusion 

A general numerical model of long period gratings fabricated in photonic crystal fibres has 
been presented. It has been illustrated by the example of the grating fabricated by an electric 
arc in ESM PCF. The generality of the model stems from its capability to simulate LPGs in 
PCFs of different geometries and composition. Model has been applied to calculate 
sensitivity of the grating to an external parameter and the examples of temperature and 
strain sensitivity have been given. To facilitate studies of the structure of these LPGs, the 
tool has been added to the model, which enables reverse calculation of the parameters of an 
assumed grating index profile from the recorded growth of grating transmission spectrum 
during the fabrication. Due to the flexibility of the finite element method the actual index 
profile of the grating can be easily incorporated into the model. This is particularly 
important in the calculations of grating strength which requires the calculation of the 
coupling coefficients, hence the resonant mode profiles.  
While the model enables straightforward analysis of a variety of gratings and their 
sensitivity, its implementation depends on the index profiles of the grating and fibre in hand 
and its refinement depends on the goal of the study. A general refinement strategy would be 
to replace the model of unperturbed fibre by the average of perturbed and unperturbed 
index profiles of the fibre along the grating. However, in practice, measuring the index 
profile usually implies destroying the device. The procedure for nondestructive index 
profiling suggested here can be used instead. As its accuracy depends on the model of the 
index change induced during the grating fabrication, which is based on experimental 
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observation and measurement, the optimal method should close the loop between the 
experiment and theory, the loop within which they help and benefit most from each other. 
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5. Conclusion 

A general numerical model of long period gratings fabricated in photonic crystal fibres has 
been presented. It has been illustrated by the example of the grating fabricated by an electric 
arc in ESM PCF. The generality of the model stems from its capability to simulate LPGs in 
PCFs of different geometries and composition. Model has been applied to calculate 
sensitivity of the grating to an external parameter and the examples of temperature and 
strain sensitivity have been given. To facilitate studies of the structure of these LPGs, the 
tool has been added to the model, which enables reverse calculation of the parameters of an 
assumed grating index profile from the recorded growth of grating transmission spectrum 
during the fabrication. Due to the flexibility of the finite element method the actual index 
profile of the grating can be easily incorporated into the model. This is particularly 
important in the calculations of grating strength which requires the calculation of the 
coupling coefficients, hence the resonant mode profiles.  
While the model enables straightforward analysis of a variety of gratings and their 
sensitivity, its implementation depends on the index profiles of the grating and fibre in hand 
and its refinement depends on the goal of the study. A general refinement strategy would be 
to replace the model of unperturbed fibre by the average of perturbed and unperturbed 
index profiles of the fibre along the grating. However, in practice, measuring the index 
profile usually implies destroying the device. The procedure for nondestructive index 
profiling suggested here can be used instead. As its accuracy depends on the model of the 
index change induced during the grating fabrication, which is based on experimental 

Face and Gesture Recognition forHuman-Robot Interaction 

 

431 

observation and measurement, the optimal method should close the loop between the 
experiment and theory, the loop within which they help and benefit most from each other. 
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1. Introduction 
RF MEMS have demonstrated, during the last ten years, very attractive potential to allow 
the introduction of “intelligence” in the RF front end architecture (Rebeiz & Muldavin, 2001) 
through analog signal processing techniques. Nevertheless, those devices with moveable 
structures still have some issues to be successfully introduced at the industrial level.  
The first issue deals with the actuation medium and the corresponding reliability. Today, it 
is well known that membranes and cantilevers can be actuated through electrostatic, 
thermal, magnetic and piezoelectric forces. Each of these types of actuators features benefits 
and drawback and it seems that today electrostatic actuators could offer the best trade-off 
when issues concerning the very high actuation voltage and reliability issues are solved 
(Mellé et al., 2005) (Yuan et al., 2006) (Reid & Webster, 2002) (Sprengen et al., 2004). As they 
are made of moveable and fragile structures (beams, cantilevers…), RF MEMS switches 
must be encapsulated in order to protect them from hostile environments, to increase their 
reliability and lifetime.  
The second issue comes from the lake of efficient and easy-to-use simulation tools covering 
the complete MEMS design procedure, from individual MEMS component design to 
complete system simulation. Finite element analysis (FEA) methods offer high efficiency 
and are widely used to model and simulate the behaviour of MEMS components. 
However, as MEMS are subject to multiple coupled physical phenomena (Figure 1) at 
process level and play, such as initial stress, mechanical contact, temperature, thermoelastic, 
electromagnetic effects, thus finite element models may involve large numbers of degrees of 
freedom so that full simulation can be prohibitively time consuming. As a consequence, 
designers must simplify models or specify interesting results in order to obtain accurate but 
fast solution. 

 
Figure 1. MEMS are multiphysics  
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In this problematic, we are working on a systematic and robust conception flow. Figure 2 
describes the whole conception flow, starting from the conceptual specifications thru mask 
design and finishing with the complete simulation at system level. 
The main challenge concerns the bottom-up conception flow (Figure 2) which needs a 
special effort in the modeling of the full process of MEMS technology. In fact we need to 
create a virtual prototype of the device able to take into account the inherent interrelated 
physical phenomena at process level and play, such as initial stress, mechanical contact, 
temperature, thermoelastic, electromagnetic effects. 
The best way to solve each coupled physics simultaneously (not sequentially) relies on using 
only one tool. For example, two softwares provided by ANSYS and COMSOL  offer 
multiphysics environment. Even these multiphysics software are great, we cannot hope a 
well proven and dedicated tool to solve each specifics physics with respect to a reasonable 
time consuming. So this chapter outlines an original approach based on reverse engineering 
method used to both interface different Computer-Aided Design (CAD) softwares each 
other and also advanced characterization software. 
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Figure 2. Systematic and robust conception flow  

2. Reverse Engineering method 
The basic idea is really simple, reverse engineering is a method to create a 3D virtual model 
of an existing physical part for use in 3D CAD software. The reverse engineering process 
involves measuring an object and then reconstructing it as a 3D model. The physical object 
can be measured using 3D scanning technologies like optical profilometer or Atomic Force 
Microscopy (AFM) for example. The measured data alone, usually represented as a point 
cloud, lacks topological information and is therefore processed and modeled into a more 
usable format such as a stereolithography format which is an ASCII file used in standard 
CAD softwares.  
Thus, our concept relies on this method to first build the model using the real shape of the 
device (process level) and then to interface different software each other. The last point 
needs to create a new 3D virtual model from the deformed shape obtained with the 
simulations made by the software called 1 as the input of software called 2, so a sequential 
coupling can be done using different software. 
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3. Applications 
3.1 Capacitance simulation 
This application shows our reverse engineering method to discover the origin of the 
mismatch between the theoretical down state capacitance and measurements of an RF-
MEMS Capacitive Switch. This numeric approach allows us to understand the roughness 
effect of the dielectric on the down-state capacitance. The agreement between the modelling 
and the analytical model is very good and validates this novel numeric step. 
For capacitive switches, both dielectric charging and surface roughness (Palasantzas & 
DeHosson, 2006) will impact the isolation. So, to enhance the down-state capacitance, we 
focus our work on a methodology to simulate the real capacitance using the measured data 
of the dielectric surface. The goal of this application is to show how to set up and generate a 
CAD model obtained by measured data.  

3.1.1 Roughness characterization 

 
Figure 3. Roughness characterization for RF MEMS switch  

Topographical characterization of both the textured dielectric on the central conductor 
above the beam and the gold surface on the bottom was performed using optical 
profilometry (Figure 3). This technique, using Wyko NT1000 from Veeko instrumentation, 
allows to map the surface in 3-D without affecting the surface properties or deforming the 
substrate. Profilometry data and 3-D rendering of the surface was accomplished using 
WYKO Vision32 version 2.303 software package. 
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Many parameters are used to describe surface roughness but we can distinguished two 
main parameters (see Figure 4):  
• Ra, Roughness Average (Absolute value of the surface height averaged over the surface 

ie high frequency aspect) 
• la, Average Wavelength (mean spacing between peaks, with a peak defined relative to 

the mean line ie low frequency aspect) 

 

= 

 
Figure 4. Roughness decomposition 

3.1.2 Analytic expression of the down state capacitance 
We define an analytic model for the down state capacitance of RF MEMS Switch (see Figure 
5) which take into account air gap between the beam and the dielectric using low-pass filter 
(average wavelength) and high-pass filter (average roughness)  as it is shown in figure 3. 
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Figure 5. Capacitance model  

3.1.3 Reverse engineering methodology 
We used an optical profilometer (VEECO) to capture three-dimensional (3D) data points of 
the dielectric surface. Then, using Matlab functions we insert the generated surface as the 
top surface of a block. For CAD modeling, the segmented data are further transformed into 
individual surfaces. Several mathematical schemes for representing geometrical shapes are 
available. We choose to convert the closed surface into stereolithography format because 
this is an ASCII file used in most standard CAD softwares. Moreover, generated solid model 
are described by a list of the triangular surfaces which can be easily implemented on Matlab. 
The last step is to import the generated solid into a CAD software (COMSOL) to make the 
down-state capacitance analysis. 
Figure 6 illustrates the full method and data flow : dielectric roughness is scanned by the 
optical profilometer (A) to generate an ASCII file (B) representative of 3D coordinates points 
of the surface. Than solid model (C) and object file (E) as STL, VRML or Comsol geometry 
can be obtained using Matlab. To enhance the shape, one can use (D) some filters (filter2 for 
MatLab or a CAD software , CATIA for example). 
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After this, the model is ready to be imported into a finite element software (F). We used 
multiphysics software provided by COMSOL, to set up the electrostatic model (materials 
and boundaries conditions (F) - meshing (G), results and post processing (H)). 
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Figure 6. Description of the Reverse Engineering method 

3.1.4 Results and discussions 
Measured capacitances were realized using automatic probe station facility (Karl Suss AP6, 
see Figure 7) including an optical profilometer (Fogale). 

 
Figure 7. Capacitance bench test 
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In this section, we present results about measured capacitance at down state with the 
following dimensions and materials properties: 
• Central conductor : Thick electrolytic gold (2.5 µm) 
• Dielectric : Thin layer (0.2 µm), permittivity of 6.6 
• The surface area related to the flat plate area is 130x80 µm² = 1.04e4µm² 
Table 1 shows measurements realized with the capacitance bench test on five samples, the 
mean capacitance is about 1,41 pF. 

Sample number Measured capacitance

1 1,60 pF 

2 1,35 pF 

3 1,36 pF 

4 1,29 pF 

5 1,46 pF 

Mean capacitance 1,41 pF 

Table 1. Measured capacitance for five samples 

In order to decrease the number of freedom during the finite element analysis, capacitance 
simulations were performed using a reduced area (647.61 µm²) mapped by the optical 
profilometer. So we assume the roughness fluctuations of the in plane position is correctly 
estimated by the reduced sample. Thus we modified the simulated capacitance multiplying 
it by 16 which is the ratio of the real area and the simulated area (1.04e4/647.61=16). 
Simulated capacitance is obtained using a multiphysics software (COMSOL 3.2). Table 2 
shows the simulated and corrected results obtained from simulation as shown in Figure 8. 

Simulated capacitance Simulated capacitance  
with area correction (x16)

6,222879e-2 pF 0.999335 pF 

Table 2. Simulated capacitance 

Equation 1 gives the analytic evaluation of the down state capacitance (expression shown 
before in Figure 4) uses air gap and dielectric volumes obtained by integration during 
simulations (see Figure 7) : 

 
2

0 air diel
total

air diel diel air

ε ε ε SC = =0.9571255 p F
ε V +ε V

 (1) 
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Figure 6. Description of the Reverse Engineering method 

3.1.4 Results and discussions 
Measured capacitances were realized using automatic probe station facility (Karl Suss AP6, 
see Figure 7) including an optical profilometer (Fogale). 

 
Figure 7. Capacitance bench test 
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In this section, we present results about measured capacitance at down state with the 
following dimensions and materials properties: 
• Central conductor : Thick electrolytic gold (2.5 µm) 
• Dielectric : Thin layer (0.2 µm), permittivity of 6.6 
• The surface area related to the flat plate area is 130x80 µm² = 1.04e4µm² 
Table 1 shows measurements realized with the capacitance bench test on five samples, the 
mean capacitance is about 1,41 pF. 

Sample number Measured capacitance

1 1,60 pF 

2 1,35 pF 

3 1,36 pF 

4 1,29 pF 

5 1,46 pF 

Mean capacitance 1,41 pF 

Table 1. Measured capacitance for five samples 

In order to decrease the number of freedom during the finite element analysis, capacitance 
simulations were performed using a reduced area (647.61 µm²) mapped by the optical 
profilometer. So we assume the roughness fluctuations of the in plane position is correctly 
estimated by the reduced sample. Thus we modified the simulated capacitance multiplying 
it by 16 which is the ratio of the real area and the simulated area (1.04e4/647.61=16). 
Simulated capacitance is obtained using a multiphysics software (COMSOL 3.2). Table 2 
shows the simulated and corrected results obtained from simulation as shown in Figure 8. 

Simulated capacitance Simulated capacitance  
with area correction (x16)

6,222879e-2 pF 0.999335 pF 

Table 2. Simulated capacitance 

Equation 1 gives the analytic evaluation of the down state capacitance (expression shown 
before in Figure 4) uses air gap and dielectric volumes obtained by integration during 
simulations (see Figure 7) : 

 
2

0 air diel
total

air diel diel air

ε ε ε SC = =0.9571255 p F
ε V +ε V
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To show the influence of the roughness we calculated the theoretical capacitance (Eq.2) for 
flat plate capacitor: 

 0 d ie l
th

a ir

ε ε SC = = 3 .034554   p F
g

 (2) 

As shown in table 3, simulated and calculated capacitances are closed within 4.2%. This 
difference could be explained by the electric field gradient near the peaks that increased 
locally the capacitance, theses effects are not introduced in our analytic model. 

 

Simulated  Calculated  Measured  

0.999335 pF 0.9571255 pF 1.41 pF 

Table 3. Capacitance results  

 

 
Figure 8. Simulated capacitance (bottom corner: results, Subdomain : Electric field) 

But there is an important mismatch, near 30%, between simulated (or calculated) and 
measured data of down state capacitance. We assume this difference relies on the three 
following points:  
Simulations were done without accounting: 
1. for fringing fields (beam length was taken as the central conductor width) 
2. for rough surface of the beam 
3. for real contact beam versus dielectric at pull in voltage (we assume the beam to be 

stopped by the highest dielectric peaks, see Figure 9) 

Capacitance C11_emes=6,222879e-14 F 
Volume : 

1. Air gap Vair= 4.25949E-17 m3 
2. Dielectric Vdiel=1.295215E-16 m3 
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Figure 9. Contact modeling 

Simulations show (as predicted) down-state capacitance decrease with the roughness of the 
dielectric about three time less than the theoretical formulation on flat plate capacitor. We 
find an accurate analytic model of the down state capacitance which take into account the 
roughness including an air gap capacitor. Moreover, Mismatches between simulated and 
measured data are explained and will be studied in further work to improve our model. 

3.2 Electrical contact resistance simulation 
For the DC contact RF MEMS, it has been identified that most of the limitations are related 
to the quality and the repeatability of the contact that drive the RF performance (insertion 
losses, isolation, power handling) and the reliability (Rebeiz, 2003). In order to propose new 
generation of RF MEMS devices, it is important to get a deeper insight on the physic of 
contact in order to choose appropriate materials, topology and architecture. It has to be 
furthermore outlined that the insertion of RF MEMS into real architecture will necessitate 
reduced actuation voltage, dimensions and a better control of the electrical and 
electromechanical behavior that will give more importance to surface effects. 
The testing and development of contact material or contact topology can be addressed with 
a dedicated experimental set up for monitoring test structures. However, it is difficult to 
perform the tests under realistic conditions and in particular to duplicate the switch 
geometry, the contact geometry and the contact force. Moreover, the fabrication process 
must be optimized and it may take many months to fabricate a set of switches to test a single 
candidate contact material or contact bump shape.  
In order to tackle these issues advanced simulation tools are needed. These tools for finite 
element analysis allow us to model assembly structures quickly and accurately with a 
minimal amount of effort. Then, they offer precious guidelines to choose appropriate design 
parameters and contact material. 
In this section, we present an innovative numerical method used to calculate the contact 
resistance between rough surfaces from real shape of the surfaces that come in contact.  

3.2.1 Reverse engineering methodology 
So far, surface effects were ignored in the analysis, because of the difficulty to generate a 
rough surface model and also to simplify the model in order to reduce computation times. 
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With the increase of computation capabilities, the topography of the surface can be included 
in finite element simulations. Thus we describe the new methodology that allows the 
simulation of the DC contact of RF MEMS devices through finite element multi-physics 
simulation and surface characterization.  
A variety of methods to generate rough surfaces have been proposed. But all of these 
methods deal with a statistical or fractal description of the surface’s roughness. The 
originality of this work relies on a novel approach using a reverse engineering method to 
generate the real shape of the surface. For this purpose, we used either an optical 
profilometer (VEECO) or an Atomic Force Microscope (AFM) to capture three-dimensional 
data points of contact surfaces. Then, using Matlab functions we convert the closed surface 
from a stereo-lithographic format to an ASCII file compatible with ANSYS Parametric 
Design Language (APDL). In the final step, the rough surface was obtained by creating key 
points from the imported file. Since the key points are not co-planar, ANSYS uses Coons 
patches to generate the surface, and then we used a bottom up solid modeling to create the 
block volume with the rough surface on the top. 
Figure 10 describes the full method developed on ANSYS platform. 
 

 
 

Figure 10. Reverse engineering methodology 
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3.2.2 Model definition and simulation 
The model consists of an electroplated gold layer defined as a flexible material (Figure 11) 
with a Young’s modulus and a Poisson’s ratio taken respectively to 80GPa and 0.42. Yield 
stress is also introduced and the material behavior is described by a bilinear stress-strain 
curve starting at the origin with positive stress and strain values. Since the 
evaporated/electroplated gold bilayer of the beam is deposited during the fabrication on a 
photoresist sacrificial layer, the roughness of the bottom membrane (dimple) can be 
neglected. And so the target surface (indentor) is assumed to be a flat, smooth surface. 

 
Figure 11. Model definition 

To perform the finite element analysis, we choose the combined method based on penalty 
and lagrangian methods called the Augmented Lagrange method (see Figure 12). That is a 
penalty method with penetration control : 

• The Newton-Raphson iterations start off similar to the pure penalty method.  
• Similar to the pure Lagrange multiplier method, the real constant TOLN 

determines the maximum allowable penetration. 
• If the penetration at a given equilibrium iteration exceeds this maximum allowable 

penetration (xpene), the contact stiffness per contact element (kcont) is augmented 
with Lagrange multipliers for contact force (λi). For the contact element’s stiffness, 
the force is: 

λi+1=λi+ kcont.xpene 

if the penetration is greater than the maximum allowed value. 
This numerical method is used to predict the real contact area as a function of the contact 
force between rough surfaces starting from real shape of the surfaces that come in contact. 
Then using analytical expressions it is possible to extract the electrical contact resistance. 
The novel approach relies on a reverse engineering method to generate the real shape of the 
surface. The post–processing generates the distribution of the contact pressure on the 
contact surface. From the pressure distribution and size of each contact spot it is possible 
then to use an analytical expression (see next section) to extract the electrical contact 
resistance. 
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Figure 12. Contact algorithms and post processing in ANSYS 

3.2.3 Overview of theories for the electrical contact resistance 
Several works have already been published about the different theories describing the 
electrical contact. Thus, this part proposes several ways to estimate the Electrical Contact 
Resistance (ECR) called Rc, depending at the same time on the mechanical behaviour, 
directly governing by the contact area, and on electrical assumptions. 
Contact resistance models for a single circular contact spot 
The way the electrons are transported through electrical connections (ballistic, quasi-ballistic 
or ohmic transport) between two contact parts of a MEMS switch needs to be determined in 
order to evaluate the resistance of contact, (Coutu et al., 2006). 
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Ohmic contact 
Firstly, if considering a single circular spot of contact, “Ohmic contact” means that the 
contact size a, that is to say its radius, is at least one order of magnitude higher than the 
mean free path le of the electrons in the material (le << a). In this case the Ohm’s law can be 
applied everywhere, (Holm, 1999). The measured contact resistance is dominated essentially 
by a diffuse scattering mechanism, and is given by the Maxwell spreading resistance 
formula (Eq.3): 

 a
RMaxwell 2

ρ
=

 (3) 

Ballistic contact 
This model must be used if the mean free path of the electrons, le, is high compared with the 
radius of contact. The conduction of the contact spot is then dominated by a semi-classical 
approximation called Sharvin’s resistance (Sharvin, 1965): 

 S
4ρKR =
3πa      where     

elK=
a  (4) 

where a is the radius of the contact spot. 
Mixed conduction 
If the two precedent models are not applicable (le ~ a), a mixed one has to be used in this 
middle situation. Wexler (Wexler, 1966) has given a solution of the Boltzmann equation 
using variational principle to maintain the continuity of the conduction behaviour between 
the diffusive and the ballistic domain: 

 W S MR =R +Γ(K)R   where -Kx

0

2Γ(K)= e Sinc(x)dx
π

∞

∫  (5) 

with Γ(K)  a slowly varying Gamma function. Mikrajuddin et al., 1999, derived a well 
behaved Gamma function. In conclusion, the only criterion used here to discriminate the 
models is the radius of the contact area a compared to the mean free path of the electrons in 
the material le. 
Secondly, it is important to keep in mind that, generally, the current flows is spread over 
multiple asperities. Three different models with the consideration of interactions between 
each contact point can be used to find approximate solutions: Holm’s, Greenwood’s and 
Boyer’s models. 
Contact resistance models for a cluster of circular microcontact 
In general, multiple asperities come into contact resulting in multiple contact spots of 
varying sizes. The effective contact resistance arising from the contact spots depends on the 
radii of the spots and the distribution of the spots on the contact surface. 
Ballistic contact 
This model can be correctly used if the radius of the apparent contact area (that contains all 
the contact spots) is smaller than the electron mean free path. In this case, the formula of 
Sharvin’s resistance is applied by computing the resistance of a circular area of radius aeff 



Recent Advances in Modelling and Simulation 

 

444 

 
 

 
Figure 12. Contact algorithms and post processing in ANSYS 

3.2.3 Overview of theories for the electrical contact resistance 
Several works have already been published about the different theories describing the 
electrical contact. Thus, this part proposes several ways to estimate the Electrical Contact 
Resistance (ECR) called Rc, depending at the same time on the mechanical behaviour, 
directly governing by the contact area, and on electrical assumptions. 
Contact resistance models for a single circular contact spot 
The way the electrons are transported through electrical connections (ballistic, quasi-ballistic 
or ohmic transport) between two contact parts of a MEMS switch needs to be determined in 
order to evaluate the resistance of contact, (Coutu et al., 2006). 
 
 

A New Methodology for RF MEMS Simulation 

 

445 

Ohmic contact 
Firstly, if considering a single circular spot of contact, “Ohmic contact” means that the 
contact size a, that is to say its radius, is at least one order of magnitude higher than the 
mean free path le of the electrons in the material (le << a). In this case the Ohm’s law can be 
applied everywhere, (Holm, 1999). The measured contact resistance is dominated essentially 
by a diffuse scattering mechanism, and is given by the Maxwell spreading resistance 
formula (Eq.3): 

 a
RMaxwell 2

ρ
=

 (3) 

Ballistic contact 
This model must be used if the mean free path of the electrons, le, is high compared with the 
radius of contact. The conduction of the contact spot is then dominated by a semi-classical 
approximation called Sharvin’s resistance (Sharvin, 1965): 

 S
4ρKR =
3πa      where     

elK=
a  (4) 

where a is the radius of the contact spot. 
Mixed conduction 
If the two precedent models are not applicable (le ~ a), a mixed one has to be used in this 
middle situation. Wexler (Wexler, 1966) has given a solution of the Boltzmann equation 
using variational principle to maintain the continuity of the conduction behaviour between 
the diffusive and the ballistic domain: 

 W S MR =R +Γ(K)R   where -Kx

0

2Γ(K)= e Sinc(x)dx
π

∞

∫  (5) 

with Γ(K)  a slowly varying Gamma function. Mikrajuddin et al., 1999, derived a well 
behaved Gamma function. In conclusion, the only criterion used here to discriminate the 
models is the radius of the contact area a compared to the mean free path of the electrons in 
the material le. 
Secondly, it is important to keep in mind that, generally, the current flows is spread over 
multiple asperities. Three different models with the consideration of interactions between 
each contact point can be used to find approximate solutions: Holm’s, Greenwood’s and 
Boyer’s models. 
Contact resistance models for a cluster of circular microcontact 
In general, multiple asperities come into contact resulting in multiple contact spots of 
varying sizes. The effective contact resistance arising from the contact spots depends on the 
radii of the spots and the distribution of the spots on the contact surface. 
Ballistic contact 
This model can be correctly used if the radius of the apparent contact area (that contains all 
the contact spots) is smaller than the electron mean free path. In this case, the formula of 
Sharvin’s resistance is applied by computing the resistance of a circular area of radius aeff 



Recent Advances in Modelling and Simulation 

 

446 

and of area equal to the total area of all the individual contact spots combined (for N 
asperities, aeff = N.a). 
Ohmic contact 
A lower bound can be obtained on the contact resistance by assuming that contact spots are 
independent and conduct in parallel. Exact solution when the radii of contact spots are small 
compared to the separation between the spots. Denoting the contact resistance of a spot i as 
Ri: 

 
ilb i

1 1=
R R∑  (6) 

Considering the case of n elementary spots of radius a regularly spread in a disc of radius R 
representing the interface of contact of two metals of equal resistivity ρ, an improved 
expression) of the resistance is proposed, (Timsit, 1999), (Holm, 1999) : 

 Holm
ρ ρR = +

2na 2R
 (7) 

where the first term represents the resistance of all the spots in parallel, and the second 
term, the resistance due to the interaction between all the spots. 
Greenwood (Greenwood, 1966) derived a formula for the constriction resistance of a set of 
circular spots. The electrodes communicate via the spots with no interface film between 
them. 

 

i j

i¹j ij
GW 1 2

i i

a a
dρ ρR = + ×

2 a π ( a )

∑∑

∑ ∑
 (8) 

with ai the radius of the spot i, dij the distance between the centers of the spots i and j. 
If there is no correlation between the size of a given spot and its position, the author 
presented a formula resulting from an approximation of equation 8 :  

 GW 2 2
i¹ji ij

ρ ρ 1R = + ×
2 a πn d∑∑∑

 (9) 

This formula is exact when the n spots are all the same size. 
In the case where the spots are regularly spread inside a disc of radius R, Greenwood 
substitutes the  double summation in (Eq. 9) by 16n²/3ΠR, using the Timoshenko and 
Goodier’s approximation : 

 GW 3 2

ρ 16ρR = +
2Na 3π R

 (10) 

And as 16/3Π²=0.5404, the equation 10 is close to the Holm’s expression (Eq. 7). 
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As this expression is still incorrect with R=a and n=1, Boyer, Noël and Houzé (Boyer et al., 
1990), (Boyer, 2001) introduce a new expression for the constriction resistance which 
introduce a correction term that will be effective in the limit case of a single contact spot : 

 
N -12
2

Boyer 2

ρ ρ 1 aR = + (1- (N )
2Na 2R RN

 (11) 

In conclusion, the radius of the contact area a and the number of asperities N, and its 
comparison with the mean free path of the electrons in the material le, allow us to 
discriminate an electric contact model in diffusive or ballistic electron transport. Then, for a 
cluster of microcontact, the possible presence of interaction between different asperities 
leads to the choice of the more appropriate model. 
Influence of contamination thin films 
When a conductive film of surface resistance λ (Ωm²) is present between two electrodes 
communicating through a circular spot of radius a, a resistance due to the presence of this 
film Rfilm has to be added to the Maxwell resistance RM.  

 film 2

λR =
πa

 (12) 

For n circular contact spots of radius a, the resistance Rfilm of the interface film is: 

 film 2
eff

λR =
nπa

 (13) 

3.2.3 Results and discussion 
In ANSYS post-processing, we can extract the nodes on the contact surface for which the 
contact pressure is not null. Next, we developed a program allowing the extraction of the 
real shape and dimensions of each contact spot. From the distribution and size of the 
contacts spots we can use an analytical expression (based on Wexler’s approximation of the 
integral) to extract the electrical contact resistance (Eq. 12). In fact, for both ohmic 
constriction and boundary scattering, the contact resistance Rc for a spot of radius a is, 
(Wexler, 1966) and (Coutu, 2006) : 
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 (14) 

Where le is the electron mean free path, and ρ is the electrical resistivity. RM is the Maxwell 
spreading resistance (the resistance due to lattice scattering, diffusive transport), and RS is 
the Sharvin resistance (the additional resistance due to boundary scattering in small 
constrictions, ballistic transport).  
Using this model for a single spot and the Greenwood’s model for a cluster of micro-
contacts (Eq.6), we performed the contact resistance of all single contact spots in parallel and 
then added the resistance due to their interaction. The graph figure 13 illustrates the 
evolution of contact resistance as a function of the applied force. 
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comparison with the mean free path of the electrons in the material le, allow us to 
discriminate an electric contact model in diffusive or ballistic electron transport. Then, for a 
cluster of microcontact, the possible presence of interaction between different asperities 
leads to the choice of the more appropriate model. 
Influence of contamination thin films 
When a conductive film of surface resistance λ (Ωm²) is present between two electrodes 
communicating through a circular spot of radius a, a resistance due to the presence of this 
film Rfilm has to be added to the Maxwell resistance RM.  

 film 2

λR =
πa

 (12) 

For n circular contact spots of radius a, the resistance Rfilm of the interface film is: 

 film 2
eff

λR =
nπa

 (13) 

3.2.3 Results and discussion 
In ANSYS post-processing, we can extract the nodes on the contact surface for which the 
contact pressure is not null. Next, we developed a program allowing the extraction of the 
real shape and dimensions of each contact spot. From the distribution and size of the 
contacts spots we can use an analytical expression (based on Wexler’s approximation of the 
integral) to extract the electrical contact resistance (Eq. 12). In fact, for both ohmic 
constriction and boundary scattering, the contact resistance Rc for a spot of radius a is, 
(Wexler, 1966) and (Coutu, 2006) : 
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 (14) 

Where le is the electron mean free path, and ρ is the electrical resistivity. RM is the Maxwell 
spreading resistance (the resistance due to lattice scattering, diffusive transport), and RS is 
the Sharvin resistance (the additional resistance due to boundary scattering in small 
constrictions, ballistic transport).  
Using this model for a single spot and the Greenwood’s model for a cluster of micro-
contacts (Eq.6), we performed the contact resistance of all single contact spots in parallel and 
then added the resistance due to their interaction. The graph figure 13 illustrates the 
evolution of contact resistance as a function of the applied force. 
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Figure 13. Electrical contact resistance versus contact force 
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(parametric geometry and parametric properties), without loosing too much accuracy on the 
results. 
Following this need, COMSOL 3.3 appeared as software that is capable to do piezoelectric 
simulations combined to mechanical structure and contact problems, without forgetting 
thermal and initial stress effects. The problem appears here, when we need to simulate 
complicated contact problems and where COMSOL solver fails most of the time. 
When talking about contact in COMSOL, it is somehow critical and difficult to converge the 
simulation specially that we have to vary the contact parameters and it’s still not sure to 
converge. The convergence of the contact model using COMSOL failed; one have then to 
find a way to link both ANSYS and COMSOL in order to use ANSYS contact models. By 
exchanging the deformed geometry between them and then running the convenient 
simulation using the appropriate tool, some simulation problems can be solved. 
In this chapter, you will learn how to link the software the most efficient for your 
application in order to obtain a complete tool to analyse your structures. Both the accuracy 
of COMSOL in deflection and stress, and the reduced calculation time makes it very useful 
and specially after completing its contact models with ANSYS contact model. 

4.3 Description of the method  
As already stated, we need to link ANSYS and COMSOL in a way to exchange deformed 
geometry and treat it in the convenient software. This section describes the full method in order 
to regenerate geometries starting from the deformation obtained from a mechanical simulation. 
A very practical way to run simulations on two different softwares, is to pilot it using 
Matlab. To achieve our purpose, we created in Matlab some functions which make the 
piloting and the link between the softwares easier. In what follows, the flow chart shows the 
key steps of the method by using a simple membrane of 200x200µm2 subjected to constant 
pressure and blocked at its corner. 
We can begin the cycle from where we want, either from ANSYS or from COMSOL. In the 
flow chart, we began from COMSOL, with a simple membrane under pressure (Figure 14). 
This is a typical material characterization test used in MEMS (Xiang & Vlassak, 2004) and 
(Xiang & Vlassak, 2005).  
The geometry is drawn, and then the loads and boundary conditions are applied. A 
mechanical simulation is run in order to obtain the deformation of the membrane. 
Considering that a contact analysis is needed after the deformation of the membrane, so we 
export the deformation of the membrane into a text file. In the text file there will be the 
displacement of each node of the chosen surface of interest as well as some data that we 
don’t need. Matlab will treat this file to clean unneeded information and to reorganize data 
in the file. The treated file will be used then to create a cloud of keypoints, by creating it one 
by one, and then generating surfaces from the keypoints. In ANSYS now, we will mesh the 
regenerated geometry, we will define the physics that we need to study (in our case it’s the 
contact) and then run a new simulation. The deformation is once again output in a text file, 
giving the displacement value for each node of the surface of interest. Another treatment 
and organization of the output data file, before being injected in the function that we created 
in Matlab which regenerates the surface and export it to COMSOL. The geometry is ready to 
be used in COMSOL, new objects can be added to it, for example electrode, before going 
into meshing and then boundary condition, to finish into a new simulation. The loop can 
turn as much times as we need, passing from software to another, until we attain our goal. 
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(parametric geometry and parametric properties), without loosing too much accuracy on the 
results. 
Following this need, COMSOL 3.3 appeared as software that is capable to do piezoelectric 
simulations combined to mechanical structure and contact problems, without forgetting 
thermal and initial stress effects. The problem appears here, when we need to simulate 
complicated contact problems and where COMSOL solver fails most of the time. 
When talking about contact in COMSOL, it is somehow critical and difficult to converge the 
simulation specially that we have to vary the contact parameters and it’s still not sure to 
converge. The convergence of the contact model using COMSOL failed; one have then to 
find a way to link both ANSYS and COMSOL in order to use ANSYS contact models. By 
exchanging the deformed geometry between them and then running the convenient 
simulation using the appropriate tool, some simulation problems can be solved. 
In this chapter, you will learn how to link the software the most efficient for your 
application in order to obtain a complete tool to analyse your structures. Both the accuracy 
of COMSOL in deflection and stress, and the reduced calculation time makes it very useful 
and specially after completing its contact models with ANSYS contact model. 

4.3 Description of the method  
As already stated, we need to link ANSYS and COMSOL in a way to exchange deformed 
geometry and treat it in the convenient software. This section describes the full method in order 
to regenerate geometries starting from the deformation obtained from a mechanical simulation. 
A very practical way to run simulations on two different softwares, is to pilot it using 
Matlab. To achieve our purpose, we created in Matlab some functions which make the 
piloting and the link between the softwares easier. In what follows, the flow chart shows the 
key steps of the method by using a simple membrane of 200x200µm2 subjected to constant 
pressure and blocked at its corner. 
We can begin the cycle from where we want, either from ANSYS or from COMSOL. In the 
flow chart, we began from COMSOL, with a simple membrane under pressure (Figure 14). 
This is a typical material characterization test used in MEMS (Xiang & Vlassak, 2004) and 
(Xiang & Vlassak, 2005).  
The geometry is drawn, and then the loads and boundary conditions are applied. A 
mechanical simulation is run in order to obtain the deformation of the membrane. 
Considering that a contact analysis is needed after the deformation of the membrane, so we 
export the deformation of the membrane into a text file. In the text file there will be the 
displacement of each node of the chosen surface of interest as well as some data that we 
don’t need. Matlab will treat this file to clean unneeded information and to reorganize data 
in the file. The treated file will be used then to create a cloud of keypoints, by creating it one 
by one, and then generating surfaces from the keypoints. In ANSYS now, we will mesh the 
regenerated geometry, we will define the physics that we need to study (in our case it’s the 
contact) and then run a new simulation. The deformation is once again output in a text file, 
giving the displacement value for each node of the surface of interest. Another treatment 
and organization of the output data file, before being injected in the function that we created 
in Matlab which regenerates the surface and export it to COMSOL. The geometry is ready to 
be used in COMSOL, new objects can be added to it, for example electrode, before going 
into meshing and then boundary condition, to finish into a new simulation. The loop can 
turn as much times as we need, passing from software to another, until we attain our goal. 
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Figure 14. Electrical contact resistance versus contact force 
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1. Introduction  
The piezoelectric effect occurs in materials for which an externally applied elastic strain 
causes a change in electric polarization which produces a charge and a voltage across the 
material. The converse piezoelectric effect is produced by an externally applied electric field, 
which changes the electric polarization, which in turn produces an elastic strain.  
The most known piezoelectric material is quartz crystal. Many other natural crystalline 
solids, as Rochelle salt, ammonium dihydrogen phosphate, lithium sulfate, and tourmaline 
as well as some man-made crystal as gallium orthophosphate, aluminium nitride (AlN), and 
langasite exhibit piezoelectric properties.  A lot of artificial ceramics as barium titanate, lead 
titanate, lead zirconate titanate (PZT), potassium niobate, lithium niobate, and lithium 
tantalite have similar properties. 
The most known technical application is the piezoelectric transducer. In the last years 
electromechanical AlN resonators emerged as a very efficient solution for mobile 
communications filters due to the possibility to be integrated at a relatively low cost 
together with CMOS circuits in systems on a chip and systems in a package.  
In most applications the piezoelectric devices have a linear behaviour. In Section 2 the linear 
and nonlinear equations of the piezoelectric effect are described, a new iterative procedure 
for solving the nonlinear equations is given, and some aspects of the Finite Element solution 
are discussed. An electromechanical field analysis of a displacement transducer is presented 
in Section 3. Sections 4 and 5 show some recent applications in the mobile communication 
technology.  The field analysis of a bulk acoustic wave (BAW) resonator using 3D linear 
models is presented in Section 4. Some nonlinear effects in power BAW resonators together 
with their circuit models are discussed in Section 5. 

2. Electromechanical field equations of piezoelectric devices 
2.1 Linear behaviour 
In the case of linear behaviour (Cady, 1964; Wilson, 1989), the equations giving the 
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1. Introduction  
The piezoelectric effect occurs in materials for which an externally applied elastic strain 
causes a change in electric polarization which produces a charge and a voltage across the 
material. The converse piezoelectric effect is produced by an externally applied electric field, 
which changes the electric polarization, which in turn produces an elastic strain.  
The most known piezoelectric material is quartz crystal. Many other natural crystalline 
solids, as Rochelle salt, ammonium dihydrogen phosphate, lithium sulfate, and tourmaline 
as well as some man-made crystal as gallium orthophosphate, aluminium nitride (AlN), and 
langasite exhibit piezoelectric properties.  A lot of artificial ceramics as barium titanate, lead 
titanate, lead zirconate titanate (PZT), potassium niobate, lithium niobate, and lithium 
tantalite have similar properties. 
The most known technical application is the piezoelectric transducer. In the last years 
electromechanical AlN resonators emerged as a very efficient solution for mobile 
communications filters due to the possibility to be integrated at a relatively low cost 
together with CMOS circuits in systems on a chip and systems in a package.  
In most applications the piezoelectric devices have a linear behaviour. In Section 2 the linear 
and nonlinear equations of the piezoelectric effect are described, a new iterative procedure 
for solving the nonlinear equations is given, and some aspects of the Finite Element solution 
are discussed. An electromechanical field analysis of a displacement transducer is presented 
in Section 3. Sections 4 and 5 show some recent applications in the mobile communication 
technology.  The field analysis of a bulk acoustic wave (BAW) resonator using 3D linear 
models is presented in Section 4. Some nonlinear effects in power BAW resonators together 
with their circuit models are discussed in Section 5. 

2. Electromechanical field equations of piezoelectric devices 
2.1 Linear behaviour 
In the case of linear behaviour (Cady, 1964; Wilson, 1989), the equations giving the 
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displacement u, the stress t  and the electric potential V are1:  

 fuf =−−⋅∇ ρft  (1) 

 0=⋅∇+∇⋅∇− MV Pε  (2) 

where: 

• ε  is the dielectric permittivity tensor. 
• f is the external force. 
The friction force is: 

 uf η=f  (3) 

• The stress tensor t  has two components: t = Mt + Et  
• The mechanical stress tensor depends on the strain tensor s : 

 scct sM ˆ)(ˆ =∇= u  (4) 

where ĉ  is the elastic stiffness matrix evaluated for constant electric field intensity, E= V−∇  

and [ ]T
s )()(

2
1 uuu ∇+∇=∇  (the superscript T denotes the transpose of the matrix). 

• The piezoelectric stress tensor depends on the electric field intensity: 

 )(ˆ Vet T
E ∇=  (5) 

where ê  is the piezoelectric matrix. 
• The component of the polarization due to the strain is: 

 )(ˆˆ uP sM ese ∇==  (6) 

Using (3),(4),(5),(6), equations (1) and (2) become: 

 )(ˆ usc ∇⋅∇ )(ˆ VeT ∇⋅∇+ uη− uρ− =f (7) 

 V∇⋅∇ ε )(ˆ use ∇⋅−∇ =0 (8) 

For equations (2) and (8) we consider the static regime of the electric field. In order to have a 
unique solution, mechanical and electrical boundary conditions must be added: 0=u , for 

clamped surfaces, 0=tn , for free surfaces, a hybrid boundary condition (BC) in the case of 
a very light movable electrode; V = imposed for electrodes, 0=⋅ Dn  for field surfaces or 
symmetry surfaces, where: 

 MV PD +∇−= ε  (9) 

                                                                 
1 Notations: the boldface letters represent vectors, tensors are represented as t , u∇  is a diadic product, 
while u⋅∇  is a scalar product and a dot above a variable denotes a time derivative.. 
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The friction forces are neglected for modal analysis. Equations (7) and (8) become: 

 )(ˆ usc ∇⋅∇ )(ˆ VeT ∇⋅∇+ uρω 2+ =0 (10) 

 V∇⋅∇ ε )(ˆ use ∇⋅−∇ =0 (11) 

The values kω  which allow nontrivial solutions ku  of equations (10),(11) give resonance 
frequencies.  

2.2 Nonlinear constitutive equations 
The nonlinear behaviour can be modelled using the nonlinear constitutive equations: 
1. The friction force depends nonlinearly on the velocity (time derivative of displacement): 

 )(uf Ff =  (12) 

2. The relationship st −  is nonlinear. This is possible in the case of large strains (powerful 
stress). The dielectric may be destroyed and the durability decreases. Hence, this case 
must be avoided. 

3. The relationship D-E is nonlinear: 

 MV)(- PD +∇= D  (13) 

We do not know yet results which present this kind of relationship. 
4. The relationships of the piezoelectric effects are nonlinear: 

 )(ET=t  (14) 

 )(sM P=P  (15) 

If the complementary energy may be defined: 

 ∑ ∑
= =

−=
3

1,
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1

*

ji k
kkijij dEPdstUδ  (16) 

we have: 

 
ij
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k

ij

sE ∂
∂

−=
∂
∂ PT

 (17) 

In the linear case, relationship (17) defines the same matrix ê  in (5) and (6). 

2.3 Iterative Procedures for Nonlinear Materials 
The usual method taking into account the nonlinearity is Newton-Raphson, which is used in 
most commercial simulators. This method provides a great convergence speed, but in some 
cases the convergence is not always achieved.  
The nonlinearity of the friction force relationship may be treated using the fixed point 
Picard-Banach procedure. We replace the relation (12) by: 
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where ĉ  is the elastic stiffness matrix evaluated for constant electric field intensity, E= V−∇  

and [ ]T
s )()(

2
1 uuu ∇+∇=∇  (the superscript T denotes the transpose of the matrix). 

• The piezoelectric stress tensor depends on the electric field intensity: 

 )(ˆ Vet T
E ∇=  (5) 
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 rf fuf += η  (18) 

where the nonlinearity is contained in: 

 )()( uuuf GFr =−= η  (19) 

It may be proved (Hantila et al., 2000) that if the function F is uniformly monotonic 

 ( ) ( ) 2)()( bababa −≥−⋅− λFF , 0>λ ,  ba,∀  (20) 

and Lipschitzian 

 baba −<− Λ)()( FF ,  ba,∀  (21) 

we can find a value for η so that the function G, defined by (19) is a contraction i.e. 

 baba −≤− θ)()( GG ,  1<θ ,  ba,∀  (22) 

We propose the following iterative procedure: 
a. We choose an arbitrary initial value )0(

rf . 

b. We compute )1(u  and hence )1(u  solving the system (7) and (8), where the force f is 
replaced by )0(

rff + . 
c. We correct the force rf  with (19): 

 )( )1()1( uGfr =  (23) 

The steps b) and c) are repeated until the error 

 ( )∫ ∫=
Ω

ΩτΔη
t

nn dder
0

2)()( u =
2)(
η

Δ nu  (24) 

is small enough, where )1()()( −−= nnn uuuΔ . 
It may be proved that for a given rf  equations (7) and (8) have a unique solution u, hence 
u = )( rW f  and the function W is non-expansive: 

 baba −≤− )()( WW ,  ba,∀  (25) 

Therefore, the above procedure gives the Picard-Banach convergent sequence of the 
contraction WG , where the function )],0([: 2 Ω×tLG )],0([2 Ω×→ tL  is defined by the local 
function G. The procedure has several important advantages: we may evaluate the errors 
with respect to the exact solution, the overrelaxation may be applied, the system matrix of 
the numerical form of equations (7), (8)  is the same at each iteration. 
The most convenient procedure for space discretization of equations (7), (8) is the finite 
element method (see (Makkonen et al., 2001), for instance). The spectral decomposition is 
recommended for time discretization. 
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2.4 FEM solution of the coupled electromechanical field problem  
In Finite Element Method (FEM), the complete problem domain is discretized. This implies 
that FEM encounters inherent difficulties in dealing with open boundary field problems, as  
the problem domain needs to be truncated to keep the size finite. Truncation inevitably 
introduces an artificial boundary and, consequently, a modelling error resulting from an 
approximation of the BC on this boundary. Considering acoustic waves, the truncation of 
the model causes reflections of the wave on the artificial boundaries (see Fig. 1). 

 

 

x 

y 

z  
Figure 1. Cross section of a membrane-type composite thin-film BAW resonator showing the 
boundary conditions imposed in the FEM model 

Placing infinite elements along the artificial boundary on the side of the continuum has been 
suggested as a solution to this problem. The infinite elements strive to implement an ideal 
absorbing boundary condition, such that a wave incident on the boundary would not reflect 
back. Instead of infinite elements, one may simply introduce regions at the boundaries of the 
model where the attenuation of the material increases from zero to a given finite value. 
Since the increase of the attenuation is gradual, there is no abrupt change in the materials 
properties which would give rise to reflections of the wave. With a sufficiently high 
attenuation, the amplitude of the wave entering the region will decay rapidly such that there 
is no reflection. This solution has the benefit that it can be readily applied without any need 
for special FEM elements (Makkonen, 2005). 
A possible solution is to combine FEM with another method which is used to model the 
semi-infinite region. An example of such a modelling technique is the FEM/boundary-
element-method (BEM) formalism, which is used in the modelling of surface-acoustic wave 
devices.  
The electromechanical constitutive equations for linear material behaviour that FEM 
softwares solve are:  
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where: T is the stress vector (referred to as σ elsewhere); D is the electric flux density vector; 
S is the strain vector (referred to as ε elsewhere); E is the electric field vector; cE is the 
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where: T is the stress vector (referred to as σ elsewhere); D is the electric flux density vector; 
S is the strain vector (referred to as ε elsewhere); E is the electric field vector; cE is the 
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elasticity matrix (evaluated at constant electric field); e is piezoelectric stress matrix, and εS is 
the dielectric matrix (evaluated at constant mechanical strain). 
The elasticity matrix c can be given directly in uninverted form [c] as a general anisotropic 
symmetric matrix:  
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The input can also be cD, the elasticity matrix (evaluated at constant electric flux density): 
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The piezoelectric stress matrix e relates the electric field vector E in the order x, y, z to the 
stress vector T in the order x, y, z, xy, yz, xz and has the form:  
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The piezoelectric matrix can also be given as a piezoelectric strain matrix d. The piezoelectric 
strain matrix d can be converted to the piezoelectric stress matrix e using the elasticity matrix 
c: 

 dce ⋅=  (30) 

The dielectric matrix Sε  uses the electrical permittivities and can be described in orthotropic 
or anisotropic form:  
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The dielectric matrix can also be given as a dielectric permittivity matrix at constant stress 
Tε . We can convert the dielectric matrix at constant stress to the dielectric matrix at constant 

strain: 

 deT
TS −= εε  (32) 
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The finite element discretization is performed by establishing nodal solution variables and 
element shape functions over an element domain which approximates the solution.  

 uNu T
uc ⋅=  (33) 

 VNV Vc ⋅=  (34) 

where: cu  is the displacement within element domain in the x, y, z directions; cV  is the 

electrical potential within element domain; uN  is the matrix of displacement shape 

functions;  VN  is the vector of electrical potential shape function; u is the vector of nodal 
displacements, and V is the vector of nodal electrical potential. 
Then the strain S and electric field E are related to the displacements and potentials, 
respectively, as:  

 uBu ⋅=S  (35) 

 VBV ⋅−=E  (36) 
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After the application of the variational principle and finite element discretization, the 
coupled finite element matrix equation is:  
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The following equations provide an explanation of the submatrices in (39). 
Structural mass (ρ is the mass density): 

 ∫=
element

T
uu dvNNM ρ  (40) 

The damping matrix (C) may be used in harmonic, damped modal and transient analyses as 
well as substructure generation. In its most general form, it is:  
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The dielectric matrix can also be given as a dielectric permittivity matrix at constant stress 
Tε . We can convert the dielectric matrix at constant stress to the dielectric matrix at constant 
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The following equations provide an explanation of the submatrices in (39). 
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where: C is the structure damping matrix; α is the mass matrix multiplier; M is the structure 
mass matrix; β is the stiffness matrix multiplier; βc  is the variable stiffness matrix multiplier; 
K is the structure stiffness matrix; Nm is the number of materials with m

jβ  (stiffness matrix 

multiplier for material j), ξβ j ( constant (frequency-independent) stiffness matrix coefficient 
for material j, Ω - circular excitation frequency) and Kj the portion of structure stiffness 
matrix based on material j; Ne is the number of elements with specified damping (Ck - 
element damping matrix, Cξ - frequency-dependent damping matrix). 
Structural stiffness: 

 ∫=
element

u
T
u dvcBBK  (42) 

Dielectric conductivity: 

 ∫−=
element

V
T
Vd dvBBK ε  (43) 

Piezoelectric coupling matrix: 

 ∫−=
element

V
T
uz dveBBK  (44) 

Structural load vector, F, is a vector of nodal forces, surface forces, and body forces. 
Electrical load vector, L, is a vector of nodal, surface, and body charges. 
In a FEM mesh, each node point is connected only to a limited number of other nearby 
located nodes. The benefit of this local connectivity is that the FEM matrices (system 
matrices) which describe the complete modelled system have a band structure. The relevant 
system matrices are the electromechanical stiffness matrix K and mass matrix M. In each 
node point of the FEM mesh, at least four field variables are considered (i.e., the three 
components of displacement and the electric potential). The values of the fields at a node 
point are the unknowns or degrees of freedom (DOFs) which are finally computed from the 
FEM equations. 
In the modal analysis, the eigenproblem resulting from the FEM formulation is solved for 
the frequencies of the vibration modes (eigenfrequencies) and for their mode shapes 
(eigenvectors). 
FEM software can also solve the field problem, where the response of the structure to time 
harmonic loading is computed. In harmonic analysis, the damping can be taken into 
account, since a solver for complex-valued linear systems of equations can be included into 
the FEM software. 
Starting from coupled electroelastic equations (Ostergaard & Pawlak, 1986) four types of 
solutions are possible:  
• Static Analysis (inertial and damping effects are ignored except static acceleration 

effects such as gravity; displacements and/or electric potentials are obtained). 
• Mode-Frequency Analysis (mode shapes and natural frequencies may be obtained). 
• Harmonic Analysis (the investigation of a piezoelectric structure under the influence of 

harmonic forces, currents, displacements, and/or voltages; system response 
characteristics to harmonic loads are obtained). 
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• Transient Analysis (the investigation of a piezoelectric structure under the influence of 
time-dependent forces, currents, displacements, and/or voltages; transient response of 
the system is computed). 

3. Field analysis of a displacement transducer 
The FEM analysis of a cantilever beam deformation producing electrical voltages trough a 
direct piezoelectric effect is described in the following (Dorina Popovici et al., 2006).  

3.1 Geometry of the model 
To simulate the structure we have chosen a multiphysics problem: plane stress and piezo 
plane stress. The geometry used is presented in figure below: 

 
Figure 2. The geometry of the problem 

 
Figure 3. Zoom in the PZT cell section 
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The domain R1 is an isotropic structural steel beam with a length of 550 mm, width of 50 
mm and thickness of 5 mm. This material is defined in Library 1 of (COMSOL, 2005). The 
domain R2 is the PZT 5H cell which has a length of 20 mm, width of 50 mm and thickness of 
0,5 mm. 
For the structural steel we used the following material constants E = 2·105 [MPa], Poisson’s 
ratio ν = 0.33 and density  ρ = 7850 kg/m3.  
The PZT – 5H properties are those listed in (COMSOL, 2005): Ec (c11=c22=126, c12=80.5, 
c13=c23=126, c33=117, c44=23.3, c55=c66=23, all in GPa), e(e51= e42=17, e13= e23=17, e33= 23.3, 
[C/m2]), Sε  ( 11ε = 22ε =1704, 33ε =1433, relative values). 
The boundary conditions resulted from the working conditions. For the mechanical part of 
the problem a constraint of zero displacement on the left side of the beam and the PZT cell 
has been considered. The load was applied on the right end of the beam only on the y 
direction. 

 

 
Figure 4. The mechanical boundary conditions 

We set the horizontal bottom surface of the PZT cell to ground and a zero charge/symmetry 
condition was considered on the top surface. 
The meshed model contains 3516 triangular elements. 

3.2 Results 
Three basic analysis types available in the Structural Mechanics Module have been 
considered: 

• Static 
• Eigenfrequency 
• Transient. 

At first, a statical analysis has been made, where a uniform distributed load has been 
applied at the right end of the beam. This force has only a vertical component fy = 10000 
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N/m. The stationary direct linear solver UMFPACK has been used. In Fig. 5, 6, 7 are 
represented the displacements along the y axis, the maximum displacement at the end of the 
beam, and the local voltage along the PZT cell. 

 
Figure 5. Displacement of the beam on the y axis for fy = 10000 [N/m] 

The maximum stress calculated with Von Mises criteria has been determined in the left side 
of the beam (in the vicinity of the clamping side) and was equal to 294  [MPa] and the 
minimum value in the right side of the beam 0,168 [MPa]. 
The voltage response of the PZT cell at different loads (fy ∈ {500, 1000, 2500, 5000, 7500, 
10000} [N/m]) has a linear variation as we can see in Fig. 8. For the same loads we 
determined the displacement on y axis of the right side of the beam (Fig. 9) and the 
maximum stress values (Fig. 10) which has the same linear variation. 
 

 
Figure 6. y -displacement of the right end of the beam vs. relative position on z 
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Figure 7. Local voltage vs. longitudinal position  along PZT cell 

 
 

  
Figure 8. The linear dependence F(U) 

 
 

 
Figure 9. Displacement of the right end of the beam 
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Figure 10. The maximum stress values 

The simulation results used to draw figures 8 to 10 are given in Table 1. 

fy [N/m] Von Misses 
stress [MPa] ydisplacement [mm] U [V] 

500 14.71 2.53 13.75 
1000 29.42 5.06 27.51 
2500 73.55 12.65 68.77 
5000 147.1 25.30 137.55 
7500 220.6 37.95 206.33 

10000 294.2 50.61 275.10 

Table 1. Values determined in statical analysis 

An eigenfrequency analysis finds the eigenfrequencies and modes of deformation of the 
analyzed structure. The eigenfrequencies f in the structural mechanics field are related to 
the eigenvalues λ returned by the solvers through: 

π
λ

2
=f  

The purpose of the eigenfrequency analysis is to find the six lowest eigenfrequencies and 
their corresponding shape modes. This model uses the same material, load and constraints 
as the statical analysis. A direct system solver Umfpack was used and the results are 
presented below: 

f1 f2 f3 f4 f5 f6 

9.98 Hz 64.48 Hz 174.73 Hz 341.91 Hz 564.31 Hz 841.75 Hz 

Table 2. The first six eigenfrequencies of the model 

A transient analysis giving the displacements and velocities as functions of time was used. 
In this case, loads and boundary conditions are functions of time. The purpose of this 
analysis was to find the transient response to a harmonic load with the same amplitude as 
the static load during the first two periods. The excitation frequency has been taken 50 Hz, 
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Figure 10. The maximum stress values 
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the eigenvalues λ returned by the solvers through: 

π
λ

2
=f  

The purpose of the eigenfrequency analysis is to find the six lowest eigenfrequencies and 
their corresponding shape modes. This model uses the same material, load and constraints 
as the statical analysis. A direct system solver Umfpack was used and the results are 
presented below: 

f1 f2 f3 f4 f5 f6 

9.98 Hz 64.48 Hz 174.73 Hz 341.91 Hz 564.31 Hz 841.75 Hz 

Table 2. The first six eigenfrequencies of the model 

A transient analysis giving the displacements and velocities as functions of time was used. 
In this case, loads and boundary conditions are functions of time. The purpose of this 
analysis was to find the transient response to a harmonic load with the same amplitude as 
the static load during the first two periods. The excitation frequency has been taken 50 Hz, 
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which is between the first and second eigenfrequency found in the eigenfrequencies 
analysis.  
A harmonic load fx = 0 and fy = 10000 sin (100 π t) [N/m] has been used. Damping is very 
important in transient analysis but difficult to model. The Structural Mechanics Module 
supports Rayleigh damping, specifying damping parameters proportional to the mass (αdM) 
and stiffness (βdK) in the following way:   KMC dKdM βα +=  
where C is the damping matrix, M is the mass matrix, and K is the stiffness matrix. The 
structure has a constant damping ratio of 0.1. Two frequencies near the excitation frequency 
(20Hz and 60 Hz) have been considered to calculate the damping parameters, according to 
the FEMLAB code  (COMSOL, 2005):   αdM = 18.849 1/s and βdK = 3.979·10-4 s. 
The computation used a solver with the time interval [0; 0.08][s] within a step of 0.001, a 
relative tolerance of 0.05 and an absolute tolerance of 10-9.  
The following waveforms for the displacement on the x and y axes are represented in Fig.11 
and 12. 

 
Figure 11. The x displacement of the right end of the beam 

 

 
Figure 12. The x displacement ( __) and the y  displacement (__) of the right end of the beam 

The voltage output computed on the PZT crystal has a sinusoidal figure with a maximum 
value of 182.072 [V] and a minimum value of -150.962 V. 
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Figure 13. The PZT crystal voltage vs. time 

For a more accurate solution the time interval has been increased from 0.08 to 0.2 [s] ; 
in this case, the total displacement and the equivalent voltage response are represented in 
Fig.14 and 15. 

 
Figure 14. The total displacement of the right side of the beam 

 
Figure 15. The PZT crystal voltage 
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4. Field analysis of a BAW resonator 
We assume that the cause for material deterioration is the high level of the local stress in 
resonator layers. It follows that the regions in which material deteriorates correspond to the 
regions of maximum local stress.  
To compute the local stress FEM analysis of a 3D electromechanical field problem must be 
done. In order to do this, material parameters of various resonator layers must be known. A 
part of them haven’t been measured directly for the case in point, being taken from 
literature. To verify the parameter values, a model taking into account only longitudinal 
wave propagation (on z axis) has been analyzed, the results being reported in paragraph 4.1.  
Further on, a 3D model of a quarter of a resonator is analyzed in paragraph 4.2.  
For piezoelectric analysis (ANSYS, 2005) performs the so called “strong coupling analysis” 
meaning that the whole equation system of the coupled field problem is used. 

4.1 Numerical simulation of longitudinal wave propagation in a BAW resonator 
structure 

Mat. 
No. Material

Density ρ  
[kg/m3] 

Longitudinal 
velocity [m/s] 

c33 
[GPa] 

ε33 
[pF/m] 

e33 
[C/m2] 

1 Mo 10000 6600 435.6   

3 SiOC 1500 2400 10.14   

4 SiN 2700 9300 233.523   

5 Si 2330 8400 164.4   

6 AlN 3300 11000 399.3 82.6 1.5 

Table 3. Material properties used for analytical model simulations 

Block 
No. 

Mat. 
No. Material 

1 4 SiN 

3 1 Mo 

4 6 AlN 

5 1 Mo 

6 3 SiOC 

7 4 SiN 

8 3 SiOC 

9 4 SiN 

10 3 SiOC 

11 5 Si substrate 

Table 4. List of materials used to fabricate the device 
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Additional material properties: 
AlN  c11=345 GPa, c12=125 GPa, c13=120 GPa, c22= 345 GPa, c23= 120 GPa, c33= 372.06 
GPa, c44= 118 GPa, c55= 110 GPa, c66= 110 GPa  (each at constant E field)  e33= 1.5 C/m2 , 
e13= -0.58 C/m2 , e23=-0.58 C/m2 
Si Major Poisson's ratios: PRXY=PRYZ=PRXZ=0.26, Young's Modulus Ex=Ey=Ez=     
                134.36 GPa 
SiN PRXY=PRYZ=PRXZ=0.29, Ex=Ey=Ez= 178.20 GPa 
SiOC PRXY=PRYZ=PRXZ=0.22, Ex=Ey=Ez=     8.88 GPa 
Mo PRXY=PRYZ=PRXZ=0.31, Ex=Ey=Ez= 314.26 GPa 

The resonator has an area of 22500 µm2.  
Other assumptions about the model: 
Mechanical boundary conditions: zero displacement constraints for all directions imposed 
on the bottom surface of the last block (only for stack configuration 10). 
Meshing: 
• Only one 3-D 20-node brick element is considered in all transversal sections (the 

transversal waves of propagation are practically neglected). 
• Each layer is meshed longitudinally with a number of 3-D 20-node brick elements, that 

have the height less than 1/8 of the wavelength, and this number is increased until we 
reach the stability of the resonance and antiresonance frequency values. 

This stable solution is reached in general for elements with heights about 1/(16÷25) of the 
wavelength. 
Mechanical losses have been taken into account by using a constant damping ratio of 3x10-3. 
In this model only longitudinal wave propagation is reproduced. The FEM analysis results 
have been computed adding layer by layer and are given in the following. The resonance 
frequencies are compared to those obtained using the Mason multilayer model. 
 

Stack 
configuration 

Resonance 
frequencies 

computed with 
FEM simulation 

FEM simulation result 

Config 1:  
only AlN  
1170 nm 
  

Fr = 4.568 GHz, 
Fa = 4.702 GHz 
Mason model: 

GHz 4.7009
2
1 33
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33

33

=

=
+

=
ρ
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Fa

 (simple 
anti-resonance 
formula for 
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Config 2: 
 Config 1  
+ Mo 240 nm  
(atop the AlN 
layer) 
 

Fr = 3.093GHz, 
Fa = 3.180 GHz 

Config 3: 
 Config 2  
+ Mo 280 nm 
(under the 
AlN layer) 
  

Fr = 2.138 GHz, 
Fa = 2.208 GHz 

Config 4: 
 Config 3  
+ SiN 200 nm 
(atop the 
stack) 
 

Fr = 2.037 GHz, 
Fa = 2.103 GHz 
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Config 5: 
 Config 4  
+ SiOC 295 
nm (under the 
stack) 
 
 

2 resonances:
 
Fr1 = 1.850 GHz, 
Fa1 = 1.895 GHz
 
Fr2 = 2.408GHz, 
Fa2 = 2.440 GHz 

Config 6: 
 Config 5  
+ SiN 1160 
nm (under the 
stack) 
 
   Fr = 2.043 GHz, 

Fa = 2.107 GHz 

Config 7: 
 Config 6  
+ SiOC 295 
nm (under the 
stack) 
 

2 resonances: 
 
Fr1 = 2.033 GHz, 
Fa1 = 2.090 GHz
 
Fr2 = 2.185 GHz, 
Fa2 = 2.193 GHz 
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Config 8: 
 Config 7  
+ SiN 1160 
nm (under the 
stack) 
 
   Fr = 2.042 GHz, 

Fa = 2.106 GHz 

Config 9: 
 Config 8  
+ SiOC 295 
nm (under the 
stack) 
 

Fr = 2.042 GHz, 
Fa = 2.106 GHz 

Config 10: 
 Config 9  
+ Si 725 µm 
(under the 
stack) 
 = real 
resonator  
   

Fr = 2.042 GHz, 
Fa = 2.106 GHz 

A good agreement between ANSYS numerical results and the analytical Mason multilayer 
model (Rosenbaum, 1988; Christopoulos, 1995) has been observed.  
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4.2  3D numerical simulation of a BAW resonator structure 
Only a quarter of the resonator structure (as is it seen in transversal plane) has been taken 
into account in order to reduce the computational FEM effort required by 3D FEM 
simulations of the whole stack (Fig. 16. (a),(b)). Mechanical boundary conditions (zero 
displacement constraints for transversal directions, ux=0 or uy=0) and dV/dn=0 boundary 
condition (for piezoelectric layer) are imposed on the symmetry planes. The mesh 
discretization for longitudinal directions is the same as in previous chapter. For lateral 
directions we used a discretization of ndiv x ndiv 20-node brick elements. 

 

 

 
(a) Lateral boundaries are free 

 

 
(b) Lateral boundaries have zero displacement constraints for all directions 

Figure 16. 3D simulations (ndiv = 8) 

In order to establish a more realistic model for transversal wave propagation we extend all 
layers by ext µm in each lateral side (because the abrupt end of the mesh is far from the real 
structure). For this new volume the mesh is much less dense. The electrodes have the area of 
¼ x 22500 µm2. Some results obtained using this approach are presented in Fig. 17 and Fig. 
18. Obviously, the results taking into account a larger extended part are closer to the real 
structure. 
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(a) Lateral boundaries are free 

 
(b) Lateral boundaries have zero displacement constraints for all directions 

Figure 17. 3D simulations for lateral extended stack (ndiv = 6 and 2 divisions for lateral 
extended side with ext=100µm) 

 
Figure 18. 3D simulations for lateral extended stack (ndiv = 8 and 4 divisions for lateral 
extended side with ext=200µm, lateral boundaries have zero displacement constraints for all 
directions.) 

The local stress values are shown in Fig. 19. According to common expectations, the 
maximum values are obtained for the series resonance frequency. 
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Figure 19. Local stress 
Remarks: 
• The resonance frequencies corresponding to longitudinal propagation are the same for 

all models.  
• The lateral modes are more accentuated and unstable. Some possible causes: 

• Model  assumptions which are not satisfied by the real structure 
a. Thickness uniformity  
b. Approximate layer lateral dimensions 
c. Approximate lateral boundary condition (mechanical) 

• Ill- conditioned meshing (in order to save CPU time, a small number of lateral 
divisions has been considered) 

• Approximate material parameters (not measured) 
a. Some AlN parameters on transversal directions are taken from 

literature (where different values are given) 
b. All layers, except AlN, are considered isotropic (perhaps they are not); 

the parameters on lateral directions being considered equal to that on 
the longitudinal direction. 

5. Circuit models for power BAW resonators and filters 
As BAW resonators are used to build filters which are parts of intricate circuits, like the 
power amplifier and duplexer in the mobile phone, circuit models are very useful in the 
design at system level. At a relatively low incident power the BAW resonator has a linear 
behaviour which can be described in a broad frequency range by the Mason model (Wilson, 
1989), a circuit which contains lumped and distributed parameter elements. In the vicinity of 
a resonance frequency pair (as, for example corresponding to the thickness mode) a simpler 
model, the Butterworth-Van Dyke (BVD) circuit, can be used (Fig. 20). 
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Figure 20. Butterworth-Van Dyke circuit 

A high power fed into the BAW resonator produces three nonlinear effects, namely: the 
amplitude-frequency effect, the intermodulation effect, and the bias-frequency effect 
(Nosek, 1999; Aigner et al., 2005). 
The amplitude-frequency effect is illustrated by the series resonance frequency increase as 
excitation amplitude increases for a quartz resonator (Fig. 21) (Nosek, 1999). A decrease of 
the series resonance frequency as the excitation amplitude increases has been observed in 
the case of an AlN stack crystal filter (Ketcham et al., 1988). The intermodulation effect 
consists, for example, in measuring some harmonic components of the response to a 
sinusoidal excitation (Nosek, 1999; Aigner et al., 2005; Ketcham et al., 1988). The shift of the 
series resonance frequency as a function of bias voltage is the bias-frequency effect (Aigner 
et al., 2005). 
The linear parametric model in Fig. 22, valid for the response on the fundamental frequency, 
which is able to reproduce this amplitude-frequency effect, is described in (Nosek, 1999). 
The resistance and the capacitance in the motional branch of the BVD circuit are considered 
as dependent on the r.m.s. current value I in this branch: 

 
Figure 21. Frequency characteristics of a quartz resonator (I- resonator current, U- excitation 
voltage) 

Modeling and Simulation of Piezoelectric Devices 

 

495 

 
Figure 22. Linear parametric model of a quartz  resonator 
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This linear parametric model and other similar ones (Constantinescu et al., 2007) can 
reproduce the amplitude-frequency effect but don’t give intermodulation products. 
These linear models contain parametric circuit elements whose characteristics depend on a 
r.m.s. value. This kind of dependence is not allowed in circuit simulators working in the 
frequency domain as ADS and APLAC (Constantinescu et al., 2007). Moreover, it cannot be 
used in a circuit simulator working in the time domain as SPICE or SPECTRE 
(Constantinescu et  al., 2007). To overcome this difficulty, iterative AC analyses have been 
implemented in APLAC and MAPLE (Constantinescu et al., 2007). Even though these 
methods can lead to correct results in a reasonable amount of time for the analysis of a 
circuit composed by several resonators, they cannot be used for the analysis of an intricate 
system like the power amplifier and duplexer in a mobile phone.  
Starting from an idea in (Aigner et al., 2005) two new nonlinear circuit models have been 
developed (Constantinescu et al., 2007). The first model is based on the BVD circuit in which 
the nonlinear resistor, inductor and capacitor are implemented as nonlinear controlled 
sources (Fig. 23). 
The following parameter values were used for the APLAC implementation of this circuit: 
C0 = 1.566e-12 
CCVS  R1    1    2   1   b       [4.695*(CI(0)+0.5*CI(0)^2+0.5*CI(0)^3)] R 
CCVS  L1    2    3   1   b       [3.5e-9*(CI(0)-5e-2*CI(0)^2+1e-2*CI(0)^3)] L 
VCCS  C1    3    5   1   3   5  [1.7666e-12*(CV(0)+1e-2*CV(0)^2+1e-4*CV(0)^3)] C 

 
Figure 23. Controlled source implementation of the first nonlinear circuit model  
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The amplitude-frequency effect of this model is shown in Fig. 24, where the frequency 
characteristics for the 1V, 3V, and 5V excitation amplitude are given. The decreasing of the 
series resonance frequency as the excitation amplitude increases may be observed. The 
second and third harmonic amplitudes obtained with the first model are given in Fig. 25 for 
three excitation frequencies. 

 

 

 

 
Figure  24. Ia vs. frequency for the  first nonlinear model 

 

 

 

 
Figure 25. Intermodulation products for V=5V,  first model 

Forcing the current value in the motional branch by means of the VCCS, the capacitor has a 
dominant role in this model, both the resonance frequency shift and the amplitudes of the 
intermodulation products depending mainly on its nonlinear characteristic. To avoid this 
disadvantage a second model is proposed (Fig. 26).  
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Figure 26. Second nonlinear circuit model 

 

 

 
Figure 27. Intermodulation products for V=5V, second model 

 

 

 
Figure  28. Intermodulation products, second model with modified inductor 
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three excitation frequencies. 

 

 

 

 
Figure  24. Ia vs. frequency for the  first nonlinear model 

 

 

 

 
Figure 25. Intermodulation products for V=5V,  first model 

Forcing the current value in the motional branch by means of the VCCS, the capacitor has a 
dominant role in this model, both the resonance frequency shift and the amplitudes of the 
intermodulation products depending mainly on its nonlinear characteristic. To avoid this 
disadvantage a second model is proposed (Fig. 26).  
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Figure 26. Second nonlinear circuit model 
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The following parameter values were used for the APLAC implementation of this circuit: 
C0 = 1.566e-12 
CCVS L1 1 2 1 b [3.5e-9*(CI(0)+.1*CI(0)^2+1e-2*CI(0)^3)] L 
CCVS R1 3 5 1 c [430*(CI(0)+2e-2*CI(0)^2+2e-2*CI(0)^3)] R 
VCCS C1 3 GND 1 3 GND [.177e-12*(CV(0)+5e-5*CV(0)^2+5e-5*CV(0)^3)] C 
This circuit shows an amplitude-frequency effect similar to the first model. Its 
intermodulation effect is illustrated in Fig. 27. 
In order to show the better fitting properties of this second model, let’s modify the 
inductance parameters as: 
CCVS L1 1 2 1 b [3.5e-9*(CI(0)+1e-3*CI(0)^2+1e-3*CI(0)^3)] L 
(changed values are underlined). Using this new inductance the amplitude-frequency effect 
remains the same, while the amplitude of the second harmonic practically vanishes as it is 
shown in Fig. 28. 
The second circuit model allows a better control of both amplitude-frequency effect and 
intermodulation effect than the first one. This control is obtained by varying the coefficients 
of the polynomial nonlinearities. In order to validate these models, we considered the 
measured dependence of the series resonance frequency on the incident power 
(Constantinescu et al., 2008). A comparison between the simulated and measured data is 
given in Fig. 29. 
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Figure 29. The dependence of the series resonance frequency on the incident power 

In order to compare simulation results in time domain (TD) and frequency domain (FD) the 
two resonator filter in Fig. 30 has been analyzed both with periodic steady state analysis 
(PSS) and harmonic balance analysis of SPECTRE.  
These analyses are implemented in the IC 6.1.0 package of CADENCE. The polynomial 
nonlinearities are defined by the coefficients a0, a1, a2, whose meaning has been shown 
before. The running options are: 
SetOption1 options iabstol=1e-13 vabstol=1e-12 digits=8 fund=2.025G harms=4 
outputtype=all errpreset= conservative 
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Figure 30. A nonlinear model of a two resonator power BAW filter 

The harmonic components of the output signal are given in the following tables, for two 
values of the parameter “reltol”. 

 TD FD 
f component 3.646 V 3.646 V 
2f component 239 uV 239 uV 
3f component 191.6 nV 118.8 nV 

Table 5. Harmonic components of the output signal, reltol=1e-6 

 TD FD 
f component 3.646 V 3.646 V 
2f component 238.9 uV 239 uV 
3f component 115.5 nV 118.8 nV 

Table 6. Harmonic components of the output signal, reltol=1e-9 

These results show a very good agreement between the TD and FD analyses.  
Further research will be devoted to filter modeling and simulation taking into account real 
RF signals (not sinusoidal ones as in the case of the results given before). To this end new 
nonlinear circuit models can be developed using simple impedance transformations. 
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1. Introduction    
A large family of microfluidic devices employs the electrokinetic transport of liquids. The 
integration of mechanical components such as high-pressure pumps or valves is not 
required in the electrokinetically driven microfluidic chips. Instead of a pressure gradient, a 
gradient of electric potential is imposed over the microfluidic system. It can be provided by 
either DC or AC electric field. The DC electroosmotic transport in microchannels has been 
intensively theoretically and experimentally studied. The origin of the DC electroosmosis 
arises from the coulombic interaction between an external DC electric field and a mobile 
electric charge localized at an electrolyte-dielectric interface. The use of the electroosmosis 
forced by a low amplitude AC electric field is a novel area investigated only for several 
years. The AC electroosmosis is mostly based on the coulombic interaction between an 
imposed AC electric field and a mobile electric charge temporally arising at electrolyte-
metal electrode interfaces. 
The chapter is organized as follows. The origin of the electrokinetic transport and the 
principle of DC and AC electroosmotic micropumps are shortly described in the first 
section. The basic features of the AC micropumps are summarized in more detail. The 
multiphysical model of electro-microfluidic systems based on the Poisson-Nernst-Planck-
Navier-Stokes approach and its possible simplifications are briefly described in the second 
section. The implementation procedure of this multiphysical problem in a CFD software and 
frequently arising problems are discussed in the next section. 
Various electro-microfluidic systems have been investigated in our research group. Here, we 
present and discuss selected results of the numerical analysis of three particular micro- and 
nano-fluidic systems: (i) a tubular microfluidic sensor for heterogeneous immunoassay 
driven by a DC electric field, (ii) a submicron channel/pore interacting with a DC electric 
field and the surrounding electrolyte, (iii) AC electrokinetic micro- and nano-pumps 
realized in channels with spatially periodic arrays of co-planar electrodes. The discussed AC 
pumps rely either on the asymmetric geometry of interdigital electrodes or on an electric 
field phase shift applied to electrodes (the three phase arrangement).  

1.1 Origin of Electroosmotic Transport 
The electroosmotic transport can be induced by an external electric field in fluidic systems 
where the electric polarization (charging) of solid surfaces occurs. Some organic 



Recent Advances in Modelling and Simulation 

 

500 

7. References 
Cady, W. G. (1964). Piezoelectricity. An Introduction to the Theory and Applications of 

Electromechanical Phenomena in Crystals, Dover Publ., Vols. I and II, , New York. 
Wilson, O. B. (1989). Introduction to the theory and design of sonar transducers, Peninsula 

Publishing, ISBN: 978-0-9321-4622-9, Los Altos, California. 
Hantila, F.I.; Preda, G. & Vasiliu, M. (2000). Polarization Method for Static Fields, IEEE 

Transaction on Magnetics, Vol.36, No.4, Jul 2000, pp. 672-675, ISSN: 0018-9464. 
Makkonen, T.; Holappa, A.; Ella, J. &  Salomaa, M. (2001), Finite Element Simulations of 

Thin-Film Composite BAW Resonators, IEEE Transactions on Ultrasonics, 
Ferroelectrics, and Frequency Control, Vol.48, No.5, Sep 2001, pp. 1241-1257, ISSN: 
0885-3010. 

Makkonen, T. (2005). Numerical Simulations of Microacoustic Resonators and Filters, Doctoral 
Dissertation, Helsinki University of Technology, apr. 2005, ISBN 9512276364, pp. 
1-75. 

Ostergaard, D. F. & Pawlak, T. P. (1986). Three-Dimensional Finite Elements for Analyzing 
Piezoelectric Structures, 1986 IEEE Ultrasonics Symposium, pp. 639-644.  

Popovici, D.; Păltânea, V.; Păltânea, G. & Jiga, G. (2006). Determination of the stress and 
strain state in metallic structures using piezoelectrical transducers, Proceedings of the 
COMSOL Users Conference, 2006,  Prague. 

***  (2005). COMSOL 3.2., Structural Mechanics, Manual, Comsol, AB, Sweden. 
*** (2005). ANSYS, Inc., Release 10.0 Documentation for ANSYS, online documentation, 

documentation CD. 
Rosenbaum, J. F. (1988). Bulk Acoustic Waves Theory and Devices, Artech House, Boston. 
Christopoulos, C. (1995). The Transmission-Line Modeling Method: Tlm, IEEE Computer 

Society Press, ISBN: 978-0-7803-1017-9. 
Nosek, J. (1999). Drive level dependence of the resonant frequency in BAW quartz resonator 

and his modeling, IEEE Transactions on Ultrasonics, Ferroelectrics, and Frequency 
Control, Vol.46, No.4, Jul 1999, pp. 823-829, ISSN: 0885-3010. 

Aigner, R.; Huynh, N.-H.; Handtmannn, M. & Markensteiner, S. (2005). Behavior of BAW 
devices at high power levels, Proceedings of IEEE IMS-MTT-S 2005, Long Beach. 

Ketcham, R. S.; Kline, G. R. & Lakin, K. M. (1988). Performance of TFR filters under elevated 
power conditions, 42-nd Annual Frequency Control Symposium, pp. 106-111, USA, 1-3 
Jun 1988, Baltimore. 

Constantinescu, F.; Nitescu, M. & Gheorghe, A. G. (2007). Circuit Models for Power BAW 
Resonators – Set-up and Implementation, Proceedings of AFRICON 2007, pp. 1-6, 
ISBN: 978-1-4244-0987-7, Namibia, 26-28 Sept., 2007, Windhoek. 

Constantinescu, F.; Nitescu, M. &  Gheorghe, A. G. (2008). New Nonlinear Circuit Models 
for Power BAW Resonators, IEEE International Conference on Circuits and Systems for 
Communications, Shanghai, China, May 26-28, 2008. 

 

26 

Multiphysical Modeling of DC and AC 
Electroosmosis in Micro- and Nanosystems 

Michal Přibyl, Dalimil Šnita and Miloš Marek 
Institute of Chemical Technology, Prague 

Czech Republic 

1. Introduction    
A large family of microfluidic devices employs the electrokinetic transport of liquids. The 
integration of mechanical components such as high-pressure pumps or valves is not 
required in the electrokinetically driven microfluidic chips. Instead of a pressure gradient, a 
gradient of electric potential is imposed over the microfluidic system. It can be provided by 
either DC or AC electric field. The DC electroosmotic transport in microchannels has been 
intensively theoretically and experimentally studied. The origin of the DC electroosmosis 
arises from the coulombic interaction between an external DC electric field and a mobile 
electric charge localized at an electrolyte-dielectric interface. The use of the electroosmosis 
forced by a low amplitude AC electric field is a novel area investigated only for several 
years. The AC electroosmosis is mostly based on the coulombic interaction between an 
imposed AC electric field and a mobile electric charge temporally arising at electrolyte-
metal electrode interfaces. 
The chapter is organized as follows. The origin of the electrokinetic transport and the 
principle of DC and AC electroosmotic micropumps are shortly described in the first 
section. The basic features of the AC micropumps are summarized in more detail. The 
multiphysical model of electro-microfluidic systems based on the Poisson-Nernst-Planck-
Navier-Stokes approach and its possible simplifications are briefly described in the second 
section. The implementation procedure of this multiphysical problem in a CFD software and 
frequently arising problems are discussed in the next section. 
Various electro-microfluidic systems have been investigated in our research group. Here, we 
present and discuss selected results of the numerical analysis of three particular micro- and 
nano-fluidic systems: (i) a tubular microfluidic sensor for heterogeneous immunoassay 
driven by a DC electric field, (ii) a submicron channel/pore interacting with a DC electric 
field and the surrounding electrolyte, (iii) AC electrokinetic micro- and nano-pumps 
realized in channels with spatially periodic arrays of co-planar electrodes. The discussed AC 
pumps rely either on the asymmetric geometry of interdigital electrodes or on an electric 
field phase shift applied to electrodes (the three phase arrangement).  

1.1 Origin of Electroosmotic Transport 
The electroosmotic transport can be induced by an external electric field in fluidic systems 
where the electric polarization (charging) of solid surfaces occurs. Some organic 
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(polystyrene, plexiglass) or inorganic polymers (glass) gain a surface electric charge if 
immersed in an electrolyte. The fixed charge can arise, e.g., from dissociation of surface 
chemical groups of either the polymer substrate itself or of adsorbed additives. Counterions 
are attracted to the charged solid phase via the coulombic force and the electric double layer 
(EDL) is formed. In the immediate proximity, the counterions are tightly bound to the 
charged surface and thus become immobile. This thin part of EDL is called the Stern layer. 
Further away from the solid phase in the diffusive part of EDL, the attraction coulombic 
force is relatively weak and the counterions remain mobile. The diffusive layer is usually 
much wider than the Stern layer. The imaginary surface between the diffusive and the Stern 
layers is called the outer Helmhotz plane – OHP, Fig. 1(A). The electric potential localized 
on this surface and related to the reference potential value in the bulk solution (Φ0) is an 
important characteristic of EDL, so-called zeta-potential ( )ζ . Let us note that the EDL 
structure depicted in Fig. 1 represents a typical steady state that is established when: (i) the 
dielectric or the electrode surface is in a contact with the electrolyte for a long time, (ii) any 
temperature changes and bulk concentration changes do not occur in space and time, and 
(iii) the electrolyte does not move. These conditions are often not satisfied in real 
applications and thus the EDL structure can be more complex. However, the idea of the 
steady state EDL is good enough for a basic introduction of the problems studied below. 

 
Figure 1. (A) Structure of electric double layer. (B) Properties of electric double layer 

For aqueous electrolytes, the EDL width is typically in the range 1 nm – 1μm. The EDL 
width is approximately equal to the Debye length λD. For a symmetric uni-univalent 
electrolyte, the Debye length can be estimated as 

 ( ),2 2
0FcRTD ελ =  (1) 

where the symbols R, T, c0, and F denote the molar gas constant, temperature, the electrolyte 
concentration in the bulk, and Faraday’s constant, respectively. The permittivity of the 
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environment ε is equal to the product of the vacuum permittivity ε0 and the dielectric 
constant (relative permittivity) of the environment εr. 
The fixed electric charge on the solid phase is usually negative (depends on the substrate 
and the electrolyte pH value). Then, the electric potential decreases from the electrolyte bulk 
to the solid surface. In the same direction, the anion concentration decreases and the cation 
concentration increases with respect to the bulk concentration. Hence, the electrolyte in the 
EDL region does not satisfy the electroneutrality condition, i.e., a nonzero concentration of a 
mobile electric charge exists in EDL, Fig. 1(B). 
More information about EDL and electrohydrodynamic phenomena can be found, e.g., in 
(Probstein, 1994, Squires & Bazant, 2004, Squires & Quake, 2005).  

1.2 DC Pumps 
The most common feature of the DC electroosmotic micropumps is the fact that the systems 
work either in or close to a hydrodynamic steady state. The principle of these devices is 
depicted in Fig. 2. If a DC electric field is applied in the direction tangential to the solid 
surface, the electric body force acts on the clouds of the mobile electric charge in the 
diffusive part of EDL. The vector of the local body force can be expressed as 

 E,f qE =  (2) 

where q and E are the volume concentration of the mobile electric charge and the vector of 
the electric field strength, respectively, defined by 

 ,,czFq
i

ii Φ−∇≡≡ ∑ E  (3) 

where the symbols zi, ci, and ∇Φ denote the charge number of the ith ion, the volume 
concentration of the ith ion, and the gradient of electric potential, respectively. 

 
Figure 2. Principle of DC electroosmosis in a microchannel 

The mobile electric charge is represented by ionic particles. As the mobile ions are forced to 
move via the coulombic body force, they act on the ambient liquid by viscous forces. The 
liquid in EDL starts to flow and induces the movement of the electrolyte body. In the steady 
state when the distribution of the surface electric charge is homogeneous, the velocity vector 
has the same direction as the tangential component of electric field strength. The velocity 
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profile is flat in the electrolyte body where the velocity attains its maximal value, i.e., the 
slip velocity.  In the diffusive part of EDL, the velocity gradually decreases to zero at the 
outer Helmholtz plane. The slip velocity vt tangential to the solid surface can be estimated 
from the Helmholtz-Smoluchowski equation 

 ,tt Ev
η
εζ−=  (4) 

where ζ, η, and Et are the zeta-potential, the dynamic viscosity of the electrolyte, and the 
tangential component of the electric field strength, respectively. 
The DC electroosmotic pumps are widely exploited in experimental and commercial 
microfluidic devices, e.g., see reviews (Becker & Locascio, 2002, Beebe et al., 2002, Bilitewski 
et al., 2003, Chang & Yang, 2007, Laser & Santiago, 2004). The reaction transport processes in 
such devices have been also modeled and analyzed, e.g., (Erickson, 2005, He & Hauan, 2006, 
Postler et al., 2008). The DC devices suffer from a serious disadvantage: the potential 
difference imposed on microdevices usually has to be in the order of kilovolts. It results, 
e.g., in an undesirable bubble formation or an electrolyte contamination due to faradaic 
interactions on the source electrodes. This particular problem can be eliminated in the 
electroosmotic AC pumps.  

1.3 AC Pumps 
Ramos et al. was the first to study the effects of a low amplitude AC electric field imposed 
on co-planar electrodes in a microchannel filled by an electrolyte (Ramos et al., 1998). They 
observed electrokinetic transport of a new kind above the source electrodes up to frequency 
500 kHz. In 2000, Ajdari proposed a design of the AC electrokinec micropumps based on 
arrays of asymmetric pairs of co-planar microelectrodes (Ajdari, 2000). It has been expected 
that the asymmetry of electric field will lead to a net flow of the electrolyte. His predictions 
were verified by several experimental and theoretical works (Campisi et al., 2005, Garcia-
Sanchez et al., 2006, Green et al., 2002, Mpholo et al., 2003, Studer et al., 2004, Zhang et al., 
2006). In general, the authors used microelectrodes with characteristic dimensions ranging 
from micrometers to tens of micrometers. The observed velocity of the net flow typically 
attained few hundreds of microns per second. 

 
Figure 3. The principle of the AC electroosmotic flow above co-planar electrodes. (A) The 
electric field acts on the electric charge. (B) Electrostatic volume force induces the eddy 
formation (solid line) and the net flow (dashed line) 

In the most frequent co-planar interdigitated arrangement of the electrodes, the AC electric 
field has the tangential and the normal components, Fig. 3(A). The normal component 
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induces electrode polarization via coulombic force (capacitive charging). Then, the 
tangential component of the electric field forces the accumulated electric charge to move 
along the electrodes. The highest tangential coulombic force was predicted and observed at 
the electrode edges (Green et al., 2000). As the electric charge is formed by ions of a nonzero 
diameter, the moving ionic particles pull the surrounding liquid via viscous forces, Fig. 3(B). 
The combination of coulombic, pressure and viscous forces in the liquid result in the 
formation of eddies above the electrodes. This has been experimentally proved by the PIV 
technique (Garcia-Sanchez et al., 2006, Green et al., 2002). 
The velocity of the net flow strongly depends on several parameters: the frequency and the 
amplitude of the imposed electric field, the concentration of the used electrolyte and the 
geometric properties of the microfluidic system. The frequency dependence is given by 
characteristic rates of two transport processes: (i) the rate of the electrode polarization (the 
formation of the EDL) and (ii) the rate/frequency of an AC electric field. There are three 
qualitatively different regimes that can arise above the electrodes. For very low AC 
frequencies, the nonzero tangential coulombic force is restricted only to the electrode edges 
due to a complete capacitive charging of the electrodes. The force on one side of an electrode 
equilibrates the force on the other side and thus the net flow goes to zero. If the AC 
frequency is high, almost no mobile electric charge is formed at the electrode surface 
because the polarization process is relatively slow compared with the rate of changes of the 
AC electric field. As the electric field acts on zero electric charge, no net flow is induced. The 
AC electroosmosis can be observed between these two cases because then both a nonzero 
tangential component of the electric field and a nonzero mobile electric charge at the 
electrode surface are formed. 
The AC frequencies, for which the nonzero net velocity is expected, can be estimated by 
means of characteristic time scales of the processes inside microchannels. Let us define the 
following quantities 

 ( ) ,,,2 21
iDDiDEACAC DDLf λτλτπτ ≡≡≡ −  (5) 

where τAC and τE are the time scales of the AC electric field and the electrode charging, 
respectively. τD is the Debye time scale. The symbols fAC, L, and Di denote the AC electric 
field frequency, the electrode-electrode distance (alternatively the longitudinal size of 
electrodes), and the ionic diffusivity, respectively. There is an important difference in the 
physical meaning of the Debye scale and the charging scale. While the Debye time is 
approximately equal to the shortest time necessary for the formation of an electric charge at 
an electrode surface, the charging time is a typical characteristic time scale of the electrode 
polarization. The charging time depends on both the EDL dimension and the distance 
between the electrodes (Squires & Bazant, 2004). It follows from the analysis of resistor-
capacitor circuits representing the AC electrokinetic systems. We can write the following 
condition for the value of the AC period (τAC) for which the net hydrodynamical effects are 
expected to be the most intensive 

 .EACD τττ ≈≤  (6) 

The Debye time gives us a good approximation of the shortest AC period for which the net 
flow can be observed. The charging time estimates the typical AC period for the maximal 
net flow velocity. 
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profile is flat in the electrolyte body where the velocity attains its maximal value, i.e., the 
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 ,tt Ev
η
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It has been found that the direction of fluid pumping is also frequency and amplitude 
dependent (Garcia-Sanchez et al., 2006, Studer et al., 2004). This important phenomenon has 
not been adequately explained yet. It is assumed that the flow reversal is caused by one or 
more of the following effects: (i) local salt depletion, (ii) faradaic reactions or (iii) interactions 
of EDL with the convective transport of ions. The transport processes related to the flow 
reversal are discussed in paragraph 4 in more detail. 
The velocity of the net flow dramatically decreases with an increasing electrolyte concentration 
(Studer et al., 2004). Green et al. showed that the time averaged net velocity decreases with a 
growing capacitance of the diffuse part of EDL (Green et al., 2002). The capacitance increases 
with the increasing concentration because the characteristic width of the capacitor, i.e. the 
Debye length, is proportional to c0-0.5 according to Eq. (1). The concentration effect on the net 
velocity can be a limiting factor of the use of the AC electroosmosis for the transportation of 
biological samples typically diluted in 10 – 100 mM buffers. 
There are two possible ways how to compensate the concentration effect: (i) a reduction of 
the electrode size, (ii) a fabrication of geometrically more complex electrodes. The former 
way is based on the increase of tangential electric volume force. When the amplitude of an 
AC field is kept constant and the electrode dimension is reduced in size, the tangential 
component of the electric field strength increases. The problem is that the fabrication of 
submicron electrodes is difficult and expensive. The latter possibility has been investigated, 
e.g., by (Bazant & Ben, 2006, Olesen et al., 2006, Urbanski et al., 2006). Bazant et al. predicted 
that a three-dimensional design of the electrodes (instead of the classical co-planar design) 
will increase the electrolyte net velocity up to mm s-1 (Bazant & Ben, 2006). Their theory 
arises from the fact that the counter-rotating regions of fluid observed above the electrode 
arrays inhibit the net flow, Fig. 3(B). Hence, the authors have proposed a three-dimensional 
electrode design where the inhibition should be negligible. It has been experimentally 
verified that the net velocity can be increased at least by one order of magnitude with 
respect to the purely co-planar arrangement (Urbanski et al., 2007, Urbanski et al., 2006). 
Except of the net flow forced by asymmetric interdigitated microelectrodes, the 
electrokinetic transport can be induced by a traveling-wave electric potential applied to an 
array of microelectrodes or by a spatio-temporally modulated surface potential at an 
insulating microchannel wall (Ejsing et al., 2006, Mortensen et al., 2005, Ramos et al., 2005). 
A phase shift of an AC electric field has to be provided along microchannel walls. The 
traveling-wave arrangement also exhibits nonlinear phenomena such as the flow reversals 
observed at certain AC amplitudes (Ramos et al., 2005). 
Different types of microfluidic pumps and mixers based on the AC faradaic electrode 
polarization have been proposed (Lastochkin et al., 2004). If the amplitude of an AC electric 
field is higher than the electrochemical limit, the electric charge on electrodes is produced 
via electrochemical reactions instead of the capacitive charging. The faradaic reactions do 
not necessary lead to gas formation. The electrode gas produced in each AC half cycle can 
dissolve in the electrolyte without nucleating macroscopic bubbles. For the faradaic AC 
micropumps are typical higher AC frequencies, AC amplitudes and electrolyte 
concentrations than for the capacitive charging micropumps. The net velocity attains 
millimeters per second. 
The general feature of all types of the AC electrokinetic devices is that the systems do not 
work in a steady state. After the initial transient, they can attain a stable periodic regime. 
This aspect of the AC devices substantially increases the demands on numerical analysis of 
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model equations. From technical point of view, the most interesting velocity characteristic of 
the flow is the net velocity that can be obtained as the tangential velocity averaged over one 
period of the stable periodic regime. 
No comprehensive numerical study of the AC electrokinetics in microchannels has been 
reported. There are particularly focused studies mostly relying on the slip approximations 
(Kim et al., 2007, Loucaides et al., 2007) or the Poisson-Boltzmann equation (Khan & 
Reppert, 2005, Olesen et al., 2006, Wang & Wu, 2006, Zhang et al., 2006) but parametric 
studies based on mathematical models containing the full EDL description (the Poisson-
Nernst-Planck-Navier-Stokes models) are rare (Mortensen et al., 2005). 
One can observe an interesting progress in the area of electroosmotically driven microfludic 
devices. Especially the DC devices have found the use in commercial bioanalytical 
applications. However, there are still a lot of problems to solve. The multiphysical approach 
to complex analysis of the transport and also the reaction processes in microfluidic chips is 
often missing. Linear analysis has serious limitations. Hence, robust mathematical models 
should be developed for a comprehensive analysis and optimization of the produced and 
the designed microdevices of various complexities. 
Below we demonstrate the use of our multiphysical mathematical model to solve selected 
problems related to the electroosmoticaly driven microfluidic devices. We focus on: (i) the 
effects of the electric charge number of antibodies and the surface electric charge on the 
performance of a bioassay in a tubular microchip, (ii) the analysis of strongly nonlinear 
dependence of the net flow velocity on AC frequency in the electroosmotic AC pumps, 
especially the observed flow reversals, (iii) nonlinear electrohydrodynamics and other 
transport phenomena in a DC single nanopore system with a fixed electric charge. 

2. Mathematical Model 
Nonequilibrium model of spatially distributed micro-electrochemical systems based on the 
mean field physical principles is formulated and discussed. We have used the following 
approximation: (i) systems are isothermal, (ii) the relative permittivity, the electrolyte 
viscosity, the electrolyte density and the ionic diffusivities are constant in each spatial 
domain represented by a single phase, (iii) the electrolytes are dilute and behave like 
Newtonian liquids, and (iv) the gravity effects are neglected. 

2.1 Basic Equations and Boundary Conditions 
Under the above mentioned simplifications, the velocity and the pressure fields can be 
computed from the Navier-Stokes equation and the continuity equation 

 ,2vfvvv ∇+∇−=⎟
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where p is pressure and v is the velocity vector. According to Eq. (2), the local value of the 
electric body force fE depends on the distributions of the electric charge and the electric field 
strength E. The volume concentration of electric charge can be computed from Eq. (3) if the 
distributions of all ions are known. The ionic concentrations ci are evaluated using the molar 
balances 
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where p is pressure and v is the velocity vector. According to Eq. (2), the local value of the 
electric body force fE depends on the distributions of the electric charge and the electric field 
strength E. The volume concentration of electric charge can be computed from Eq. (3) if the 
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balances 



Recent Advances in Modelling and Simulation 

 

508 

 ,iii
i rc
t
c +⋅−∇=∇⋅+

∂
∂ Jv  (9) 

where ri is the total source of the ith component in all chemical reactions. The symbol Ji 
denotes the sum of the local diffusive and the local electromigration flux intensities of the 
the ith ionic component given by the Nernst-Planck equation   

 ( ).RTFcDzcD iiiiii EJ +∇−=  (10) 

The distribution of the electric field strength or electric potential can be computed using the 
Poisson equation (a constant dielectric constant is considered) 

 εq−=Φ∇2 . (11) 

The next task, and probably the most difficult one, is to find a consistent set of boundary 
conditions. There is no general approach how to solve this problem. The boundaries of 
microfluidic systems can be divided into two main groups: (i) the liquid-solid boundaries 
and (ii) the open boundaries. 
For the former group, we can, for example, use: (i) the nonslip velocity conditions, (ii) the 
reference pressure at a specified point (in systems with periodic boundary conditions), (iii) 
the normal flux of ionic components equal to zero (without chemical reactions) or the 
normal flux of ionic components equal to the rate of the component consumption by a 
surface chemical reaction (with surface chemical reactions), (iv) a specified value of electric 
potential (electrode surfaces, polarized dielectric surfaces) or the electric potential gradient  
equal to zero (electric insulator surfaces) or Gauss’s law applied on a boundary (polarized 
dielectric surfaces, the boundary between two dielectrics). 
For the latter case, we can, for example, specify: (i) the velocity profile, (ii) the reference 
pressure, (iii) fixed values of ionic concentrations or the Danckwerts boundary conditions 
(continuous flow systems), (iv) a specified value of electric potential (the potential applied 
on the boundary) or the electric potential gradient equal to zero (electrically insulated 
boundaries). The periodic boundary conditions can be applied on the open boundaries, e.g., 
when the system is represented by a periodic element of a microfluidic channel. In such 
case, it is necessary to specify the reference pressure in a single point of the system. 
The used sets of boundary conditions for the microfluidic systems described here can be 
found in (Postler et al., 2008, Pribyl et al., 2006a, Pribyl et al., 2006b). 
The model equations are usually transformed into a dimensionless form. The choice of the 
scaling factors can differ for different microfluidic systems. Examples of 
nondimensionalization and scaling factors can be found, e.g., in (Postler et al., 2008, Pribyl et 
al., 2006a, Squires & Bazant, 2004, Squires & Quake, 2005). 

2.2 Model Applicability, Possible Simplifications and their Limitations 
We can recognize at least two spatial scales characterizing the micro- and nanochannel 
systems: (i) the Debye layer scale λD, (ii) the microchannel/microelectrode scale L. 
Depending on the L /λD ratio, we can distinguish three different types of such systems: (i) 
microsystems where L >>λD, (ii) submicrosystems where L > λD, and (iii) nanosystems 
where L < λD. For the latter type, the use of the continuum approximation has to be cautious. 
In systems where the effects of a single molecule can be significant, the described 
mathematical model is not appropriate. The continuum approximation applied in the other 
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two types is usually reasonable. Generally, the numerical analysis of the submicrosystems is 
a somewhat easier than in the analysis of the microsystems because the characteristic spatial 
scales are not much different. In the microsystems, the ratio of the Debye length and the 
characteristic width of a microchannel is typically about 10-4. The largest gradients of electric 
potential, ionic concentrations, velocity and pressure are usually observed in the thin Debye 
layer. The processes in the Debye layer affect the global behavior of microfluidic systems. 
Hence, in the numerical analysis of the model equations, this fact leads to substantial 
discretization problems connected with the increase of the problem dimension and the 
decrease of the computational speed. 
Many simplifications of the model equation were developed. One of them is based on the 
idea of the slip velocity. In this approach, the processes in the thin Debye layer are neglected 
and a nonzero tangential velocity given by Eq. (4) is considered on the interface: diffusive 
part of the Debye layer – the bulk solution. Thus, one of the spatial scales is eliminated. The 
introduction of the slip velocity also results in a substantial simplification of the model 
equation. If the Debye layer is an exclusive source of the nonzero mobile electric charge, the 
local electroneutrality is established everywhere. The right hand side of the Poisson 
equation is equal to zero, Eq. (11), and the distribution of electric potential is then described 
by the Laplacian. The electric volume force term in the Navier-Stokes equation, Eq. (7), also 
vanishes. Finally, the balance equations of the ionic components, Eq. (9), need not be solved. 
The slip velocity approach is powerful in many practical cases, e.g. (Pribyl et al., 2005); 
however, there are limitations. The slip velocity approach and the local electroneutrality 
condition should not be used, e.g., if: (i) the thickness of the Debye layer is comparable with 
the characteristic dimension of microfluidic channels (Pribyl et al., 2006a), (ii) an ionic 
component of the electrolyte interacts with a receptor bound on polarized dielectrics (Pribyl 
et al., 2006a), (iii) very fast chemical interactions take place (Lindner et al., 2002) etc. 
Another simplification assumes the Boltzmann distribution of the electric charge at the 
dielectric surface. It means that the microscopic velocity is low and the EDL is considered to 
be in the thermal equilibrium. Instead of the Poisson equation, the Poisson-Boltzmann 
equation (PBE) has to be solved in order to get the electric potential distribution. The PBE 
written for a symmetric uni-univalent electrolyte is  
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If the Boltzmann distribution is assumed, only the concentration of ions in the bulk has to be 
known. The molar balances of the ionic components are not solved. In some cases, the right 
hand side of Eq. (12) can be linearized and an exact distribution of electric potential in the 
EDL can be found.  The linearized Eq. (12) describes the distribution with a good precision 
up to Φ ≈ 25 mV. 
The inertial forces are negligible in most microfluidic devices due to small characteristic 
dimensions. The nonlinear term v·∇v in Eq. (7) can be neglected and we can obtain 

 .2vfv ∇+∇−=
∂
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 (13) 

Further, the nonstationary term in Eq. (13) can be omitted if: (i) the flow is stationary or (ii) 
the flow is nonstationary but the order of the magnitude of the nonstationary term is smaller 
than that of the viscous term.  
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where ri is the total source of the ith component in all chemical reactions. The symbol Ji 
denotes the sum of the local diffusive and the local electromigration flux intensities of the 
the ith ionic component given by the Nernst-Planck equation   
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The distribution of the electric field strength or electric potential can be computed using the 
Poisson equation (a constant dielectric constant is considered) 

 εq−=Φ∇2 . (11) 
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2.2 Model Applicability, Possible Simplifications and their Limitations 
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mathematical model is not appropriate. The continuum approximation applied in the other 
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two types is usually reasonable. Generally, the numerical analysis of the submicrosystems is 
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If the Boltzmann distribution is assumed, only the concentration of ions in the bulk has to be 
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than that of the viscous term.  
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3. Numerical Analysis 
Numerical analysis of model equations can be carried out with the help of a commercial or a 
self-made software. In our research group, we usually employ Comsol Multiphysics 
software for both the stationary and the nonstationary simulations. The software is based on 
the finite element method and designed for various multiphysical problems. 
Because we mostly analyze the reaction-transport processes in the entire spatial domain 
including EDL, the critical step of the implementation is a proper domain discretization. The 
required characteristic dimension of the finite elements at polarized surfaces typically 
differs from the element size in the rest of the domain of a microsystem by the factor 10-4. It 
can be only partially resolved by the construction of a nonequidistant mesh of finite 
elements, e.g., a triangular mesh. While the tangential extent of the EDL is given by the 
dimensions of a dielectric surface, the normal extent of the EDL is approximately equal to 
the Debye length. It is almost impossible to construct an isotropic even if a nonequidistant 
mesh and not to exceed the memory capacity of a modern single CPU computer. Hence, an 
anisotropic (mapped) mesh of finite elements has to be constructed, e.g, a rectangular mesh. 
The anisotropic elements have one characteristic dimension much larger than other 
dimensions. Modern simulation software also enables to simply combine more types of 
finite element meshes on a single spatial domain. 
The systems described below were discretized using anisotropic or combined meshes. The 
elements with the highest aspect ratio were localized at the surfaces represented by 
polarized dielectrics or electrodes. 

4. Results and Discussions 
4.1 Microfluidic Biosensor 
As the DC electrokinetic transport is often used in various microfluidic applications, we 
have decided to develop and analyze two types of mathematical models of a microfluidic 
biosensor. The first one is based on the physical nonslip description mentioned in the 
paragraph 2.1, the other one exploits the slip approximation (see the paragraph 2.2). 
The geometry of the microfluidic biosensor is depicted in Fig. 4. It has been considered that 
the microsensor is realized in a tubular microfluidic channel. Because the axial symmetry 
has been assumed, the reaction-transport processes have been described only in the r – z 
(radial-axial) coordinates and the model equation were spatially two-dimensional. The 
system consists of five spatial domains: (I.) the inlet compartment, (II. and IV.) the 
compartments with charged walls, (III.) the reaction compartment with charged or 
uncharged walls, (V.) the outlet compartment. The sample solution containing a ligand is 
introduced in the system via the boundary (1). The solution flows through all the 
compartments and leaves the system via the boundary (16). The ligand can bind to the 
receptor that is immobilized on the boundary (9), where the ligand-receptor complex is 
formed. In principle, the amount of the complex is proportional to the ligand concentration 
in the sample. We have considered that the sample is introduced in the system for a certain 
time period; then, an electroosmotically dosed buffer washes out the unbound ligand and 
the total amount of the formed complex can be detected on the boundary (9). The bioaffinity 
reaction scheme and the reaction parameters used in our analysis can be found in (Pribyl et 
al., 2006a). 
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Figure 4. The scheme of the microfluidic sensor geometry. The roman and the arabic letters 
denote the domain and the boundary indexes, respectively. The width of each domain is 
equal to 200 μm. The height is equal to the biosensor radius, R0. The thick lines depict the 
DC source electrodes 

The boundaries indexed in Fig. 4 can be sorted into several groups: (1, 16) – the open 
boundaries (the Danckwerts boundary conditions, the applied potential difference, the 
reference pressure), (2, 5, 8, 11, 14) – the boundaries representing the symmetry axis (the 
normal flux of the ionic components, the normal electric field strength and the radial 
velocity are equal to zero), (3, 15) – the solid uncharged boundaries (the normal flux of 
components, the normal electric field strength and the velocity vector are equal to zero), (4, 
7, 10, 13) – the internal boundaries, (6, 12) – the solid charged boundaries at which 
electroosmosis is induced (the normal flux of components equal to zero, a nonzero surface 
electric charge, the velocity vector equal to zero or the tangential velocity equal to the slip 
velocity), (9) – the reaction boundary (the same as the charged boundaries except that the 
normal flux of the ligand is equal to the rate of the ligand consumption by a surface 
chemical reaction). 
The detailed mathematical description of both the slip and the nonslip models, their 
nondimensionalization and the values of the model parameters are given in the electronic 
supplement of (Pribyl et al., 2006a). 

 
Figure 5. Comparison of the slip and the nonslip modeling; slip (solid line), nonslip (dotted 
line). (A) Dependence of the net velocity on the electrolyte concentration, R0 = 10 μm. (B) 
Dependence of the net velocity on the biosensor radius, c0 = 10 mol m-3 

Dependence of the electroosmotic net velocity on the electrolyte concentration and the 
microchannel radius were computed for both models. The plots in Fig. 5. represent only an 
example of these dependencies found in the parametric space. Hence, the below mentioned 
discussion is relevant to this particular case and can not be generalized. In the slip model, 
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the dependence on the electrolyte concentration is constant because the electroosmotic 
velocity predicted by the Helmholtz-Smoluchowski equation is independent of 
concentration, Eq. (4), Fig. 5(A). The nonslip model gives almost the same net velocity as the 
slip model if the electrolyte concentration is higher than 0.1 mol m-3. It means that the slip 
modeling is applicable for the most biochemical applications where buffers with a typical 
concentration 10 mol m-3 are used. If the concentration is low, the Debye length at the 
polarized surfaces expands according to Eq. (1) and the dimension of the EDL becomes 
comparable with the microchannel radius. Thus the result predicted by the slip model, that 
neglects the EDL processes, is no longer correct. 
One of the important model parameters is the microchannel radius. One can be interested 
for what characteristic size of the biosensor the slip model is applicable. In this study, Fig. 
5(B), the concentration is fixed at the value relevant for many bioapplications, c0 = 10 mol m-3. 
The error of the slip modeling is negligible if the microchannel radius is in the range 1-30 
μm. When the radius is larger, the error of the slip modeling becomes serious. The error is 
caused by the increase of the ratio of the radius and the length of the charged compartments. 
Intuitively, if this ratio increases to infinity, then the dimension of the cloud of the mobile 
charge will be negligible and the rate of the electroosmotic convection falls to zero. This 
effect can not be described by the slip approach due to the nonzero slip velocity at 
boundaries. Further, it is expected that the error of the slip model will be large if the 
microchannel radius will be very small, i.e., comparable to the Debye length. 
The slip model does not describe the coulombic interaction between the ligand molecules and 
the polarized solid surface. As the biological macromolecules often have a nonzero charge 
number, the electrostatic interaction can crucially affect the result of a bioassay. The number of 
the formed ligand-receptor complexes can differ by several orders of magnitude in the 
parametric plane: surface density of the electric charge versus the ligand charge number, Fig. 
6. As expected, if the electric charge fixed on the solid surface has the same sign as the ligand 
molecule, the total number of the formed complex molecules substantially decreases due to the 
electrostatic repulsion. Thus the pH value of the electrolyte is a very important parameter 
because it can tune both the zeta-potential and the ligand charge number. 

 
Figure 6. The number of the formed molecules of the ligand-receptor complex in the 
parametric plane: the surface density of the electric charge σ at the reaction zone versus the 
ligand charge number zAb. The number of molecules is related to the reference state without 
electrostatic interaction between the ligand and the surface, c0 = 10 mol m-3, R0 = 20 μm 
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4.2 Submicron Pore 
Submicron channels can be found, for example, in: (i) porous ion exchange membranes, (ii) 
packed layers, (iii) fluidic systems with extremely thin dosing channels etc. The solid 
surfaces are often polarized when filled with an electrolyte. The interaction of the polarized 
surfaces with an external DC electric field can give rise to interesting transport phenomena 
because the Debye length scale and the geometric scale are comparable. From the practical 
point of view, the submicrochannel systems interacting with a DC electric field are 
exploited, e.g., in electrodialyzers. 
We have developed a nonequilibrium model of a single submicron pore that is filled with an 
electrolyte. The pore is in the contact with two surrounding electrolytes – the anolyte and the 
catholyte. It has been considered that the studied system consists of two phases: (i) the solid 
dielectric phase and (ii) the liquid electrolyte. The system can be divided into three 
subdomains: (i) the anolyte compartment (the electrolyte outside of the pore facing the anode), 
(ii) the pore compartment containing the internal electrolyte and the solid dielectrics, and (iii) 
the catholyte compartment (the electrolyte outside of the pore facing the cathode). 
The geometric domain is spatially two dimensional because we have assumed that the width 
of the pore is much smaller than the third spatial dimension. Another geometric simplification 
comes from the axial symmetry. Hence, the transport processes were studied only in one half 
of the pore. 
The schematic side view of the modeled geometry is shown in Fig. 7. We describe the left and 
the right open boundaries (1, 29) as the interfaces between the well mixed electrode 
compartments and the stagnant layers. Fixed values of the model variables are considered on 
the open boundaries (electric potential, pressure and concentrations). The other boundaries can 
be sorted into three groups: (14, 15, 19) – the electrolyte/solid interfaces with a fixed value of the 
surface electric charge, (2, 3, 5, 6, 8, 11, 13, 18, 21, 23, 25, 27, 28) – the boundaries representing the 
plane of the axial symmetry, and (4, 7, 8, 9, 10, 12, 17, 20, 22, 24, 26) – the internal boundaries 
used for the interfacing of structured and unstructured discretization meshes. 

 
Figure 7. (A) The schematic view of the submicron pore geometry, (B) the domain indexes, 
(C) the boundary indexes. The symbol w denotes the half-width of the system that varies in 
the range of 1-5 Debye length units (λD) 

As an illustrative example, the effect of the half-width of the system w on the current-
voltage and the velocity-voltage characteristics is shown. The dependencies of the mean 
electric current density (averaged over the pore width) on the mean electric field strength 
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for various pore widths are plotted in Fig. 8(A). In the case of the widest pore, the curve (e), 
the system obeys Ohm’s law and behaves like an electroosmotic pump, i.e., the 
electroosmotic velocity linearly increases with the applied potential difference according to 
Eq. (4). The situation is different for thinner pores, curves (a), (b) and (c), for which 
nonlinear current-voltage characteristics are observed. Here, the system behaves like a 
cation-exchange membrane with the typical nonlinear shape of the current–voltage 
characteristics. For a low electric field strength, an ohmic (linear) region is observed 
followed by a plateau, where the limiting current is reached. If the imposed electric field is 
further increased, the slope again becomes higher; i.e., an over-limiting current is attained.  
The case (d) represents the width where the system behavior qualitatively changes. 
The corresponding velocity-voltage characteristics are plotted in Fig. 8(B). The fluid velocity 
in the wider pore, curve (e), is linearly proportional to the applied voltage; i.e., the 
Helmholtz–Smoluchowski approximation remains valid, while for the thinner pores, the 
curves (a), (b) and (c), the characteristics  show nonlinearities. If the system approaches the 
limiting current, the driving force (the applied potential difference) mainly acts outside the 
pore in the free electrolyte, which results in a significant drop of the fluid velocity with 
respect to a wider pore. This decrease is caused by the development of a narrow layer of a 
very low conductivity in the anolyte compartment. This layer acts like a conductivity plug 
for the transport of the electrically charged species (Postler et al. , 2008). 
Stationary velocity fields for two qualitatively different stationary regimes are plotted in Fig. 9. 
The velocity fields are represented by streamlines. The fluid flow structure remains almost 
unaffected over the entire studied range of the applied potential differences. The plug-flow 
velocity profile typical for the DC electroosmosis is observed within the pore Fig. 9(A). 
However, it has been found that a very high difference of the electric potential can cause 
irregularities in the velocity profile and eddies are formed at the pore/anolyte and the 
pore/catholyte interfaces, Fig. 9(B). The development of the eddies can significantly affect the 
stirring up of the transported electrolyte. The eddies probably result from the acting of the 
electrostatic field on the narrow layers of the low conductive electrolyte. More comprehensive 
information on the submicroporous system can be found in (Postler et al. , 2008). 

 
Figure 8. The dependencies of (A) the mean electric current intensity and (B) the mean fluid 
velocity on the mean electric field strength for several values of pore widths: (a)  w/λD = 1, (b)  
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Figure 9. The velocity field, (A) E/E0 = 0.1, (B) E/E0 = 50. The pore width is w/λD = 3 

4.3 AC Micropumps 
AC electrokinetic micro- and nano-pumps are frequently realized in microfluidic channels 
using periodic arrays of co-planar electrodes. The electrode arrays are deposited on a 
channel wall. Mostly, a pair of asymmetric co-planar electrodes is placed in a single segment 
of the microchannel. In order to analyze the electroosmotic transport with the use of the 
nonequilibrium model, we have proposed the geometry of a single segment, Fig. 10. 
The single segment has been described in the cartesian coordinates. Spatially two-
dimensional segment has been considered. We have assumed that the height of the channel 
is much smaller than the third spatial dimension of the channel, i.e., the channel profile 
looks like a flat rectangle. The system consists of five spatial domains: (I. and V.) the 
inlet/outlet compartments representing the distance between two segments of the AC 
pump, (II. and IV.) the compartments with the deposited electrodes, (III.) the compartment 
separating the electrodes. The electrolyte solution is introduced or released from the 
periodic segment via the open boundaries (1, 16) that are connected by the periodic 
boundary conditions.  The boundaries (2, 3, 6, 8, 9, 12, 14, 15) represent the solid channel 
walls without any fixed electric charge (the normal flux of components, the surface electric 
charge, and the velocity vector are equal to zero). The boundaries (5) and (11) denote the 
electrode surfaces with an applied harmonic (sinusoidal) voltage and the reference electric 
potential, respectively. The zero velocity field and the zero normal flux of ionic components 
were considered on the electrodes. The group of the internal boundaries involves segments 
(4, 7, 10, 13). The reference pressure was specified only at a single point, as the single 
segment is not open. In this study, the amplitude of the AC electric field was equal to 1 V 
and the concentration of a symmetric uni-univalent electrolyte was 0.01 mol m-3. The 
mathematical description of the model and the other model parameters are given in (Pribyl 
et al., 2006b). 
In numerical analysis, it was necessary to compute the entire transient from the initial steady 
state to the stable periodic regime. The initial steady state was chosen as homogeneous in the 
entire segment, i.e., the zero velocity vector, the reference pressure, the reference electric 
potential, and the bulk concentration of the ionic components were independent of spatial 
coordinates. The duration of the transients depends on the AC frequency. The net velocity and 
the electric volume force were computed as the mean value over a single period of the stable 
periodic regime.  
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for various pore widths are plotted in Fig. 8(A). In the case of the widest pore, the curve (e), 
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stirring up of the transported electrolyte. The eddies probably result from the acting of the 
electrostatic field on the narrow layers of the low conductive electrolyte. More comprehensive 
information on the submicroporous system can be found in (Postler et al. , 2008). 
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In numerical analysis, it was necessary to compute the entire transient from the initial steady 
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Figure 10. The scheme of a single segment of the AC microfluidic pump. The roman and the 
arabic letters denote the domain and the boundary indexes, respectively. The widths of the 
domains are 10 μm, 5 μm, 2 μm, 3 μm, and 10 μm, respectively. The height is 10 μm. The 
thick lines depict the AC source electrodes 

As mentioned in the paragraph 1.3, the net velocity of the AC electroosmotic pumping 
depends nonlinearly on the AC frequency. Our results also exhibit this nonlinearity, Fig. 
11(A). As the AC frequency grows, one can observe two flow reversals. The net velocity is 
negative in the intervals 〈1×10-1; 3×101〉 s-1 and 〈4×102; 1×105〉 s-1. Positive values of the net 
velocity were found in the frequency interval 〈3×101; 4×102〉 s-1. The existence of the flow 
reversals is in a qualitative agreement with the published data (Garcia-Sanchez et al., 2006, 
Studer et al., 2004). For the given set of parameters, the maximal net velocity attains only 
few tens of microns per second. However, it can be substantially increased by the 
optimization of the geometric and the electric field parameters. 
If the AC frequency is low, e.g. 1×10-1 s-1, the system behaves like a condenser, i.e., the 
current-voltage phase shift is equal to 90 degrees, Fig. 11(B). In such regime, the electrode 
surfaces are fully polarized and the tangential component of the electric field strength is 
equal to zero except at the electrode boundaries, which results in the zero net velocity. The 
maximal velocity in the absolute value is observed for the AC frequency 2×103 s-1. Almost 
the same frequency value can be estimated from the theory as the reciprocal charging time τE , 
Eq. (5). The phase shift is then about 20 degrees. If the AC frequency is high, e.g., 1×10-5 s-1, 
the system behaves as a resistor, i.e., the current-voltage phase shift is equal to 0 degrees. 
The AC period is then approximately equal to the Debye time τD , Eq. (5). As no mobile 
electric charge can be formed at the electrode surfaces in such regime, the zero net velocity is 
observed. 
 

 
Figure 11. Dependencies of the net velocity (A) and the current-voltage phase shift (B) on the 
applied AC frequency 
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Figure 12. Dependencies of the tangential (longitudinal) component of the electric volume 
force on the applied AC frequency. (A) The force in each compartment and the total volume 
force in the entire segment, (B) the same as (A) in detail, (C) the force summed over the 
nonelectrode compartments, summed over the electrode compartments, and summed over 
the entire segment 

The dependencies in Fig. 11 are strongly nonlinear. It can be helpful to study the 
dependence of the tangential component of the electric force 〈FEx〉 on the AC frequency, Fig. 
12. The force has been evaluated in each segment domain as a surface integral of the 
tangential component of the electric volume force. The force in the nonelectrode 
compartments is much higher than in the electrode compartments in the AC frequency 
interval 〈1×10-1; 1×103〉 s-1. However, the sum of the electric body force over all nonelectrode 
compartments is always smaller (in the absolute value) than that summed over the electrode 
compartments, Fig. 12(C). 
If the AC frequency is very low, the force is localized only at the electrode-dielectric 
interface (the boundary interfaces 2/5, 5/8, 8/11, 11/14, see Fig. 10). Only here, the mobile 
electric charge and the tangential gradient of electric potential are localized together. As the 
transport processes are faster than the electric field alternation, the electric force is 
symmetric with respect to the electrode centers, i.e., the force at the 2/5 and 8/11 interfaces 
compensate the forces at the 5/8 and 11/14 interfaces, respectively. The phase shift is almost 
90 degrees in such a regime, Fig. 11(B). 
In the AC frequency range 〈1×100; 1×104〉 s-1, the electric body force above the larger 
electrode (domain II.) is in the absolute value always higher than above the smaller one 
(domain IV.), Fig. 12(B). The dependence of the total volume force on the AC frequency has 
a similar shape as the velocity dependence (compare Figs. 11(A) and 12(C)). However, there 
are also differences: (i) the force dependence crosses zero value only once, (ii) the electric 
body force and the net velocity can differ in the sign at some frequencies,  and (iii) the main 
flow reversal at fAC = 2×10-3 s-1 is not accompanied by an electric body force reversal. 
As expected, the dependence of the maximal amount of the electric charge QM on the AC 
frequency is plotted in Fig. 13(A) as a solid line. This dependence monotonically decreases 
with the growing frequency.  In the same figure, the amount of the mobile electric charge at 
the time, when the applied voltage is equal to the amplitude, is plotted by the dotted line, 
QA. For low frequencies, these two quantities are almost the same because the electrode 
charging process is much faster than the electric field alternation. If the AC frequency is 
high, the degree of the electrode polarization is low and QA becomes smaller than QM. The 
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ratio QA /QM is not monotonic and has a local minimum at fAC = 1×101 s-1 and a local 
maximum at fAC = 1×102 s-1, Fig. 13(B). 
If one looks on the characteristics, it can be seen that the nonlinear dependence of the net 
velocity can not be explained only on their bases. It will be necessary to analyze the spatial 
distributions of: (i) the mobile electric charge at various phases of the AC electric field, (ii) 
the normal component of the electric field strength, (iii) the velocity and the pressure fields, 
etc. At this stage, we can only conclude that the observed flow reversals do not rely on the 
faradaic interactions because those are not considered in our mathematical model.  

 
Figure 13. Dependencies of the mobile electric charge in the electrode compartments on the 
applied AC frequency. (A) The maximal mobile electric charge during an AC period QM 
(solid line), the mobile electric charge if the voltage is equal to the voltage amplitude QA 
(dotted line), (B) the QA/QM ratio 

The use of a phase shift of an AC electric field applied on a field of symmetric coplanar 
electrodes is an alternative to the asymmetric coplanar design. In this study, we have 
proposed two different realizations either with the two-phase arrangement, Fig. 14(A), or 
with the three-phase arrangement, Fig. 14(B). In the two-phase and the three-phase systems, 
the relative phase shifts 180° and 120° are applied on the adjacent electrodes, respectively. In 
principle, the same mathematical description as in the system depicted in Fig. 10 has been 
used. There are only two differences: (i) all electrodes are of the same size and (ii) the axial 
symmetry is assumed, i.e., the electrodes are deposited on two opposite walls. 

 
Figure 14. The scheme of a single segment of the AC electroosmotic pump with an imposed 
phase shift between coplanar electrodes, (A) two-phase arrangement, (B) three-phase 
arrangement. The dimension of the electrodes, the dimension of the gap between the electrodes 
and the channel half-width are 300 λD, 50 λD, 1000 λD, respectively, (λD = 9.63×10−9 m) 
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The qualitative comparison of the two-phase and the three-phase realizations is depicted in 
Fig. 15. For the former realization, the resulting net velocity is equal to zero because the 
velocity fields with 90° phase shift have the same structure but the flow direction is 
opposite, Fig. 15 (A). For the latter realization, one can observe a nonzero net velocity in the 
direction from the right to the left, Fig. 15 (B). If two velocity fields with 120° phase shift are 
compared, we can see that the velocity field structure is again the same, however, spatially 
shifted by one electrode distance (in this case to the left). The direction of the flow can be 
reversed if the order of phases is reversed similarly as in a three-phase electromotor. 

5. Conclusion 
The described Poisson-Nernst-Planck-Navier-Stokes nonequilibrium mathematical model is 
a powerful tool for analysis of the reaction transport processes in various microfluidic 
devices, namely, geometrically complex microfluidic structures with polarizable dielectric 
walls or deposited metal electrodes with an imposed electric potential under the 
electrochemical limit. The microfluidic structures have to be filled with a liquid electrolyte, 
no electrochemical interactions have to occur, and the applications have to be performed 
under isothermal conditions. For example, the proposed mathematical model enables 
numerical analysis of: (i) chemical and biochemical interactions in homogeneous and 
heterogeneous arrangement, (ii) the combined diffusion-electromigration-convective 
transport of ionic and electroneutral components, (iii) the DC electroosmotic convection 
induced at polarized surfaces, (iv) the AC electroosmotic convection forced at 
microelectrode arrays, (v) the pressure and the velocity fields etc. 
It has been demonstrated that the use of the nonequilibrium model is necessary, e.g., when 
the characteristic dimension of the microfluidic device is comparable with the thickness of 
EDL (low concentrated electrolytes, very thin microchannels) or the polarized dielectric 
walls interact with an ionic reaction components diluted in the electrolyte. 
We have shown that a porous structure surrounded by an aqueous electrolyte and affected 
by an external DC electric field can behave as either a DC micropump or an ionexchange 
membrane. The behavior depends on the pore diameter, the electrolyte concentration and 
other parameters. Interesting nonlinear hydrodynamic phenomena such as the eddy 
formation were observed in our simulations. In the future, our work will deal with the 
analysis of complex electrohydrodynamic processes in the pores and the surrounding 
electrolyte in the overlimiting current domain. It can contribute to the overlimiting current 
theory. 
Selected characteristics of the AC electroosmosis forced by the coulombic force in the 
studied microchannels have been presented. Both asymmetric (interdigitated) and 
symmetric (traveling wave) arrangements were analyzed by means of the nonequilibrium 
model. The obtained characteristics are nonlinear and the explanation of the flow reversals 
remains unclear, except the finding that the flow reversals do not necessarily rely on the 
electrochemical reactions. However, the model gives us the opportunity to get not only 
qualitative but also quantitative insights into flow reversals via detailed analysis of 
spatiotemporal fields of all dependent variables. 
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Figure 15. The velocity fields for the two-phase arrangement (A) and for the three-phase 
arrangement (B) at different times expressed in the phase angles of one period. The period 
of the AC electric field τAC = 100τD, Eqs. (5) and (6), and the AC amplitude A = 10RT/F 
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Figure 15. The velocity fields for the two-phase arrangement (A) and for the three-phase 
arrangement (B) at different times expressed in the phase angles of one period. The period 
of the AC electric field τAC = 100τD, Eqs. (5) and (6), and the AC amplitude A = 10RT/F 
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1. Introduction    
Numerical modelling is applied in industrial applications in various ways. This chapter 
describes the application of modern simulation packages for distributed parameters 
combined with standard network type calculations and numerical procedures. In an 
application driven approach, simulation with distributed parameters is used as input for 
lumped parameter calculations. Thermal loading and electrical behaviour with regards to 
signal transmission in plant and process automation is dealt with. The main focus is on 
efficient modelling which yields sufficient accurate results for the application while covering 
the relevant range of operating conditions.  
The well-known governing equations of electromagnetism and conservation equations for 
energy, momentum and mass may be solved via FEM and FVM methods to yield 
appropriate values for lumped parameters. Using these parameters an efficient network 
type calculation is carried out. Modelling and results for special cables used in power and 
data transmission are presented. Current carrying capacities for various operating 
conditions are studied.  

2. Application  
In industrial applications like materials handling, decentralized automation becomes widely 
applied. Loads like variable speed drives are not radially fed but connected to a power bus. 
Furthermore, power and data might be transmitted within one single cable. Here the need 
for thermal and electrical simulations arises. 
A model is derived to calculate the ampacity for various operating conditions and Comsol 
(Comsol 2006) is applied to determine thermal resistances. For the data transmission cable, 
parameter and crosstalk are determined for multi core cables.  

3. Thermal behaviour  
When a non standard cable is used, the ampacity is to be determined for various laying and 
operating conditions. This maximum permissible current Iz for a cable with respect to 
thermal overload is usually determined for a well-defined operational condition and then 
related to various actual conditions via equation 1 (IEC 60287 , VDE 0299). 
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 ∏⋅= irz fII  (1) 

The “rated current” Ir and the correction factors fi are to be determined to cover the relevant 
range of operational conditions. For optimal utilization actual operational conditions can be 
modelled in detail and appropriate corrections factors may be deduced. 

3.1 Thermal Modelling  
Joule heating is balanced by conduction, convection and radiation. All of the processes are 
temperature dependent and lead to a system of non-linear partial differential equations. A 
complete 3 D solution of the energy, momentum and continuity equation via a SIMPLEC 
(Patankar, 1980) type simulation (Bauder et. al. 1996, Schmidt 1996, Schmidt 2005) yields 
temperatures with reasonable accuracies.  
Nevertheless this is no practical way to determine the required correction factors. More 
suitable is the lumped parameter approach. This modelling of heat flow with an electrical 
network requires appropriate simplifications. However, the resulting non-linear circuit is 
solved with standard numerical procedures and the maximum permissible current may be 
determined explicitly.  As an example a typical multi-core flat cable is considered which is 
used for power and data transmission.  

W

h

 
Figure 1.  Schematic sketch of a typical flat multi core cable   

3.2 Lumped Parameter Model 
The usual modelling via an equivalent electrical circuit is applied (IEC 60287; Schmidt, 2005; 
Wutz;1991). Current sources account for temperature dependent Joule heating where 
cooling is modelled via resistances. The simple model with only one conductor is readily 
extended to the multi core case. The temperature depended heating is given via Pv.= I² Rel 

(ϑ). The thermal resistance of the insulation is modelled via Rth_iso, convection is modelled 
via Rth_a and Rth_s accounts for radiative heat transfer.  
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Figure   2.  Equivalent circuit with seven conductors and a single surface temperature 
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With this simple model the surface temperature of the cable is calculated from equation 2, 
using the effective thermal resistance which covers the heat transfer from the surface of the 
cable to the ambience. 
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The total heat flux is given by the summation over the conductors which may be at different 
temperatures as indicated in equation 3. 
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This may be expanded to account for various operational conditions or for a more 
geometrically detailed model of the surface. Therefore the temperature of the surface may be 
calculated from a single non-linear equation (xx) if core temperatures ϑ C_i are known. 
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The core and the surface temperature are related by the heat flux and may be substituted as 
required. Therefore effective thermal resistances may be presented in terms of surface or 
core temperatures. On the other hand, core temperatures have to be calculated from a set of 
non-linear equations. 
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Since the maximum permissible temperatures of the cores are known equation 5 may be 
simplified substantially. The electrical resistance of the core is calculated at the maximum 
permissible temperature. Then the related maximum permissible currents may be 
calculated.  If the cores are loaded with the identical currents then this model leads to a 
single non linear equation and the maximum current can be given for different number of 
loaded cores. 
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Maximum permissible currents for various operating conditions can be calculated 
efficiently.  The relevant quantities for the application i.e. Ir and fi ( eq. 1 ) are readily taken 
from theses results. 

3.3 Determination of Lumped Parameter Values  
Assuming a constant temperature at the surface, one can approximate the thermal resistance 
from conduction. The values are readily found by solving the well-known energy 
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calculated from a single non-linear equation (xx) if core temperatures ϑ C_i are known. 
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The core and the surface temperature are related by the heat flux and may be substituted as 
required. Therefore effective thermal resistances may be presented in terms of surface or 
core temperatures. On the other hand, core temperatures have to be calculated from a set of 
non-linear equations. 
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Since the maximum permissible temperatures of the cores are known equation 5 may be 
simplified substantially. The electrical resistance of the core is calculated at the maximum 
permissible temperature. Then the related maximum permissible currents may be 
calculated.  If the cores are loaded with the identical currents then this model leads to a 
single non linear equation and the maximum current can be given for different number of 
loaded cores. 
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Maximum permissible currents for various operating conditions can be calculated 
efficiently.  The relevant quantities for the application i.e. Ir and fi ( eq. 1 ) are readily taken 
from theses results. 

3.3 Determination of Lumped Parameter Values  
Assuming a constant temperature at the surface, one can approximate the thermal resistance 
from conduction. The values are readily found by solving the well-known energy 
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conservation equation for heat conduction. Both FEM/FVM calculations yield high accuracy 
for arbitrary geometry and non-linear materials.  

 s−=∇⋅∇ ϑλ  (7) 

       s denotes the source term i.e. ohmic heating, λ denotes the thermal conductivity  
From the solution, i.e. the temperature field, the thermal resistances can be calculated by the 
ratio of temperatures to applied power. The thermal resistance calculated from this basic 
relation is in good agreement with an analytical approximation. More complex are 
convective and radiative heat transfer. The thermal resistance for natural convection may be 
represented by  
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The heat transfer coefficient a may be determined via the boundary layer approach (VDI 
Wärmeatlas 2006) 
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η  viscosity, cp thermal capacity, λ thermal conductivity, β compressibility, ν   viscosity, L 
length of surface, L‘ effective length  
Clearly, the heat transfer coefficient might be taken from detailed SIMPLEC type 
calculations, but this is not really efficient. So this is only used to check the boundary layer 
results for uncertainties. These are effective length and the like.  
Likewise the thermal resistance for radiation is temperature dependent. The simplest model 
(Wutz, 1991;  Schmidt, 2005) leads to  
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Considering different ambient conditions e.g. cable layings these effective resistances have 
to be re-determined. 
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3.4 Results of thermal modelling  
As an example, the results are given for two different laying conditions. The maximum 
permissible current for the relevant range of ambient temperatures is shown below.  
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Figure 4. Maximum currents for laying on an insulating wall  ( 70°C conductor temperature)  

In figure 3, maximum permissible currents for a standard PVC installation (70°C max) are 
given for a laying on a concrete wall. In comparison, figure 4 gives these permissible 
currents when the cable is laid on an insulating wall.  
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The current carrying capacity (e.g. three cores loaded) is higher than that found in the 
standards. The standards deal mostly with round cables. Usually this type of cable has air 
pockets and is not compact. The flat cable considered here has no air pockets whatsoever 
and conduction to the surface is more effective. Furthermore, the surface area is larger than 
that considered in standards.  
All of the results are in good agreement with measurements by Graf ( Graf 2003). The 
reduction with temperature is also in very good agreement with derating factors given in 
standards (IEC 60287 and VDE 0299). 

4. Modelling of the Electrical behaviour 
In automation, so-called hybrid cables with elaborate screening are commonly used to 
transmit data and auxiliary power within a single cable. A different approach is investigated 
here with AS-I (Actor Sensor interface) communication. Usually this communication 
employs a two-wire flat cable without shielding and piercing contacts. Data are encoded 
with sin square pulses at 167 kHz.  
The feasibility of using standard multi core cables for data and power transmission is 
investigated. Various cables are investigated and compared to standard cables as given by 
the specifications. 
Firstly, the cable parameters are determined and checked against the standard requirements. 
Secondly, the coupling between pairs of conductors is detailed to access cross talk from the 
power transmission to the signal carrying conductors. Again results are checked against 
measurements. 

4.1 Modelling 
Depending on cable laying various stray capacitances or inductances may come into play. 
E.g. cables may be mounted directly on a metal support (aluminium or sheet steel). This 
may affect stray and total capacitance with regard to the signal. Inductance and losses might 
increase considerably with steel supports.  
Relevant frequencies are smaller than 500 kHz and installations are limited to extensions of 
approximately 100 m. Thus a quasi static approach may be used. 
Lumped parameters are determined by calculations using Comsol (Comsol 2006). These 
parameters are used in network calculations where coupling and distortions are 
determined.   

4.2 Capacitances 
 The geometry of the cables are specified and the capacitances are readily calculated when 
the dielectric properties of the insulation are known. Materials in use vary e.g. from EPDM 
to PUR partly with PVC core insulation.  
The potential distribution is calculated from a standard Laplace equation, since there are no 
space charges.   

 0=Φ∇⋅∇ ε  (15) 

 Φ potential, ε dielectric constant  
Boundary condition are used to mimic the As-I conditions. Within the AS-i system there is 
strictly no grounding. Coupling to the actual ground/earth is via stray capacitances. 
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Therefore “floating potentials” are used as boundary condition for the conductors. A 
potential is set at the boundaries of the conductors which are not carrying the signals such 
that no current flow occurs. 

 0=∫surface
Jn   (16) 

Energies are calculated from the according fields.   

 dvDEW
Volume

el ∫∫∫=
2
1   (17) 

  

  
Figure 5.  Potential distributions for calculating capacitances using the folating potential 
approach.  

For the two signal carrying conductors there operational capacity is readily taken from that 
energy and the applied boundary conditions.  
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For assessing the coupling the mutual capacitances are to be determined from the 
capacitance matrix. The capacitance matrix is again computed from electric energy. The 
coefficients are given by the energies with only conductors i and j set to a voltage/ potential 
of 1 V and all other set to 0V. The capacitance of a conductor to ground is then given via the 
sum over the according row (Simonyi 1996).  
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A comparison of the capacitance calculated via the floating potentials and via matrix yields 
good agreement.  
Potential distributions are shown in figure 5 for four and five core cables. The capacitance is 
deducted from the floating potential approach. Adjacent and distant conductor pairs are 
compared. 

4.3 Inductances and resistances  
Inductances are calculated from DC flux coupling analogous to the capacitive matrix 
(Simonyi 1996). The governing equation reads 

 zeJA ⋅=⎟⎟
⎠

⎞
⎜⎜
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μ
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An iron support structure was assessed for some typical values of the permeability (100-
2000). With calculation at 167 kHz skin effect, proximity and eddy currents were studied.  
The governing equation becomes  

 ( ) zeJAAj ⋅=⎟⎟
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⎞
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μ
εωωσ 12  (21) 

Losses and therefore resistance are quite affected by skin and proximity effects. With iron 
support structures additional losses may contribute remarkably.   

4.4 Lumped parameter modelling  
An equivalent circuit is used where a voltage is applied to a conductor pair and the voltage 
of the As-I pair is determined using standard network calculation. Tools like PSPICE are 
applied here. As an example the equivalent circuit for  multi core round cables are shown in 
figure 6. 
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Figure 6. Equivalent circuit of a multi core cable used for capacitive coupling, where 
capacitance to ground is not shown for clarity 
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Attenuation and distortion is calculated from equivalent circuits were the cable is modelled 
by a multitude of the circuits shown in figure 7.  
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Figure 7. Equivalent circuit for a short piece of a four conductor cable  

Other equipment is also modelled with standard equivalent circuits. These include the so 
called As-I master, the power supply and the slaves. With this modelling different 
topologies are investigated.  

4.5 Results und Discussion  
The capacitance matrices are calculated for various cables. Since manufacturers do not 
necessarily provide actual values of dielectric constants or their tolerances, these values  
have to be varied. Once adjusted to meet measurements of capacitances, tolerance might be 
investigated.  
The standard requirements for AS-i cables are C’ < 80 pF/m, 0.4 µH/m <L’ < 1.3 µH/m, R’ 
< 90 mΩ/m; G’ ≤ 5 µs/m; 70 Ω ≤ Z ≤ 140 Ω.  Theses requirements for resistance and 
capacitances, are usually met by cables with reasonably large cross-sections (> 1,5 mm²) .  
As expected, the parameters of all investigated As-I standard cables fulfil the requirements. 
Resulting capacitance of 40pF/m to 60pF/m may increase by 38% if the cable is laid on a 
metal support. With an iron support (µr up to 2000) the inductances increase by approx. 
15%. 
Almost all round cables which have been investigated fulfil the requirements. These include 
either four or five cores, cross sections of 1.5 mm² up to 4 mm² with various insulations. 
Inductances were well within the limits, capacitances reached up to 70 pF/m. Values of the 
characteristic impedance Z were not met for some five core cables. But adjacent pairs of 
conductors must not be used for As-i data transmission when a round cable is used. Despite 
this, a seven core flat cable was found to meet the requirements when two adjacent 
conductors carry the data signal.  
Only differences in capacitive coupling affect data transmission, since data are encoded with 
differential signals. If a four wire cable would be completely symmetric, there were to be no 
coupling at all when not using any adjacent conductor pairs. If adjacent cores are used, the 
amplitude of the capacitive coupled signal reaches 28% of the coupling amplitude. With a 
five-core cable, this capacitive coupling reaches app. 15% for non adjacent pairs and 23% for 
adjacent pairs. Coupling inductance reaches approx. 0.2 µH/m. Metal support structures 
have only a weak influence since cores are helically wound along the cable run.  
With the flat cable, the outer conductor pair is used for data transmission. The capacitive 
coupling reaches app. 15% when a metallic support is used and approx. 5% without a metal 
support. The coupling inductance reaches up to 0.15 µH/m. The protective earth, which is 



Recent Advances in Modelling and Simulation 

 

530 

 ∫∫∫=
Volume

ii dvDEC             
⎩
⎨
⎧

≠
=

=Φ
jiV
jiV

i 0
1

 (19) 

( )⎟⎟
⎠

⎞
⎜
⎜
⎝

⎛
−−= ∫∫∫ jjii

Volume
ij CCdvDEC

2
1                  

⎩
⎨
⎧

=
=≠

=Φ
jilV
jilV

l ,1
0

 

A comparison of the capacitance calculated via the floating potentials and via matrix yields 
good agreement.  
Potential distributions are shown in figure 5 for four and five core cables. The capacitance is 
deducted from the floating potential approach. Adjacent and distant conductor pairs are 
compared. 

4.3 Inductances and resistances  
Inductances are calculated from DC flux coupling analogous to the capacitive matrix 
(Simonyi 1996). The governing equation reads 

 zeJA ⋅=⎟⎟
⎠

⎞
⎜⎜
⎝

⎛
×∇×∇

μ
1   (20) 

An iron support structure was assessed for some typical values of the permeability (100-
2000). With calculation at 167 kHz skin effect, proximity and eddy currents were studied.  
The governing equation becomes  

 ( ) zeJAAj ⋅=⎟⎟
⎠

⎞
⎜⎜
⎝

⎛
×∇×∇+−

μ
εωωσ 12  (21) 

Losses and therefore resistance are quite affected by skin and proximity effects. With iron 
support structures additional losses may contribute remarkably.   

4.4 Lumped parameter modelling  
An equivalent circuit is used where a voltage is applied to a conductor pair and the voltage 
of the As-I pair is determined using standard network calculation. Tools like PSPICE are 
applied here. As an example the equivalent circuit for  multi core round cables are shown in 
figure 6. 

1

2

3

4

     

1

2

3

4

5

 
Figure 6. Equivalent circuit of a multi core cable used for capacitive coupling, where 
capacitance to ground is not shown for clarity 

Efficient Simulation of Thermal and Electrical Behaviour of Industrial Cables 

 

531 

Attenuation and distortion is calculated from equivalent circuits were the cable is modelled 
by a multitude of the circuits shown in figure 7.  

k

L‘/4 L‘/4

L‘/4L‘/4

R‘/4R‘/4

R‘/4 R‘/4

G‘ C‘…

 
Figure 7. Equivalent circuit for a short piece of a four conductor cable  

Other equipment is also modelled with standard equivalent circuits. These include the so 
called As-I master, the power supply and the slaves. With this modelling different 
topologies are investigated.  

4.5 Results und Discussion  
The capacitance matrices are calculated for various cables. Since manufacturers do not 
necessarily provide actual values of dielectric constants or their tolerances, these values  
have to be varied. Once adjusted to meet measurements of capacitances, tolerance might be 
investigated.  
The standard requirements for AS-i cables are C’ < 80 pF/m, 0.4 µH/m <L’ < 1.3 µH/m, R’ 
< 90 mΩ/m; G’ ≤ 5 µs/m; 70 Ω ≤ Z ≤ 140 Ω.  Theses requirements for resistance and 
capacitances, are usually met by cables with reasonably large cross-sections (> 1,5 mm²) .  
As expected, the parameters of all investigated As-I standard cables fulfil the requirements. 
Resulting capacitance of 40pF/m to 60pF/m may increase by 38% if the cable is laid on a 
metal support. With an iron support (µr up to 2000) the inductances increase by approx. 
15%. 
Almost all round cables which have been investigated fulfil the requirements. These include 
either four or five cores, cross sections of 1.5 mm² up to 4 mm² with various insulations. 
Inductances were well within the limits, capacitances reached up to 70 pF/m. Values of the 
characteristic impedance Z were not met for some five core cables. But adjacent pairs of 
conductors must not be used for As-i data transmission when a round cable is used. Despite 
this, a seven core flat cable was found to meet the requirements when two adjacent 
conductors carry the data signal.  
Only differences in capacitive coupling affect data transmission, since data are encoded with 
differential signals. If a four wire cable would be completely symmetric, there were to be no 
coupling at all when not using any adjacent conductor pairs. If adjacent cores are used, the 
amplitude of the capacitive coupled signal reaches 28% of the coupling amplitude. With a 
five-core cable, this capacitive coupling reaches app. 15% for non adjacent pairs and 23% for 
adjacent pairs. Coupling inductance reaches approx. 0.2 µH/m. Metal support structures 
have only a weak influence since cores are helically wound along the cable run.  
With the flat cable, the outer conductor pair is used for data transmission. The capacitive 
coupling reaches app. 15% when a metallic support is used and approx. 5% without a metal 
support. The coupling inductance reaches up to 0.15 µH/m. The protective earth, which is 



Recent Advances in Modelling and Simulation 

 

532 

next to the “As-i cores”, carries the harmonics from frequency inverters. Due to the 
relatively high frequency, this may well affect data transmissions. To improve signal 
integrity the protective earth core may be grounded at several points along the cable run. 
Also, short circuit current at power frequencies may lead to voltages that exceed safe 
operating conditions. Surge protection becomes mandatory.  
Experimental results   
The line parameters were measured with a precision impedance meter. Coupling was 
measured with a 10 kVA arbitrary wave form generator. 5 kHz square pulses with 
amplitudes up to 850 V were applied to check the capacitive coupling. Current pulses at 5 
kHz with up to 13 A were used to measure inductive coupling. Results from calculations 
were in reasonably good agreement with measurement. 
The amount of erroneous As-i telegrams was assessed. There was virtually no telegram 
repetition with the 4 core cable (no adjacent cores). Considerable inductive coupling led to 
telegram repetition with the flat cable and even more with the 5 core round cables. This is in 
accordance with the inductances. With increasing amplitudes malfunction of the AS-I data 
transmission was found. Reasonable agreement was also found for calculated and measured 
attenuation and signal wave forms.  
Further investigations are will carried to  simulate the complete data transmission including 
the translation of the physical signal wave form to actual data.  
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1. Introduction 
During the last decades, an extensive research work has been done on the fluids dynamics 
in the presence of magnetic field (magnetorheological fluids and ferrofluids). The effect of 
magnetic field on fluids is worth investigating due to its innumerable applications in wide 
spectrum of fields. The study of interaction of the magnetic field or the electromagnetic field 
with fluids have been documented e.g. among nuclear fusion, chemical engineering, 
medicine, high speed noiseless printing and transformer cooling.  
Ferrofluids are industrially prepared magnetic fluids which consist of stable colloidal 
suspensions of small single-domain ferromagnetic particles in suitable carrier liquids. Usually 
these fluids do not conduct electric current and exhibit a nonlinear paramagnetic behavior. 
An external magnetic field imposed on a ferrofluid with varying susceptibility, e.g., due to a 
temperature gradient, results in a non-uniform magnetic body force, which leads to a form 
of heat transfer called thermomagnetic convection. This form of heat transfer can be useful 
when conventional convection heat transfer is inadequate, e.g., in miniature microscale 
devices or under reduced gravity conditions. 
This chapter contains numerical results of computer simulation of heat transfer through a 
ferrofluid in channel flow under the influence of magnetic dipole, ferrofluid cooling of heat-
generating device and heat transfer through a ferrofluid in channel with porous walls. 
All considered problems describe two-dimensional time dependent heat transfer through a 
ferrofluid in channel in response to magnetic force arising from the magnetic field of the 
magnetic dipole. Numerical results show us the potential of ferrofluid in cooling of heat-
generating devices. In last problem we can observe a form of heat transfer called 
thermomagnetic convection. 
In this chapter results of time dependent problems are obtained using standard 
computational fluid dynamics code COMSOL Multiphyisics with modifications to account 
for the magnetic term (e.g. the Kelvin body force and the thermal power) when needed. 
COMSOL is a powerful interactive environment for equation-based multiphysics modeling 
and solving all kinds of scientific and engineering problems based on partial differential 
equations using the finite element method. 
The governing equations for considered problems are derived from conservation of energy, 
momentum, heat and magnetic induction equation. The resulting equations depend on the 
properties of ferrofluid and magnetic field. In this chapter  magneto-thermo-mechanical 
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next to the “As-i cores”, carries the harmonics from frequency inverters. Due to the 
relatively high frequency, this may well affect data transmissions. To improve signal 
integrity the protective earth core may be grounded at several points along the cable run. 
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problems are modeled by coupled dimensionless equations. Governed equations cannot 
generally be determined without a supplementary assumptions. 

2. Ferrofluids 
Ferrofluids (Rosensweig, 1985) are non-conducting fluids and the study of the effect of 
magnetisation has yielded interesting information. In equilibrium situation the 
magnetization property is generally determined by the fluid temperature, density and 
magnetic field intensity and various equations, describing the dependence of static 
magnetization on these quantities. The simplest relation is the linear equation of state. It can 
be assumed that the magneto-thermo-mechanical coupling is not only described by a 
function of temperature, but by an expression involving also the magnetic field strength. 
This assumption permit us not to consider the ferrofluid far away from the sheet at Curie 
temperature in order to have no further magnetization. This feature is essential for physical 
applications because the Curie temperature is very high (e.g. 1043 Kelvin degrees for iron) 
and such a temperature would be meaningless for applications concerning most of 
ferrofluids. So instead of having zero magnetization far away from the sheet, due to the 
increase of fluid temperature up to the Curie temperature this formulation allows us to 
consider whatever temperature is desired and the magnetisation will be zero due to the 
absence of the magnetic field sufficiently far away from the sheet. 
Moreover, ferrofluids are mostly organic solvent carriers having ferromagnetic oxides, 
acting as solute. Ferrofluids consist of colloidal suspensions of single domain magnetic 
nanoparticles. They have promising potential for heat transfer applications, since a 
ferrofluid flow can be controlled by using an external magnetic field (Ganguly et al., 2004). 
However, the relationship between an imposed magnetic field, the resulting ferrofluid flow 
and the temperature distribution is not understood well enough. The literature regarding 
heat transfer with magnetic fluids is relatively sparse. 
An overview of prior research on heat transfer in ferrofluid flows e.g. thermomagnetic free 
convection, thermomagnetic forced convection and boiling, condensation and multiphase 
flow are presented in paper (Ganguly et al., 2004). Many researchers are seeking new 
technologies to improve the operation of existing oil-cooled electromagnetic equipment. 
One approach suggested in literature is to replace the oil in such devices with oil-based 
ferrofluids, which can take advantage of the pre-existing leakage magnetic fields to enhance 
heat transfer processes. In paper (Tangthieng et al., 1999) authors present results of an initial 
study of the enhancement of heat transfer in ferrofluids in magnetic fields which are steady 
but variable in space. Finite element simulations of heat transfer to a ferrofluid in the 
presence of a magnetic field are presented for flow between flat plates and in a box. The 
natural convection of a magnetic fluid in a partitioned rectangular cavity was considered in 
paper (Yamaguchi et al., 2002). It was found that the convection state may be largely 
affected by improving heat transfer characteristic at higher Rayleigh number when a strong 
magnetic field was imposed. Numerical results of combined natural and magnetic 
convective heat transfer through a ferrofluid in a cube enclosure were presented in paper 
(Snyder et al., 2003). The purpose of this work was to validate the theory of 
magnetoconvection. The magnetoconvection is induced by the presence of magnetic field 
gradient. The Curie law states that magnetization is inversely proportional to temperature. 
That is way the cooler ferrofluid flows in the direction of the magnetic field gradient and 
displaces hotter ferrofluid. This effect is similar to natural convection where cooler, more 
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dense, material flows towards the source of gravitational force. Results were obtained using 
standard computational fluid dynamics codes with finite element method.  
The effect of magnetic field on the viscosity of ferroconvection in an anisotropic porous 
medium was studied in paper (Ramanathan & Suresh, 2004). It was found that the presence 
of anisotropic porous medium destabilizes the system, where as the effect of magnetic field 
dependent viscosity stabilizes the system. In this paper the investigated fluid was assumed 
to be incompressible having variable viscosity. Experimentally it has been demonstrated in 
prior research that the magneto viscosity has got exponential variation, with respect to 
magnetic field. As a first approximation for small field variation, linear variation of magneto 
viscosity has been used in paper (Ramanathan & Suresh, 2004).  
One of the problems associated with drug administration is the inability to target a specific 
area of the body. Among the proposed techniques for delivering drugs to specific locations 
within the human body, magnetic drug targeting (Voltairas et al., 2002, Ritter et al., 2004) 
surpasses due to its non-invasive character and its high targeting efficiency. Although the 
method has been proposed almost 30 years ago, the technical problems obstruct possible 
applications. It was the aim of the paper (Voltairas et al., 2002) to classify the emerging 
problems and propose satisfactory answers. A general phenomenological theory was 
developed and a model case was studied, which incorporates all the physical parameters of 
the problem. A hypothetical magnetic drug targeting system, utilizing high gradient 
magnetic separation principles, was studied theoretically using FEMLAB simulations in 
paper (Ritter et al., 2004). This new approach uses a ferromagnetic wire placed at a 
bifurcation point inside a blood vessel and an externally applied magnetic field, to 
magnetically guide magnetic drug carrier particles through the circulatory system and then 
to magnetically retain them at a target site. 

3. Governing equations 
3.1 The magnetic field intensity 
In this paper the considered flow is influenced by magnetic dipole. We assumed that the 
magnetic dipole is located at distance b  below the sheet at point  ( )b,a . The magnetic 
dipole gives rise to a magnetic field, sufficiently strong to saturate the fluid. In the 
magnetostatic case where there are no currents present, Maxwell-Ampere’s law reduces to 

0H =×∇ . When this holds, it is also possible to define a magnetic scalar potential by the 
relation mV−∇=H  and its scalar potential for the magnetic dipole is given by 

 ( ) ( )
( ) ( )2

2
2

1

1
21 2π bxax

axx,xVV mm −+−
−

== γx . (1) 

where  γ   is the magnetic field strength at the source (of the wire) and ( )b,a  is the position 
were the source is located. 

3.2. Heat transfer and fluid flow 
The governing equations of the fluid flow under the action of the applied magnetic field and 
gravity field are: the mass conservation equation, the fluid momentum equation and the 
energy equation for temperature in the frame of Boussinesque approximation. 
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The governing equations of the fluid flow under the action of the applied magnetic field and 
gravity field are: the mass conservation equation, the fluid momentum equation and the 
energy equation for temperature in the frame of Boussinesque approximation. 



Recent Advances in Modelling and Simulation 

 

536 

The mass conservation equation for an incompressible fluid is 

 0=⋅∇ v . (2) 

The momentum equation for magnetoconvective flow is modified from typical natural 
convection equation by addition of a magnetic term  
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where 0ρ  is the density, v  is the velocity vector, p  is the pressure, T  is the temperature of 
the fluid, S  is the extra stress tensor, k is unit vector of gravity force and α  is the thermal 
expansion coefficient of the fluid. 
The energy equation for an incompressible fluid which obeys the modified Fourier’s law is 
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where k is the thermal conductivity, η  is the viscosity and Φη  is the viscous dissipation  

 
⎟⎟
⎟

⎠

⎞

⎜⎜
⎜

⎝

⎛

⎟⎟
⎠

⎞
⎜⎜
⎝

⎛
∂
∂

+
∂

∂
+⎟

⎟

⎠

⎞

⎜
⎜

⎝

⎛
⎟⎟
⎠

⎞
⎜⎜
⎝

⎛
∂

∂
+⎟

⎠
⎞

⎜
⎝
⎛

∂
∂

=Φ
2

12
2

2
2

12
y
v

x
v

y
v

x
v

 . (5) 

The last term in the energy equation represents the thermal power per unit volume due to 
the magnetocaloric effects. 

3.3. The Kelvin body force for magnetoconvective flow 
The last term in the momentum equation represents the Kelvin body force per unit volume 

 ( )BMf ∇⋅= , (6) 

which is the force that a magnetic fluid experiences in a spatially non-uniform magnetic 
field. We have established the relationship between the magnetization vector and magnetic 
field vector 

 HM mχ= . (7) 

Using the constitutive relation (relation between magnetic flux density and magnetic field 
vector) we can write the magnetic induction vector in the form  

 ( )HB mχμ += 10 . (8) 

The variation of the total magnetic susceptibility mχ  is treated solely as being dependent 
on temperature (Ganguly et al., 2004) 
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Finally, the Kelvin body force can be represented by 

 ( ) ( ) ( )( ) 1  
2
1
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Using equations (7)-(8) we can write Eq. (3) and (4) in the form, respectively 
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and 
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3.4. The Brinkman equations for porous media flow 
Fluid and flow problems in porous media have attracted the attention of industrialists, 
engineers and scientists from varying disciplines, such as chemical, environmental, and 
mechanical engineering, geothermal physics and food science. There has been a increasing 
interest in heat and fluid flows through porous media. 
The Brinkman equations describe flow in porous media where momentum transport by 
shear stresses in the fluid is of importance. The model extends Darcy’s law to include a term 
that accounts for the viscous transport, in the momentum balance, and introduces velocities 
in the spatial directions as dependent variables. The flow field is determined by the solution 
of the momentum balance equations in combination with the continuity equation 
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where η  is the viscosity, pk is the permeability of the porous structure (unit: 2m ). 

The Brinkman equations applications are of great use when modelling combinations of 
porous media and free flow. The coupling of free media flow with porous media flow is 
common in the field of chemical engineering. This type of problems arises in filtration and 
separation and in chemical reaction engineering, for example in the modelling of porous 
catalysts in monolithic reactors.  
Flow in the free channel is described by the Navier-Stokes equations and the mass 
conservation equation described in previous sections. In the porous domain, flow is 
described by the Brinkman equations according 

 B
p

BB
B

k
p

t
vSv ηρ +⋅∇+−∇=

∂
∂

0  (14) 

and 
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The last term in the energy equation represents the thermal power per unit volume due to 
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of the momentum balance equations in combination with the continuity equation 

 FvSv
++⋅∇+−∇=

∂
∂

B
p

BB
B

k
p

t
ηρ0  (13) 

where η  is the viscosity, pk is the permeability of the porous structure (unit: 2m ). 

The Brinkman equations applications are of great use when modelling combinations of 
porous media and free flow. The coupling of free media flow with porous media flow is 
common in the field of chemical engineering. This type of problems arises in filtration and 
separation and in chemical reaction engineering, for example in the modelling of porous 
catalysts in monolithic reactors.  
Flow in the free channel is described by the Navier-Stokes equations and the mass 
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3.5. The dimensionless equations 
For simplicity the preferred work choice is to work in non-dimensional frame of reference. 
Now some dimensionless variables will be introduced in order to make the system much 
easier to study (Strek, 2005, Strek & Jopek, 2007). Moreover some of the dimensionless ratios 
can be replaced with well-known parameters: the Prandtl number Pr , the Rayleigh number 
Ra , the Eckert number Ec , the Reynolds number Re , the Darcy number Da  and the 
magnetic number Mn , respectively: 
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Since now primes will not be written (old variables symbols will be used) but it is important 
to remember that they are still there. The dimensionless form of Navier-Stokes (11) and 
thermal diffusion (12) equations are as follows: 

 fSkvvv   
T

-T Pr 0 MnPr
T

Rap
t

+⋅∇+⎟
⎠
⎞

⎜
⎝
⎛+−∇=∇⋅+

∂
∂

δ
 (17) 

and 

 
( ) ( )( )Hv

H
v ∇⋅⋅

∂
∂

+Φ+∇=∇⋅+
∂
∂

T
TMnPrTT

t
T mχ

η  Ec Ec 2  (18) 

where 

 ( ) ( )( )mmmm H χχχχ ∇⋅+∇+= HHf 21  
2
1

 (19) 

and  

 ( )( )
( ) ( ) ⎟

⎠
⎞

⎜
⎝
⎛ −+

==

T
T

TT
Tmm

δ
αδ

χχχ
0

0

1 x
x . (20) 

Dimensionless Brinkman equations are as follows  

 BBB
B PrPrp
t

vSv
 Da +⋅∇+−∇=

∂
∂

. (21) 

In the presents of magnetic field Kelvin body force is added 
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4. Numerical results 
In this section we present numerical simulation results of heat transfer in ferrofluid. The 
flow takes place in channel and in channel with porous walls. The two-dimensional time 
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dependent flows are assumed viscous, incompressible and laminar. Above the channel 
magnetic dipole is located. The fluid is assumed to be electrically nonconducting. It is 
assumed also that there is no electric field effects. This magneto-thermo-mechanical problem 
is governed by dimensionless equations (17-22). 

4.1 Heat transfer in ferrofluid in channel 
Considered flow takes place in channel between two parallel flat plates. The length of the 
channel is L  and distance between plates is h .  
The corresponding boundary conditions for dimensionless variables are assumed: 
• For the upper wall: the upper wall temperature is kept at constant temperature 

T/Tu δ . The velocity is 0 (no slip condition).   
• For the lower wall: the lower wall temperature is kept at constant temperature T/Tl δ . 

The velocity is 0 (no slip condition).  
• For inlet (the left wall): the temperature is varying linearly from T/Tl δ  to T/Tu δ  

and is given by equation 
T

Ty
T

TTT llu
in δδ

+−=  where lu TTT −=δ . There is a parabolic 

laminar flow profile given by equation ( )14 0 −−= yy
u
u

u
r

in  for 10 ,y ∈  at the inlet 

end.  
• For outlet (the right wall) ( )10 ≤≤= y,Lx : the convective flux is assumed for 

temperature, ( ) 0=∇−⋅ Tkn . Pressure outlet is also assumed, ( ) nnSI 0pp −=+− , 
where 0p  is the dimensionless atmospheric pressure. 

The following initial conditions for dimensionless variables are assumed: the fluid is motionless, 
the pressure is zero and the temperature is varying linearly from lower to upper wall.  
The time-dependent flow is considered for dimensionless time 500 .,t ∈ . The problem is 
solved with COMSOL code using direct UMFPACK linear system solver. Relative and 
absolute tolerance used in calculations are 0.05 and 0.005, respectively.  
The following values of temperatures are assumed 0TTl = , TTTu δ+= 0 where 

KT 3000 =  and KT 30=δ . 

Quantity Flow A Flow B Flow C 

rH  3819.71 5092.95 12732.39 
Mn  1.6961e+7 3.0154e+7 1.8846e+8 
Pr  1.4 1.4 1.4 
Ra  2.5701e+7 2.5701e+7 2.5701e+7 
Ec  2.1810e-12 2.1810e-12 2.1810e-12 

eR  0.7142 0.7142 0.7142 

Table 1. The quatntities for ferrofluid flows A-C 

It can be observed that the maximum value of the magnitude of the velocity field of the flow 
in the channel under the magnetic dipole increases due to the value of the magnetic number.  
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Dimensionless Brinkman equations are as follows  
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dependent flows are assumed viscous, incompressible and laminar. Above the channel 
magnetic dipole is located. The fluid is assumed to be electrically nonconducting. It is 
assumed also that there is no electric field effects. This magneto-thermo-mechanical problem 
is governed by dimensionless equations (17-22). 

4.1 Heat transfer in ferrofluid in channel 
Considered flow takes place in channel between two parallel flat plates. The length of the 
channel is L  and distance between plates is h .  
The corresponding boundary conditions for dimensionless variables are assumed: 
• For the upper wall: the upper wall temperature is kept at constant temperature 

T/Tu δ . The velocity is 0 (no slip condition).   
• For the lower wall: the lower wall temperature is kept at constant temperature T/Tl δ . 

The velocity is 0 (no slip condition).  
• For inlet (the left wall): the temperature is varying linearly from T/Tl δ  to T/Tu δ  

and is given by equation 
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+−=  where lu TTT −=δ . There is a parabolic 

laminar flow profile given by equation ( )14 0 −−= yy
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end.  
• For outlet (the right wall) ( )10 ≤≤= y,Lx : the convective flux is assumed for 

temperature, ( ) 0=∇−⋅ Tkn . Pressure outlet is also assumed, ( ) nnSI 0pp −=+− , 
where 0p  is the dimensionless atmospheric pressure. 

The following initial conditions for dimensionless variables are assumed: the fluid is motionless, 
the pressure is zero and the temperature is varying linearly from lower to upper wall.  
The time-dependent flow is considered for dimensionless time 500 .,t ∈ . The problem is 
solved with COMSOL code using direct UMFPACK linear system solver. Relative and 
absolute tolerance used in calculations are 0.05 and 0.005, respectively.  
The following values of temperatures are assumed 0TTl = , TTTu δ+= 0 where 

KT 3000 =  and KT 30=δ . 

Quantity Flow A Flow B Flow C 
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It can be observed that the maximum value of the magnitude of the velocity field of the flow 
in the channel under the magnetic dipole increases due to the value of the magnetic number.  



Recent Advances in Modelling and Simulation 

 

540 

a 
 

 

b 
 

 
Figure 1. Time evolution of dimensionless velocity field (surface) and temperature contour 
of flow B for (a) t=0.01 (b) t=0.3 
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Figure 2. Comparison of dimensionless velocity field (surface) and temperature contour for 
the different values of magnetic number: (a) flow A (b)  flow C 
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Figure 2. Comparison of dimensionless velocity field (surface) and temperature contour for 
the different values of magnetic number: (a) flow A (b)  flow C 
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The flow was relatively uninfluenced by the magnetic field until its strength was large 
enough for the Kelvin body force to overcome the viscous force. It can be observed that the 
cooler ferrofluid flows in the direction of the magnetic field gradient and displaced hotter 
ferrofluid (Fig. 1,2). This effect is similar to natural convection where cooler, more dense 
material flows towards the source of gravitational force. Ferrofluids have promising 
potential for the heat transfer applications because a ferrofluid flow can be controlled by 
using an external magnetic field. 

4.2 Ferroconvection 
Flow takes place in channel between two parallel porous domains. The length of the channel 
is L  and distance between porous domains is h . The length of porous domains are L  and 
the height are 104 /h .  
The corresponding boundary conditions for dimensionless variables in channel flow are 
assumed: 
• For free-porous structure interface - the upper and the lower wall, free-porous structure 

interface: Bpp = . The expression for the pressure at the boundary between the channel 
and the porous domain states that the pressure is continuous across this interface. 

• For inlet (the left wall): the temperature is varying linearly from T/Tl δ  to T/Tu δ  

and is given by equation 
T

Ty
T

TTT llu
in δδ

+−=  where lu TTT −=δ . There is a parabolic 

laminar flow profile given by equation ( )14 0 −−= yy
u
u

u
r

in  for 10 ,y ∈  at the inlet 

end.  
• For outlet (the right wall): the convective flux is assumed for temperature, 

( ) 0=∇−⋅ Tkn . Pressure outlet is also assumed, ( ) nnSI 0pp −=+− , where 0p  is the 
dimensionless atmospheric pressure.  

The corresponding boundary conditions for dimensionless variables in porous domain are 
assumed: 
• For free-porous structure interface: vv =B . These conditions imply that the 

components of the velocity vector are continuous over the interface between the free 
channel and the porous domain. 

• For the upper domain walls: the temperature is kept at constant temperature T/Tu δ . 
The velocity is 0 (no slip condition).  

• For the lower domain walls: the temperature is kept at constant temperature T/Tl δ . 
The velocity is 0 (no slip condition).  

The following initial conditions for dimensionless variables are assumed: the fluid is 
motionless, the pressure is zero and the temperature is T/Tl δ .  

The time-dependent flow is considered for dimensionless time 100 .,t ∈ . The problem is 
solved with COMSOL code using direct UMFPACK linear system solver. Relative and 
absolute tolerance used in calculations are 0.05 and 0.005, respectively.  
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The following values of temperatures are assumed 0TTl = , TTTu δ+= 0 where 
KT 3000 =  and KT 30=δ . The numerical values of variables and dimensionless numbers 

are presented in Table 2. 
The heat transfer in ferrofluid flowing in channel with porous walls is considered in four 
different flows with different magnetic susceptibility, inlet velocity or permeability of the 
porous structure. The most interesting example of flow we can observe in the last 
considered flow (flow G). In this case the ferroconvection is observe (Figures 3d,4-5). We 
observe convection rolls created near the centre of magnetic dipole. Each roll is moving from 
left to right where the magnetic field intensity is getting smaller. The intensity of magnetic 
field is plotted on each figure presented in this subsection as contour lines.  

 

Quantity Flow D Flow E Flow F Flow G 

rH  12732.39 12732.39 12732.39 12732.39 

0χ  0.06 0.06 0.01 0.01 

0u  5e-3 5e-4 5e-2 5e-4 

Mn  1.8846e+8 1.8846e+8 1.8846e+8 1.8846e+8 

Pr  1.4 1.4 1.4 1.4 

Ra  2.5701e+7 2.5701e+7 2.5701e+7 2.5701e+7 

Ec  2.1810e-12 2.1810e-12 2.1810e-12 2.1810e-12 

eR  0.7142 0.7142 0.7142 0.7142 

Da  4000 4000 40 40 

Table 2. The quantities for the ferrofluid flows D-G 
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is L  and distance between porous domains is h . The length of porous domains are L  and 
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The corresponding boundary conditions for dimensionless variables in channel flow are 
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• For free-porous structure interface - the upper and the lower wall, free-porous structure 

interface: Bpp = . The expression for the pressure at the boundary between the channel 
and the porous domain states that the pressure is continuous across this interface. 

• For inlet (the left wall): the temperature is varying linearly from T/Tl δ  to T/Tu δ  

and is given by equation 
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end.  
• For outlet (the right wall): the convective flux is assumed for temperature, 

( ) 0=∇−⋅ Tkn . Pressure outlet is also assumed, ( ) nnSI 0pp −=+− , where 0p  is the 
dimensionless atmospheric pressure.  

The corresponding boundary conditions for dimensionless variables in porous domain are 
assumed: 
• For free-porous structure interface: vv =B . These conditions imply that the 

components of the velocity vector are continuous over the interface between the free 
channel and the porous domain. 

• For the upper domain walls: the temperature is kept at constant temperature T/Tu δ . 
The velocity is 0 (no slip condition).  

• For the lower domain walls: the temperature is kept at constant temperature T/Tl δ . 
The velocity is 0 (no slip condition).  

The following initial conditions for dimensionless variables are assumed: the fluid is 
motionless, the pressure is zero and the temperature is T/Tl δ .  

The time-dependent flow is considered for dimensionless time 100 .,t ∈ . The problem is 
solved with COMSOL code using direct UMFPACK linear system solver. Relative and 
absolute tolerance used in calculations are 0.05 and 0.005, respectively.  
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The following values of temperatures are assumed 0TTl = , TTTu δ+= 0 where 
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left to right where the magnetic field intensity is getting smaller. The intensity of magnetic 
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Figure 3. Comparison of dimensionless velocity field for the different flows in channel with 
porous walls: (a) flow D (b) flow E (c) flow F (d) flow G for time t=0.1 
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Figure 4. Time evolution of dimensionless velocity field (surface) of flow G for (a) t=0.005 (b) 
t=0.025 
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Figure 4. Time evolution of dimensionless velocity field (surface) of flow G for (a) t=0.005 (b) 
t=0.025 
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Figure 5. Time evolution of dimensionless velocity field (surface) of flow G for (a) t=0.075 (b) 
t=0.1 
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4.3 Ferrofluid cooling 
This case examines the temperature field in the ferrofluid and in the electronic component 
with heat source. The ferrofluid transports heat by convection and conduction. Finally, to 
approximates the electronic component that requires cooling, the model uses a rectangular 
blocks with a given volume heat source. The electronic components transports thermal 
energy by pure conduction. 
The viscous, two-dimensional, incompressible and laminar ferromagnetic fluid flow is 
considered in this subsection. Flow takes place in channel between two parallel flat plates. 
There are rectangular blocks (heat-generating devices) below the upper wall. The length of 
the channel is 10=L  and distance between plates is 1=h . Outside the channel the 
magnetic dipole is located at point ( )b,a . 
Good way to describe the convective heat transfer is to model the heat transfer in 
combination with the fluid-flow field. The results then accurately describe the heat transport 
and temperature changes. These types of models are somewhat complex but are useful for 
unusual geometries and complex systems such as circuit-board cooling. 
The following boundary conditions for dimensionless variables are assumed: 
• For upper wall: The velocity is 0 (no slip condition). Insulation condition for heat 

transfer by conduction (in solid domain) ( ) 0=∇−⋅=⋅ Tksnqn  and for heat transfer 
by conduction and convection (in fluid domain) ( ) 0=+∇−⋅=⋅ unqn TcTk fff ρ  

specifies where the domain is well insulated. 
• For lower wall: The velocity is 0 (no slip condition). Insulation condition for heat 

transfer by conduction and convection (in fluid domain) 
( ) 0=+∇−⋅=⋅ unqn TcTk fff ρ . 

• For inlet (left wall): The temperature is 
T

Tl

δ
 where lu TTT −=δ . At the inlet 

boundary there is a parabolic laminar flow profile given by equation 

( )14 0 −−= yy
u
u

u
r

in  for 10,y ∈ . 

• For outlet (right wall): The convective flux is assumed for temperature, 
( ) 0=∇−⋅ Tksn . Pressure outlet is also assumed, ( ) nnSI 0pp −=+− , where 0p  is the 

dimensionless atmospheric pressure.  
• For solid-fluid interface: The velocity is 0 (no slip condition). Continuity equation for 

heat transfer equation ( ) 0=−⋅ fs qqn  where Tkss ∇−=q  and 

uq TcTk ffff ρ+∇−= . 

The following initial conditions for dimensionless variables are assumed: fluid is motionless 

(velocity is zero), pressure is zero and temperature is 
T

Tl

δ
 for whole domain (with fluid and 

solid).  
Numerical results of solved problem of ferrofluid cooling of heat-generating device in 
channel flow under the influence of magnetic dipole generated by permanent magnet are 
presented below. The numerical values of variables and dimensionless numbers are 
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dimensionless atmospheric pressure.  
• For solid-fluid interface: The velocity is 0 (no slip condition). Continuity equation for 
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Numerical results of solved problem of ferrofluid cooling of heat-generating device in 
channel flow under the influence of magnetic dipole generated by permanent magnet are 
presented below. The numerical values of variables and dimensionless numbers are 
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presented in Table 3 and Table 4. Problem was solved using finite element method with 
2373 Lagrange quadratic triangular mesh elements and 15242 degrees of freedom. Time-
dependent flow is considered for time 500 .,t ∈ . The problem is solved with finite 
element method COMSOL code using direct UMFPACK linear system solver. Relative and 
absolute tolerance used in calculations are 0.05 and 0.005, respectively. 

Quantity Flow H Flow I Flow J Flow K 
a  
b  

2 
-3 

2 
-2.5 

2 
-2 

2 
-1.5 

rH  1.768388e+5 2.546479e+5 3.978874e5 7.073553e+5 

Pr  560 

Ra  200.7938 

Ec  1.16324e-13 

Re  0.001786 

Mn  2.272182e+9 4.711597e+9 1.150292e+10 3.635492e+10 
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Figure 7. Comparison of temperature in channel and heat generating devices for the 
different flows in channel: (a) flow J, (b) flow K for time t=0.5 
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Figure 8. Comparison of temperature in channel and heat generating devices for the 
different flows in channel: (a) flow L, (b) flow M  for time t=0.5 
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Figure 8. Comparison of temperature in channel and heat generating devices for the 
different flows in channel: (a) flow L, (b) flow M  for time t=0.5 
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Figure 9. Comparison of temperature in channel and heat generating devices for the 
different flows in channel: (a) flow N, (b) flow O for time t=0.5 
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Dimensionless values avgV , avgT  and domT  are calculated using following formulas 

 p
A

avg dAV
p

∫∫= u , (23) 

 p
A

avg dATT
p

∫∫= , (24) 

 dATT
A

dom ∫∫= , (25) 

where pA  denotes area of domain with fluid, A  - area of the channel (fluid and solid). In 

these examples we have 88.Ap =  and 10=A . 

5. Conclusions 
We have simulated two-dimensional heat transfer in ferrofluid channel flow under the 
influence of the magnetic field created by magnetic dipole using computational fluid 
dynamics code COMSOL based on finite element method. At the left end of rectangular 
channel there was assumed a parabolic laminar flow profile. The upper plate was kept at 
constant temperature uT  and the lower at lT . 
The flow was relatively uninfluenced by the magnetic field until its strength was large 
enough for the Kelvin body force to overcome the viscous force. The magnetoconvection 
was induced by the presence of magnetic field gradient. 
We observed that the cooler ferrofluid flows in the direction of the magnetic field gradient 
and displaced hotter ferrofluid. Ferrofluids have promising potential for heat transfer 
applications because a ferrofluid flow can be controlled by using an external magnetic field. 
The Kelvin body force arises from the interaction between the local magnetic field within the 
ferrofluid and the molecular magnetic moments characterized by the magnetization. An 
imposed thermal gradient produces a spatial variation in the magnetization through the 
temperature-dependent magnetic susceptibility for ferrofluids and therefore renders the 
Kelvin body force non-uniform spatially. This thermal gradient induced inhomogeneous 
magnetic body force can promote or inhibit convection in a manner similar to the 
gravitational body force. 
A strong magnet placed near the device which produces heat will always attract colder 
ferrofluid towards it more than warmer ferrofluid thus forcing the heated ferrofluid away, 
towards the heat sink. This is an efficient cooling method which requires no additional 
energy input. 
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1. Introduction  
Atherosclerosis is a major cause of mortality and morbidity in the developed and 
developing countries. The development of atherosclerosis begins in childhood and 
characteristically shows a focal distribution, with a particular predisposition to occur at sites 
of branching and curvature. Macromolecular accumulation plays an important role in 
atherogenesis and focal distribution of atherosclerosis, suggesting that mechanical factors, 
especially wall shear stress (WSS), are implicated in its development. In the present study, 
mass transport of macromolecules in large arteries, as well as its relationships with fluid 
mechanics and localisation of atherosclerosis, was studied. 

1.1 Preliminaries 
Atherosclerosis is a disease of the arterial wall initiated by the accumulation of 
macromolecules. The arterial wall consists of several layers, with the endothelium being the 
innermost layer. It is a thin membrane serving as a continuous selective molecular sieve on 
blood contacting surfaces. The rest of the arterial wall is conventionally divided into three 
concentric zones: the tunica intima, media and adventitia. The intima consists of a thin 
subendothelial layer of elastin and collagen fibres. Its thickness varies with arterial 
geometry, age and disease. Partition between the intima and the media is provided by the 
internal elastic lamina (IEL). The tunica media forms the major part of the wall, comprising 
of orderly arranged fibres and smooth muscle cells. The external elastic lamina (EEL) 
partitions the media and the adventitia. The adventitia consists of collagen and elastic 
tissues and merges with the surrounding connective tissue. 
Atherosclerosis is a disease of large- and medium-size arteries. It is caused by the formation 
of plaques within the arterial wall. It is believed that the infiltration and entrapment of low-
density lipoprotein (LDL) in the arterial wall are involved in the initiation and progression 
of the disease. Arterial mass transport refers to the movement of blood borne species from 
flowing blood to and through the arterial wall. It is related to the localisation of 
atherosclerosis. Considering the arterial wall structure, arterial mass transport can be 
divided into three parts: mass transport from the bulk blood flow to the endothelium or 
trans-lumenal transport, mass transport across the endothelium or trans-endothelial 
transport, and mass transport through the arterial wall or transmural transport. These 
subsystems not only are influenced by various factors such as fluid mechanics and 
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Atherosclerosis is a major cause of mortality and morbidity in the developed and 
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characteristically shows a focal distribution, with a particular predisposition to occur at sites 
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especially wall shear stress (WSS), are implicated in its development. In the present study, 
mass transport of macromolecules in large arteries, as well as its relationships with fluid 
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flowing blood to and through the arterial wall. It is related to the localisation of 
atherosclerosis. Considering the arterial wall structure, arterial mass transport can be 
divided into three parts: mass transport from the bulk blood flow to the endothelium or 
trans-lumenal transport, mass transport across the endothelium or trans-endothelial 
transport, and mass transport through the arterial wall or transmural transport. These 
subsystems not only are influenced by various factors such as fluid mechanics and 
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endothelial cell metabolism but also interact with each other, leading to a complicatedly 
coupled transport system. 
Trans-endothelial transport plays an important role as an intermediary. Whether the 
transport process is limited by lumen-side transport or by wall-side transport is somehow 
determined by the efficiency of trans-endothelial transport. If trans-lumenal transport is 
more efficient than trans-endothelial transport, an accumulation of solute molecules would 
be found on the lumenal surface. This phenomenon is called concentration polarisation. It is 
usually observed in macromolecular transport: macromolecules are forced to the lumenal 
surface by a strong convection driven by the transmural flow, but most of them are retarded 
to remain on the lumenal surface because of the limited capacity of transport pathways. In 
this case, the transport is described as limited by the endothelium or limited by the wall. On 
the other hand, if trans-lumenal transport is less efficient than trans-endothelial transport, a 
depletion of solute molecules would be found on the lumenal surface. Oxygen transport 
often shows this characteristic depletion because it is spontaneously consumed by the 
arterial wall. In this case, the transport is said to be limited by the fluid phase. 
Trans-lumenal transport is coupled with the bulk blood flow while transmural transport is 
coupled with the transmural flow. The magnitude of the transmural flow is several orders of 
magnitude smaller than that of the bulk blood flow. Therefore, the time-scales characterising 
these two sub-processes are dramatically different. The time-scale for trans-lumenal 
transport is the same as the period of a cardiac cycle or around one second, whereas the 
time-scale for transmural transport is measured using the time needed by plasma to flow 
across the wall or μ μ − −=1 4300 /0.03 10m m s s 1. The influence of this remarkable difference is 
discussed later in the chapter. 

1.2 Literature Reviews 
A powerful way to investigate arterial mass transport is computational modelling, which 
provides detailed descriptions of local transport features (Ethier, 2002). Early studies as well 
as recent developments on computational modelling of arterial mass transport are reviewed 
here. 
Early studies (Back, 1975a; b; Friedman and Ehrlich, 1975; Ehrlich and Friedman, 1977) on 
computational modelling of arterial mass transport focused on trans-lumenal transport in 
two-dimensional geometries. Following these pioneering studies, a number of researchers 
extended the trans-lumenal transport model in various aspects.  Ma et al. (1997) studied 
steady mass transport in a generalised two-dimensional carotid bifurcation. It was found 
that convection of oxygen was impaired in the carotid bulb, creating a thickened 
concentration boundary layer. In a series of studies, Perktold and co-workers (Rappitsch 
and Perktold, 1996a; Rappitsch and Perktold, 1996b; Rappitsch et al., 1997) investigated 
shear-dependent oxygen and albumin transport in various generic geometries. Results given 
by both shear-dependent and constant permeability showed reductions in the wall flux at 
the incipient flow separation points, whereas the shear-dependent permeability led to an 
even stronger spatial variation in the wall flux. However, in the investigation of albumin 
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transport, the authors did not observe the concentration polarisation phenomenon because 
the transmural flow was not modelled.  
Deng and co-workers (Deng et al., 1993; Deng et al., 1994; Deng et al., 1995) studied 
concentration polarisation of LDL numerically in two-dimensional T-junction models. 
Counter-diffusion from the lumenal surface to the bulk flow was found to be suppressed in 
the regions of disturbed flow, leading to higher degrees of concentration polarisation. Wada 
and Karino (1999) carried out a more systematic investigation by studying the influences of 
various physical and fluid mechanical factors on LDL concentration polarisation in a 
straight tube. They found that the degree of concentration polarisation increased with 
increasing filtration velocity, decreasing flow rate, and decreasing LDL plasma diffusivity. 
The authors also carried out investigations on LDL trans-lumenal transport in a segment of 
a human right coronary artery (RCA) with multiple bends (Wada and Karino, 2002). LDL 
concentration was found to be elevated at low WSS locations and increased sharply as the 
WSS decreased from 1 to 0 Pa. As both the filtration velocity and LDL permeability were 
assumed to be constant, this indicated that concentration polarisation was dependent on 
WSS even when the shear-dependent transport pathways were discounted. But this 
dependence was due to the flow driven convection and removal of LDL particles, which 
were characterised by WSS distribution to some extent.  
Qiu and Tarbell (2000), in their investigation of oxygen transport in a two-dimensional 
idealised coronary artery, found that the transport was limited by fluid phase at the outer 
wall of a bend, whereas at the inner wall, fluid phase transport did not limit the wall 
consumption of oxygen. Kaazempur-Mofrad and Ethier (2001) extended this investigation to 
an image-based model of a right coronary artery. Based on the observations, it was argued 
that complex secondary flows in a realistic arterial model can produce substantial local 
variations in blood-wall mass transfer rates and precise geometries should be acquired to 
ensure the accuracy of flow and hence concentration predictions.  
When modelling the arterial mass transport, it is of great interest to obtain detailed 
concentration fields in the arterial wall. Due to the enhanced computing power, researchers 
have been working on more sophisticated mathematical models to include trans-endothelial 
and transmural transport. Karner and Perktold (2000) and Karner et al. (2001) developed a 
multi-layered model for macromolecular transport, where the transmural flow was 
modelled using Darcy's Law and transmural transport was modelled using the volume-
averaged convection-diffusion-reaction equation. The intima and the media were treated as 
transport domains while the endothelium and the IEL were assumed to be membranes 
where matching conditions were prescribed. To estimate transport properties of different 
wall layers, the authors employed pore theory. The model was first tested in a straight tube 
and later applied  to a more complex geometry (Prosi et al., 2005). A novel electric analogy 
approach was used to derive the values of transport parameters because a mismatch in LDL 
trans-endothelial flux was found by using the parameter values determined by Karner et al. 
(2001). This zero-dimensional method used experimental data as inputs to seek the transport 
resistances provided by different layers of the wall.  
In a series of studies, Stangeby and Ethier (2002a; b) proposed a fluid-plus-porous-wall 
method (FPPWM) to couple the transmural flow to the bulk blood flow and LDL transport. 
To incorporate the inhomogeneous uptake of LDL, a concentration and WSS dependent 
endothelial permeability was derived based on experimental data. 
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transport, the authors did not observe the concentration polarisation phenomenon because 
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concentration polarisation of LDL numerically in two-dimensional T-junction models. 
Counter-diffusion from the lumenal surface to the bulk flow was found to be suppressed in 
the regions of disturbed flow, leading to higher degrees of concentration polarisation. Wada 
and Karino (1999) carried out a more systematic investigation by studying the influences of 
various physical and fluid mechanical factors on LDL concentration polarisation in a 
straight tube. They found that the degree of concentration polarisation increased with 
increasing filtration velocity, decreasing flow rate, and decreasing LDL plasma diffusivity. 
The authors also carried out investigations on LDL trans-lumenal transport in a segment of 
a human right coronary artery (RCA) with multiple bends (Wada and Karino, 2002). LDL 
concentration was found to be elevated at low WSS locations and increased sharply as the 
WSS decreased from 1 to 0 Pa. As both the filtration velocity and LDL permeability were 
assumed to be constant, this indicated that concentration polarisation was dependent on 
WSS even when the shear-dependent transport pathways were discounted. But this 
dependence was due to the flow driven convection and removal of LDL particles, which 
were characterised by WSS distribution to some extent.  
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an image-based model of a right coronary artery. Based on the observations, it was argued 
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There exist a number of major problems in computational investigations of arterial mass 
transport. First of all, due to the complex and coupled dynamics in the mass transport 
process, slight variations of model parameters may bring about substantial changes in mass 
transfer patterns. However, most of the existing methods for parameter estimation, 
including theoretical models exploiting pore theory (Karner and Perktold, 2000; Karner et 
al., 2001; Ai and Vafai, 2006; Yang and Vafai, 2006) and electric analogy (Prosi et al., 2005), 
could not produce satisfactory estimations of the parameters. Secondly, the effects of WSS 
on arterial mass transport need to be further investigated. Although some researchers have 
studied shear-dependent trans-endothelial transport by employing shear-dependent 
permeability, the role of WSS in the whole arterial mass transport process needs to be 
elucidated. Finally, while most of the models assumed steady flow conditions, it is 
important to incorporate time-dependent trans-lumenal and transmural transport, which 
are characterised by different time-scales, into a model framework. In the present study, 
these problems were addressed using improved methodologies.   

2. Mathematical Models 
Arterial mass transport is coupled with both the bulk blood flow in the lumen and the 
transmural flow in the wall. Therefore, fluid dynamic models and solute dynamic models 
should be included. It is worth noting that, in the context of arterial mass transport, the 
arterial wall refers to the intima and the media, with the adventitia as the outer boundary 
(not included in the models).  In this study, a fluid-wall model was formulated and 
numerical procedures used to carry out time-dependent simulations were introduced. 

2.1 A Fluid-wall mass transport model 
The fluid-wall model included fluid dynamics and solute dynamics in the blood lumen and 
the arterial wall. The computational domains and dividing boundaries for the model are 
shown in Fig. 1. Navier-Stokes equations were employed to model bulk blood flow in the 
lumen (Ωl), whereas Darcy's Law was used to model transmural flow in the arterial wall 
(Ωw). As for the modelling of mass balance, the convection-diffusion equation was 
employed in the lumen (Ωl), and an additional consumption term was added to form a 
convection-diffusion-reaction equation for the wall (Ωw). Furthermore, the Kedem-
Katchalsky equations were employed to couple fluid dynamics and mass balance at the 
endothelium (Γend), the interface between the arterial lumen and the arterial wall. Please 
refer to our earlier study (Sun et al., 2006) for details of the model. 
Fluid dynamics 
Blood flow was assumed to be incompressible, laminar, Newtonian and hence described by 
the Navier-Stokes equations 

 ( )ρ μ ρ∂
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∂
u

u u u2 0l
l l l lp
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 ∇ =u 0l  (2) 

in the fluid domain, where ul is blood velocity in the lumen, pl is pressure, μ is dynamic 
viscosity of the blood, and ρ is density of the blood. 
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Figure 1. Computational domains and boundaries of the single-layered model. Ωl and Ωw 
are the lumen domain and the wall domain, respectively; Γl,in and Γl,out are the inlet and 
outlet boundaries of the lumen domain, respectively; Γw,in and Γw,out are the side boundaries 
of the wall domain; Γend is the endothelial boundary; Γadv is the outer wall boundary (the 
external elastic lamina and the adventitia) 

The transmural flow in the arterial wall was modelled by Darcy's Law 
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where uw is the velocity of the transmural flow in the wall, pw is pressure in the wall, μp is 
viscosity of the blood plasma, and κw is the Darcian permeability coefficient of the wall. 
Therefore, the velocity in the wall is proportional to pressure gradient. 
Solute dynamics 
Mass transfer in the blood lumen was coupled with the blood flow and modelled by the 
convection-diffusion equation as follows 

 ( )∇ ⋅ − ∇ + =u 0l l l lD c c  (5) 

in the fluid domain, where cl is the solute concentration in the blood lumen, and Dl is the 
solute diffusivity in the lumen.  
Mass transfer in the arterial wall was coupled with the transmural flow and modelled by the 
convection-diffusion-reaction equations as follows 

 ( )∇ ⋅ − ∇ + =uw w lag w w w wD c K c r c  (6) 

where cw is the solute concentration in the arterial wall, Dw is the effective solute diffusivity 
in the arterial wall, Klag is the solute lag coefficient, rw is the consumption rate constant. 
Interface coupling 

At the fluid-tissue interface (i.e. the endothelium), volume flux and solute flux were defined 
by the Kedem-Katchalsky equations (Kedem and Katchalsky, 1958) as follows 

 ( ), , ,σ π= Δ − Δv end p end end d end endJ L p  (7) 

 ( ), , ,σ= Δ + −1 ends end end end f end v endJ P c J c  (8) 
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where Jv,end is the volume flux, Js,end is the solute flux, Lp,end is the hydraulic conductivity of 
the endothelium, Δcend is the solute concentration difference across the endothelium, Δpend is 
the pressure drop across the endothelium, Δπend is the osmotic pressure difference across the 
endothelium, σd,end is the osmotic reflection coefficient of the endothelium, σf,end is the solvent 
reflection coefficient of the endothelium, Pend is the solute permeability of the endothelium, 

endc is the mean interface concentration. In the present study, the osmotic pressure 
difference Δπend was neglected to de-couple the fluid dynamics from solute dynamics. 
Boundary conditions 
For the Navier-Stokes equations, a given velocity profile at the inlet of the lumen was 
prescribed; a zero relative pressure was assigned at the outlet of the lumen; and the outward 
transmural velocity given by the Kedem-Katchalsky equations was imposed at the 
endothelium. For Darcy’s Law, zero velocity normal to the side boundaries was prescribed; 
the inward transmural velocity was imposed at the endothelium; and a constant pressure 
was given at the outer wall boundary. For the convection-diffusion equation in the lumen, a 
flat concentration profile was prescribed at the inlet; a zero diffusive flux condition was 
imposed at the outlet; and the outward trans-endothelial flux given by the Kedem-
Katchalsky equations was assigned at the endothelium. For the convection-diffusion-
reaction equation in the wall, an insulated condition was imposed at the side boundaries; 
the inward trans-endothelial flux given by the Kedem-Katchalsky equations was assigned at 
the endothelium; and a constant concentration was prescribed at the outer wall boundary. 

2.2 Implementation of pulsatile flow simulations 
It is relatively straightforward to carry out steady state simulations, with all the time- 
dependent terms eliminated in the governing equations. So far, most of the computational 
studies on arterial mass transport have indeed assumed steady flow which seems be to a 
reasonable assumption for the long term mass transport process. However, as indicated 
earlier, arterial mass transport is influenced by two dramatically different time-scales. Thus, 
although concentration fluctuations in the wall are negligible within one cardiac cycle, the 
accumulated effect of haemodynamic factors over a longer time span could be significant. 
Therefore the effects of pulsatility on long term transport of macromolecules needs to be 
investigated and the validity of the steady flow assumption needs to be examined. 
However, it is difficult to carry out transient simulations of macromolecular transport over a 
long time span using the fluid-wall model with the current computing power. To 
circumvent the difficulties, lumen-free cyclic (LFC) and lumen-free time-averaged (LFTA) 
computational procedures were proposed to incorporate into the fluid-wall model.  
A couple of assumptions need to be made towards the development of the lumen-free 
methods. First of all, the highly convection-dominated mass transport in the lumen was 
omitted and a constant macromolecular concentration was assumed in the arterial lumen. 
This was also why the computational schemes were termed “lumen-free”. Although the 
lumenal convection of macromolecules could induce concentration polarisation, its 
influence on transmural transport is minor because the rate limiting process is wall-side 
transport (Caro, 1973; Tarbell, 2003). Secondly, it was assumed that hydraulic conductivity 
and macromolecular permeability of the endothelium changed simultaneously with WSS. 
Although this may not be true in vivo, our current understanding of the dynamic process 
limits the formulation of a mathematical model accounting for the dynamic response of 
transport properties. 
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Figure 2. Schematic views of the proposed LFC (a) and LFTA (b) procedures. Ul represents 
the dynamics of the bulk blood flow, Uw the dynamics of the transmural flow, and cw the 
dynamics of macromolecular transport in the arterial wall 
A lumen-free cyclic (LFC) procedure was proposed to investigate the accumulated effect of 
haemodynamics and the influence of flow pulsatility on long term macromolecular 
transport. Fig. 2(a) shows the schematic view of the LFC procedure. In the LFC procedure, 
the periodic bulk blood flow is simulated over three cardiac cycles using a time step Δt to 
determine instantaneous values of WSS. Based on these WSS values, shear-dependent 
transport properties are calculated. The calculated instantaneous hydraulic conductivity is 
then employed to simulate the transmural flow over 3 cardiac cycles using the same time 
steps as in the pulsatile flow simulation. The resulting transmural flow field of the last cycle 
is then used as a cyclic condition and applied to the simulation of long-term (multi-cycle) 
macromolecular transport in the arterial wall employing the calculated instantaneous solute 
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where Jv,end is the volume flux, Js,end is the solute flux, Lp,end is the hydraulic conductivity of 
the endothelium, Δcend is the solute concentration difference across the endothelium, Δpend is 
the pressure drop across the endothelium, Δπend is the osmotic pressure difference across the 
endothelium, σd,end is the osmotic reflection coefficient of the endothelium, σf,end is the solvent 
reflection coefficient of the endothelium, Pend is the solute permeability of the endothelium, 

endc is the mean interface concentration. In the present study, the osmotic pressure 
difference Δπend was neglected to de-couple the fluid dynamics from solute dynamics. 
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permeability. An appropriate time step, Δt’, is selected through sensitivity test to preserve 
the characteristics of transmural flow within each cardiac cycle and save computational 
time. In addition to the LFC procedure, a lumen-free time-averaged (LFTA) procedure was 
also proposed to simulate the wall-side transport of macromolecules under a steady-state 
framework with time-averaged endothelial transport properties calculated using the 
instantaneous WSS from a pulsatile blood flow simulation. As shown in Fig. 2(b), periodic 
bulk blood flow is simulated over 3 cardiac cycles to determine the instantaneous WSS. On 
this basis, time-averaged shear-dependent model parameters are obtained and used in 
transmural momentum and LDL transport simulations. More details about the lumen-free 
models can be found in one of our earlier studies (Sun et al., 2007b). 

3. Determination of Model Parameters 
In the present study, the momentum transport properties were validated against 
experimental data reported by Meyer et al. (1996). The same experimental data were also 
used to determine the macromolecular mass transport properties using an optimisation 
approach based on one-dimensional simulations. Furthermore, shear-dependent models of 
endothelial hydraulic conductivity and albumin permeability were derived from 
experimental data reported by Sill et al. (1995) and Kudo et al. (1998), respectively. 

3.1 Momentum transport parameters 
The values of fluid phase momentum transport parameters, i.e. blood density and viscosity 
were well defined in the literature. In the present study, blood density was assumed to be 
1.05 × 103 kg/m3, and blood was assumed to be a Newtonian fluid with a constant viscosity 
3.5 × 10-3 Pa· s. The tissue phase momentum transport parameters were validated against 
transmural velocities measured by Meyer et al. (1996). These included plasma viscosity 
μ −= × ⋅47.2 10 ,p Pa s endothelial hydraulic conductivity ( )−= × ⋅12

, 3 10 / ,p endL m Pa s and 

Darcian permeability of the wall κ −= × 18 21 10 .w m These parameter values were mainly 
taken from Karner et al. (2001) and Prosi et al. (2005).  

 
Figure 3. Comparison between the 1-D simulation results and the experimental data for 
transmural velocity 
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Employing these parameter values, the transmural velocities given by the one-dimensional 
fluid-wall model were compared with experimental data in Fig. 3. It is shown that the fluid-
wall model was able to predict transmural velocities in a reasonable range with constant 
momentum transport parameters under different transmural pressures. 

3.2 Mass transport parameters 
Mass transport parameters refer to the model parameters which characterise the transport 
properties of solutes in the arterial lumen and the wall. The solute transport properties in 
the arterial lumen were well defined in the literature, whereas the determination of solute 
transport properties in the arterial wall was usually difficult and needed specially designed 
methods to exploit the limited experimental observations. In the present study, an 
optimisation approach which minimised the difference between one-dimensional simulation 
results and experimental data was developed (Sun et al., 2007a). 
In the formulation of the optimisation problem, the mass transport properties were denoted 
by vector x. The simulated concentration distribution samples at predefined locations 
according to experimental data were denoted by vector c. The relationship between x and c 
was described by a one-dimensional convection-diffusion-reaction transport model ( )=c xf  
with appropriate boundary conditions. The optimisation problem was formulated as follows 
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where Cj is the experimental value of LDL concentration at jth sampling point, cj is the 
simulation result of LDL concentration at jth sampling point, Wj is the weighting coefficient 
of the jth sampling point, lb is the vector of lower bounds of x, ub is the vector of upper 
bounds. In this formulation, every sampling point in the experimental data was taken into 
account and hence the method preserved the concentration distribution in the arterial wall.  
To solve this optimisation problem, the weighted accumulated-error was minimised by 
finding the optimal vector x subject to physiological bounds lb and ub. The minimisation 
was carried out by implementing a pattern search method. The vector x contained the most 
sensitive parameters, i.e. Pend, Dw, Klag, and rw, in the fluid-wall model. It was assumed that 
the consumption rate constant remained constant under different transmural pressures. In 
the present study, four sets of these parameters were determined and summarised in Table 1 
for albumin transport parameters under transmural pressure of 70 mmHg, and LDL 
transport parameters under transmural pressures of 70, 120, and 160 mmHg. The one-
dimensional simulation results obtained by the fluid-wall model using the optimal 
parameters were compared with experimental data in Fig. 4 for albumin transport under 
transmural pressure of 70 mmHg and LDL transport under transmural pressure of 120 
mmHg. It is shown that the model with determined parameter values adequately predicted 
the transmural macromolecular distributions seen in the experimental data. 
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Figure 4. Comparison between 1-D simulation results and the experimental data for (a) 
transmural albumin concentration under transmural pressure of 70 mmHg,  and (b) LDL 
concentration under transmural pressures of 120 mmHg 

 

Parameter sets Dw [m2/s] Pend [m/s] rw [1/s] Klag [n/a] 
Albumin, 70 mmHg 8.16×10-11 1.20×10-9 -1.04×10-3 1.58 
LDL, 70 mmHg 1.42×10-12 5.21×10-10 -6.05×10-4 0.15 
LDL, 120 mmHg 3.50×10-12 4.84×10-9 -6.05×10-4 1.05 
LDL, 160mmHg 1.56×10-12 9.38×10-9 -6.05×10-4 0.90 

Tabel 1. Parameters determined by the simulation-based optimisation 

3.3 Shear-dependent parameters 
Trans-endothelial momentum and mass transport is believed to be influenced by 
biomechanical forces, especially WSS (Caro et al., 1971). A conventional approach to 
examine the influence of WSS on trans-endothelial transport is to employ analytical models 
for shear-dependent transport parameters. In the present study, analytical shear-dependent 
models of endothelial hydraulic conductivity (Lp,end) and endothelial albumin permeability 
(Pend,alb) were constructed from available experimental data. A model for a shear-dependent 
endothelial LDL permeability (Pend,ldl) was not formulated and Pend,ldl was assumed to be 
constant under a given transmural pressure due to a lack of suitable data. 
The effect of shear stress on hydraulic conductivity (Lp,end) of bovine aortic endothelium was 
examined in vitro by Sill et al. (1995) under constant shear stress conditions. When exposed 
to higher shear stresses, the endothelium presented higher hydraulic conductivity. The 
experimental data were fitted with a logarithmic function to obtain a model of the shear-
dependent hydraulic conductivity. The resulting logarithmic function representing the best 
fit is given by 
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where τw is WSS, and g is the normalised hydraulic conductivity. This fitted curved is 
compared with experimental data in Fig. 5. 
Kudo et al. (1998) reported a dual response of albumin uptake by cultured endothelial cells 
to shear stress. It was found that the albumin uptake increased with increasing WSS at lower 
shear stresses (< 1 Pa) and decreased with increasing WSS at higher shear stresses (> 2 Pa). 
Their data were fitted with a Gaussian function in the present study to construct an 
analytical model for a shear-dependent endothelial albumin permeability, given by 
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τ
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where h is the normalised endothelial albumin permeability. This fitted curved is compared 
with experimental data in Fig. 6. 
These two models for normalised shear-dependent parameters were scaled to real values 
employed in the simulations using the base values validated or determined previously. 

 
Figure 5. Comparison between experimental data reported by Sill et al. (1995) and the fitted 
analytical model on shear-dependent endothelial hydraulic conductivity 

 
Figure 6. Comparison between experimental data reported by Kudo et al. (1998) and the 
fitted analytical model on shear-dependent endothelial albumin permeability 
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4. Test cases 
In the present study, the fluid-wall model and the lumen-free numerical procedures were 
tested in an idealised computational geometry.  

4.1 Albumin transport in an idealised model of a stenosed coronary artery 
Coronary artery disease is the most common type of heart disease in human beings. It 
happens when the arteries that supply blood to the heart muscles become narrowed due to 
the formation of multiple plaques. It can eventually lead to a heart attack. Therefore, it is 
important to study macromolecular transport in coronary arteries. Here albumin transport 
in an idealised geometry was investigated as a preliminary analysis. 
An axisymmetric stenosis with 51% area reduction was adopted. As shown in Fig. 7, the 
total length (z-axis) of the geometry is 25D, where = 0.004D m  is the diameter of the non-
stenosed region of the artery. The length of the stenosis is 1D, leaving 4D upstream and 20D 
downstream to minimise the effects of boundary conditions. 

 
Figure 7. An axisymmetric geometry of a mild stenosed (51% constriction by area) coronary 
artery for the fluid-wall model. The dashed line is the axis of symmetry. Note the different 
axial and  radial scales 

The endothelium geometry at the interface between the lumen and the wall of the 
axisymmetric stenosis was modelled by the following cosine expression: 

 ( ) ( )cosα βπ⎛ ⎞− −= +⎜ ⎟−⎝ ⎠
1 2

2 1

2end end endr z z z z
R D z z D

 (12) 

for < <4 5D z D , where rend(z) is the position of the endothelium (radius of the lumen) at 
location z in the arterial segment, R is the radius of the non-stenosed region of the artery, 
α = 0.15end D and β = 0.85end D are the parameters for lumen constriction, =1 4z D  is the start 
point of the stenosed region, and =2 5z D is the end point of the stenosed region. The wall 
geometry was defined as = 0.575r D with a wall thickness of 0.075D at the non-stenosed 
region and 0.225D at the throat of the stenosis. 
The transmural pressure was assumed to be 70 mmHg and the corresponding mass 
transport parameters were employed. To investigate the effects of shear-dependent 
transport parameters, both constant and shear-dependent endothelial hydraulic 
conductivities and albumin permeabilities were used in the simulations. A fully developed 
parabolic steady velocity profile with mean velocity 0.24 /m s  was prescribed at the lumen 
inlet. The resulting Reynolds number was 288 and Peclet number was 10,655,000. The inlet 
albumin concentration was assumed to have a normalised value of 1. The normalised 
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albumin concentration at the outer wall boundary was assumed to be 0.00785 based on 
measurements by Meyer et al. (1996). To implement finite element simulations using a 
commercial package, Comsol Multiphysics, Version 3.3 (COMSOL AB, Sweden), the 
computational domain was discretised. The lumen was divided into 19,950 quadrilateral 
elements with 20,774 nodes and 291,213 quadrilateral elements with 293,820 nodes for 
solutions of the Navier-stokes equations and the convection-diffusion equation, 
respectively. The wall domain was divided into 7,890 quadrilateral elements with 8,789 
nodes and 49,780 quadrilateral elements with 52,290 nodes for solution of Darcy's Law and 
the convection-diffusion-reaction equation, respectively. A mesh sensitivity test was carried 
out in a generic computational geometry to ensure that the meshes used in the present study 
were able to capture the concentration gradient in the boundary layer. 
Variations of WSS magnitude in the axisymmetric geometry is shown in Fig. 8. Imposing 
shear-dependent endothelial hydraulic conductivity had little effect on the near-wall flow 
field and WSS, due to the fact that the transmural flow is several orders of magnitude 
smaller than the bulk flow. The two points where WSS values were zero correspond to the 
separation point and reattachment point, respectively. The area between these two points 
was the flow recirculation region. 
 

 
Figure 8. Magnitude of WSS distribution along the entire length of the  axisymmetric 
geometry (a) and in the vicinity of the stenosis (b) 

The transmural velocity (Jv,end) and trans-endothelial albumin flux (Js,end) profiles in the 
immediate vicinity of the stenosis calculated using constant and shear-dependent 
parameters are compared in Fig. 9. The reduction in transmural velocity at the stenosis in 
both cases was due to the higher resistance provided by the thickened wall. When shear-
dependent parameters were employed, the transmural velocity was much lower in the post-
stenotic region and had two minima which corresponded to the separation point and the 
reattachment point, respectively. This is because the endothelium provides a higher 
resistance to plasma transport when subject to low WSS. Similarly, due to a higher 
resistance provided by the thickened wall, reduction in albumin flux can be observed at the 
stenosis in both cases. In the flow recirculation region, an increase in Js,end can be found, 
which was induced by a higher endothelial albumin permeability. The reduced albumin flux 
at the separation and reattachment points is mainly attributed to the decrease in the 
convective flux driven by the transmural flow. Also, because the shear-dependent 
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endothelial albumin permeability was characterised by a dual response, it decreased with 
decreasing WSS in a low WSS range. 
 
 

 
Figure 9. Comparison of transmural velocity (a) and trans-endothelial albumin flux (b) in 
the vicinity of the stenosis given by simulations employing constant and shear-dependent 
transport parameters 

 
 

 
Figure 10. Comparison of endothelial albumin concentration on the lumen side (a) and on 
the wall side (b) in the vicinity of the stenosis given by simulations employing constant and 
shear-dependent transport parameters 

The endothelial albumin concentration profiles on the lumen and the wall sides for both 
cases are compared in Fig. 10. It is shown that the effect of shear-dependent transport 
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parameters on albumin concentration polarisation was minor. However, endothelial 
albumin concentration on the wall side was significantly different when shear-dependent 
transport parameters were employed. The distribution pattern of wall side concentration 
mainly followed that of trans-endothelial albumin flux, showing a lower concentration at 
the separation point, the reattachment point and the throat of the stenosis but a higher 
concentration in the recirculation region. 

4.2 Transient LDL transport in an idealised model of a stenosed coronary artery 
To avoid simulating the bulk blood flow for a prolonged period, the lumen-free cyclic (LFC) 
and the lumen-free time-averaged (LFTA) computational procedures were developed in the 
present study. To carry out a preliminary analysis, they were applied to model LDL 
transport in the same axisymmetric stenosis used previously.  
The transmural pressure was assumed to be 120 mmHg and corresponding mass transport 
parameters were employed. The shear-dependent endothelial hydraulic conductivity was 
used in the simulations. The effects of pulsatile flow were incorporated by using the LFC 
and LFTA procedures respectively and their results were compared. For transient flow 
simulations, a sinusoidal waveform was used to describe the variation of mean axial 
velocity at the inlet 

 ( )[ ]ω= −0( ) 1 cosinu t U t  (13) 

where =0 0.24 /U m s  is the time-averaged mean inlet velocity and ω π= 2 is the angular 
frequency with a pulse period of one second. Womersley velocity profiles corresponding to 
the waveform were calculated and applied at the inlet (Womersley, 1955). The resulting 
mean Reynolds number was 288. The normalised value of LDL concentration in the lumen 
was assumed to be 1. A convective flux condition was assumed at the outer wall boundary. 
For the initial condition, zero concentration in the arterial wall was assumed. 
To solve the equations, the fluid domain was divided into 85,880 quadrilateral elements 
with 91,027 nodes for solutions of the Navier-Stokes equations. The wall domain was 
divided into 46,320 quadrilateral elements with 46,980 nodes for solution of Darcy's Law 
and the convection-diffusion-reaction equation. The time-steps for pulsatile flow simulation 
and mass transfer transient simulation were set to be 0.01 s and 0.05 s, respectively. 
Cross-sectional profiles of LDL concentration upstream of the stenosis at different time 
points are shown in Fig. 11(a). It is observed that the concentration profile upstream of the 
stenosis developed significantly from 5 minutes to 30 minutes, moderately from 30 minutes 
to 90 minutes, and very little from 90 minutes to 150 minutes. The results suggested that 
LDL concentration evolved at a higher rate within the first 30 minutes after the perturbation 
was imposed. The rate of change then decayed before equilibrium was finally reached at 
approximately 90 minutes. A similar observation can be made at the throat of the stenosis, 
as shown in Fig. 11(b). However, the average LDL concentration at the throat of the stenosis 
was significantly lower than that at the upstream. This was due to the fact that the wall was 
thicker at the throat of the stenosis and provided higher resistance to transmural LDL 
transport.  



Recent Advances in Modelling and Simulation 

 

568 

endothelial albumin permeability was characterised by a dual response, it decreased with 
decreasing WSS in a low WSS range. 
 
 

 
Figure 9. Comparison of transmural velocity (a) and trans-endothelial albumin flux (b) in 
the vicinity of the stenosis given by simulations employing constant and shear-dependent 
transport parameters 

 
 

 
Figure 10. Comparison of endothelial albumin concentration on the lumen side (a) and on 
the wall side (b) in the vicinity of the stenosis given by simulations employing constant and 
shear-dependent transport parameters 

The endothelial albumin concentration profiles on the lumen and the wall sides for both 
cases are compared in Fig. 10. It is shown that the effect of shear-dependent transport 

Computational Modelling of Mass Transport in Large Arteries 

 

569 

parameters on albumin concentration polarisation was minor. However, endothelial 
albumin concentration on the wall side was significantly different when shear-dependent 
transport parameters were employed. The distribution pattern of wall side concentration 
mainly followed that of trans-endothelial albumin flux, showing a lower concentration at 
the separation point, the reattachment point and the throat of the stenosis but a higher 
concentration in the recirculation region. 

4.2 Transient LDL transport in an idealised model of a stenosed coronary artery 
To avoid simulating the bulk blood flow for a prolonged period, the lumen-free cyclic (LFC) 
and the lumen-free time-averaged (LFTA) computational procedures were developed in the 
present study. To carry out a preliminary analysis, they were applied to model LDL 
transport in the same axisymmetric stenosis used previously.  
The transmural pressure was assumed to be 120 mmHg and corresponding mass transport 
parameters were employed. The shear-dependent endothelial hydraulic conductivity was 
used in the simulations. The effects of pulsatile flow were incorporated by using the LFC 
and LFTA procedures respectively and their results were compared. For transient flow 
simulations, a sinusoidal waveform was used to describe the variation of mean axial 
velocity at the inlet 

 ( )[ ]ω= −0( ) 1 cosinu t U t  (13) 

where =0 0.24 /U m s  is the time-averaged mean inlet velocity and ω π= 2 is the angular 
frequency with a pulse period of one second. Womersley velocity profiles corresponding to 
the waveform were calculated and applied at the inlet (Womersley, 1955). The resulting 
mean Reynolds number was 288. The normalised value of LDL concentration in the lumen 
was assumed to be 1. A convective flux condition was assumed at the outer wall boundary. 
For the initial condition, zero concentration in the arterial wall was assumed. 
To solve the equations, the fluid domain was divided into 85,880 quadrilateral elements 
with 91,027 nodes for solutions of the Navier-Stokes equations. The wall domain was 
divided into 46,320 quadrilateral elements with 46,980 nodes for solution of Darcy's Law 
and the convection-diffusion-reaction equation. The time-steps for pulsatile flow simulation 
and mass transfer transient simulation were set to be 0.01 s and 0.05 s, respectively. 
Cross-sectional profiles of LDL concentration upstream of the stenosis at different time 
points are shown in Fig. 11(a). It is observed that the concentration profile upstream of the 
stenosis developed significantly from 5 minutes to 30 minutes, moderately from 30 minutes 
to 90 minutes, and very little from 90 minutes to 150 minutes. The results suggested that 
LDL concentration evolved at a higher rate within the first 30 minutes after the perturbation 
was imposed. The rate of change then decayed before equilibrium was finally reached at 
approximately 90 minutes. A similar observation can be made at the throat of the stenosis, 
as shown in Fig. 11(b). However, the average LDL concentration at the throat of the stenosis 
was significantly lower than that at the upstream. This was due to the fact that the wall was 
thicker at the throat of the stenosis and provided higher resistance to transmural LDL 
transport.  



Recent Advances in Modelling and Simulation 

 

570 

 
Figure 11. Cross-sectional profiles of LDL concentration in the wall upstream of the stenosis 
at = 3z D  (a) and at the throat of the stenosis ( = 4.5z D ) (b) at different time points. The 
distance (δw) from the lumen was normalised by the total wall thickness (Δw) 

In Fig. 12, subendothelial LDL concentration profile along the stenosis given by the LFC 
simulation was compared with those obtained by LFTA and steady flow simulations. It was 
obvious that the LFTA procedure, which used time-averaged hydraulic conductivity as 
input data for steady-state LDL transport simulation, produced very similar LDL 
concentration distribution to the time-dependent LDL transport simulation (LFC 
procedure). However, the LDL concentration profile obtained under the steady flow 
assumption was very different. The steady flow simulation predicted a pronounced peak in 
the post-stenotic region and the maximum concentration of LDL co-localised with the 
reattachment point. This finding was explained by weaker local convective clearance effects 
of the transmural flow: when hydraulic conductivity of the endothelium was low and hence 
transmural velocity was high, LDL particles could not be effectively “flushed'” away from 
the subendothelial layer. A similar explanation can be applied to the wider and less marked 
peaks predicted by LFC and LFTA simulations. Under pulsatile flow conditions, the flow 
separation zone in the post-stenotic region expands and contracts during a cardiac cycle, 
resulting in oscillation of the reattachment point along the lumenal surface. Thus, when the 
calculated instantaneous WSS was used to simulate transmural LDL transport, LDL 
distribution induced by low WSS was more diffused than under steady flow conditions. 
Likewise, using the time-averaged transport properties calculated based on instantaneous 
WSS also diffused the LDL distribution in the post-stenotic region as shown by the LFTA 
simulation. The good agreement between results from the LFC and LFTA simulations 
implied that transmural LDL transport responds slowly to changes in WSS arising from 
pulsatile flow, and the transport of LDL is more likely to be influenced by the time-averaged 
transport properties (Tarbell, 2003). 
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Figure 12. LDL concentration distribution at the endothelium on the wall side given by the 
steady flow simulation, LFC simulation, and LFTA simulation 

This preliminary analysis indicated that the LFTA procedure could be an effective tool to 
investigate the effect of pulsatile flow on arterial mass transport as it takes into account the 
transient haemodynamics whilst saving the computational time through an appropriate 
time-averaging procedure. Furthermore, the results showed that LDL transport reached a 
quasi steady-state after 2 hours assuming that there was no LDL in the wall initially and a 
transmural pressure of 120 mmHg. This result can serve as a guideline for future 
experimental investigations on transmural LDL transport. 

5. Model Application: Albumin Transport in a human Right Coronary Artery  
The right coronary artery (RCA) originates from the aortic root above the right cusp of the 
aortic valve and supplies the myocardium with oxygen and nutrients. Coronary artery 
disease (CAD) is a result of formation of atheromatous plaques in the arterial wall. After 
decades of progression, some plaques may rupture and release thrombogenic materials. The 
resulting thrombosis can limit blood flow to the heart muscle with morbid or fatal results. 
Since the early processes of atherogenic progression and plaque formation include the 
accumulation of macromolecules, mass transport of albumin was investigated, in a human 
RCA in this study. Specifically, the fluid-wall model was combined with shear-dependent 
models for endothelial hydraulic conductivity and albumin permeability. The LFTA 
procedure was used to investigate the influence of pulsatility on macromolecular transport 
in the image-based patient geometry. 

5.1 Image-based geometry and computational details 
A computer aided design (CAD) model of a human RCA lumen was reconstructed from 
computed tomographic (CT) scans of a patient. The patient was a 51-year-old male who had 
a clinically identified stenosis in his RCA. The study complied with Declaration of Helsinki 
and was approved by the St. Mary’s Hospital Research Ethics Committee. The patient gave 
written, informed consent. Fig. 13 shows the reconstructed lumen geometry of the RCA 
viewed from the epicardial, medial and pericardial sides. The lumen inlet diameter of the 
RCA was 3.8 mm. The length of the RCA segment was about 75 mm (around 20 diameters). 
Two local constrictions can be identified in this geometry: one near the proximal end, the 
other in the middle of the segment. Since the intima-media thickness cannot be resolved by 
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Figure 11. Cross-sectional profiles of LDL concentration in the wall upstream of the stenosis 
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CT, it was assumed to be 300 μm throughout the vessel although it would have been thicker 
at the stenosis. The wall domain was generated by extruding the lumenal surface in the 
normal direction by the defined wall thickness. To maintain good practice in applying 
boundary conditions in the flow simulation, straight 5-diameter (5D) extensions were added 
at the inlet and outlet of the RCA lumen geometry. The end of the inlet extension was 
designed to be circular so that the corresponding fully-developed velocity profiles could be 
readily applied.  
In steady flow simulations, a parabolic velocity profile was prescribed at the inlet of the 
lumen. In pulsatile flow simulations, a realistic coronary velocity waveform obtained in a 
different patient was prescribed (shown in Fig. 14) and the corresponding Womersley 
velocity profiles were applied. In both cases, the mean inlet velocity was 0.1613 m/s and the 
resulting mean Reynolds number was 184. The transmural pressure was assumed to be 70 
mmHg and the corresponding transport parameters for albumin were employed. 

 
Figure 13. Computational geometry of a human right coronary artery (RCA) reconstructed 
from CT images 

 
Figure 14. A coronary flow waveform acquired in a patient via an endovascular Doppler 
ultrasound probe 

In the patient-specific geometry, Navier-Stokes equations were simulated using a 
commercial CFD package, ANSYS CFX 10.0 (ANSYS, Inc., USA), while the rest of the model 
was implemented using Comsol Multiphysics 3.3 (COMSOL AB, Sweden). The fluid domain 

Computational Modelling of Mass Transport in Large Arteries 

 

573 

was divided into 109,824 hexahedral elements with 116,171 nodes for solutions of the 
Navier-Stokes equations and 86,112 second order hexahedral elements (excluding inlet and 
outlet extensions) with 704,965 nodes for solutions of the convection-diffusion equation. The 
wall domain was divided into 66,240 hexahedral elements with 73,392 nodes for solutions of 
Darcy's Law and the convection-diffusion-reaction equation. A mesh independence test was 
carried out in a generic geometry to ensure that the employed computational mesh was able 
to resolve the mass transfer boundary layer. The implicit time step in the pulsatile flow 
simulation was chosen as 0.002 s. 

5.2 Computational results 
Contours of WSS magnitude for steady flow and time-averaged WSS (TAWSS) for pulsatile 
flow are shown on the epicardial and pericardial sides of the RCA in Fig. 15. Low WSS can 
be identified mainly in three regions in both sets of results: downstream of the stenosis in 
the proximal part (Region 1), downstream of the second stenosis in the middle of the 
segment (Region 2), and in the expansion at the distal end of the RCA (Region 3). However, 
minor differences can be seen between the steady flow results and pulsatile flow results. 
First of all, the magnitude of steady WSS was lower than that of TAWSS in low shear stress 
regions. Secondly, the low WSS regions in the steady flow results were slightly smaller than 
those in the pulsatile flow results. These differences could be attributed to the fact that the 
flow recirculation regions were contracting and expanding with the reattachment points 
oscillating along the lumenal surface under the pulsatile flow condition. 

 

 

Figure 15. Distribution of WSS magnitude calculated from the steady flow simulation (a) 
and LFTA simulation (b) 

Based on the predicted WSS values, shear-dependent endothelial hydraulic conductivities 
Lp,end were calculated. Using the computed hydraulic conductivities, transmural flow was 
simulated. It was found that the predicted transmural velocity was between 1.0×10-8 m/s 
and 2.0×10-8 m/s (see Fig. 16); which was consistent with experimental data on filtration 
velocities (Meyer et al., 1996). It was also observed that WSS has a strong influence on 
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plasma filtration through the arterial wall: the transmural velocity in the low WSS regions 
was much lower than that in other locations, indicating that the endothelium contributes 
significantly to the overall resistance to transmural flow. Furthermore, highly localised 
minimum transmural velocity was observed in the steady flow results, but not in the 
pulsatile flow results, because the nonlinearity of the shear-dependent hydraulic 
conductivity model amplified the difference between the steady and the pulsatile flow cases.  

 

 

Figure 16. Distribution of transmural velocity calculated from the steady flow simulation (a) 
and LFTA simulation (b) 

 

 
Figure 17. Distribution of trans-endothelial albumin flux calculated from the steady flow 
simulation (a) and LFTA simulation (b). Flux was normalised by a reference flux 
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Figure 18. Distribution of sub-endothelial albumin concentration calculated from the steady 
flow simulation (a) and LFTA simulation (b) 

The shear-dependent albumin permeability was calculated using WSS distributions. Trans-
endothelial albumin flux computed in the steady flow and the LFTA simulations are 
compared in Fig. 17. It is found that the flux was significantly higher in the low WSS regions 
where permeability was generally high. By comparing results from the steady flow and 
LFTA simulations, obvious differences can be seen especially in the high flux regions, which 
were considerably larger in the pulsatile flow results. This again illustrated the wider and 
more diffuse distribution pattern observed in the LFC and LFTA simulations in the 
preceding section. Sub-endothelial albumin concentrations are shown in Fig. 18. It was 
found that prominent albumin accumulation in the sub-endothelial layer, which showed up 
to 100% elevation, co-localised with low WSS. This was caused by the greater flux across the 
endothelium in the low WSS regions. Furthermore, discrepancies between steady flow and 
LFTA results were found: the differences in WSS distribution caused by the expansion and 
contraction of the recirculation regions in the pulsatile flow simulation, after being amplified 
by the nonlinearity of the shear-dependent models for trans-endothelial transport 
parameters, led to a wider and more diffuse distribution pattern in both trans-endothelial 
albumin flux and sub-endothelial albumin concentration. 

5.3 Discussion 
It was shown that the LFTA simulation produced different results from those given by the 
steady flow simulations. Generally speaking, more diffuse and wider distribution patterns 
were found with the LFTA simulation in terms of calculated transmural velocity, trans-
endothelial flux and sub-endothelial concentration. This was mainly because the dynamic 
behaviours of the blood flow in pulsatile flow simulations caused different WSS distribution 
from steady flow simulations and the nonlinearity of the models for shear-dependent 
transport parameters amplified these differences. Therefore, although it has been suggested 
that haemodynamic factors only contribute to the average physiological environment for 
mass transport, these factors might not be accurately represented by steady flow 
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simulations. It can be speculated that, in more complex geometries where the flow pattern is 
likely to be more disturbed, differences between steady flow and LFTA results would be 
even more pronounced. Taking into account the pulsatile flow is vital, especially when 
nonlinear shear-dependent trans-endothelial transport parameters are employed. It is 
important to point out that the LFTA procedure implicitly assumed that the endothelium 
responds instantaneously to changes in WSS. However, the endothelium may take a 
considerable period of time to adapt to WSS variations in vivo. An empirical dynamic model 
for endothelial adaptation may help relax the assumption but substantial experimental data 
are needed for the development of such a model.  
In summary, the fluid-wall model was used to simulate albumin transport in a patient-
specific human RCA and showed that albumin accumulation (up to 100% elevation) 
occurred in the low WSS regions. It was also found that steady flow simulation could 
overestimate the magnitude and underestimate the area of accumulation. The association 
between low WSS and accumulation of macromolecules leading to atherosclerosis may be 
mediated through effects on transport properties and mass transport and is also influenced 
by flow pulsatility. 

6. Conclusion 
In the present study, a fluid-wall model was developed to simulate arterial mass transport 
of macromolecules in atherosclerosis-prone arteries. To incorporate time-dependent 
transport processes in the arterial wall, two time-averaged numerical procedures were 
proposed and compared. Model parameters, especially the transport properties of the 
arterial wall layers, were estimated using a simulation-based optimisation approach. 
Furthermore, shear-dependent transport properties, such as hydraulic conductivity and 
permeability were derived from relevant experimental data in the literature to incorporate 
the shear-dependence of trans-endothelial transport. The mathematical model and 
corresponding parameters were tested in idealised arterial geometries as preliminary 
investigations. The model was then applied to a patient-specific case, albumin transport in a 
human right coronary artery. The main outcomes of this study include the following. 1) The 
determination of four sets of model parameters, including albumin transport parameters 
under transmural pressure of 70 mmHg, LDL transport parameters under transmural 
pressures of 70 mmHg, 120 mmHg, and 160 mmHg. It was shown that the simulation-based 
optimisation approach led to much better parameter estimations than existing methods. 2) 
Preliminary model tests showed that the conventional steady flow assumption in the arterial 
mass transport models may not be adequate, especially when the bulk flow is highly 
disturbed. The LFTA numerical procedures provided an efficient way to incorporate the 
effects of flow pulsatility on shear-dependent trans-endothelial transport. Results suggested 
that the influence of transient haemodynamic conditions on macromolecular transport can 
be modelled as a time-averaged effect. 3) Albumin accumulation in the subendothelial layer 
was found to be co-localised with low WSS, implying that the arterial wall exposed to low 
WSS is atherosclerosis-prone due to a greater lipid accumulation. The accumulation was 
mainly due to a greater influx in the low WSS regions where the endothelium is more 
permeable. 
A number of limitations existed in the present study, including the use of a vascular scale 
model, parameter-related limitations, and limitations in the time-averaged numerical 
procedures.  
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In the present study, transmural transport was approximated using volume-averaged 
notations, leading to formulation of a vascular scale model which could only simulate the 
spatially-averaged phenomenon. For instance, although sub-cellular scale variations in 
concentration polarisation have been found (Vincent et al., 2007), the present model 
predicted a smooth lumenal distribution of LDL because of the vascular scale formulation.  
The present study used available experimental data (Meyer et al., 1996) to determine the 
model parameters by a simulation-based optimisation approach. In these experiments, the 
fluid medium was only circulated for 30 minutes. However, it was shown that LDL 
concentration takes more than 2 hours to reach a quasi steady-state. Therefore, the 
experimental data that were used to determine the model parameters were somewhat 
questionable. Nevertheless, they were the most suitable data and were also used in other 
studies (Prosi et al., 2005; Ai and Vafai, 2006) to determine model parameters.  
In the time-averaged numerical procedures, two major assumptions were made. Lumenal 
concentration of macromolecules was assumed to be constant to avoid fully transient mass 
transport simulation for a prolonged period. In the long term, a better alternative should be 
developed, especially when the degree of concentration polarisation is predicted to be high. 
The endothelial cells in vitro take hours to reach a new steady state when a simple step 
change in WSS is imposed. However, instantaneous response of the endothelium to WSS 
was assumed here, due to the lack of relevant data and plausible models on how WSS 
induces changes in endothelial transport properties. This assumption needs to be evaluated 
further by using a dynamic model for endothelial response to WSS. 
The long term goal of computational investigations of arterial mass transport is to develop 
an experiment-assisted computational modelling framework spanning multiple spatial and 
time-scales to advance the understanding of arterial hyperlipidemia and its relations to 
progression and localisation of atherosclerosis. Therefore, the main tasks are to resolve 
physical and biological phenomena in different spatial- and time-scales. An optimal 
approach to improve the spatial resolution would be the combination of models in different 
spatial scales. The sub-cellular scale model has a better capacity to accommodate essential 
micro-scale physical phenomena that build up the macroscopic situation. When the sub-
cellular scale predictions are made, the vascular scale model should be tuned to adapt to the 
observation and eventually give a broad picture. Efforts should also be made to improve the 
temporal resolution of the model. As discussed previously, the arterial mass transport 
processes are characterised by dramatically different time-scales. Therefore, to gain a 
complete understanding of the disease progression, it is essential to investigate phenomena 
that occur at different time-scales. That is to say, when looking at lipid accumulation in the 
arterial wall, one should not ignore haemodynamics in the fluid phase, which determines 
trans-endothelial transport. The present study attempted to integrate these transport 
processes into one model framework using time-averaged techniques, but major 
improvements are still needed. Furthermore, more subject-specific investigations should be 
carried out in the future to assess the feasibility of using the model predictions to facilitate 
disease diagnosis and management. 
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1. Introduction  
Hydrogen has acquired great importance in the last decade mainly because its  combustion 
with air does not give rise to pollutant emissions in the atmosphere (either toxic or 
producing greenhouse effect). Therefore, it is seen as the future transportation fuel at least 
for urban areas (Jamal & Wyszynski (1994); Moore & Raman, (1998); Kruger, et al., 2003; 
Lerer et al., 2006). A  second reason for the growth of its importance is the proposed use as 
main energy carrier for fuel cells (Rostrup-Nielsen, 2004). However, hydrogen cannot be 
considered a fuel in the conventional meaning of the term since it is not available in 
elemental form in concentrations and amounts suitable for human needs. It is, more 
appropriately, an energy carrier because it can be produced industrially at reasonable costs 
from fossil fuels or also from water electrolysis but in a very expensive way (Lincoln, 2006).  
The needs for hydrogen of the chemical industry are, generally,  satisfied by the process  of 
catalytic steam reforming of fossil fuels, which produces synthesis gas (H2 and CO) that in 
turn is used for many important processes including methanol/dimethyl ether (DME) 
synthesis, ammonia production, olefins oxosynthesis to aldehydes (Marschner et al., 2005), 
carbonylation, hydrodesulphurization, hyrdrocracking, etc. (Rostrup-Nielsen, 1995) or as 
feedstock to the Fischer–Tropsch process for liquid hydrocarbons production (Rostrup-
Nielsen et al., 2001; Cao et al., 2005).  
Commercial processes for methane steam reforming use tubular reactors packed with 
supported nickel catalysts. In the conventional reactors, strong endothermic reactions occur 
at high temperatures for high conversion with fast kinetics. In these conditions the reaction 
becomes diffusion controlled and, therefore, a suitable catalyst structure design play an 
important role in obtaining high activity and stability. In addition, because of the 
endothermicity of the steam reforming process, the rate at which heat is transferred from an 
outside occurring exothermic reaction to the reactor tubes may become controlling.  
In recent years, microchannel reactors have been developed for process intensification and 
used in exothermic and endothermic reactions for their noticeable temperature control and 
improved mass transfer (Ehrfeld et al., 2000; Jensen, 2001;  Schubert et al., 2001; Lerou &  Ng 
(1996); Holladay et al., 2004). The use of microchannels potentially minimizes the 
temperature gradient and allows the reaction occurring at a higher average temperature so 
that the process efficiency is enhanced. A structured metallic support, with high thermal 
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conductivity, can be used as a substrate of catalysts and integrated for plate-type reactors 
and microchannel reactor applications. Thin layers of catalyst coating (typically of the order 
of 10-100 nm) on the metal substrate give much shorter transport distances than that of 
conventional catalysts (Wang et al., 2005). Beside industrial applications, multifunctional 
autothermal reactor concepts have been proposed for the thermal coupling of endothermic 
reactions with auxiliary combustion reactions for an efficient heat-integrated process. These 
concepts aim to minimizing fuel consumption and waste heat production in stand-alone 
hydrogen production, which gains increasing interest for innovative power generation 
systems, e.g., fuel cells (Kolios et al., 2004). 
Surface-bed reactors or plate-type reactors and microchannel reactors with microstructured 
catalysts have been suggested for steam reforming of hydrocarbons or for exothermic 
reactions (Tronconi &  Groppi (2000); Zanfir &  Gavriilidis  (2003); Robbins et al., 2003; 
Kolios et al., 2004; Cao et al., 2005). In developing such reactors, the knowledge of the 
temperature profile within the reactor is important for designing and optimizing the 
catalysts structure and the reactor geometry to achieve the best performance. However, 
temperature measurement within the catalyst structures in such a small dimension devices 
becomes difficult, either due to insufficient room for a thermocouple or to potential 
interference with local fluid-dynamics (Cao et al., 2005). Therefore, to evaluate not only the 
local temperature profiles but the whole reactor performance in terms of conversion and 
selectivity, accurate descriptive or predictive models are necessary. As a mature technology, 
methane steam reforming kinetics in a conventional fixed bed reactor has been well 
described (Bridger, 1980; Rostrup-Nielsen et al., 1988). Pseudo-homogeneous two-
dimensional models have been used to simulate operation of the catalytic steam reformers 
(Xu & Froment (1989a); Kvamsdal et al., 1999). Numerous studies have focused on the 
kinetics of methane steam reforming (Akers & Camp (1955); Allen et al., 1975; Aparicio, 
1997; Luna and  Becerra 1997; Craciun et al., 1998; Xu & Froment, 1989b; Hou & Hughes, 
(2001)), especially on Ni catalysts.  
Nevertheless, few modeling attempts of methane steam reforming in surface-bed or plate-
type reactors are currently available in the open literature (Avci et al., 2001; Zanfir & 
Gavriilidis (2003); Kolios et al., 2004; Cao et al., 2005). They are 2D and all include 
simplifying assumptions. For instance, Zanfir & Gavriilidis (2003) adopted a two-
dimensional geometry for the gas phase and the solid wall, while the catalyst layers were 
modeled by one-dimensional approach. The motion field was assumed fully developed 
laminar flow in both endothermic and exothermic channel. In addition, due to its small 
thickness, the catalyst layer was considered isothermal in the transverse direction and the 
pressure drop along the channels was neglected. 
In this context, the present work aimed at studying an autothermal, dual catalyst, surface-
bed reaction system for hydrogen production from methane for portable devices. Such 
devices were thought to be employed for the remote production of electric power via 
endothermic reactions, such as ammonia decomposition or hydrocarbon steam reforming 
(endothermic reactions), to produce hydrogen for fuel cells. Heat for the endothermic 
reaction is provided by an exothermic reaction occurring over the other face of the plate 
where the reforming reaction occurs. The reaction system was mathematically modeled in 
steady-state both 2D and 3D and model solutions by a FEM software (COMSOL 
Multiphysics) were carried out. 
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The purpose of the stationary model discussed here is to predict the methane conversion 
and temperature distribution within the microstructure in a 2D and 3D geometry. A 
sensitivity study of the simulation was used to allow the design of the catalyst structure and 
reactor geometry to reduce the mass/heat transfer limitation in the process and take 
advantage of the fast kinetics of the methane steam reforming reaction.  

2. Reacting system  
The main chemical reactions occurring in the reactor are: 
• Methane steam reforming: 

    (1) 

For which the reaction rate equation utilized in the calculation is: 

    (1’) 

• Water gas-shift: 

   (2) 

For which the corresponding rate equation is:  

  (2’) 

where 

    (2’’) 

The rate equations (1’) and (2’)  are those derived by Xu & Froment (1989b), for a catalyst 
containing 15.2% Ni supported on MgO-αAl2O3. 
• Methane combustion: 

  (3) 
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For which the corresponding rate equation is: 

  (3’) 

The rate equation (3’), suggested in the literature (Zanfir &  Gavriilidis (2003)), is valid for a 
catalyst containing Pt supported on α-Al2O3 

Table 2. Kinetic parameters for the reaction rate equations 

Partial pressures of gases pi in equations (1’), (2’) and (2”) were correlated to their own 
concentrations by the ideal gas law. The values of pre-exponential factors and activation 
energies used in the Arrhenius expression for the kinetic constants, i.e. kk = kk,0 exp(-
Eak/RT), in equations (1’), (2’) and (3’) are reported in Table 2 with the relevant dimensions. 
In the same Table the values of the pre-exponential factors and of the heats of adsorption, 
taken from the literature (Perry & Green, 1997) and used in Van’t Hoff expression, i.e. Ki = 
Ki,0 exp(-ΔHi/RT), for the constants in equation (2”) and the expressions of the equilibrium 
constants Ke,1 and Ke,2  in equations (1’) and (2’) are also shown. 

3. Reactor model  
3.1 Physical description  
A 2D scheme of the reactor model is shown in Figure 1 where the various parts are 
identified by numbers. The system is symmetric with respect to the channel 5 centerline and 
then the parts 1 and 9, 2 and 8, 3 and 7 and 4 and 6 are identical pairs. With reference to 
Figure 1, reforming gas goes through the central channel 5 while combustion gas through 
channels 1 and 9. Parts 3 and 7 represent metallic plates where the structured catalysts 
layers for combustion (2 and 8) and steam reforming (4 and 6), respectively, lie. It is not very 
different from modular reactors made of stackable plates suggested in the literature (Xu & 
Froment (1989a); Loffler et al., 2002). The main difference is that in this case the external 
boundaries 10 and 11 (in Figure 1) are surfaces with no slip gas velocity while in the recalled 
case they were symmetry surfaces.  

Pre-exponential factors  kk,0   Activation energy, Eak (kJ/mol)  
k1,0 (kmol bar0.5/(kgcat ·s))  1.1736 × 1012 240.1  
k2,0 (kmol/(kgcat·s·bar))  1.955 × 106   67.13 
k3,0 (s-1)  4.0 × 108  90.0  
   
Pre-exponential factor  Ki,0 Heat of adsorption,  ΔHi (kJ/mol) 
KCO,0 (bar−1)  8.23 × 10−5  - 70.65  
KCH4,0 (bar−1)  6.65 × 10−4  - 38.28  
KH2O,0 -  1.77 × 105   88.68  
KH2,0 (bar−1)  6.12 × 10−9  - 82.9  
   
Equilibrium constants  
Ke,1 = exp(−26830/T + 30.114) (bar2)   
Ke,2 = exp(4400/T – 4.036)   
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Figure 1. Reactor scheme 

With respect to conventional catalytic reactors, where a bed of catalytic solid particles fills 
the reactor volume and the gas crosses the bed, in the present case the catalytic solid 
particles are located on the lateral surfaces of the reactor thus forming a surface bed. 
Actually, in the case in the object the true reactor is the catalyst layers while the 
homogeneous portions of the reactor (channels) act merely as ducts.  

3.2 Model  
A three-dimensional heterogeneous steady-state model was developed in order to describe 
velocity, concentration and temperature distributions inside the surface-bed reactor system 
with structured catalysts. The model consists of the material, energy and momentum 
balances equations and contains the constitutive equations for physical chemistry properties 
of the reactants species and the kinetic expressions for the reactions as found from the 
literature and presented above.  
The model assumes that: a) the variations of density due to the change of gas composition 
and temperature are small so that incompressible Navier-Stokes motion equation applies; b) 
on the combustion side only the methane total oxidation reaction to H2O and CO2 occurs; c) 
on the reforming side only the methane steam reforming and the water gas shift reactions 
occur; d) reactions occur only inside the catalyst layers where, instead, convective 
momentum is not present; e) conductive heat transfer is the only transport phenomenon 
occurring inside the metallic plates; f) as suggested in the literature (Hou & Hughes (2001); 
Zanfir. &  Gavriilidis (2003)), carbon formation and deposition due to side reactions can be 
neglected by using an excess of steam, that is a minimum steam/methane molar ratio of 1.7; 
f) body forces are neglected, the reacting species being gaseous. 
The velocity variation in the reactor takes into account the influence of temperature and 
composition changes so that the global mass balance is satisfied: 
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Reactor performance were evaluated by the methane conversions, calculated by integrating 
the local molar flow rates: 

     

(5)
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For which the corresponding rate equation is: 

  (3’) 
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According to Figure 1, for each catalyst layer and channel and for the metal sheets the due 
momentum, energy and mass balances were set together with the proper boundary 
conditions in the rectangular coordinates (x–y–z) (Cartesian coordinates are indicated in 
Figure 1 and the z direction is perpendicular with respect to the scheme) with dependent 
variables: velocity components, pressure, temperature (T) and species concentrations (ci). 
Equations vectorial formulation are reported in the following so they are valid for both 2D 
and 3D formulations. 

Combustion channels 1 and 9 and steam reforming channel 5 
Momentum balance 

  (6) 

  (7) 

Boundary conditions are:  
• specified velocity with normal component at the channel ingress      
• no slip at the channel boundaries  in the y (2D and 3D) and z  (3D) directions   
• specified pressure at the channel exit P = P0      
With reference to Figure 1 for the momentum balance equations the boundaries of channels 
1 and 9 are the external boundaries (10 and 11) of the reactor  and the internal boundaries 
between the channels and the catalyst layers, respectively, while the boundaries of channel 5 
are  the internal boundaries between the channel and the catalyst layers.  
Energy balance 

  (8) 

Boundary conditions are:  
• specified temperature at the channel ingress    
• convective heat flux at the channel exit    
• Channels 1 and 9 : no heat flux through the channel external boundaries in the y (2D and 

3D) and z (3D) directions, i.e.  and thermal continuity 
  at the internal boundaries (l: gas 

phase and catalyst phase). 
• Channel 5: thermal continuity   at the 

internal boundaries (l: gas phase and catalyst phase). 
Mass balances 

  (9) 

Boundary conditions are:  
• specified concentrations at the channel ingress    
• continuity through the boundary between the gas phase and the catalyst layer, i.e. 

  where     and    
• convective mass flux at the channel exit    
where i and j subscript refers to the ith and jth specie, respectively. 
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Catalyst Layers 2 and 8 
Energy balance 

    (10) 
Boundary conditions are:  
• thermal continuity at the layers boundaries in the y directions (2D and 3D) 

  (l: gas phase and catalyst phase). 
• thermal insulation at the layer boundaries in the x (2D and 3D) and z (3D) directions 

 
Mass balances 

    (11) 
being θi the stoichiometric coefficient of the ith specie. 
Boundary conditions are:  
• continuity through the boundary between the layer and the gas phase 

 where    and 
 and no mass flow  

between the layer and the metal sheets  in the y (2D and 3D) direction 
• no mass flux through the layer boundaries  in the x (2D and 3D) and z (3D) directions  

 
Metal sheets 3 and 7 

Energy balance 

   (12) 

Boundary conditions are:  
• thermal insulation at the sheet boundaries  in the x (2D and 3D) and z (3D) directions   

 
• thermal continuity on the sheet boundaries in the y direction (2D and 3D)  

 
Catalyst Layers 4 and 6 

Energy balance 

   (13) 
Boundary conditions are:  
• thermal insulation at the layer boundaries  in the x (2D and 3D) and z (3D) directions   

 
• thermal continuity on the layers boundaries  in the y direction (2D and 3D)   

 
Mass balances 

   (14) 
being θj,i the stoichiometric coefficients of the i specie in the j reaction. 
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Catalyst Layers 2 and 8 
Energy balance 

    (10) 
Boundary conditions are:  
• thermal continuity at the layers boundaries in the y directions (2D and 3D) 

  (l: gas phase and catalyst phase). 
• thermal insulation at the layer boundaries in the x (2D and 3D) and z (3D) directions 

 
Mass balances 

    (11) 
being θi the stoichiometric coefficient of the ith specie. 
Boundary conditions are:  
• continuity through the boundary between the layer and the gas phase 

 where    and 
 and no mass flow  

between the layer and the metal sheets  in the y (2D and 3D) direction 
• no mass flux through the layer boundaries  in the x (2D and 3D) and z (3D) directions  

 
Metal sheets 3 and 7 

Energy balance 

   (12) 

Boundary conditions are:  
• thermal insulation at the sheet boundaries  in the x (2D and 3D) and z (3D) directions   

 
• thermal continuity on the sheet boundaries in the y direction (2D and 3D)  

 
Catalyst Layers 4 and 6 

Energy balance 

   (13) 
Boundary conditions are:  
• thermal insulation at the layer boundaries  in the x (2D and 3D) and z (3D) directions   

 
• thermal continuity on the layers boundaries  in the y direction (2D and 3D)   

 
Mass balances 

   (14) 
being θj,i the stoichiometric coefficients of the i specie in the j reaction. 



Recent Advances in Modelling and Simulation 

 

588 

Boundary conditions are:  
• continuity through the boundary between the layer and the gas phase  

 where  and  
 and no mass flow 

between the catalyst layer and the metal sheet  in 
the y (2D and 3D) direction 

• no mass flux through the layer boundaries  in the x (2D and 3D) and z (3D) directions  
 

In the balances above the gas densities were calculated using the ideal gas law whereas for 
catalyst density a constant value was assumed. Viscosities and thermal conductivities of the 
gaseous species refer to the values of the component largely in excess in the specific gas 
mixtures, that is H2O for the steam reforming channel and air for the combustion channels. 
Their dependence of the temperature was excerpted from experimental values from the 
literature (Perry & Green (1997)) and included as interpolated functions inside the 
calculation software. To work out heat capacities, expressions such as: 

   (15) 

were used where A, B and C were evaluated by the regression of an expression (Perry & 
Green (1997) such as: 

   (16) 

The diffusivity coefficients were calculated for a binary mixture between component ith and 
H2O (in the reforming channel) or air (in the combustion channels). The effective diffusion 
coefficient inside the catalyst layer is (Perry & Green (1997): 

   (17) 

where ε is the catalyst porosity, τ the tortuosity,  and Di,j the Knudsen diffusion 
coefficient and the molecular diffusion coefficient of the ith specie in the jth specie, 
respectively. Molecular diffusion coefficients were evaluated using (Perry & Green (1997)): 

   (18) 

where T is the temperature in [K], π the total pressure of the system in [Pa], Mi and Mj the 
molecular weights of ith and jth species, respectively, and φi the atomic diffusion volumes, 
characteristic for each component (Perry & Green (1997)). Knudsen diffusion coefficients 
were evaluated using (Perry & Green (1997)): 

        (19) 

where Rp is the mean pore radius and T the temperature into the catalyst. 
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3.3 Numerical stuff and reference case simulation 
The finite element solution algorithm was completed using COMSOL Multiphysics 
(Comsol, Inc., version 3.3a). Multiphysics modules of incompressible Navier-Stokes, 
convection–diffusion and conduction–convection were applied, when appropriate, to the 
three-phase domains. Meshing parameters were different for the 2D and the 3D FEM 
schemes. In particular, in the case of 2D a mapped mesh scheme was employed with 
rectangular extra fine meshes and edge vertex distribution as follows: longitudinal edges 
100:1; transverse edges 5:1 (metallic plate) and 10:1 (catalyst layers and channels). In the case 
of 3D predefined mesh sizes, extra coarse with characteristics listed in Table 3, were 
employed.  

Number of degrees of freedom 381162

Number of mesh points 6976 

Number of elements 33702 

Tetrahedral 33702 

Number of boundary elements 12840 

Triangular 12840 

Number of edge elements 740 

Number of vertex elements 24 

Minimum element quality 0.158 

Element volume ratio 0.015 

Table 3. Mesh Statistics 

A reference case with given reactor geometric configuration and operating conditions was 
chosen to carry out a reference case simulation. Other simulations were carried out to 
explore the influence on the reactor performance of specific geometrical and/or operating 
parameter changes. The conditions used in the calculations for the reference case are listed 
in Table 4. Inlet conditions for the reforming side are similar to those used by Xu and 
Froment (1989b), but for the total pressure close to atmospheric in our case, 29 bar, 
characteristic of industrial operation, in the kinetics from Xu & Froment. This because, as 
suggested in the literature (Kolios et al., 2004), small-scale hydrogen production, which is 
the potential application for such type of reactor is expected to operate at low pressure. 
This represents a limit of the present work. However, similar detailed rate equations for the 
investigated reacting system are not available at ambient pressure in the literature. Data 
reported in Table 4 show that the inlet reforming reaction mixture has a steam/methane 
ratio of 3 and contains trace amounts of CO2, H2 and CO. On the methane combustion side, 
the air–methane mixture has a 40% air excess with respect to stoichiometric. The inlet 
temperature of both streams is 800 K that is close to that typical of industrial steam 
reforming. The inlet methane mass flow rate in the reforming channel is fixed at 1.67 cm3/s 
at STP, while the inlet methane mass flow rate in the combustion channel is obtained from 
an overall heat balance. The data for reforming catalyst used in the calculations are typical 
for such a reaction and similar to that used by Xu & Froment (1989a) for a catalyst 
containing 15.2% Ni supported on MgO-αAl2O3.  
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Table 4. Data used for reference case calculations 

 
Figure 2. Temperature space profiles along the reactor: centerline of the reforming channel 
(solid blue), centerline of the combustion channel (solid red), centerline of the reforming 
catalyst (dashed blue) and centerline of the combustion catalyst (dashed red) 

Gas phase Reforming channel  Combustion channels  
Inlet conditions   
co-current flow   
compositions, vol. %   
H2O  66.66  
CH4:  33.33 7.50 
CO2 1 10-3  
CO 1 10-3  
O2  19.43 
N2  73.07 
H2 1 10-3  
temperature 800 K 800 K 
CH4 mass flow rate, cm3/s (STP) 1.67 0.417 
pressure 101 kPa (channel outlet) 101 kPa (channel outlet) 
channel width, m 2 10-3 1 10-3 
channel height, m  1.0 10-2 
average velocity, m/s  0.97 0.87 
channel length, m  5 10-2  
Catalyst layers   
thickness (δc), μm 200  
Average pore radius, nm 15  
porosity 0.5 
tortuosity 4 
Metal plates   
Thickness, m 5 10-4  
material  aluchrom 
Thermal conductivity, w/(m K) Temperature dependent 
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Figure 3. Axial profiles of heat flux in the y direction adjacent to the reforming catalyst: in 
the metallic plate (solid line), in the reforming channel (dotted line) 

The catalyst layer density is assumed to be 2300 kg/m3. For both type of catalyst layers an 
average pore radius of 15 nm, together with a porosity of 0.5 and a tortuosity factor of 4 are 
considered. These values are typical for both combustion and reforming catalysts (De Deken 
et al., 1982; Xu & Froment, 1989 b; Groppi et al., 1995). 

4. Results 
4.1 Thermal behaviour 
Given the symmetry of the reactor, for both 3D and 2D simulations only half of the reactor 
was simulated by substituting the proper boundary conditions (symmetry) in place of the 
lacking half. Results in simulations performed with the 2D model, under the reference case 
conditions,  are shown in Figures 2-7. The first aspect to consider is the thermal coupling of 
steam reforming with catalytic combustion in terms of evolution of both exothermic and 
endothermic conversion. Figure 2 shows the temperature longitudinal profiles on the 
centerlines of the combustion and the reforming channels, and in the combustion and 
reforming catalysts. The profiles are very close each other and they increase from the inlet 
value of 800 to 914 K at the reactor outlet. Therefore, the catalytic combustion provides the 
necessary heat flux to heat up both reaction mixtures and to simultaneously drive the 
endothermic process. A methane conversion at the reactor outlet of 0.89 for combustion and 
0.74 for reforming are achieved. Figure 3 shows the axial profiles of the absolute values of 
the heat fluxes in the y direction at the boundaries of the reforming catalyst. One profile 
(solid line) is the heat flux from the metallic plate towards the reforming catalyst, the other 
the heat flux from the reforming catalyst to the gas mixture in the reforming channel. The 
two profiles present similar shapes with a maximum at 7 mm and 5 mm from the reactor 
entrance (distances within which the profiles are increasing). The difference between the 
profiles represents the heat absorbed by the reforming reaction system (eq.s (1) and (2)). The 
maxima heat fluxes generated and consumed reach values of the order of 105 W/m2 i.e. 10 
W/cm2  that, considering the very small temperature gradients (Figure 2), is a very high 
value with respect to that attainable in industrial practice.  
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Figure 4. Reactor temperature transverse profiles: a at 1.5 cm from the reactor entrance; b   at 
1.0 cm from the reactor outlet. From 0 to 1: reforming channel. From 1 to 1.2: reforming 
catalyst. From 1.2 to 1.7: metallic plate. From 1.7 to 1.9: combustion catalyst. From 1.9 to 2.4: 
combustion channel 

A further aspect to be examined is the magnitude of the transverse temperature gradients. 
From Figure 2 it is already evident that the four profiles are very close each other. However, 
the transverse temperature gradients can be better analyzed from Figure 4 where the 
transverse temperature profiles at 1.5 cm (Figure 4a) from the reactor entrance and at 0.5 cm 
(Figure 4b) from the reactor outlet are shown. In particular, Figure 4a, which pertains to the 
distance from the reactor inlet where the highest transverse temperature gradients develop, 
evidences that the maximum temperature difference between reforming and combustion 
catalyst is 0.7 K while the maximum difference between the reforming and combustion 
channels is less than 10 K although that inside the reforming channel is almost 20 K. Much 
lower differences can be observed close to the reactor outlet. Specifically, Figure 4b shows 
that the maximum temperature difference between reforming and combustion catalyst is 0.1 
K, that between the reforming and combustion channels is less than 1 K and that inside the 
reforming channel is almost 2 K. As a result, the high thermal conductivity of the metallic 
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wall makes possible an efficient heat transfer at a temperature difference of the order of 
tenths of K. With reference to Figure 4, it must be remarked that the value 0 of the transverse 
coordinate represents the centre of the reactor and the centre of the reforming channel. 
Therefore, at that point there is not a physical boundary, the heat flux and the momentum 
flux are both zero and the x component of the gas velocity is maximum. On the contrary,  
the value 2.9 10-3 m of the transverse coordinate represents a solid wall that is the external 
boundary of the reactor and the boundary of the combustion channel. This means that the 
heat flux is zero, both components of the gas velocity are zero and the momentum flux is not 
zero. This is one of the reasons because for the same distance in the transverse direction (y) 
the gas phase temperature difference in the reforming channel results always larger than 
that in the combustion channel (Figures 2, 4a and 4b).  

4.2 Mass transfer and chemical reactions 
The concentration on the centerline of the reforming channel of the various species involved 
in the reactions occurring within the reforming catalyst are shown in Figure 5. This  yields 
an overall picture of the reactor performance. The hydrogen concentration steadily increases 
from the initial value to about 9 mol/m3 resulting the most abundant component in the exit 
gas mixture The ratio between the hydrogen concentration and CO concentration is very 
high (about 9).  

 
Figure 5. Axial profiles of species concentrations on the centerline of the reforming channel 

One important aspect to determine is the effect of interphase mass transport resistance. 
Figure 6a shows the methane concentration axial profiles on the centerlines of the  
combustion channels and of the combustion catalyst while Figure 6b shows the 
correspondent profiles for the reforming section of the reactor. From these Figures the 
differences between the channel and the catalyst profiles in each section yield a measure of 
the resistance to the interphase transport. As expected, in the combustion section the axial 
methane concentration profiles both in the channel and in the catalyst show an 
exponentially decreasing trend, which reflects the relatively simple kinetics of the reaction. 
In contrast, a more complex trend is shown by the axial methane concentration profile in the 
catalyst because of the non linearity of the kinetics and the simultaneous occurrence of two 
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reactions (eq.s (1) and (2)). Another aspect to examine is the size of the concentration 
gradients in the transverse direction. These can be appreciated from Figure 7 where the 
transverse methane concentration profiles at 1.5 cm from the reactor inlet and at 0.5 cm from 
the reactor outlet are shown. In particular, the first profile, which pertains to the distance 
from the reactor inlet where the highest transverse temperature gradients develops, 
evidences that the gradients inside the reforming and the combustion channels are 
negligible with respect to the gradients in the catalyst phase. The order of magnitude of 
these latter range from 105 mol/m4 close to the reactor inlet to 104 mol/m4 in the remaining 
part of the reforming catalyst and in all the combustion catalyst too.  

 
a) 

 
b) 

Figure 6. Axial methane concentration profiles along the reactor: (a) solid line combustion 
channel, dashed line combustion catalyst; (b) solid line reforming channel, dashed line 
reforming catalyst 
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Figure 7. Methane concentration transverse profiles at 1.5 cm from the reactor entrance 
(solid line) and at 1.0 cm from the reactor outlet (dashed line). From 0 to 1: reforming 
channel. From 1 to 1.2: reforming catalyst. From 1.2 to 1.7: metallic plate. From 1.7 to 1.9: 
combustion catalyst. From 1.9 to 2.4: combustion channel 

4.3 Methane concentration in the combustion channel 
A basic requirement of the system in the object, which is thought to be used for energy 
feeding of portable electric devices, should be the complete reliability with respect to 
possible uncontrolled rises in temperature or even to a possible explosion hazard. In this 
view, the coordination between exothermic and endothermic reaction rates appears 
fundamental. However, even in the case such a coordination occurs, the possible progress of 
the combustion reaction in the homogeneous phase may represent an hazard. In addition, if 
the concentration of the reacting mixture entering the combustion channel is within the 
flammability limits and the temperature becomes high enough, it could ignite before the 
reactor inlet. Therefore, for safety purposes the occurrence of the exothermic reaction, here 
represented by the methane combustion, in the homogeneous phase should be avoided. A 
possible way to make the system of hydrogen generation intrinsically safe is to feed the 
combustion mixture at a methane concentration below the LEL (lower explosivity limit). 
Considering that at STP the LEL of methane in air is about 5 vol%, that the autoignition 
temperature for air/methane mixtures is around 900 K, the extimated LEL of methane in air 
at such a temperature should be about 3 vol% (Crowl & Louvar (2002)). Therefore, a safe 
operating concentration should be about 3 vol%. To this purpose in this work, beside those 
carried out under the conditions considered in the reference case, other simulations were 
effected for which, for a given methane mass flow rate, its concentration at the combustion 
channel inlet was kept below 3 vol%. In this way, the system is intrinsically safe, because the 
reacting mixture cannot ignite spontaneously. In addition, the simulation becomes more 
realistic the contribution to the methane combustion of the homogeneous phase being really 
absent, as implicitly hypothesized in this work. 
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Figure 8. Temperature distribution over the boundaries of the 3D reactor 

The comparison of results of runs performed under these conditions with those effected 
under the conditions of the reference case are reported in the following when analyzing the 
influence of various parameters on the reactor performance. These simulations are labeled in 
the paper as n-expl. in contrast to the others that are recalled as expl. 

4.4 Comparison between 2D and 3D results 
For given operating conditions some simulations were carried out in both 2D and 3D 
geometry. In principle, a plane 2D geometry represents a slice of the reactor where the z 
dimension is greatly prevalent with respect to the y dimension. Actually, the model reactor 
has not such characteristics, the length in the z dimension being 10 mm, that is only 5 times 
the reforming channel width. This means that the boundary effects due to the presence of 
the boundary walls in the z direction may have a significant influence on the velocity, 
temperature and species concentration profiles that certainly influence the overall reactor 
performance. Figures 8 shows the temperature distribution over the boundaries of the 3D 
reactor obtained under operating conditions of the reference case. From this Figure the effect 
of the boundaries along the z direction appears evident.  
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Figure 9. Temperature space profiles along the reactor  calculated with the 2D model. (for 
the legend see caption to Figure 2) 

 

 

 

 
Figure 10. Temperature space profiles along the reactor  calculated with the 3D model. (for 
the legend see caption to Figure 2) 

Figures 9 and 10 show the reactor temperature longitudinal profiles on the centerlines of 
the combustion and the reforming channels, and on the centerline of the combustion and 
reforming catalysts in the case of 2D and 3D geometry models, respectively. Both were 
calculated under the same operating conditions, i.e.: same inlet mass flow rates and 
compositions of the reference case (expl.) but inlet temperature of 900 K. In the case of the 
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3D simulation (Figure 10) the temperature profiles are those lying over a xy plane 
intersecting the reactor in the middle of its height along z. The two sets of profiles appear 
quite similar: the temperatures in the combustion section (catalyst and channel) are 
always slightly higher than the corresponding ones in the reforming section. However, a 
closer inspection reveals some significant differences. In the 2D case the temperature, after 
an initial slow growth, increases steadily  from 900 K at the reactor inlet up to 965 K at the 
reactor outlet while in the other case it grows faster, reaches 960 K at 60% of the reactor 
length and remains constant up to the outlet. Another difference is represented by the 
larger transverse temperature gradients of the 3D case with respect to 2D. In the 2D case 
they are comparable with those observed in Figure 2 for the reference case while in the 3D 
case they are almost double. This is true for all combinations, i.e. catalyst-catalyst, 
catalyst-channel and channel-channel. On the whole, the 3D case shows a faster progress 
of the reactions with consequent need for faster heat transfer. These differences in the 
thermal behaviour between 2D and 3D simulations persist when the comparison is 
extended to other operating conditions and, in addition, they reflect the better overall 
performance of the 3D reactor with respect to the 2D, as can be seen by the following 
discussion.  
The quantitative comparison between the 2D and 3D simulations was made with respect 
to the main results, i.e. the methane conversion in both the combustion and the steam 
reforming channels, as obtained from equation 5. Further, beside the methane 
conversions, other parameters are employed, i.e. a) the gas hourly space velocities GHSV 
in the combustion and steam reforming sides of the reactor, calculated as ratio between 
gas flow rates at the reactor inlet temperature and volume of catalyst; b) the maximum 
temperature reached in the reactor; c) the mean gas residence time, trm, in both the 
combustion and the reforming channel, calculated as ratio between the gas flow rates at 
the reactor inlet temperature and the volume of the channel; and d) the hydrogen yield , 
φH2, evaluated as ratio between the amounts of methane reacted and hydrogen produced. 
GHSV and trm were useful to allow the comparison of simulations carried out by changing 
the catalyst volume or the channel width, as discussed later. Results of simulations carried 
out with the 2D and 3D models under various operating conditions are reported in Table 
5. Those referring to the operating conditions of the reference case are listed in the first 
two rows of such a Table. The other operating conditions are: i) same inlet temperature of 
the reference case but different methane concentration in the combustion channel (3rd and 
4th rows of Table 5) and ii) different inlet temperatures for the two conditions above (5th-
8th rows of Table 5). Focusing the comparison on the results of the simulations in 2D and 
3D with the same operating conditions, it appears that, in general, the methane 
conversions at the reactor outlet calculated with the 2D geometry in both the combustion 
and reforming channels are lower than the correspondent in 3D geometry but in one case 
(Xch4-sr 3rd and 4th rows of the Table). This finding reflects the differences in the thermal 
behaviour discussed above. In any case, such conversions differ by less than 10% but in 
the last two rows of the Table where the differences are larger. It is worth noting, 
however, that even in this case the values of the conversions are congruent with the 
overall results of the simulation. For instance, the lower value of Xch4-co in the 2D with 
respect to the correspondent in 3D results in a lower value of Xch4-sr and in a lower 
maximum temperature reached in the reactor.  
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Geometry  Tin, 
K  

Xch4-co  Xch4-sr  Tmax, K Trm-co, 
ms  

Trm-sr, 
ms 

GHSVco, 
h-1 

GHSVsr, 
h-1 

φH2 

2D expl 800 0.89 0.74 914 0.057 0.026 314840 702884 3.29 

3D expl 800 0.96 0.77 914 0.057 0.026 314840 702884 3.33 

2D n-expl 800 0.36 0.45 827 0.020 0.026 900588 702884 3.44 

3D n-expl 800 0.40 0.41 828 0.020 0.026 900588 702884 3.56 

2D expl 900 0.95 0.90 965 0.051 0.023 354194 790745 3.05 

3D expl 900 0.99 0.93 960 0.051 0.023 354194 790745 3.00 

2D n-expl 900 0.49 0.69 900 0.018 0.023 1013162 790745 3.22 

3D n-expl 900 0.68 0.79 920 0.018 0.023 1013162 790745 3.18 

Table 5. Comparison of 2D and 3D results obtained under the same operating conditions 

For what concerns the hydrogen yield, focusing again the comparison on the results of the 
simulations in 2D and 3D at the same operating conditions, data show that φH2’s obtained 
with the 2D geometry model are lower than that in 3D model but in one case (7th and 8th row 
of Table 5). It is worth noting that φH2=3 would be the stoichiometric value if reaction (1) 
were the only occurring in the reforming catalyst so that the amount exceeding 3 is due to 
the contribution of reaction (2).  
Data in Table 5 also shows the influence on the reactor performance of temperature and inlet 
methane concentration in the combustion channel. In the case of inlet temperature of 900 K 
and methane concentration within the explosivity limits (case referring to results in Figures 
9 and 10) the methane conversion is practically 1 (3D model) for the combustion reaction 
and very high for the reforming reactions. However, under these conditions the hydrogen 
yield is the lowest. In contrast, when the highest hydrogen yield is reached the lowest 
methane conversion is achieved. Similar considerations can be done for the other results in 
the Table so that a general trend can be drawn from such results. The higher the maximum 
temperature reached in the reactor the higher the methane conversions and the lower the 
hydrogen yield.  

4.5 Influence of the channels width 
The reactor thermal behaviour and performance was studied for different channels width, 
Wc, at constant inlet flow rates of the reaction mixtures. Runs were also carried out by 
keeping constant the mean inlet velocities of reaction mixtures. The variation range for the 
combustion channels width, Wc-co, was 1-1,5 mm and for the reforming channel width, Wc-sr, 
2-3 mm. All other parameters were kept at their reference case values. Keeping constant the 
inlet mass flow rates and altering the channel width results in modifying the inlet velocities 
in the reactor and consequently the mean residence time (trm) of the gases in the channels 
but the GHSV’s do not change. The results in terms of methane conversions in the 
combustion and reforming channels are reported in Table 6 for the reference cases (3rd and 
4th row in Table) and for cases where the methane concentration in the combustion channels 
were below the LEL (1st and 2nd row). At constant mass flow rates the influence of the 
channel width or, better, of trm, appears negligible under n-expl. conditions with a slight 
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3D simulation (Figure 10) the temperature profiles are those lying over a xy plane 
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GHSV and trm were useful to allow the comparison of simulations carried out by changing 
the catalyst volume or the channel width, as discussed later. Results of simulations carried 
out with the 2D and 3D models under various operating conditions are reported in Table 
5. Those referring to the operating conditions of the reference case are listed in the first 
two rows of such a Table. The other operating conditions are: i) same inlet temperature of 
the reference case but different methane concentration in the combustion channel (3rd and 
4th rows of Table 5) and ii) different inlet temperatures for the two conditions above (5th-
8th rows of Table 5). Focusing the comparison on the results of the simulations in 2D and 
3D with the same operating conditions, it appears that, in general, the methane 
conversions at the reactor outlet calculated with the 2D geometry in both the combustion 
and reforming channels are lower than the correspondent in 3D geometry but in one case 
(Xch4-sr 3rd and 4th rows of the Table). This finding reflects the differences in the thermal 
behaviour discussed above. In any case, such conversions differ by less than 10% but in 
the last two rows of the Table where the differences are larger. It is worth noting, 
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inlet mass flow rates and altering the channel width results in modifying the inlet velocities 
in the reactor and consequently the mean residence time (trm) of the gases in the channels 
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were below the LEL (1st and 2nd row). At constant mass flow rates the influence of the 
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prevalence of the reactor with narrower channels, and weak under expl. conditions with, in 
contrast, better performance for the reactor with wider channels. Therefore, it is not possible 
to draw conclusions. 
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h-1 

2 n-expl 800 0.36 0.45 827 0.020 0.026 900588 702884 

3 n-expl 800 0.34 0.44 819 0.030 0.038 900588 702884 

2 expl 800 0.89 0.74 914 0.057 0.026 314840 702884 

3 expl 800 0.92 0.81 940 0.086 0.038 314840 702884 

Vcost- 3 n-expl 800 0.22 0.33 800 0.020 0.026 1350882 1054327 

Table 6. Comparison between reactor performance as a function of channel width 

Unlike the previous case, where inlet flow rates were kept constant, an increase in channel 
width keeping the mean gas velocity and the value of trm constants affects significantly the 
outlet conversions. In this case the amount of reactants flowing  through the reactor per unit 
catalyst volume and, then, GHSV increases (compare 1st and 5th rows in Table 5).  
Increasing channel widths from their reference case value (Wc-sr = 2 mm and Wc-co= 1) at 
constant gas inlet velocity leads to methane conversion reduction because: a) the catalyst 
amount becomes insufficient for the amount of reactants fed in the reactor and b) the 
external mass transfer resistances play a stronger role. The overall reaction heat fluxes 
remain the same as channel width increases, leaving a similar amount of sensible heat to be 
used for heating up larger amounts of reactants. This results in lower temperatures along 
the reactor.  

4.6 Influence of catalyst thickness 
The influence of catalyst thickness, δc, on the reactor behaviour was studied by keeping 
constant the reactants mass flow rates. The reactor operation was simulated for three values 
of catalyst thickness, i.e. 200, 100, and  50 µm while keeping all the other parameters at their 
reference case values but for what concerns the inlet methane concentration in the 
combustion channel that was at non explosive level. This with respect to the reference case 
corresponds to decreasing GHSV of factors 2 and 4, respectively. Changes in the catalyst 
thickness influence considerably both thermal behaviour and outlet conversions.  
As above the comparison is made through the methane conversions achieved in the two 
cases both in the steam reforming and in the combustion channels. The results are reported 
in Table 7. It is evident that the loss of performance due  to a decrease of 50% of δc from 200 
to 100 μm is almost negligible. This is mainly due to the conservative parameters used for 
defining the catalyst layer characteristics (i.e. mean pore radius and tortuosity) that results 
in a very impervious path for diffusing gases. However, when δc is further decreased, 
methane conversion both in the combustion and in the reforming section significantly 
decrease. The hydrogen yield does not change too much within the limits of the three cases 
analyzed. 
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δc, μm  Tin, K Xch4 -co Xch4-sr Tmax, K
trm-co, 

ms 
trm-sr, 
ms 

GHSVco, 
h-1 

GHSVsr, 
h-1 φH2 

200 n-expl 800 0.36 0.45 827 0.020 0.026 900588 702884 3.44 

100 n-expl 800 0.35 0.45 827 0.020 0.026 1801176 1405768 3.44 

50 n-expl 800 0.27 0.38 800 0.020 0.026 3602352 2811536 3.42 

Table 7. Comparison between reactor performance as a function of catalyst thickness 

5. Discussion  
As seen in the previous section (4), there are several operating parameters that influence the 
performances of the system. They are typical of reacting systems and can be summarized as 
GHSV’s, tmr’s and inlet gas temperatures. The particularity of the present case is the 
simultaneous occurrence of two coupled reactions, one exothermic and the other 
endothermic, in which the extent of the second depends on the extent (heat produced) of the 
first and the effectiveness of the heat transferred. In addition, the coupling of the two 
reactions does not exclude to have for each set of values of the mentioned parameters  
pertaining to one reaction several sets of parameters for the other reaction. This makes the 
system quite complex and difficult to analyze.  However, some general considerations can 
be drawn.  

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Figure 11. Methane conversions in the combustion and reforming sides of the reactor as a 
function of GHSV for various operating conditions available in Table 6 and 7 

The first is that, as expected, GHVS plays a key role in determining the reactor performances 
although this is supported by only a part of the data. For instance data in Table 7, pertaining 
to simulations of the influence of such a parameter, carried out by changing GHSV in the 
same way for both sections of the reacting system, shows a clear effect of GHSV: the reactor 

0 1000000 2000000 3000000 4000000
GHSV, h-1

0.2

0.4

0.6

0.8

1

X
C

H
4-

co
 a

nd
 X

C
H

4-
sr
, -

data from Table 7 comb. side
data from Table 7 refor. side
data from Table 6 comb. side
data from Table 6 refor. side



Recent Advances in Modelling and Simulation 

 

600 

prevalence of the reactor with narrower channels, and weak under expl. conditions with, in 
contrast, better performance for the reactor with wider channels. Therefore, it is not possible 
to draw conclusions. 

 

Wc-sr, 
mm  Tin, 

K 
Xch4 -

co Xch4-sr 
Tmax, 

K 
trm-co, 
ms 

trm-sr, 
ms 

GHSVco, 
h-1 

GHSVsr, 
h-1 

2 n-expl 800 0.36 0.45 827 0.020 0.026 900588 702884 

3 n-expl 800 0.34 0.44 819 0.030 0.038 900588 702884 

2 expl 800 0.89 0.74 914 0.057 0.026 314840 702884 

3 expl 800 0.92 0.81 940 0.086 0.038 314840 702884 

Vcost- 3 n-expl 800 0.22 0.33 800 0.020 0.026 1350882 1054327 

Table 6. Comparison between reactor performance as a function of channel width 

Unlike the previous case, where inlet flow rates were kept constant, an increase in channel 
width keeping the mean gas velocity and the value of trm constants affects significantly the 
outlet conversions. In this case the amount of reactants flowing  through the reactor per unit 
catalyst volume and, then, GHSV increases (compare 1st and 5th rows in Table 5).  
Increasing channel widths from their reference case value (Wc-sr = 2 mm and Wc-co= 1) at 
constant gas inlet velocity leads to methane conversion reduction because: a) the catalyst 
amount becomes insufficient for the amount of reactants fed in the reactor and b) the 
external mass transfer resistances play a stronger role. The overall reaction heat fluxes 
remain the same as channel width increases, leaving a similar amount of sensible heat to be 
used for heating up larger amounts of reactants. This results in lower temperatures along 
the reactor.  

4.6 Influence of catalyst thickness 
The influence of catalyst thickness, δc, on the reactor behaviour was studied by keeping 
constant the reactants mass flow rates. The reactor operation was simulated for three values 
of catalyst thickness, i.e. 200, 100, and  50 µm while keeping all the other parameters at their 
reference case values but for what concerns the inlet methane concentration in the 
combustion channel that was at non explosive level. This with respect to the reference case 
corresponds to decreasing GHSV of factors 2 and 4, respectively. Changes in the catalyst 
thickness influence considerably both thermal behaviour and outlet conversions.  
As above the comparison is made through the methane conversions achieved in the two 
cases both in the steam reforming and in the combustion channels. The results are reported 
in Table 7. It is evident that the loss of performance due  to a decrease of 50% of δc from 200 
to 100 μm is almost negligible. This is mainly due to the conservative parameters used for 
defining the catalyst layer characteristics (i.e. mean pore radius and tortuosity) that results 
in a very impervious path for diffusing gases. However, when δc is further decreased, 
methane conversion both in the combustion and in the reforming section significantly 
decrease. The hydrogen yield does not change too much within the limits of the three cases 
analyzed. 

Modeling of Surface-bed Reactor for Endothermic and Exothermic Reactions Coupling 

 

601 

δc, μm  Tin, K Xch4 -co Xch4-sr Tmax, K
trm-co, 

ms 
trm-sr, 
ms 

GHSVco, 
h-1 

GHSVsr, 
h-1 φH2 

200 n-expl 800 0.36 0.45 827 0.020 0.026 900588 702884 3.44 

100 n-expl 800 0.35 0.45 827 0.020 0.026 1801176 1405768 3.44 

50 n-expl 800 0.27 0.38 800 0.020 0.026 3602352 2811536 3.42 

Table 7. Comparison between reactor performance as a function of catalyst thickness 

5. Discussion  
As seen in the previous section (4), there are several operating parameters that influence the 
performances of the system. They are typical of reacting systems and can be summarized as 
GHSV’s, tmr’s and inlet gas temperatures. The particularity of the present case is the 
simultaneous occurrence of two coupled reactions, one exothermic and the other 
endothermic, in which the extent of the second depends on the extent (heat produced) of the 
first and the effectiveness of the heat transferred. In addition, the coupling of the two 
reactions does not exclude to have for each set of values of the mentioned parameters  
pertaining to one reaction several sets of parameters for the other reaction. This makes the 
system quite complex and difficult to analyze.  However, some general considerations can 
be drawn.  

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Figure 11. Methane conversions in the combustion and reforming sides of the reactor as a 
function of GHSV for various operating conditions available in Table 6 and 7 

The first is that, as expected, GHVS plays a key role in determining the reactor performances 
although this is supported by only a part of the data. For instance data in Table 7, pertaining 
to simulations of the influence of such a parameter, carried out by changing GHSV in the 
same way for both sections of the reacting system, shows a clear effect of GHSV: the reactor 

0 1000000 2000000 3000000 4000000
GHSV, h-1

0.2

0.4

0.6

0.8

1

X
C

H
4-

co
 a

nd
 X

C
H

4-
sr
, -

data from Table 7 comb. side
data from Table 7 refor. side
data from Table 6 comb. side
data from Table 6 refor. side



Recent Advances in Modelling and Simulation 

 

602 

performance decreases as GHSV increases on both sides of the reactor. Such an influence 
does not appear strong, the conversion change being about 20% against GHSV variations of 
a factor 4 (Figure 11). The influence of GHSV is more evident from data in Table 6, 
pertaining to simulations of the influence of tmr. In fact, also in this case a clear trend appears 
and the influence, even though in the same direction of the previous case, appears much 
stronger since  with respect to a  GHSV  change of about 20%, the methane conversion  
varies by a factor 4 (Figure 11). Such a strong influence is due to the combined effect of tmr 
especially on the combustion side of the reactor (cfr. Table 6). Instead,  for data in Table 5 
pertaining to simulations of the reliability of 2D and 3D models and the effect of gas inlet 
temperature, it is not possible to highlight a clear  influence. 
The comparison between the results  obtained with the 2D and 3D models under the same 
operating conditions have evidenced differences in the performance of the reactor not large 
but significant. When we move from 2D to 3D models, such differences  result in  an 
increase from 5 to 20% of both Xch4-co and Xch4-sr, which reflects a different thermal behavior 
of the reacting system and influence also the hydrogen yield. It is worth noting that the 
computation time required in the two cases is very different. Specifically, using an HP 
xw8400workstation equipped with 2 Xeon processors and 4 GB of RAM a 2D simulation 
takes on the average about 20 minutes with respect to 50-60 hours necessary in the 3D case.   
It is impossible by now to establish which is the more correct or the more reliable. In 
particular, it should be assessed if 2D simulations are suitable for purpose of reactor design 
and experimental data interpretation. The answer should come from the comparison of the 
results of such  simulations with experimental data obtained with a real reactor 
geometrically comparable, operated under conditions as much as similar to those fixed for 
the simulations. This represents argument for coming work of the authors. 
Further interesting aspects to be studied are the simulation of unsteady-state conditions and, 
specifically, of the system start-up and of the system response to small changes in the gas 
feeding flow rates and temperatures. 

6. Conclusions  
Methane steam reforming coupled with methane catalytic combustion by means of indirect 
heat transfer in a surface-bed catalytic reactor was studied by 2D and 3D models. The 
reactor consists of a central reforming channel and two lateral combustion channels. A 
reference case for what concerns operating conditions and reactor geometry was chosen and 
its simulation was carried out. Changes of reactor performance as consequence of operating 
parameters and reactor geometry variations were analyzed with respect to the reference 
case. 
The simulation showed that suitable amount of fuel and adequate catalyst activity in the 
combustion channel can provide enough heat to simultaneously heat up the reaction 
mixture and drive the endothermic process. The proximity between the heat source and the 
heat sink increases the efficiency of heat transfer resulting in transverse temperature 
gradients do not exceeding, generally,  0.7 K across the metallic wall and 20 K across the gas 
in the channel. Decrease of transverse temperature differences and intraphase mass transfer 
resistances have the global effect of reducing the reactor dimension and the catalyst amount. 
The influence of channels width, and catalyst layer thickness on reactor behaviour was also 
studied. At constant inlet flow rates, changes of channel width in the range 1–2 mm do not 
introduce significant differences in the reactor performance. Rather small differences in the 
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catalyst axial temperature profiles and outlet methane conversions are observed. In contrast, 
altering the channel width at constant inlet velocities has strong influence. Larger channel 
width results in lower conversion and smoother axial temperature profiles. Intraphase 
resistances are present even for catalyst thickness of micrometers for both reforming and 
combustion processes. Increasing GHSV, that is the inlet flow rate/catalyst volume ratio, 
leads to lower outlet conversions. Due to different effect of catalyst layer thickness on 
reforming and combustion channels, there are significant changes in the reactor temperature 
profile. Results indicate that steam reforming of methane in a surface-bed reactor is feasible 
provided that mass flow rates, channels width, catalyst loadings and thickness are properly 
designed. 

7. Notation 
cp   specific heat, J/(mol K) 
c  concentration, mol/m3 
Deff  effective diffusion coefficient, m2/s 
D   molecular diffusion coefficient, m2/s 
GHSV gas hourly space velocity, h-1 
k   thermal conductivity, W/(m K) or reaction rate constant 
Ke   equilibrium constant 
M   molecular weight, kg/mol 
LEL  lower explosivity limit, vol % 

   unit vector perpendicular to the flux surface 
N  molar flux at the boundary, mol/(m2 s) 
p   partial pressure, bar 
P   total pressure, bar 
q  thermal flux at the boundary, J/(m2 s) 
r   reaction rate,  various dimensions (see eq.s 1’, 2’ and 3’) 
Rp   catalyst pore radius, nm 
STP  standard temperature and pressure (298 K and 101 103 Pa) 
t  time, s 
T   temperature, K 
ts  transverse surface 
ux    Velocity component on the x coordinate 

  velocity vector 
v   normal component of velocity at the channel ingress 
x   axial coordinate, m 
X   conversion 
y  transverse coordinate, m  
Wc  distance between the reactor plates, m 
z   vertical coordinate, m 
Greek letters 
ΔH0r  heat of reaction at reference state conditions , KJ/mol 
δc    catalyst thickness, μm 
ε   catalyst porosity 
φ  atomic diffusion volume or chemical reaction yield 
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θ   stoichiometric coefficient 
ρ   density, kg/m3 
τ  catalyst tortuosity 
 

Subscripts and superscripts 
cat  catalyst 
co  combustion 
CH4 methane 
H2  hydrogen 
in   inlet 
i   chemical species 
j   channel 
k   reaction  
l  phase 
rm  mean residence 
s   metal sheet 
sr  steam reforming 
0  channel ingress 
1   reforming reaction 
2  water gas shift reaction 
3  combustion reaction 
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in   inlet 
i   chemical species 
j   channel 
k   reaction  
l  phase 
rm  mean residence 
s   metal sheet 
sr  steam reforming 
0  channel ingress 
1   reforming reaction 
2  water gas shift reaction 
3  combustion reaction 
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1. Introduction   
1.1 Background 
It is widely accepted that simulation can have a major impact on the design and evaluation 
of building and systems performances. Also, the modelling and simulation of whole 
building heat, air and moisture (further-on called HAM) responses in relation to human 
comfort, energy and durability are relevant. IEA Annex 41 (2005) focuses on a holistic 
approach of HAM transfer between the outside, the enclosure, the indoor air and the 
heating, ventilation and air-conditioning (HVAC) systems. Therefore integrated HAM 
models capable of covering all these issues are sought-after. There is no single simulation 
tool that covers all of the issues (Augenbroe (2002)). One option is the external coupling of 
tools (Hensen et al. (2004); Djunaedy (2005)). Recent developments in general modelling and 
simulation tools give rise to another option: the use of a single computational environment. 
Important requirements for such a simulation environment are: 
a) A lot of existing HAM models are based on Ordinary Differential Equations (ODEs) or 
Partial Differential Equations (PDEs). Therefore it should be relative easy to implement and 
couple such models in the simulation environment.  
b) The modelling and simulation results should be reproducible and accessible. This means 
that the relation between mathematical model and numerical model should be clear and 
people in the scientific community should have access to models  
c) For practical use, a whole building model, capable of simulation the building response, 
should also be present. 
MatLab (including toolboxes) (2008) has become the standard tool for scientific 
computations. The aim of this chapter is to investigate whether the MatLab simulation 
environment, including SimuLink & Comsol, is capable of meeting all requirements.  

1.2 HAM models  
Over the past years hundreds of tools are developed (Crawley et al. (2005)). The aim of this 
Section is not to obtain an exhaustive list of HAM models, but to obtain a representative 
group of HAM models that will be used in the next Section for identifying common HAM 
related modelling problems. The work in this chapter is related to: (1) Annex 41 (2005), (2) 
building energy programs, (3) modelling and simulation techniques; (4) Matlab/SimuLink 
related tools. For each of the four items, a summary of involved HAM models is presented 
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Over the past years hundreds of tools are developed (Crawley et al. (2005)). The aim of this 
Section is not to obtain an exhaustive list of HAM models, but to obtain a representative 
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related tools. For each of the four items, a summary of involved HAM models is presented 
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now. First, in 2005, 14 different tools were used in an Annex 41 common exercise (2005) 
about simulating the dynamic interaction between the indoor climate of a room and the 
HAM response of the enclosure. All tools model the indoor air and the enclosure. Six HAM 
models are stand-alone simulation tools and have promising capabilities for simulating 
HVAC systems: Bsim (2008), IBPT (2008), IDA-ICE (2008), TRNSYS (2008), EnergyPlus 
(2008), and HAMLab (2008). The latter is presented in this chapter. Second, the energy 
related software tools at the Energy Tools website U.S. Department of Energy U.S (2008) has 
been used for several comparison studies. A recent overview is provided by Crawley et al. 
(2005). Furthermore, Schwab et al. (2004) used the same website for a study on programs 
that might simulate whole building HAM transfer. The criteria were based on: moisture 
storage in building materials, calculate indoor climate, moisture exchange in HVAC system, 
access to source code. Three tools met all criteria: Bsim (2008), TRNSYS (2008) and 
EnergyPlus (2008). These tools are already mentioned. Third, Gough (1999) reviews tools 
with the focus on new techniques for building and HVAC system modelling. In this study 
four simulation techniques were investigated. Proved techniques related with HAM 
modelling are the equation-based method techniques such as Neutral Model Format and 
IDA solver, which are included in IDA-ICE (2008) and TRNSYS (2008). The other mentioned 
techniques of Gough (1999) are simulation environments with limited HAM modelling 
capabilities for building simulation. Fourth, Riederer (2005) provides a recent overview of 
Matlab/SimuLink based tools for building and HVAC simulation. The tools who are most 
related with the work in this chapter are discussed now. SIMBAD (2008) provides HVAC 
models and related utilities to perform dynamic simulation of HVAC plants and controllers. 
The toolbox focuses on thermal processes with limited capabilities for moisture transport 
simulation. In addition to this work, this chapter presents how models that include moisture 
transport, can be simulated in SimuLink. The International Building Physics Toolbox (IBPT) 
(2008) is constructed for the thermal system analysis in building physics. The tool 
capabilities also include 1D HAM transport in building constructions and multi-zonal HAM 
calculations. (Sasic Kalagasidis (2004)). All models including the 1D HAM transport in 
building constructions are implemented using the standard block library of SimuLink. The 
developers notice the possibility to couple to other codes / procedures for 2D and 3D HAM 
calculations. In addition to this work, this chapter shows how this can be done using 
Comsol.  

1.3 Common modelling problems 
All HAM tools mentioned in previous Sections, face at least one limitation that cannot be 
solved by the tool itself. Either a problem occurs at the integration of HVAC systems 
models into whole building models, or a problem occurs at the integration of 2D and 3D 
geometry based models (for example airflow and HAM response of constructions) into 
whole building models. The first problem, a time scale problem, is caused by the 
difference in time constants between HVAC components and controllers (order of 
seconds) and building response (order of hours). This can cause inaccurate results and 
long simulation duration times (Gouda et al. (2003) and Felsman et al. (2002)). The second 
problem, a lumped/distributed parameters problem, is caused by the lack of lumped 
parameter tools to include internal 2D, 3D finite element method (FEM) capabilities 
(Sahlin et al. (2004)).  
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1.4 Objectives and outline of this chapter 
The key question is whether a single simulation environment is suitable for solving both the 
above-mentioned multi physics modelling problems concerning different time scales and 
lumped/distributed parameters. Our method was, first to develop, implement and validate 
the following modelling facilities into the simulation environment SimuLink: 
1. a whole building (global) modelling facility, for the simulation of the indoor climate and 

energy amounts;  
2. an ordinary differential equation (ODE) solving facility, for the accurate simulation of 

HVAC systems and controllers; 
3.  a partial differential equation (PDE) solving facility, for the simulation of 2D/3D  
HAM responses of building constructions and 2D internal/external airflow.  
The second step was to evaluate our results with regard to the key question. 
The outline of this chapter is as follows. Sections 2 through 4 present the integration of 
models into SimuLink, including validation results, concerning respectively: a whole 
building model (Section 2), ODE based models of HVAC and primary systems (Section 3) 
and PDE based models of: indoor airflow, HAM transport in constructions and external 
airflow/driving rain (Section 4). Finally, in Section 5, the results are discussed. At the 
appendix, technical details of the implementation of the models are given. This additional 
information provides the relation between mathematical model and code.  Furthermore, it 
can be used as a guideline for the development of new HAM models.     

2. Whole building model 
Our whole building model originates from the thermal indoor climate model (ELAN) which 
was already published in 1987 (de Wit et al. (1988)). Separately a model for simulating the 
indoor air humidity (AHUM) was developed. In 1992 the two models were combined 
(WAVO) and programmed in the MATLAB environment (van Schijndel & de Wit (1999)).  
Since that time, the model has constantly been improved using newest techniques provided 
by recent MATLAB versions. Currently, the hourly-based model is named HAMBase, which 
is capable to simulate the indoor temperature, the indoor air humidity and energy use for 
heating and cooling of a multi-zone building. The physics of this model is extensively 
described by de Wit (2006). The main modeling considerations are summarized below. The 
HAMBase model uses an integrated sphere approach. It reduces the radiant temperatures to 
only one node. This has the advantage that also complicated geometries can easily be 
modeled. In figure 1, the thermal network is shown.  
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Figure 1. The room model as a thermal network 
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only one node. This has the advantage that also complicated geometries can easily be 
modeled. In figure 1, the thermal network is shown.  
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Figure 1. The room model as a thermal network 
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Ta is the air temperature and Tx is a combination of air and radiant temperature. Tx is 
needed to calculate transmission heat losses with a combined surface coefficient. hr and hcv 
are the surface weighted mean surface heat transfer coefficients for convection and 
radiation. Φr and Φcv are respectively the radiant and convective part of the total heat input 
consisting of heating or cooling, casual gains and solar gains1.  
For each heat source a convection factor can be given. For air heating the factor is 1 and for 
radiators 0.5. The factor for solar radiation depends on the window system and the amount 
of radiation falling on furniture. Ca is the heat capacity of the air. Lxa is a coupling coefficient 
(Wit et al. 1988):  
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∑Φab is the heat loss by air entering the zone with an air temperature Tb. At is the total area. 
In case of ventilation Tb is the outdoor air temperature. ∑Φxy is transmission heat loss 
through the envelope part y. For external envelope parts Ty is the sol-air temperature for the 
particular construction including the effect of atmospheric radiation. 
The admittance for a particular frequency can be represented by a network of a thermal 
resistance (1/Lx) and capacitance (Cx) because the phase shift of Yx can never be larger than 
π/2. To cover the relevant set of frequencies (period 1 to 24 hours) two parallel branches of 
such a network are used giving the correct admittance's for cyclic variations with a period of 
24 hours and of 1 hour. This means that the heat flow Φxx(tot) is modeled with a second 
order differential equation. For air from outside the room with temperature Tb a loss 
coefficient Lv is introduced. The model is summarized in figure 2  
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Figure 2. The thermal model for one zone 

In a similar way a model for the air humidity is made. Only vapour transport is modeled, 
the hygroscopic curve is linearized between RH 20% and 80%. The vapour permeability is 

                                                                 
1 Please note that the model presented in figure 1 is a result of a delta-star transformation. 
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assumed to be constant. The main differences are: a) there is only one room node (the 
vapour pressure) and b) the moisture storage in walls and furniture, carpets etc is 
dependent on the relative humidity and temperature.  

2.1 Integration and the time scale problem 
It is obvious that the hourly based approach of HAMBase is not accurate enough if we want 
to integrate building systems with its relative small time scales (order seconds). Our major 
recent improvement is the development of a so called hybrid model that consists of both a 
continuous part with a variable time step as well as a discrete part with a time step of one 
hour. We adapted our HAMBase model by splitting the energy and vapor flows into two 
parts. First, a discrete part was developed for modelling the transmittance through walls. 
Second, a continuous part was developed for the rest (admittance, ventilation, sources, etc.). 
We implemented this approach by using so-called S-Functions for SIMULINK (see also the 
Appendix). This new model, named HAMBASE_S to avoid confusion, is able to simulate 
complicated HVAC installations and controls simultaneously with the building. We 
summarize the main advantages:  
a. The dynamics of the building systems where small time scales play an important role 

(for example on/off switching) are accurately simulated.        
b. The model becomes time efficient as the discrete part uses 1-hour time steps. A yearly 

based simulation takes less than 3 minutes on a Pentium 3.4 GHz, 2GB computer. 
c. The moisture (vapor) transport model of HAMBase is also included. With this feature, 

the (de-) humidification of HVAC systems can also be simulated. 

2.2 Verification 

2.2.1 Standard test (thermal) 
The Bestest (ASHRAE, (2001)) is a structured approach to evaluate the performance of 
building performance simulation tools. The evaluation is performed by comparing results of 
the tested tool relative to results by reference tools. The procedure requires simulating a 
number of predefined and hierarchal ordered cases. Firstly, a set of qualification cases have 
to be modelled and simulated. If the tool passes all qualification cases the tool is considered 
to perform Bestest compliant. In case of compliance failure the procedure suggests 
considering diagnostic cases to isolate its cause. Diagnostic cases are directly associated with 
the qualification cases (Judkoff and Neymark 1995). The first qualification case, case 600 (see 
figure 3) was used for the performance comparison. 

 
Figure 3. Bestest Case Geometry 
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The thermal part of HAMBase has been subjected to a standard method of test (Bestest 
ASHRAE, (2001)) with satisfactory results. For further details, see Table 1. 

CASE  NR. SIMULATION OF MODEL RESULT MIN.TEST MAX. TEST  

600ff mean indoor temperature [oC]  25.1 24.2 25.9  

600ff min. indoor temperature [oC] -17.9 -18.8  -15.6   

600ff max. indoor temperature [oC] 64.0 64.9   69.5       

900ff mean indoor temperature [oC]  25.1    24.5    25.9 

900ff min. indoor temperature [oC]   -5.1 -6.4    -1.6 

900ff max. indoor temperature [oC]  43.5    41.8    44.8 

600 annual sensible heating [MWh] 4.9 4.3     5.7 

600 annual sensible cooling [MWh] 6.5 6.1     8.0 

600  peak heating [kW] 4.0 3.4     4.4 

600 peak sensible cooling [kW] 5.9 6.0     6.6 

900 annual sensible heating [MWh] 1.7  1.2     2.0 

900 annual sensible cooling [MWh] 2.6  2.1     3.4 

900 peak heating [kW] 3.5   2.9     3.9 

Table 1. Comparison of the room model with some cases of the standard test 
2.2.2 Parameter sensitivity test (thermal) 
The Bestest case 600 is used to study uncertainties by Hopfe et al. (2007). Uncertainties have 
been assigned to 48 input parameters describing the physical properties of the case and its 
operation. The input parameters used are exactly the same for three tools, IESVE, VA114 
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and HAMBase. The model parameters are normally distributed using a fixed standard 
deviation of 5% for all variables. A standard deviation of 5% does not represent a realistic 
parameter uncertainty but defines a common base for the tool performance comparison. For 
each input parameter 200 samples were generated by latin hypercube sampling. The 
prototypes were deployed to generate simulation input files from the sample matrix and run 
the simulations. Figure 4 shows the parameter sensitivities for the annual sensible heating 
(case 600) produced by the four tools.  
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Figure 4. Parameter  sensitivity test for four building energy simulation tools 

Figure 4 shows a very good agreement between the IESVE and HAMBase tools. This is 
remarkable because both tools have quite different modeling approaches.  We may conclude 
both modeling approaches give similar results for the considered case studies. 

2.2.3 Annex 41 test (hygric) 
The hygric parts of both HAMBase and HAMBase_S have been subjected to a new 
benchmark case developed by the IEA Annex 41 (2005). The geometry is identical to the 
Bestest (ASHRAE standard (2001)). Further test conditions are as follows: (1) there is only 
one 1D construction type with linear properties; (2) the exposure is completely isothermal; 
(3) the outside relative humidity (RH) is 30%; (4) there are no windows; (5) the internal gains 
equal 500g/hour; (6) the ventilation rate is 0.5 ach. Bednar & Hagentoft (2005) provide the 
analytical solution of this benchmark. Figure 5 and 6 show the results of the two 
benchmarks representing moisture buffering by air alone and by combined air and the 
construction. 
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Figure 5. Simulated RH of the indoor climate with only moisture buffering by air 
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Both figures provide four results: the hourly and continuous analytical solution of Bednar & 
Hagentoft (2005), the hourly based HAMBase solution and the continuous HAMBase_S 
solution. The results show a good agreement between all solutions.   

2.3 Validation 
The intention of the following study, developed within the Annex 41, was to retrieve an 
experimental based and well defined benchmark for evaluating the involved HAM models. 
The experiment comprehends two real and almost identical rooms, which are located at the 
outdoor testing site of the Fraunhofer-Institute of building physics in Holzkirchen. During 
the winter of 2005-2006, tests were carried out. The walls and the ceiling of the test room 
were fully covered with aluminum foil. In the reference room 50 m2 of the walls was not 
covered with aluminum providing more buffering capacity of the walls compared to the test 
room. The air temperature in both rooms was kept between 19.8 and 20.2 oC. The next 
results are presented: the measured and simulated RH in the reference room (figure 7) and 
heating power to the reference room (figure 8).  
 
 

 
Figure  7. The measured and simulated RH in the reference room 
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Figure 8. The measured and simulated heating power in the reference room 

The results of the test room are similar to the reference room and are therefore left out. The 
results from figure 7 and 8 show a good agreement between measured and simulated 
results.  
We may conclude that our approach of discrete/continuous modelling provide accurate 
results within acceptable simulation duration times and thus providing us a good solution 
to the mentioned time scale problem.  

3. ODE based modelling 
Often, mathematical models of HVAC and primary systems and controllers can be 
expressed as a system of Ordinary Differential Equations (ODEs). In this Section we present 
the integration of ODE based models into SimuLink and thus providing a coupling between 
building and systems.    

3.1 Integration  
A complete case study on how to integrate a model described by a system of ODEs into 
SimuLink is now exemplarily shown for a heat pump model. We start with a mathematical 
model of the heat pump, based on first principles, in the form of ODEs: 
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Where T is temperature [oC], COP Coefficient of Performance [-], k heat pump efficiency [-],  
cw specific heat capacity of water [J/kgK], C heat capacity of the water and pipes in the heat 
pump [J/K], t time[s], F mass flow [kg/s], Ehp heat pump electric power supply [W]. 
Subscript c means water at the condenser, v water at the evaporator, in, incoming, out, 
outgoing. 
The second step is to define the input-output definition of the model. The final step is to 
implement the mathematical model into a S-Function, a programmatic description of a 
dynamic system. The technical details of the last two steps are presented in the Appendix. 
The importance of these details is that the relation between mathematical model and 
implemented model is clear and it is very useful for developers who want to create their 
own ODE based models.  It should be mentioned that the time scale problem seems less 
relevant in case of ODE based models because there are special designed solvers for this 
case. So-called stiff solvers can handle such a problem accurately and time efficient. On the 
other hand, simulating controllers for example (rapid) on/off switching can generate small 
time steps during simulation. Although accurate results are obtained in this case, it could 
still lead to relative long simulation duration times.  

3.2 Validation 
At a test site of the Eindhoven University, a configuration with a heat pump, an energy roof 
and a thermal energy storage has been investigated with a focus on the convective heat 
recovery from ambient air.  Also one of the goals of this project was to evaluate the 
modelling approach of previous Section applied to respectively a heat pump, an energy roof 
and a thermal energy storage.  From this work, published in van Schijndel & de Wit (2003c), 
we show the validation results of the heat pump which are presented in figure 9.  
In this figure the measured and simulated water temperatures of the outgoing flows at the 
condenser and evaporator are compared and show a good agreement. The other 
components: energy roof and thermal energy storage were validated with similar results. 
We may conclude that the presented ODE based modelling approach provide accurate 
results. In general it is expected that systems modeled as a system of ODEs can be relative 
easy and accurately simulated using the presented modelling approach.     
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Figure 9. The measured and simulated water temperature of the evaporator (top) and 
condenser (bottom) 

4. PDE based modelling 
HAM responses of building constructions and internal/external airflow can be modeled and 
simulated with Comsol (formerly FemLab) (2008). This is an environment for modelling 
scientific and engineering applications based on partial differential equations (PDEs). 
Comsol [Comsol 2006] is a toolbox which solves systems of coupled PDEs (up to 32 
independent variables). The specified PDEs may be non-linear and time dependent and act 
on a 1D, 2D or 3D geometry. The PDEs and boundary values can be represented by two 
forms. The coefficient form is as follows2  

 Ω=+∇+−+∇⋅∇−
∂
∂ infuauuuc

t
uda βγα )(  (3a) 

 Ω∂−=+−+∇⋅ onguquucn λγα )(  (3b) 

                                                                 
2 * The symbols provided by the Comsol modeling guides are also used here. 
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 Ω∂= onruh  (3c) 

The first equation (3.1a) is satisfied inside the domain Ω and the second (3.1b)  (generalized 
Neumann boundary) and third (3.1c)  (Dirichlet boundary) equations are both satisfied on 
the boundary of the domain δΩ. n is the outward unit normal and is calculated internally. λ 
is an unknown vector-valued function called the Lagrange multiplier. This multiplier is also 
calculated internally and will only be used in the case of mixed boundary conditions. The 
coefficients da , c, α , ß, γ, a, f, g, q  and r are scalars, vectors, matrices or tensors. Their 
components can be functions of the space, time and the solution u.  For a stationary system 
in coefficient form da = 0. Often c is called the diffusion coefficient,  α and ß are convection 
coefficients, a is the absorption coefficient and γ and f are source terms.  
The second form of the PDEs and boundary conditions is the general form: 

 ΩinFΓ
t
uda =⋅∇+

∂
∂

 (4a) 

 ΩonλGΓn ∂+=⋅−  (4b) 

 Ωon0R ∂=  (4c) 

The coefficients Γ and F can be functions of space, time, the solution u and its gradient. The 
components of G and R can be functions of space, time, and the solution u.  
Given the geometry, an initial finite element mesh is automatically generated by 
triangulation of the domain. The mesh is used for discretisation of the PDE problem and can 
be modified to improve accuracy. The geometry, PDEs and boundary conditions are defined 
by a set of fields similarly to the structure in the language C. A graphical user interface is 
used to simplify the input of these data. For solving purposes Comsol contains specific 
solvers (like static, dynamic, linear, non-linear solvers) for specific PDE problems. 

4.1 HAM models and validation 
In (Comsol 2006) examples are already present which show the accuracy and reliability of 
Comsol. However there are no validations for typical building physics problems. Specific 
for validating building physics simulations in Comsol, this Section deals with two (very 
different) time dependent non-linear problems. Each problem is solved and compared with 
measured data.   

4.1.1 1D Moisture transport in a porous material 
The water absorption in an initially dry brick cylinder (length 24-mm) is studied. All sides 
except the bottom are sealed. This side is submerged in water at t=0 sec. The PDE and 
boundary conditions for this problem are: 
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Figure 9. The measured and simulated water temperature of the evaporator (top) and 
condenser (bottom) 
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2 * The symbols provided by the Comsol modeling guides are also used here. 
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by a set of fields similarly to the structure in the language C. A graphical user interface is 
used to simplify the input of these data. For solving purposes Comsol contains specific 
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for validating building physics simulations in Comsol, this Section deals with two (very 
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4.1.1 1D Moisture transport in a porous material 
The water absorption in an initially dry brick cylinder (length 24-mm) is studied. All sides 
except the bottom are sealed. This side is submerged in water at t=0 sec. The PDE and 
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The coefficient form (3) is used.  The results of measured water absorption of several brick 
materials based on (Brocken 1998) are shown in figure 10, left hand side. The moisture 
profiles are shown versus lambda (lambda is defined by the position divided by the square 
root of the time).  For each material the diffusivity as a function of the moisture content is 
given [Brocken 1998] and used to simulate the corresponding profiles.  

 
Figure 10. Measured and simulated moisture content profiles versus lambda of the 1D 
moisture transport problem. Left hand side: Measured moisture contents, Right hand side: 
Simulated moisture contents 

The simulation results in figure 10, right hand side, are compared with the measured 
profiles3.  

                                                                 
3 Such a comparison is used to gain confidence in the model and simulation tool. 
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4.1.2 2D Airflow in a room   
This example from Sinha (2000) deals with the velocity and temperature distribution in a 
room heated by a warm air stream.  In figure 11 the geometry and boundary conditions are 
presented.  

 

 
Figure 11.  The geometry and boundary conditions for the 2D-airflow problem 
The problem is modelled by 2D incompressible flow using the Boussinesq approximation 
with constant properties for the Reynolds and Grasshof numbers.  
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The general form (4a-c) is used for this type of non-linear problem.  
In (Sinha 2000) the problem is solved and validated with measurements for several 
combinations of Re and Gr. In figure 12 these results are presented. 

The boundary conditions are: 
At the left, right, top and bottom walls: 
u=0, v=0, T=0. 
At the inlet: 
u=1, v=0, T=1. 
At the outlet : 
Neuman conditions for u,v and T 
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In (Sinha 2000) the problem is solved and validated with measurements for several 
combinations of Re and Gr. In figure 12 these results are presented. 
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At the left, right, top and bottom walls: 
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At the inlet: 
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Figure 12.  Dimensionless temperature contours comparison of the validated simulation 
results of [Sinha 2000] (left hand side) with the Comsol results (right hand side) for the 2D-
airflow problem 
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The left-hand side shows the results obtained by (Sinha 2000) and the right side show the 
corresponding Comsol results. The verification results are satisfactory. 

4.1.3 2D wind surrounding a building and driving rain   
In addition to the above mentioned models, a new developed model concerning driving rain 
is presented now.   The model is verified by another benchmark case of the mentioned IEA 
Annex 41 (2005), on boundary conditions. The benchmark covers for several building 
geometries: (a) Simulated wind velocity profiles around buildings; (b) Simulated raindrop 
trajectories; (c) Simulated wind-driving-rain coefficients on the building facades.  
The solution of (a) is obtained by using the standard k-epsilon turbulence model of Comsol. 
Figure 13 shows the simulated wind profile around the lower building. 

 

 
Figure  13. The wind velocity profile: absolute value of the velocity [m/s] for each 
coordinate x, y [m] 

The solution of (b) is obtained from the equation of motion of a raindrop (Gunn & Kinzer 
(1949)), moving in a wind-flow field characterized by a velocity vector v: 

 
2

2

)(Re),(
dt

rd
dt
drvCdfg =−⋅+  (7) 

where g is gravity, f is a function dependent on Re (Reynolds number) and Cd (drag 
coefficient), v is wind velocity, t is time and r is the position of raindrop. Equation 2 is 
solved with the ODE solver of MatLab providing raindrop trajectories. The result for the 
low building benchmark case is shown in figure 14. 
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In addition to the above mentioned models, a new developed model concerning driving rain 
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geometries: (a) Simulated wind velocity profiles around buildings; (b) Simulated raindrop 
trajectories; (c) Simulated wind-driving-rain coefficients on the building facades.  
The solution of (a) is obtained by using the standard k-epsilon turbulence model of Comsol. 
Figure 13 shows the simulated wind profile around the lower building. 
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The solution of (b) is obtained from the equation of motion of a raindrop (Gunn & Kinzer 
(1949)), moving in a wind-flow field characterized by a velocity vector v: 
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where g is gravity, f is a function dependent on Re (Reynolds number) and Cd (drag 
coefficient), v is wind velocity, t is time and r is the position of raindrop. Equation 2 is 
solved with the ODE solver of MatLab providing raindrop trajectories. The result for the 
low building benchmark case is shown in figure 14. 
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Figure 14. The raindrop trajectories 

The solution of (c) is obtained from the locations of raindrops hitting the building façade. 
The preliminary results are in good agreement with the results obtained by a reference 
solution. This is shown in figure 15.   
 

 
Figure 15. Wind-driven rain coefficient at the centre of the building (reference solution: 3D 
CFD, our solution: 2D CFD) 
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4.1.4 Full 3D HAM modeling study 
This Section demonstrates the integration of a 3D HAM model of a roof/wall construction 
into a whole building model. The geometry of the building is identical to one in [ASHRAE 
2001]. HAMBase SimuLink is used as whole building model. Figure 16 shows the 
input/output structure of the integrated model.  
 

 
Figure 16. Input/output structure of the SimuLink model 

The output (air temperature and RH) of this model and climate data are used as input for 
the Comsol model of a 3D roof/wall construction. The output of the Comsol model (heat 
and moisture flow) is connected to the input of the building model. The Comsol model is 
similar to the model presented in Section 3.4. Figure 17 and 18 demonstrate the 3D 
temperature and vapour distributions at a specific time.  

 
Figure 17. The temperature distribution: temperature [oC] for each coordinate x, y, z [m] 



Recent Advances in Modelling and Simulation 

 

624 

 
Figure 14. The raindrop trajectories 

The solution of (c) is obtained from the locations of raindrops hitting the building façade. 
The preliminary results are in good agreement with the results obtained by a reference 
solution. This is shown in figure 15.   
 

 
Figure 15. Wind-driven rain coefficient at the centre of the building (reference solution: 3D 
CFD, our solution: 2D CFD) 

Multiscale Heat, Air and Moisture Modelling and Simulation 

 

625 

4.1.4 Full 3D HAM modeling study 
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into a whole building model. The geometry of the building is identical to one in [ASHRAE 
2001]. HAMBase SimuLink is used as whole building model. Figure 16 shows the 
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Figure 16. Input/output structure of the SimuLink model 

The output (air temperature and RH) of this model and climate data are used as input for 
the Comsol model of a 3D roof/wall construction. The output of the Comsol model (heat 
and moisture flow) is connected to the input of the building model. The Comsol model is 
similar to the model presented in Section 3.4. Figure 17 and 18 demonstrate the 3D 
temperature and vapour distributions at a specific time.  

 
Figure 17. The temperature distribution: temperature [oC] for each coordinate x, y, z [m] 
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Figure 18. The vapour pressure distribution: vapour pressure [Pa] for each coordinate x, y, z 
[m] 

The integrated model is capable of simulating the indoor climate and construction details 
within reasonable simulation time: 1 year simulation, takes about 12 hours of computation 
time (Pentium 4, 500MB) 

4.1.5 Discussion on reliability 
The test cases in this Section show that Comsol is very reliable even for a highly non-linear 
problem such as convective airflow.  Furthermore, for all the simulation results presented in 
this chapter, the default mesh generation and solver are used. So good results can be 
obtained without a deep understanding of the gridding and solving techniques. The 
simulation times (based on processor Pentium 3, 500 MHz) ranged from fast (order 
~seconds) for linear problems such as the 2D thermal bridge example, medium (order 
~minutes) for non linear problems in the coefficient form such as the 1D moisture transport 
example to high (order ~hours) for highly non linear problems in the general form such as 
the airflow problem.       

4.2 Integration and the lumped/distributed parameter problem 
A second new development concerns the integration of a distributed parameter model and 
lumped parameter model in SimuLink. In this case study, the 2D airflow model of van 
Schijndel  is implemented using the discrete part of an S-function.  After each time step (in 
this case 1 sec) the solution is exported. Dependent on the controller, different boundary 
values can be applied.  Furthermore, the airflow at the inlet is now controlled by an on/off 
controller with hysteresis (Relay) of SimuLink. The sensor temperature (lumped parameter) 
is calculated as mean of a several air temperature nodes (distributed parameter).  If the 
temperature of the sensor above 20.5 oC the air temperature at the inlet is 17 oC if the air 
temperature is below 19.5 oC the inlet temperature is 22 oC. Initially the inlet temperature is 
18 oC. Figure 19 gives an overview of the results. 
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Figure19. Part A, The SimuLink model including the S-function of the Comsol model and 
controller (Relay), Part B, the temperature of the sensor (-) and the output of the on/off 
controller (+) versus time, Part C, the air temperature distribution at 8 sec. (hot air is blown 
in) and Part D, the air temperature distribution at 10 sec. (cold air is blown in) (o = sensor 
position) 

Again the technical details are provided at the Appendix. From figure 19, it is clear that the 
controller has a great impact on the indoor airflow dynamics and temperature distribution. 
Many researchers perhaps overlook this phenomenon because most of the time, quasi 
steady airflow is assumed. This also shows the need of integrated models as presented here. 
Furthermore, we compared the amount of computational time used for solving the airflow 
problem to the rest of processes including calculation of the lumped parameter and the 
on/off controller. It turned out (as expected) that in this case most of the time (>98%) was 
consumed for solving exclusively the airflow problem.    
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Figure 18. The vapour pressure distribution: vapour pressure [Pa] for each coordinate x, y, z 
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The integrated model is capable of simulating the indoor climate and construction details 
within reasonable simulation time: 1 year simulation, takes about 12 hours of computation 
time (Pentium 4, 500MB) 

4.1.5 Discussion on reliability 
The test cases in this Section show that Comsol is very reliable even for a highly non-linear 
problem such as convective airflow.  Furthermore, for all the simulation results presented in 
this chapter, the default mesh generation and solver are used. So good results can be 
obtained without a deep understanding of the gridding and solving techniques. The 
simulation times (based on processor Pentium 3, 500 MHz) ranged from fast (order 
~seconds) for linear problems such as the 2D thermal bridge example, medium (order 
~minutes) for non linear problems in the coefficient form such as the 1D moisture transport 
example to high (order ~hours) for highly non linear problems in the general form such as 
the airflow problem.       

4.2 Integration and the lumped/distributed parameter problem 
A second new development concerns the integration of a distributed parameter model and 
lumped parameter model in SimuLink. In this case study, the 2D airflow model of van 
Schijndel  is implemented using the discrete part of an S-function.  After each time step (in 
this case 1 sec) the solution is exported. Dependent on the controller, different boundary 
values can be applied.  Furthermore, the airflow at the inlet is now controlled by an on/off 
controller with hysteresis (Relay) of SimuLink. The sensor temperature (lumped parameter) 
is calculated as mean of a several air temperature nodes (distributed parameter).  If the 
temperature of the sensor above 20.5 oC the air temperature at the inlet is 17 oC if the air 
temperature is below 19.5 oC the inlet temperature is 22 oC. Initially the inlet temperature is 
18 oC. Figure 19 gives an overview of the results. 
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Figure19. Part A, The SimuLink model including the S-function of the Comsol model and 
controller (Relay), Part B, the temperature of the sensor (-) and the output of the on/off 
controller (+) versus time, Part C, the air temperature distribution at 8 sec. (hot air is blown 
in) and Part D, the air temperature distribution at 10 sec. (cold air is blown in) (o = sensor 
position) 

Again the technical details are provided at the Appendix. From figure 19, it is clear that the 
controller has a great impact on the indoor airflow dynamics and temperature distribution. 
Many researchers perhaps overlook this phenomenon because most of the time, quasi 
steady airflow is assumed. This also shows the need of integrated models as presented here. 
Furthermore, we compared the amount of computational time used for solving the airflow 
problem to the rest of processes including calculation of the lumped parameter and the 
on/off controller. It turned out (as expected) that in this case most of the time (>98%) was 
consumed for solving exclusively the airflow problem.    
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5. Conclusion 
It is concluded that the presented simulation environment Matlab/SimuLink/Comsol is 
capable of solving a large range of integrated HAM problems. Furthermore, it seems 
promising in accurately solving modelling problems that are caused by the presence of 
different time scales and/or lumped/distributed parameters.  However, there are some 
limitations: (1) some specific solvers such as time-dependent k-epsilon turbulence solvers 
are not available yet. This means that, for example, time dependent 3D airflow around 
buildings cannot be integrated without external coupling; (2) Although it is possible to 
construct a full 3D integrated HAM model of the indoor air and all constructions in the 
simulation environment, the simulation duration time would probably be far too long to be 
of any practical use; (3) The modelling of radiation is not included in this research. The main 
benefits of our modelling approach are: (1) it takes advantage of the facilities of the well 
maintained Matlab/SimuLink and Comsol simulation environment such as the state-of-art 
ODE/PDE solvers, controllers library, graphical capabilities etc; (2) all presented models in 
this chapter are public domain; (3) although not explicitly shown in this chapter, compared 
to other HAM models, it is relative easy to integrate new models that are based on ODEs 
and/or PDEs. (4) the simulation facilitates open source modelling and if desired, models can 
be compiled into stand-alone (web) applications. 
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7. Appendix 
In the appendix, technical details of the implementation of the models are given. This 
additional information provides the relation between mathematical model and code needed 
to reproduce our results.  A complete example how to model a system of ODEs with an S-
function of SimuLink is shown for the heat pump model. The first step is to define the input-
output definition of the model. This is presented in Table 2.  

Name Input (u) / 
Output (y) Description 

Tvin u(1) Incoming water temperature at the evaporator [oC]  
Fvin u(2) Incoming mass flow at the evaporator [kg/s]  
Tcin u(3) Incoming water temperature at the condenser [oC]  
Fcin u(4) Incoming mass flow at the condenser [kg/s]  
Ehp u(5) Power of electrical supply [W] 
k u(6) efficiency [-] 
Tvout y(1) Outgoing water temperature at the evaporator [oC]  
Tcout y(2) Outgoing water temperature at the condenser [oC]  
COP y(3) Coefficient Of Performance [-] 

Table 2. The input-output definition of the heat pump model 

The second step is to formulate a mathematical model by a system of ODEs. This is done 
using (1). The third step is to implement the mathematical model into a S-function, a 
programmatic description of a dynamic system. Details about this subject can be found in 
MatLab 2008. Figure 20 shows the corresponding SimuLink model. Figure 21 provides the 
complete program code. 

Multiscale Heat, Air and Moisture Modelling and Simulation 

 

631 

 
Figure 20. The input-output structure in SimuLink 

 
Figure 21. The contents of the S-Function for the heat pump model 

The main part of program code (with comments) to integrate an airflow model into 
SimuLink using a S-functions is provided in figure 22.   

function [sys,x0,str,ts] = wpsfun2(t,x,u,flag) 
 %WPSFUN2 Heat pump  
 %u(1)=Tvin [oC], u(2)=Fvin [kg/s], u(3)=Tcin [oC], 
  %u(4)=Fcin [kg/s], u(5)=Ehp [W], u(6)=k [-] 
 %y(1)=Tvout [oC] (=x(1)), y(2)=Tcout [oC] (=x(2)) 
 %y(3)=COP 
 switch flag …  end 

 function [sys,x0,str,ts]=mdlInitializeSizes 
 sizes.NumContStates  = 2; % Number of Cont. states 
 sizes.NumDiscStates  = 0; % Number of Disc. states 
 sizes.NumOutputs     = 3; % Number of Outputs 
 sizes.NumInputs      = 6; % Number of Inputs 
 x0  = [10; 10];      % Initial values 

 function sys=mdlDerivatives(t,x,u) 
 Tvm=(u(1)+x(1))/2; 
Tcm=(u(3)+x(2))/2; 
COP=u(6)*(273.15+Tcm)/(Tcm-Tvm); 
Cc=200000;Cv=200000;cv=4200;cc=4200; 
xdot(1)=(1/Cv)*(u(2)*cv*(u(1)-x(1))-(COP-1)*u(5)); 
xdot(2)=(1/Cc)*(u(4)*cc*(u(3)-x(2))+COP*u(5)); 
sys = [xdot(1); xdot(2)]; 

 function sys=mdlOutputs(t,x,u) 
 Tvm=(u(1)+x(1))/2;  Tcm=(u(3)+x(2))/2; 
 COP=u(6)*(273.15+Tcm)/(Tcm-Tvm); 
         sys = [x(1); x(2); COP]; 
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Figure 22. Example of the implementation of a Comsol model in the discrete section of a S-
function of SimuLink 

function [sys,x0,str,ts] = dsfun(t,x,u,flag) 
% t: time; x = state vector ; u = input vector;  
% flag = control parameter by SimuLink 
global OutT Outsol 
% specify variable 'fem': the Comsol model geomtry, mesh,  
% PDE coefficents and       boundary conditions 
switch flag, 
    case 0, 
    [sys,x0,str,ts] = mdlInitializeSizes(fem,tstap,u0);% Initialization % 
    case 2,                                                 
    sys = mdlUpdate(t,x,u,fem,tstap); %update discrete part 
  case 3,                                                 
    sys = mdlOutputs(t,x,u,fem,tstap); %produce output  
    case 9,                                                 
    sys = []; %terminate 
   end  %end dsfunc 
function [sys,x0,str,ts] = mdlInitializeSizes(fem,tstap,u0) 
global OutT Outsol 
% calculated the next values needed for SimuLink 
% calculated initial values for time OutT(1) and  
% initial values for solution Outsol(1) 
% x0 are all values of the temperature on the mesh  
OutT(1)=0; 
Outsol(1)=x0; 
function sys = mdlUpdate(t,x,u,fem,tstap) 
global OutT Outsol 
if u(1)>0.5 % if dimensionless Temperature of sensor > 0.5 then  
    fem.bnd.r={ {'-u1'; '-u2' ;0 ; '0-u4'} ... %boundary value cold air 
else 
    fem.bnd.r={ {'-u1'; '-u2' ;0 ; '1-u4'} ... % bounadry value hot air 
end 
tijd=[t; t+tstap/2; t+tstap]; %calculate simulatetime for Comsol model 
fem.sol=femtime(fem,'atol',{{.1,.1,Inf,.1}},'ode','fldae',... 
       'sd','on','report','on','tlist',tijd,'init',x); %simulate airflow 
OutT=[OutT  (t+tstap)]; % update time 
Outsol=[Outsol   fem.sol.u(:,ntijd)]; % update solution 
function sys = mdlOutputs(t,x,u,fem,tstap) 
global OutT Outsol 
Points=[69 84 101 167 188 211 259 261]; % location of sensor in mesh 
sys=mean(x(Points)); % output 
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1. Introduction 
Sterile air condition is an increasingly important requirement, as several manufacturing 
processes, such as food production, preparation of aseptic products for the pharmaceutical 
industry, manufacturing of microelectronics components, compact discs and photographic 
films, need optimal air cleaning. 
Aseptic clean rooms were developed to satisfy the above requirement. According to 
Wirtanen et al. (2002), a clean room can be defined as “a room in which the concentration of 
airborne particles is controlled, and which is constructed and used in a manner to minimize 
the introduction, generation, and retention of particles inside the room, and in which other 
relevant parameters, e.g. temperature, humidity, and pressure, are controlled as necessary”. 
The objective of clean room technology in various clean room classes in the food and 
beverage industry is to ensure the control of contaminants in sensitive processes. Use of this 
technology should be considered in processes where microbial inactivation, e.g. through 
thermal sterilization or deep freezing, is not feasible. If critical process risks are identified 
due to exposure of the product to airborne microbes during processing or if severe 
sedimentation of airborne microbes can occur on critical process surfaces, clean room 
technology can be used to solve the problems (Schicht, 1999; Whyte, 2001). In an aseptic 
clean room, the air flow, properly filtered, is flushed from the top of the chamber to special 
grids placed at the bottom of the structure. Then, it is recirculated by an air filtering unit; 
here, part of the air flow is ejected and replaced by external air that will undergo filtration. 
A main requirement of clean rooms is that they are maintained at a pressure higher than the 
external one, to prevent pollutants air flow from the environment. 
Currently accepted standards describing clean rooms are developed by the Federal 
Standard (Federal Standard 209 E, 1992) and adopted by ISO (2006); such standards suggest 
an international classification of clean rooms, based on thirteen possible classes depending 
on the maximum allowed number of pollutant particles in the room. Eq.1 provides an 
empirical relation between the aseptic class M and the diameter of the pollutant particles d 
[mm] in the room: 

 Particles/m3 = 10 M (0.5/d)2.2 (1) 

When designing an aseptic room, special care should be taken to ensure a well distributed 
flow of relatively dry, high-efficiency particulate air (HEPA) filtered air along walls, 
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airborne particles is controlled, and which is constructed and used in a manner to minimize 
the introduction, generation, and retention of particles inside the room, and in which other 
relevant parameters, e.g. temperature, humidity, and pressure, are controlled as necessary”. 
The objective of clean room technology in various clean room classes in the food and 
beverage industry is to ensure the control of contaminants in sensitive processes. Use of this 
technology should be considered in processes where microbial inactivation, e.g. through 
thermal sterilization or deep freezing, is not feasible. If critical process risks are identified 
due to exposure of the product to airborne microbes during processing or if severe 
sedimentation of airborne microbes can occur on critical process surfaces, clean room 
technology can be used to solve the problems (Schicht, 1999; Whyte, 2001). In an aseptic 
clean room, the air flow, properly filtered, is flushed from the top of the chamber to special 
grids placed at the bottom of the structure. Then, it is recirculated by an air filtering unit; 
here, part of the air flow is ejected and replaced by external air that will undergo filtration. 
A main requirement of clean rooms is that they are maintained at a pressure higher than the 
external one, to prevent pollutants air flow from the environment. 
Currently accepted standards describing clean rooms are developed by the Federal 
Standard (Federal Standard 209 E, 1992) and adopted by ISO (2006); such standards suggest 
an international classification of clean rooms, based on thirteen possible classes depending 
on the maximum allowed number of pollutant particles in the room. Eq.1 provides an 
empirical relation between the aseptic class M and the diameter of the pollutant particles d 
[mm] in the room: 

 Particles/m3 = 10 M (0.5/d)2.2 (1) 

When designing an aseptic room, special care should be taken to ensure a well distributed 
flow of relatively dry, high-efficiency particulate air (HEPA) filtered air along walls, 
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windows and ceiling. Due to its characteristics, the aseptic room can involve laminar 
unidirectional or turbulent non-unidirectional air flows. In both cases, air flow within the 
clean room area is an important factor in the precise control of air over the container into 
which food products are assembled (Wirtanen et al., 2002). 
Previous studies have examined several aspects of the air flow in the clean room, such as the 
influence of air velocity on contamination control as a function of room characteristics (e.g. 
Ogawa, 2000) or factors affecting airflow in clean rooms (e.g. Fitzpatrick, 1994). Moreover, in 
the last decade, many research works proposed numerical models to predict the clean room 
air flow (Divelbiss & Winter, 1995; Cheng et al., 1999; Chen et al., 2007). Thanks to the 
increasing performance of PC, the numerical analysis of the flow behavior inside indoor 
environments became more detailed and refined. In particular, several commercial CFD 
packages allow analyzing 3-dimensional fields using several solver methods (Norton & Sun, 
2006).  
In this chapter, we focus on developing a simulation model to reproduce and analyze the 
flow of sterile air within an aseptic clean room in the case of a non-unidirectional fluid flow. 
The analyzed clean room is used in aseptic beverage bottling, to perform sterilization of 
bags containing High Density Poly-Ethylene (HDPE) caps, by flushing hydrogen peroxide 
vapor. Hence, the analysis carried out aims at developing a tool that can be usefully 
exploited to improve the sterilization ability of the aseptic clean rooms at the design phase, 
with a particular focus on optimizing sterile air circulation inside the room. 
This chapter is organized as follows. In the next section, we provide some theoretical 
fundamentals about turbulent flow modeling. To adequately reproduce the turbulent air 
flows in the aseptic room and to ensure correspondence with real aseptic plants, in 
developing the simulation tool two possible turbulence models are considered, namely the 
k-ε (Launder & Spalding, 1974) and the k-ω (Wilcox, 1988) models, which are detailed in that 
section. Then, the model developed and the settings are presented. In section 4, we provide 
validation of the model based on experimental data and analyze the turbulent flow 
behavior. In the conclusion section a brief discussion about the two turbulence models 
adopted and future research directions are presented. 

2. Turbulent flow modeling 
2.1 Introduction 
A turbulent flow is a chaotic process, which is difficult to describe in details. For this 
purpose, Reynolds (1883) introduced a decomposition of the flow parameters, considering 
average values and their fluctuation, this latter resulting from turbulence. Based on this 
approach, a generic parameter φ can be quantified starting from its average value Φ 
measured during a defined time interval Δt, and its fluctuating part, i.e.: 

 φ= φ’(t)+ Φ (2) 

Both components of φ can be obtained from averaging equations, usually referred to as 
“Reynolds Averaging Navier-Stokes” (RANS) equations, resulting from the integration in 
time of the parameter examined. The integration time T (“averaging time”) should be 
carefully chosen, to be sufficiently larger than the turbulent time interval, but at the same 
time small enough so as relevant information about the fluctuation of the fluid in time is not 
missed. 
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Following eq.2, the instantaneous velocity of a point ),( txui
 can be written as the sum of an 

average value )(xui
 and a variable one ),(' txui

, according to the following formula: 
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being T the averaging time. Some of the properties of the above formulae are described in 
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Applying the averaging approach to the mass equation, the following formula is derived: 
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From eq.7, it can be seen that a new parameter ''. iuρ  should be added in the computation. To 
derive the fluctuations in density, in the case of compressible fluids, the approach proposed 
by Favre (1969), suggests computing the weighted average of velocity, being weight the 
fluid density. Eq.8 summarises the computation: 
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where ρ  [kg/m3] is the average value of density computed according to Reynolds (1883). 
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The above equations can be solved applying the average values defined by Favre (1969), 
except the "" ji uu ⋅⋅ρ  parameter, known as Reynolds “stress”, which should be defined 
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starting from the boundary conditions of the case examined. In the case of turbulent flows, 
in particular, all terms should be modelled to derive a solution describing the average 
values of the fluid motion. To this extent, several turbulence models were proposed, whose 
applicability depends on the level of detail required and on the value of the Reynolds 
number. 
Turbulence models grounds on the assumption that, under high Reynolds number, the fluid 
energy substantially increases, and could not be dissipated during flow; hence, the fluid 
experiences a macroscopic destabilization, which leads to vortices formation and to energy 
transfer from larger to smaller vortices. Under this flow regime, the system can be described 
by the energy transfer between vortices, which is measured by means of the dissipation ε 
[m2/s3] and by the turbulent kinetic energy k [J/kg]. The formal definition of ε is provided 
by the following equation: 
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u
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u=ε
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being L [m] the length measurement scale and u' [m/s2] the fluctuation of the velocity in 
time. The Reynolds number referred to the measurement scale of the above system is 
defined as: 
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being ν [m2/s] the kinematic viscosity of the fluid. During energy transfer, the Reynolds 
number 

LeR  significantly decreases, reaching values close to one, this latter corresponding to 
the situation where inertia and viscous forces are almost balanced. The Kolmogorov scale 

kη  (Kolmogorov, 1941) was introduced to identify microscopic turbulent flows that occur in 
this latter case; the scale is defined as: 
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The ratio between macroscopic and microscopic flows can be expressed as: 
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2.2 Two-equation turbulence models 
In most practical cases, eq.11 is solved applying turbulence models grounded on the 
Boussinesq assumption (Rajagopal et al., 1996), stating that Reynolds “stress” can be 
expressed as per the following formula: 
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Eq.17 describes the Reynolds “stress” based on a fluctuating value, which is related to the 
average value by introducing the turbulent viscosity 

tμ  [kg/m2/s]. 
Two-equation models are all grounded on the equation describing the transport of kinetic 
energy k, and on an additional formula, describing a further system characteristic. In this 
chapter, we focus on models describing either the dissipation ε or the specific dissipation 
rate ω [1/s]. Such models have emerged from the literature as the most widely adopted in 
similar studies (Kuznik et al., 2007). 
The standard k-ε model 
The k-ε model (Launder & Spalding, 1974) is one of the most widely adopted approaches for 
turbulent flow simulation under commercial software packages. In this model, the turbulent 
viscosity 

tμ  is computed according to the following formula: 
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teff μμμ +=  (21) 

being μ the molecular viscosity, μt the turbulent viscosity of the fluid. The Ci and the σi 
parameters are set to the following values: σk=0.9; σε=1.30; Cε1=1.44; Cε2=1.92; Cμ=0.09 (Cheng 
et al., 1999). 
The standard k-ω model 
The k-ω model (Wilcox, 1988) differs from the previous one in that it takes into account the 
specific dissipation rate ω instead of the dissipation ε. The dissipation rate is defined as a 
function of the dissipation ε as: 
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According to Wilcox (1988), the computation of ω instead of ε allows the model to better 
reproduce the fluid behavior close to the system boundaries. Eqs.23-25 are exploited in the 
model to derive the k and ω parameters: 
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R
ijτ  in eqs.23-24 indicates the components of the Reynolds stress tensor. α, β, β0, σ, χω, χk, fβ are 

empirical coefficients whose values are set by the software used for numerical simulations 
(Comsol Inc., 2005; Wilcox, 1998). 

3. Model development 
The simulation tool to reproduce the flow of sterile air inside the clean room is based on a 
Finite Element Method (FEM) numerical model, developed under COMSOL Multiphysics 
release 3.3 (Comsol Inc.) commercial package. Specifically, the RANS formulation of Navier-
Stokes equations (eqs.10-11), implemented in the “Chemical Engineering Module” of 
COMSOL Multiphysics, is adopted to describe the fluid motion. The simulation model was 
run on a 2.4 GHz Pentium IV PC, with 2Gb RAM memory, under Windows XP professional 
platform. 
The volume of the clean room examined is 2.786x2.786x1.5 m3. The air flow is flushed in the 
room from four filters, whose size is 0.61x0.61 m2, sited at the top of the chamber. As many 
exit grids are located on the chamber walls. These latter are partially covered, to ensure that 
the air flow does not immediately exit the chamber. Figure 1 shows a picture of the chamber 
geometry developed under COMSOL Multiphysics. 

 
Figure 1. Domain of the model developed 

The mesh used to solve the flow equations for the aseptic room consists of 7,555 elements, 
yielding approximately 66,817 degrees of freedom. 
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To reduce memory consumption, the GRMES (Generalised Minimum RESidual) indirect 
iterative solver has been adopted to solve the air flow equations in the aseptic room. Steady 
state nonlinear analysis and time-dependent iterative solver were exploited to solve the 
equations of the model. 

3.1 k-ε boundary settings 
Inlet surfaces 
Boundary settings of the k-ε model were defined as follows. For inlet surfaces, a uniform 
velocity distribution was assumed, whose value U was set to -0.542 m/s along the z–axis 
(i.e. on the vertical direction). This value, corresponding to the typical velocity of an 
operating clean room, was derived from the air flow entering the chamber, accounting for 
2,900 m3/h and the surface of the entering grid. k and ε values for the grid surface were set 
to the following values: 

 2)(5,1 TUIk ⋅=  (26) 

 
TLkC /5.175.0 ⋅= με  (27) 

being U the flow velocity [m/s] and IT=0.054 and LT=0.07 the turbulence intensity and 
length scales, respectively. Numerical values for IT and LT were derived from the software 
user’s guide (Comsol Inc., 2005). 
Outlet surfaces 
For outlet surfaces, we set the atmospheric pressure as boundary condition. Moreover, the 
following conditions were set for the k and ε values: 

 0=∇⋅ kn  (28) 

 0=∇⋅ εn  (29) 

Wall surfaces 
In the case of turbulent flows in a confined space, numerical results significantly depend on 
the model settings for surfaces close to the system walls. Those surfaces, in fact, are more 
likely to be affected by vortices or turbulence formation, resulting in a rapid fluctuation of 
the model parameters. In this regard, two procedures can be followed to set the model 
parameters for the system walls. A first approach suggests modifying the model settings so 
that the flow parameters can be easily computed; in particular, as the model parameters can 
rapidly change, the number of cells used for the computation should be sufficiently 
increased, if compared with other points of the domain, to capture those fluctuations. This 
may correspondingly increase the computational time. 
In this study, we follow the “wall function” approach, which suggests keeping the 
turbulence model unchanged even for surfaces close to the system wall; as a result, the effect 
of viscous flows is neglected in the computation. Hence, the model setting requires the first 
mesh nodes to be located at a sufficient distance from the wall, so as for intermediate points 
the logarithmic wall function can be used for the computation of velocity. 
Accordingly, the logarithmic wall function was applied as boundary condition for the room 
walls; as a result, the normal component of the velocity is set to zero, i.e.: 

 0=⋅ Un  (30) 
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R
ijτ  in eqs.23-24 indicates the components of the Reynolds stress tensor. α, β, β0, σ, χω, χk, fβ are 

empirical coefficients whose values are set by the software used for numerical simulations 
(Comsol Inc., 2005; Wilcox, 1998). 

3. Model development 
The simulation tool to reproduce the flow of sterile air inside the clean room is based on a 
Finite Element Method (FEM) numerical model, developed under COMSOL Multiphysics 
release 3.3 (Comsol Inc.) commercial package. Specifically, the RANS formulation of Navier-
Stokes equations (eqs.10-11), implemented in the “Chemical Engineering Module” of 
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run on a 2.4 GHz Pentium IV PC, with 2Gb RAM memory, under Windows XP professional 
platform. 
The volume of the clean room examined is 2.786x2.786x1.5 m3. The air flow is flushed in the 
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the air flow does not immediately exit the chamber. Figure 1 shows a picture of the chamber 
geometry developed under COMSOL Multiphysics. 

 
Figure 1. Domain of the model developed 

The mesh used to solve the flow equations for the aseptic room consists of 7,555 elements, 
yielding approximately 66,817 degrees of freedom. 
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turbulence model unchanged even for surfaces close to the system wall; as a result, the effect 
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To take into account the tangential component of the velocity UT, a friction force at the room 
wall is introduced, which is defined by the following set of equations: 
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being δw [m] the distance from the wall and C a parameter describing the surface roughness. 
The numerical values of those parameters were set to the mesh size (corresponding to the 
default setting of COMSOL) and to 5.5, respectively. κ is the von Karman constant (κ≈0.418).  
For the remaining parameters, the logarithmic wall function involves the following 
boundary conditions: 

 0=∇⋅ kn  (33) 
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3.2 k-ω settings 
Inlet surfaces 
The settings of the k-ω model were defined following a similar procedure. More precisely, as 
per the previous model, for inlet boundaries a uniform velocity distribution was assumed, 
with the same numerical value U of -0.542 m/s along the z–axis. 
k and ω values for the inlet surfaces were defined based on the following equations: 

 2)(5.1 TUIk ⋅=  (35) 

 
TL
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−
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where the IT and LT parameters were set to the same values of the k-ε model (Comsol Inc., 
2005). 
Outlet surfaces 
As per the previous model, for outlet surfaces, we set the atmospheric pressure as boundary 
condition. Moreover, the following condition was set for the k and ω values: 

 0=∇⋅ kn  (37) 

 0n =∇⋅ ω  (38) 

Wall surfaces 
As per the previous model, the logarithmic wall function was exploited to examine the fluid 
flow for wall surfaces. Accordingly, the same conditions described in eqs.30 and 33 were 
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defined in the model. In this case, however, the ω parameter is defined instead of ε. The 
following equation is adopted to this extent: 

 
w
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ω μ
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=  (39) 

4. Results and discussion 
4.1 Data collection 
To validate the simulation tool developed, an appropriate experimental campaign has been 
performed to derive data that could be compared with simulation outcomes provided by the 
model developed. To collect data, a prototypical aseptic clean room was exploited, available 
at the production line of an Italian company, manufacturing aseptic bottling plants. 
Experimental data collected refer to fluid velocity in 4 locations of the aseptic room, namely: 
 

(i) the middle zone of the clean room (location A); 
(ii) a point close to the outlet ducts (location B); 
(iii) a point at a defined distance from the outlet ducts (location C); and 
(iv) the middle of the clean room along the z-axis (location D). 

 
To collect the experimental data, the aseptic room was stopped and the sterilizing solution 
was removed from the chamber, to ensure that the conditions of data collection were as 
similar as possible to those reproduced by the turbulence model. The measurements of fluid 
velocity in the areas described above were performed both with a hot-wire anemometer and 
plate anemometer, both provided by the company. The plate anemometer was especially 
used when it was necessary to only derive one component of the fluid velocity. In the 
following, we detail the experimental measurements performed for the above described 
locations. 
Location A 
The hot-wire anemometer was initially placed at (x; y; z)=(0; 0.375; 0.325), and moved along 
the y-axis up to the room center, following the path shown in Figure 2. 

 
Figure 2. Location A 
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Location B 
The hot-wire anemometer was located close to the outlet grids, as shown by the red line in 
Figure 3. Data were collected at five different points, whose coordinates are (x; y; z)=(xn; 
1.363; 0.095), with x1=-0.335; x2=-0.1775; x3=0; x4=0.1775; x5=0.335.  
 

 
Figure 3. Location B 
Location C 
The plate anemometer was located 0.237 m far from the outlet grid, at 0.055 m height from 
the chamber floor, as shown in Figure 4. Data were collected at five different points, whose 
coordinated are (x; y; z)=(xn; 1.086; 0.055), with x1=-0.335; x2=-0.1775; x3=0; x4=0.1775; 
x5=0.335. 

 
Figure 4. Location C 
Location D 
As shown in Figure 5, the plate anemometer was located in the middle of one of the inlet 
grids, at point (x; y; z)=(0.495; 0.495; zn). Several values of height from the chamber floor 
were considered, namely z1=0.225; z2=0.55; z3=0.875; z4=1.2; z5=1.345. 
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Figure 5. Location D 

4.2 Model validation 
Figure 6 shows the results of the k-ε model, in terms of both stationary analysis and 
transitory one, this latter representing the initial 2.8 s of the numerical simulation. By 
comparing those outcomes, it can be observed that, under transitory conditions, the flow 
velocity reaches stabilization in time, and assumes values very similar to outcomes of the 
stationary analysis. Based on this consideration, the results of the stationary analyses were 
assumed as reference to compare the simulation outcomes with the experimental data. 
 
 
 
 

 
Figure 6. Comparison between transitory and stationary conditions – location A 

Detailed results of the numerical models are proposed in Table 1 for both the k-ε and k-ω 
models, together with experimental data collected in the locations examined. 

Subsequent Figure 7÷Figure 10 graphically illustrate the comparison between numerical 
outcomes and experimental data collected. 
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 Measurement point [m] Velocity values [m/s] 

(x;y;z)=(0;y;0.325) Experimental Numerical k-ε Numerical k-ω 
y=0 0.02 0.015 0.21 
y=0.375 0.05 0.077 0.227 
y=0.612 0.15 0.18 0.252 
y=0.849 0.25 0.27 0.285 

Location A 

y=1.086 0.31 0.27 0.282 
(x;y;z)=(x;1.363;0.095)  Experimental Numerical k-ε Numerical k-ω 
x=-0.335 4.64 5.41 7.01 
x=-0.1775  3.95 4.7 4.52 
x=0 4.17 3.93 2.65 
x=0.1775 4.35 4.36 4.25 

Location B 

x=0.335 4.68 6.09 6.55 
(x;y;z)=(x;1.086;0.055)  Experimental Numerical k-ε Numerical k-ω 
x=-0.335 0.46 0.61 0.697 
x=-0.1775  0.51 0.76 0.643 
x=0 0.56 0.79 0.59 
x=0.1775 0.57 0.76 0.613 

Location C 

x=0.335 0.49 0.56 0.687 
(x;y;z)=(-0.495;0.495;z)  Experimental Numerical k-ε Numerical k-ω 
z=0.225 0.34 0.15 0.26 
z=0.55  0.4 0.322 0.282 
z=0.875 0.41 0.451 0.31 
z=1.2 0.48 0.534 0.31 

Location D 

z=1.345 0.53 0.537 0.475 

Table 1. Comparison between experimental and simulated results 

 
Figure 7. Comparison between experimental and numerical results – location A 
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Figure 8. Comparison between experimental and numerical results – location B 

 
Figure 9. Comparison between experimental and numerical results – location C 

The comparison between experimental data and simulation outcomes shows that the k-ε 
turbulence model is in general able to accurately reproduce the velocity profile observed 
during experimental measurements. In particular, as can be seen from Figure 7 and Figure 8, 
location A, corresponding to the central area of the clean room, and location B, 
corresponding to the outlet grids, show the highest correspondence between experimental 
and simulated values. In both cases, the simulation outcomes allow correctly reproducing 
the experimental velocity profile. Conversely, the k-ω model tends to overestimate the air 
velocity measured at location A, except for y values greater than about 1 m. Similar 
considerations can be drawn for location B, where the velocity profile resulting from the k-ω 
does not precisely reproduce the experimental data. 
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Figure 9. Comparison between experimental and numerical results – location C 

The comparison between experimental data and simulation outcomes shows that the k-ε 
turbulence model is in general able to accurately reproduce the velocity profile observed 
during experimental measurements. In particular, as can be seen from Figure 7 and Figure 8, 
location A, corresponding to the central area of the clean room, and location B, 
corresponding to the outlet grids, show the highest correspondence between experimental 
and simulated values. In both cases, the simulation outcomes allow correctly reproducing 
the experimental velocity profile. Conversely, the k-ω model tends to overestimate the air 
velocity measured at location A, except for y values greater than about 1 m. Similar 
considerations can be drawn for location B, where the velocity profile resulting from the k-ω 
does not precisely reproduce the experimental data. 
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Figure 10. Comparison between experimental and numerical results – location D 

Results for location C (see Figure 9) show that the numerical k-ε model slightly 
overestimates (approx 0.2 m/s) the air velocity in proximity of the outlet grids. This result 
could be explained considering possible disturbances during the experimental 
measurements, due to the presence of one or more employees measuring the flow velocity. 
In addition, due to the presence of the plate, the anemometer used for those measurements 
does not enable to measure the flow velocity in a precise point, but rather in a zone 
perpendicular to the plate. This may affect the capability of correctly identifying the height 
along the z-axis to be assumed as reference to assess the correctness of the simulation 
results. Conversely, results of the k-ω model are able to accurately predict the fluid flow only 
for 0.1775<x<0; for the remaining points, numerical outcomes seem to suggest a trend of 
flow velocity significantly different from experimental values. 
Finally, numerical results for location D (see Figure 10) show that the k-ε model is able to 
accurately reproduce the air flow in the middle of the clean room only for z values higher 
than 0.875 m. For lower values, the model seems to slightly underestimate the resulting 
flow. As per the location C, such a difference could be expected, as the same measurement 
instrument has been used to derive the fluid flow in location D, resulting in difficult 
identification of the z value to be assumed as reference to assess the the correctness of the 
simulation outcomes. Conversely, the k-ω model seems to better reproduce the velocity 
profile, although numerical values always underestimate the experimental values. 

4.3 Flow analyses 
Once the simulation model was developed, the subsequent analyses were focused on 
examining the fluid flow inside the aseptic clean room, in terms of fluid velocity and 
pressure, and turbulent kinetic energy. On the basis of the results detailed in the previous 
section, the k-ε model was exploited to this extent. 
Figure 11 shows the simulation results in terms of the velocity field at the centre of the clean 
room (x=0). As can be seen from the figure, the velocity inside the room can range from 
approx 0.036 m/s to 5 m/s. Velocity values from 3 to 5 m/s, however, are achieved only at 
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the outlet grids, while the flow velocity inside the clean room is always lower than 1 m/s. 
This does not necessarily involve laminar flow, as Ljungqvist & Reinmuller, (1997), point 
out that turbulent flows occur in aseptic clean room even at low speed (0.2 m/s). 
On the other hand, low velocity could involve poor air recirculation and not well distributed 
flow of air in central zone of the chamber, which is a main requirement of clean rooms 
technology. 
Moreover, streamlines in Figure 11 indicate flow recirculation at the top left and right of the 
chamber. This suggests that the air flow does not immediately exit the clean room, allowing 
the chamber to be maintained at a pressure higher than the external, and thus preventing 
pollutants entrance from the environment. Such conclusion is supported by the simulated 
pressure values resulting inside the clean room; they are detailed in Figure 12 (a) for x=0. As 
can be seen from the figure, the chamber is maintained at approx 1.014 105 Pa pressure, 
which is higher to the external one. 
Finally, the turbulent kinetic energy k was examined to assess whether the chamber 
considered experiences significant turbulence. Figure 12 (b) shows that simulated values of 
turbulent kinetic energy for the aseptic room examined ranges from 9.37 10-3 to 9.335 J/kg. 
In particular, highest values are achieved at the centre of the outlet grids, while the body of 
the chamber highlights kinetic energy values lower than 1 J/kg. This suggests that the 
aseptic room examined experiences limited turbulence, which is mainly located at the outlet 
grids. 
 
 

 
Figure 11. Simulated velocity field of the aseptic clean room at x=0 (k-ε model) 
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approx 0.036 m/s to 5 m/s. Velocity values from 3 to 5 m/s, however, are achieved only at 

Numerical Simulation of Turbulent Air Flows in Aseptic Clean Rooms 

 

647 

the outlet grids, while the flow velocity inside the clean room is always lower than 1 m/s. 
This does not necessarily involve laminar flow, as Ljungqvist & Reinmuller, (1997), point 
out that turbulent flows occur in aseptic clean room even at low speed (0.2 m/s). 
On the other hand, low velocity could involve poor air recirculation and not well distributed 
flow of air in central zone of the chamber, which is a main requirement of clean rooms 
technology. 
Moreover, streamlines in Figure 11 indicate flow recirculation at the top left and right of the 
chamber. This suggests that the air flow does not immediately exit the clean room, allowing 
the chamber to be maintained at a pressure higher than the external, and thus preventing 
pollutants entrance from the environment. Such conclusion is supported by the simulated 
pressure values resulting inside the clean room; they are detailed in Figure 12 (a) for x=0. As 
can be seen from the figure, the chamber is maintained at approx 1.014 105 Pa pressure, 
which is higher to the external one. 
Finally, the turbulent kinetic energy k was examined to assess whether the chamber 
considered experiences significant turbulence. Figure 12 (b) shows that simulated values of 
turbulent kinetic energy for the aseptic room examined ranges from 9.37 10-3 to 9.335 J/kg. 
In particular, highest values are achieved at the centre of the outlet grids, while the body of 
the chamber highlights kinetic energy values lower than 1 J/kg. This suggests that the 
aseptic room examined experiences limited turbulence, which is mainly located at the outlet 
grids. 
 
 

 
Figure 11. Simulated velocity field of the aseptic clean room at x=0 (k-ε model) 
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Figure 12. Simulated pressure values (a) and turbulent kinetic energy (b) of the aseptic clean 
room at x=0 (k-ε model) 

5. Conclusions 
Contamination control has become a key factor in assuring product reliability in many high 
technology industries, and strictly depends on the capability to precisely control the 
turbulent flows of sterile air inside the container into which products are assembled. 
To help manufacturers to tackle this issue at the design phase, in this work a simulation 
model has been developed to reproduce and analyze the flow of sterile air within a clean 
room for aseptic beverage bottling. 
Two turbulence models were considered in developing the simulation tool, namely the k-ε 
and the k-ω, whose results were validated by comparing them to experimental 
measurements. The models used exploit different approaches to the turbulence problem, 
which result in different performance in predicting the fluid flow. Specifically, the k-ε model 
is in general able to accurately reproduce the velocity profile observed during experimental 
measurements; this is particularly the case of the central area of the clean room (i.e. location 
A) and the outlet grid (i.e. location B). Conversely, the k-ω model seems to provide better 
estimations of fluid velocity when considering locations close to the chamber floor (i.e. 
location C), while some limitations of the model emerge when simulating the centre of the 
clean room (e.g. locations A and D), where the fluid reaches the free flow conditions.  
On the basis of the results of the validation, as well as subsequent analyses performed, we 
can conclude that the k-ε model developed can be usefully exploited to predict the fluid flow 
in real aseptic rooms, and, in particular, to design room size and equipments to improve air 
circulation. We thus believe that aseptic plant manufacturers could substantially benefit 
from our model as a possible tool to improve the performance of aseptic rooms. 
Some of the limitations of the study should be mentioned. As a first point, both models 
adopted grounds on the Boussinesq hypothesis, which greatly simplifies the computation of 
Reynolds stress, thus speeding up the computation time. Moreover, such models are 
generally robust, and provide reliable results. However, the simplification used in the 
formulation of transport equations could affect the accuracy of the results provided. In 
particular, the Boussinesq hypothesis provides a definition of the turbulent viscosity as a 
scalar quantity, which implicitly suggests viscosity to be an isotropic value. Such as 
assumption is rarely satisfied, except for simple systems, which could not be the case of the 
aseptic clean room examined. Moreover, an additional source of error of two-equation 
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models has to be found in the assumption of direct proportion between kinetic energy k and 
dissipation rate ε. Such assumption can be considered as satisfied only for high Reynolds 
numbers. From the simulation point of view, a main limitation of the work is the number of 
elements used in the mesh. To improve the model accuracy, this should be increased, either 
by adopting segregated solvers or by increasing the computational capacity of the system. 
Starting from this study, future research can be directed at: 

(i) exploiting the model developed to design possible improvements for the aseptic 
clean room, with the ultimate aim of improving the circulation of sterile air along 
walls, windows and ceiling of the room; 

(ii) exploiting the model to define the hydrogen peroxide flow inside the clean room, 
with the aim to derive the fluid distribution in the room and to examine the 
corresponding sterilization performance; 

(iii) applying different turbulence models to the simulation tool developed, such as the 
RNG and realizable k-ε models or the k-ω SST model (Kuznik, et al., 2007), with the 
aim to improve the simulation results and to better predict the fluid flow in the 
aseptic clean room. 
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Figure 12. Simulated pressure values (a) and turbulent kinetic energy (b) of the aseptic clean 
room at x=0 (k-ε model) 
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1. Introduction      
Composites are top materials used for special applications.  In place of traditional material, 
e.g. steel, the composites lower its weigh much more than the traditional material. It is based 
on low weight of a composite itself, on specific properties of the components and on 
creation possibility of composite with a specific use. The combination of the materials 
provides specific properties of a final composite, e.g. chemical resistance, electric and 
thermo-insulate properties. 
The basis of a fibre reinforcing is the fact that fibres have got strength and stiffness much 
higher than polymer matrix. Fibres are deformed less than matrix during tensile load 
applied from outer power. Adhesion between components allows to distributing tension 
from matrix to each of all fibres. 
Nowadays it is the denoted composites using, which makes possible to satisfy high 
requirements for special mechanical applications. Effective development is practicable only 
when an innovation and a construction of new composite products are set in the production 
- market will be developed, economical aspects will be taken into account, productivity and 
quality will be watched carefully, safety and ecology will be raised. Material evolution, 
construction principles, non-destructive testing, modelling and prediction have to be 
innovating and develop for materials, technology and complex system of composite 
materials. 
The testing without a plastic deformation is not only a detection of present defects but by 
scanning of mechanical vibrations it is also possible to evaluate elastic constants. An 
alternative method for determining properties of future composite construction is a 
calculation with commercial software which allows corrections of equations and defining of 
special coefficients. The finite element method is in a use and is proved by wide science 
population. 
The composite modelling is also an important part of the research. A visualisation of 
structure inside composite is necessary for an evaluation of composite properties. The 
structure modelling in multi-scale supports calculation in finite element method effectively.  
Nowadays composites are top in the aircraft industry, automotive industry and water craft 
construction. Building of chemical and energetic machines and construction of 
manufacturing machines used composites more and more in these days. 
This chapter targets the study of elastic properties of carbon/carbon composites with woven 
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structure modelling in multi-scale supports calculation in finite element method effectively.  
Nowadays composites are top in the aircraft industry, automotive industry and water craft 
construction. Building of chemical and energetic machines and construction of 
manufacturing machines used composites more and more in these days. 
This chapter targets the study of elastic properties of carbon/carbon composites with woven 
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reinforcement prepared by the prepreg technology. A simulation is based on the multi-scale 
modelling as a structure defining. Comsol MultiphysicsTM is a tool for a finite element 
modelling and it is possible to solve partial differential equations. An experimental 
measurement is compared with a simulation for a validation of results. A non-destructive 
testing of resonant frequencies based on an excitation of mechanical frequencies is used for 
an evaluation of elastic modules in the experiment. The Hooke’s law is valid during the 
experimental work. 

1.1 Textile reinforced composites  
Composite consists of two or more structural components. Their cooperation in the system 
evokes synergy - it means that properties of the end product are better than sum of 
component’s properties only. Non-continuous components are fibres which carry the load. 
Continuous component is matrix and it fills surrounding around fibres. Fibres have to be the 
firm and high modulus. The most important property of matrix is a good adhesion to the 
fibre surface (Agarwal & Broutman, 1987). 
Fibres and matrix are prepared from various kinds of materials according to the application. 
Carbon for fibres and also for matrix is a top application for the space industry.  Material 
has got a high tenacity, fracture toughness, high-temperature resistance, good thermal, 
chemical and electrical conductivity and it is easy to influence the anisotropy. Some 
problems with degradation in oxygen atmosphere can occur there (Savage, 1993), (Berthelot, 
1999). 
Composites with textile reinforcement have got good resistance against to progression of 
cracks. Fabric is a bidirectional layer which gives good tensile properties in warp and weft 
directions. The structure modelling of carbon/carbon composites is a complex problem. 
Here there is a irregularly crimped textile reinforcement with various inherent defects 
(pores, bubbles and cracks) which has risen during pyrolysis process of polymer precursor 
in carbon matrix. Different shrinkage during cooling plays its role too (Savage, 1993), (Fitzer 
& Manocha, 1998). It is difficult to include all aspects of this complex structure to one model. 
The idealisation is based on geometric models as the bricks or sinusoidal curve of woven 
reinforcement (Bogdanowich & Pastore, 1996), (Lomov, 2007). But results are different from 
experiments (Lomov et al., 2001). The description of woven interlace is very hard to study 
nowadays. Carbon/carbon composite with a plain weave reinforcement structure was 
studied by image analysis at the Technical University of Liberec. The porosity was included 
from 20% - 25% in the structure (Tomkova, 2006). On the image a multi-scale geometric 
model of the composite structure applied in following properties simulation analysis was 
based (Vozkova, 2007).  

 
Figure 1. Plain weave of infinite fibre bundle as a possible reinforcement (Kuhn, 2007) 

Elastic Modulus FEM Modelling of the Layered Woven Composite Material 

 

653 

2. Composite modelling based on geometric models with finite elements 
A complex structure of the composite has to be adapted for computing. Some levels of a 
structure idealisation are used from simple brick models and weave idealisation to complex 
multi-scales. The finite element method is than used for calculation among others (Discrete 
Fourier transformation and different algorithms) (D’Amato, 2001), (Reddy, 2006).  The finite 
element method is a numerical tool for a simulation process of stress, strain, heat flow and 
more for physical model. A continuous area is discretized to the countable number of units. 
It is possible to apply the simulation for a long-term testing and for a detection of critically 
loaded area (Hokr, 2006). Tested area is covered with the net of triangles or quadrangles that 
cover surface without overlapping. Loadings in the sample body are transferred to the 
equivalent loadings in the net structure. Each element is taken as an independent area with 
some boundary conditions (Reddy, 2006).  

 
Figure 2. Representation of a two-dimensional domain by a collection of triangles and 
quadrangles (Reddy, 2006)  
(a) geometrical complex domain, (b) collection of geometrically simple subdomains,  
(c) finite element as an independent subdomain, (d) assembled relations from all elements 

Subchapters contain description of model characterisation, original work from other authors 
about multi-scale modelling and introduction of two-dimension model for simulation use. 

2.1 Basics of the geometric models 
The volume element of a structure exists as a representative of the mechanical response for 
the whole composite body as an assumption. The representative volume element (RVE) is 
based on the type of reinforcement and on the scale. Fibres and matrix are always included 
in the representative volume element. A stiffness and compliance tensor describes the 
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representative volume element with a mean stress and a mean strain in the volume element 
of the material (Berthelot, 1999). 
One dimension reinforced composites, e.g. reinforced with parallel fibres which should be 
defined by an iso-strain model (Fig. 3.). For the model in multi-component system in loading 
strain of all components it is the same but there is no stress. The stiffness tensor Cs for 
system with n components is 

 
1

n

s i i
i

C k C
=

=∑ , (1) 

where Ci is the stiffness tensor of i component and ki is the volume ratio of this component. 
Model of iso-stress (Fig. 4.) has got the same stress for all components as an assumption but 
there is no strain. The compliance tensor Ss for this model should be   
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=

=∑ . (2) 

The compliance tensor is inverse for the stiffness tensor. Both models are on the highest and 
on the lowest limits for elastic properties of the composites. Both models are also applied 
straight to the laminate with longitudinal infinite fibres (Bogdanowich & Pastore, 1996). 

 
Figure 3. Model iso-strain (Tomkova, 2005) 

 
Figure 4. Model iso-stress (Tomkova, 2005) 

Non-homogenous material is replaced by homogenous for the Hooke’s law in mechanics of 
continuum. Basically is valid that the stress σij and the strain εij from each component with 
volume ratio are sums for total stress and strain according to 
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where Vn is the volume ratio of each component. From the tensors stress σij and the strain εij 
it is possible to count array of stiffness Cijkl 
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Modules of elasticity are defined in this array. Inverse to stiffness array is compliance array 
with coefficients of deformation. Both arrays are tensors of the fourth grade (Miravete, 
2000), (Vinson & Chou, 1975). Matrix material is pressumpted isotropic and homogenous 
with a structure close to vitreous carbon (Marvalova, 2000). Elastic constants are not 
changed during rotation around axes. Pores properties are also isotropic and do not accept 
gas compression (Berthelot, 1999). Reinforcement is a homogenous and transversely 
isotropic material. In one axis direction the properties are the same in all cases. The cross to 
the fibre axis is plane (Berthelot, 1999), (Stříž, 2002).  
Composite from laminas is an orthotropic material with three axes of symmetry, i.e. warp, 
weft and cross to fabric. Stiffness array is than 
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and the compliance array is 
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Nine independent constants are necessary to find (Berthelot, 1999). 
The compliance tensor could be found also as a relation between Young’s modules, shear 
modules and Poisson’s ratio from simplification of plain tensile test in warp direction, plain 
tensile test in weft direction and plain shear test from (Berthelot, 1999), (Laš, 2004) as 
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Loading in on axis direction has to be transferred to the symmetry axis in defined angle δ 
(Berthelot, 1999). Loading is than transferred to the main directions. Longitudinal modulus 
could be defined as  
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2.2 Complex geometric models 
The multi-scale modelling allows decomposition of complex heterogeneous structure to the 
partial levels from the simplest composition to the composition of whole sample body. They 
are substituted from the lowest level properties to higher and also highered up to the higher 
studied composite structure. The accuracy of the simulation is better because specifications 
and properties from each scale are combined during processing. On Fig. 7. is parting to the 
scales (Berthelot, 1999), (Lomov et al., 2007).  
Interesting research for complex geometry of the textile reinforced composites made the 
team of prof. Lomov from Belgium. They introduced the set of programs of a structure 
geometry composition, modelling of complex geometry, meshing of nets and properties 
calculation. On Fig. 8. is simple diagram of their work (Lomov et al., 2001), (Lomov et al., 
2007). Each program is specialized for some operation and together it is possible to compute 
properties of some composite. 
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Figure 7. Scale distribution of sample geometry (Lomov et al., 2007) 

 

 
Figure 8. System for composite simulation (Lomov, 2007) 

Many authors are following Lomov′s team and their outputs. Mechanical or thermal 
properties are counted from these programs for the textile reinforced composites, tensile 
tests, bending, plain shear, etc. A similar way was found by the team of prof. Sejnoha from 
the Czech Republic. The multi-scale modelling is applied on textile composites but also on 
the more mechanical objects, e.g. bridges (Šejnoha, 2007), (Skoček et al., 2005).  

2.3 Multi-scale modelling for simulation 
A consideration about the structure of composites could be done from Fig. 9. A simulation 
in this chapter presents the two-dimensional model of lengthwise and crosswise fibre 
bundles surrounded with matrix. Defects are mentioned here, too. It is necessary to include 
defects in the bundles, between laminas and voids raised during pyrolysis and layering. 
Whole structure is a combination of geometry formations. 
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Many authors are following Lomov′s team and their outputs. Mechanical or thermal 
properties are counted from these programs for the textile reinforced composites, tensile 
tests, bending, plain shear, etc. A similar way was found by the team of prof. Sejnoha from 
the Czech Republic. The multi-scale modelling is applied on textile composites but also on 
the more mechanical objects, e.g. bridges (Šejnoha, 2007), (Skoček et al., 2005).  
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A consideration about the structure of composites could be done from Fig. 9. A simulation 
in this chapter presents the two-dimensional model of lengthwise and crosswise fibre 
bundles surrounded with matrix. Defects are mentioned here, too. It is necessary to include 
defects in the bundles, between laminas and voids raised during pyrolysis and layering. 
Whole structure is a combination of geometry formations. 
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Figure 9. Model of structure for composite with textile reinforcement (Tomkova, 2006) 

The lowest scale of tested structure in a microstructure with fibres and matrix, q.v. fibre 
bundle on Fig. 10. Properties and geometry are not changed during testing for fibres and 
matrix too. Fibres are circular. Structure is random with volume ratio around 60% 
(Tomkova, 2006), (Šejnoha, 2007). 

 

 
Figure 10. Lengthwise and crosswise section of the fibre bundle (blue– fibres, white – 
matrix) 

Pores have risen during the production process in the fibre bundle. Fig. 11. shows 
microstructure scale of whole bundle with pores inside the structure. Pores are filled with 
the air, if they are open. Closed pores contain pyrolytic gas but for simulation air was filled 
(Tomkova, 2006), (Šejnoha, 2007). 

 

 
Figure 11. Lengthwise and crosswise section of the fibre bundle with pores  
(blue– pores, white – carbon part of fibres and matrix) 

Next scale level is a Unit cell as a meso-scale structure. Repeating of Unit cell forms whole 
plain weave fabric. On Fig. 12. there are three Unit cells. The first is a simple Unit cell for 
plain weave. Two others are obtained from complete observation of microphotographs of 
real composite structure. These three Unit cells form lamina (Fig. 13.). (Tomkova, 2006) 
demonstrates that pores and cracks in the structure of Unit cell are necessary for precise 
computation. Defects rise in structure during fabrication as a lamina sliding and bridging of 
cross bundles (Tomkova, 2006), (Šejnoha, 2007).  
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Figure 12 Structural Unit cell 1,2,3 (Tomkova, 2006) (blue – crosswise fibre bundles, red – 
lengthwise fibre bundles, black – voids, white – matrix) 

Laminas model whole composite structure on Fig. 14.  In the simulation lamina and 
composite structure are idealized as a bricks with identical properties in each brick counted 
from lower scale (unit cell → lamina bricks → composite bricks) (Tomkova, 2006), (Šejnoha, 
2007). Table 1. shows sizes of all defined structure elements from multi-scale model. 

 
Figure 13. Structural model of Lamina (Tomkova, 2006) (blue – crosswise fibre bundles,  
red – lengthwise fibre bundles, black – voids, white – matrix) 

 
Figure 14. Whole composite structure (Tomkova, 2006) (blue – crosswise fibre bundles,  
red – lengthwise fibre bundles, black – voids, white – matrix) 

 Scale and type of the tested sample length [m] high [m] 

Crosswise bundle section 2,2.10-4 1,8.10-5 
Lengthwise bundle section 2,2.10-4 1,8.10-5 

Crosswise bundle with defects 1,8.10-3 1,8.10-4 
Lengthwise bundle section with defects 1,8.10-3 1,8.10-4 

Structure unit cell 1  4,5.10-3 0,3.10-3 

Structure unit cell 2  4,5.10-3 0,5.10-3 
Structure unit cell 3  4,5.10-3 0,7.10-3 

Lamina 1 0,0315 0,3.10-3 

Lamina 2 0,0315 0,5.10-3 
Lamina 3 0,0315 0,7.10-3 

Whole composite structure 0,0315 1,5.10-3 

Table 1. Size of structure elements of multi-scale model for simulation 



Recent Advances in Modelling and Simulation 

 

658 

 

Figure 9. Model of structure for composite with textile reinforcement (Tomkova, 2006) 

The lowest scale of tested structure in a microstructure with fibres and matrix, q.v. fibre 
bundle on Fig. 10. Properties and geometry are not changed during testing for fibres and 
matrix too. Fibres are circular. Structure is random with volume ratio around 60% 
(Tomkova, 2006), (Šejnoha, 2007). 

 

 
Figure 10. Lengthwise and crosswise section of the fibre bundle (blue– fibres, white – 
matrix) 

Pores have risen during the production process in the fibre bundle. Fig. 11. shows 
microstructure scale of whole bundle with pores inside the structure. Pores are filled with 
the air, if they are open. Closed pores contain pyrolytic gas but for simulation air was filled 
(Tomkova, 2006), (Šejnoha, 2007). 

 

 
Figure 11. Lengthwise and crosswise section of the fibre bundle with pores  
(blue– pores, white – carbon part of fibres and matrix) 

Next scale level is a Unit cell as a meso-scale structure. Repeating of Unit cell forms whole 
plain weave fabric. On Fig. 12. there are three Unit cells. The first is a simple Unit cell for 
plain weave. Two others are obtained from complete observation of microphotographs of 
real composite structure. These three Unit cells form lamina (Fig. 13.). (Tomkova, 2006) 
demonstrates that pores and cracks in the structure of Unit cell are necessary for precise 
computation. Defects rise in structure during fabrication as a lamina sliding and bridging of 
cross bundles (Tomkova, 2006), (Šejnoha, 2007).  

Elastic Modulus FEM Modelling of the Layered Woven Composite Material 

 

659 

 

 

 
Figure 12 Structural Unit cell 1,2,3 (Tomkova, 2006) (blue – crosswise fibre bundles, red – 
lengthwise fibre bundles, black – voids, white – matrix) 

Laminas model whole composite structure on Fig. 14.  In the simulation lamina and 
composite structure are idealized as a bricks with identical properties in each brick counted 
from lower scale (unit cell → lamina bricks → composite bricks) (Tomkova, 2006), (Šejnoha, 
2007). Table 1. shows sizes of all defined structure elements from multi-scale model. 

 
Figure 13. Structural model of Lamina (Tomkova, 2006) (blue – crosswise fibre bundles,  
red – lengthwise fibre bundles, black – voids, white – matrix) 

 
Figure 14. Whole composite structure (Tomkova, 2006) (blue – crosswise fibre bundles,  
red – lengthwise fibre bundles, black – voids, white – matrix) 

 Scale and type of the tested sample length [m] high [m] 

Crosswise bundle section 2,2.10-4 1,8.10-5 
Lengthwise bundle section 2,2.10-4 1,8.10-5 

Crosswise bundle with defects 1,8.10-3 1,8.10-4 
Lengthwise bundle section with defects 1,8.10-3 1,8.10-4 

Structure unit cell 1  4,5.10-3 0,3.10-3 

Structure unit cell 2  4,5.10-3 0,5.10-3 
Structure unit cell 3  4,5.10-3 0,7.10-3 

Lamina 1 0,0315 0,3.10-3 

Lamina 2 0,0315 0,5.10-3 
Lamina 3 0,0315 0,7.10-3 

Whole composite structure 0,0315 1,5.10-3 

Table 1. Size of structure elements of multi-scale model for simulation 



Recent Advances in Modelling and Simulation 

 

660 

3. Direct testing of composites 
Destructive and non-destructive testing and its brief description are included below. An 
experimental and also a simulation work are based on oscillation of composite samples. 
Movement equations are presented here also with special experiment premises. 

3.1 Destructive testing 
The tensile testing is time and money consuming but it is widely used specially for explicit 
results. It includes the tensile testing to rupture, bending, pressure, cycle testing, dynamic 
and high loaded testing of fibres, as well as whole composites. Tested samples have to be 
prepared precisely before testing and special handling is also necessary (Bogdanovich & 
Pastore, 1996), (Ivanov et al., 2007). 

3.2 Non-destructive testing 
The non-destructive testing is a treatment on the sample without a rise of non-reversible 
deformation. These tests were used for safety at first. The testing is repeatable and cheaper 
because a sample is not destructed. Special signal impacts the sample and response of 
material is detected. Detection of defects is widely used in non-destructive tests. Optical and 
visualisation methods scan surface of the sample with optical microscopes, magnifying glass 
or glasses on the unit cell level or lamination where a component boundary is clearly visible. 
Magnification is possible with scanning electron microscopes etc. (Introduction to NDT, 
2002), (Diedericks, 2002). The penetrate method also detects volume characteristics of 
composite surface. It is necessary to use a penetrate liquid which is in the contact with 
surface, so a clear medium and nonporous structure is important (NDT encyclopedia, 2007). 
The magnetic inspection is possible only for ferromagnetic materials, demagnetisation 
ending and clear medium (Introduction to NDT, 2002).  
The radiography is used for inspection through a material structure. Neutron, roentgen and 
gamma radiography are spread. The principle is an application of short weave lengths. An 
intensity of trans-illumination is detected. Places with lower density and with defects 
transmit more radiation than surroundings. A danger from an irradiation is the biggest 
problem of this method (Introduction to NDT, 2002), (La Plante et al., 2005).  
An ultrasound is widely used for a defect detection, a thickness determination, a monitoring 
of degradation and abrasion, an impregnation ratio, a delaminating, a density, a porosity 
and a size of crystals. It is called a contact measurement. Weaves go through a sample and 
come back from the next end or from the defect. It is possible to vibrate with very thin 
samples (La Plante et al., 2005), (NDT encyclopedia, 2007).  
A mechanical response of material is detected from various methods. The proof 
experimental method for obtaining mechanical properties is an evaluation of eigen-
frequencies of vibration going through a composite plate. Lagrange′s, Euler-Bernoulli′s, 
Rayleigh′s and Timoshenko′s theories are relevant (Černý, 2000). The Lagrange′s theory is 
valid for the longitudinal oscillation. Theory Euler-Bernoulli is basic for the transversal 
oscillation and Rayleigh with Timoshenko made corrections of it (Brepta et al., 1994). In 
(Puchegger, 2003) is valid only for isotropic material. Sample is hanged on two carbon fibre 
loops. These loops are connected with a piezo-electric sensor. In the sample a bending 
oscillation and a transversal vibration is detected. The longitudinal oscillation is used for 
testing of elastic properties of plane wings in (Cheby & Hwu, 2006). Sample is clamped on 
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one side and free end which is on the second side. A sensor is on the free end. A 
longitudinal mechanical vibration is detected. The method used here is based on the 
analysis of longitudinal oscillation and on transversal Timoshenko′s oscillation for 
orthotropic material (Černý, 2000). It was tested at the Department of Structure and 
Mechanics of Rocks of Science Academy of the Czech Republic. Deeper description follows. 

3.3 Longitudinal vibrations theory 
A thin axially symmetry beam is an assumption. Basically, cross-sections of the beam are 
planar during deformation and a stress is uniformly distributed in the cross-section. Only 
uniaxial loading is mentioned there. Transversal movements absorb neglectable amount of 
energy. See Fig. 15. (Brepta et al., 1994), (Brepta, 1997). 

 
Figure 15. Deformation of thin beam evoked by longitudinal wave (Brepta et al., 1994) 

The Hooke’s law is valid for stress influences to the beam element for uniaxial load 
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where E is the longitudinal tensile modulus, xu ∂∂  is the elongation  same as ε . The motion 
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3. Direct testing of composites 
Destructive and non-destructive testing and its brief description are included below. An 
experimental and also a simulation work are based on oscillation of composite samples. 
Movement equations are presented here also with special experiment premises. 
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The tensile testing is time and money consuming but it is widely used specially for explicit 
results. It includes the tensile testing to rupture, bending, pressure, cycle testing, dynamic 
and high loaded testing of fibres, as well as whole composites. Tested samples have to be 
prepared precisely before testing and special handling is also necessary (Bogdanovich & 
Pastore, 1996), (Ivanov et al., 2007). 

3.2 Non-destructive testing 
The non-destructive testing is a treatment on the sample without a rise of non-reversible 
deformation. These tests were used for safety at first. The testing is repeatable and cheaper 
because a sample is not destructed. Special signal impacts the sample and response of 
material is detected. Detection of defects is widely used in non-destructive tests. Optical and 
visualisation methods scan surface of the sample with optical microscopes, magnifying glass 
or glasses on the unit cell level or lamination where a component boundary is clearly visible. 
Magnification is possible with scanning electron microscopes etc. (Introduction to NDT, 
2002), (Diedericks, 2002). The penetrate method also detects volume characteristics of 
composite surface. It is necessary to use a penetrate liquid which is in the contact with 
surface, so a clear medium and nonporous structure is important (NDT encyclopedia, 2007). 
The magnetic inspection is possible only for ferromagnetic materials, demagnetisation 
ending and clear medium (Introduction to NDT, 2002).  
The radiography is used for inspection through a material structure. Neutron, roentgen and 
gamma radiography are spread. The principle is an application of short weave lengths. An 
intensity of trans-illumination is detected. Places with lower density and with defects 
transmit more radiation than surroundings. A danger from an irradiation is the biggest 
problem of this method (Introduction to NDT, 2002), (La Plante et al., 2005).  
An ultrasound is widely used for a defect detection, a thickness determination, a monitoring 
of degradation and abrasion, an impregnation ratio, a delaminating, a density, a porosity 
and a size of crystals. It is called a contact measurement. Weaves go through a sample and 
come back from the next end or from the defect. It is possible to vibrate with very thin 
samples (La Plante et al., 2005), (NDT encyclopedia, 2007).  
A mechanical response of material is detected from various methods. The proof 
experimental method for obtaining mechanical properties is an evaluation of eigen-
frequencies of vibration going through a composite plate. Lagrange′s, Euler-Bernoulli′s, 
Rayleigh′s and Timoshenko′s theories are relevant (Černý, 2000). The Lagrange′s theory is 
valid for the longitudinal oscillation. Theory Euler-Bernoulli is basic for the transversal 
oscillation and Rayleigh with Timoshenko made corrections of it (Brepta et al., 1994). In 
(Puchegger, 2003) is valid only for isotropic material. Sample is hanged on two carbon fibre 
loops. These loops are connected with a piezo-electric sensor. In the sample a bending 
oscillation and a transversal vibration is detected. The longitudinal oscillation is used for 
testing of elastic properties of plane wings in (Cheby & Hwu, 2006). Sample is clamped on 
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one side and free end which is on the second side. A sensor is on the free end. A 
longitudinal mechanical vibration is detected. The method used here is based on the 
analysis of longitudinal oscillation and on transversal Timoshenko′s oscillation for 
orthotropic material (Černý, 2000). It was tested at the Department of Structure and 
Mechanics of Rocks of Science Academy of the Czech Republic. Deeper description follows. 

3.3 Longitudinal vibrations theory 
A thin axially symmetry beam is an assumption. Basically, cross-sections of the beam are 
planar during deformation and a stress is uniformly distributed in the cross-section. Only 
uniaxial loading is mentioned there. Transversal movements absorb neglectable amount of 
energy. See Fig. 15. (Brepta et al., 1994), (Brepta, 1997). 

 
Figure 15. Deformation of thin beam evoked by longitudinal wave (Brepta et al., 1994) 

The Hooke’s law is valid for stress influences to the beam element for uniaxial load 
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A solution is based on two waves going in the opposite directions. Relation between 
element velocity ν, density ρ, wave velocity c and stress σ is 

 
0

0c
c E νσ ρ ν= =  (17) 

The initial conditions for free end beam for free oscillation is that stress is at zero.  
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is valid when end of the beam is on the zero of coordinates and phase is not changed (Brepta 
et al., 1994), (Brepta, 1997). 

3.4 Transversal vibrations theory 
The Euler-Bernoulli′s theory based on an assumption that cross-sections of the beam stays 
planar and a deflection is made only in the cross to x axis. The deflection is flat and very 
small anyway. Movements in x direction are neglected. Loading in element dx is shown on 
Fig. 16 (Brepta et al., 1994) 

 
Figure 16. Loading on the element during trans oscillation (Brepta et al., 1994) 

Motion equation is  

 ( )
2

2

w QA x dx dx
t x

ρ ∂ ∂=
∂ ∂

 (19) 

and deflection curve for flat curves is  
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where EI is the flexural rigidity, R is the radius of curvature, w is the deflection. Timoshenko 
made corrections to basic theory. Here is neglected crimp of the cross-section. Gradient 
angle of the deflection curve is a sum of turn angle ψ (affected by bending) and angle 
change β (shear affected by displacement) 

Elastic Modulus FEM Modelling of the Layered Woven Composite Material 

 

663 

 w
x

ψ β∂ = +
∂

 (21) 

Bending moment is  
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where quotient is the curvature of deflection curve.  
Motion equation for movement of element is 
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where Q is moving force. Equation for element turning is 
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Movement equation for deflection w(x,t) is at the end 
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where c2 is the velocity of shear waves in continuum defined ρGc =2
2  and it is valid 

( )μ+= 12GE , μ is the Poisson’s ratio and α is the coefficient of cross-section shape. Theory 
gives good results for thin beams (Brepta et al., 1994), (Brepta, 1997). 

3.5 Resonant frequency method description 
An application of the method of resonant frequencies was developed at the Department of 
Structure and Mechanics of Rocks of Science Academy of the Czech Republic (Černý, 2000). 
Than Lengthwise tensile modulus and Poisson ratio of orthotropic plate is possible to 
determine from resonant frequency spectrum of the longitudinal mechanical oscillation. 
Shear modulus is determined from a resonant spectrum of a transversal oscillation. The big 
advantage is accuracy of this method. The experiment is fast and absolutely non-destructive 
(Žaloudková, 2006).  
The experiment is measured on the sensor for resonant frequency Erudite CNS Electronics 
Ltd., London, UK.  On the exciting electrode there is brought an alternating voltage. Voltage 
is harmonically running with amplitude 400 V and exciting 10 Hz - 100 kHz. Electrostatic 
load effects grounded conductive sample. Than electrostatic load excites mechanical 
oscillation. The electric current goes through the sample in the alternating voltage. So signal 
of a mechanic oscillation is detected on the same principle as an exciting (Černý, 2000), 
(Žaloudková, 2006).  
It is important that axes of sample orthotropy (warp and weft of the plain weave) are 
positioned in the same direction as an oscillating propagation during testing. A sample has 
to be prepared for it. If this is not correct, propagation would be applied as a general 
longitudinal and transversal oscillation and explicit resonant spectrum could not be found 
(Černý, 2000). 
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4. Experiment 
In the experiment there is a description of the results obtained from the simulation in 
Comsol MultiphysicsTM. A deeper discussion is presented for longitudinal vibrations. The 
experiment is compared with a simulation and it is visualized in polar diagram for the in-
plane treatment in the plain weave reinforcement. 
The tested composite is eight layered laminate from carbon fibre in plain weave surrounded 
with carbon matrix. Matrix was prepared from phenolic resin Umaform LE with high-
temperature treatment. Matrix has got good size stability, thermo stability, chemical 
resistance and low shrinkage. Bundle is made from 6000 parallel infinite high strength 
carbon fibres Toray®. Porosity is 20 – 25%. Important input properties are in Table 2. 

Component Density 
[kg.m-3] 

Young’s modulus 
[MPa] 

Poisson’s  ratio 
[-] 

Fibres Toray 800 HB 1810 294 000 0,24 
Matrix 1400 89 0,30 

Voids - air 1,3 0,0 0,0 

Table 2. Values of important input mechanical properties 

4.1 Simulation results 
The Structural Mechanical Module was used for computation in Comsol MultiphysicsTM 3.2. 
The Eigenfrequency Analysis was set as application compatible with experiment. The 
structure is defined at first. The properties of components, the boundaries and the external 
impact are defined in Physics. The help constants and equations could be defined in 
Options. After meshing and solving the result graphs are shown in Postprocessing. 
The results for all modules are shown in Table 3. Dividing of stress and strain gives us these 
values as critical elastic properties. The longitudinal modulus is very different for 
lengthwise and crosswise bundle. The difference is smaller for bundles with defects but it is 
still high. The unit cell is combined from various components so the difference is minimal 
between unit cells. Value is in the range from previous lower scales. The laminas and the 
whole composites modules are at same units as unit cells. The synergy effect increases 
modules slowly from the unit cell to the whole composite. 
The result response is defined for the first eigenfrequency of sample with free ends. One 
node point is detected in the middle of sample. The free ends oscillate across along the 
lengthwise axis. The colour scale in the figure goes from minimal dark blue through middle 
green to the maximal dark red for value of output property in every case. Following figures 
have got some geometry adaptation for better resolution and predicative possibility. Full 
models were described in subchapter 2.3. 
The longitudinal stress of crosswise bundle is concentrated in the matrix where fibres and 
matrix are in the contact vertically (Fig. 17.). The lowest longitudinal stress is in the fibres in 
the contact with each other and matrix between them but from the scale it is clear that this 
stress is opposite than in matrix. The fibres are loaded with pressure. Mean stress is in the 
middle of the fibres. The longitudinal strain of crosswise bundle (Fig. 18.) is in the fibres and 
in the matrix near fibres. The pressure is in the matrix too where fibres are close together in 
the horizontal position. The longitudinal stress of lengthwise bundle is maximal in the 
matrix (Fig. 19.). The lengthwise fibres are minimal loaded in the middle but maximal at the 
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ends. The longitudinal strain of lengthwise bundle (Fig. 20.) has got a maximum at the ends. 
The lowest strain is in the middle (in the node point of the eigenfrequency). 
 

Scale and type of 
the tested sample 

Longitudinal 
modulus  [MPa]  

Ex =  σx / εx 

Transversal 
modulus [MPa]  

Ey = σy / εy 

Shear modulus 
 [MPa]  

Gxy = σxy / εxy 
Crosswise bundle 252,8 52,9 103,2 

Lengthwise bundle 160289,0 97,9 61570,8 
Crosswise bundle 

with defects 189,6 129,0 38,6 

Lengthwise bundle 
with defects 130663,1 623,0 40005,0 

Unit cell 1 54813,2 408,2 9530,1 
Unit cell 2 62374,9 716,8 9267,2 
Unit cell 3 53259,2 949,7 8491,5 
Lamina 1 54807,5 534,8 6859,4 
Lamina 2 62384,7 626,3 7607,7 
Lamina 3 53245,4 554,1 6684,2 

Whole composite  86264,1 617,2 7340,0 

Table 3. Results from the simulation in Comsol Multiphysics 

Figure 17. Longitudinal stress of the crosswise fibre bundle 

 

length of the sample [m]

The longitudinal stress of the crosswise fibre bundle [Pa] 1.252 x 106 
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high  
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sample 
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Figure 18. Longitudinal strain of the crosswise fibre bundle 

 

Figure 19. Longitudinal stress of the lengthwise fibre bundle 
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Figure 20. Longitudinal strain of the lengthwise fibre bundle 

The crosswise bundle with defects has got the highest longitudinal stress in the carbon part 
near defects horizontal curvature (Fig. 21.). The longitudinal strain is maximal in the pores 
in the transversal curvature of the defects (Fig. 22.). A minimum is everywhere else. The 
concentration of the stress and of the strain is highly affected by the occurrence of the 
defects in the carbon part. The same results are shown on the Fig. 23. and Fig. 24. for the 
lengthwise bundle with the defects. The critical longitudinal stress is located in the carbon 
part and longitudinal strain is concentrated in the pores. A conclusion could be set that the 
carbon part carries stress and the pores localize strain. 

 
Figure 21. Longitudinal stress – crosswise bundle with defects 

 
Figure 22. Longitudinal strain – crosswise bundle with defects 
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Figure 18. Longitudinal strain of the crosswise fibre bundle 

 

Figure 19. Longitudinal stress of the lengthwise fibre bundle 
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Figure 20. Longitudinal strain of the lengthwise fibre bundle 
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Figure 21. Longitudinal stress – crosswise bundle with defects 

 
Figure 22. Longitudinal strain – crosswise bundle with defects 
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Figure 23. Longitudinal stress – lengthwise bundle with defects 

 
Figure 24. Longitudinal strain – lengthwise bundle with defects 

The longitudinal stress for the Structural unit cell 1 (Fig. 25.) is occurred mostly in the 
lengthwise bundle of the reinforcement in the middle of the sample where the node point is. 
Minimal stress is otherwhere. The longitudinal strain in the same Structural unit cell 1 is 
located in the all components in the node at maximum (Fig. 26.). Stress is located in the 
lengthwise bundle but strain is in all material.  
 

Figure 25. Longitudinal stress of the Structural unit cell 1 
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Structural unit cell 2 has got the critical value of the longitudinal stress also in the 
lengthwise bundles (Fig. 27.). The critical loading is transferred to the side because crosswise 
bundles slide during processing. On the other hand the strain is maximal in the defects (Fig. 
28.). The longitudinal strain in Structural unit cell 3 is also localised in the pores (Fig. 30.). 
The Structural unit cell 3 has got more balanced loading for the stress properties than others. 
The longitudinal stress is high here but not really critical.  
The stress is located mostly in the lengthwise bundles in the Structural unit cells as general. 
The strain is the highest in all materials where defects are not but where defects were 
occurred strain in concentrated in the pores. 
Laminas 1, 2, 3 have got the highest stress and strain in the node point and in the 
surrounded area. The lamina is combined from bricks with the same parameters so these 
results are expected. 

Figure 26. Longitudinal strain of the Structural unit cell 1 

 
Figure 27. Longitudinal stress of the Structural unit cell 2 

 
Figure 28. Longitudinal strain of the Structural unit cell 2 
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Figure 23. Longitudinal stress – lengthwise bundle with defects 
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occurred strain in concentrated in the pores. 
Laminas 1, 2, 3 have got the highest stress and strain in the node point and in the 
surrounded area. The lamina is combined from bricks with the same parameters so these 
results are expected. 

Figure 26. Longitudinal strain of the Structural unit cell 1 

 
Figure 27. Longitudinal stress of the Structural unit cell 2 

 
Figure 28. Longitudinal strain of the Structural unit cell 2 
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Figure 29. Longitudinal stress of the Structural unit cell 3 

 
Figure 30. Longitudinal strain of the Structural unit cell 3 

 
 
 

Figure 31. Longitudinal stress of the whole composite structure 

The whole composite combined from laminas has got longitudinal stress the highest in the 
middle of the sample similarly like single lamina (Fig. 31.). The higher impact goes farther 
for lamina which it has got higher longitudinal stress from the previous single testing. The 
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longitudinal strain for composite is also maximal in the middle (Fig. 32.). But impact is the 
same no matter which lamina it is. 
 

Figure 32. Longitudinal strain of the whole composite structure 

4.2 Simulation and experimental comparison 
The experiment was measured at Department of Structure and Mechanics of Rocks of 
Science Academy of the Czech Republic. Composite with the same properties as simulation 
model was prepared in directions of the warp, the weft and in the ±45° angle from the warp. 
The results are used for the in-plane discussion between simulation and experimental data 
on the following figures. All is completed with computed axial impact from equations in 
subchapter 2.1. The warp longitudinal modulus and shear modulus from simulation and 
experiment were input for equations completed with various angle δ in-plane of reinforcing 
fabric. 
Table 4. shows results from experiment and simulation. The longitudinal modulus from 
simulation agrees with the experimental longitudinal modulus good. The simulation is a bit 
lower but it is still near to the hundreds of GPa. The shear modules are nearly the same for 
experiment and simulation. 
The longitudinal modulus from simulation is a smaller than experimental only in the warp 
and weft direction, see Fig. 33. Longitudinal modulus in from the computation is nearly the 
same in 45° from the warp direction. Calculation is in 45° angle from the warp is same not 
only for experiment and simulation, but validity of equation is confirmed with comparison 
of measured experimental longitudinal modulus in 45° which is also the same. Loading 
transformation in equation agree for all longitudinal modules. 
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Figure 33. Longitudinal modulus from experiment and simulation 

The shear modulus is the same in warp and weft direction for both comparised cases, see 
Fig. 34. The shear modules are different in the 45° from the warp. The experimental 
measured shear modulus is the highest. The computed shear modulus from experiment is in 
the middle. The computed shear modulus from simulation is the lowest. The equation 
prediction is not completely the same as an experiment but results are good anyway. The 
shear modulus from computation gives relevant data as a critical value with margin. 
On Fig. 35. is a visualisation of whole in-plane loading of longitudinal and transversal 
modules. The previous discussion is still valid. More, the longitudinal modulus goes in 
different trend than the shear modulus for both, experiment and simulation. 
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Figure 34. Shear modulus from experiment and simulation 
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Figure 35. In-plane comparison of experiment and simulation 
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Figure 34. Shear modulus from experiment and simulation 
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7. Conclusion 
The conclusion from the previous pages follows as estimation between the experiment and 
the simulation of elastic properties of the carbon/carbon composite with the plain weave 
reinforcement. The non-destructive testing is widely used for evaluation of the composites. 
The brittle carbon/carbon composite is necessary to be tested with the non-destructive 
methods because critical loading is not occurred with plastic deformation. Simulations with 
the finite element method are fast and precise same as a resonant oscillation experiment. 
Both methods were compared here. Experiment was tested at Department of Structure and 
Mechanics of Rocks of Science Academy of the Czech Republic and was used as a special 
comparing property for the multi-scale simulation. The commercial software Comsol 
MultiphysicsTM was used for calculation with proper determination of the material 
properties.  
The simulation and experiment correlate well for longitudinal modulus of the whole 
composite in all directions in the in-plane of the reinforcement. The shear modules embody 
also good agreement between the simulation and the experimental values. Longitudinal 
modules go opposite way than the shear modules in both cases. The theory agrees well for 
it. Where warp and weft reinforce composite greatly, shear is not possible to expand. Sliding 
between warp and weft bundles results the higher shear modules in the 45° angle from the 
warp direction. 
The most influencing factor for the elastic properties is an amount of the lengthwise bundles 
for the longitudinal modulus. The position of the crosswise bundles with the matrix 
properties influences the shear modulus. The transversal modulus is mostly affected by the 
presence of the defects. Defects work upon all others modulus anyway. 
Presented study affords two-dimensional multi-scale model with the good match for the 
testing of the real composites. The simulation was adapted well for the real composite. 
Combination of the multi-scale and the finite element simulation provide highly relevant 
data of the elastic modules which is confirmed by the used experiment. 
Eigenfrequency helps to evaluate properties in longitudinal and also in the transversal 
directions for material with an orthotropic properties. More directions are offered to the 
evaluation and not only isotropic structure is possible to be used.  It is an advantage of the 
experiment. The disadvantage it is possible testing of a thin sample body only. Some more 
advanced sample preparing should be done in the future for making thin plates in different 
directions of the composite especially for the direction transversely to the reinforcment.   
The simulation with the multi-scale modelling is necessary to evaluate precise input values 
for the lowest scale. Here it is not problem with the fibre testing. Many methods are used 
and suitable. The matrix properties are more complicated to obtain. Testing of the matrix 
alone is a problem still and it should be solved soon.  
Previous non-destructive testing is possible to use for any material with the similar structure 
and the same prepreg technology. If geometry models on the Structural unit cell scale are 
adapted, different technology should be evaluated with the same procedure too.  
Both methods presented here, the experiment of resonant oscillations and the finite element 
simulation, are good instrument together for the testing of the elastic properties and 
preparing of the new composites with varied structure or material properties.  
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1. Introduction    
A fuel cell has been considered as an efficient and clean alternative power source for 
automobile industry since the energy crisis forced people to find a substitution for fossil 
fuels. A proton exchange membrane fuel cell, also known as polymer electrolyte 
membrane fuel cell (PEMFC), becomes a prime candidate for applications in vehicles 
because of its following features: the PEMFC operates at a relative low temperature (less 
than 90°C); the PEMFC can start quickly;  the PEMFC has a higher current density due to 
thin membrane electrodes assembly (MEA) compared to other types of fuel cells;  and 
there are no corrosive fluid hazards since there is no  liquid electrolyte present in the 
PEMFC.  
Nevertheless, the wide application of a PEMFC is limited due to high capital cost, fuel 
availability, and durability etc. The difficulty of maintaining suitable thermal management 
and water management also affects the fuel cell performance significantly. For example, too 
much water produced on the cathode side will fill the pores of gas diffusion layers 
(GDLs), and therefore block the diffusion of reactants to reach the catalyst layer. Too little 
water on the anode side will dry up the membrane so that protons cannot migrate 
through it. Both cases result in a decrease in the cell output power.  
Experimental research and numerical simulation have been used in fuel cell design in 
order to improve the performance of fuel cells. Experimental data is useful to validate the 
models. The computational models are efficient in predicting the cell performance under a 
variety of design parameters. Fuel cell models can be classified into 1D, 2D and 3D 
according to dimensions. The accuracy of 1D model (Springer et al.,1991), (Gurau et al., 
2000) is sacrificed due to some assumptions made in order to simplify the problem to 1D. 
A 3 D model simulates the reactant gas flow in the directions along the flow channel and 
perpendicular to the flow channel simultaneously, which results in more accurate results 
but requires longer computational time and larger computing capacity facility 
(Haralldsson & Wipke et al., 2004) (Berning et al., 2002). A 2D fuel cell model (Siegel et al., 
2003) (Biyikoglu, 2005) (Hwang, 2006) combines the benefits of 1D and 3D  models and 
gains its popularity in PEM fuel cell modeling due to its higher computational efficiency 
compared to 3D models and better simulation accuracy compared to 1D models.  
A two-dimensional mathematical model of a PEM fuel cell can be conducted in two 
different modes: parallel or perpendicular to the gas flow direction in the gas channel 
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1. Introduction    
A fuel cell has been considered as an efficient and clean alternative power source for 
automobile industry since the energy crisis forced people to find a substitution for fossil 
fuels. A proton exchange membrane fuel cell, also known as polymer electrolyte 
membrane fuel cell (PEMFC), becomes a prime candidate for applications in vehicles 
because of its following features: the PEMFC operates at a relative low temperature (less 
than 90°C); the PEMFC can start quickly;  the PEMFC has a higher current density due to 
thin membrane electrodes assembly (MEA) compared to other types of fuel cells;  and 
there are no corrosive fluid hazards since there is no  liquid electrolyte present in the 
PEMFC.  
Nevertheless, the wide application of a PEMFC is limited due to high capital cost, fuel 
availability, and durability etc. The difficulty of maintaining suitable thermal management 
and water management also affects the fuel cell performance significantly. For example, too 
much water produced on the cathode side will fill the pores of gas diffusion layers 
(GDLs), and therefore block the diffusion of reactants to reach the catalyst layer. Too little 
water on the anode side will dry up the membrane so that protons cannot migrate 
through it. Both cases result in a decrease in the cell output power.  
Experimental research and numerical simulation have been used in fuel cell design in 
order to improve the performance of fuel cells. Experimental data is useful to validate the 
models. The computational models are efficient in predicting the cell performance under a 
variety of design parameters. Fuel cell models can be classified into 1D, 2D and 3D 
according to dimensions. The accuracy of 1D model (Springer et al.,1991), (Gurau et al., 
2000) is sacrificed due to some assumptions made in order to simplify the problem to 1D. 
A 3 D model simulates the reactant gas flow in the directions along the flow channel and 
perpendicular to the flow channel simultaneously, which results in more accurate results 
but requires longer computational time and larger computing capacity facility 
(Haralldsson & Wipke et al., 2004) (Berning et al., 2002). A 2D fuel cell model (Siegel et al., 
2003) (Biyikoglu, 2005) (Hwang, 2006) combines the benefits of 1D and 3D  models and 
gains its popularity in PEM fuel cell modeling due to its higher computational efficiency 
compared to 3D models and better simulation accuracy compared to 1D models.  
A two-dimensional mathematical model of a PEM fuel cell can be conducted in two 
different modes: parallel or perpendicular to the gas flow direction in the gas channel 
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while the other modelling dimension is across the membrane in both cases. Models 
conducted in the first mode (parallel to the gas flow direction) consider the influence of 
fluid behavior in the channel; while in the second mode (perpendicular to the gas flow 
direction), the interdigitated flow pattern can be easily investigated. The goal of the 
present work is to develop 2-D isothermal PEM fuel cell models in two different modes to 
investigate the performance of fuel cells such as the mass concentration and velocity 
distribution of reactants, the polarization curve, the output power density, etc. The results 
from two modes are then compared to each other. 
The organization of this paper is as follows: in section 2, the single-phase two-
dimensional PEM fuel cell models are developed and the models are solved using the 
commercial software package COMSOL Multiphysics. The main results obtained from the 
present work are discussed in section 3. In section 4, the main conclusions derived from 
the present work are summarized. 

2. Model 
Fig. 1 schematically shows a 3D single PEMFC and its various components including the 
membrane, flow  channels, gas diffusion layers and catalyst layers on both anode and 
cathode sides. To conduct a 2 D simulation, there are two options to choose the modeling 
geometry: one is in x-y plane as shown in Fig. 2(a), and the other is in x-z plane as shown in 
Fig. 2(b).  Both geometries will be studied in this paper. 
 
 
 
 
 

 
Figure 1. Three dimensional diagram of a PEMFC and its various components     
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(a) x-z plane model geometry                                (b) x-y plane model geometry 

Figure 2. Two-dimensional PEM fuel cell modelling geometry 

2.1 Assumptions 
The present model is established based on the following assumptions: 
1. Flow is laminar everywhere due to small gas pressure gradient and low Reynolds 

number. 
2. Reactant gases behave as the ideal gas mixture. 
3. The electrodes and membrane are made of homogeneous materials. 
4. The temperature distribution across the cell is uniform. 
5. Water exists only in the gas phase in the fuel cell. 
6. The polymer electrolyte membrane is impermeable to reactant gases. 
7. Protons can only transport through the electrolyte, and electrons through the solid 

phase. 
8. Three species including oxygen, water and nitrogen are considered on the cathode side 

while only hydrogen and water are considered on the anode side. 
9. The fuel cell is operating at the steady state. 

2.2 Governing equations 

2.2.1 Flow channels  
Based on the model assumptions, the reactant gas flow in the gas channel is governed by the 
continuity equation to insure the mass conservation and the steady state incompressible 
Navier-Stokes equation to describe the momentum conservation of Newtonian fluids.  
N-S Equation: 

 ( ) [ ( ( ) )]Tu u PI u uρ μ⋅∇ = ∇ ⋅ − + ∇ + ∇  (1) 

Continuity Equation: 

 0u∇ ⋅ =  (2) 
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where u is velocity vector, m/s; P, pressure, Pa; ρ, mixture density, kg/m3; μ , dynamic 
viscosity,  kg/(m·s). 
The multi-component diffusion and convection in flow channels are described by the 
Maxwell-Stefan equation. It solves for the fluxes in terms of mass fraction. The general form 
of the Maxwell-Stefan equation is shown below: 
Maxwell-Stefan Equation: 

 
1

[ { ( ) ( ) } ]
N

i i ij j j j j i
jj

M M PD x u Ri
t M M P

ρω ρω ω ω ω ω ρ
=

∂ ∇ ∇+∇⋅ − ∇ + + − + =
∂ ∑  (3) 

where Dij is the diffusion coefficient, m2/s; Ri, the reaction rate and is zero in the flow 
channel, kg/(m3.s); x, the mole fraction; ω, the mass fraction; M, the molecular mass, 
kg/mol. The density of mixture gas ρ is a function of mixture components and is described 
by the following equation: 

 ( )i i
i

x M P RTρ
⎛ ⎞
⎜ ⎟= ⎜ ⎟⎜ ⎟
⎝ ⎠
∑  (4) 

where xi is the mole fraction; R, the universal gas constant, 8.314 J/(mol.K); T, the cell 
temperature, K.  The subscript i (or j) represents each species of hydrogen and water on the 
anode side, and oxygen, water, nitrogen on the cathode side.  
On the cathode side, the transport equations are solved for two species since the third 
species can always be obtained from the mass balance equation given as following: 

 OHON www 222 1 −−=  (5) 

On the anode side, the hydrogen transport equation is solved first, and then the mass 
fraction of water can be obtained by: 

 22 1 HOH ww −=  (6) 

2.2.2 Gas diffusion layers and catalyst layers  
Since gas diffusion layers (GDL) and catalyst layers are porous media, the velocity 
distribution is therefore formulated by Darcy’s law and mass conservation equation. 
Darcy’s Law: 

 u pκ
μ

= − ∇  (7) 

where κ is the permeability, m2;and μ the dynamic viscosity, Pa.s;  
Continuity equation: 

 Su =⋅∇ )(ρ  (8) 
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where S is the source term, kg/(m3.s). The continuity equation for the gas flow mixture 
describes the sum of all the involved gas species at each side. The source term, S, accounts 
for the total consumption and production during the electrochemical reactions.   
In the catalyst layer, the reaction rate Ri corresponding to each species is given as: 

 22 2 H
a

H M
F
jR −=  (9) 

 22 4 O
c

O M
F
j

R −=  (10) 

 OH
c

OH M
F
j

R 22 2
=  (11) 

2.2.3 Current transport  
The continuity of current in a conducting material is described by 

 0=⋅∇ i  (12) 

In a PEM fuel cell, the conducting materials are porous electrodes and membrane. The 
current is therefore split into two parts: the ionic current and the electronic current. Protons 
travel through the ionic conductor (the membrane) to form an ionic current denoted by ie,  
while electrons can only be transferred through the solid matrix of electrodes which results 
in an electronic current denoted by is.  The continuity equation of current then becomes: 

 0s ei i i∇ ⋅ = ∇ ⋅ + ∇ ⋅ =  (13) 

In the catalyst layer, where a chemical reaction occurs on a three-phase boundary, electrons 
are either transferred from the solid matrix to electrolyte or vice versa. This two-way 
transfer of electrons between solid matrix and electrolyte makes the transfer current density, 
denoted by j, a source term in one phase, and a sink term in the other phase. The potential 
equations for both solid and electrolyte phases are obtained by applying Ohmic’s law to Eq. 
(13).  
Electron transport 

 ( )s s sSσ φ∇ ⋅ − ∇ =  (14) 

Proton transport 

 ( )e e eSσ φ∇ ⋅ − ∇ =  (15) 

Where φ is the phase potential, V; σ, the effective electric conductivity, s/m; S the current 
source term, A/m3; the subscript s denotes the property of a solid phase and e denotes that 
of an electrolyte phase. The source terms in the electron and proton transport equations, i.e., 
Eq. (14-15), result from the electrochemical reaction occurring in the catalyst layers of anode 
and cathode sides. 
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where S is the source term, kg/(m3.s). The continuity equation for the gas flow mixture 
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Anode Catalyst layer: 

 ae jS =     ;  as jS −=  (16) 

Cathode Catalyst layer: 

 ce jS =     ; cs jS −=  (17) 

where aj and cj  are the transfer current density corresponding to the electrochemical 
reaction at the anode and cathode catalyst layers, which is formulated by the agglomerate 
model. In the catalyst layers, the agglomerate is formed by the dispersed catalyst, and this 
zone is filled with electrolyte. Oxygen is dissolved into the electrolyte and reaches the 
catalyst site. The agglomerate model describes the transfer current density as following 
(Broka, 1995):  
Anode:  

 , ,
2

6(1 ) 2( exp( ) (1 coth )
( )

agg
o a o aagg ref agg aggH

a H Hagg ref agg ref agg
H H H H

j s j sFD Fj c c R R
RTR aFc D aFc D

ε
η

−
= − − − ⋅ −   (18) 

Cathode: 

 
2 2
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12(1 ) ( ) ( )0.5 0.5(1 exp( ) ) coth exp( )
( ) 4 4

agg agg agg
o c o caggO

c Oagg ref agg ref agg
O O O O

FD j s R j s RF Fj R c
RT RTR Fc D Fc D

ε
η η

−
= ⋅ − − ⋅ −   (19) 

where aggc  is the gas concentration at the surface of the agglomerates, mol/m3; refc the 
dissolved gas concentration at a reference state, mol/m3; F, the Faraday constant, 

coulomb/mol; aggD  the diffusion coefficient, m2/s of the dissolved gas inside the 

agglomerate; aggR  the agglomerate radius , m; 0j  the exchange current density, A/m2; s  
the specific surface area  , m2/m3; η  the electrochemical overpotential, V, which is 
expressed by the potential difference between solid matrix and electrolyte and  is defined as: 
Anode side: 

 es φφη −=  (20) 

Cathode side: 

 OCes U−−= φφη  (21) 

where the open-circuit potential Uoc is given by  

 )298(109.023.1 3 −×−= − TU OC  (22) 
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The dissolved gas concentration at the surface of the agglomerates is corresponding to the 
molar fraction in the gas phase through Henry’s Law: 

 gasagg c P
c

H
=  (23) 

where H is the Henry’s constant,  Pa.m3/mol. 

2.3 Numerical procedure 
COMSOL Multiphysics, a commercial solver based on the finite element technique, is used 
to solve the governing equations. The stationary nonlinear solver is used since the source 
terms of the current conservation equation make the problem non-linear. Furthermore, the 
convergence behavior of this non-linear solver is highly sensitive to the initial estimation of 
the solution. To accelerate the convergence, the following procedures are adopted:  the 
Conductive Media DC module is firstly solved based on the initial setting; secondly, Darcy’s 
Law and Incompressible Navier-Stokes modules are solved together using the results from 
the previous calculation as initial conditions. After the previous two modules converge, all 
the coupled equations including Maxwell-Stefan Diffusion and Convection module are 
solved simultaneously until the convergence is obtained as shown in Fig. 3. 

The Conductive Media DC module

Initial Guessing

Darcy’s Law and Incompressible 
Navier-Stokes modules 

The Conductive Media DC module
Darcy’s Law Module

Incompressible NS module
Maxwell-Stafen Diffusion module

Convection module
 

Figure 3.  Solving procedure in COMSOL Multiphysics 

3. Results and discussion 
Using the aforementioned procedures, the X-Z geometry as described in Fig. 2a and the X-Y 
geometry in Fig. 2b are simulated separately. The X-Z mode represents the PEM fuel cell 
with straight or serpentine channels on the bipolar plates while the X-Y mode represents 
those with interdigitated channels. The material properties used in the model are selected 
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with straight or serpentine channels on the bipolar plates while the X-Y mode represents 
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from Meng and Wang, 2005. The parameters describing the electrochemical reaction are 
based on the agglomerate model from (Broka, 1995).  
Figure 4 shows the polarization curve obtained from the X-Z model. Figure 5 shows the 
profile of oxygen mass fraction on the cathode side for the cell operating voltages of 0.8 volt 
and 0.3 volt,. The reactant gas concentration  decreases along the flow direction and across 
the membrane direction due to the consumption of fuel in the electrochemical reaction at the 
catalyst layer. A higher fuel cencentration gradient is found at 0.3 volt (the left figure in 
Fig.5), which is due to the faster consumption of fuel when the cell is working at low output 
voltage but high current density. 
 

 
Figure 4. Polarization curves: the X-Z model 

Figure 6 shows the polarization curve of X-Y model. Figure 7 shows the concentration 
profile of oxygen of X-Y model. The flow channel is not included in this model; however, 
this model can provide more detailed descriptions of fuel cell performance across the 
membrane direction. The oxygen mass fraction decreases from the inlet to outlet, and it 
decreases faster at the low voltage and high current density conditions, which is again due 
to the faster fuel consumption in chemical reactions since that the consumption rate is 
proportional to the cell operating current density. 
Fig. 8 and Fig. 9 show the distribution of solid phase and electrolyte phase potentials across 
the membrane obtained from the X-Z and X-Y models, respectively. The potential 
distribution displays a similar behaviour for two different models. An obvious potential 
drop is found within the membrane due to the low proton conductivity of membrane.  The 
ohmic losses, however, are very small on both anode and cathode electrodes.  A high 
overpotential is found on the cathode side due to the slow kinetic reaction of oxygen 
reduction. 
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Figure 5. Oxygen mass fraction distribution in the X-Z mode (Left: Vcell=0.8 V, Right: 
Vcell=0.3V) 

 
Figure 6. Polarization curves: the X-Y mode 
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membrane direction. The oxygen mass fraction decreases from the inlet to outlet, and it 
decreases faster at the low voltage and high current density conditions, which is again due 
to the faster fuel consumption in chemical reactions since that the consumption rate is 
proportional to the cell operating current density. 
Fig. 8 and Fig. 9 show the distribution of solid phase and electrolyte phase potentials across 
the membrane obtained from the X-Z and X-Y models, respectively. The potential 
distribution displays a similar behaviour for two different models. An obvious potential 
drop is found within the membrane due to the low proton conductivity of membrane.  The 
ohmic losses, however, are very small on both anode and cathode electrodes.  A high 
overpotential is found on the cathode side due to the slow kinetic reaction of oxygen 
reduction. 
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Figure 5. Oxygen mass fraction distribution in the X-Z mode (Left: Vcell=0.8 V, Right: 
Vcell=0.3V) 

 
Figure 6. Polarization curves: the X-Y mode 
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Figure 7. Oxygen mass fraction distribution in the X-Y mode (Left: Vcell=0.8 V, Right: 
Vcell=0.3V) 

 

 

 

 
Figure 8. Electrical potential distribution in the electrodes and membrane profiles: the X-Z 
model (Solid line: solid phase potential, Dashed line: electrolyte phase potential) 
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Figure 9. Electrical potential distribution in the electrodes and membrane profiles: the X-Y 
model (Solid line: solid phase potential, Dashed line: electrolyte phase potential) 

4. Conclusions 
Two-dimensional, single-phase and isothermal models of PEM fuel cells were developed in 
two different modes. These models are solved using commercial software package, 
COMSOL Multiphysics, based on finite element techniques. The models are able to 
investigate the transport phenomena and electrical potential distribution in the various PEM 
fuel cell components including the gas channels, gas diffusion layers, catalyst layers and 
membrane.  
The polarization curves were presented. The X-Z model was used to study the fuel cell with  
straight channels or serpentine channels design. The X-Y model is suitable for the fuel cell 
with interdigitated flow patterns. Both X-Z and X-Y model show the fuel mass fraction 
decrease faster when the cell is working at low voltage and high current density region. In 
both X-Y and X-Z models, the potential distribution indicated a major potential drop 
occurring across the membrane, and a higher overpotential was found on the cathode 
catalyst layer. These two modes of models can be combined together to describe the overall 
behavior of PEM fuel cells in all directions. 
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Figure 7. Oxygen mass fraction distribution in the X-Y mode (Left: Vcell=0.8 V, Right: 
Vcell=0.3V) 

 

 

 

 
Figure 8. Electrical potential distribution in the electrodes and membrane profiles: the X-Z 
model (Solid line: solid phase potential, Dashed line: electrolyte phase potential) 
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Figure 9. Electrical potential distribution in the electrodes and membrane profiles: the X-Y 
model (Solid line: solid phase potential, Dashed line: electrolyte phase potential) 

4. Conclusions 
Two-dimensional, single-phase and isothermal models of PEM fuel cells were developed in 
two different modes. These models are solved using commercial software package, 
COMSOL Multiphysics, based on finite element techniques. The models are able to 
investigate the transport phenomena and electrical potential distribution in the various PEM 
fuel cell components including the gas channels, gas diffusion layers, catalyst layers and 
membrane.  
The polarization curves were presented. The X-Z model was used to study the fuel cell with  
straight channels or serpentine channels design. The X-Y model is suitable for the fuel cell 
with interdigitated flow patterns. Both X-Z and X-Y model show the fuel mass fraction 
decrease faster when the cell is working at low voltage and high current density region. In 
both X-Y and X-Z models, the potential distribution indicated a major potential drop 
occurring across the membrane, and a higher overpotential was found on the cathode 
catalyst layer. These two modes of models can be combined together to describe the overall 
behavior of PEM fuel cells in all directions. 
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